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”We have come as far as we have because we are the cleverest creatures to
have ever lived on Earth. But if we are to continue to exist, we will require
more than intelligence. We will require wisdom.”

— David Attenborough, A Life on Our Planet: My Witness Statement





”Kein geloel, fußbal spielen!”
— Ernst Happel
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Summary

In this dissertation, a framework is presented for the development of high voltage mul-
tijunction photovoltaic (PV) devices. Specifically, wireless silicon-based monolithically
integrated 2-terminal multijuction PV devices are investigated. Such devices can be used
in autonomous solar-to-fuel synthesis systems, as well as other innovative approaches
in which the multijunction solar cell is used not only as a photovoltaic current-voltage
generator, but also as an ion-exchange membrane, electrochemical catalysts and/or op-
tical transmittance filter. The framework presented in this dissertation encompasses all
investigations performed in answering this thesis’ central question: To what extent can
fundamental insight and device engineering reduce the opto-electrical losses in a hybrid
wafer-based and thin film photovoltaic multijunction device, based on group IV elements?
The answer to this central question is provided in three parts, focusing on I. textures,
photovoltaic materials and single junction solar cells, II. a low bandgap-energy hydro-
genated (:H) germanium(tin) (Ge(Sn)) absorber and III. multijunction PV and photo-
electrochemical (PEC) devices.

In Part I, the trade-offs between i) chemical stability and performance and ii) optical
performance and electrical performance are explored. In Ch.2 the chemical instability
upon ambient exposure of p-type (p-) nano-crystalline (nc-) silicon-oxide (SiOx) films and
devices with integrated p-nc-SiOx layers is demonstrated. The instability can be resolved
by processing at elevated deposition pressure, at the cost of (initial) conversion efficiency.
Moreover, the trade-offs between optical and electrical characteristics for doped nc-silicon
(Si) and nc-SiOx films are demonstrated through variations in the relative precursor gas
flow rates.
In Ch.3 several novel texturing approaches for mono crystalline silicon are presented. A
wide range of surface features are demonstrated as a function of the texturing approach
and processing conditions. The trade-off between the optical behaviour (light in-coupling,
wide angle scattering) and resulting potential gain in current generation on device level,
on one hand and the roughness-induced electrical device losses (passivation behaviour,
ability to facilitate crack-free nano- to poly-crystalline growth) on the other hand are
characterized.
In Ch.4 an expedient semi-empirical approach for the optimal bandgap profiling of alloyed
absorbers is presented. Amorphous (a-) SiGe:H is used as a model, where changes in the
bandgap energy (EG) are realized through variations in the Ge-fraction. The trade-offs
between the short-circuit current density (Jsc) and the product of the open circuit voltage
and fill factor (Voc*FF ) of single junction devices as a function of i) the absorber thick-
ness, ii) minimum bandgap energy and iii) the introduction of a plateau at the minimum
bandgap energy are characterized.

In Part II the plasma enhanced chemical vapour deposition (PECVD) of a group IV, low
bandgap, intrinsic and stable material based Ge(Sn):H is explored. In Ch.5 the processing
window for Ge:H films is identified by performing a full exploration of the processing con-
ditions (precursor gas flow rates, temperature, pressure, power) and a strong correlation

xiii



Summary

was established between i) the density, ii) post-deposition oxidation behaviour and iii)
opto-electrical properties of a/nc-Ge:H. Additionally, a processing window was identified
where a/nc-Ge:H films are processed with the highest refractive indices and lowest dark
conductivity values reported in literature for chemical vapour deposited Ge:H.
In Ch.6 the structural and opto-electrical properties of Ge(Sn):H are compared to those
of other group IV alloys. A unique and comprehensive overview is developed for the iden-
tification of oxide and hydride peaks across the group IV elements C, Si and Ge materials.
Moreover, the first ever evidence of artificial (photo)synthesis in PECVD processed Ge:H
films is presented. Infrared analysis indicates a two-step process resulting in the catalytic
reduction of CO2 in Ge:H films to products like CO, formic acid and formaldehyde. Fi-
nally, an optical-EG range of over 1.3eV is presented using over 400 PECVD processed
group IV alloys. Based on these results the fundamental relations between the material
density, resulting from material stoichiometry, void fraction and crystalline phase fraction,
and EG are discussed. Moreover, the relation between the EG and electrical material
characteristics are revealed.
In Ch.7 the first steps towards the PECVD processing of a GeSn:H alloy are presented,
using a tetramethyltin (Sn(CH3)4) precursor. It is demonstrated that managing the C
and Sn integration into the material is crucial, as large CH3 fluxes results in porous and
chemically unstable films and high atomic fractions of Sn are essential for achieving low-
EG. A number of nc-GeSn(C):H films with a crystallinity of ≈50% are processed with a
highly heterogeneous nature, consisting of GeSn crystals with 15.5-17.5% Sn embedded
in an a-GeC:H phase in which almost no Sn is present.

In Part III the focus is on the performance of multijunction PV devices and their use in
photo-electrochemical applications. In Ch.8 the influence of the p-nc-Si(OX) layer in the
tunnel recombination junction (TRJ) of silicon based multijunction devices is explored.
By performing structural variations in the p-layer thickness and design in a unique set
of devices (four types based on four different PV materials), the qualitative fundamental
working principles of TRJs based on p- and n-doped Si(OX) alloys are revealed. These
insights result in the formulation of design rules for the integration of Si(OX) based TRJs.
Moreover, different current matching approaches are explored. The influence of the thick-
ness of different intermediate reflective layers (IRL), based on n-type SiOX, various trans-
parent conductive oxides and Ag, is compared to the influence of absorber thickness
variations on tandem silicon-heterojunction (SHJ)/nc-Si:H and triple junction SHJ/nc-
Si:H/a-Si:H device performance. Understanding of the reflective/absorptive behaviour
(Jsc gain), as well as the resistive behaviour (Voc*FF loss), of the different current
matching approaches is essential for optimal device performance. Additionally, a Voc ≈2V
and η ≈15% are reported for a triple junction SHJ/nc-Si:H/a-Si:H device , which is the
highest reported conversion efficiency for an all-silicon solar cell that generates at least
1V.
In Ch.9, in addition to an optimization of the p-type front contact and intrinsic (i-) nc-
Si:H absorber, the flexible application of earth abundant and chemically inert Si and SiGe
alloys is demonstrated in a large number of 2-terminal monolithically integrated multi-
junction devices. Two distinct device architectures, on different substrate morphologies,
are used for these multijunction devices, combining up to 4 different junctions, yielding
a Voc-range of 0.5V to 2.8V. This range of Vocs demonstrates the potential of all-silicon

xiv



multijunction devices for facilitating a range of prospective electrochemical (EC) reduc-
tion reactions and electrocatalysts in autonomous and wireless PEC devices.
Finally, in Ch.10 the design, optimization and processing of electrocatalytically active
contacts and micropores through the PV device, steps required for converting a multi-
junction PV device into a PEC device, are investigated. The trade-off between PV and
EC performance as a function of micropore size and distribution is demonstrated and the
successful processing of Pt microdots with a 2µm diameter and 5% surface coverage is
shown.
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Foreword

Look, we all know the deal. We’re at a pivotal point in human history. The scientific
community plays, we play, an instrumental role in this. Our role is two-fold. On one hand,
we should teach and preach. Educate the next generation of engineers and preach the
gospel of sustainable energy technology so that the public and policy makers can make
better choices, informed choices. On the other hand, the community should continue
to strive to improve renewable technologies. Continue to make it cheaper, more reliable
and more efficient, so that only a fool would opt for the non-sustainable option. Neither
role should be frowned upon and excellence in either role should be valued and celebrated.

I started this thesis with a quote from Sir David Attenborough, from his heartbreak-
ing short: ”A Life on Our Planet: My Witness Statement”. I hope, that a number of
decades from now you and I will be able to give a witness statement; a statement about
how we dodged a bullet and managed to once again create a society that lives in harmony
with nature. I hope this work is a small step in that direction. I hope..

1





1
Introduction

1.1 The problem
The world is facing a crisis. That crisis is overpopulation. Overpopulation has birthed
a number of separate crises, including limited access to food, clean water and medicine
in certain parts of the world. Moreover, the last century has seen a depletion of nat-
ural resources, amongst which an unprecedented reduction of the expanse and diversity
of flora and fauna on land and in the sea. However, potentially the most devastating
overpopulation-induced crisis is global warming. Global warming is the consequence of a
drastic increase in global greenhouse gas (GHG) emissions in combination with equally
drastic reduction of earths capacity, through deforestation and urbanisation, to process
these gasses. In our fossil-powered societies GHG emissions are directly proportional to
the energy demand.

There is no humane solution to overpopulation that will have a significant effect in this
century. Laudable efforts are undertaken to globally improve equality and access to food,
water, health care and education, as reflected in the UN’s sustainable development goals
[1]. A comparison of the birth rate statistics in the western world to the Arabic, African
and Southern Asian nations [2], shows that improving these living standards is the most
effective approach to reduce the population. However, improving living standards in the
developing world will initially, inevitably, lead to an increase of the level of electrification
before a population reduction is realized. Since the energy demand is roughly a function of
population and level of electrification, expecting a decrease of the global energy demand
in the next couple of decades is not realistic. The solution then should be found in the
energy supply, by unmaking the centuries-old correlation between energy generation and
GHG emissions.

Sustainable Energy
Enter stage, Sustainable Energy technologies. The world is full of abundantly available,
clean and renewable sources of energy. According to several reports, a 100% renewable
energy society by 2050 is not only technically feasible, but also cost competitive [3]–[5].
In these reports, renewable energy conversion is largely achieved by solar energy, wind
energy and hydro power, with the exact mixture depending on location. In all these
future energy scenarios, solar photovoltaic (PV) energy conversion plays an important
role. Rapidly declining PV costs in combination with its modular nature, small unit
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1 Introduction

size and low unit investment allow for rapid expansion. In fact, PV energy provides the
cheapest electricity in many parts of the world [6], [7]. The share of PV in the global
energy mixture is projected to increase from the 2.8%[8] in 2019 to 40-60% in 2050 in
certain scenarios[3]–[5]. However, some barriers exist related to the perception of PV and
intermittent and decentralized nature of PV energy conversion.

PV energy
Due to the modular nature of PV systems, PV energy conversion occurs spatially diffuse,
or decentralized. This is unlike conventional power generation where centrally generated
power flows uni-directionally to the consumers. Consequently, the existing electricity
grid needs adjustments to facilitate the large-scale integration of decentralized power
generation. Improper understanding of the required changes also results in a perception
barrier for PV. Policy makers and leading advisory agencies, such as the Intergovernmental
Panel on Climate Change and the European Commission, tend to use improper grid
integration assumptions and outdated cost assumptions in their models, resulting in a
systematic underestimation of the PV potential [9]–[11].
Additionally, there is the intermittent nature of PV power conversion to consider. PV
modules only generate electricity when there is light to convert to electricity, just as wind
turbine generators do not generate electricity on a breezeless day. This intermittent nature
of PV results in a mismatch between energy generation and consumption. To overcome
this mismatch, energy storage is required. Besting any of these barriers to large scale PV
integration, be it perceptional or related to the intermittent or decentralized generation,
requires research and attention. In this dissertation we address the intermittency using
PV energy conversion and storage.

Energy storage technologies
There is a range of energy storage technologies available. Thermal energy storage and
pumped hydropower are excellent energy storage options, but their application is very
limited due to geographical and minimum capacity-related restrictions. The most logical
option for short-term energy storage, such as day-night cycles, are batteries. The dominant
battery technology, Li-ion, is a mature technology with an excellent round trip efficiency
of 90-93%[12]–[14]. Especially for the large fraction of the world population living in the
Sun Belt, where seasonal variation is low [11], batteries are an excellent option.
However, batteries are not suited for seasonal, long-term, energy storage due to the
relatively high self-discharge rate of up to 25% a year [15]. Moreover, up-scaling Li-battery
technology to the capacity required to compensate for season fluctuations is not feasible
considering factors like system costs and competition with rapidly growing markets like
the electric automotive industry and mobile device industry. Additionally, the reliability
of lithium supply will be tested in the next decades as demand increases and recycling
practices are not well established [16], [17].

Chemical fuels
The best option for long term and large-scale energy storage are chemical fuels. Human
kind has been optimizing means of storing gaseous and liquid hydrocarbons for a century
in the form of gasoline and natural gas. For fuels, the issue of scale is easily solved through
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1.2 One way to do it

larger containers or more containers. Moreover, once stored self-discharge as a function
of time is negligible.
In terms of sustainable chemical fuels, molecular hydrogen is the natural option, as in-
dustrial scale electrolysers are commercially available. Electrolysers use electrical energy,
preferentially surplus electrical energy from renewable sources, to split water into molec-
ular hydrogen and oxygen. The hydrogen can be stored and converted back to electrical
energy in winter using a fuel cell. This process is clean, renewable, and readily available,
which is why it is often used in the modelling of 100% renewable [3]–[5] and carbon neutral
[18] power systems. Drawbacks of this technology are that it is still relatively expensive,
partly because the technology is not yet widely applied and partly because of the relatively
low round trip efficiency of 40-50%. An additional challenge is the low volumetric energy
density of hydrogen gas. This means that hydrogen has to be compressed and stored
in reinforced containers at very high pressures of up to 800 bars, adding complexity and
costs to this storage solution.
The question of what the best fuel is for our future energy system is therefore subject of
debate. A number of carbon-based fuels are considered that can be produced through
the electrochemical (EC) reduction of CO2 with water. These fuels are CO (syngas),
formic acid, formaldehyde, methanol and methane [19]–[22]. Which of these compounds
is formed depends on the applied EC potential. The technology required for the direct
EC reduction of CO2 with water has a lower technology readiness level and is inherently
more challenging, but these carbon based fuels are easier to store as they have a much
higher volumetric energy density than H2. Moreover, carbon-based fuels have the added
benefit that the GHG CO2, which in the future will have to be captured and stored [23],
[24], is used as a feedstock. Regardless of the fuel of choice, efforts have to be made to
improve availability and applicability of the devices and technology required to sustainably
produce fuels through an EC reaction.

1.2 One way to do it
From a device architecture point of view, there are a number of ways in which sunlight
can be used to drive the EC reduction of a molecule like water or CO2. Different device
configurations that can yield such a reaction, ranging from the most integrated approach
A to the most decoupled approach E, are shown in Fig.1.1 borrowed from [25]. Each of
these approaches, each level of integration, has its respective advantages and limitations.
With each next level of integration, additional functionalities of the chosen semiconduc-
tor have to be balanced, resulting in an increasingly complex optimization. For the most
decoupled approach E, for instance, the PV module only has to be optimized in terms
of photovoltaic conversion efficiency and the EC device only for its Faradaic efficiency.
The converter ensures that both components can operate at their separate optimal J-V
conditions. The ease of optimization for this decoupled approach, combined with the fact
that all these technologies are relatively mature, result in a reported solar-to-hydrogen
(STH) efficiency of 20.6% and a simulated theoretical limit of 26.5% [26].
For the most integrated approach A the band gap energy of the semiconductor has
to be chosen such that it can generate a potential large enough to drive the photo-
electrochemical (PEC) reaction. This large bandgap energy fundamentally limits the cur-
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External multijunction 
PV-EC

Monolithic PV-EC
PV system-

power conversion-EC

External series connected 
PV-ECMonolithic PEC

BA DC E

Figure 1.1: Device architectures that use sunlight to drive an EC reaction. The different approaches
are ordered from the most integrated approach on the left, the photo-electrochemical device
indicated by A, to the fully decoupled approach on the right E. In between are a range of
semi-integrated approaches, where B indicates a monolithically integrated PV-EC device, and
two external PV-EC devices where a multijunction PV device C and series connected single
junction PV devices D are used. Figure is borrowed from [25].

rent density it can generate under the solar spectrum, without concentration approaches.
Moreover, the conduction- and valence band edges have to be aligned with the PEC re-
action energy levels and the semiconductor has to be stable in an aqueous environment.
An optimization combining all these challenging functionalities often results in trade-offs
and compromises that yield lower device STH conversion efficiencies. However, the more
integrated approaches allow for the development of compact, easily produced, potentially
cheaper units that have less wiring and fewer parts. Consequently, a fully integrated ap-
proach could facilitate ease of installation and has excellent scalability. It therefore makes
sense to explore the approaches in between fully decoupled and fully integrated.

Semi-integrated architectures
Semi-integrated Solar-to-Fuel approaches are indicated by B, C and D in Fig.1.1. These
approaches have in common that the PV and EC operation are directly connected. This
means that the PV component has to generate sufficient voltage to drive the EC reaction.
This voltage is larger than a conventional single junction solar cell can generate. The
operating voltage for water splitting devices, for instance, is generally over 1.8V [27], [28],
and even larger for the various CO2 reduction pathways discussed earlier. In approach D,
generating the required voltage is achieved by series connecting several single junction solar
cells, while in C the voltage is generated by a multijunction PV device. The multijunction
approach has a few benefits. Firstly, multijunction devices can generally achieve better
spectral utilization and higher fill factors. Secondly, the cumulative J-V characteristics
of the series connected single junction cells is an integer product of the single junction
J-V characteristics. This means that for certain EC reactions the series connected devices
could supply a substantial overpotential and consequently sub-optimal current density.
Multijunction design allows for more flexibility, such that an optimal division of current
and voltage at the maximum achievable power density can be achieved. Finally, the wiring
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used for the series connection in approach D excludes the fabrication of autonomous
solar-to-fuel synthesis systems. Such systems include the monolithic PEC A and PV-EC
B applications, as well as other innovative approaches in which the multijunction solar cell
is used not only as an photovoltaic current-voltage generator, but also as an ion-exchange
membrane, electrochemical catalysts and/or optical transmittance filter.

Consequently, in this dissertation, we’ll explore the opportunities and limitations of a
high voltage multijunction device for PV-EC applications. In order to potentially demon-
strate high conversion efficiencies and to retain the possibility of converting the PV stack
to an PEC or monolithic PV-EC device, a high efficiency wafer-based silicon heterojunction
(SHJ) solar cell is used as a substrate for the growth of the thin film junctions. Moreover,
since the potential benefits of such a medium integrated approach involve potential low-
cost and ease of production and scalability, we’ll explore multijuction PV devices based
on chemically stable and earth abundant elements.

The known unknowns
Within these boundaries, there are some key unknowns. The first was exposed by pioneer-
ing work on the processing of SHJ/thin-film silicon devices. An incompatibility between
the conventional silicon texture and nano-crystalline silicon growth was revealed [29], [30].
Surface texturing is crucial for photovoltaic devices, as it results in an increase of the op-
tical path length through a film without increasing the film thickness. A new texturing
approach should therefore be developed.
Secondly, a fundamental understanding is required of the relation between plasma pro-
cessing conditions, material growth and opto-electrical properties of a range of doped and
undoped, amorphous and nano-crystalline, hydrogenated and oxygenated silicon layers.
Only with such understanding can the effect of these layers in PV devices be explored
across multijunction configurations and device architectures.
Thirdly, in an effort to produce a PV device that utilizes the lower energetic part of the
solar spectrum, we intent to produce a low bandgap energy absorber material based on
the group IV elements germanium and tin. Processing hydrogenated germanium through
plasma enhanced chemical vapour deposition (PECVD) has proven challenging in the
past and the last efforts date back almost a decade [31]–[33]. The PECVD processing of
hydrogenated GeSn has not been attempted before.
Finally, while some PV-EC demonstrators have been reported [34], [35], a lot of unknowns
regarding the losses and trade-offs in converting a PV device to an PV-EC device remain.

1.3 The question
The topic of this dissertation is high voltage multijunction PV devices. The focus how-
ever is not on optimizing a single device architecture. Rather, the intent is to provide
a framework for optimal multijunction design that can result in a range of output volt-
ages, for different EC applications. To produce this range of output voltages, different
combinations of sub-cells are investigated, yielding a range of device architectures. The
sub-cells include a silicon heterojunction with n-type emitter and thin film sub-cells with
hydrogenated (:H) intrinsic absorbers based on nano-crystalline (nc-) silicon, amorphous
silicon-germanium and amorphous (a-) silicon. These sub-cells, and the order in which
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they are integrated in the multijunction device, are schematically shown in Fig.1.2. The
figure additionally shows where a junction based on Ge(Sn):H would be integrated. The
framework for optimizing this range of device architectures is to be obtained through the
systematic optimization and characterization of PV materials and through a fundamental
investigation and optimization of interfaces and trade-offs in multijunction PV devices
based on group IV elements. The research question could therefore be stated as:

To what extent can fundamental insight and device engineering reduce the opto-electrical
losses in a hybrid wafer-based and thin film photovoltaic multijunction device, based on
group IV elements?

This research questions is broken down into the following three key questions:

• I How and to what extent can the processing conditions of individual layers and
surfaces be tuned such that they result in desirable material properties for different
functionalities for use in single junction photovoltaic devices?

• II Through a fundamental opto-electrical optimization, can an intrinsic low bandgap
energy (0.5-0.8eV) plasma enhanced chemical vapour deposition processed hydro-
genated germanium or germanium-tin alloy be developed for use in photovoltaic
devices?

• III How do different materials, variations in material properties and different device
configurations affect the performance of multijunction photovoltaic and photoelec-
trochemical devices?

1.4 Thesis outline
The outline of this thesis is visually presented in Fig.1.2. The three key questions stated
above form the three main parts of this work, where each part is divided into three chap-
ters. The visual shows how the different parts and chapters contribute to the optimization
of the overall device. Each chapter consists of one or two journal articles.

Key question I forms the first part, titled Part I: Photovoltaic materials and sin-
gle junction devices. In this part the focus is on the characterization and optimization
of individual layers and surfaces. This part consists of Chapter 2, which covers the opti-
mization of doped silicon and silicon oxide layers. Chapter 3 covers the texturization and
passivation of the silicon wafer surface to facilitate the growth of nanocrystalline thin film
junctions. Chapter 4 covers the optimal bandgap profiling of stoichiometric absorbers,
such as amorphous silicon germanium.

Key question II forms the second part, titled Part II: Development of a low bandgap
Ge(Sn):H alloy. In this part the focus is on the PECVD processing of a chemically
stable and intrinsic hydrogenated germanium or germanium-tin alloy. This part consists
of Chapter 5, which covers a full exploration of the processing window for Ge:H films. In
Chapter 6 elemental-, vibrational, optical- and electrical-analysis is performed on a range
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of group IV alloys, including GeSn:H, GeC:H, GeO:H, a/nc-Ge:H, a/nc-SiGe:H, a/nc-Si:H,
SiC:H and SiO:H. Based on this study, the band gap and conductive properties of the
films in relation to the lattice characteristics such as material density, stoichiometry, void
fraction and crystalline phase fraction are discussed. Finally, in Chapter 7 the develop-
ment of GeSn:H films is covered.

Key question III forms the third part, titled Part III: Multijunction photovoltaic de-
vices. In this part the focus is on understanding and optimizing interfaces and current-
voltage trade-offs in multijunction PV devices. In Chapter 8 tunnel recombination junc-
tions and intermediate reflective layers are covered. In this chapter trends across device
architectures of Si(O):H based tunnel recombination junctions are explored, as well as the
effectiveness of transparent conductive oxides and metals between subcells. In Chapter
9 the flexible application of silicon and silicon-germanium alloys is demonstrated in two
distinct device architectures, combining up to 4 different junctions, yielding a Voc range of
0.5V to 2.8V. Finally, in Chapter 10, the steps and optimization considerations required
to convert a PV to a PEC device are covered.
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Part I:
Photovoltaic materials and single

junction devices

A photovoltaic device consists of a series of layers, doped and intrinsic, and the inter-
faces between these layers. Different functionalities, different opto-electrical properties,
are required of each of these layers. Balancing different functionalities often involves
trade-offs. The particular opto-electrical properties that should be prioritized depends on
the device architecture and the position of a layer in the device. Consequently, optimizing
doped and intrinsic layers for a range of device architectures requires fundamental insight
into the processing of these layers. In Part I, therefore, we focus on keyquestion I:

How and to what extent can the processing conditions of individual layers and surfaces
be tuned such that they result in desirable material properties for different functionalities
for use in single junction photovoltaic devices?

The hybrid multijunction device that is the intended end-product of this dissertation
is schematically shown in Fig.1.3. This hybrid multijunction consists of a silicon hetero-
junction solar cell that is combined with thin film silicon junctions with nano-crystalline,
amorphous silicon and/or silicon-germanium absorber layers. If we only consider the
photo-active stack, excluding the transparent conductive oxides and metallization, the
materials used in this device can be divided into three groups: the silicon wafer, the
intrinsic thin film absorbers and the doped layers. Each of these groups is covered in a
separate chapter in Part I.
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Chapter 2 Optimization of doped silicon layers
In this chapter doped nanocrystalline silicon and silicon-oxide films are discussed. The
opto-electrical properties of doped silicon films are the result of different material phases,
the quality of these phases and the dopant concentration. Changes in material phases can
be realized through adjustments in the plasma processing conditions. As a result of the
heterogeneous nature of the material, doped hydrogenated amorphous/nanocrystalline
silicon-oxide (a/nc-SiOX≥0:H) is highly versatile. As a result of this versatility, a/nc-
SiOX≥0:H has received a lot of attention in the last decade or so [36]–[61]. Understandably,
in these works, the films are often optimized with a single application in mind.

The different material phases in a/nc-SiOX≥0:H provide versatility, but also an inher-
ent trade-off between the optical and electrical properties. In the multijunction device
presented in Fig.1.3, the doped a/nc-SiOX≥0:H films are integrated at multiple positions
in the device. Which particular opto-electrical property should be prioritized depends on
the position at which the layer is integrated. High optical transparency, for example, is
of great importance at the front of the device, but at the back of the device electrical
conductivity can be prioritized. Moreover, for certain applications, other properties have
to be considered, such as the refractive index for use as an intermediate reflective layer.

The focus in this chapter is therefore on characterizing the trade-offs between the
opto-electrical properties in doped a/nc-SiOX≥0:H films. In Chapter 2.1, the chemical
stability of the doped a/nc-SiOX:H films and their influence on device performance and
stability is explored. In Chapter 2.2, the relation between the precursor gas flows, the
material phase fractions and opto-electrical properties of doped a/nc-SiOX≥0:H films are
investigated, as well as the development of the material phase fractions in the growth
direction.
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Chapter 3 Texturization and passivation of the silicon wafer surface
Surface texturing is of great importance in photovoltaics, as it is a means of increasing
the optical path-length, without increasing the absorber thickness. This is especially im-
portant for thin film silicon alloys, which are relatively defective by nature and therefore
increasingly suffer from electrical losses as the absorber thickness is increased. Conven-
tionally, a pyramidal surface texture is used in silicon photovoltaics, as these features are
effective at reducing front reflection and are relatively easy and cheap to produce. There
is an inherent issue however with the use of these features in multijunction devices. The
pyramidal surface texture can be incompatible with the crystalline phase in the nc-Si:H
absorber, as well as absorbers based on poly-si, perovskite and C(I)GS materials. This
incompatability is the result of both issues with conformal growth and the formation of
cracks [62]–[64] in the valleys between sharp features. A texturing method should there-
fore be developed that results in smooth surface features. These features should support
the growth of a crack-free nano- to poly-crystalline layer. Additionally, the features should
effectively scatter light into wide angles and be passivated with relative ease.

To that end, four different unconventional texturing approaches are explored and op-
timized. In Chapter 3.1 three texturing approaches are introduced, based on different
combinations of alkaline and acidic etchants, as well as the use of the sacrifical poly-Si
layer. The influence of the etching time on the geometry and optical behavior was char-
acterized and the ease of passivation was tested using different processing conditions for
the a-Si:H passivation layer. In Chapter 3.2, the deposition conditions of the poly-Si
sacrificial layer are optimized and an additional texturing approach is explored, based on
the use of a photo-lithographic mask. Moreover, the use of the 3 most promising surface
textures are compared in photovoltaic devices.

Chapter 4 Optimal bandgap profiling of stoichiometric absorbers
In this chapter we consider the thin film silicon absorbers. The processing of a/nc-Si:H
is well understood and well established in the collective work of my predecessors in the
PVMD group [65]–[74]. The focus in this chapter is therefore on the amorphous silicon
germanium absorber. In particular, in the spirit of providing a framework for a range of
optimal multijunction device architectures, the focus is on the flexible use of SiGe:H.

To that end, the effects of various deposition conditions are characterized on the opto-
electrical properties of a-SiGe:H. This characterization is then used to realize a bandgap
gradient in single junction a-SiGe:H solar cells. By comparing different bandgap grading
techniques, a set of semi-empirical relations is then developed to achieve optimal bandgap
profiling of stoichiometric absorbers, such as amorphous silicon germanium, for a range
of device architectures.
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2 Optimization of doped silicon layers

2.1 Chemical stability and performance of doped silicon
oxide layers for use in thin film silicon solar cells

This section was published in IEEE Journal of Photovoltaics∗

Abstract
Doped hydrogenated silicon oxide layers (SiOX:H) have recently successfully integrated
as front window layer, back reflector layer, intermediate reflector layer, passivation layer
and junction layer in thin film silicon solar cells. Depending on the deposition conditions
of the SiOX:H layers, some devices suffer from a degradation in performance in time.
In this paper we demonstrate the responsible mechanism involved. It is demonstrated
that oxidation of the p-type doped (p-)SiOX:H with a high crystallinity and therefore
poor passivation of crystalline grains is responsible for this degradation. The oxidation
of p-SiOX:H is caused by the in-diffusion of water vapor from the ambient air. Stable
p-SiOX:H can be obtained if the material is processed at higher pressure. In addition,
the degradation can be prevented if the cell is well encapsulated, like using dense n-type
(n-)SiOX:H in the back reflector of the cell.

∗Thierry de Vrijer, Fai Tong Si, Hairen Tan, Arno H.M. Smets “Chemical stability and performance of
doped silicon oxide layers for use in thin film silicon solar cells” IEEE Journal of Photovoltaics, 9,
3–11, (2019). DOI:10.1109/jphotov.2018.2882650
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2.1 Chemical stability of doped SiOX:H

2.1.1 Introduction
Doped hydrogenated silicon oxide (SiOX:H) has received much attention due to its versa-
tile applicability in photovoltaic (PV) technologies [36]–[42]. Material properties like the
crystallinity, activation energy (Eact), optical bandgap energy (E04) and refractive index
(n) of doped SiOX:H films are highly tunable through adjustment of the deposition condi-
tions [43]–[47]. SiOX:H has various multifunctional applications in photovoltaic devices.
The optical functionalities include integration into the front window layer, intermediate
reflective layer (IRL) in multijunction devices [48]–[51] and as part of the back-reflector
[51], [53]. Electrical functionalities include passivation [52], wide gap emitter layer for
hetero SiOX:H-crystalline silicon (c-Si) junction [53], doped layer functionality to form a
p-i-n junction and doped SiOX:H for excellent tunnel recombination junctions [54]. Finally,
intrinsic SiOX:H can act as a high-bandgap photovoltaic absorber in triple- and quadruple
multijunction devices [55]. SiOX:H material has played a crucial role as a doped layer
and IRL in micromorph solar cells [46], [47], to reach record initial [54] and stabilized
[48] efficiencies. In addition, SiOX:H played an important role as tunnel recombination
junction in novel hybrid micromorph and heterojunction PV devices for water splitting
[56] and hybrid amorphous silicon/CIGS tandem devices [75]. While much attention has
been devoted to this versatile material, the attention has been primarily focused on the
initial performance of thin film silicon solar cells (TFSSC) which include doped SiOX:H
layers. It has however been observed within our lab that the performance of these cells,
for certain deposition conditions, degrades over time. The degradation of TFSSC incor-
porating doped SiOX:H layers has been observed to occur even in the absence of light,
suggesting the involvement of other environmental factors. In this study we investigate
the stability of doped SiOX:H and look into the mechanisms governing its degradation.
It has been reported that in order to prevent post-deposition oxidation of hydrogenated
nanocrystalline silicon (nc-Si:H), which causes the material to degrade, a critical minimum
deposition pressure is required [69]. This study therefore focuses on the influence of the
deposition pressure on the performance and stability of p-type (p-)SiOX:H and n-type (n-)
SiOX:H films, as well as single junction thin film a-Si:H cells incorporating p-SiOX:H and
n-SiOX:H layers.

2.1.2 Experimental Details
In order to investigate the influence of the deposition pressure on the material properties
of the doped SiOX:H films, a series of p-SiOX:H and a series of n-SiOX:H films were
deposited. The films have a thickness of around 100nm and are deposited on Corning
Eagle XG glass. Using a Radiofrequency plasma enhanced chemical vapor deposition
cluster tool, operating at a frequency of 13.56MHz.

In our lab recipes were developed for the doped SiOX:H layers such that the films pro-
vide excellent initial performance in terms of both their optical and electrical performance.
These recipes are presented in Table 2.1, which shows the full set of relevant deposition
conditions used for all doped SiOX:H films presented in this paper. The gas flow rates
(F(gas)) are expressed as a ratio with respect to the silane flow rate. The used silane flow
rate is equal to 0.8 sccm for p-SiOX:H films and 1 sccm for n-SiOX:H films, while the de-
position pressure is 2.2 mbar for p-SiOX:H and 1.5 mbar for n-SiOX:H films. Consequently,
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2 Optimization of doped silicon layers

Table 2.1: Typical deposition condition for doped SiOX:H films. A F(SiH4) of 0.8 was used for the
deposition of the p-SiOX:H films, while a F(SiH4) of 1 sccm was used for the n-SiOX:H films

p-SiOX:H n-SiOX:H
F(CO2)/F(SiH4) 2.75 1.6
F(H2)/F(SiH4) 212.5 100
F(B2H6)/F(SiH4) 0.004 -
F(PH3)/F(SiH4) - 1.2
Pressure (mbar) 2.2 1.5
RF power (mW·cm-2) 90.3 69.4
Temperature (◦C) 180 180

these deposition pressures are used both as a starting point and as reference throughout
this paper. Parallel electrodes consisting of 500nm-thick Aluminium bars were deposited
onto the films to perform dark conductivity measurements. These measurements were
performed by measuring the current conducted between two electrodes at a fixed voltage
and temperature in a dark environment. By repeating this measurement at 5◦C intervals
the activation energy (Eact) can be calculated using Arrhenius equation:

kBT = −Eact ln

(
σ

σ0

)
(2.1)

Here σ is the conductivity, σ0 is the material dependent conductivity constant, kB is
Boltzmann’s constant and T is the temperature in Kelvin. Spectroscopic ellipsometry
(SE) was used to determine the refractive index and the optical bandgap (E04). The
SE measurements were fitted to an effective medium model. SiOX:H is an heterogeneous
material consisting of an amorphous structure of hydrogenated amorphous silicon (a-Si:H)
and silicon-oxide and crystalline grains. Therefore, the material properties of SiO2 and
a-Si:H are used to mimic the a-SiOX:H tissue and polycrystalline silicon is used to mimic
the crystalline grains. Consequently, the model uses the material properties of SiO2, a-
Si:H and polycrystalline silicon to approximate the optical properties of doped SiOX:H
material. The E04 was determined by calculating the photon energy level at which the
absorption coefficient equals 104 cm-1 [39], [49], [50]. The SiO2 content in each film, as
determined by the effective medium model, is used as indicator for the oxygen fraction
in the films. Throughout this paper the SiO2 percentage is referred to when the oxygen
fraction is discussed. Finally, the real part of the refractive index was extracted from the
SE model, which is presented in this paper at a wavelength of 600nm. The crystallinity
of the films was measured by Raman spectroscopy with a 514nm laser. The spectra are
fitted with a Gaussian peak around 520 cm-1 corresponding to the crystalline silicon phase
and Gaussians peaks at 160 cm-1, 320 cm-1, 390 cm-1 and 480 cm-1 corresponding to
amorphous silicon and silicon-oxide matrix. The crystallinity (χC) in this paper is defined
by:

χC = Ic-Si

Ic-Si + γ · Ia-Si
(2.2)

Here Ic-Si is the integrated area under the Gaussian peak corresponding to the crys-
talline silicon phase and Ia-Si for the peaks corresponding to the amorphous phase. γ
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2.1 Chemical stability of doped SiOX:H

Figure 2.1: Schematic representation of the a-Si:H p-i-n cell

is a correction factor for the difference in cross section for phonon excitation of c-Si
with respect to a-Si and equals 0.8. For the fabrication of the superstrate p-i-n cells,
schematically presented in Fig.2.1, model type Asahi VU substrates were used. These
substrates consist of glass with a thin textured Fluor-doped tin-oxide (SnO:F) TCO layer
on top. A 20nm aluminium-doped zinc oxide (AZO) layer was sputtered to protect the
TCO layer from the highly hydrogen diluted plasma conditions for the p-layer processing.
The p-doped region of the device is based on two separate p-doped layers. First a very
thin p-type nanocrystalline silicon (p-nc-Si:H) contact layer was deposited to ensure good
ohmic contact with the front TCO, followed by a thicker 20nm p-SiOX:H layer. The
intrinsic (i)-a-Si:H absorber layer with thickness of 250nm was then deposited, using only
a SiH4 gas flow at a pressure of 0.7mbar and power density of 21.5mW·cm-2, followed by
the n-SiOX:H layer with a thickness of 60nm. Finally, 30 back contacts were evaporated
onto each fabricated substrate, defining 30 separate cells with a surface area of 16mm2

each. Outside the active area of the solar cells an aluminium front contact was deposited.
The J-V measurements of the solar cells were conducted using an AM 1.5G solar

simulator at an illumination of 100mW·cm-2 under a controlled temperature of 25◦C. The
open-circuit voltage (VOC) and fill factor (FF), used to calculate the conversion efficiency
of the cells, were extracted from the J-V curves. The short-circuit current density (JSC)
was calculated from the external quantum efficiency (EQE) data, by weighing with the
AM 1.5G spectrum. The presented solar cell performance data was obtained by measuring
all 30 cells on each substrate and averaging the 12 best performing ones.

Results and Discussion
Influence of Deposition Pressure on Doped SiOX:H Material Properties

Fig.2.2 presents the optical properties of the doped SiOX:H films as a function of the
deposition pressure. Increasing the deposition pressure from 1.5 to 8 mbar decreases the
oxygen fraction in p-SiOX:H from 73% to 31%. The decrease is even more significant
in the n-SiOX:H samples, where increasing the deposition pressure from 1.5 to 5 mbar
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2 Optimization of doped silicon layers

Figure 2.2: Optical bandgap energy, refractive index at 600nm and SiO2 content of doped SiOX:H films
as a function of the deposition pressure

decreases the oxygen fraction from 68% to 23%. The lower oxygen fraction consequently
leads to a higher refractive index. The refractive index of the p-SiOX:H films increases
from 2.1 at 2.2 mbar to 3.7 at 8 mbar. Consequently, the bandgap energy decreases
from 2.3 eV to 2.0 eV for the same range of deposition pressures. The same trends were
observed for the n-SiOX:H samples. This relation between the oxygen fraction and the
bandgap energy and refractive index of the SiOX:H material are in line with earlier reports
[39], [43], [44], [50], [76], [77].

The question is whether all these deposition conditions result in stable SiOX:H layers
and solar cells. First, the stability of the devices and p-SiOX:H layers and its dependence
on the deposition conditions are discussed. Fig.2.3 presents the electrical performance
of the p-SiOX:H films, as well as the performance of the cells with varying p-SiOX:H
deposition pressure, as a function of the time after deposition. The initial values for
the Eact of the films increase strongly with increasing deposition pressure from 406meV
at 2.2mbar up to 735meV at 8mbar. This deterioration of the electrical performance
with increasing deposition pressure is related to the crystallinity in the material, which
decreases from 14% at 2.2mbar to 4% at 4mbar to fully amorphous at 8mbar. Crystalline
tissue in p-SiOX:H presents itself in the form of nanometer-wide branching filaments [36],
[49]. As the crystalline tissue is much more conductive than the amorphous SiOX:H
tissue, these filaments form pathways for charge carrier conduction. Since the crystalline
filaments are predominantly aligned in the growth direction of the doped SiOX:H (top-to-
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Figure 2.3: Activation energy of p-SiOX:H films and conversion efficiency of cells with varying p-SiOX:H
layer deposition pressure, as a function of time

bottom direction of the cell), these filaments facilitate charge carrier movement through
the doped SiOX:H layer. As a result, a strong correlation between the crystallinity of the
doped SiOX:H and its activation energy and conductivity exists [36], [49], [59].

The film deposited at 2.2mbar has the best initial performance, but its activation en-
ergy showed a relative increase of 25% (+100meV) within the measured 28-day timeframe.
However, the Eact of the p-SiOX:H film deposited at 4mbar remains stable, with a relative
increase of 2% (+8meV), throughout the measured timeframe. The films deposited at 6
and 8 mbar also show no significant degradation over time. An interesting observation is
that the evolution of the stability of the p-SiOX:H layers in time are also apparent in the
evolution of the performance of the cells in time. The cell with the 2.2mbar p-SiOX:H
layer has the highest initial conversion efficiency of 8.8%, but its performance degrades
strongly over time, with a relative change of 49% (-4.3% absolute). The cell deposited
under the same conditions, except for the p-SiOX:H layer being deposited at 4mbar, has
excellent stability over time with an efficiency of 7.9%. The cells with p-SiOX:H layers de-
posited at 6 and 8 mbar also show no significant degradation over time. The degradation
of the 2.2mbar reference cell was apparent in all of the external parameters. However,
whereas the VOC and JSC only degrade by a small fraction, presenting a relative change of
2% (-20mV) and 7% (-1.03mA·cm-2) respectively, the FF degraded most strongly with
a relative decrease of 43% (31% absolute) from its initial value of 72.3%. The strong
degradation of the FF is in line with a large increase of the series resistance, of relatively
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Figure 2.4: Activation energy of n-SiOX:H films and conversion efficiency of cells with varying n-SiOX:H
layer deposition pressure, as a function of time

207% from the initial value of 4.6Ω·cm2, and a large decrease of the shunt resistance,
which relatively decreased by 81% from its initial value of 748Ω·cm2. Interestingly, the
stability of SiOX:H is not unique for only the p-doped materials. The n-SiOX:H layers
have a similar dependence on the device performance. Fig.2.4 presents the Eact of the
n-SiOX:H films and efficiency of the cells with varying n-SiOX:H deposition pressure, as
a function of time. The Eact of the n-SiOX:H films deposited at low pressures of 1.5 and
3 mbar increases only slightly over time, by 2-3meV. At 5mbar the Eact no longer shows
any significant degradation over the four-week timeframe. The 1mbar Eact curve has been
omitted since its conductivity was too poor for the measurement setup to get a reliable
signal. Overall, the evolution of the Eact of the n-SiOX:H layers in time is insignificant
compared to the evolution of Eact of the p-SiOX:H.

With the relative stability of the n-SiOX:H films in mind, the evolution of the cell
performance is rather striking. The cells with n-SiOX:H layers processed at pressures of 1,
1.5 and 3 mbar degrade strongly over time, with a relative efficiency loss of between 45%
and 63%. These results demonstrate that, similar to the p-SiOX:H layers, increasing the
deposition pressure has a positive effect on the stability of the solar cells. Note that no
clear threshold value for the pressure above which stable solar cells are processed can be
given. The threshold is determined by rather complex growth mechanism depending on
the full set of deposition parameters. This is demonstrated by the fact that stable solar
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Figure 2.5: a (top): Shows the EQEs of cells with various deposition pressure for the p-SiOX:H layer.
The n-SiOX:H is deposited at a pressure of 1.5mbar, Fig. 5b (bottom) shows the EQEs of
cells with various deposition pressure for the n-SiOX:H layer. The p-SiOX:H is deposited at a
pressure of 2.2mbar

cells can be achieved at a pressure of 4 mbar for the p-SiOX:H layers and 5mbar for the
n-SiOX:H layers for the deposition conditions presented in Table 2.1. Fig.2.3 and Fig.2.4
show however that improving the stability of the doped SiOX:H layers, by increasing the
deposition pressure, comes at the price of a reduced conversion efficiency. Improving the
stability of either the p-SiOX:H layer or n-SiOX:H layer leads to an absolute conversion
efficiency loss of roughly 1% absolute. The cause of the initial performance loss is best
demonstrated by the EQE curves of the cells, presented in Fig.2.5. Fig.2.5a shows the
spectral response of cells with p-SiOX:H deposited at various pressures, while Fig.2.5b
shows those of cells with n-SiOX:H layers deposited at various deposition pressure.

Fig.2.5a shows a decreased response in the short wavelength region with increasing
deposition pressure for the p-SiOX:H, shifting the EQE peak to the red region of the
spectrum. The EQE decrease in the blue region indicates a loss of photons due to enhanced
parasitic absorption in the p-SiOX:H window layer of the cells. This enhanced parasitic
absorption for p-SiOX:H layers deposited at higher pressures is in line with the lower
oxygen fraction and consequently lower values for E04 of the p-SiOX:H layer, as presented
in Fig.2.2. The same reasoning can be applied to Fig.2.5b, where the EQE curves of the
cells with n-SiOX:H layers deposited at higher pressure have a lower spectral response just
above the band gap of the a-Si:H absorber layer. Again, this can be attributed to enhanced
parasitic absorption losses in the n-SiOX:H layers deposited at higher pressure. A second
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Figure 2.6: EQE curves of the standard cell (p-SiOX:H and n-SiOX:H deposited at 2.2mbar and 1.5mbar
respectively) at different points in time over a four-week period. -1V bias voltage curve (green)
measured 28 days after deposition.

noticeable effect in Fig.2.5a is the overall EQE decrease of the cells with p-SiOX:H layers
deposited at 6 and 8 mbar. This additional decrease is believed to be caused by enhanced
reflection of the incident light at the front of the solar cell. The high pressure processing
conditions result in relatively high refractive indices of around 3.6, at a wavelength of
600nm, which creates a large refractive index mismatch at the p-SiOX:H/TCO interface.
A relatively large fraction of the light is therefore reflected before reaching the absorber
layer. The high refractive index of n-SiOX:H deposited at 5mbar does not cause a likewise
performance loss in p-i-n configuration, as the mismatch at the n-layer interfaces does
not prevent any light from reaching the absorber layer.

Origin of the Degradation of TFSSC with Doped SiOX:H Layers

In the previous section the relation between the deposition pressure and the stability of
doped SiOX:H has been discussed. The crucial question is what the physical origin of
the instability is. Fig.2.6 shows the EQE curves of the reference p-i-n cell at 5 different
measuring points over a period of 4 weeks

The area under the EQE curves continually decreases over time and the decrease ap-
pears to occur over the entire spectrum. Furthermore, a measurement with a -1V bias
voltage, 13 days after deposition, recovers the EQE curve to its initial performance. The
overall decrease of the area under the EQE curve, and the recovery of the performance
under a bias voltage, indicates reduced charge carrier collection rather than an optical
loss. This observation is in line with the strong degradation of the FF and the resistances
discussed in the preceding chapter. Furthermore, similar trends were observed for the
degradation of the activation energy for the corresponding 2.2mbar p-SiOX:H film and
1.5mbar n-SiOX:H film of Fig.2.3 and Fig.2.4. However, the absolute degradation was
significantly larger for the p-SiOX:H. From the previous results it can be concluded that
we can use 4mbar conditions to process a stable p-SiOX:H layer, 2.2mbar conditions to
process an unstable p-SiOX:H layer, 5mbar conditions to process a stable n-SiOX:H layer
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Figure 2.7: Simplified schematic representation of the superstrate p-i-n and n-i-p cell structures
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Figure 2.8: Stability of various device configurations in p-i-n (top) and n-i-p (bottom) structure. The
green colour coding indicates a stable film and cell, while a red colour coding implies the
unstable material.

and 1.5mbar to process an unstable n-SiOX:H layer. Using these layers with different sta-
bility properties, we can look into the stability of cells with different device configurations.
As we suspect that the observed doped SiOX:H instability is not necessarily light induced,
the cell stability might depend on the device structure as well as the stability properties
of the integrated SiOX:H layers. The device configurations were therefore deposited in a
p-i-n sequence as well as a n-i-p sequence. A simplified schematic representation of these
structures is shown in Fig.2.7.

Fig.2.8 presents the stability of the various stability configurations of the p-i-n and n-i-p
cells, as gathered from Fig.2.3 and Fig.2.4. The figure demonstrates that the p-i-n cell
is only unstable when both the integrated p-SiOX:H and n-SiOX:H layers are unstable.
This means that the p-i-n cell is stable even when it contains a single unstable p-SiOX:H
or n-SiOX:H layer. As conventionally an unstable material in a solar cell inevitably leads
to an unstable solar cell, it is remarkable to find that in a superstrate p-i-n configura-
tion an unstable doped p-SiOX:H layer does not necessarily undermine the stability of
its performance. Both n-i-p cells with an unstable p-SiOX:H layer degrade strongly over
time, showing a relative performance loss of 48-49% over a 24-day period. The cells
with a stable p-SiOX:H deposition pressure remain stable throughout the measured time-
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frame. Moreover, the degradation, or lack thereof, occurs regardless of the stability of
the n-SiOX:H layer. The overviews provided in Fig.2.8 clearly demonstrate that two pa-
rameters determine whether the device configuration is stable. First, regardless of the
device structure, a stable p-SiOX:H layer will produce a stable cell. Secondly, regardless
of the device structure, a stable n-SiOX:H layer at the back side of the cell will produce
a stable cell. The only configuration in which an unstable p-SiOX:H layer resulted in
stable device performance, is the configuration in which a dense n-type SiOX:H is used in
the back reflector of the cell. These results therefore demonstrate that the degradation
of the p-SiOX:H layer is responsible for the observed degradation of TFSSC with doped
SiOX:H layers and that the minor degradation observed in the n-SiOX:H films does not
significantly affect the performance of TFSSC. As to the cause of the degradation, the
results implicate that multiple mechanisms are involved in the degradation of thin film
silicon cells including doped SiOX:H layers. First from these results it can be excluded
that the observed degradation is light induced, since none of the four device configura-
tions prevents the incident light from penetrating and reaching both doped SiOX:H layers.
In addition, the exposure of the doped layers to light does not differ between the four
studied configurations, while the stability of the cells do. Secondly, illuminated cells do
not show any enhanced degradation when operating under maximum power points, open
circuit or short circuit conditions. This excludes field enhanced drift of ionic species or
charged defects in the photovoltaic silicon layers.

Therefore, chemical instability, like oxidation of the crystalline silicon grains or filaments
in the doped layers, is the most likely origin for degradation of the electrical performance
of the cell. Oxidation at the surface of crystalline grains will increase the defects at
grain interfaces and bulk of the doped SiOX:H layers and enhance the charge carrier re-
combination. Similar oxidation has been studied for heterogeneous nanocrystalline silicon
(nc-Si:H) alloys and the electrical quality and the performance of nc-Si:H solar cells [69],
[74]. In particular, one study has demonstrated that water is predominantly involved in
the oxidation of various orientations of hydrogenated crystalline silicon surface, whereas
these surfaces are quite inert to the oxygen molecule [78]. We therefore suspect that the
in-diffusion of water vapor from the ambient is responsible for the oxidation of the surface
of the crystalline grains in the doped SiOX:H material. In the case of oxidation, it matters
where the SiOX:H layer is positioned in reference to the backside of the solar cell, that
is exposed to ambient air. The SiOX:H layer at the back side is only partially protected
from ambient air by the metal contact, as the metal contacts do not fully cover the back
of the substrate. However, the SiOX:H layer at the front window is better encapsulated
by both the i-a-Si:H and the SiOX:H layer in the back reflector of the cell. This additional
encapsulation can function as a barrier against the in-diffusion of moisture from the am-
bient air. As such, a stable, dense n-SiOX:H layer, or other type of encapsulant, prevents
the degradation of the vulnerable p-SiOX:H layer and effectively maintains the stability of
the cell.

Relation Between Stability, Crystallinity and Thickness

We have made the point that the oxidation of the p-SiOX:H layer, under influence of
moisture present in the ambient air, is the cause of the poor stability of TFSSC with doped
SiOX:H layers. The remaining questions are: What is the exact degradation mechanism
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Figure 2.9: Relative performance loss of p-SiOX:H films and cells as a function of the RH2 . Dashed line
indicates the use of a similar deposition recipe

Table 2.2: Deposition recipes of p-SiOX:H films shown in Fig.2.9
A B C

F(CO2)/F(SiH4) 4.0 4.2 4.7
F(H2)/F(SiH4) 213-333 250-333 250-333
F(B2H6)/F(SiH4) 0.004 0.004 0.004
Pressure (mbar) 5 4 4
RF power (mW·cm-2) 90.3 125 111.1
Temperature (◦C) 180 180 180

and why do p-SiOX:H films deposited at higher pressures not suffer from degradation.
Fig.2.9 shows the degradation ratio, defined as the Eact after 14days in reference to the

Eact after deposition (Eact 14day / Eact 0day) for the p-SiOX:H films and the efficiency after
22 days in reference to the initial efficiency (η22day / η0day) for the cells. There appears
to be a strong relation between the RH2 value used for the deposition of p-SiOX:H films
and the rate of degradation of the corresponding films. We found that the RH2 slightly
affects the refractive index and optical bandgap energy of the doped SiOX:H. More impor-
tantly however is the strongly increasing crystallinity with increasing RH2 [36], [51]. The
crystallinity of the presented deposition recipes A and B increased from 6-8% to 20-21%
with a RH2 increase from 250 to 333, and for deposition recipe C a RH2 increase from
213 to 333 lead to a crystallinity increase from 0% to 24%. In line with these observa-
tions, we find similar trends for the deposition pressure, for which we demonstrated the
correlation with the degradation rate of the doped SiOX:H films. The crystallinity of the
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doped SiOX:H material is higher for films deposited at lower pressures. Even though the
deposition pressure affects other material properties besides the crystallinity, the doped
SiOX:H films proved to be stable when the deposition pressure was increased, and the
crystallinity decreased, to a certain degree.
The trends observed in the p-SiOX:H films and cells however do not perfectly match. It
was found that a stable p-SiOX:H film does not necessarily produce a stable cell. Five
separate deposition recipes that produced stable p-SiOX:H films resulted in highly unstable
p-i-n cells, for which relative efficiency losses between 73% and 92% were observed within
a single day. There are two differences between the p-SiOX:H film and the p-SiOX:H
layer in the cell, namely the substrate and the thickness of the layer. As mentioned in
the experimental section, the films are deposited at a thickness of 100nm. The p-SiOX:H
layers in the cells have a thickness of 20nm. When the thickness of the p-SiOX:H layer of
the above mentioned highly unstable cell was increased to 100nm, to match the thickness
of the stable p-SiOX:H film, the resulting cell proved to have excellent stability within the
measured timeframe.

However, the substrate type plays an important role as well. The p-SiOX:H film is
deposited directly on glass, while the p-SiOX:H layer in the cell is deposited on top of a
p-nc-Si:H seed layer. The more crystalline seed layer, with a crystallinity of roughly 30%,
affects the initial growth of the much less crystalline p-SiOX:H layer, with a crystallinity
of about 4-5%. The seed layer therefore increases the crystallinity of the p-SiOX:H layer
with respect to the film that is deposited on top of a glass substrate. The initial growth
of the p-SiOX:H layer is strongly affected by the highly crystalline seed layer, but as the
p-SiOX:H growth continues, the crystallinity of the material decreases to a certain level,
as dictated by the deposition recipe. This concept is illustrated in Fig.2.10a, in which
the crystallinity is plotted as a function of the width of the cell. Two crystalline growth
regimes in the p-SiOX:H layer can be discerned in the figure. The initial regime is where
the crystallinity is decreasing from the highly crystalline seed layer, which is followed by
the second regime where the crystallinity remains stable at a level equal to that of the
doped SiOX:H films, as dictated by the deposition recipe. Therefore, if the p-SiOX:H layer
is thin enough to be located within the initial regime, it will experience an elevated level
of crystallinity at the interface with the i-a-Si:H layer, as shown in Fig.2.10b.

It has been reported that post-deposition oxidation of nc-Si:H occurs if hydrogenated
crystalline grain boundaries in the bulk are observed [69], [78], [79]. In device grade,
stable, nc-Si:H films the grain boundaries are passivated by amorphous tissue rather than
by hydrogen atoms. The amorphous tissue is necessary to fill the voids between the
grains [80]. Lack of amorphous tissue allows the diffusion of H2O in the cracks between
the crystalline grains [69]. This leads to oxidation of the hydrogenated crystalline surfaces.
We believe that a similar mechanism occurs in doped SiOX:H material. The a-SiOX:H
tissue has the same functionality as a-Si:H tissue in nc-Si:H, i.e. it passivates the surface
of the crystalline grains. If the crystallinity is too high, so the fraction of a-SiOX:H (or
a-Si:H) tissue with respect to c-Si tissue is too low, the silicon grains in the doped SiOX:H
suffer from post deposition oxidation. In other words, the fraction of a-Si:H and a-SiOX:H
tissue in the doped SiOX:H material is insufficient to passivate the crystalline grains in
films with a high crystallinity. This crystalline tissue passivation is not to be confused
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Figure 2.10: Schematic representation of the development of the crystallinity in the growth direction of
a p-i-n cell. b shows a cell with a relatively thin p-SiOX:H layer

with dangling bond passivation, which would also affect the initial performance. Poorly
passivated crystalline silicon grains at the p-layer interface leaves the p-SiOX:H layer
vulnerable to degradation. Moisture in the ambient air has the ability to diffuse through
the TFSSC and oxidize the poorly passivated crystalline grains at the p-layer interface.
This results in the degradation of the electrical properties and p-doped nature of the
p-SiOX:H layer. At high deposition pressure, or low H2 flow rate, the overall crystallinity
of the deposited p-SiOX:H layer is relatively low and the crystalline grains are properly
passivated by a-Si:H and a-SiOX:H tissue. With proper passivation, the p-SiOX:H layer
is protected from degradation similar to chemically stable nc-Si:H [69] and the resulting
TFSSC remains stable throughout the measured timeframe.

Conclusion
In this paper we demonstrate the responsible mechanism involved in the degradation of a-
Si:H solar cells, in which doped SiOX:H films are integrated. It was demonstrated that the
p-SiOX:H layer is responsible for the degradation of single junction TFSSC. The influence
of the deposition pressure on the material properties and stability of doped SiOX:H films
has been investigated. Increasing the deposition pressure of doped SiOX:H films increases
its stability. However, the optical and electrical properties of the films deteriorate when
SiOX:H films are deposited at higher pressures. This leads to a loss in the initial conversion
efficiency when these doped SiOX:H layers with improved stability are used in p-i-n cells.
Furthermore, it was shown that for materials with lower crystallinity the rate of degradation
is significantly reduced. We argue that at low deposition pressures the crystallinity in
the p-SiOX:H layer is relatively high and the fraction of a-Si:H and a-SiOX:H tissue is
insufficient to properly passivate the crystalline grains in the p-SiOX:H material. These
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unpassivated crystalline grains at the p-layer interfaces leaves the p-SiOX:H vulnerable to
the in-diffusion of H2O present in the ambient air. Water vapor penetrates through the
material and oxidizes the crystalline grains in the p-SiOX:H layer, degrading its electrical
properties over time. When well passivated at sufficiently high deposition pressure, or
sufficiently low RH2 , this degradation of the p-SiOX:H layer does not occur. Alternatively,
it was shown that an encapsulant can prevent the in-diffusion of water vapor altogether,
protecting the p-layer from oxidation even at high crystallinity values. The n-SiOX:H layer
can act as such a barrier against water vapor penetration at sufficiently low crystallinity.
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2.2 The relation between precursor gas flows, thickness
dependent material phases and opto-electrical
properties of doped a/nc-SiOX≥0:H films

This section was published in IEEE Journal of Photovoltaics†

Abstract
Doped layers are a determining factor for the performance of photovoltaic devices such
as silicon heterojunction and thin film silicon solar cells. The material properties of doped
hydrogenated amorphous/nanocrystalline silicon-oxide (a/nc-SiOX≥0:H) films processed
by plasma-enhanced chemical vapor deposition generally exhibit a trade-off between op-
tical and electrical performance. The opto-electrical properties are the result of different
material phases in these heterogeneous films, such as hydrogenated amorphous silicon and
silicon-oxide tissue, nanocrystalline silicon grains, their corresponding fractions and extent
of doping. In this work, all the precursor gas flows are varied to achieve a wide range
of doped a/nc-SiOX≥0:H phases. A material phase diagram is introduced to clarify the
complex interplay between processing conditions, dominant growth mechanisms, a/nc-
SiOX≥0:H phases and the resulting opto-electrical properties. In addition, it is discussed
that material properties are strongly dependent on the thickness of the films, as the mix
of different material phases is not uniform along the growth direction

†Thierry de Vrijer, Arno H.M. Smets “The relation between precursor gas flows, thickness dependent
material phases and opto-electrical properties of doped a/nc-SiOX≥0:H films” IEEE Journal of Pho-
tovoltaics, 11, 3, 591–599 (2021). DOI:10.1109/jphotov.2021.3059940
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2.2.1 Introduction
The efficiency of photovoltaic devices in which thin film silicon layers are integrated is
strongly influenced by the properties of the doped layers. Such devices include silicon
heterojunction solar cells [37], [81], [82], hybrid amorphous silicon/CIGS tandem devices
[75], micromorph solar cells [40], [46], [83] and hybrid perovskite/c-Si tandem devices
[84]. The doped silicon layers have a variety of multifunctional applications in these
devices. Generally, the functionalities require optically transparent doped layers with high
transverse conductivity. There exists a trade-off however between the optical and electrical
properties of the layers [57]–[59]. Which particular property should be prioritized, such as a
high optical bandgap for a window layer, the refractive index for an intermediate reflective
layer, or the transverse conductivity in a tunnel recombination junction, depends on the
particular application. It was previously demonstrated that the opto-electrical trade-off in
doped silicon-based films results from an interplay between the development of a crystalline
phase and oxygen integration in the amorphous phase [60], [61], as well as the density of
the amorphous phase [71], [85]. An in-depth understanding of the material growth of the
doped layers is therefore crucial for the production of an optimal device. In this paper
we have investigated the influence of the precursor gas flow rates and thickness on the
properties of p- and n-doped hydrogenated amorphous and nano-crystalline silicon and
silicon-oxide (a/nc-SiOX≥0:H) films.

2.2.2 Experimental Details
The doped films are deposited on Corning Eagle XG glass, cut in 10cm x 2.5cm strips. For
processing, a RF plasma enhanced chemical vapor deposition cluster tool, operating at a
frequency of 13.56MHz is used. In this cluster tool p-doped films and n-doped films are
processed in separate dedicated chambers. Recipes were developed earlier for the doped
hydrogenated silicon oxide (SiOX:H) layers such that the films provide adequate initial
performance in terms of both their optical and electrical performance for window layer
applications in thin film solar cells [85], [86]. Based on this, in this work the material
properties of the doped films are further characterized within a relatively small optimal
range. The deposition parameters of the doped silicon layers and the ranges used for the
precursor gas flow rates are reported in Table 2.3. The reported films have a thickness
of 60-80nm, unless specifically mentioned otherwise. The deposition rates reported in
Table 2.3 are the result of the full set of deposition conditions and indicates the range of
deposition rates for all p-doped and n–doped films presented in this work. The diborane
(B2H6) and phosphine (PH3) precursors are diluted in H2, such that the reported B2H6
gas flow rate consists of 0.02% diborane and the PH3 flow rate consist of 2% phosphine.
Incorporation of oxygen happens during processing through addition of a CO2 precursor
gas, and is not a result of a post-deposition oxidation process. Energy-dispersive X-ray
spectroscopy measurements of a few p-doped SiOX:H (p-SiOX:H) samples indicated an
atomic fraction of carbon in the films of below 1% , as a result of the CO2 precursor. It is
therefore assumed that carbon integration does not play a significant role in the presented
results.

To perform dark conductivity measurements, parallel electrodes consisting of 500-nm-
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Table 2.3: deposition parameters of the doped films. For the gas flow rates the range investigated in his
work is indicated. The deposition rates are a result of the deposition conditions and indicate
the highest and lowest deposition rate for the p-doped and n-doped samples presented in this
work, respectively.

p-SiOX:H n-SiOX:H
SiH4 (sccm) 0.6-1 1
H2 (sccm) 170-200 100-120
CO2 (sccm) 0-2.3 0-2.4
B2H6 (200ppm) (sccm) 10-40 -
PH3 (0.2%) (sccm) - 1.2-3.6
TS (◦) 180 180
PRF (mW·cm-2) 90.3 69.4
p (mbar) 2.2 1.5
Dep. rate (nm·s-1) 0.015-0.047 0.011-0.019
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Figure 2.11: Dark conductivity (σd) at room temperature plotted as a function of activation Energy (Eact)
on a semi-logarithmic plot, for all processed samples.
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thick aluminium bars were deposited onto the films using electron beam evaporation.
These measurements were performed by measuring the current conducted between two
electrodes at a fixed voltage of 10V and temperature in a dark environment. By repeating
this measurement at 5◦C intervals, from 130◦C to 60◦C, the activation energy (Eact) and
dark conductivity at room temperature can be calculated using the Arrhenius equation:

kBT = −Eactln
(σ0

σ

)
(2.3)

Here σ is the conductivity, σ0 is the material dependent conductivity constant, kB is
Boltzmann’s constant and T is the temperature in Kelvin. The Eact and dark conductivity
at room temperature (σd) showed very similar trends, with high σd’s at low Eact’s. This
is shown in Fig.2.11, where the σd of all measured samples is plotted as a function of the
Eact. The Eact is therefore used in this work as a metric for the electrical performance of
the doped a/nc-SiOX≥0:H films.

A J.A. Woollam spectroscopic ellipsometer was used to determine the refractive index and
the optical bandgap (E04). The spectroscopic ellipsometry (SE) measurements were fitted
to an effective medium model using the Bruggeman analysis mode. a/nc-SiOX≥0:H is a
heterogeneous material consisting of an amorphous structure of hydrogenated amorphous
silicon (a-Si:H), amorphous silicon-oxide (a-SiOX:H) and crystalline grains. Therefore,
the material properties of SiO2 and a-Si:H are used to mimic the a-SiOX:H and a-Si:H
tissue and polycrystalline silicon is used to mimic the crystalline grains. Consequently, the
model uses the material properties of SiO2, obtained from [87], a-Si:H, obtained from in-
house measurements (Cody-Lorentz oscillator: Amp=122. Br=2.55, E0=3.59, EG=1.62,
Ep=1.94, Et=0.00, Eu=0.5), polycrystalline silicon (poly-Si g2) obtained from the Wool-
lam material library, to approximate the optical properties of doped a/nc-SiOX≥0:H mate-
rial. This is approach is similar to [88] and to [40], where the fraction (RSiOx) is obtained
indirectly. In [88] the oxygen content obtained through this approach was found to be
consistent with the content deduced from X-ray photoelectron spectroscopy. In this work
the observed trends in RSiOx, as a function of deposition conditions, were found to be
consistent with trends observed in the peak intensity of the stretching modes related to
silicon-oxide bonds obtained from Raman spectroscopy measurements.

In this work, the E04 optical bandgap is used to describe trends in the optical absorption of
the films. The different phases in the heterogeneous a/nc-SiOX≥0:H material each retain
their own respective electrical bandgap energy. The E04 can therefore be considered an
effective optical bandgap, reflecting variations in the material phase fractions and quality
of the amorphous phase. This definition is often used for heterogeneous mixed phase
materials [58], [85], [39], [43], [88], for which determining a single electrical bandgap en-
ergy is non-trivial and often arbitrary. The E04 was determined by calculating the photon
energy level at which the absorption coefficient equals 104 cm-1. Additional structural
analysis was performed through Raman spectroscopy, using an inVia confocal Raman mi-
croscope with a laser operating at a wavelength of 514nm. The crystallinity of the films
was obtained from these measurements by fitting a Gaussian distribution with a peak at
a Raman shift of 520 cm-1 corresponding to the crystalline silicon phase and by fitting
Gaussians at 160 cm-1, 320 cm-1, 390 cm-1 and 480 cm-1 corresponding to transverse
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acoustic, longitudinal acoustic, longitudinal optic and transverse optic amorphous silicon
phonon modes, respectively. The crystallinity (χC) in this paper is defined by:

χC = Ic-Si

Ic-Si + γ · Ia-Si
(2.4)

Here Ic-Si is the integrated area under the Gaussian distribution at 520cm-1 correspond-
ing to the crystalline silicon phase and Ia-Si for the peak at 480cm-1 corresponding to the
amorphous phase. γ is a correction factor for the difference in cross section for phonon
excitation of c-Si with respect to a-Si and equals 0.8, similar to [89], [90]. Consequently,
the χC indicates the crystalline fraction of the silicon phase and does not take the amor-
phous silicon-oxide phase into account. This means that the total fraction of the doped
a/nc-SiOX≥0:H material that is crystalline, so the crystalline phase fraction (Rc-Si) is equal
to:

Rc-Si = χC(1−RSiOx) (2.5)

Regarding experimental error. The thickness, RSiOx and E04 are extracted from SE
measurements. All model fits have a mean square error between 2 and 7. For these fits,
the thickness has an error margin between 0.1-0.9%, the SiO2, a-Si:H and poly-Si material
fractions have an relative error margin of 0.1-2%. For a number of selected samples 5
points were measured on a single film. Based on these measurements a maximum error
margin of ±0.02eV can be reported for the E04, ±2.2nm for the thickness and ±0.15%
absolute for the SiO2 material fraction. Similarly, multiple Raman measurements on a
single sample showed an error margin of 3.13% absolute for the crystallinity values reported
in this work. A similar procedure was performed for the dark conductivity measurements,
for 4 different sets of contacts on a single film. The resulting Eact values showed an
maximum error margin of ±7meV. These reported values give insight into the combined
error introduced by the measurement setups, model fits and sample uniformity. As to
error in reproducibility, although each sample with its unique combination of deposition
conditions and deposition time was produced only once, the very large sample size of over
75 films is a testament to the reproducibility and validity of the reported trends.

2.2.3 Results and Discussion
Influence of precursor gas flow rates

We start with the influence of the precursor gasses on the properties of p-doped silicon
films. All precursor gas flow rates are reported relative to the silane flow rate (Fgas/SiH4).
Changes in the deposition parameters of the films, such as the relative precursor gas
flow rates, influence the plasma conditions. The plasma conditions in turn affect the
growth of the doped a/nc-SiOX≥0:H material. This becomes apparent through changes
in properties such as the crystallinity, the active dopant concentration, the density of
the amorphous silicon phase and the oxygenation of the amorphous phase. The material
growth in turn influences the opto-electrical behavior of the doped films. Therefore, to
properly understand the complex influence of the relative precursor gas flow rates, we first
look at the grown material. Using the the silicon-oxide phase fraction (RSiOx), obtained
from SE measurements, and the crystalline phase fraction (Rc-Si), obtained from Raman
measurements, of the films, material phase plots are developed and presented in Fig.2.12,
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to qualitatively visualize the effects of the relative gas flow rates on the a/nc-SiOX≥0:H
material growth. Even though the extent of oxidation of the a-SiOX:H can vary, the a-Si
and a-SiOX:H are shown as separate material phase fractions as these phases can coexist
in the heterogenous material [60], [61]. Moreover, it supports visualization of both the
level of oxidation and the transition from an a/nc-Si:H to an a/nc-SiOX:H material.

Fig.2.12 shows that, as a function of the precursor gas flow rates, the a-Si:H, a-SiOX:H
and crystalline silicon phase fractions present in the material can change significantly.
The middle plot for instance shows that when FH2/SiH4 is decreased and FCO2/SiH4 is
increased, the material changes from high crystallinity nanocrystalline silicon to predom-
inantly amorphous silicon oxide. If we look at the effect of FCO2/SiH4 in particular, in
Fig.2.12 (middle, bottom), we see that an increase of FCO2/SiH4 results in an increase
of the RSiOx, while crystalline growth is suppressed. For instance, when FCO2/SiH4 is in-
creased from 0 to 2.3 RSiOx is increased from 15-28% to 41-52%, depending on FB2H6/SiH4
and FH2/SiH4. An increase of FH2/SiH4, on the other hand, generally results in a higher
crystallinity, which can also be observed in Fig.2.12 (top, middle). This relation between
the H2 flow rate and crystallinity will be discussed in more detail later.
The effect of the relative dopant flow rate FB2H6/SiH4 is rather more complex, as observed
in Fig.2.12 (Top, bottom). For one, the dopant precursor suppresses crystalline growth
[60], [91], [92]. Raman measurements show that the crystallinity continually decreases
with increasing FB2H6/SiH4. At FH2/SiH4 of 170 for instance, depending on the relative CO2
flow rate, the Rc-Si of the silicon phase decreases 18-20% when FB2H6/SiH4 is increased
from 10 to 40. Increasing the FB2H6/SiH4 also leads to a decrease of the relative a-SiOX:H
material phase. The RSiOx of the films with FCO2/SiH4≈1.4 and FH2/SiH4=170, for instance,
decreases from 46% to 17% when FB2H6/SiH4 is increased from 10 to 40.

We have briefly discussed the effect of changes in the plasma conditions, through varia-
tions in the precursor gas flow rates, on the material phases in the doped a/nc-SiOX≥0:H
films. We can now consider the effect these material phase changes have on the opto-
electrical properties. These effects can be observed in Fig.2.13. The material growth
is a result of the delicate interplay between the different precursor gas flows. For that
reason a single plot has been developed for the Eact and for the E04, to visualize a large
number of data points, rather than a large number of plots with fewer data points. The
various data points are the result of variations in the relative B2H6, H2, and CO2 flow
rates. Variations in the B2H6 are indicated by the depth of color, variations in the H2
flow rate are indicated by the icon size and open/closed symbol nature, while the relative
CO2 flow rate is plotted on the x-axis. This means that the effect of varying a single
deposition parameter can be observed by considering symbols of a certain size/color at a
fixed x-axis position. As a visual aid, arrows of different styles have been introduced in
the figure to describe different trends. Please note that the arrow style and fill used for
certain Fgas/SiH4 in Fig.2.12 match those used in Figs.2.13, 2.14 and 2.15.
First, an increase of FCO2/SiH4 increases both the Eact (Fig.2.13 ↑1) and the E04 (Fig.2.13
↑2) of the doped layers. The increase of the E04 is clearly visible for each combination
of gas flow rates. The increase of E04 with increasing RSiOx has been widely reported
[39], [43], [61], [76], [85], [93]. The influence of FCO2/SiH4 on the electrical properties
is less pronounced, though still significant at relatively high H2 flow rates. The p-doped
hydrogenated nanocrystalline silicon (p-nc-Si:H) samples for instance, deposited without

39



2 Optimization of doped silicon layers

CO2/SiH4

H2/SiH4

330

2.3

0170

B2H6/SiH4

H2/SiH4

40

330

B2H6/SiH4

0

40

2.3
00

CO2/SiH4

Crystalline phase

a-SiOx phase

amorphous phase

170
10

10

Figure 2.12: Material phase diagrams of p-doped silicon materials as a function of the relative H2 and
B2H6 flow rates (top), CO2 and H2 flow rates (middle), and CO2 and B2H6 flow rates
(bottom). The blue/white areas indicate an amorphous silicon oxide phase. The grey areas
indicate an amorphous silicon phase. The white areas with red dots indicate a crystalline
silicon phase. The plain arrow with solid fill indicates direction of increasing FCO2/SiH4. The
plain arrow with gradient fill indicates effect of increasing FB2H6/SiH4. The widening arrow
with solid fill indicates the effect of increasing FH2/SiH4. These conventions are similar to
those in Figs.2.132.142.15. Each plot is the result of connecting 12 parts, a 4x3 matrix.
For each part the RSiOx obtained from SE measurements was used to determine the a-SiOX
phase, while the Rc-Si, obtained from Raman measurements, was used to determine the
c-Si phase. The red dots in the crystalline phase represent the dopants, while the density
of red dots indicates the active dopant concentration. The active dopant concentration is
not obtained from direct measurement, but rather indicates an educated guess of the active
dopant concentration relative to the other processed samples. This estimation is based on
trends in the dark conductivity measurements and Rc-Si, operating under the assumption that
the measured dark conductivity is a function of the Rc-Si and active dopant concentration.
The potential effect crystalline grain connectivity and grain passivation are consequently not
considered.
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2.2 properties of doped a/nc-SiOX≥0:H

CO2 precursor, have an Eact of around 35meV, which is increased to around 60meV at
FCO2/SiH4≈1.7 and between 80-160meV for FCO2/SiH4=2.33. These trends are the result
of an increase of the RSiOx and decrease of the Rc-Si.
An increase of the hydrogen flow rate generally results in a lower Eact (Fig.2.13 ↑3), which
is a consequence of the increasing Rc-Si. A higher Rc-Si likely indicates an improvement of
the macroscopic conductive properties of the film as a results of more or larger crystalline
grains with better grain-interconnectivity. This is in line with reports from [94] and [50].
The influence of FH2/SiH4 on E04 is not conclusive from the presented results.
FB2H6/SiH4 significantly affects the material growth. For the electrical properties, two dif-
ferent trends are visible. Increasing the doping flow rate significantly increases the Eact
of the films (Fig.2.13 ↑4). The Eact increases from 110meV to 443meV at FCO2/SiH4=1.4
and from 173meV to 470meV at FCO2/SiH4=2.2 when FB2H6/SiH4 is increased from 10 to
40. However, in the deposition regime where a relatively high CO2 and H2 flow rate are
used (Fig.2.13 ↑5), a higher FB2H6/SiH4 actually leads to a decrease of the Eact. We be-
lieve that the doping flow rate has two competing effects. For one, the dopant precursor
suppresses crystalline growth. If, on the other hand, the films are relatively crystalline, an
increase of FB2H6/SiH4 can lead to a more conductive film through a larger active dopant
concentration.

Understanding this requires some insight into the integration and ionization behavior of
boron in a mixed phase material. For one, the doping efficiency in the amorphous phase is
very low, since no substitutional doping occurs in a material lacking long range order [95],
[96]. Instead, a small fraction of dopants in an amorphous network result in ionized de-
fects, as a consequence of induced structural disorder [97], [98]. In the crystalline phase,
a boron atom is much more likely to be active, as it substitutes a silicon atom in the
lattice. It has been reported however that boron preferentially resides at the boundary of
crystalline grains in an amorphous matrix, where it is predominantly inactive [99], [100].
At higher crystalline fractions, both the ratio of the crystalline to amorphous phase as well
as the crystalline grain bulk versus grain surface ratio are increased. We speculate that
this larger fraction of crystalline silicon sites, with respect to c-Si grain boundaries and
amorphous sites, makes it more likely that boron integrated in the mixed phase growth
results in an active dopant. For most films an increase of FB2H6/SiH4 suppresses crys-
talline growth, thereby deteriorating the macroscopic conductive properties of the films
and hardly increasing the active dopant concentration in the largely amorphous films. A
decreased Eact with an increased FB2H6/SiH4 is therefore only observed for the films with
a high FH2/SiH4. For these films the nucleation suppressive behavior of the dopant gas is
compensated by the nucleation promoting behavior of the hydrogen. The macroscopic
conductive properties are hardly affected and the active dopant concentration in these
relatively crystalline films is increased. Finally, an increase of FB2H6/SiH4 decreases the
E04 (Fig.2.13↑6), regardless of the other precursor gasses. Increasing FB2H6/SiH4 from
10 to 40, for example, decreases the E04 from 2.03eV to 1.95eV at FCO2/SiH4≈1.8 and
from 2.25eV to 2.10 eV at FCO2/SiH4≈2.3. This is most likely a result of the decreased
oxygenation of the material with increasing FB2H6/SiH4. However, a decrease of E04 as a
result of a decreasing hydrogen concentration with increasing FB2H6/SiH4, as observed in
p-doped amorphous silicon in [101], [102], cannot be excluded.
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Figure 2.13: Eact (top) and E04 (bottom) of p-doped a/nc-SiOX≥0:H films a function of the relative CO2
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2 Optimization of doped silicon layers

The n-doped films generally show the same trends, although higher optical bandgaps
and lower activation energies are achieved. For the samples with a relatively high FH2/SiH4
the Eact increases significantly by about 40-60meV when CO2 is introduced during de-
position (Fig.2.14↑1). The Eact of the films deposited at lower FH2/SiH4 ratio are not
significantly influenced by the FCO2/SiH4. The E04 increases with increasing FCO2/SiH4
(Fig.2.14↑2) as expected. As with the p-doped films, an increase of the relative doping
flow rate decreases the E04 of the films (Fig.2.14↑3). An increase of FH2/SiH4, finally,
significantly decreases the Eact of the nc-Si:H films (Fig.2.14↑4), within a certain range.
It should be noted that at a relative flow rate of FH2/SiH4=140 the films became highly
transparent with activation energies of 500meV and higher.

The precursor gas flow rates also influence the deposition rate of the doped films. An
increase of the diborane gas flow rate, for instance, strongly increases the deposition rate
(Fig.2.15 ↑1), which is in line with earlier reports [86], [103], [104]. Diborane easily dis-
sociates. Created radicals could have two possible effects resulting in the deposition rate
increase. 1. Enhance the dissociation of silane in the plasma, thereby increasing the flux
of SiHX radicals to the surface. 2. Increase the dangling bond density at the surface,
thereby increasing the amount of growth sites for silicon radicals. It has been proposed
that the increased dangling bond density at the surface is a result of the ability of Hy-
droboron BH3 radicals, that are readily formed in the plasma from the B2H6 precursor,
to strip the surface of hydrogen through the formation of metastable BH5 reactive inter-
mediates [105], [106]. This increases the SiH3 adsorption rate and therefore the silicon
growth flux. An increase of the relative phosphine flow has the opposite effect (Fig.2.15
↑2). The mechanism behind this is unclear.
An increase of the relative H2 flow rate decreases the growth rate (Fig.2.15 ↑3). This is
most likely a result of atomic hydrogen induced etching, which is enhanced with respect
to the silicon growth flux under higher hydrogen dilution conditions. Indeed it has been
reported for p-type a-Si:H films the void fraction decreases with increasing FH2/SiH4 [103].
Moreover, since the low growth rate conditions are accompanied by a larger atomic hy-
drogen flux to the substrate, the crystallization of the silicon phase is enhanced. This
explains the nucleation promoting behavior of an increased relative H2 flow rate.

Manipulation of doped silicon material growth is achieved through the relative gas flow
rates. Naturally, the extent of manipulation is limited. In Fig.2.16 (bottom) the trade-off
between the Eact and E04 of all doped films is shown. A few things are apparent from
this figure. 1. The lowest activation energies are achieved for the doped nc-Si:H samples.
For RSiOx≥0 both Eact and E04 increase. This is directly related to Rc-Si, which is indi-
cated in Fig.2.16 (bottom) through icon size and color. 2. Although they have similar
FCO2/SiH4, the E04 of n-doped samples is higher than that of their p-doped counterparts.
This is a result of higher RSiOx with respect to the p-doped samples. The mechanism
behind this is unclear. 3. Despite the high RSiOx and E04 of the n-doped SiOX:H samples,
they retain relatively low Eact. This is unlike the p-doped samples where small changes
have a strong effect on the opto-electrical performance. We can therefore reflect that the
nature of the a/nc-SiOX≥0:H material is such that it favours n-type doping. This could
be result of the fact that undoped amorphous silicon tissue by itself is slightly n-type and
becomes more n-type when oxygen is introduced [107], [108]. Alternatively, it could be
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2.2 properties of doped a/nc-SiOX≥0:H

Table 2.4: precursor gas flow rates of films used in Fig 7
p-SiOX:H p-SiOX:H 2 p-nc-Si:H p-nc-Si:H

SiH4 0.8 0.8 0.8 0.6
B2H6 (200ppm) 10 10 20 32
H2 170 170 170 200
CO2 2.3 2 - -

the result of the deposition-rate-decreasing effect of phosphine with respect to diborane,
as shown in Fig.2.15, resulting in a denser, less defective material. Or perhaps that phos-
phine favourably resides inside crystalline grains, as reported in [99], as opposed to near
the grain boundaries or in the amorphous phase, resulting in a higher doping efficiency.
Regardless of the reason, the results show that optimization of the p-doped layer, often
crucial for device performance due to its placement between the absorber layer and inci-
dent light, is challenging. For this reason, Fig.2.16 (top) shows the p-doped samples in
particular, with the additional information of the RSiOx.

From Fig.2.16 (top) it is again clear that increased oxygenation inevitably leads to higher
activation energies. The lowest Eact are achieved by the p-nc-Si:H samples, which also have
the lowest E04, ranging from 1.96-2.06 eV. This range of optical bandgap energies is likely
because in the spectral range where the E04 is determined, the absorption is dominated by
the amorphous phase in the doped a/nc-SiOX≥0:H material. The E04 therefore provides
information on the quality of the amorphous tissue between the nanocrystalline phase.
The band gap of this amorphous tissue is determined by two factors. First, the optical
bandgap energy will increase with increased porosity of amorphous phase. Second, the
optical gap will increase with increased oxygenation. This is demonstrated in Fig.2.16,
since E04 is only increased above 2.1eV when the amorphous phase becomes increasingly
oxygenated.

Investigation of thickness

We have described the complex interplay between crystalline growth, oxygenation and
dopant integration in the doped a/nc-SiOX≥0:H films. The material properties of the
doped films, when integrated in devices, does not exclusively depend on the deposition
conditions, however. The opto-electrical properties of the doped layers are not uniform in
the growth direction.

Fig.2.17 (left) shows the Eact and E04 of p-nc-Si:H and p-SiOX:H films deposited at
different thicknesses and two sets of deposition conditions. The deposition conditions are
reported in Table.2.4. It can be observed that the Eact decreases with increasing film
thickness for both the oxygenated and oxygen-free doped silicon films. This is directly
related to the crystallinity. The Raman shift of the p-doped films is plotted in Fig.2.17.
There are four amorphous silicon peaks indicated, corresponding to the transverse acoustic
(TA) mode at 160cm-1, the longitudinal acoustic (LA) mode at 320cm-1, the longitudinal
optic (LO) mode at 390cm-1 and the transverse optic (TO) mode at 320cm-1. It can be
seen that with increasing thickness, the intensity of the Raman shift peak at 520cm-1,
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Figure 2.17: Material properties as a function of thickness. The plot on the left shows Eact as a function
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(right, top) and the p-nc-Si 2 samples (right, bottom) processed at different thicknesses, as
indicated in the legend. Suspected identification of the observed peaks is indicated in the
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2 Optimization of doped silicon layers

which corresponds to the crystalline silicon phase, increases with respect to the amor-
phous silicon peaks. This observation, the increased crystallinity in the growth direction,
is in line with earlier reports, where development of crystalline filaments in the growth
direction was demonstrated [36], [59], [61], [109].

The thickness of the films also influences the optical bandgap energy. For the p-SiOX:H
films the E04 decreases with increasing thickness. This is likely the results of a decreased
silicon-oxide phase fraction. The RSiOx obtained from SE measurements decreased from
64% to at 23nm to 47% at 104nm. This decrease of the RSiOx can also be observed in
Fig.2.17 (top, right), by a decrease of the silicon-oxygen bond related Raman shift peaks.
These peaks are the Raman shift peak at 795cm-1 related to Si-O stretching [110], the
broad peak at roughly 900-1100cm-1 related to Si-O-Si stretching modes [69], [79] and
the peak at 2250cm-1, related to the Si-O-H stretching modes [69], [111]. All these SiOX
related Raman peak intensities decrease with increasing thickness, while the amorphous
silicon peaks increase. It should be noted that some influence of the glass substrates
on the Raman spectra cannot be excluded. This said, the trends are confirmed with SE
measurements where the influence of the substrate is excluded.
The E04 of the p-nc-Si:H samples on the other hand increases with increasing thickness.
This is likely the result of the amorphous phase growing more porous along the growth
direction. More precisely, the density of the amorphous phase is related to the organization
of the silicon-hydrides in the amorphous network. When distributed monohydrides are
increasingly organized in multi-vacancies and small voids, the density of the network
decreases and the optical bandgap increases [73], [112]. This can be corroborated by
a distinct signature in the Raman spectrum in the 1800-2200cm-1 range. This range,
related to the silicon-hydride stretching modes, can be simplified into a low stretching
mode (LSM) peak at roughly 2000cm-1 and a high stretching mode peak (HSM) at
roughly 2100cm-1 [69]. The LSM corresponds to mono- configurations, while the HSM
corresponds to silicon-hydrides and di-hydrides organized in small vacancies and voids
[66], [67]. In addition in the 2100-2103cm-1 range a narrow signature of the extreme
high stretching modes (NHSM) [69].These stretching modes reflect the mono- and di-
hydrides on the surface of crystalline silicon grains. Fig.2.17 (bottom, right) shows that
with increasing p-nc-Si:H thickness the NHSM peak strongly increases with respect to the
LSM peak, indicating an increase of hydrogenated c-Si grain boundaries not passivated
by a-Si:H tissue. Subsequently the amorphous tissue between the grains becomes more
porous. This increased porosity of the amorphous phase along the growth direction is
similar to the development of a-Si bulk properties in the growth direction [113].

2.2.4 Conclusion
In this work we have investigated how the opto-electrical properties of doped silicon films
are determined by the different phases, and their relative fractions, present in the doped
heterogeneous a/nc-SiOX≥0:H material. Using a material phase diagram, we have visual-
ized how the relative nanocrystalline silicon, amorphous silicon and amorphous silicon-
oxide fractions can be manipulated through changes in the precursor gas flow rates.
Moreover, we discussed how these material phases, in combination with the density of the
a-SiOX:H phase and the extent of doping, influence the opto-electrical properties of the
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2.2 properties of doped a/nc-SiOX≥0:H

processed films.
An increase of the relative CO2 flow rate leads to increased oxygenation of the amorphous
phase, which predominantly results in a higher optical bandgap. An increase of doping gas
flow rate suppresses crystalline growth, decreases the oxygen content and, if the material
is sufficiently crystalline, increases the active doping concentration. Sufficient crystallinity
can be achieved by increasing the relative hydrogen flow rate, which decreases the de-
position rate, resulting in denser and more crystalline material growth. However, if the
relative hydrogen flow rate exceeds a certain threshold, the balance between the silicon
growth flux an atomic hydrogen etching is upset, resulting in poor electrical properties
with activation energies of 500meV and up.
We also demonstrate that the opto-electrical properties are not uniform along the growth
direction. For p-doped a/nc-SiOX≥0:H films the activation energy decreases with increas-
ing film thickness, as a function of the crystalline fraction. The optical bandgap energy of
p-SiOX:H films decreases with thickness, as a results of decreased oxygenation of amor-
phous phase. The optical bandgap energy of the p-nc-Si:H films increases with thickness
due to increased porosity of the amorphous phase along the growth direction.
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3 Texturization and passivation of silicon substrates

3.1 Advanced textured monocrystalline silicon
substrates with high optical scattering yields and
low electrical recombination losses for supporting
crack-free nano- to poly-crystalline film growth

This section was published in Energy Science & Engineering∗

Abstract
Crystalline silicon tandem devices with perovskites, CIGS and nano-crystalline silicon, as
well as the TOPCon design are incompatible with the conventional pyramidal surface
texture of silicon. This is a result of crack formation in nano- to poly-crystalline growth
on large sharp surface features. In this work three texturing approaches are investigated,
using alkaline and/or acidic wet chemical etches, that can lead to the crack-free growth
of a nano- to poly-crystalline materials on textured surfaces. In this work we show that
without acidic smoothening, the fraction of <111> pyramidal surface coverage has to
remain relatively small to prevent crack formation during crystalline growth on these
surfaces. Applying an acidic etch as a function of time continuously smoothens surface
features. This shifts the reflection to wider scattering angles and results in higher total
reflected intensity with respect to the conventional texture, making it an interesting option
for a wide variety of tandem pv applications. Finally we demonstrate crater like features
on a <100> monocrystalline silicon surface using an etching process including a sacrificial
layer. These craters increases light scattering into wider angles, but to a lesser extent
than the former approach.
In terms of passivation, we demonstrate the positive effect of a post deposition hydrogen
treatment. Initial dilution of the silane plasma improves passivation on a <111> surface,
but is detrimental to passivation on a <100> surface, likely because the hydrogen dilution
results in epitaxial growth at the c-Si/a-Si:H hetero-interface. A minority carrier lifetime
of over 3ms has been achieved for all texturing approaches, after deposition of a 15nm
a-Si:H layer on both sides of the wafer, for different a-Si:H deposition and annealing
schemes.

∗Thierry de Vrijer, Arno H.M. Smets, “Advanced textured monocrystalline silicon substrates with high
optical scattering yields and low electrical recombination losses for supporting crack-free nano-to poly-
crystalline film growth,” Energy Science & Engineering, 9, 1080–1089, (2021). DOI:10.1002/ese3.873
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3.1 texturing silicon I

3.1.1 Introduction

With the relative price of crystalline silicon modules dropping faster than the balance of
systems costs for a PV system, increasing the efficiency of PV devices at low production
costs is crucial. As such, much attention is devoted to the TOPCon design. TOPCOn de-
vices can be upgraded from PERC and PERT devices with relative ease through addition
of an ultra-thin SiO2 layer and a doped poly-Si layer. Moreover, TOPCon is easily adapted
for IBC [114] and bifacial use [115]. Alternatively, tandem PV devices are receiving in-
creased attention, where a crystalline silicon (c-Si) bottom cell is to be combined with a
perovskite [116]–[118], C(I)GS [119] or nano-c-Si top cell [29], [30]. These approaches all
have a major challenge in common. The <111> crystal orientation, the pyramidal surface
texture that is the standard for industry and the scientific community, is crucial for light
management but incompatible with the crystalline phase in the nano/poly-si, perovskite
and C(I)GS materials [75], [120], [121]. Not only is conformal growth challenging on the
sharp pyramidal features, the crystalline phase tends to form cracks [62], or low-density
defective regions [63], [64]. These cracks are located in the valley between sharp features,
or in other words the focal point of perpendicular growth on steep features. Developing
surface features on mono crystalline silicon through a wet chemical treatment requires
anisotropic etching behavior.
One approach, widely used industry, is the use of an KOH-, NaOH- or TMAH alkaline
etch [122], [123]. Alkaline solutions preferentially etch crystal orientations with lower acti-
vation energies for the etching reactions. The bonds of the <111> crystal orientation for
instance are much stronger, and therefore harder to break, than the <100> orientation.
Consequently, the preferential etching of the <100> plane results in a square based pyra-
midal <111> plane. Alternatively, the <110> orientation is also preferentially etched,
but results in perpendicular trenches with <111> side walls that are less attractive for pv
applications [124].
Applying an acidic etch, such as a combination of hydrofluoric acid (HF) and nitric acid
(HNO3), on a polished monocrystalline silicon results in isotropic etching. Some non-
uniformity is required to develop features on a mono c-Si surface. Saw damaged wafers
exhibit such non-uniformity, but the optical effectiveness of features resulting from the
chemical polish of the saw damaged is limited, due to a lack of tunability [123], [125].
Alternatively, with the use of photolithography some parts of the surface can be masked,
resulting in anisotropic etching of the surface. This has proven successful [126], [127],
but such an expensive approach would limit the wide scale application.

In this work we explore 3 alternative wet chemical etching approaches on polished n-type
monocrystalline silicon wafers with <100> crystal orientation. The aim is to develop a
texture that does not negatively affect the quality of the crystalline phase processed on top
of the wafer surface and provide efficient light scattering. Moreover, for use in photovoltaic
devices, it is important that the developed surface can be passivated with relative ease to
ensure sufficently high charge carrier lifetimes. Passivation can be complicated if multiple
crystal orientations are exposed on the wafer surface. In Texturing approach 1 (T1) and
texturing approach 2 (T2), anisotropic etching is achieved through an alkaline TMAH
etch. In T1 however, the process is interrupted before the surface is fully covered. In
T2, the alkaline etch is followed by an acidic HF/HNO3 poly-etch step, which etches
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Figure 3.1: Simplified flowchart of texturing approaches T1-T3

isotropically, resulting in the smoothening of the sharp pyramidal features. In texturing
approach 3 (T3), a sacrificial boron implanted poly-Si layer is first processed to create
anisotropic etching behavior, as the grain boundaries in the poly-Si layer are favorably
etched with respect to the crystalline phase. This sacrificial layer is then fully etched
away using poly-etch. Simplified flowcharts of the three approaches are shown in Fig.3.1.
For all 3 approaches the influence of the etching time on the surface features and optical
behavior was characterized and the passivation quality of a range of amorphous silicon
layers was investigated.

3.1.2 Experimental Details
Texturing approaches In this work, polished Topsil Floatzone n-type <100> monocrys-
talline silicon wafers were used with a thickness of 300µm, unless mentioned otherwise.
These wafers were used for three texturing approaches. For T1 an alkaline Tetramethyl-
ammonium hydroxide (TMAH) (25% wt. in H20) etch solution is used at a temperature
of 80◦C, followed by a 3 minute rinse in deionized (DI) water. For T2 a 10 minute TMAH
etch and rinse was followed by an acidic poly-etch, consisting of 1 part HF (40% wt. in
H2O), 6 parts HNO3 (69.5% wt. in H2O) and 3 parts H2O. For T3 a 2nm SiO2 layer
is first is grown on the wafer through a nitric acid oxidation cycle (NAOC), which is de-
scribed elsewhere [128]. On top of this an amorphous silicon layer of 250nm is processed,
using a Tempress low pressure chemical vapour deposition (LPCVD) tube furnance. This
layer is then implanted with boron ions and annealed at high temperature to active the
dopants and crystallize the amorphous layer. For the boron implantation a Varian Im-
planter E500HP is used with an energy of 5 keV and a dose of 1016cm-2. Next, a Tempress
tube furnace is used for annealing in an N2 atmosphere at 950◦C. The ramping rate for
heating or cooling is 10◦C/min. The poly-si sacrificial layer is then fully etched away using
a different acidic poly etch solution with respect to T2, consisting of 1 part HF (40% wt.
in H2O), 35 parts HNO3 (69.5% wt. in H2O) and 14 parts H2O.

Roughness and optical measurements The SEM analysis was performed on a FEI
Nova NanoSEM 450, using an immersion detector at an acceleration voltage of 10kV.
The AFM analysis was performed on an Bruker AFM FastScan. Using a Fastscan closed
loop scanner head a 20µm by 20µm area was measured. The RMS roughness (Sq),
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maximum peak height (Sz) and mean slope (Sdq) were extracted using the NanoScope
Analysis software from Bruker. The reflectance measurements were performed using a
LAMBDA 1050+ UV/Vis/NIR Spectrophotometer with 150mm integrating sphere and
InGaAs detector from PerkinElmer. For the angular distribution of the reflectance the
180mm automated reflectance/transmittance analyzer (ARTA [129]) accessory is used on
a similar, LAMBDA 950 PerkinElmer base unit.

Wafer passivation Between the texturization process and the amorphous silicon de-
position the wafers were cleaned through 3 consecutive NAOC cycles. The amorphous
silicon layers used for passivation were grown using a radiofrequency plasma enhanced
chemical vapor deposition cluster tool, operating at a frequency of 13.56 MHz. The de-
position conditions are indicated in table3.1. The nc-Si:H film was grown in a separate
reactor in the same cluster tool, at very high frequency (40MHz), a substrate tempera-
ture of 180◦C, a pressure of 4mbar and forward power of 278 mW·cm-2. The H2 flow
is set at 120 standard cubic centimeters per minute (sccm), while the initial SiH4 flow of
1.2sccm is increased to 3.5sccm after about 50nm of deposition for the remainder of the
growth The lifetime measurements were performed on a Sinton WCT-120 under Transient
photo-conductance decay (Transient PCD) mode. The reported lifetimes are at a minority
carrier density of 1e15 cm-3. The wafers were annealed in a Thermo Scientific Heratherm
in an ambient atmosphere.

3.1.3 Results and discussion
Influence of texturing approaches on surfaces and optical behaviour

The three texturing approaches result in different textures, as shown in Fig.3.2. For T1
the surface is transformed from the flat <100> to a pyramidal <111> surface with in-
creasing etching time. The RMS roughness (Sq), maximum peak height (Sz) and mean
slope (Sdq), resulting from the AFM analysis, are plotted in Fig.3.3. For T1, increasing
the etching time from 30s to 4mins leads to an increase of the RMS roughness from about
9nm to 360nm while the maximum peak height increases from about 210nm to 1.9µm.
After about 5 mins the surface is fully covered with pyramids. At this point the mean
slope of about 45 degrees no longer increases. The RMS roughness and max peak height
keep steadily increasing to about 480nm and 2.8 microns at 9 mins, our last measured
data point. This has a large impact on the spectral reflected intensity, as shown in Fig.3.4.
While the shape of the reflectance does not change, the reflectance at a wavelength of
600nm is decreased from about 35% to 12% when the etch time is increased from 30s to
9 minutes.
For T2 the pyramidal <111> features are smoothened using an acidic etch. The etching
time was varied from 30s to 30 minutes. The SEM images in Fig.3.2. show how the
pyramidal features are smoothened with increasing etch time. The RMS roughness is
decreased from about 630nm after 30s to about 530nm after 3mins and down to 290nm
after 10mins. The maximum peak height is decreased from 3.8µm to 2.1µm in that
same period of time, while the mean slope is decreased from about 45 degrees, to 22
degrees. As shown in Fig.3.4, as a result of the decreasing roughness and peak height,
the reflected intensity is increased from 22% to 34% when the etch time is increased from
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240s 
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Figure 3.2: Scanning Electron Microscopy images of the T1 (top), T2 (middle) and T3 (bottom) textures
as a function of etching time of the final step in the texturing process. Sample tilt and scale
are indicated in the images

30s to 10 min. For T3 a 250nm sacrificial poly-si layer is etched using a poly etch. As
Fig.3.2 shows, getting the timing of the etching process right is important to obtain the
desired crater like features. At 3 minutes the poly-si layer is removed, but some of the
SiO2, which has a much lower etching rate than Si, remains. At 5 minutes the crater
like features are apparent. The features are rather small with a RMS roughness of about
25nm, a maximum peak height of about 210nm and a mean slope of about 17 degrees,
as reported in Fig.3.3. Since the features are relatively small the reflectance is about 32%
at 600nm, almost similar to that of a flat surface. When the etching time is further in-
creased, the roughness, peak height and reflectance do not change much for the observed
etching times. The features are eventually smoothened again, as the poly etch has an
isotropic etching behavior on mono c-Si.

For single junction solar cells, the features on the silicon wafer surface will be positioned
at the front of the device. In this case, minimal reflectance, so maximal light in- coupling
is desirable. However, for tandem PV applications in which c- Si operates as the bottom
cell, the surface features will be located at the interface between two junctions. In this
case, wide angle light scattering is potentially more critical than light in- coupling. To
investigate the light-scattering efficiency of the surfaces, the angular distribution of the
reflected intensity at a wavelength of 600nm is shown in Fig.3.5. For T1, the shape of
the angular reflection changes as the surface is transformed from predominantly flat, to
pyramidal. For a polished surface (0m), the reflection is in the direction normal to the
surface. Since the incident light has a certain spot size, a very small angular distribution
is observed. A fully pyramidal surface also reflects mainly in the normal direction. The
pyramids have a mean slope of 45 degrees. A fraction of the light, under normal incidence,
is reflected off this slope parallel to the surface. When it encounters a second slope, a
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Figure 3.3: RMS roughness (red circles), Means slope (black diamonds) and maximum feature height
(blue squares) as a function of etching time of the T1 (top), T2 (middle) and T3 (bottom)
texturing approaches. T1 0min. represents a polished wafer.
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Figure 3.4: Spectral reflectance measurements as a function of etching time for T1 (left, blue), T2 (middle,
green) and T3 (right, red). T1 0min. represents a polished wafer.

fraction is reflected back perpendicular to the surface, as schematically shown in Fig.3.6.
Since there is a distribution in the slope and size of the pyramids, we observe an increased
reflection in the 30 to 80 and -30 to -80 degree angle range with increasing pyramidal
coverage. For T2 we observe a shift of the angle of maximum intensity with increasing
etching time. This is because the average slope of the pyramids decreases from about
45 degrees to about 30 degrees, as shown in Fig.3.3. As the average slope is decreased,
the earlier mentioned double reflection events become increasingly rare. This leads to an
increase of the total reflected intensity with etching time, as observed in Fig.3.4, and a
shift to scattering angles equal to twice the angle of the slope of the pyramids. This is
demonstrated by the observation that for T2 the angle of maximum reflected intensity
is about 0 degrees for a mean slope of 42 degrees at 30s. At 60s the means slope is
about 30-35 degrees and maximum reflected intensity is about 70 degrees and it is further
shifted to about 50 degrees at 5 mins etch time and a mean slope of 25 degrees.
For T3 the etching time does not significantly affect the angular reflection distribution.
Light is scattered in wider angles than for flat surfaces, but due to the relatively small
features, light is still mainly reflected in the perpendicular direction.

Passivation of textured surfaces

An important criteria for wafers with texture resulting from T1-T3 is that they should
be relatively easy to passivate. In order to test the passivation quality, we processed a
15nm amorphous silicon layer on both sides of the textured wafers and measured the
minority carrier lifetime. For good passivation, in the order of several milliseconds, a thin
uniform amorphous silicon layer is desirable. Initial experiments showed that the growth
of such a layer is not only a function of the deposition conditions. A recipe optimized for
the passivation of a c-Si surface with pyramidal <111> features, referred to as a-Si:H-2
in table3.1, resulted in very low lifetimes of several tens of microseconds on a polished
<100> surface. The lifetime decreased even further upon low temperature annealing, at
180◦C, potentially indicating epitaxial growth [130]. Epitaxial crystalline growth through
the amorphous silicon passivation layer is detrimental to the passivation quality [130]–
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Figure 3.5: Normalized intensity of T1 (top, blue), T2 (middle, green) and T3, (bottom, red) as a function
scattering angle, for different etching times. Normalization is performed with respect to the
maximum intensity. T1 0min. represents a polished wafer.
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Figure 3.6: Simplified visual of light (red) reflected of a surface with a 45 degree slope (top) and 30
degree slope (bottom), respectively.
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Figure 3.7: Lifetimes of passivated wafers as a function of annealing temperature. The legend indicates
the various amorphous silicon conditions used for passivation. These conditions can be found
in table3.1. PA indicates wafer passivation pre-annealing. Multiple datapoints at the same
temperature indicates the lifetime of wafers annealed at 10mins followed by an additional
20mins.

[133].

To distinguish between the effect of the surface roughness and the crystal orienta-
tion on the amorphous silicon growth, the experiment was repeated on a flat, polished
<111> and <100> surface. The results are shown in Fig.3.7, indicated by the black
curves with open symbols. This time, the a-Si:H-2 deposition was followed by a hydrogen
plasma treatment (HPT). The results show that a <100> surface is more challenging
to passivate than an <111> surface, which is in line with earlier reports [132], [134],
[135]. This is likely because at the surface, a <111> crystal orientation only has a single
dangling bond per surface atom that requires passivation, while the <100> surface has
two dangling bonds per surface atom. This is illustrated in Fig.3.8, where the red lines
indicates dangling bonds at the surface of the silicon crystal in case of a flat <111> and
<100> crystal orientation. Apart from the overall higher lifetimes of the <111> wafers,
the results show that if the silane precursor is diluted in hydrogen, poor minority carrier
lifetimes are very likely to occur on a <100> surface. The lifetimes further decrease upon
annealing, potentially indicating epitaxial growth. On the other hand, hydrogen diluted
silane plasmas lead to decent passivation on a <111> surface in this work and in others
[134], [136].
Introducing hydrogen in the plasma has two effects on etching and growth of the amor-
phous and crystalline phase. Firstly, introducing hydrogen causes competition between
the silicon growth flux and atomic hydrogen etching [69], [137]. The atomic hydrogen
more efficiently etches weaker bonds. Consequently, it selectively etches the amorphous
over the crystalline phase [138], [139]. Secondly, the initial growth is determined by the
availability of SiHX precursors at the surface. For dense material growth, or indeed for
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Figure 3.8: <100> (top) and <111> (bottom) orientations at the surface of a silicon crystal. Green
circles represent silicon atoms, white lines represent covalent silicon bonds, red lines represent
the dangling bonds at the surface.

crystalline growth, sufficient mobility of SiHX precursors on the surface is required. The
atomic hydrogen flux to the substrate surface in a hydrogen diluted plasma is believed to
enhance the mobility and increase the diffusion of SiHX precursor on the surface [140],
[141]. The main difference between the two crystal orientations is the additional termi-
nated silicon bond per surface atom available on the <100> surface.

In addition, the crystalline orientation plays a crucial role in etching and growth as
well. A c-Si surface with <100> orientation etches faster than a <111> orientation. A
<100> surface atom has only two back bonds that needs to be simultaneously broken
by hydrogen atoms or other etchants, whereas the <111> surface has alternately a full
monolayer that requires three back bonds to be simultaneously broken. This relative sta-
ble monolayer acts as a barrier for fast etching in the <111> direction. It requires more
effort and consequently more energy to etch the <111> surface. The opposite is also true:
since its costs less energy to remove <100> surface atoms it also requires less energy to
form crystalline layers on top in the <100> direction. In addition a <100> surface atom
has no rotational freedom, a condition which benefits crystalline growth. The <111>
surface has alternately a monolayer of single back bonded atoms with rotational freedom.
This will hinder crystalline growth and it becomes more likely to facilitate the growth of
amorphous tissue on top. Consequently, a hydrogen diluted silane plasma results easily in
epitaxial growth on top of the <100> oriented silicon surface in reference to a <100>
oriented silicon surface.

To prevent epitaxial growth, an amorphous silicon layer was grown on a polished <100>
surface using only SiH4 as a precursor, indicated by a-Si:H-1. As Fig.3.7 shows, this leads
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Table 3.1: Conditions used for processing the different a-Si:H passivation layers and hydrogen plasma
treatment

a-Si:H-1 a-Si:H-2 a-Si:H-3 HPT
SiH4 (sccm) 40 10 2 0
H2 (sccm) 0 30 200 200
Tsub (◦C) 180 180 130 180
Prf (mW·cm-2) 19.4 20.8 62.5 20.8
p (mbar) 0.7 1.4 10 2.2

to a minority carrier lifetime of about 1.2ms in the as deposited, or pre-anneal (PA) state.
The lifetime is further increased to a maximum of over 5ms when annealed for 30mins at
240◦C. When hydrogen is introduced post a-Si:H deposition, the lifetime can be further
increased. Hydrogen was introduced through a hydrogen plasma treatment, or by growing
amorphous bilayers, were the a-Si:H-1 deposition was followed by a hydrogen diluted silane
plasma (a-Si:H-2 or a-Si:H-3) deposition. For the latter, the combined thickness was kept
constant at about 15nm and both layers were of roughly equal thickness. The deposition
conditions used for these layers are shown in table3.1. The lifetimes of these passivated
wafers are shown in Fig.3.7, as a function of annealing temperature. Pre-anneal, for
all samples the lifetime is increased when hydrogen is introduced in some form. The
combination with a-Si:H-3 seems to lead to epitaxial growth, since the lifetime drops
significantly when annealed. The highest lifetimes are obtained when an a-Si:H-1 layer
or a-Si:H-1/a-Si:H-2 bilayer is followed by a HPT. Lifetimes between 7-9ms are obtained
pre-anneal, and for the best sample this is increased to 12ms when annealed for 10 mins
at 210◦C. This is on par with > 8ms lifetimes reported by Mews et al. for a similar a-Si:H
layer and HPT on <100> polished wafers [112]. For higher annealing temperatures the
lifetime drops. During regular processing of a SHJ device however substrate temperatures
are generally kept below 200◦C, so this should be no obstacle.

This demonstrates that integration of hydrogen in the amorphous silicon is crucial
for high quality passivation, but dilution of silane in hydrogen during initial growth can
lead to undesired epitaxial growth on <100> surfaces. This means that passivating the
T1-T3 surface can be challenging since different crystal orientations are exposed and
different roughness’s are obtained as a function of etching time. To get an indication of
the passivation effectiveness, 15nm of a-Si:H-1 followed by HPT was processed on each
texturing approach. The lifetimes are shown in Fig.3.9. The figure shows that decent
lifetimes of 3ms and up can be achieved for all texturing approaches. However, T1 and T3
require annealing at relatively high temperatures, 240-250◦C, for 30 mins to achieve these
lifetimes. A strong increase of the lifetime from the µs to ms range has been reported
earlier, especially when hydrogen diluted amorphous silicon is used [136]. It is understood
that the increase of the passivation quality upon annealing is mainly a result of hydrogen
moving to the c-Si/a-Si:H interface, reducing the interface defect density [142], [143].
For longer annealing times, the passivation quality can be further increased as a results
of hydrogen induced reorganization of the amorphous silicon bulk [112], [142], [144].
For T2 lifetimes of 4-7ms are achieved already pre-anneal. The passivation remains stable
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Figure 3.9: Lifetimes of textured wafers passivated by a 15nm a-Si:H-1+HPT layer, as a function of
annealing temperature. Lifetimes are reported at a minority carrier density of 1e15 cm-3.
Lifetimes are reported for two different etching times for T1 (blue), T2 (green) and T3 (red),
respectively.

up to 180◦C, after which the quality slightly deteriorates at higher annealing temperatures.
The reason why the observed lifetime decrease as a function annealing temperature occurs
exclusively for T2 is unclear. It is most likely a result of the relatively large geometry of the
T2 pyramidal features, which can potentially cause some non-uniformity in thin films in
terms of thickness and porosity, in combination with the relative large fraction of <100>
surface orientations.

Growth of device quality nano-crystalline silicon absorber

Finally, we consider the quality of the nc-Si:H processed on the 3 textures. Cross sectional
SEM images of these films are shown in Fig.3.10. Feature sharpness determines whether
cracks appear. Where along the growth position the cracks appear depends on the focal
point of the features, which is a function of the feature size and depth. In Fig.3.10 about
3µm of nc-Si:H was grown on the different textures, which is representative for a nc-Si:H
absorber in a multijunction device [72], [145], and much thicker than the poly-Si layer in
a TOPcon device [146], [147] and the required absorber thickness of a perovskites [148]
or C(I)GS top cell [149]. The images show crack-free, device quality nc-Si:H growth on
T2 that was smoothened for 300s and T3 that was etched for 5 minutes. Only T1, etched
for 3 minutes, clearly shows cracks through the nc-Si:H film, meaning that yet shorter
etching times are required for the growth of a device quality film.
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T1 T2 T3 2μm 3μm 3μm 

Figure 3.10: Cross sectional SEM images of a 3micron nc-Si:H layer grown on top of a textured c-Si
wafers. T1 is shown left, T2 in the centre, T3 on the right. Yellow arrows indicate cracks in
the grown material.

3.1.4 Conclusion
We have performed a study on the surface of mono crystalline silicon wafers, following
the application of three novel wet chemical texturing approaches that are designed to
support the processing of device quality nano- to poly-crystalline materials. Specifically,
we characterized the influence of etching time, of the final processing step, on the surface
features, optical behavior and passivation quality of the three texturing approaches. The
development of small and dispersed pyramids (T1) does not seem very promising for pv
applications. The fraction of pyramidal surface coverage has to remain small for crack-free
nanocrystalline material growth, at which point the optical behavior is close to that of a
flat surface. The surface features, and resulting optical behavior, of the smoothening of
a surface fully covered by square based pyramidal <111> features (T2), show a strong
etch-time dependence. The roughness, peak height and the average slope of pyramids de-
crease with etch time. These changes lead to a shift to wider scattering angles and higher
total reflected intensity, which makes for an interesting texture for tandem pv applications.
The processing of a crack-free device quality 3µm nc-Si:H layers has been demonstrated
at an etch time of 300s. The etch time could potentially be further reduced, especially
for thinner films, without damaging the integrity of the nano- or poly crystalline film.
The use of a sacrificial layer to create anisotropic etching behavior with an acidic etch is
potentially very promising. We have demonstrated that crater like features can be pro-
duced on a <100> monocrystalline silicon surface. These features decrease the reflected
intensity by 3-5% with respect to flat wafers and increase the reflection into wider angles,
albeit not as efficiently as T2. This texturing approach could benefit from further opti-
mization of the sacrificial layer.
The passivation quality showed a strong dependence on the crystal orientation at the
wafer surface, in combination with the amorphous silicon deposition conditions. Post
deposition treatment of the a-Si:H passivation layer with hydrogen, either through a hy-
drogen plasma or a bilayer configuration with hydrogen diluted a-Si, strongly improves
passivation quality. Dilution of the plasma with hydrogen during initial growth increases
passivation quality on a <111> surface, likely as a results of densification of amorphous
phase. On a <100> surface however, hydrogen dilution leads to very poor lifetimes, as
it increases the probability of epitaxial growth at the at the c-Si/a-Si:H hetero-interface,
which is detrimental to the passivation quality.
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Different a-Si:H deposition conditions were used on the 3 texturing approaches, which
have multiple crystal orientation at the c-Si/a-Si:H interface. A minority carrier lifetime
of over 3ms has been achieved for all texturing approaches after deposition of a 15nm
a-Si:H layer on both sides of the wafer.
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3.2 The optical performance of random and periodic
textured crystalline silicon surfaces for photovoltaic
applications

This section is under review in EPJ Photovoltaics†

Abstract
Surface textures that result in high optical yields are crucial for high efficiency photovoltaic
(PV) devices. A next route for PV are multijunction solar cells, in which c-Si is com-
bined with nano-crystalline silicon, perovskites or C(I)GS materials. These nano- to poly-
crystalline materials are incompatible with the relatively steep slopes of the conventional
<111> crystal orientation of the dominant mono crystalline-silicon (c-Si) technology.
In this conceptual work three different texturing approaches are presented that result in
smooth concave structures devoid of sharp features. For Tsac, a sacrificial implanted poly-
c-Si layer is used to develop a random surface texture. The influence of the processing
conditions, such as layer thickness, implantation energy, dose and ion type, annealing time
and temperature, of the sacrificial layer on the developed surface features is investigated.
Additionally, a photolithographically developed honeycomb texture (Thoney) is presented.
The influence of mask design on the honeycomb features is discussed and a relation is
established between the honeycomb period and crack formation in nano-crystalline silicon
layers. The reflective properties (spectral reflection, haze in reflection and angular inten-
sity distribution) of these approaches are characterized and compared to a third texturing
approach, Tsp, the result of chemically smoothened pyramidal <111> features. It was
demonstrated that high optical scattering yields can be achieved for both Thoney and Tsp.
Additionally, the performance of a-Si/nc-Si tandem devices processed onto the different
textures is compared using both optical device simulations and real device measurements.
Simulations demonstrate strong improvements in Jsc-sum (≈45%), in reference to a flat
surface, and high Voc*FF of over 1V are demonstrated for Tsp.

†Thierry de Vrijer, Maik Wiering, David van Nijen, G. Padmakumar, S. Sambamurthy, G. Limodio,
Arno H.M. Smets, “The optical performance of random and periodic textured mono crystalline silicon
surfaces for photovoltaic applications,” EPJ Photovoltaics, under review
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3.2.1 Introduction
Surface textures that result in high optical yields are crucial for high efficiency photovoltaic
(PV) devices. The technology that dominates the PV market, the mono crystalline-silicon
(c-Si) solar cell [150], predominantly of PERC design [151], uses the pyramidal <111>
silicon crystal orientation as a front surface texture. This texture is very easy to process
through a single chemical etching step, and very efficient at light in-coupling.

A next route for photovoltaics, potentially offering higher yields at low production costs,
are multijunction PV devices. In these devices, a crystalline silicon junction is combined
with additional junction(s) based on different PV technologies. However, many of these
technologies, including nano-crystalline silicon [29], [30], [152], perovskites and C(I)GS
materials [75], [120], [121], contain a crystalline phase which is incompatible with the
relatively steep slopes of the conventional <111> crystal orientation. The formation of
defective regions, or cracks, in the crystalline phase has been reported to occur in the
focal point of perpendicular growth on steep features [62]–[64]. These defective regions
are detrimental to solar cell performance.

Consequently, in this conceptual work, two alternative texturing approaches are pre-
sented. The aim of these approaches is to produce smooth concave structures devoid of
sharp features, that result in high optical scattering yields. Both approaches involve the
use of a temporary layer, or sacrificial layer, to achieve the desired anisotropic etching
of a mono-crystalline silicon surface. For the first texturing approach, presented in sec-
tion3.2.3, a sacrificial poly-c-Si layer is used to develop a random surface texture. This
approach is similar to the one presented in our earlier work [153], for which no optimiza-
tion was performed on the poly-Si layer processing conditions. In section3.2.3, using a
photolithographically developed SiO2 mask, a periodic texturing approach is presented,
resulting in a honeycomb structure. In section 3.2.3, the optical scattering yields of these
two approaches are compared to a third texturing approach, the result of consecutive al-
kaline and acidic etching steps, producing random, smooth and concave structures [153].
Additionally, the performance of multijunction devices processed on the different textured
substrates is optically simulated. Finally, in section 3.2.3, the performance of the three
textures integrated in thin film multijunction PV devices are compared.

3.2.2 Experimental Details
Three different texturing approaches are presented in this work. 300µm n-type polished
crystalline silicon wafers from Topsil are used for all three approaches. Tsp is the result
of consecutive alkaline and acidic etching steps. The influence of these etchings steps on
the surface features, as well as the exact solutions and etching conditions, can be found
in [153].

A flowchart is presented in Fig.3.11 for the steps resulting in honeycomb textured sur-
face (Thoney). The honeycomb textures (Thoney) are obtained using an approach similar to
[154]. A flowchart of this approach is presented in Fig.3.11. In step 1, a 300nm SiO2 layer
is grown on the silicon wafer using a 1100◦C wet oxidation process. After SiO2 deposition,
the wafer is consecutively coated with an adhesive, hexamethyl disilizane, using nitrogen
as a carrier gas. In step 2, spin coating is used to apply a 1.4µm Shipley SPR3012 positive
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Figure 3.11: Flowchart of the honeycomb texturing approach. A schematic representation of the silicon
surface and additional layers phase is presented on the left. Processing steps 1-7 are refer-
enced in the text. Visual A. is optical microscope image of the mask used for exposure. Red
lines are added to indicate the honeycomb structure resulting from the used mask. Visual
B-E are SEM images at 0 degrees tilt, Visual B indicates the effect of under-etching at step
4. Visuals C-E indicate the effect of etching time during step 6.
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Figure 3.12: Schematic structure of the solar cells

photoresist. An annealing step is then performed, at 95◦C for 90 seconds, followed by
lithographic exposure during step 3, at at 140 mJ·cm-2, and another anneal for 90s at
115◦C. An optical microscope image of the mask used for exposure is indicated by A. In
this image, the red honeycomb structure is added to indicate the eventual formation in
reference to the position of the holes. Step 4 is the development phase, during which
the areas of the photoresist that were irradiated are removed. This involves coating the
wafer with the developer, followed by an anneal at 100◦C for 90 seconds. During step 5
the pattern is transferred from the mask to the SiO2 layer through a 4 minute dip in a
bath of commercially available buffered oxide etch (7:1). Afterwards, the acid is removed
by rinsing with DI water and the remaining photoresist is removed in a bath of acetone
at 40◦C. In step 6 the wafer is exposed to a poly-etch to etch the silicon wafer. The
etching time should be optimized such that the etched hexagonal areas underneath the
holes come into contact with one another. The evolution of the surface as a function
of etching time is presented through visuals C-E. If the SiO2 is not fully etched during
this step 5, the poly-etch will first have to etch through the remaining SiO2, resulting in
longer required etching times for honeycomb completion and the SiO2 triangles that are
observed in visual B. Finally, in step 7, the remaining SiO2 mask is removed using another
HF etching step.

A schematic representation of the solar cell device architecture is shown in Fig.3.12.
For this conceptual research, the Si wafer is not part of the photoactive stack but exclu-
sively acts as a textured substrate. For the solar cell depositions, a 300nm SiO2 layer was
processed first, using a 1100◦C wet oxidation process, to electrically isolate the textured
wafer from the photo-active stack. Next, a 500nm silver layer was evaporated on the
SiO2 layer, followed by a 90nm sputtered aluminum doped zinc-oxide (AZO) layer. The
photoactive stack is processed in n-i-p substrate configuration, using plasma enhanced
chemical vapour deposition (PECVD). The deposition conditions of the intrinsic and n-
type (n-) PECVD processed layers can be found in [155]. For the p-type (p-)layers, two
consecutively processed p- nano-crystalline (nc-) hydrogenated (:H) siliconoxide (SiOX)
layers are used, with the diborane gas flow rate set at 10sccm 0.02%B2H6 in H2 for the
initial 12nm, and 50sccm for the final 4nm. The other p-layer deposition conditions are
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similar to those reported in [156]. Following deposition of the photoactive stack, a 70nm
indium-doped tin-oxide (ITO) is sputtered and a 500nm Al metal front grid is evaporated.
Details regarding the used scanning electron microscope (SEM) and atomic force mi-
croscope (AFM) are reported in [153]. A Lambda 950 Spectrophotometer was used to
determine the angular intensity distribution (AID) of the reflectance. A Lambda 1050
Spectrophotometer was used for spectral reflectance and Haze measurements. The haze
in reflection (HR) is defined as the ratio of diffuse to the total reflection:

HR(λ) = Rdif(λ)
Rtot(λ) (3.1)

More information about the haze and AID measurements can be found in [129], [157],
[158].
Raman spectroscopy, using an inVia confocal Raman microscope with a laser operating
at a wavelength of 514nm, was performed to determine the crystallinity of a few selected
layers. The method for obtaining the crystallinity is reported elsewhere [159]. The exter-
nal quantum efficiency (EQE) was obtained using an in-house EQE setup. The EQE of
an individual junction in a multijunction device was obtained by saturating the other junc-
tion(s) with bias light. By weighing the EQE spectra with the AM1.5G solar spectrum,
the short-circuit current density (Jsc) of the individual junctions was obtained. EQE
measurements are performed without bias voltage, unless mentioned otherwise. The J-V
curves of the devices are measured at 25◦C using an AM1.5G solar simulator. The open
circuit voltage (Voc), fill factor (FF ), series resistance (Rs) and shunt resistance (Rsh)
are obtained from these J-V curves. On each sample, 24 individual 16mm2 cells are pro-
cessed. All 24 cells are measured and the results presented in this work are the average
of the five best cells. More detailed descriptions of these measurements can be found in
[155].

3.2.3 Results and discussion
Random texturing using a sacrificial layer

A random surface texture can be developed using a heterogeneous sacrificial layer. The
purpose of the heterogeneity is to achieve anisotropic etching of the sacrificial layer. As a
result of this anisotropic etching, the etchant will reach the silicon surface, having locally
etched through the sacrificial layer, at different points in time, spatially. Consequently,
when the sacrificial layer is fully etched over the entire sample, the silicon surface will
have been exposed to the etchant for a non-uniform period of time, resulting in a random
surface texture. The heterogeneity of the sacrificial layer can be the result of factors like
material stoichiometry, different material phases or pinholes. In this section a sacrificial
poly-crystalline silicon film is used, where the porous grain boundaries in reference to
the dense c-Si grains result in the desired anisotropic etching behaviour. This texturing
approach (Tsac) has been presented before in our earlier work [153], where it was con-
cluded that the surface features were too small to yield the desired optical behaviour. In
this section an optimisation of the sacrificial layer is performed to achieve larger surface
features, which would result in lower reflectance and better wide-angle scattering.
A flowchart of the processing method is presented in Fig.3.13. The figure additionally in-
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Figure 3.13: Flowchart of the sacrificial-layer texturing approach (Tsac). A schematic representation of
the sacrificial layer and silicon surface at each phase (phase I-IV) is presented on the left.
Processing steps 1-4 are referenced in the text. A cross-sectional SEM image of the silicon
surface and sacrificial layer at phase II is presented in the centre, following implantation in an
approximately 1.5µm a-Si layer. Raman spectroscopy measurements of the sacrificial layer
at phase II and phase III are presented in the top right plot, where the peak referred to as
c-Si is positioned at 520cm-1 and the peak referred to a-Si at around 480cm-1. SEM images
of the cross-section and surface of the substrates at a 40 degrees tilt, at phase III and IV
and at some point between these phases are presented as well.

72



3.2 texturing silicon II

250nm

750nm

1500nm

500nm

5keV

50keV

200keV

25keV

Eimp dasi
0nmNo

Dpore 193nm

Dpore 203nm

Dpore 204nm

Dpore 263nm

Dpore 331nm

Dpore 223nm

Dpore 305nm

Dpore 351nm

Dpore 379nm

Dpore 440nm
Tilt 40° Tilt 40° 2μm2μm

Figure 3.14: SEM images and Dpore values of two argon implanted series of samples. Samples on the
left are processed with increasing Eimp and daSi=1um. Samples on the right are processed
with increasing daSi and Eimp=250keV. All samples implanted with δimp=1e16cm-2. No
implantation occurred for the top-left sample, while the implantation was performed without
amorphous silicon layer for the top-right sample.
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cludes SEM images to visualize the state of the substrate along the process. Starting with
a c-Si wafer that is stripped of the native oxide layer, an amorphous silicon (a-Si) layer is
grown in step 1 using a Tempress low pressure chemical vapour deposition tube furnace.
In step 2, ion implantation of the a-Si layer is performed with a Varian Implanter. At this
point the sacrificial layer is amorphous and the surface is relatively flat. The substrate
is then subjected to a high temperature thermal anneal in an N2 atmosphere in step 3.
At this point, the surface and cross-section appear largely unchanged, but the Raman
plots demonstrate that the sacrificial layer is now poly-crystalline. Finally, in step 4, the
sacrificial layer is etched in a poly-etch solution. After etching for 4.5min, just over half
of the poly-Si sacrificial layer is etched and the crater-like surface features are present.
When the sacrificial layer is fully etched, the silicon surface is exposed with craters up to
600nm in diameter.

All four steps can influence the features formed on the c-Si surface. In earlier work it was
observed that the etching time of step 4 should be chosen such that sacrificial layer has just
been fully etched [153]. Prolonged exposure to the etchant results in smoothening of the
craters and a decrease of surface roughness. In this section, the conditions used for steps
1-3 are characterized. These include the a-Si sacrificial layer thickness (daSi) developed
in step 1, the implantation conditions used in step 2, which include the implantation dose
(δimp), implantation energy (Eimp) and ion type used for implantation, and finally the
annealing time and temperature in step 3. Of these conditions, only the annealing time
and temperature did not significantly affect the size of the craters. For the crater size, the
mean pore diameter (Dpore) is used as a metric, as obtained from AFM measurements.
For a series of samples annealed at both 950◦C and 1050◦C, for 15-30-60-90mins, the
Dpore was observed to increase slightly from 370-380nm to 385-395nm when the annealing
time was increased from 15mins to 30mins. A further increase of annealing time, for either
temperature, did not result in a significant change of Dpore. The discussion will therefore
focus on the influence of daSi and conditions used for ion implantation. All following
samples are annealed for 20mins at 1050◦.

SEM images and Dpore of the silicon surfaces as a function of Eimp and daSi are shown
in Fig.3.14. Additionally, in the top left of the figure, a sample is included for which step
2 of Fig.3.13 was omitted, so where no implantation occurred. The SEM image shows
that implantation is essential for the formation of large craters. In Fig.3.15, the influence
of δimp is shown in some more detail. For the P-implanted samples shown in the inset,
Dpore is observed to increase continuously with increasing δimp. Raman measurements
performed on an additional set of Ar-implanted samples with varying δimp indicate a di-
rect relation between δimp and the crystallinity of the sacrificial layer. The crystallinity is
observed to continuously decrease with increasing δimp, and is highest for the sample for
which no implantation occurred. A decrease of the crystallinity in these poly-Si layers is
consistent with the formation of larger grains, as larger grains can result in a larger fraction
of amorphous tissue in between grains. Moreover, an increase of the average grain size in
poly-Si layers with increased δimp is in line with earlier reports [160]–[162]. While no grain
size measurements are performed in this work, reportedly the Si self-diffusion coefficient
during anneal can be improved through impurity doping, which facilitates the merger of
small grains during anneal and consequently results in an increase of the average grain
size [161], [162]. We suspect therefore that the Dpore scales with the average grain size
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Figure 3.15: Raman measurements of Ar implanted poly-Si sacrificial layers at phase 3 (post-anneal)
at different δimp. Samples are processed with daSi=1.5µm and Eimp=250keV. Raman
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scale. The inset show Dpore as a function of δimp for P implanted sacrificial layers, with
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Figure 3.16: SEM images and Dpore values of sacrificial layers implanted with BF2 and As, with daSi varied
between 250-500-1000nm . Implantation occurred at δimp=1e16cm-2 and Eimp=250keV.

75



3 Texturization and passivation of silicon substrates

Eimp

Ion size

dasi

5 keV 250 keV

BF2 As Ar P B

Figure 3.17: Simplified schematic representation of the grain size development as a function of the ion
distribution (red arrows) in reference tot the silicon surface (grey rectangle), as a function
of daSi, the ion type and Eimp.

in the sacrificial poly-Si layer and that the development of the grain size is influenced by
the presence and dose of implanted ions.

Grain formation is not exclusively affected by δimp. Fig.3.14 shows that the crater size
increases with both Eimp and daSi, for the selected conditions. For daSi=1µm, increasing
Eimp of the Ar implanted samples from 5keV to 200keV results in an increase of Dpore
from about 200nm to over 330nm. Similarly, increasing daSi from 250nm to 1500nm, for
an Ar implantation energy of 250keV, results in an increase of Dpore from about 300nm to
440nm. Fig.3.14 shows that: i) if no implantation takes place, no craters are formed. ii)
The surface of a no-implantation sample strongly resembles the surface of a low energetic
implantation sample and iii) if no a-Si layer is used for the implantation, craters are still
formed, but with a very small Dpore. This is not unexpected, since Raman measurements
show that the energetic ion bombardment during implantation amorphizes a thin top re-
gion of the silicon wafer, which will recrystallize to form a poly-Si layer upon annealing.

These combined observations lead to suspect that the development of the grain size, for
a given δimp, is the result of an interplay between daSi and Eimp. The profile of implanted
ions can be approximated by a gaussian distribution [163], [164]. Note that the ions will
no longer have a ioninc nature following implantation. With increasing Eimp, the width
of the gaussian widens and the peak is positioned further away from the surface. This
means that with a low Eimp, the ions will be predominantly implanted near the surface
of the a-Si layer and will not affect grain formation, upon thermal anneal, close to the
silicon wafer surface. With higher Eimp, more energetic implantation occurs and the ions
are implanted deeper into the amorphous silicon layer. Consequently, for the 1000nm
Ar implanted a-Si layer of Fig.3.14, a larger fraction of ions will be positioned close to
the silicon surface, facilitating the formation of large grains near the silicon surface and
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consequently the formation of large craters on the silicon surface. Similarly, for the 250keV
Ar implanted a-Si layers, Dpore can be observed to increase with daSi. Experiments with
much thicker daSi of 3µm and 4µm again showed a strong decrease of Dpore and RMS
roughness.

The implantation profile is not exclusively a function of Eimp however. For similar
Eimp, larger, heavier ions are implanted closer to the surface. This effect is shown in
Fig.3.16, Where it can be observed that, for a given δimp and Eimp, the largest Dpore are
realized in thinner a-Si layers with increasing ion size. This interplay between daSi, Eimp
and the used ion type is schematically shown in Fig.3.17. This schematic visualizes how
the grain size near the silicon surface will vary as a function of these parameters. This
means that for a given ion type, Eimp and daSi should be optimized in tandem for the
development of large crystal grains.

In addition to the interplay between these three parameters, Fig.3.17 and Fig.3.16
indicate that, if Eimp and ion type are chosen such that ions are implant close to the c-Si
surface, the largest Dpore are achieved for relatively thick a-Si layers. For similar δimp, the
largest Dpore of the Ar implanted sacrificial layers is 440nm, while that of the BF2 and
As implanted sacrificial layers is 253nm and 284nm, respectively. This observation seems
to suggest that the formation of larger grains is impeded in thin films, or conversely that
thicker films facilitate the formation of larger grains.

Periodic honeycomb texturing

A flowchart of all steps involved in developing the periodic honeycomb features is presented
in section 3.2.2. When all steps are optimized, the developed honeycomb texture is
determined by the mask used during step 3. The formed honeycomb structure is a function
of two parameters, which are the the period (p), defined as the distance between the centre
of two hexagons, and the height difference (h) between the corner of the hexagon and
the centre. As an isotropic etchant is used, the texture depth is equal to the distance
between edge of a hole in the mask and nearest corner of the hexagon. Consequently, h
will be equal to the distance from the centre of the hexagon to the corner, which is equal
to p√

3 , minus the radius (r) of the hole, or:

r = p√
3
− h (3.2)

The ratio of h over p is referred to as the aspect ratio. For use in thin film silicon solar
cells, the aspect ratio of the honeycomb texture should be around 0.25 [165]. Moreover, it
was concluded in earlier work that maximum photo-currents are realized in nano-crystalline
silicon (nc-Si) solar cells when p is about 0.5µm larger than the film thickness [166].
Taking into account this desired aspect ratio of 0.25 and p=3µm, a mask is used in this
work with r ≈1µm, in accordance with Eq.8.3. If the texture is used in combination
with a different PV absorber material, with a different bandgap energy and absorption
coefficient, different reflective behaviour might be preferred. In order to characterise the
change in optical behaviour as a function of p, a second mask is used with r=1µm and
p=2µm. The resulting surface textures are presented in Fig.3.18.

Finally, in addition to improving the optical behaviour of the silicon surface, the honey-
comb texture should facilitate the growth of crack-free nano- to poly-crystalline growth.
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Figure 3.18: SEM images of honeycomb structures. A1-2 have a honeycomb periodicity of 2µm, while
B1-2 have a periodicity of 3µm. A1 and B1 are surface images at 35-40 degrees tilt. A2-B2
are cross-sectional images of a c-Si honeycomb surface structure on top of which a 5µm
nc-Si layer is grown. Red arrows in image A2 indicate cracks formed in the nc-Si phase as a
result of the honeycomb surface texture.

The growth of a crystalline phase on sharp surface features can result in the formation
of cracks [63], [64], which is detrimental to solar cell performance [29], [62]. SEMS A2
and B2 in Fig.3.18 demonstrate that the formation of cracks is a function of both p and
the thickness of nc-Si film. The texture with p=3µm can facilitate the growth of a 5µm
crack free nc-Si film, while the texture with p=2µm can only facilitate very thin nc-Si
films before significant crack formation occurs. For that reason, the devices presented in
section 3.2.3 are exclusively processed on the larger honeycomb textures with p=3µm.

Optical performance of surface textures

To determine the optical behaviour of the different surface textures, the spectral re-
flectance (R) and haze in reflection (HR), as well as the angular intensity distribution
(AID) are measured. This comparison is performed between the texture using a sacrifi-
cial layer (Tsac) developed in section 3.2.3, the honeycomb textured (Thoney) developed
in section 3.2.3 and the texture with chemically smoothened pyramidal features (Tsp)
developed in [153]. SEM images for each texture are shown in Fig.3.20

The reflective behaviour of the different bare silicon surfaces is shown in Fig.3.19. R
provides information on the light in-coupling effectiveness of the textured surface. Light
in-coupling is predominantly related to the probability of multiple reflection events. The
probability of such an event taking place decreases when the mean slope of surface fea-
tures decreases. A decrease of the mean slope with increasing etching time is the cause
of the decrease in R over the entire spectral range observed for Tsp, which is in line with
[153]. The low probability of multiple reflection events for Tsp, especially for 9.5-11mins
etching time, result in R-values that are not much different from that of a flat surface, as
can be observed in the Tsac R spectra. It should be noted that the change in reflectance
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Figure 3.19: caption on next page
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3 Texturization and passivation of silicon substrates

Figure 3.19: Reflective behaviour of Tsp (green, left), Tsac (red, centre) and Thoney (blue, right). Pre-
sented are R (top, solid lines) and HR (top, dashed lines) and AID (bottom). AID
measurements show normalized intensity (normalized to max value) as a function of de-
tector angle (θdet) in reference to the incident light, with the sample positioned at a 10
degree angle, for different wavelengths (λ). For Tsp, R and HR are shown as a function of
etching time and AID measurements are shown for samples etched at 6.5mins (left) and
11mins (right). For Tsac, R and HR are shown as a function of daSi. R and HR of a
flat, polished wafer is included as reference. AID measurements are shown for the sample
with daSi=1500nm. For Thoney, R and HR are shown as a function of etching time (step
4) for honeycombs with p=2µm (R=dashed/dotted, HR=dotted) and p=3µm (R=solid,
HR=dashed). AID measurements are shown for samples with p=3µm etched for 12mins,
with right image showing AID normalized to max value in θdet=30◦-90◦ range.

due to a mean slope related change in the average angle of incidence, following from the
Fresnel equations, is minimal in the ≤45◦ mean slope range, and would be opposite in
trend.
The use of the Tsac approach results in only a marginal R decreases, by about 0-5%.
While the influence on light in-coupling is minimal, application of Tsp or Tsac changes
the scattering behaviour significantly in reference to a flat surface. The HR of Tsac is
observed to increase from a few percent to 5-60% with increasing daSi, depending on
the spectral range. Nevertheless, the small R-decrease and HR ≤30% for wavelengths
(λ)>500nm indicate that the Tsac approach might have limited effectiveness for light in
coupling and/or scattering applications, presumably as a result of the limited depth of the
formed craters. The relatively poor scattering nature is confirmed by the AID measure-
ments of the daSi=1500nm sample. Note that the slope distribution, height profile and
additional surface parameters of Tsac, Tsp and Thoney are available in the supplementary
information.
On the other hand, the HR of Tsp is close to 100% over the entire spectral range for all
etching times, indicating that no specular component remains to the reflection. While
the R and HR measurements show a minimal etching time dependence, the AID shows
a subtle yet significant change in reflective behaviour. At 6.5mins the reflected intensity
in the θdet=10-65◦ range is roughly equally distributed. However, when the etching time
is increased to 11mins, the mean slope is decreased to approximately 30◦ and light in the
visible range (λ=400-700nm) is predominantly scattered into wide 60◦ angles.
The application of Thoney appears more effective at light in-coupling then Tsp and Tsac,
especially at smaller p where width-to-depth ratios are larger and slopes are steeper. As
with Tsp, the reflectance of Thoney increases with etching time. For p=3µm, at an etch
time of 8mins, the different holes have barely reached one another (Fig.3.11 between D
and E) and the slopes are relatively steep, resulting in effective light in-coupling. With
increasing etching time, steep features are smoothened and reflection increases. HR of
the Thoney is in the 88-100% range, owing to the full surface coverage of concave features.
The periodic nature of the Thoney is also apparent in the reflective behaviour. Constructive
and destructive interference effects can be observed over the HR and R spectral range.
The interference behaviour, can clearly be observed in the AID spectra. On the bottom
right the AID spectrum normalized in the θdet=30-100◦ range of the p=3µm (12mins)
sample is presented. The maximum reflection, so the peak of constructive interference,
is observed to shift to larger θdet with increasing λ. Additionally, an increase of ∆θdet
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3.2 texturing silicon II

between peaks of constructive interference can be observed with increasing λ, so that at
larger wavelengths fewer inference peaks are present. The left figure of Thoney AID shows
however that the largest fraction of the reflected light still occurs in the normal direction.
This is likely a result of the relatively flat areas at the bottom of the honeycomb structure
positioned underneath the hole in the SiO2 mask.
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Figure 3.20: Simulated performance of a-Si/nc-Si tandem devices on flat substrates and substrates with
Tsac (red), Tsp (green) and Thoney (blue) textures. SEM images (top) show surface mor-
phology Tsac, Tsp and Thoney. A) shows the Jsc of the a-Si junction, nc-Si junction and
the sum of both junctions for the different substrate types, as a function of nc-Si absorber
thickness (dnc-Si). B) shows the spectral absorptance in each of the layer of the tandem
device on Thoney. In addition to the layers indicated in the plot (air, ITO, a-Si, nc-Si, AZO)
absorptance in the p-nc-SiOx:H layer (brown), n-nc-SiOx:H layers (green) and Ag layer (dark
grey) are indicated. C) shows the a-Si and nc-Si absorptance curves and 1-R curves for the
different substrate types, for tandem device with da-Si=300nm and dnc-Si=1.2µm.

Next we compare the light management effectiveness of the various textured substrates
when integrated in a PV device, using the GenPro4 optical model [167]. GenPro4 gives
the spectral reflectance and absorptance of each layer in a PV device and allows for the
use of AFM scans to simulate the texture. Using the multijunction a-Si/nc-Si tandem
device schematically shown in Fig.3.12 as a model, and various AFM scans, current gen-
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3 Texturization and passivation of silicon substrates

eration in the different absorbers as a function of surface texture was simulated. Fig.3.20
shows the Jsc generated in an 250nm a-Si absorber and nc-Si absorber, with a thickness
varied from 1-4µm, for a device with flat interfaces as well as Tsp (6.5 and 11mins), Tsac
(daSi=1500nm), and Thoney (12mins) textured interfaces.
The figure demonstrates that the Jsc-sum is strongly increased for all three textured sur-
faces in reference to a flat surface. The Jsc difference mainly originates from the nc-Si
bottom junction, as the a-Si-Jsc values are not much different. This is not unexpected
since i) a relatively thick a-Si absorber thickness (daSi) of 250nm is used, ii) the absorption
probability of light with λ=300-600nm in the direct-bandgap a-Si junction is relatively
high and iii) the light in-coupling effectiveness between the different junctions does not
differ much, as shown in Fig.3.19. Thoney achieves better light in-coupling than the other
textures, as indicated by the lower R-values in Fig.3.19, which is reflected in the higher
Jsc values of the a-Si junction.
The main difference is achieved in the nc-Si junction, which has a lower absorption prob-
ability and therefore benefits more from the increased optical pathlengths, and the poten-
tial for total internal reflection events, achieved with textures that scatter light effectively.
This is demonstrated in Fig.3.20C, where a strong increases in the λ=700-1100nm region
can be observed for the different textures in reference to the flat surface, for which the
optical path length is just two times dncSi before light is lost in air (1-R). The effect of
the increased scattering efficiency, as represented by HR, of Thoney and Tsp in reference
to Tsac is mainly observed in the λ=700-950nm region.
According to the simulations, Jsc-sum of Tsp and Tsac, in reference to a flat surface, is
increased by about 7-7.5mA·cm-2 and that of Thoney by about 8.5 mA·cm-2, which repre-
sents an increase of over 45%. No current matched situations are presented in Fig.3.20A.
Additional simulations show that current matching can be achieved at daSi=310nm and
daSi=1um for Tsac (12.61mA·cm-2) and Thoney (13.41mA·cm-2). Achieving current
matching of Tsp at daSi=1um requires a daSi=350nm (12.98mA·cm-2).
Additionally, Fig.3.20B shows that the difference between 1-R and the summed absorp-
tance in the a-Si and nc-Si absorbers is mainly due to parasitic absorption in the TCOs
positioned at the front (ITO) and back (AZO) of the device and some minor absorption
in the p- and n-doped SiOx:H layers.

Influence of textures on solar cell performance

Finally, the performance of n-i-p a-Si/nc-Si tandem devices processed on silicon wafers that
are textured using Tsac (6.5mins), Tsac (12mins) and Tsac (daSi=1500nm) is compared.
The device structure is schematically shown in Fig.3.12. Two sets of devices are processed;
one with a high bandgap energy (EG) a-Si absorber (a-Si(H)) with EG a-Si(H)) ≈1.7eV, de-
veloped in [73], and the other with a low-EG a-Si absorber (a-Si(L)), with EG a-Si(L) ≈1.6eV.
Deposition conditions for both can be found in [168]. The difference between the a-Si(L)
and a-Si(H) absorber can be observed in Fig.3.21A, where the absorption onset is ob-
servably shifted from about λ=730 to λ=780nm. As a consequence, use of the a-Si(H)
absorber results in increased absorption in the nc-Si absorber.

From the J-V characteristics of the tandem devices presented in Fig.3.22, a number
of observations can be made.
i) The highest Jsc-sum is achieved with Tsp, which is unlike in the optical simulations
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3 Texturization and passivation of silicon substrates

Figure 3.22: Solar cell characteristics of a-Si/nc-Si tandem devices as a function of substrate texture.
Symbols indicate the characteristics of the best (closed) and average of best 5 (open) cells
on a substrate, based on conversion efficiency. Symbol type indicates results of devices with
high-EG a-Si (diamond) and low-EG a-Si (circle). Jsc is obtained from EQE-measurements
and is presented separately for the bottom nc-Si junction, top a-Si junction and sum of both
junctions.

presented in the preceding section. The Jsc-sum is especially high for the a-Si(H) samples,
while for the a-Si(L) samples it is not much different from the Thoney. The high Jsc-sum
of Tsp is mainly a result of generation in the bottom junction, which is considerably
higher in reference to Tsac and Thoney. The EQE-curve in Fig.3.21B shows that is
mostly due to a large interference fringe with high reflectance for Thoney in the λ=600-
800nm range. The presence of the interference peak likely results from the bottom of
the honeycomb, which appears optically flat, as indicated by the relatively large specular
component in the AID measurements of Thoney. A spectral shift of the interference
fringes has been demonstrated, for instance, as a function of the thickness of a n-nc-
SiOx:H layers positioned between two junctions [152]. The difference between simulated
and experimental results is therefore likely due to a difference in layer thicknesses.
ii) The Jsc-sum of Tsac is 2-4mA·cm-2 lower than Tsp and Thoney due to the relatively
low roughness of the surface. The interference fringes that can be expected from an
optically flat surface with a large specular component to the reflection (no anti-reflection
coating, refractive index grading and/or nanoscale-roughness at the front of the devices),
and with thin layers in the 10-250nm wavelength range, can be observed in the Fig.3.21B
for λ >700nm. Tsac also has the highest Voc’s. The relation between substrate roughness
and Voc is well documented [62], [63], [157], [169], [170] and is especially relevant for
the growth of nano- to poly-crystalline materials. This Jsc-Voc trade-off as a function of
substrate roughness demonstrates well the challenges in developing the right texture of
optimal device performance.
iii) The highest efficiencies are achieved on the Tsp, with Thoney (a-Si(L)) a close second.
The Voc*FF of Thoney suffers, presumably due stress induced in the nc-Si layer due to the
relative steepness and periodic nature of the honeycomb slopes. More detailed research is
being performed on the relation between 1. the honeycomb design ( r and p of the mask
and etching time), 2. the nc-Si properties (dncsi and processing conditions) and 3. the
external PV device characteristics.
iv) The EQE of Thoney in Fig.3.21B also demonstrates the attractiveness of this periodic
texture, as the highest response in the infrared (λ >1000nm) is achieved using this
periodic texture, which is in line with the constructive interference peaks observed in the
AID measurements in this spectral range. This feature makes it of potential interest in
multijunction silicon devices such as the one in [54], [171]–[173], where high (infra)red
response is essential for achieving high conversion efficiencies.

3.2.4 Conclusion
In this work, the optimization of two texturing approaches are presented that results in
smooth, concave surface features on monocrystalline silicon. For Tsac, a sacrificial im-
planted poly-c-Si layer is used to develop a random surface texture. The influence of the
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processing conditions (layer thickness, implantation energy, dose and ion type, annealing
time and temperature) of the sacrificial layer on the developed surface features is inves-
tigated. A relation is established between the implantation energy and ion type and the
a-Si layer thickness. Additionally it was found that the largest features are formed at high
implantation dose and relatively thick a-Si layers.
Additionally, a photolithographically developed honeycomb texture (Thoney) is presented.
The influence of mask design on the honeycomb features is discussed and a relation is
established between the honeycomb period and crack formation in nano-crystalline silicon
layers.
The reflective properties of a number of Thoney and Tsac surfaces are characterized and
compared to a third texturing approach, consisting of chemically smoothened pyramidal
<111> feature (Tsp). It was demonstrated that high optical scattering yields can be
achieved for both Thoney and Tsp. The angular intensity distribution of the period hon-
eycomb texture shows a strong wavelength dependence, that should be tunable through
photolithographic mask design.
Finally, the performance of the different textures integrated in a-Si/nc-Si tandem devices
is compared using both optical device simulations and real device measurements. Simula-
tions demonstrate strong improvements in Jsc-sum (≈45%), in reference to a flat surface,
for Thoney and Tsp and high Voc*FF of over 1V are demonstrated for Tsp.
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4 Optimal bandgap profiling of stoichiometric absorbers

4.1 An expedient semi-empirical modelling approach for
optimal bandgap profiling of stoichiometric
absorbers: a case study of thin film amorphous
silicon germanium for use in multijunction
photovoltaic devices

This section was published in Solar Energy Materials & Solar Cells∗

Abstract
Bandgap energy profiling is applied in a variety of materials for photovoltaic technologies,
such as chalcogenides, III-V materials and perovskites. Bandgap profiling of the absorber
layer is used to fight the fundamental loss mechanisms imposed by the bandgap energy
of the absorber for the maximum voltage and current that a photovoltaic device can gen-
erate. The bandgap profile can be affected by a number of profiling strategies, such as
the difference between the maximum and minimum bandgap energy, the position of the
minimum bandgap energy, the width over which this minimum bandgap energy occurs and
the total absorber width. These parameters have a complex effect on output characteris-
tics of a photovoltaic device. Varying multiple parameters at once further increases the
complexity, limiting the effectiveness of rigorous physical opto-electrical modeling. In this
work we therefore present an expedient semi-empirical approach for the optimal bandgap
profiling of stoichiometric absorbers.

Using PECVD processed amorphous silicon germanium as a model, we present a unique
set of semi-empirical relations that simulate the VOC and JSC of solar cells as a function
of the bandgap energy profile. For this model, the influence of deposition conditions such
as the relative germane flow rate, the deposition power and substrate temperature on the
opto-electrical properties of a-SiGe:H films is first characterized. Opting for the relative
germane flow rate to control the bandgap profiling, the experimental results of a large
number of solar cells with profiled a-SiGe:H absorber are presented, varying: 1. the ab-
sorber thickness, 2. the peak germane flow rate, so minimum bandgap energy, and 3. the
introduction of a plateau at the minimum bandgap energy. Using this experimental data
and optical simulations, the expedience and effectiveness of the semi-empirical approach
is demonstrated.

∗Thierry de Vrijer, Harsh Parasramka, Steven J. Roerink, Arno H.M. Smets, “An expedient semi-
empirical modelling approach for optimal bandgap profiling of stoichiometric absorbers: a case study
of thin film amorphous silicon germanium for use in multijunction photovoltaic devices”, Solar Energy
Materials & Solar Cells, 225, 111051 (2021). DOI:10.1016/j.solmat.2021.111051
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4.1 bandgap profiling: a-SiGe:H

4.1.1 Introduction

The bandgap energy of the absorber layer of a photovoltaic (PV) device introduces limits
for the maximum voltage and current that the device can generate. Bandgap energy
profiling of the absorber layer is an interesting technique to stretch these limits. Through
profiling a bandgap energy gradient can be introduced along the growth direction of the
absorber layer. Bandgap profiling is applied in a variety of materials for PV technologies,
such as chalcogenide materials like Cu2Sn1-XGeXS3 [174], Cu2ZnSn(S,Se)4 [175] and CIGS
[176], III-V materials like AlGaS [177], [178] and perovskites [179]–[181]. The bandgap
profile can be affected by a number of parameters, such as the difference between the
maximum and minimum bandgap energy, the position of the minimum bandgap energy,
the width over which this minimum bandgap energy occurs and the total absorber width.
Each of these parameters have a complex effect on output characteristics of a PV device,
such as the open-circuit voltage (VOC) and the short-circuit current density (JSC). The
complexity is further increased when multiple parameters are varied at once.
This complexity makes rigorous physical opto-electrical modeling to predict output char-
acteristics of a PV device with a profiled absorber layer an arbitrary and rather futile
endeavour. For that reason, based on a combination of experimental data and optical
simulations, we present in this work a unique and expedient semi-empirical approach to
simulate the VOC and JSC for stoichiometric absorbers to achieve optimum bandgap pro-
filing.

For the development of the semi-empirical approach hydrogenated amorphous silicon
germanium (a-SiGe:H) is used. a-SiGe:H is processed using plasma enhanced chemical
vapour deposition (PECVD), which is a mature process that provides excellent control
over processing conditions and consequently material growth and produces reliable de-
vices. The opto-electrical properties of a-SiGe:H strongly depend on the germanium (Ge)
fraction. By controlling the Ge fraction PV devices with profiled a-SiGe:H absorbers
can be processed with a range of VOC’s and JSC’s. Using the semi-empirical relations
presented in this work the absorber profiles can be predicted that result in the highest
VOC*JSC product. Alternatively, the highest VOC can be found for a given JSC or the
highest VOC*JSC can be found for a given minimum bandgap energy.

The latter two are of particular importance for multijunction PV devices, since for op-
timal operation of a 2-terminal monolithically integrated multijunction device the photo-
generated current in each junction should be similar. The transmission and absorption
in all individual sub-cells combined with current matched operation conditions have a
complex interplay that depends on the multi-junction design. a-SiGe:H for instance has
been used in a range of device configurations, such as triple junction amorphous silicon
(a-Si:H)/ a-SiGe:H/ nanocrystalline silicon (nc-Si:H) [182], proto-Si/ a-SiGe:H/ nc-Si:H
[183] and a-Si:H/ a-SiGe:H/ a-SiGe:H [184] devices, as well as quadruple junction a-Si:H/
a-SiGe:H/ nc-Si:H/ nc-Si:H [173], a-Si:H/ a-Si:H/ a-SiGe:H/ nc-Si:H [55] and a-SiOX:H/
a-SiGe:H/ nc-Si:H/ nc-SiGe:H [185] devices. The combination of available solar spec-
trum, spectral range of absorption and required photo-generated current of the a-SiGe:H
junction is different for each of these configurations. The semi-empirical model presented
in this work allows for a quick and expedient optimization of the profiled a-SiGe:H ab-
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4 Optimal bandgap profiling of stoichiometric absorbers

PRF p TS SiH4 GeH4 H2 CO2 B2H6 (200ppm) PH3 (0.2%)
(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (sccm) (sccm) (sccm) (sccm)

i-a-SiGe:H 27.8 3.6 180 30 0.4-5.3 200 - - -
p-SiOX:H 83.3 2.2 180 0.8 - 170 2.3 20 -
p-nc-Si:H 83.3 2.2 180 0.8 - 170 - 20 -
n-SiOX:H 76.4 1.5 180 1 - 120 1.6 - 2
n-nc-Si:H 76.4 1.5 180 1 - 120 - - 3
n-a-Si:H 27.8 0.6 180 40 - - - - 11

Table 4.1: Conditions used for the various PECVD processed layers

1 2 4 5 63

Glass
AZO
n-layer
p-layer

intrinsic layer
ITO
metal W

Figure 4.1: Processing flow chart for the n-i-p substrate solar cells presented in this work.

sorber for each of these architectures, without the need to process a large number of
multijunction devices.

In the first section we will investigate the influence of deposition conditions on the
stoichiometry and opto-electrical properties of a-SiGe:H films. In the second section we
will investigate the effect of the Ge fraction, thickness and grading profile in single junction
a-SiGe:H solar cells. Finally, based on these experimental results, we introduce a set of
unique semi-empirical relations for the JSC and VOC as a function of the peak germane
flow rate, absorber thickness and plateau fraction of the profiled a-SiGe:H absorber.

4.1.2 Experimental section
The films and devices presented in this work are processed on Corning Eagle XG glass,
using a radiofrequency plasma enhanced chemical vapor deposition cluster tool. The
deposition conditions of the a-SiGe:H absorber materials and doped layers are indicated
in Table4.1.

Films

All a-SiGe:H films are processed with the conditions reported in Table4.1, unless specif-
ically mentioned otherwise. The thickness, real part of the refractive index and optical
bandgap energies were determined through Spectroscopic Ellipsometry (SE). The SE mea-
surements were fitted using a Cody-Lorentz model. The E04 was determined by calculating
the photon energy at which the absorption coefficient equals 104cm-1. Raman measure-
ments were performed using a Renishaw inVia Raman Microscope, using an Argon laser
with an operational wavelength of 514.5nm. The Raman plots shown in this work were
normalized using the total number of counts in the reported range.
To perform dark conductivity measurements, 500nm Aluminium parallel electrodes were
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Figure 4.2: Schematic representation of bandgap profiling in an a-SiGe:H absorber layer. The FGeH4 and
approximate EG are visualized as a function of the position in the absorber layer. In this
work the i/p-interface is located at position 0 and the i-n interface is located at position W .
W indicates the total absorber width, while w1,w2 and w3 indicate i/p-region width, plateau
region width and i/n-region width, respectively. The ratio of the i/p-region width to the
i/n-region width is indicated by rw=w1/w3. The plateau fraction is defined as f∆W=w2/W .
A V-shaped absorber profile occurs when w2=0, while a U-shaped profile occurs when w2¿0.

evaporated onto the processed films. The current conducted between the two electrodes
was then measured at a fixed temperature and voltage of 10V. By repeating this measure-
ment at 5◦C intervals, from 130◦C to 60◦C, the dark conductivity at room temperature
(σd) and the activation energy (Eact) can be calculated using the Arrhenius equation.
Regarding error, the E04 is extracted from SE measurements. Based on mean square error
analysis, the E04 has an error margin of ±0.001eV. For a number of selected samples 5
points were measured on a single film. Based on these measurements a maximum error
margin of ± 0.01eV can be reported for the E04. Similarly, for the dark conductivity
measurements, 4 different sets of contacts were measured on a single film. The resulting
dark conductivity values showed an maximum error margin of ± 20%.

Cells

The solar cells were processed in n-i-p substrate configuration. Solar cell processing con-
sists of a number of steps, as schematically shown in Fig.4.1. The process starts with
Corning glass that is cleaned in consecutive ultrasonic baths of acetone and isopropanol.
In step 2 a sacrificial 700nm aluminum-doped zinc oxide (AZO) layer is sputtered on the
glass. In step 3 the AZO layer is completely etched away in a 1:3:6 HF (40%):HNO3
(69%):H2O solution, resulting in textured glass. This approach was first developed by
[186] and [72]. Then, in step 4, again a 700nm AZO layer is sputtered onto the glass,
in an Argon atmosphere at 400◦C. This AZO layer serves as the back contact. A trans-
parent back contact is used, without a back reflector. This situation with minimal back
reflection provides the most straightforward relation between the variations in a-SiGe:H
profiling and the generated JSC and VOC. Moreover, it better represents the light absorp-
tion performance of the a-SiGe:H cell used in a multijunction configuration. In step 5 the
photo-active stack is processed on the AZO layer. A strip of AZO on either end of the
substrate is masked during deposition. Finally, in step 6, a 70 nm ITO layer is sputtered on
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5.3sccm FGeH4 (right). Measurements are normalized using the total count in the reported
range. Identification of peaks are indicated in the plots. Ge-Ge, Si-Ge and Si-Si indicate the
collective Ge-Ge, Si-Ge and Si-Si stretching modes in an amorphous state

top of the photo-active stack, followed by the thermal evaporation of a 500nm Aluminum
grid. A mask is used during these two steps to develop 20 separate 16mm2 cells on each
substrate. The photoactive stack consist of a number of layers, which are in processing
order: 6nm n-nc-Si:H/ 30nm n-SiOX:H/ 5nm n-a-Si:H/ 4nm i-a-Si:H / 150nm i-a-SiGe:H
/ 3nm i-nc-Si:H/ 12nm p-SiOX:H / 3nm p-nc-Si:H.

The profiled a-SiGe:H absorbers were obtained by gradually changing the germane gas
flow rate FGeH4, while the other deposition conditions are kept constant. This is schemat-
ically shown in Fig.4.2, where it can be seen that the FGeH4 is initially ramped up in the
i/p-region (w1), then kept constant in the plateau region (w2) and finally ramped down
in the i/n-region (w3). The total absorber width is indicated by (W ). The profiling in
the i/p- and i/n-regions was accomplished by dividing the regions in small sections with
a fixed thickness, each with a different FGeH4. The FGeH4 dependent deposition rate,
determined from film measurements, was then used to calculate a deposition time for
each separate section.
The J-V measurements of the solar cells were performed using an AM1.5G solar simula-
tor, illuminated from the p-side, at an illumination of 100 mW·cm-2 under a controlled
temperature of 25◦C. The VOC and fill factor (FF ), used to calculate the conversion
efficiency of the cells, were extracted from the J-V curves. The JSC was calculated from
the external quantum efficiency (EQE) data, by weighing with the AM1.5G spectrum.
The presented solar cell performance data was obtained by measuring 20 cells on each
substrate and averaging the 5 best performing ones.

4.1.3 Results and Discussion
Material

With the intent to develop an absorber layer with a profiled bandgap energy, we consider
two ways to realize a change in bandgap energy in a-SiGe:H. The first is through varia-
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tions in the material stoichiometry, the second is through densification of the amorphous
phase. In this section we report how deposition conditions influence the material density
and stoichiometry and consequently the opto-electrical properties.
First we discuss the effect of the relative Germane flow rate (FGeH4). A number of samples
were processed at a FGeH4 ranging from 0.4 to 5.3sccm. For these samples the SiH4 and
H2 flows are kept constant at 30sccm and 200sccm. Structural analysis of these samples
is presented in Fig.4.3(left). As expected, with an increase of FGeH4 the peaks in the
170-280cm-1 range, associated with the amorphous germanium (Ge)-Ge LA- (177cm-1),
LO- (230cm-1), and TO- (278cm-1) modes, continuously increase with respect to the
amorphous silicon (Si)-Si TO-mode at (480cm-1). The peak at 380-390cm-1 is a super-
imposition of peaks related to amorphous silicon LO mode and Si-Ge stretching modes.
With increasing Si-Ge bonding, the peak intensity is seen to increase and is shifted down-
ward. Finally, for the 0.8-1.6sccm FGeH4 samples the amorphous Si-Si TA mode is visible
at 160cm-1, but this peak is “absorbed” in the larger a-Ge:H peaks as the Ge fraction
increases.
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Fig.4.3 shows that the effect of the substrate temperature during deposition TS on the
Ge-fraction seems to be dissimilar for different FGeH4. For the 2.4sccm Fig.4.3(centre)
sample the fraction of Ge-Ge bonds slightly increases with respect to the fraction of Si-
Si bonds, with increasing TS. However, the 5.3sccm FGeH4 sample series Fig.4.3(right)
shows the opposite effect. The reason for this is unclear. Regardless, the effect of FGeH4
on the Ge-fraction is much stronger than that of TS.

In Fig.4.4 the E04 and σd of the films are plotted as a function of the FGeH4, for
different substrate temperatures. The figure shows that, within the measured range, E04
decreases linearly with increasing FGeH4, owing to the change in the Ge-fraction. For all
measured substrate temperatures (TS), the E04 decreases with about 0.21-0.24eV when
FGeH4 is increased from 0.8 to 5.3sccm. Both the decreasing bandgap energy with in-
creasing Ge-fraction [187]–[198] and linear relation [188], [190], are in line with earlier
reports.
A decrease of the TS also leads to an approximately linear increase of E04. For all mea-
sured FGeH4 the E04 decreases about 0.16-0.2eV when temperature is increased from
120◦C to 210◦C. This occurs despite the fact that the TS has no clear continuous effect
on the Ge-fraction. This indicates that the band gap shift as a function of TS occurs
primarily due to densification of the films, which is supported by the refractive index (n)
of the films. At 2.4 sccm, for instance, n at a wavelength of 600nm increases from 3.91
to 4.70 when TS is increased from 120◦C to 210◦C. At 5.3sccm n increases from 4.39 to
4.93 in the same range.

Next we evaluate the electrical properties of the films, by considering the dark con-
ductivity at room temperature (σd). The σd increases strongly with increasing FGeH4.
Depending on the TS, σd increases between 1-3 orders of magnitude. Part of this in-
crease can be attributed to the bandgap narrowing. For example, increasing the FGeH4
from 0.8sccm to 5.3sccm for the 150◦C samples decrease the bandgap energy by about
0.22eV, and the Eact by about 0.12eV. The increased σd is likely also a consequence of
an increased disorder in the material. a-Si:H disordered materials have already a complex
nature. The addition of Ge makes it even more complex [195], specifically when the ma-
terial is changed from a-Si:H to a-Si0.5Ge0.5:H [189], [199].
The increased disorder can be a result of a few properties of germanium: I. The difference
between the average Si-Si and Ge-Ge bond length puts strain on the amorphous network,
resulting in disordered material growth. II Ge is heavier than Si. The influence of ion
impact of the heavier GeHX radicals, can results in more ion induced lattice amorphisa-
tion. Moreover, the heavier GeHX radicals have lower mobility on the growing surface for
similar temperatures [196]. Both these effects can result in a higher deposition rate and
more porous growth. III The preferential bonding of atomic hydrogen to silicon, resulting
in a reduced hydrogen content and increased unpassivated dangling bond density with
increasing Ge fraction [189], [199], [200]. The increase in disorder results in an increased
defect density. Moreover, the dominant defect type in a-Ge:H has energy levels close to
the conduction band [201]. This results in a more n-type material, causing an increase
of the dark conductivity and strongly reduces the minority carrier lifetimes [187]. The
dark conductivity also shows a clear increase with increasing TS, which is in line with
[202]. This is most likely related to a continuous decrease of the hydrogen fraction in the
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material, that reportedly occurs with an increase of TS [195], [202], [203].

Finally, we consider the influence of the RF power (PRF). Fig.4.5(top) shows that the
PRF does not seem to significantly affect the Ge fraction and Si-Ge bonding in the films.
However, the E04 increases and σd decreases continuously within the measured range, as
shown in Fig.4.5(bottom). This decrease in σd is likely the result of a decrease of defec-
tive regions in the amorphous network with more energetic ion bombardment. There are
3 possible mechanisms that could accomplish this: I Densification of the already grown
a-SiGe:H tissue, due to the impact of heavy Ge ions [32]. II Increased surface diffusion of
high energy GeHX species [199]. III Enhanced generation of atomic hydrogen, resulting
in increased preferential surface etching of weakly bonded GeHX and SiHXradicals. Re-
gardless of the underlying mechanisms, we consider the relative FGeH4 to be the most
straightforward way to control the bandgap energy of the a-SiGe:H material, which has a
more predictable linear dependence.
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Single junction

After characterization of the a-SiGe:H films, a number of single junction solar cells were
processed. These solar cells are initially processed with a V-profile, which means the
plateau region width w2, as indicated in Fig.4.2, is equal to 0. For the development of
the semi-empirical relations, we first determined the effect of the position of FGeH4 peak
on the VOC and FF of the devices. This is accomplished by varying the ratio of the
i/p-region width w1 to the i/n-region width w3, indicated by rw=w1/w3, while keeping
the absorber thickness W constant at 150nm. Fig.4.6 demonstrates that the VOC contin-
uously increases with increasing rw, while the FF decreases. This observation is in line
with earlier reports [204]–[206].
The VOC increase with increasing rw can be intuitively understood as the position of
lowest bandgap is moved away from the doped layer interface. More specifically, the VOC
increase can be understood to be a result of a decrease of the defect density near the
i/p-interface with an increased i/p-region width, or rw, since the defect density is lowest
for low Ge-fractions. Note that in this series of cells rw ≤ 1, so the the i/p-region width
remained below half the width of the absorber. The increase of FF with decreasing i/p-
region width has been reported in earlier work [204] where the FF was shown to increase
in U-shaped a-SiGe:H cells independently with both an increase of the i/n-region width
and a decrease of the i/p-region width.

We then experimentally determined the effect of three profiling strategies for stoichio-
metric absorbers on the J-V characteristics of single junction solar cells. These are the
maximum bandgap energy difference in the absorber, the shape of the bandgap profile
and the absorber thickness. More specifically, we adjusted I. the peak germane flow rate
FGeH4 peak, so minimum bandgap energy, for V-shape profile and fixed 175nm thickness
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Figure 4.8: Solar cell performance as a function of different bandgap profiling strategies. Top plots show
EQE as a function of wavelength, for different values of FGeH4 peak (left), W (centre), and
f∆W (right). In the bottom plots, JSC (bottom, red diamonds) and VOC (bottom, blue
circles) are plotted as a function of FGeH4 peak (left), W (centre) and f∆W (right). When
not varied, the cells were processed at a thickness (W ) of 175nm, a FGeH4 peak of 4.3sccm
and a f∆W of 0%. Inset in top right plot shows reflectance as a function of wavelength for
various plateau fractions.
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and rw (Fig.4.7-top, red), II. The total thickness W of the absorber for a V-shaped profile
with a fixed rw (Fig.4.7-middle, green) and III. Shifting from a V- to a U-shape profile,
through the introduction of a plateau at FGeH4 peak, with a fixed rw and W=175nm
(Fig.4.7-bottom, blue). The ratio of the plateau region width w2 with respect to W is
indicated by the plateau fraction (f∆W).

The effect of the profiling strategies on the VOC, JSC and EQE of the cells are shown
in Fig.4.8. For all strategies there is a clear trade-off between the VOC and JSC. An
increase of FGeH4 peak affects the VOC and JSC most drastically of the three profiling
strategies. An increase of the FGeH4 peak from 1.6 to 5.3 sccm leads to a VOC drop of
over 180mV, while the JSC increases by 3 mA·cm-2. This trade-off is in line with earlier
reports [173]. The EQE curves show that the onset of absorption in the lower infrared
region is shifted to higher wavelengths. This is the result of a decreased EG over the
entire width of the absorber layer with increasing FGeH4 peak. This additionally results
in an absorption increase over a larger spectral range, which is apparent from around a
wavelength of 500nm, since for shorter wavelengths the absorption probability is already
near unity.
Considering the effect of thickness, Fig.4.8 shows that an increase from 160 to 230nm
leads to the expected absorption increase in the red and near-infrared part of the spectrum.
The VOC is decreased. Interestingly, the penalty in VOC is less then 20mV, for an increase
in JSC of almost 1.5 mA·cm-2. The VOC decrease can intuitively understood to be a re-
sult of a weakening of the electric field across the absorber width with increasing intrinsic
layer thickness. More specifically, the VOC decrease is a result of increased recombination,
since a fraction of generated carriers has to traverse a larger distance across the absorber
to either contact, increasing the recombination probability. It should be noted that the
VOC decrease occurs despite the small increase that could be expected from the increase
in JSC, since VOC ∼ lnJph.
Finally, an increase of the f∆W has a similar trade-off. An increasing f∆W leads to a
decrease of the average bandgap energy of the absorber, increasing the JSC. At the same
time the VOC of the absorber is decreased as the average bandgap energy is decreased and
both the i/p- and i/n-region width are decreased with increasing plateau fraction. The
effect of plateau fraction seems to have two regions however. Increasing f∆W from 0% to
20% results in an additional 1.7 mA·cm-2 at the cost of only 13mV. If f∆W is increased
further, the penalty to VOC becomes more severe and the gain in JSC is significantly
reduced.
It should be noted that the JSC gain with plateau increase occurs despite an increase of
reflection from the front of the device. This is demonstrated by the inset in the rightmost
EQE plot, where the reflectance is plotted as a function of wavelength, for the different
f∆W values. A similar effect was observed with increasing FGeH4 peak. The change in
reflectance is likely the result of an increased refractive index mismatch. At a wavelength
of 650nm the refractive index of a-SiGe:H is increased from 4.26 at 1.6sccm to 4.45 at
5.3sccm, increasing the mismatch with the a-Si:H buffer (4.20) at the i/p-interface. With
increasing f∆W the width over which the mismatch occurs is decreased, thereby increas-
ing reflection.

The findings presented in the this section result in some design rules for optimal device
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performance with an profiled stoichiometric absorber. Considering the large trade-off
between the VOC and JSC as a function of FGeH4 peak, this profiling strategy should mainly
be used to tune the region in which a-SiGe:H layer is absorbing. When the absorption
occurs in the desired spectral range, a higher current density can be realized by plateau
introduction and by increasing the W , which both have their respective influence on the
VOC.

Semi-empirical simulations

The information presented in the preceding section can be used to find the optimal
bandgap profile for a range of device architectures. To that end, using a combination
of experimental data and optical simulations, we developed a set of semi-empirical rela-
tions that includes the effect of all three profiling strategies. The goal of these relations is
not to present a rigorous physical study such as those performed in [205]–[207]. Instead,
the emphasis is on the development of an expedient, semi-empirical approach, based on
physical relations, to achieve optimum bandgap profiling. This approach has some im-
portant applications. For instance, if a specific JSC is required, the combination of W ,
FGeH4 peak and f∆W resulting in the highest VOC can be found. Alternatively, for a cer-
tain FGeH4 peak, so spectral range of absorption, the combination of W and f∆W can be
found that results in the highest VOC-JSC product. It should be noted that the FF is
not considered in this study as it is too heavily dependent on series- and shunt-resistance
fluctuations that originate from influences outside of the profiled absorber layer.

Parameter input and accuracy. Several assumptions were made to obtain the semi-
empirical relations. In section 4.1.3 the processing conditions of the doped layers were kept
constant. Consequently, the impact of the doped layers and the doped layer/absorber-
interfaces were not taken into account in the simulations. The continuous nature of the
germanium distribution in the absorber was simplified, instead using an average Ge frac-
tion for different parts of the absorber. Moreover, the constants in the equations were
fitted to the experimental data presented in this work. Fitting the same set of equations
to different experiments would yield different constants. Something relatively simple as
introducing a back reflector, for instance, would already significantly change the absolute
JSC values. As such, the absolute values of the JSC and VOC are not as important as the
approach itself and the trends in these values in response to changes in the bandgap profile.

For the development of the semi-empirical relations it is important that the thickness
of the absorber layer is determined accurately. In most works concerning the use of thin
films in device applications, a reported thickness is actually an estimated or intended
thickness. The estimated layer thickness is often based on the deposition rate of a film
processed under the same conditions. There are however a number of factors that can
result in a mismatch between the intended and actual thickness of a layer in a device.
Such factors include: 1. A difference in substrate texture. The film measurements are
performed on flat substrates, whereas the devices are processed on textured substrates.
2. A difference in substrate material. The material phase of the substrate can affect the
growth and growth rate of a thin film. 3. Experimental error in the measurements used
to determine the deposition rates. 4. For chemical vapour deposition of stoichiometric
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profiled absorbers, the influence of the precursor gas residence time on Ge profiling can
influence the growth rate. In the case of our a-SiGe:H processing for instance, discrete
steps are used in the FGeH4 profiling. Deposition rate differences as a function of FGeH4
are accounted for in the FGeH4 deposition profiles, as detailed in section 4.1.2. However,
in reality the precursor gas availability is not discrete, due to the gas-residence time. 5.
Atomic hydrogen etching during the next deposition. Some material could be removed
by the subsequent processing of layer using the H2-rich plasma. 6. The assumption of a
linear deposition rate as a function of time.
As there are a number of reasons for a potential deviation between the intended and actual
absorber thickness, optical simulations of the cells were performed using GENPRO4 [167].
For the optical simulations, in addition to the nk data of the a-SiGe:H films, the nk data
of all other layers in the devices was obtained through SE measurements. Moreover, the
surface roughness of the textured glass was measured using atomic force microscopy, in
order to accurately simulate the texture, and thereby the refractive and diffractive light
scattering, at the interfaces between different layers. Using this data, we successfully
replicated the EQE curves of all 3 experimental series shown in Fig.4.8, by only changing
the relevant variable (i.e., f∆W, W , or FGeH4 peak). Not only the shape of the EQE’s
was accurately matched, the deviation between the measured and simulated JSC was
only 1.7% on average with a maximum of 3.2%. The thickness values from the optical
simulations are therefore reported in this work and used for the following semi-empirical
relations.

JSC relations. We first consider the JSC. As observed in Fig.4.8, the three profiling
strategies have two distinct effects. The FGeH4 peak changes the spectral range of ab-
sorption, while W and f∆W affect the fraction of light that is absorbed, according to the
Lambert-Beer law. For the low light trapping, single pass conditions considered in this
work the generated photo-current can intuitively be expressed as:

Jph ≈ K1

(
1− exp[−

∫
α(λ)dλ W ]

)
, (4.1)

Here K1 is a constant that is a function of the absorption onset. In cells with profiled
a-SiGe:H absorbers, the absorption coefficient changes along the width of the absorber.
Consequently, Eq.4.1 cannot be directly applied in this case. To simplify analysis, the a-
SiGe:H absorber is split-up into w1, w2, and w3, as indicated in Fig.4.2. For simplicity, an
average absorption coefficient is assumed for each of the regions, indicated by α1, α2, α3.
The total photo-current generated in the absorber can be calculated by simply adding up
the generated photo-currents of each part. Therefore:

Jph ≈ K1{1− exp(−α1w1 − α2w2 − α3w3)} (4.2)

Now, if we rearrange the terms in Eq.4.2 and keep rw, the ratio of w1 to w3, constant,
we arrive at:

Jph ≈ K1

[
1− exp

{
−α1rw + α3

1 + rw
W −

(
α2 −

α1rw + α3

1 + rw

)
Wf∆W

}]
(4.3)

The terms highlighted in blue can be considered constant for this study. In the ideal
case, the Jph is equal to the JSC. However, the experimental results seem to indicate that
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Figure 4.9: The results of fitting the semi-empirical relation described in Eq.?? to the experimentally
obtained JSC’s from the FGeH4 peak series, the thickness series and the plateau fraction
series. R-square values indicate the goodness of fit. The values obtained for the fitting
constants are indicated in the figure with their respective 95% confidence intervals between
brackets.

the collection efficiency cannot be neglected. In particular, the small overall increase of the
EQE’s in Fig.4.8 with increasing f∆W seems to indicate the presence of a barrier against
charge carrier collection. Therefore a separate term must be introduced to account for
the collection efficiency of generated charge carriers. If we substitute the first constant
term in blue by K2 and the second term by K3, the expression for JSC then becomes:

JSC ≈ K1{1− exp(−K2W −K3W∆w)} −K4 (4.4)

Here K4 is a constant term representing the collection efficiency. Equation 4.4 is
intuitively appealing. If the f∆W is kept constant, the JSC increases exponentially with
W following the Lambert-Beer law. If W is kept constant and the f∆W is increased, the
JSC increases because a larger fraction of the device has a higher absorption coefficient.
If W is increased to infinity, the JSC becomes equal to K1. K1 is therefore logically a
function of the minimum bandgap energy.

The next step is to express the relation between K1 and the minimum bandgap energy
(Emin). For this we consider the number of additional photons available in the AM1.5G
spectrum by a ∆E shift in Emin. For cells with an a-SiGe:H absorber, the relevant spectral
range over which Emin may shift is about 1.3-1.8eV. In this spectral range, the AM1.5G
spectrum can be approximated with relative accuracy as a linear function of 1

Emin
. This

relation was chosen for its simplicity: it is physically equivalent to assuming that the
spectral power density decays linearly with increasing wavelength. This means that the
magnitude of increase in K1 decreases inversely with an increase in Emin. In other terms:
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plot indicate JSC as a function of plateau fraction and thickness, at FGeH4 peak=2.4 (left),
3.3 (centre,left), 4.3 (centre, right), 5.3 (right). Values are obtained using using Eq.4.8 and
the constants presented in Fig.4.9.

dK1

dEmin
= K5

1
Emin

+K6 (4.5)

Here K5 and K6 are constants. We have established in section 4.1.3 that E04 ap-
proximately linearly depends on FGeH4. Using this relation, and the experimental data
presented in Fig.4.4, the Emin can be expressed as a function of FGeH4 peak, according
to:

Emin = 1.86− 0.0773 FGeH4 peak (4.6)

We would like to point out that while the relation between FGeH4 peak and Emin is
fundamental, the constants presented in Eq.4.6 are specific to our processing chamber.
We also recognize that the E04 is not equal to the electrical bandgap energy of the
material. However, due to the nature of the presented relations, we make the assumption
that a change in E04 is approximately equal to a change in the electrical bandgap energy.
Using Eq.4.6 parameter K1 can be reduced to a function of the relative FGeH4 peak.
Integrating Eq.4.5 and using Eq.4.6, we obtain:

K1 ≈
K5

1.862
(

1− 0.0773 FGeH4 peak
1.86

)2 + K6

1.86
(

1− 0.0773 FGeH4 peak
1.86

) +K7 (4.7)

The short-circuit current density can now be expressed entirely in terms of W , f∆W,
and FGeH4 peak. Collectively, these variables define the bandgap profile. Moreover, since
0.0773 FGeH4 peak

1.86 is always less than 1 for the range of germane flow rates used in this study,
the term K1 can be assumed to have a linear dependence on the FGeH4 peak. Eq.4.7 can
therefore be simplified and the complete expression for JSC now becomes:

JSC ≈ (K ′5 +K ′6 FGeH4 peak) {1− exp(−K2W −K3Wf∆W)} −K4 (4.8)

There are 5 constants in this equation: K2,K3,K
′
5,K

′
6 and K4. These constants

were determined with the experimental data presented in Fig. 4.8. The fact that the
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experimental data consists of three separate series, in which a single parameter is varied,
simplifies the process of curve fitting. For instance, when only thickness is varied, the
equation reduces to a relatively simple Lambert-Beer law expression. Similarly, when only
the FGeH4 peak is varied, the exponential term in the equation can be considered con-
stant and the equation assumes a linear form. As such, the task of fitting a complicated
equation was performed by simultaneously fitting three relatively simple equations to the
experimental series. In this way, the constants K2,K3,K

′
5,K

′
6 were evaluated for all 3 ex-

perimental series while a separate value of K4 was determined for each experimental series.

The results of the fitting procedure, including the coefficient of determination (R2)
and the values obtained for the different fitting constants, are presented in Fig.4.9. Using
these values and Eq.4.8, the contour plots of Fig.4.10 are obtained. As before, the strong
effect of the FGeH4 peak is very clear. For a certain combination of W and f∆W, the JSC
can be increased by several mA·cm-2 when FGeH4 peak is increased. Moreover, the effect
of thickness and plateau fraction are insightfully visualized and provide an expedient tool
for device design. If for example, given a certain device architecture, the JSC generated
by the a-SiGe:H junction should be increased without changing the absorption onset. For
instance from 15.4mA·cm-2 to 16.4mA·cm-2 at a 4.3sccm FGeH4 peak, the plots show
that this could be achieved by changing f∆W from 10% to 30%, by changing the thickness
from 160nm to 240nm, or a combination of the two. Naturally, the best solution depends
on the VOC generated as a result of each solution.

VOC relations Next we focus on the development of a set of semi-empirical relations for
the VOC of the cells. Determining the VOC of a p-i-n device with a profiled stoichiometric
absorber like a-SiGe:H is a complex process. Nonetheless, a good starting point is the
following expression:

VOC ≈
nkBT

q
ln
(
JSC

J0

)
= nkBT

q
{ln(JSC)− ln(J0)} (4.9)

where n is the ideality factor of the device, kB is the Boltzmann constant, and T is
the absolute temperature. J0 is the saturation current density and is a measure of the
recombination in the device. The effect of the absorber profile on JSC has been determined
in section 4.1.3. Therefore, in order to study the effect of bandgap profile on VOC, the
relation between bandgap profile and J0 must be described. To this end, we can use the
expression from [208]:

J0 = BT γexp
(
−EG

kBT

)
(4.10)

Here B is a constant that represents material dependent recombination. γ is another
material property which describes the temperature dependence of J0. In this study we
only consider device performance at constant temperature, so this term can be considered
constant. Moreover, for profiled absorber layers, the bandgap energy varies along the
width of the absorber. We therefore consider an averaged bandgap energy EG instead.
Replacing EG by E04, the averaged bandgap energy can be calculated from the average
FGeH4. The FGeH4 varies linearly in the i/p- and i/n-regions, and remains constant in the
plateau region. Using FGeH4 peak and assuming a minimum FGeH4 of 0, the E04 can be
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integrated over the different regions of the absorber. The expression for averaged FGeH4
is then:

FGeH4 = 1
W

∫
W

FGeH4dx = FGeH4 peak

2 (1 + f∆W) (4.11)

By combining Eq.4.9, Eq.4.10 and Eq.4.11, we obtain:

VOC ≈
nkBT

q

{
ln(JSC)− ln(B)− γln(T ) + E04

kBT

}
where E04

kBT
= 1.86
kBT

− 0.0773
2kBT

FGeH4 peak (1 + f∆W)
(4.12)

As to the parameter B, from equation 4.10 it can be seen that larger values of B
means more recombination. It is quite challenging to accurately model recombination in
thin film solar cells. We have established however, in section 4.1.3 and [201], that the
defect density in the amorphous germanium phase is much larger than in the amorphous
silicon phase. The defect density and consequently the recombination therefore scale in
direct proportion to the germanium fraction. This fraction can be approximately repre-
sented by the integral of the FGeH4 over W .

The equations up to this point are derived from Eq.4.9. The complex p-i-n junctions
with profiled stoichiometric absorbers considered in this study require two additional terms
to be added to Eq.4.9. The first term is the results of the i/p-region width. Where Eq.4.9
describes a balance between the JSC and J0, where an increase in J0 results in a decrease
of both VOC and FF of a device, the experimental results in Fig.4.6 instead shows a
trade-off between VOC and FF as a function of the i/p-region width. In fact, from these
results we can determine that the VOC varies approximately linearly as a function of the
i/p-region width.
The second term is related to the fact that the minimum bandgap energy inside the a-
SiGe:H absorber can constrain the extent to which the quasi-Fermi levels can split across
the device. In effect, Emin places an upper limit on the built-in voltage, which in turn can
be considered the upper limit of the VOC. In equation 4.9, Emin is only relevant to the
extent that it increases the JSC. Emin can be expressed as a function of the FGeH4 peak
according to Eq.4.6. If we combine Eq.4.12 with Eq.4.6 and add the two additional terms,
we obtain Eq.4.13.

VOC ≈
nkBT

q
ln
{

JSC

κ1W FGeH4 peak(1 + f∆W)

}
− 0.0773n

2q FGeH4 peak(1 + f∆W)+

+κ2FGeH4 peak + κ3W (1− f∆W) + nkBT

q

{
1.86
kBT

− γln (T )
}

(4.13)

VOC ≈ A ln
{

JSC

κ1W FGeH4 peak(1 + f∆W)

}
+ B FGeH4 peak(1 + f∆W)+

C FGeH4 peak + D W (1− f∆W) + E

(4.14)
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Figure 4.11: The results of fitting the semi-empirical relation described in Eq.4.14 to the experimentally
obtained VOC’s from the FGeH4 peak series, the thickness series and the plateau fraction
series. R-square values indicate the goodness of fit. The values obtained for the fitting
constants are indicated in the figure with their respective 95% confidence intervals between
brackets.
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The terms highlighted in blue in Eq.4.13 are considered constant for the purposes for
this study. Therefore, the influence of bandgap profile on VOC may be more simply ex-
pressed by Eq.4.14, where A,B,C,D,E are constants. Each term represents a different
effect on the VOC. The first term consists of two parts, namely the JSC (numerator,
violet) and the effect on J0 as a results of disorder (denominator, red) introduced by ger-
manium. The non-linear dependence of VOC on the amount of disorder in the material, as
a function of the relative germanium fraction, is in agreement with the dark conductivity
trends presented in Fig.4.4. The second term (orange) describes the effect of the average
bandgap energy on J0. The third term (green) accounts for the limits to which the quasi-
Fermi levels can split across the device as a result of the minimum bandgap energy in the
profiled absorber. The fourth term (light blue) represents the influence of the i/p-region
width. Finally, the constant E is allowed to vary between the different series and accounts
for small experimental differences which can occur from one deposition series to the next.
κ1 is introduced to achieve unit matching, and is set to 1. D is determined first by fitting
to the data presented Fig.4.6. The remaining 4 constants are then fit to the data from
the thickness-, plateau-, and FGeH4 peak series presented in Fig.4.8.

The results of the fitting procedure, including the mean square error (R2) and the values
obtained for the different fitting constants, are presented in Fig.4.11. Using these values,
and equation Eq.4.14 for VOC that incorporates the effects of all three profiling strategies,
the contour plots of Fig.4.12(top) are obtained. The plots show that the effects of vary-
ing the f∆W and W , to achieve a certain current density change, are not quite similar in
the studied ranges. For an 1mA·cm-2 increase, the example given in section 4.1.3, the
penalty to VOC is about 20mV if only W is changed and slightly higher if only f∆W is
changed. The relative VOC decrease becomes larger though for large plateau fractions.

Finally, we consider the combined effect on the VOC and JSC, by the three profiling
strategies. To this end VOC*JSC, is presented in Fig.4.12(bottom). The combined results
provide some interesting insights. 1. The highest VOC*JSC values are obtained for
relatively low germanium fractions, which means that the loss in VOC with increasing
FGeH4 peak outweighs the gain in JSC. Consequently, for optimal device performance, the
FGeH4 peak should only be increased to change the Emin and thereby the absorption onset.
2. The f∆W has an optimum value, which shifts as a function of thickness. This implies
that the absolute width of the plateau region can only be increased to some extent, before
the loss in VOC outweighs the gain in JSC. If we consider the product of the f∆W and
W , the optimal width of the plateau region is in the range of 25-40nm. 3. For the ranges
considered in this study, the thickness resulting the highest VOC*JSC is a function of the
f∆W. However, if we consider a V-shaped profile (0% f∆W), relatively thick a-SiGe:H
absorbers exceeding 240nm by several tens of nanometers can be realized before the loss
in VOC starts to outweigh the gain in JSC.
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Figure 4.12: The combined effect of varying the FGeH4 peak, W and the f∆W. Contour plots indi-
cate VOC (top row) and VOC*JSC (bottom row) as a function of f∆W and thickness, at
FGeH4 peak=2.4 (left), 3.3 (centre,left), 4.3 (centre, right), 5.3 (right). VOC values are ob-
tained using using Eq.4.14 and the constants presented in Fig.4.11. VOC*JSC is the product
of VOC and the JSC results presented in Fig.4.10.

4.1.4 Conclusion

In this work we present an expedient semi-empirical approach for the optimal bandgap
profiling of stoichiometric absorbers. Using a-SiGe:H as a model, in three sections we
present a unique set of semi-empirical relations that simulate the JSC and VOC of cells
as a function of the bandgap energy profile, based on optical simulations and extensive
experimental research both on material and device level.
In the first section the influence of deposition conditions such as the relative germane
flow rate, the deposition power and temperature on the opto-electrical properties of a-
SiGe:H is characterized. An increase of the deposition power and a decrease of the
deposition temperature and relative germane flow rate all result in a decrease of the
optical bandgap energy and an increase of the dark conductivity. We demonstrate that
the most straightforward way to tune the bandgap energy of a-SiGe:H is through the
relative germane flow rate, which continuously changes the germanium fraction of the
material.
In the second section the experimental results of a large number of solar cells with profiled
a-SiGe:H absorbers are presented. We demonstrate the effect of three separate profiling
strategies to tune the bandgap profile. These are 1. the absorber thickness, 2. the
peak germane flow rate, so minimum bandgap energy, and 3. The introduction of a
plateau at the minimum bandgap energy, equivalent to gradually changing the V-shaped
profile to a U-shaped profile. These findings results in some design rules for optimal device
performance. Considering the large VOC drop with JSC gain for an increase of FGeH4 peak,
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this profiling strategy should mainly be used to tune the region in which a-SiGe:H layer is
absorbing. Subsequently, a higher current density can be realized by increasing the plateau
fraction and by increasing the thickness, which both have their respective penalties on
the VOC. Additionally, we demonstrate the trade-off between VOC and FF as a function
of i/p-region width, for an otherwise constant bandgap profile.
In the final section a set of unique semi-empirical equations, based on physical relations,
for the JSC and VOC as a function of the minimum bandgap energy, thickness and plateau
fraction of the profiled absorber is introduced. To demonstrate the effectiveness of this
expedient approach, these equations are fitted to the large experimental data set presented
in the first two sections. This semi-empirical approach has several important applications.
Using these relations the combination of thickness, minimum bandgap energy and plateau
fraction resulting in the highest VOC-JSC product can be found. Additionally, for a certain
required JSC, or alternatively for a certain spectral range of absorption, the bandgap profile
resulting in the highest VOC can be found, which is particularly useful for multijunction
applications.
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Part II:
Development of a low bandgap

Ge(Sn):H alloy

In photovoltaic devices, thermalization and non-absorption losses fundamentally limit
the spectral utilization of a semiconductor with a given bandgap energy. By using more
than one junction, more than one bandgap energy, spectral utilization can be improved.
The PV industry is predominantly silicon based. In order for the PV industry to consider
multijuction PV devices for mainstream use, improved spectral utilization should be re-
alized while maintaining low production costs. Moreover, the additional junction should
not compromise the excellent stability and longetivity of silicon PV.

Considerable effort is being devoted to develop a high bandgap PV junction to pair with
c-Si. These efforts include perovskites [117], III-V’s [209], CZTS [210], or a-Si:H/nc-Si:H
junctions, such as the one developed in this dissertation (Fig.4.13). Notably, photons
with an energy below 1.1eV are utilized in none of these approaches.

In the solar spectrum, over 17 mA·cm-2 is available in the 0.5-1.1eV spectral range.
A fraction of this current density would be large enough to not be current-limiting in the
monolithically integrated 2-terminal multijunction device developed, as well as other silicon
based multijunction devices [30], [55], [145], [172], [173], [211]. Adding a junction with
a low bandgap energy material could potentially provide a low-cost boost in conversion
efficiency. Additionally, in the spirit of providing a framework for a range of optimal multi-
junction device architectures, a low-bandgap energy material provides additional flexibility.

In the search for a stable, earth-abundant and cheap low-bandgap energy material, ger-
manium is an excellent option. Germanium is silicon’s group IV neighbour. Like silicon,
germanium can be PECVD processed using a X-H4 precursor and can be expected to have
an inherent chemical stability. By alloying germanium with tin, the bandgap energy could
be even further reduced. In Part II, therefore, we focus on keyquestion II:

Through a fundamental opto-electrical optimization, can an intrinsic low bandgap en-
ergy (0.5-0.8eV) plasma enhanced chemical vapour deposition processed hydrogenated
germanium or germanium-tin alloy be developed for use in photovoltaic devices?

Part II is divided into three chapters. The optimization of Ge:H and GeSn:H films is
covered in Chapters 5 and 7, respectively. In Chapter 6 a reflection on the processing and
properties of Ge(Sn):H films in reference to other group IV alloys is covered.
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Chapter 5 Optimization of Ge:H films
The processing of a group IV, low bandgap, intrinsic and stable material starts with the
processing of Ge:H. PECVD processing of Ge:H has not been performed for almost a
decade [31]–[33] and has not before been processed in our research group. In Chapter
5.1, a full exploration of the processing window in our reactor is therefore performed
and the influence of deposition conditions such as temperature, power, pressure, and the
relative gas flow rates on a/nc-Ge:H are characterized. Moreover, the relation between
processing conditions, post-deposition oxidation and opto-electrical properties of the films
is investigated. Learning from this initial exploration, improved PECVD processed a/nc-
Ge:H films are presented in Chapter 5.2. In this chapter, the temperature induced
densification of Ge:H films is discussed.

Chapter 6 Analysis of Ge(Sn):H in reference to other hydrogenated group IV al-
loys
In this dissertation, a range of undoped hydrogenated materials are processed based on
group IV elements. A number of SiO:H films are processed in Ch.5.1, Si:H films are
processed in Ch.3.1 and SiGe:H films in Ch.4. In Ch.5 Ge:H films are processed and in
Ch.7 GeSn:H films. For many of these, both amorphous and nano-crystalline films were
processed. Additionally, for the purpose of this chapter, a number of SiC:H, GeC:H and
GeO:H films were fabricated. This range of a/nc-SiX≥0GeY≥0(O,C,Sn):H films provides
insight into the processing, material characteristics and opto-electrical properties of hy-
drogenated group IV alloys.
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In Chapter 6.1, vibrational and elemental analysis is performed on all of the aforemen-
tioned alloys. The presence and position of peaks in the infrared and Raman spectra of
the different alloys are compared, identified and analyzed. Moreover, the evolution of the
different spectra is monitored over time for samples stored under different conditions.
In Chapter 6.2, evidence of a post-deposition carbisation reaction in Ge:H films is pre-
sented using infrared analysis. This carbisation reaction, which most likely involves the
electrochemical reduction of CO2, occurs following the oxidation of Ge:H films. Physical
and chemical pathways for the CO2 reduction reaction in porous Ge:H films are presented.
In Chapter 6.3, the opto-electrical properties of all of the aforementioned alloys are pre-
sented and compared. Using a large dataset of over 500 films based on eight different alloys
of group IV elements, the inherent challenges of processing Ge(Sn):H films are identified
and communicated. Finally, potential solutions to these inherent challenges are presented.

Chapter 7 Development of GeSn:H films
Following the development of a dense and stable Ge:H film, in this chapter the first
ever PECVD processed hydrogenated germanium-tin films are reported. The influence
of tetra-methyl-tin concentration, the tin precursor, and other processing conditions on
amorphous and nano-crystalline GeSn:H films is characterized. The dominant influence of
carbon (from methyl) and tin incorporation on the stability and opto-electrical properties is
discussed, as well as the intriguing role the crystalline phase fraction plays in the processing
of nc-GeSn:H.
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5 Hydrogenated germanium films

5.1 The impact of processing conditions and
post-deposition oxidation on the opto-electrical
properties of hydrogenated amorphous and
nano-crystalline Germanium films

This section was published in Journal of Non-Crystalline Solids∗ †

Abstract
Low-cost multijunction photovoltaic devices are the next step in the solar energy revo-
lution. Adding a bottom junction with a low bandgap energy material through plasma
enhanced chemical vapor deposition (PECVD) processing could potentially provide a low-
cost boost in conversion efficiency. A logical candidate for such a PECVD-processed
narrow bandgap material is germanium.
In this work we investigate the growth of PECVD processed hydrogenated amorphous/nano-
crystalline germanium (a/nc-Ge:H), by characterizing over 100 samples, processed with a
wide range of deposition pressures, powers, temperatures and GeH4 dilution in hydrogen,
using elemental analysis, vibrational analysis and analysis of the opto-electrical proper-
ties. We have identified a small processing window in which nc-Ge:H films are processed
reproducibly. We also report on the strong correlation between the refractive index of the
films and the presence- and extent of post-deposition oxidation. Notably, the oxidation
generally increased the photoresponse of the films, as it results in a decrease of room
temperature σd by 1-3 orders of magnitude. However, oxidation results in an increase of
the bandgap energy and therefore impedes the development of a low bandgap material.
The lowest E04 we report is about 1.1eV, with an ETauc of 0.9eV and an σph/σd of 3.4.

∗Thierry de Vrijer, Ashwath Ravichandran, Bilal Bouazzata, Arno H.M. Smets, “The impact of pro-
cessing conditions and post-deposition oxidation on the opto-electrical properties of hydrogenated
amorphous and nano-crystalline Germanium films,” Journal of Non-Crystalline Solids, 533, 120507
(2021). DOI:10.1016/j.jnoncrysol.2020.120507

†Note: Due to a typographical error, the units of σd in Figures 4,5 and 6 of de Vrijer et al., J Non Cryst
Solids, 533, 120507 (2021) were misreported. Units shown in Figures 5.4,5.5 and 5.6 of this section
have been corrected. The error does not affect conclusions from the publication.
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5.1 processing and oxidation of a/nc-Ge:H

5.1.1 Introduction

In 2015, for the first time in the history of photovoltaics, the PV module cost was no
longer the dominant factor in the cumulative costs of installing a PV system [212]. This
makes it even more crucial to increase the efficiency of PV devices, while maintaining
low production costs. To that end a lot of effort is being devoted to the development
of a high bandgap energy absorber, often to partner with a crystalline silicon (c-Si) so-
lar cell, the industry’s workhorse. Examples of these are perovskite/c-Si tandems [117],
GaAsP/c-Si tandems [209] and CZTS/c-Si tandems [210]. What these approaches have
in common is that photons with an energy below 1.1eV are not utilized. A path to yet
higher conversion efficiencies would be the utilization of these low energy photons. For
the AM1.5G solar spectrum, a total of about 9.92·1020 s-1·m-2 photons are available
in the 0.7eV-1.1eV spectral range, which equals a current density of 15.9 mA·cm-2. For
the 0.5-1.1eV spectral range the available current density is equal to 17.1 mA·cm-2. A
fraction of this current density would be large enough to not limit the output current of
monolithically integrated 2-terminal multijunction devices such as an amorphous silicon/
nano-crystalline silicon/ crystalline silicon hybrid device [30], thin film silicon triple and
quadruple junction devices [55], [172], [173], [213] and the commercially available micro-
morph modules by [145] and [211]. All these devices are processed using plasma enhanced
chemical vapor deposition (PECVD). Consequently, adding a bottom junction with a low
bandgap energy material through PECVD processing, could potentially provide a low-cost
boost in conversion efficiency.
A logical candidate for a PECVD processed low bandgap material is the group IV element
germanium. Being larger and heavier than silicon, with its valence shell further removed
from the nucleus, germanium forms weaker covalent bonds, resulting in a lower bandgap
energy. In the past, attention has been devoted to processing hydrogenated amorphous
germanium (a-Ge:H) through RF [214] and DC magnetron sputtering [215], [216] thermal
evaporation [217], and glow discharge chemical vapor deposition [31], [218]–[226]. Lim-
ited work has been performed however on RF PECVD processing of thin film germanium
[32], [227]. In this work we investigate the growth of hydrogenated amorphous germa-
nium and nanocrystalline germanium (nc-Ge:H), by performing a full characterization of
the parameter space of processing conditions. To that end, well over 100 a/nc-Ge:H films
are processed to characterize the influence of deposition temperature, power, pressure and
GeH4 dilution in hydrogen, using elemental analysis, vibrational analysis and analysis of
the opto-electrical properties.

5.1.2 Experimental section

Here, all reported films have a thickness of about 80-120nm. The films are simultaneously
processed on 4 inch, n-type Cz 500µm thick polished monocrystalline silicon wafers cut
in quarters for Fourier Transform Infrared (FTIR) spectroscopy measurements, on 2cm
x 1cm quartz substrates for Photothermal Deflection Spectroscopy (PDS) measurements
and on 10cm x 2.5cm Corning Eagle XG glass for all other measurements. The films
were processed in the Cascade RF-PECVD reactor, which has a circular electrode with a
diameter of 160mm and an electrode spacing of 20mm. Cascade is a laminar flow reactor,
where germane (GeH4) and molecular hydrogen are used as precursor gasses.
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Figure 5.1: Example of the fitted FTIR absorbance spectrum of a typical Ge:H film after oxidation. Green
symbols indicate measured data after background correction. Black solid curve indicates fitted
spectrum. Red curves indicate the individual fitted Gaussians. The centre wavenumbers of
fitted Gaussians are indicated in red below/above the curves. The authors’ identification of
the fitted peaks are indicated in black above the fitted curves.

FTIR spectra were obtained using a Thermo Fisher Nicolet 5700 spectrometer. The
FTIR spectra were fitted using the Fityk freeware [228]. The background was subtracted
manually. Fig.5.1. Shows an example of a fitted FTIR spectrum. From the fitted spectra
two material characteristics were determined. To facilitate extraction of these character-
istics the absorbance spectrum was obtained from the transmission data using:

Aabs(λ) = α(λ)d = T (λ)
I0(λ) (5.1)

Where Aabs is the absorbance, α is the material specific absorption coefficient, d is the
thickness, T is the transmittance, and I0 is the incident intensity. This simplification
ignores the exponential decay of light through an absorptive medium. We argue this to
be a valid assumption since αd < 0.01.

The hydrogen concentration (CH) was determined using the area of the Ge-H ab-
sorbance peak at 560cm-1, using the following equation:

CH = ρGe

ρH
·
(
A · Aabs(ω)

d
ln(10) · ω−1

)
(5.2)

where the part between brackets represents the hydrogen content NH. CH is calculated
from NH, through division of the hydrogen content by the atomic density of Hydrogen ρH
over that of germanium ρGe. Here ω is the wavenumber, d the thickness of the films, Aabs
the area of the Gaussian measured around 560cm-1. A is a proportionally constant which
is amongst other things a function of the dipole mass, frequency and effective charge [67].
In this work, a value of 1.3·1019cm-1 is used for A, which was determined by [229] and is
in the same order as the value of 1.1·1019cm-1 used by [230].
To quantitatively express the GeOX peak intensity, as measured by FTIR, the absorption
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Figure 5.2: Absorption coefficient as a function of photon energy for a few selected a-Ge:H films. Spec-
tra are obtained from Photothermal Deflection Spectroscopy measurements. The films are
processed at different pressures and at a F(H2)/F(GeH4) of 400, 20W and 200◦C.

coefficient of the GeOX peaks is used. This is done because multiple Gaussians are fitted
in the 800-1050cm-1 range, with peak centres at roughly 846cm-1, 860cm-1, 930cm-1 and
1000cm-1, likely corresponding to different GeOX bonding configurations. These different
bonding configurations make determining a single proportionally constant rather arbitrary.
Therefore, the absorption coefficient of the summed GeOX peaks (αGeOX ) is used in this
work as a thickness independent metric for sum of the relative GeOX peak intensities.
This metric is calculated by:

αGeOX = d−1 · ln(10) ·
∑(

Aabs GeOX(ω) · ω−1
)

(5.3)

It should also be noted that the GeOX peaks in our samples are often, but not always,
accompanied by absorbance peaks with a centre wavenumber of around 760cm-1 and
830cm-1. These unidentified peaks are designated GeX in Fig.5.1. The peak at 1100cm-1

is related to SiOX bonds present on the surface of the silicon substrates.

The thickness, real part of the refractive index and optical bandgap energies were deter-
mined through Spectroscopic Ellipsometry (SE). The SE measurements were fitted using
a Cody-Lorentz model. The E04 was determined by calculating the photon energy at
which the absorption coefficient equals 104cm-1. The E04 can therefore be considered an
effective optical bandgap. The Tauc bandgap energy (ETauc) is reported at certain points
in this work. The ETauc is closer to the electrical bandgap of the material and is obtained
directly from the fitted model. The spectral absorption coefficient, as obtained from Pho-
tothermal Deflection Spectroscopy, of a few selected Ge:H films is shown in Fig.5.2, so
that the position of E04 with respect to the absorption curves can be determined.

Raman measurements were performed using a Renishaw inVia Raman Microscope, using
an Argon laser with an operational wavelength of 514.5nm. The spectra are then fitted
using Gaussian distributions at Raman shifts of 177 cm-1, 230 cm-1 and 278 cm-1 for the
LA, LO and TO amorphous germanium stretching modes [231], [232] and an additional
Gaussian distribution for the crystalline germanium peak at 300cm-1 [233], [234]. No
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Gaussian was added for the a-Ge TA mode, as its Raman shift of about 80cm-1 is located
outside of the measured range. The crystallinity (XC) in this work is defined as:

XC = Ic-Ge

Ic-Ge + γ · Ia-Ge
(5.4)

Where Ic-Ge is the integrated area of the Gaussian corresponding to crystalline germa-
nium and Ia-Ge is the area of the Gaussian of the a-Ge TO mode, the largest of a-Ge
stretching modes. γ is a correction factor for the difference in cross section for phonon
excitation of c-Ge with respect to a-Ge. In this work a value of 0.85 is used.

For the dark- and photo-conductivity measurements parallel electrodes consisting of
500nm-thick aluminum bars were evaporated onto the films. The dark conductivity at
room temperature (σd), was determined by measuring the current at a fixed voltage of 10V
for at different temperatures, ranging from 130◦C to 60◦C in 5◦C increments, in a dark
environment. From this measurement the activation energy (Eact) and pre-exponential
factor σ0 of the films was also calculated, using the Arrhenius equation:

σd = σ0 exp
(−Eact

kbT

)
(5.5)

The photoconductivity (σph) was calculated by measuring the current at a fixed voltage
of 10V, using an AM1.5G solar simulator at an illumination of 100mW·cm-2 and a
controlled temperature of 25◦C. Finally, the setup used to obtain the PDS measurements
is described in detail elsewhere [235].

5.1.3 Results and Discussion
The processing window

In this work we explore the full processing window for Ge:H thin films in our reactor, for
a fixed electrode gap. The extent of this processing window is indicated in Fig.5.3, where
the crystallinity of the grown films is plotted as a function of the deposition pressure and
power. The plotted powers and pressures represent the extent of the processing window,
at a 20mm electrode gap. Dust formation occurred for samples processed at pressure
above 5-6mbar and powers above 25-30W, as indicated in Fig.5.3. For conditions below
5W and 0.5-0.8mbar a stable plasma could no longer be ignited. In Fig.5.3 all processed
samples are plotted. The size and colors of the symbols indicate the development of a
crystalline germanium phase. A crystalline phase was only observed for certain samples
processed at 200◦C and at the highest F(H2)/F(GeH4) of 400.

At power conditions of 20 W and 25 W and with increasing pressures, the material
phase of the Ge:H films changes from amorphous to nanocrystalline at 2-3 mbar and
from nanocrystalline back to amorphous at pressures above 4 mbar. This material phase
dependence on pressure is qualitatively similar to what has been observed for Si:H alloys
processed with a diluted silane plasma [69]. Although power densities in Ref. [69] are
higher (due to higher dissociation energies for silane molecules in reference to the germane
molecules) the dominant growth mechanisms are the same. At lower pressures the ion
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Figure 5.3: Pressure plotted as a function of Power, for all processed Ge:H films. Crystallinity of films
indicated by both the icon size and color. The shaded area indicates the boundaries of the
processing window, where dust formation occurred.

bombardment energy is too high and ion induced atom bulk displacement [66] results
in an amorphous structure. At a critical pressure the number of ion-neutral collisions in
the plasma sheath are sufficient to reduce the ion energy below the threshold of ion-bulk
displacement. At higher pressures the secondary reaction with atomic hydrogen H in the
plasma bulk reduces the total H flux to the growth surface leading to amorphous growth
again.

The influence of deposition temperature

Having determined the processing window, we consider the effect of varying a single de-
position parameter. We start with the effect of the substrate temperature (TS) on the
measured film characteristics, as presented in Fig.5.4. In the case of silicon, processing
conditions close to the amorphous-to-nanocrystalline transition regime produces the best
quality amorphous material. For that reason, two sets of conditions are chosen that result
in amorphous Ge:H films, but are close to the nc-Ge:H regime.
The first characteristic that grabs the attention is the relatively high deposition rate, of
several nanometers per second. This is 1-2 orders of magnitude higher than that of amor-
phous silicon in a similar PECVD reactor in our lab. The deposition rate slightly increases
when TS is increased, for the samples processed at 4.5mbar/15W. The samples processed
at a lower pressure/power ratio do not show the same trend however. For both series,
the refractive index (n@600nm) steadily increases with temperature, while the hydrogen
concentration (CH) and the optical bandgap energy (E04) steadily decrease. In fact, the
E04 and n@600nm seem to linearly depend on the CH, which is in line with earlier reports
[219]. The E04, n@600nm and CH trends indicate the growth of a less porous material
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with increasing TS.

More information is provided by the presence of absorbance peaks in the FTIR spectra
in the 850-1050cm-1 range. We suspect that the multiple peaks in this broad spectral
range originate from GeOX stretching modes, as a similar absorbance signature has been
widely reported in oxygenated silicon samples [69], [79], [196], [227], [236]. With respect
to the SiOX stretching modes, the GeOX peaks are shifted down by about 100-150cm-1.
This is in line with expectations since several Ge-H stretching modes are also shifted down
with respect to their silicon counterparts. As to the origin of the GeOX peaks, a large
fraction Ge:H films do not have an GeOX signature. It is therefore likely that the GeOX
bonds are formed during a post-deposition oxidation process. It should also be noted that
the GeOX peaks in our samples are often, but not always, accompanied by absorbance
peaks with a centre frequency of around 760cm-1 and 830cm-1. These peaks reportedly
appear in environmentally unstable films hydrogenated germanium films [32]. The nature
of these peaks are discussed in more detail in section 6.1.

The absorption coefficient of the GeOX peaks (αGeOX ) has a maximum between a de-
position temperature of 250◦C and 300◦C, which allows for the division into a low and
high temperature region. In the lower temperature region, αGeOX steadily increases with
deposition temperature. The underlying mechanism for this increase is not clear.
In the high temperature region, the GeOX peak intensity decreases. This is likely related
to a reduction in the void density of the material, which reportedly occurs from a certain
threshold temperature [222] and is in line with the increasing refractive index. We believe
that the underlying cause of the decreasing void density is not the lack of dissociation of
larger Ge2H6 and Ge3H8 plasma phase polymers as described elsewhere [220]. Rather, the
temperature dependence of void integration is surface diffusion controlled, as has been
observed in amorphous silicon [66], [67]. With respect to silicon, germanium is a relatively
large and heavy atom, forming weaker chemical bonds. Consequently, germane dissociates
more readily than silane [218], [224], [237], leading to a relatively large flux of Ge-radicals
to the growing surface. Moreover, the Ge-radicals have much higher reactivity, so lower
mobility, on the growing surface [199]. The large growth flux in combination with low
surface diffusion result in a porous material with a relatively large void density.
For the Ge-radicals incident on the growing surface to reach and fill a site that would
result in a void, a certain activation energy is required. It is likely that, from a certain
threshold temperature, small voids are filled. This results in a dense film that is resis-
tant to post-oxidation of the bulk. The surface mobility of Ge-radicals and densification
of the Ge:H tissue is further increased with increasing temperature, resulting in the total
absence of a GeOX signature for the higher pressure/power sample at 350◦C. The surface-
diffusion-controlled void incorporation is a function of the growth flux [66], which explains
the different position of the threshold temperature for the 2 series in Fig.5.4.

αGeOX has a strong correlation with the electrical properties of the a-Ge:H films. The
films with a strong GeOX signature have a relatively low activation energy (Eact) of 50-
75meV. It has been reported that oxygen contamination of Ge films creates defects with
energy levels close to the conduction band [33], [215]. We have confirmed with Hall
measurements that the samples are indeed n-type. In the high temperature regime, where
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Figure 5.4: The effect of substrate temperature on material properties. The samples represented by the
blue circles are processed at 3.5mbar, 25W and a F(H2)/F(GeH4) of 400. The dep.rate at
250◦C for these samples has been omitted due to an error in recording the deposition time.
Samples represented by black squares processed at 4.5mbar, 15W and a F(H2)/F(GeH4) of
350.
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Figure 5.5: Effect of hydrogen dilution on the measured material properties. The films are processed at
200◦C. Deposition power and pressure are indicated in the legend.
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αGeOX is strongly reduced, Eact increases to about 250meV. This value is still significantly
less than half the bandgap energy, with a Tauc bandgap energy (ETauc) of around 1eV.
In fact, none of the samples processed in this work, a large fraction of which had no
FTIR peaks other than those related to Ge-H stretching, had an activation energy of over
280meV. This shows that the dominant defect type present in the amorphous germanium
films have energy levels relatively close to the conduction band edge, which corroborates
the conclusion of earlier work on glow-discharge a-Ge:H films [223]. The dark conductivity
(σd) evolution as a function of TS shows a strong correlation with the αGeOX trend. σd is
highest for the samples with the strongest oxygen contamination. The dark conductivity
for all these samples is relatively high, resulting in relatively poor photo/dark conductivity
ratios (σph/σd) of no more than 5-6. This relatively poor photoresponse of a/nc-Ge:H
tissue, with respect to a/nc-Si:H, is in line with earlier reports [238], [239].
In order to process device quality films, an effort should be made to decrease the deposition
rate of the Ge:H films. This could potentially be achieved by changing I. the power and
pressure at which the samples are processed, or II. by changing the dilution of the GeH4
precursor in H2. We start with an investigation of the latter.

The influence of GeH4 dilution in H2

Plotted in Fig.5.5 are 2 curves processed at relatively low pressure and 2 curves processed
at relatively high pressure. None of the samples processed in this series had a signif-
icant crystalline fraction. The deposition rate for all samples decreases with increasing
F(H2)/F(GeH4). This could be a result of increased atomic hydrogen etching with respect
to the Ge growth flux. Alternatively, it could be a result of decreased availability of Ge-
radicals in the plasma, or a combination of both. A slight deviation from the trends visible
in some of the plots between a F(H2)/F(GeH4) of 200 and 250 is likely a result of a change
in absolute flow rate around that point, as H2/GeH4 is changed from 200sccm/1sccm to
125sccm/0.5sccm. For the low pressure samples, when F(H2)/F(GeH4) is increased from
50 to about 200-250 the CH and Eact decrease, while E04, n@600nm and σd increase.
αGeOX shows that none of the low-pressure samples are oxygen contaminated. As to the
underlying mechanism, apparently the complex environment created by increased atomic
hydrogen etching, reduced availability of Ge-radicals and less energetic ion bombardment
creates conditions in which the void fraction decreases, making the material less porous.
Moreover, in this environment CH decreases, resulting in a decreased passivation fraction
of Ge dangling bonds, thereby increasing the defect density in the material. As Ge de-
fect states have energy levels closer to the conduction band [223], the material becomes
slightly more n-type, resulting in a lower Eact and higher σd. The increased defect density
also increases E04, as defect related sub-bandgap absorption is increased.
The high pressure samples largely show the same trends. However, the higher pressure
results in more porous films, with lower n@600nm and a significant GeOX signature. The
presence of oxygen results in a lower Eact, higher E04, and higher σph/σd. Surprisingly,
the presence of oxygen results in much lower σd, despite the much lower Eact of these
samples. We’ll discuss this in more detail later.
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Figure 5.6: Effect of deposition pressure and power on the material properties. The films are processed
at 200◦C and a F(H2)/F(GeH4)of 400.

126



5.1 processing and oxidation of a/nc-Ge:H

The influence of deposition pressure and power

In Fig.5.6 the same material characteristics are plotted, for a range of powers, as a function
of pressure. For all reported powers, the deposition rate increases as a function of pressure.
This results in more porous material growth, as indicated by a decrease of n@600nm. It
should be noted that the n@600nm of the samples processed at 5W and 10W decrease
linearly with increasing pressure, while the n@600nm drops significantly between 2 and
3 mbar. This is because the samples processed at ≤15W start to develop a crystalline
phase, as shown in Fig.5.3. The crystallinity of the Ge films influence the opto-electrical
properties to a certain degree. The maximal σph/σd, for instance, roughly coincide with
the highest crystallinity fractions. However, the material properties are more strongly
affected by the degree of oxidation. The σd, E04 and Eact all follow the αGeOX trend.
Notably, E04 initially decreases between 1-2 mbar, when αGeOX is minimal, following the
linear relation between n@600nm, CH and E04 as was observed in the temperature series.

The effect of post-deposition oxidation

The results from the previous sections seem to indicate that there is a strong correlation
between the αGeOX and the opto-electrical properties. To gain some more insight into the
nature of this effect the E04 and σph/σd are plotted as a function of n@600nm in Fig.5.7.
The αGeOX is indicated through the color and size of the icons. From this visual it is clear
that with increasing GeOX signature, both the E04 and σph/σd are increased. In fact,
E04 values of over 1.25eV and σph/σd ratios of over 3.4 are only reached for samples with
a significant GeOX signature.
This raises 3 questions: I. Why does oxidation occur for some samples but not others?
II. Why does oxidation lead to the increase of the E04? III. And why does oxidation lead
to an increase of the σph/σd?

To gain some more insight into the first two questions, we consider the strong correla-
tion between the E04 and n@600nm. If the refractive index of the films decreases, the E04
is generally higher. Moreover, as the n@600nm decreases, both the fraction of films with
αGeOX >0 and the absolute value of αGeOX increases. In other words, the films without
GeOX signature are the films with a high refractive index. This means that films with a
high density do not undergo post-deposition oxidation.
As to the underlying cause, there are two plausible explanations. First, a decrease of the
refractive index indicates an increase of the porosity and consequently the void density in
the material. It might be that the defects present at the void surfaces are energetically
well aligned with the reaction potential for the reaction resulting in GeOX formation. This
would mean that with increasing void density, the number of potential reaction sites for
the GeOX formation would increase. Increased porosity would thereby consequently lead
to an increased αGeOX . However, in this case you might expect to see a more continuous
increase of αGeOX with decreasing n@600nm than presented in this work. The oxidation
as a function of n@600nm is near discrete. The second explanation is therefore more likely.
For this we consider that the species responsible for the oxidation cannot diffuse into the
material bulk when the Ge:H is too dense. The average Ge-Ge bond length in a relatively
dense amorphous germanium film is about 2.46Å [240], while the diameter of an H2O
molecule is about 2.75Å [241]. Therefore, in a relatively dense a-Ge:H film, water vapor
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from the ambient would not be able to penetrate. If enough Ge atoms are missing from
the amorphous lattice, so with a high enough void fraction, water vapor would be able
to diffuse into the porous lattice. The in-diffusion of water molecules into the porous
bulk would result in the observed oxidation of the a-Ge:H bulk. Besides this microscopic
sensitivity to water induced oxidation, a similar effect can occur in the case of macroscopic
cracks in the grown films, which is especially likely to occur in films with a relatively high
crystalline fraction.
It is hard to make an assumption with respect to the causality of the relation between the
level of oxidation and the n@600nm. It is likely that more porous films will oxidize more
strongly during the limited exposure time. On the other hand, increasing the level of
oxidation of an amorphous material also generally results in a lower refractive index. An
experiment with intrinsic amorphous silicon oxide, for instance, showed a strong decrease
of the n@600nm with increasing CO2 precursor gas flow rate during PECVD deposition, as
shown in the inset in Fig.5.7. This effect, a decrease of n@600nm with increased oxidation,
has been reported earlier, both for intrinsic a-SiOX:H [76] and a-GeOX:H [215]. The fact
that n@600nm does not scale linearly with αGeOX suggests that it might be a combination
of both porosity facilitated oxidation and oxidation induced porosification.

To answer the third question, related to the origin of the σph/σd increase with αGeOX ,
the Eact, pre-exponential factor (σ0), σph and σph/σd are plotted as a function σd in
Fig.5.8, on semi-log and log-log axes. The σd, σ0 and Eact are related according to Eq.
4. The Eact represents the difference between the Fermi level and the nearest band edge,
which is the conduction band edge for a-Ge:H. Eq. 4 shows that there are two effects
that influence σd. I. An increase of Eact decreases σd. II. an increase of σ0 increases σd.
The first effect is visible for the samples without GeOX signature (green icons) with an
Eact in the 150-250meV range (Fig.5.8, left). For these samples, the σd clearly decreases
with increasing Eact. The effect Eact has on the σd is minor however with respect to the
increase of σ0, that dominates the strong increase in σd. For the samples without GeOX
signature and σd above 10-2, the increase in σph is directly proportional to the increase
in σd (Fig.5.8, centre right), resulting in a constant σph/σd of 1.
The largest σph/σd are achieved for the samples with GeOX signature. With respect to
the samples without oxidation, they have an σd that is 1-3 orders of magnitude lower,
despite much lower activation energies. The effect of the decreased σ0 on the σd is much
stronger than the σd increase resulting from the Eact decrease. Given that oxidation
results in a decrease of σ0 by 1-5 orders of magnitude, and the highest σph are achieved
by the un-oxidized samples, the improved σph/σd ratios are clearly a result of a decreased
σd rather than an increased σph.

The question is why oxidation strongly decreases σ0 in our Ge:H samples. Conductivity
is a function of carrier density and mobility. The proportional increase of the σph with
the σd, in combination with the lack of additional photo-generated charge carriers upon
external illumination, seems to indicate that high σd of the samples without GeOX sig-
nature is the result of a high carrier density rather than high carrier mobility. The high
carrier density is likely the result of a very high defect density. Upon oxidation both σ0,
indicative of the defect density, and Eact, indicative of the relative energy level of the
dominant defect type(s), are decreased. The decrease of both metrics seems to suggest
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Figure 5.8: The Eact (left, semi-log plot), σ0 (centre left, log-log plot), σph (centre right, log-log plot)
and σph/σd (right, semi-log plot) plotted as a function of σd. αGeOX is indicated by the size
and color of the icons. The small green symbols represent films for which no GeOX signature
was detected
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Figure 5.9: Simplified density of states diagram showing the effect of oxidation on the Ge:H material.
The blue area (left) and yellow area (right) represent the valence and conduction band tails,
respectively. The light blue areas (centre) represent the defect states with and without oxi-
dation. EV is the valence band edge, EC the conduction band edge, EG the mobility gap of
the Ge:H material.

that the oxygen passivates the defects in a/nc-Ge:H, decreasing the defect density and
consequently the σ0 and σd. A simplified density of states diagram is presented in Fig.5.9
as a visual aid for the effect of oxidation on the defect density and average energy level.
The formed GeOX complexes have an energy level much closer to the conduction band,
thereby shifting the Fermi level closer to the band edge and decreasing the Eact. In
other words, a large density of defects with energy levels around 150-250meV from the
conduction band edge is replaced by a much smaller defect density, closer the band edge.

5.1.4 Conclusion
In this work we investigate the influence of deposition temperature, power, pressure and
the dilution of GeH4 in H2 on the material properties of well over a 100 PECVD processed
a/nc-Ge:H films. We identified the processing window for Ge:H films in our reactor,
with an electrode gap of 20mm. This window ranges from about 1-5mbar and 5-30W.
nc-Ge:H films, with a crystallinity up to 54%, were obtained in the 15-25W range at
3-4mbar, 200◦C, under the highest hydrogen dilution of F(H2)/F(GeH4)=400.
We found that there is a strong correlation between the refractive index and the presence
of a GeOX signature. We speculate that a high refractive index indicates a dense a-Ge:H
network with a low void density, which prevents the in-diffusion of water from the ambient.
This water vapour is responsible for the post-deposition oxidation of the Ge:H bulk. The
oxidation has a very strong effect on the electrical properties of the films, as Eact is
decreased, while σ0 is strongly reduced. The decrease of σ0 outweighs the increase of
Eact, resulting in a decrease of σd by 1-3 orders of magnitude. We believe the oxygen has
a passivating effect, decreasing the Ge-dangling bond related defect density in the bulk.
The highest σph/σd ratios of 5-6 are realized by Ge:H films with a GeOX signature.
We’ve observed that the oxidation results in an increase of E04. It therefore impedes the
development of a low bandgap material. The lowest E04 we report is about 1.1eV, with
an ETauc of 0.9eV and an σph/σd of 3.4
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5.2 Improved PECVD processed hydrogenated
germanium films through temperature induced
densification

This section was published in Materials Science in Semiconductor Processing ‡

Abstract
Amorphous and nano-crystalline germanium is of potential interest for a wide range of elec-
tronic, optical, opto-electronic and photovoltaic applications. In this work the influence
of deposition temperature on hydrogenated germanium (Ge:H) films was characterized,
using over 200 Ge:H and over 70 SiGe:H films. The demonstrated temperature-induced
densification of Ge:H films resulted in more stable films with a lower bandgap energy and
dark conductivity and higher activation energy.

‡Thierry de Vrijer, Julian E.C. van Dingen, Paul J. Roelandschap, Koos Roodenburg, Arno H.M.
Smets, “Improved PECVD processed hydrogenated germanium films through temperature in-
duced densification,” Materials Science in Semiconductor Processing, 138, 106285 (2022). DOI:
10.1016/j.mssp.2021.106285
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PRF p TS ed SiH4 GeH4 H2 Thickness
(mW·cm-2) (mbar) (◦C) (mm) (sccm) (sccm) (sccm) (nm)

Ge:H Fig.5.11 12.4-49.7 4-5 200-275 10 - 0.5 200 70-200
Ge:H Fig.5.12 12.4-248.7 0.5-6 200-350 10-20 - 0.5-2 100-200 40-350

SiGe:H Fig.5.13 13.9-56 2-6 150-210 10 30 0.4-5.3 150-200 40-500

Table 5.1: deposition conditions and thickness range of (Si)Ge:H films presented in this work

5.2.1 Introduction
Amorphous (a-) and nano-crystalline (nc-) germanium (Ge) is of potential interest for a
wide range of applications. The use of a/nc-Ge has been investigated for thin film tran-
sistors [242] and novel complementary metal-oxide semiconductor devices [243]. It has
been considered a promising material for sensitive detectors for near infrared light [244],
gamma radiation [245] and infrared sensing in microbolometers [33]. More generally, it
is of potential use as a low dielectric constant material for the micro-electronics industry
[246]. Additionally, it has been investigated as a low bandgap material for photovoltaic
applications [31], [32], [239].
The processing of device quality germanium is not without challenges. In earlier work, a
full exploration of the processing window for plasma enhanced chemical vapour deposition
(PECVD) processed hydrogenated (:H) Ge films at an electrode gap of 20mm was per-
formed [201]. It was observed that the occurrence and level of post-deposition oxidation
had a dominant influence on the opto-electrical properties of the films. Consequently, the
performed exploration of individual deposition conditions, such as the RF power, reactor
pressure, substrate temperature and the dilution of the germane (GeH4) gas flow rate in
molecular hydrogen (H2) largely reflected on the relation between the deposition condi-
tions on degree post-deposition oxidation. In an effort to produce films that are more
resistant again post-deposition oxidation, a processing window with a reduced electrode
gap of 10mm is explored. A reduced electrode gap could reportedly yield an improvement
of film quality [32]. A reduced electrode gap allows for the processing at higher pressure.
This results in reduced ion bombardment energy of the growth surface due to more ion-
neutral collisions in the plasma sheet. This processing regime is sometimes referred to as
the high pressure depletion regime [69].

5.2.2 Experimental section
The Si(Ge):H films are PECVD processed on c-Si substrates for optical and vibrational
analysis as well as on glass substrates for electrical analysis. The PECVD processing
conditions and film thickness ranges are listed in table 5.1. A list with the full set of
deposition conditions used for each individual film can be found in the supplementary
information. The Ge:H and SiGe:H films are processed in two separate radiofrequency
PECVD reactors. More information about the specific reactor design used for processing
Ge:H films can be found in [201] and for SiGe:H processing can be found in [156].
The methods for obtaining the activation energy (Eact), the dark conductivity at room
temperature σd and photoconductivity σph are similar to those used in earlier work [201].
Spectroscopic Ellipsometry (SE) was used to determine the refractive index at a wave-
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Figure 5.10: Typical Raman and FTIR spectra of Ge:H films post-oxidation. On the top left typical
Raman spectra of an amorphous and nano-crystalline Ge:H film is shown. For the Raman
spectrum (top right) and FTIR spectrum (bottom) the individual fitted Gaussian’s (red),
sum of the fitted Gaussian’s (black) and measurements after background subtraction (green,
dashed) are shown. The amorphous and crystalline Ge vibrational modes are indicated in the
Raman plot, while the Ge-H wagging mode at 560cm-1, Ge-H low stretching mode (LSM)
and high stretching mode (HSM) and the broad collection of Ge-Cx and Ge-Ox vibrations in
the 650-1100cm-1 range are indicated in the FTIR plot.
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length of 600nm (n@600nm), as well as the thickness and optical bandgap energy E04,
which is the energy at which the absorption coefficient of the film equals 104cm-1. The SE
measurements were fitted using a Cody-Lorentz model. Typical examples of the imaginary
pseudo dielectric function of stable a-Ge:H, porous a-Ge:H and and nc-Ge:H films resulting
from these fits, as well as selected fitting parameters, can be found in the supplementary
information.
A Thermo Fisher Nicolet 5700 spectrometer and an inVia confocal Raman microscope
were used to obtain the Fourier-transform infrared spectroscopy (FTIR) spectra and Ra-
man spectra. The spectra were fitted using the Fityk freeware [228]. The background
was subtracted manually. Examples of typical Raman and FTIR spectra, including the
identification of peaks relevant for the characterisation performed in this work, are pre-
sented in Fig.7.1. The Raman spectroscopy measurements were used to determine the
crystallinity. The method for determining crystallinity is reported elsewhere [201].

Two material characteristics were determined from the fitted FTIR spectra. The first
metric is related to the Ge-Cx and Ge-Ox vibrations that have peaks in the 600-1100cm-1

wavenumber range. These vibrations are the results of post-deposition oxidation and
carbisation of the films, and are therefore indicative of a chemically unstable material.
To quantitatively express the cumulative peak intensity in this range, the absorption
coefficient of the sum of the Ge-O and Ge-C vibrational peaks (αtot) is used. This
approach to obtain a thickness independent metric for the chemical stability of the Ge:H
films is similar to the one used in [201], except that the Ge-C vibrations at 760cm-1 and
830cm-1 are now added to the summation as well. Consequently, αtot is determined by:

αtot = d−1 · ln(10) ·
∑(

Aabs Ge-O+Ge-C(ω) · ω−1
)

(5.6)

The second metric obtained from the FTIR spectra is related to the area under the Gaus-
sian distributions fitted to the Ge-H peak at 1980cm-1, referred to as the high stretching
mode (HSM), and to the area of the Ge-H peak at 1875cm-1, referred to as the low
stretching mode (LSM). The ratio of HSM area to the LSM is referred to as the micro-
structural parameter R.

5.2.3 Results and Discussion
Effect of TS at a small electrode gap

In an effort to produce stable, intrinsic films with a low bandgap energy and good electrical
properties, deposition conditions were varied at the smallest possible electrode gap, for
our reactor, of 10mm. These conditions include the RF power (PRF), pressure (p) and
germane flow rate FGeH4 at a constant hydrogen flow rate (FH2) of 200sccm. The
explored ranges are presented in Table 5.1. The resulting combinations of depositions
conditions were processed both at a substrate temperature (TS) of 200◦C and 275◦C.
Additionally, two sets of conditions were chosen, one resulting in the growth of an a-Ge:H
film, the other in the growth of an nc-Ge:H film. These films were then exposed to a post-
deposition hydrogen plasma treatment, for which power and duration were varied. With
all these variations, a single dominant parameter becomes apparent, namely the influence
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Figure 5.11: Selected opto-electrical properties as a function of the n@600nm of the initial sample set
processed at an ed of 10mm. In the left column icon colour and fill indicate TS. In the right
column icon colour and size indicate αtot and small green symbols represent films for which
no significant Ge-O or Ge-C signature was detected. The full range of deposition conditions
of samples in this figure can be found in Table 5.1. No significant thickness dependence
is evident in the 70-200nm thickness ranges presented in this figure. An additional plot
indicating the thickness of each sample is presented in the supplementary information.
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of TS on the processed films. This effect is visualized in Fig.5.11, where the optical
bandgap energy E04, Eact, σd and the ratio of the photo-conductivity to σd (σph/σd) are
plotted as a function of n@600nm. These metrics are plotted twice, with the icon fill and
colour indicating the TS in the left column and αtot, the selected metric for instability, in
the right column.
The figure shows that the full set of conditions results in the growth of Ge:H films with
a n@600nm ranging from about 4.2 to over 5.2. However, for this particular processing
window, none of the films processed at a temperature of 200◦C has an n@600nm over
5 and none of the film processed at 275◦C has an n@600nm below 4.65. This means
that irrespective of deposition power, pressure, dilution and post-deposition treatment,
the films with the highest refractive index are processed at a temperature of 275◦C. If
we consider the opto-electrical properties as a function of n@600nm, a direct relation is
apparent. The refractive index can be considered a metric for material density, with higher
n@600nm indicating higher material density. This relationship as has been established in
a wide range of materials including inorganic solids [247], SiO2 [248], [249] and other
thin evaporated glass films [250] and most importantly in hydrogenated silicon [65], [251].
With increased material density a decrease of E04 and increase of the Eact can be observed.
The Eact indicates the difference between the Fermi energy level and the nearest band
edge, which is the conduction band edge for these Ge:H films. The decrease of E04 in
combination with the increase in Eact therefore indicates that the Eact is shifted towards
that of an intrinsic film, for which Eact=0.5EG.
Additionally, it should be noted that the n@600nm values achieved at the reduced electrode
gap are considerably higher than the maximum 4.9 achieved in our earlier work [159],
where TS of 300◦C and up were also used. This suggest that the reduced electrode gap
allows for the processing of denser materials. In tandem with the increased density, the
E04 of 1.07eV and Eact of over 300meV are also improvements over the values achieved
at the larger electrode gap.

Considering the conductivity of the films, σd is also lowest for the samples with a high
n@600nm, processed at elevated TS. It should be mentioned that the lowest σd values
presented in this work are 1-5 orders of magnitude lower than those reported for all other
known a/nc-Ge:H films, processed by chemical vapour deposition techniques, to best of
the authors knowledge [33], [218], [219], [239], [252], [253]. Remarkably, the increased
intrinsicity and decreased σd of the material do not result in improved photoresponse
σph/σd. If we consider the stability of the Ge:H films, with small, green icons representing
a stable film in the right column in Fig.5.11, its clear that denser films are generally more
stable. Moreover, opto-electrical properties such as the E04, Eact and σd show a near
linear relation to the level of oxidation and carbisation, as previously reported [201].

The effect of TS on Ge:H and SiGe:H

For the parameter space detailed Table 5.1, temperature emerges as a dominant param-
eter for the deposition of dense Ge:H films. This observation raises two questions: 1. is
this observation limited to this particular parameter space and 2. is this observation also
valid for Ge:H alloys, such as SiGe:H. We’ll first consider whether the dominant influence
of TS holds when the processing range of the used deposition parameters is widened. In
Fig.5.12, the E04 of over 250 Ge:H films processed in our reactor are plotted as a function
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Figure 5.12: The E04 plotted as a function of n@600nm for all Ge:H samples processed in our reactor. TS
is indicated by the color of the icons. The full range of deposition conditions of samples in
this figure can be found in Table 5.1.

of n@600nm, with temperature indicated by the icon colour. The range of used deposition
parameters is reported in Table 5.1. Its clear that while films grown at elevated tem-
perature do not necessarily have a high n@600nm, without elevated temperature n@600nm
values over 5.2 are not achieved. Moreover, a near linear relation between n@600nm and
E04 is clearly evident. The only films with a E04 ≤ 1.1eV are those with n@600nm ≥ 5,
indicating that the processing of dense films is a prerequisite for obtaining a low bandgap
energy film.

The second question is whether this observation is limited to the PECVD processing
of Ge:H films, or whether it extends to Ge:H alloys as well. For that reason, over 70
SiGe:H films were processed. The E04 as a function of n@600nm of these films is plotted
in Fig.5.13. For these films a range of deposition conditions were varied, including PRF,
p, TS and the ratio of FSiH4 to FGeH4, as indicated in Table 5.1. The ratio of precursor
gasses has a strong effect on the optical bandgap energy, as reported in [156]. The
FGeH4 is therefore indicated by the icon size in Fig.5.13, while FSiH4is kept constant at
30sccm. The icon colour indicates TS. For the SiGe:H films, as with Ge:H, irrespective of
power, pressure and even stoichiometry the densest films with lowest E04 are processed
at elevated temperatures. Also in the SiGe:H films this is likely the result of densification,
as TS did not have a significant effect on the material stoichiometry [156].

Detailed effect of TS on a/nc-Ge:H films

To characterise the effect of TS in more detail, and investigate the mechanism involved
in the temperature induced densification of the films, 3 series of films were processed in
the 250-300◦C TS range. The results are shown in Fig.5.14, with the exact deposition
conditions indicated in the caption. The first series of films was processed at conditions
resulting in porous nc-Ge:H films (red squares), another resulting in dense nc-Ge:H films
(blue triangles) and the third series results in dense a-Ge:H films (black circles).
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Figure 5.13: The E04 plotted as a function of n@600nm for a large set of SiGe:H samples. TS is indicated
by the color of the icons. Icon size indicates the FGeH4 flow during deposition. FSiH4 is kept
constant at 30sccm. The full range of deposition conditions of the samples in this figure can
be found in Table 5.1.

The nc-Ge:H films are considered first. For both series, the n@600nm increases with
increasing TS, indicating a densification of the films. This densification is accompanied
by an increase of the crystallinity of the films. The crystalline phase is much denser than
the amorphous phase, so this correlation is not unexpected. The increased densification
results in a decrease of the E04. For the dense nc-Ge:H films this is likely a results of the
decreased amorphous phase fraction. For the porous nc-Ge:H films it could additionally
be the result of a decreased a-GeO or a-GeC phase fraction, as indicated by the decrease
of αtot. The decreased αtot also results in a decrease of the σd and increase of the Eact,
as the dominant defect type in Ge:H is positioned further from the conduction band edge
in reference to the GeO:H or GeC:H phase [33], [201], [215].
For the dense nc-Ge:H films the Eact and σd remain relatively unchanged as a function
of TS. This seems to indicate that there are no significant changes in the defect density
and dominant defect type, despite changes in the crystallinity and a slight increase of
αtot for the samples processed above 280◦C. The αtot increase is somewhat surprising,
as we’ve generally observed an increase in stability with increasing TS. The low values for
αtot seem to indicate however that the oxidation does not reach into the bulk. Rather it
is likely that the oxidation is limited to the surface of crystalline grain boundaries on or
near the surface. It has been observed in the processing of nc-Si:H that the crystalline
phase fraction increases with thickness [36], [61], [109], [159]. Moreover, for very high
crystallinity values the amorphous phase fraction, or density of the amorphous phase, is
insufficient to properly passivate the crystalline grain boundaries [85]. It is therefore likely
that the slight increase of αtot is the result of the oxidation of crystalline grains on and
near the surface of the films. For certain applications, such as for a p-i-n photovoltaic
device architecture, the nc-Ge:H layer would be positioned between doped films, and likely
encapsulated. Therefore, the slight increase of αtot does not necessarily eliminate this
high temperature deposition regime, where the lowest bandgap energies are achieved.
Also for the a-Ge:H films an overall increase of n@600nm with increasing TS can be ob-
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Figure 5.14: The effect of substrate temperature on selected material properties. Porous nc-Ge:H samples
(red squares) are processed at FGeH4=0.5sccm, 5mbar and 49.7mW·cm-2. Dense nc-Ge:H
films (blue triangles) are processed at FGeH4=1sccm, 1mbar and 24.9mW·cm-2. Dense
a-Ge:H samples (black circles) are processed at FGeH4=2sccm, 4mbar and 14.9mW·cm-2.
FH2 is maximum for all samples at 200sccm.
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5 Hydrogenated germanium films

served. This increased densification is not the result of any changes in the oxidation or
crystallinity, as can be deduced from αtot and Xc. The only parameter that continuously
decreases with TS is the micro-structural parameter R. R is a metric for the ratio of
high stretching mode Ge-H vibrations in the FTIR spectra, positioned at 1980cm-1 to
the low stretching mode Ge-H vibrations positioned at 1875cm-1, as indicated in Fig.7.1.
Drawing a parallel to silicon processing [65], [67], low stretching mode Ge-H vibrations are
the result of hydrogen atoms positioned in small volume deficiencies at sizes of vacancies
with one or two Ge atoms absent from the lattice. High stretching mode vibrations on
the other hand are related to hydrogen bonded to germanium in a more porous material
phase. The hydrogen resides as the surface of larger nano-sized voids. A decrease of
R therefore indicates a decrease of nano-sized void fraction. This decrease of the void
fraction with increasing TS is in line with earlier reports [219], [222]. The increase in
n@600nm is therefore not the result of a change in material phase fractions, but rather
of a densification of the amorphous germanium phase. It should be noted that for this
particular series, the hydrogen concentration also decreases with increasing temperature,
which could also contribute to he observed changes. Notably, the nc-Ge:H films do not
exhibit this HSM, resulting in a constant R value of 0. This indicates that the nc-Ge:H
films are free of nano-sized voids. As with the porous nc-Ge:H films, the densification
results in an increased Eact and decreased σd .

This behaviour provides some insight. The photoresponse σph/σd doesn’t change sig-
nificantly. As argued before [201], as the large flux of photo-generated charge carriers
does not result in an increase of the measured photo-current, the carrier mobility must
be relatively poor. Considering the n-type nature of the Ge:H material [201], [219],
[223], hole mobility is likely limiting. The poor mobility is the result of defect-facilitated
Shockley-Read-Hall recombination, which indicates that the overall defect density is still
significant. However, with TS, the defect density, or the concentration of different types
of defects, does change. The Eact increases while the E04 does not, so the density of
defects with n-type nature decreases. This increase of Eact results in the observed σd
decrease, according to:

σd = σ0 exp
(−Eact

kbT

)
(5.7)

Moreover, R continuously decreases as Eact continuously increases. This indicates that
the density of n-type defects is related to the concentration of nano-sized voids in the
Ge:H material. If we extrapolate the trend in R, and further reduce R to 0, an Eact
of about 350meV could potentially be achieved for the a-Ge:H films. This means that
most dense a-Ge:H films, the Eact remains well below half of the bandgap energy. The
same is true for the Eact of the nc-Ge:H films. Assuming that the crystalline phase is
predominantly responsible for conduction in the high crystallinity Ge:H films, an Eact of
about 330meV, half the the bandgap energy of c-Ge, could be expected. This indicates
that the presence of a certain n-type defect persists. As to the nature of this defect,
whether some interaction of hydrogen with Ge, or a certain Ge-defect results in the
observed donor behaviour, remains unsure.
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Figure 5.15: FTIR spectra of 3 Ge:H samples, processed at TS=200◦C (top), TS=250◦C (middle) and
TS=300◦C (bottom). Samples are measured before (black curve) and after 30s dip in de-
ionized water (red curve).
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5 Hydrogenated germanium films

Temperature induced densification

Finally, we reflect on the underlying mechanism of the temperature induced densification
of the Ge:H films. There are roughly two ways in which deposition conditions can result in
changes in the grown material. The first is by affecting changes in the plasma that result
in changes in the growth flux composition. A straightforward example of this is varying
the precursor gas flow ratios. It’s been speculated that an increase of temperature could
alter the flux composition through the dissociation of larger Ge2H6 and Ge3H8 plasma
phase polymers at elevated temperature [220].

Alternatively, under influence of plasma exposure a restructuring of the grown, or grow-
ing, surface can occur. The growing surface, or sub-surface, region undergoing restruc-
turing upon continued plasma exposure has been referred to as the growth zone [139],
[254]. An example of this is the densification of the growth zone under the influence of
physical ion bombardment. A more relevant mechanism is the temperature dependent
void integration, which has been observed in amorphous silicon [66], [67] and which we
discussed previously [201]. This mechanisms involves the restructuring and densification
of the amorphous network, resulting in the virtual movement of small voids towards the
surface. This process requires energy, that is increasingly available when the deposition
temperature is increased. This means that at elevated temperatures, under influence of
the plasma, small voids can diffuse out of the growth zone.

There is a distinction between the temperature facilitated densification of the films
through compositional changes in the growth flux on the one hand, and retroactive re-
structuring of the growth zone the other hand. This distinction is that from the former
a certain material uniformity in the growth direction can be expected, while the latter
could potentially result in the formation of two distinct regions. A porous top region on
top of a dense bulk region could occur for a certain temperature range, since when the
RF generator is turned of, the growth zone will not have had the time required for the
densification process.

Lacking in-situ measurements to evaluate the composition of the plasma or growing
surface, some post-deposition measurements have been performed. We reasoned earlier
[201] that water is responsible for the observed post-deposition oxidation of the Ge:H
films. The oxidation is resisted in dense Ge:H but occurs readily in porous Ge:H, as water
can penetrate into the bulk. A number of samples, processed at different temperatures,
were placed in de-ionized (DI) water for 30 seconds. FTIR measurements were performed
before and after the exposure to DI water. The plots of three of the samples are shown
in Fig.5.15. It can be observed that the sample processed at 300◦C does not show any
significant changes, while the sample processed at 200◦C shows the changes that can be
expected of a sample undergoing oxidation. These are a decrease of the Ge:H phase,
indicated by Ge-H wagging vibrations are 560cm-1 and the LSM at 1875cm-1 and HSM
at 1980cm-1 and an increase of the Ge-Ox related vibrations in the 600-900cm-1 region.
Particularly, a strong decrease of the HSM can be observed, as the porous regions that
facilitate the in-diffusion of water oxidize first. It should be noted that all samples had an
initial thickness of 150-200nm and that the 200◦C sample was fully etched away after 3
hours in DI water.
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The sample processed at 250◦C shows a different effect however. After 30s in water, the
Ge-Ox related vibrations are strongly reduced, while the Ge-H wagging mode is reduced
only slightly and the LSM and HSM are unchanged. This suggests that the film initially
consists of a porous top region, that readily oxidizes after deposition, on top of a dense
bulk region. The oxidized region is consecutively etched away when exposed to DI water.
This observed oxidation and etching behaviour, and the presence of two distinct regions
it indicates, are in support of the retroactive restructuring and densification mechanism.
This process is likely to occur with increasing effectiveness as temperature is increased,
resulting in the fully dense and stable film processed at 300◦C in Fig.5.15.

5.2.4 Conclusion
In this work the effect of processing hydrogenated amorphous and nano-crystalline ger-
manium films at a reduced electrode gap is explored. It has been observed that a smaller
electrode gap facilitates the processing of denser films, indicated by a higher refractive
index, with lower E04 and higher Eact in reference to the best values obtained at a larger
electrode gap.
Moreover, it was observed that the deposition temperature has a dominant effect on
the material properties. Consequently, in the first two sections the effect of deposition
temperature is demonstrated irrespective of other deposition conditions, such as power,
pressure, electrode gap and the precursor gas flow ratios, using over 200 Ge:H and over
70 SiGe:H films.
A closer inspection of the 250-300◦C temperature range yields some differences between
amorphous and nano-crystalline germanium samples. The crystalline fraction of the nc-
Ge:H samples increased with increasing TS, resulting in lower bandgap energies and denser
films, but no significant changes in the Eact and σd. In the stable a-Ge:H films the nano-
sized void fraction, absent in the nc-Ge:H samples, decreases with TS. This void and
vacancy decrease results in an increased Eact and decreased σd.
Additionally, a change in post-deposition oxidation and etching behaviour in de-ionized
water was observed as a function of deposition temperature. This behaviour indicates
an Ge:H growth mechanism that involves the retroactive restructuring and densification
during material growth, under influence of a high temperature plasma.
The temperature-induced densification of Ge:H films was demonstrated that resulted in
more intrinsic and stable films with a lower bandgap energy and dark conductivity. These
developments improve the attractiveness of a/nc-Ge:H for a variety of electronic, optical,
opto-electronic and photovoltaic devices.
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6 Ge(Sn):H and group IV

6.1 Spectroscopic review of hydrogenated, carbonated
and oxygenated group IV alloys

This section is published in Vibrational Spectroscopy ∗

Abstract
Semiconductors based on group IV elements are widely used in the fields of micro-
electronics, optics and photonics. The group IV alloys are processed using plasma en-
hanced chemical vapour deposition and its opto-electrical properties are a result of the
material composition and structure. Infrared and Raman spectroscopy are complementary
and powerful tools for providing these essential material characteristics. In this work, the
vibrational modes present in hydrogenated, oxygenated and carbonated group IV alloys
are investigated in a unique range of amorphous and nano-crystalline SiX≥0Ge1-X:H films
and their alloys with C, O and Sn. Measurements are performed both post-deposition and
following extended exposure to the ambient and de-ionized water. This comprehensive
review is of value in the fields of material science and engineering as a single work of
reference for group IV peak identification.
Additionally, the effect of electrical screening, the influence of the dielectric medium on
the peak frequency of a vibrational mode, is illustrated using the experimentally ob-
served frequency shifts of X-O and X-H (X=C, Si, Ge) vibrational modes. All experi-
mentally observed centre frequencies of silicon hydride stretching modes in silicon solids
and corresponding silicon-hydride configurations are identified using a straightforward
Lorentz-Lorenz model approximation and considering all potential hydrogenated volume
deficiencies within a tetrahedrally coordinated amorphous and nanocrystalline lattice. It
shows that the stretching mode signature can reveal detailed information on the volume
deficiencies in IV-valence alloys.

∗Thierry de Vrijer, Bilal Bouazatta, Arno H.M. Smets “Spectroscopic review of hydro-
genated, carbonated and oxygenated group IV alloys” Vibrational Spectroscopy, (2022).
DOI:10.1016/j.vibspec.2022.103387
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6.1.1 Introduction
Semiconductors based on group IV elements like silicon, carbon, and germanium are widely
used in the fields of micro-electronics, optics and photonics, for a range of applications
including transistors, detectors, displays and photovoltaics. The performance of devices
in which group IV semiconductors are applied, is a result of the opto-electrical properties
and chemical stability of group IV alloys, which in turn are a direct result of the chem-
ical composition and structural characteristics of the material. Understanding of these
material properties is therefore crucial for optimization of hydrogenated group IV alloys.
Vibrational spectroscopy has proven an important means of providing essential informa-
tion related to the material stoichiometry [198], [255]–[257], concentration of elements
like hydrogen [70], [222], [258]–[260], the void fraction and porosity [65], [67], [113], [196],
[261], the preferential bonding of elements in stoichiometric films [199], [215], [220], the
chemical stability of films [78], [79], [159] and the amorphous and crystalline material
phase fractions [141], [159], [262], [263].
While Fourier-transform infrared spectroscopy (FTIR) and Raman Spectroscopy (Raman)
are often used tools in material characterization, works combining results of these com-
plementary techniques for group IV alloys are scarce, as are works presenting more than
a single alloy of varying stoichiometry. Such a comprehensive review of group IV alloys is
of great value as a reference for peak identification. Additionally, trends across the centre
frequencies of vibrational groups in group IV alloys, as a function of the period and group
of an element, can provide insight for the identification of peaks during the development
of novel alloys.

For that reason, in this work, a range of group IV amorphous (a-) and nano-crystalline
(nc-), unalloyed and alloyed, hydrogenated (:H) materials are processed of varying ele-
mental composition. FTIR and Raman spectroscopy measurements and energy dispersive
X-Ray (EDX) compositional analysis are performed on these plasma enhanced chemical
vapour deposition (PECVD) processed undoped films. Vibrational spectroscopy is based
on measuring the vibrational modes of single or group of chemical bonds in molecules up
to solids. FTIR and Raman analysis are complementary vibrational techniques. In infrared
absorption the absorbed photon matches the energy differences between the vibrational
energy states. FTIR detects bonded atoms with a strong dipole moment that undergo a
photo-induced change in dipole moment. Raman spectroscopy is based on the inelastic
scattering of photons in which the shifts of the photon energy reflects the energy differ-
ence between the vibrational modes. Raman detects bonded atoms with a weak dipole
moment that exhibit a photo-induced change in polarization. Here, these measurements
are performed before and after the films are subjected to different degradation conditions
in the dark and under light, in the ambient and in de-ionized (DI) water. This extensive
experimental design provides the opportunity to compare vibrational spectra in 3 unique
ways: 1. a comparison between homogeneous and heterogeneous materials with different
material phases, 2. a comparison of the presence and peak frequency of oxide and hydride
vibrational modes across the group IV elements carbon, silicon and germanium and 3. a
comparison of the vibrational spectra between the state immediately after deposition and
following exposure to different ambient and illumination conditions.
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The purpose of this work is twofold. For one, the added value of this unique ex-
perimental design, for the fields of material science and engineering, is in providing a
comprehensive overview of the vibrational spectra of group IV alloys. In addition to pro-
viding a single work of reference for peak identification, a fundamental perspective is
presented on the peak frequencies as a function of the material structure and elemental
composition. Moreover, throughout this work examples are provided of the applications of
vibrational spectroscopy for relating material characteristics to opto-electrical properties,
chemical stability and/or device performance.
The discussion section of this work consists of four main parts. In the first part of the
discussion, part 6.1.3, the as-deposited FTIR spectra of the a/nc-SiX≥0Ge1-X:H films and
their alloys with C, O and Sn are characterized. This section includes descriptions of
the hydrides, oxide and carbide peak frequencies as well as a discussion of the potential
applications of hydride identification. Following these descriptive sections, a reflection on
the relation between subtle shifts of FTIR vibrational frequencies and the physical and
chemical nature of the local environment of vibrational excited chemical bonds in a solid
is presented in 6.1.4. In part 6.1.5, the Raman spectra are analyzed, with a focus on the
amorphous and crystalline (c-) peaks, followed by the hydride-, oxide- and carbide-bonds.
Finally, in part 6.1.6, a reflection is presented on the potential subjective nature of the
peak fitting process in heterogeneous, chemically complex group IV alloys.

6.1.2 Experimental section

Film processing

The films presented in this work are processed on 4 inch, n-type Cz 500µm thick polished
monocrystalline silicon wafers. The a/nc-Ge:H and a-GeCSn:H films were processed in
the Cascade radio-frequency (RF) PECVD reactor, which has a circular electrode with
a diameter of 160mm and an electrode spacing of 20mm. Cascade is a laminar flow
reactor, where germane (GeH4) and molecular hydrogen are used as precursor gasses.
Additionally, for the GeCSn:H depositions, tetramethyltin (TMT) (Sn(CH3)4) is used as
a precursor. Injection of TMT into the reactor is controlled through a valve, for which
the open and close time can be controlled. The ratio of the close time to the open time
is referred to as the duty cycle in table 6.1. More information can be found in [264]. All
other films were processed in a different RF-PECVD cluster tool. In this cluster tool the
intrinsic (i-) a-Si:H, i-nc-Si:H and remaining films (i-a/nc-SiGe:H, a-GeO:H, nc-SiO:H,
a-GeC:H, nc-SiC:H) films are processed in separate dedicated chambers, each with a flat
12cmx12cm shower-head electrode. The deposition conditions of the processed films,
including deposition times and thickness, are reported in Table.6.1.
After deposition the wafers were cut in quarter pieces to measure the evolution of the
vibrational spectra and opto-electrical parameters over time, as a function of degradation
condition. Of each processed film, three quarters were stored in a temperature controlled
room. One quarter was stored in the dark under ambient conditions. A second quarter
was stored in an in-house light soaking setup, under ambient conditions. A third quarter
was stored in the dark in a container filled with DI water. The vibrational and electrical
parameters of these films were then measured at approximately 10 hours, 100 hours
and 1000 hours after deposition, with an additional measurement performed at 1hr after
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Table 6.1: Deposition conditions of the films presented in this work. Precursor gas flow rates indicated in
standard cubic centimeters (sccm). nc-Si:H processed at 40MHz. a-GeCSn:H processed with
Sn(CH3)4 duty cycle of 2857

PRF p TS SiH4 GeH4 CH4 H2 CO2 Dep. time Thickness
(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (sccm) (sccm) (sccm) (s) (nm)

a-Si:H 19.4 0.7 180 40 1100 177
nc-Si:H∗ 277.8 4 180 3.3 120 900 45.9
a-SiGe:H 20.8 3.6 180 30 5.3 200 2800 292.2

nc-SiGe:H 20.8 3.6 180 30 0.4 200 1100 148.1
nc-Ge:H 99.5 3.5 200 0.5 200 1680 222.6

a-Ge:H 24.9 4 200 0.5 200 2100 182.6
a-GeO:H 20.8 3.6 180 2 200 20 850 173.8
a-GeC:H 20.8 3.6 180 2 15 200 800 170.6
nc-SiC:H 20.8 3.6 180 5 10 200 1848 213.4
nc-SiO:H 20.8 3.6 180 5 200 5 1861 164.9

a-GeCSn:H 14.9 4 230 1.5 200 570 91.0

deposition for the samples stored in water.

Vibrational and elemental analysis

FTIR spectra were obtained using a Thermo Fisher Nicolet 5700 spectrometer. The
Raman spectra were obtained using an inVia confocal Raman microscope with a laser
operating at a wavelength of 514nm. The EDX analysis was performed on a FEI Nova
NanoSEM 450, using an acceleration voltage of 3kV. The elemental composition was ob-
tained by comparing the area of fitted gaussian distributions after background subtraction.
As such, the elemental fractions represent atomic fractions rather than weight fractions.
For the GeCSn:H sample an acceleration voltage of 5kV was used, to include the main Sn
electron transmission at around 3.44 keV in addition to the one at 0.69 keV. While this
peak is not included in Fig. 6.1 for visualisation purposes, it is included for determining
the atomic fraction.

Fitting vibrational spectra

The spectra were fitted using the Fityk freeware [228]. The background was subtracted
manually. Gaussian distributions were added manually. For each sample, the minimum
number of Gaussians are used to accurately match the shape of the measured data. The
process of determining the number of Gaussians is based on the experience of fitting and
re-fitting the hundreds of intrinsic group IV alloys, presented in [156], [168], [201], [262],
[264], [265]. Following the manual fit, an autofit option was used to minimize the error
between the measured data and the sum of the Gaussian distributions by determining
the exact peak frequency, width and height of the Gaussian distributions. For bonding
configurations with multiple hydrides, or other atoms or groups, the convention -Xn is
used in this work. A reflection on the fitting process is presented in section 6.1.6.

151



6 Ge(Sn):H and group IV

6.1.3 FTIR spectra of hydrogenated a/nc-SiX≥0Ge1-X:H and their
alloys with Sn, C and O

The vibrational spectra and elemental analysis of a number of amorphous and nano-
crystalline group IV materials and their alloys with carbon and oxygen are shown in Fig.
6.1. The measured curves are indicated in green, while the Gaussian distributions fitted to
reproduce the curves are indicated in red. The sum of the fitted Gaussians is represented
by the black curve. The peak frequencies of the fitted Gaussians are indicated in the
spectra and an overview of the observed peaks is presented in Table6.2, including the
most likely origin of the vibrational modes. It should be noted that C and O fractions in
the Ge(C,O):H and Si(C,O):H alloys are intentionally added during deposition using CO2
and CH4 precursor gasses, while C and O fractions in the a/nc-SiX≥0Ge1-X:H films are the
results of post-deposition oxidation and carbisation reactions.

C,Si,Ge-hydrides

The hydrogen vibrational modes are often used as a tool for determining the hydrogen
concentration in thin films, a relevant metric for relating structural characteristics to elec-
trical material properties such as the bandgap energy and degree of electrical passivisation
[136]. Moreover the specific configuration of the hydrogen stretching modes (SM) have
proven an important tool for thin film analyses. The ratio between the low SM (LSM) and
high SM (HSM), visualized for Si-H stretching in Fig.6.4, are used as a metric for deter-
mining void fraction and material density in thin a-Si:H [65], [67], [113], [261], a-SiGe:H
[196] and a-Ge:H [262], [265] films. Moreover, in nc-Si:H, the specific SM signature is
used to optimize the growth of device quality films photovoltaic applications [69].

None of the a/nc-Si:H and a/nc-SiGe:H (a/nc-SiGeX≥0:H) show significant traces of
oxygen or carbon contamination according to EDX, which aids in the identification of
hydride vibrational modes in these samples. The a/nc-SiGeX≥0:H spectra appear quite
similar, which is not unexpected, since Si-Ge bonds are not FTIR active and hydrogen
is reported to favourable bond with silicon in PECVD processed a-SiGe:H alloys [189],
[199], [200]. The peaks in the a/nc-SiGeX≥0:H FTIR spectra are therefore expected to
be silicon hydrides with a small fraction of germanium hydrides in the SiGe:H samples.
In the four a/nc-SiGeX≥0:H samples two peaks are observed in the 500-800cm-1 range
which are related to Si-H wagging modes [79], [194], [260], [266]. The peak observed at
around 870-881cm-1 is likely related to Si-Hn bending [69], [79], [194], [230], [260]. In
the nc-SiC:H films, Si-Hn bending is slightly shifted to higher wavenumbers, likely due to
the presence of carbon in the local environment. The four a/nc-SiGeX≥0:H samples all
exhibit several peaks in the 1850-2200cm-1 range, which are related to Si-Hn stretching
modes [69], [79], [267]. A detailed description of the exact identification and frequency
of the different Si-H SM’s in this range is presented in section 6.1.4. There seems to be
no significant Si-H3 SM, which would reportedly result in a vibrational mode at 2140cm-1

[69], [254].
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6 Ge(Sn):H and group IV

Figure 6.1: Vibrational spectra of group IV elements. FTIR spectra (left) and Raman spectra (right)
plotted as a function of wavenumber, for a/nc-SiX≥0Ge1-X:H and their alloys with C, O and
Sn. The green dashed lines indicate the measured data after background subtraction. Gaussian
distributions (red curves) are fitted to the experimental data. The black curves indicate the
sum of the fitted Gaussian’s. The wavenumber of the peak frequencies of the fitted Gaussian
curves are indicated in the figures. The atomic fractions of the presented materials are
indicated in the centre, as obtained by EDX analysis. Inset (bottom left) shows the 3500-
3800cm-1 range of the a-GeCSn:H sample. Note that the horizontal axis of the bottom two
Raman plots (a-GeC:H and a-GeCSn:H) deviates from the plots positioned above.

Table 6.2: List of FTIR peaks identified in samples processed in this work. Vibration types, rocking
(Ro), wagging (W ), bending (Be), stretching (St), indicated in table. Note that Both Ge-Ox
and Si-Ox manifest as broad peaks, resulting from the superimposition of a range of X-O(H)
vibrations, with the exact centre peak frequency depending on the ratio of the bonds.

Peak frequency (cm-1) Suspected bond vibration Refs
480 C-Ox W [268], [269]
560-580 Ge-Hn W [32], [194], [196], [201], [230], [260], [270], [271]
610-660 Si-Hn W [79], [194], [260], [266]
630 Ge-Cx St
650-950 Ge-Ox St [32], [201], [255], [260], [272]
720-790 Si-Cx St [256], [260], [273]–[280]
750-760 Ge-Hn Be [32], [196], [230], [231]
770 C-Hn Ro [281]–[284]
830 C-Hn Ro [282], [283]
870-890 Si-Hn Be [69], [79], [194], [230], [260]
900-1200 Si-Ox St [69], [79], [196], [236], [266]
990-1020 C-Hn W [256], [266], [274]–[278], [280], [284]
1100 C-Ox St [268], [285], [286]
1210-1230 C-Hn W [274], [280], [285]
1400 C-Hn Be [268], [274], [286]–[288]
1430-1450 (Ox)C-Hn Be [268], [286], [289], [290]
1660 C=Ox St [285], [290], [291]
1740 HnC-Ox St [292], [293]
1800-2050 Ge-Hn St [32], [194], [196], [201], [222], [230], [270], [294]
1850-2200 Si-Hn St [69], [79], [159], [267]
2800-3000 C-Hn St [256], [260], [274]–[277], [282], [284], [294]
3500-3800 O-Hn St [285]

In the a/nc-SiGeX≥0:H samples an additional peak appears, located at around 1875
cm-1, that coincides with peaks in the a-Ge:H and nc-Ge:H spectra. This peak is related
to Ge-Hn SM’s [32], [194], [196], [201], [222], [230], [270], [294]. The a/nc-Ge:H FTIR
spectra look very similar to the a/nc-Si:H spectra, except that the all peak frequency
are shifted to lower wavenumbers. Ge-Hn wagging occurs at around 560-580cm-1 [32],
[194], [196], [201], [230], [260], [270], [271], and Ge-Hn bending at about 750-760cm-1

[32], [196], [230], [231] and the Ge-H SM at 1875cm-1 is accompanied by a Ge-Hn SM at
approximately 1970cm-1 [32], [196], [222], [230], [270], [294].

Additionally, we consider the carbon hydrides, which can be found in the SiC:H and
GeC(Sn):H spectra. Carbon hydride SMs appear in the 2800-3000cm-1 wavenumber region
[256], [260], [274]–[277], [282], [294]. C-Hn SMs manifest as three distinct peaks, with
peak frequencies at around 2790cm-1 , 2890cm-1 and 2970cm-1. These peaks can also be
observed in the GeC:H spectra in Fig.6.2, where they are seen to increase with increasing
CH4 flow rate during deposition. In tandem with the C-Hn stretching, C-Hn rocking
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6.1 Spectroscopic review of group IV alloys

vibrations at 770 cm-1 and 830cm-1 increase with CH4 flow rate. Moreover, vibrations
appear in the nc-SiC:H spectrum in Fig. 6.1 and the GeC:H spectrum in Fig.6.2 that are
most likely the results of C-Hn wagging, in the 1020cm-1 [256], [266], [274]–[278], [280],
[284] and 1210-1230 range [274], [280], [285] and C-Hn bending at 1400-1450cm-1 range
[196], [268], [274], [286]–[290].

Finally, O-Hn SMs can be observed in the inset in the GeCSn:H FTIR spectrum in
Fig. 6.1. The O-Hn SMs appear up-shifted with respect to the group IV hydride SMs,
approximately to the 3600-3800cm-1 range [285]. Oxygen incorporation in the porous
GeCSn:H film is the results of a post-deposition oxidation that occurs during the 1-
2 minute ambient exposure during the transfer from the PECVD reactor to the FTIR
measurement setup. Interestingly, O-Hn incorporation is only observed in Ge-based alloys,
whereas in porous Si-based alloys post-deposition oxidation only occurs due by oxygen
incorporation in the Si-Si back bond resulting in Si-O-Si [265].

Si,Ge-oxides and carbides

The appearance of O-Hn SMs are a demonstration of the porous nature of a film, in
which oxidation occurs readily. The monitoring of oxidation behaviour is relevant for
optimization towards a chemically stable, device quality material. Examples of FTIR
analyses of the oxidation behaviour of thin films include nc-Si:H [69], [79], nc-SiGe:H
[80] and a/nc-Ge:H [201], [262], [265]. In these works, the FTIR measurements do not
only provide information on degree of oxidation and/or carbisation. Monitoring of the
vibrational modes over time provides information on the type of chemical reaction that
takes place and the local environment in which the degradation reaction occurs. Moreover,
for samples in which O or C are intentionally added, vibrational spectroscopy can provide
information on the material stoichiometry.

Considering the identification of oxide and carbide bonds in the group IV alloys presented
in Fig. 6.1. Silicon-oxygen vibrations can be observed in the nc-SiO:H films, and to a
lesser extent in the nc-SiC:H film, as a wide peak in the 900-1200cm-1 range [69], [79],
[236], [266]. The peaks can be best approximated by two Gaussian distribution with
centre peak frequencies at around 990-1000cm-1 and 1050cm-1. The exact type of Si-O
vibrations is unclear, which is indicated in this work by the subscript ”x”. With respect to
the Si-Ox vibrations, the Ge-Ox vibrations are down-shifted to about 650-1000cm-1, which
is in line with our earlier work [201], [262], [265] and that of others [32], [260], [272].
Reports identify various Ge-O related vibrational modes in this range, such as the Ge-O-H
mode with a peak frequency of 670cm-1 [255], Ge-O-Ge at 750cm-1 [32], [196], [220],
[255], [260], [272] and at 860cm-1 [196], [220]. Some Ge-Ox vibration is also likely the
origin of the peak in the nc-Ge:H spectrum at 954cm-1.

It should be noted, considering the small carbon fraction in the a-GeO:H samples, that
the presence of Ge-C related vibrations in the 650-1000cm-1 range cannot be excluded.
To facilitate identification of the Ge-Ox and Ge-Cx peaks, a number of GeO:H and GeC:H
samples were processed, as shown in Fig.6.2. For these samples, the CO2 and CH4 gas
flow rates during deposition, the precursor gasses for oxygen and carbon integration, were
varied. A few things can be observed from these spectra. First, with increasing CO2
flow rate, the band of vibrations in the 650-1000cm-1 range show an overall increase with
respect to the Ge-Hn wagging vibrations, and are likely related to Ge-Ox vibrations.
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Figure 6.2: FTIR spectra of a-GeO (top) and a-GeC samples (bottom) process at different CH4 and CO2
precursor gas flow rates. In the inset a second set of a-GeO samples is presented, processed
at varying CO2 flow rates.

The distinct peaks at 770cm-1 and 830cm-1 are confidently assigned to C-Hn wagging
vibrations, in line with earlier reports [256], [260], [274]–[280]. Similarly, the peak at
approximately 1000cm-1 is confidently assigned to C-Hn bending vibrations, in line with
[256], [266], [274]–[278], [280], [284]. Both assignments are made considering the peak
frequency in reference to Ge-H and Si-H wagging vibrations, the increase of peak intensity
with CH4 flow rate and the fact that these peaks appear in both the SiC:H and GeC:H
FTIR spectra. It should be noted however that a number of different vibrations have been
reported in this wavenumber range. At 770cm-1 Ge-H vibrations have been reported [32],
[196], [230], [231], as well as Ge-Ox vibrations [196], [255]. Similarly, the peak at 830cm-1

has been attributed to Ge-Ox [32], [272], [295], [296] and Ge-H vibrations [196], [230],
[231], [284]. Similarly, for the peak at around 1000cm-1 Ge-C-C vibrations are reported
[282], [283], as well as C-O vibrations [297], [298]. In section 6.1.6 we reflect on the
multitude of peaks identified int his range.

Additionally, a small distinct peak appears at 620 cm-1 for higher CO2 flow rates. This
peak is matched by a stronger peak in the GeC:H spectra, and is therefore likely related to
a Ge-Cx vibration, which reportedly occurs in this range [279], [284], [288], [295], [299],
[300]. A similar vibration, Si-Cx stretching, can be observed in the nc-SiC:H spectrum,
where a peak is positioned in between those of the Si-Hn and C-Hn wagging vibrations.
The exact peak frequency is a function of the local environment and assumptions during
the fitting procedure, and consequently ranges from about 710-760cm-1 in earlier reports
[256], [260], [273]–[280].
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Besides the Ge-H and C-H vibrations, two more peaks are present in the GeC:H spectra
in Fig.6.2. These peaks occur at 480cm-1 and 1100cm-1. Considering that i) matching
peaks, though small, can be observed in the GeO:H and nc-SiC:H spectra and ii) the
frequency of the peaks in reference to the Ge-Ox and Si-Ox SMs, the latter is likely the
result of C-Ox stretching [268], [285], [286] while the former is the result of C-Ox wagging
[268], [269].

FTIR-spectra after degradation

To better understand the vibrational modes in the group IV alloys presented in this work,
the samples were stored under different conditions and the vibrational spectra were mon-
itored over time. The FTIR and Raman spectra measured after a 1000hrs of storage,
unless indicated otherwise in the plots, are presented in Fig. 6.3.

A strong effect can be observed in the a/nc-Ge:H and a-GeO:H vibrational spectra.
For the samples stored in water, the various Ge-H vibrational modes decrease over time.
At the same time, the amorphous germanium Raman modes (100-300cm-1) disappear as
well, exclusively leaving a c-Si peak at 520cm-1 and a peak related to Si-O vibrations
in the 900-1050cm-1 range. This means that at this point the c-Si wafer and oxidized
wafer surface are being measured, which indicates that Ge:H reacts strongly with the DI
water, a reaction in which the Ge:H tissue is consumed. Note that these Raman modes
will be discussed in more detail in section 6.1.5. The consumption of the Ge:H film was
confirmed by spectroscopic ellipsometry measurements, where a decreased film thickness
was observed as a function of time.

During this consumption of Ge:H, additional vibrational modes appear over time that
assist in the identification of peaks in the FTIR fingerprint region (ω /1500cm-1). These
modes are the result of different bonding configurations between carbon, hydrogen and
oxygen. In the a-GeO:H, a/nc-Ge:H and a/nc-SiGe:H spectra peaks appear at 1660cm-1,
related to the C=O [285], [291] or C-O vibration [290], and at 1740cm-1, related to either
an H3CO [292] or H2CO [293] vibration. Additionally, in the a/nc-Ge(O):H spectra vibra-
tional modes appear at around 1440cm-1, also present in the GeO:H spectra of Fig.6.2,
related to (Ox)C-Hn bending [268], [286], [289], [290]. This post-deposition process dur-
ing which carbon is integrated in the germanium alloys is discussed in detail elsewhere
[265].

Finally, it is noteworthy that the monitoring of the vibrational modes in the a/nc-
Ge(O,C):H films provides information on the resilience against water induced degradation.
The resilience against oxidation is increased in the a-GeC:H samples, where CH4 is added
during deposition. Not only is the rate of film consumption decreased, the inherent stabil-
ity of the GeCx phase can also be observed in the 650-1000cm-1 range in the a-Ge(O):H
spectra. For the samples stored in water, unlike the samples stored in the ambient, the
dominant vibration shifts over time, towards a peak frequency of 770cm-1, which is asso-
ciated to Ge-Cx vibrations.
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6.1 Spectroscopic review of group IV alloys

Figure 6.3: Vibrational spectra of group IV elements. FTIR spectra (left) and Raman spectra (right)
plotted as a function of wavenumber, for a/nc-SiX≥0Ge1-X and their alloys with C, O and
Sn. All curves are presented after background subtraction. The black solid curves represent
measurements at 0hrs. The dashed green curves indicate measurements after degradation in
the light under ambient conditions. The dashed red curves indicate measurements after degra-
dation in the dark under ambient conditions. The dashed blue curves indicate measurements
after degradation in the dark in de-ionized water. The number of hours after degradation
is indicated in the plots. Note that the insets are zoom-ins; the same data presented on a
decreased vertical axis range for a selected wavenumber range.

6.1.4 Physical relation between local environment and peak
frequencies

The identification of the observed vibrational modes across the different group IV alloys
allows for a reflection on the physical relation between the peak position and local environ-
ment. The vibrating valence bonds like C-Hn, Ge-Hn, and Si-Hn are physically described
as dipole vibrations. The effective charge of a vibrating mono-hydride X-H (X=C, Si, Ge,
Sn) is determined by valence electrons that make the valence Si-H bond, whereas the
effective mass of the vibrating system is mainly determined by the mass of the hydrogen
atom, assuming that the position of the X atom is static due to the back bonds with
three neighboring X atoms. Interestingly, the peak frequency of these vibration modes
reveal lots of physical and chemical detail of the local environment of the excited dipole
X-H vibration.
Here we will shortly elaborate on this using the most extensive studied X-H vibration in
literature, i.e. the silicon-hydrides in molecules, at surfaces of a-Si:H and c-Si:H, and in
the bulk of a-Si:H, nc-Si:H and hydrogen implanted c-Si [303] as shown in Fig.6.4A. The
dielectric nature of a medium of vibrating dipoles can be described by the superposition
of Lorentz-Lorenz dipole oscillators [67]:

10−4
∑
j

Nj
q2
0,jΩ2

j

4π2c2mjε0

(
1

ω2 − ω2
0,j + 2iδjω

)
= 3ε(ω)− 1

ε(ω) + 2 (6.1)

With ε(ω) the dielectric function of the medium of vibrating dipoles. Every type
of X-H vibration has it own eigenfrequency (ω0) depending on the effective charge
(q0)(unscreened), effective dipole mass (m) and screening of its surrounding, as described
by Ω. The X-H vibrations in a free molecule can be considered as ’unscreened’ dipole
vibrations and reside in molecules like silane (SiH4) and polysilane (SinH2n+2). The ’un-
screened’ frequency is determined by the hydride nature, i.e. mono-, di-, tri-, and tetra-
hydrides as shown in Fig.6.4B. From Eq.8.1 it can be derived that subtle frequency shifts
(∆ω) in reference to the ’unscreened’ eigenfrequency are given by:

∆ωj = − 10−4

24π2c2mjω0,jε0

Kjq
2
0,jΩ2

j

VSi
(6.2)

Where parameter K is the nano-structure parameter reflecting the averaged number of
Si-H dipoles per volume unit V of one missing Si in the Si:H network [67], [73]. It are
these subtle frequency shifts that can reveal the physical nature of the dipole vibrations.
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6.1 Spectroscopic review of group IV alloys

Figure 6.4: A) Typical IR absorption spectra for SMs of hydrides in silane gas [301], on an a-Si:H surface
and in the a-Si:H bulk and nc-Si:H bulk [69], [302]. The absorption spectrum in the silane gas
includes the typical P, Q and R-branches due to the rotational-vibrational coupled transitions
of the molecule. The SM frequencies of the surface and bulk broaden and shift to lower
values. B) The experimentally observed spectral ranges of Si-H SMs observed in (poly-
)silane molecules, a-Si:H and nc-Si:H including the typical nomenclature adopted in this paper;
extreme-low SM (ELSM), low SM (LSM), medium SM (MSM), high SM (HSM). Note that
B) only has a horizontal axis, the vertical offset is applied for visualisation purposes. Fig. C)
all experimentally observed SMs in a-Si:H, nc-Si:H and hydrogen implanted c-Si versus the K
parameter including the corresponding type of hydrogenated volume deficiency.

First, the effect of electrical screening is illustrated in Fig.A-B. The eigenfrequency of ’un-
screened’ silicon hydrides shifts from larger frequencies in (poly-)silane molecules to lower
frequencies when the hydride types are bonded to a surface. Here the dipole vibration ex-
periences an electrical screening by the dielectric nature of the sub-surface solid. Screening
means that the effective charge of the dipole is altered due the dielectric medium around
it in reference to the unscreened dipole (ω0 ∼3020 cm-1, ∼2189 cm-1, ∼2110 cm-1 and
∼1908 cm-1 for CH4, SiH4, GeH4 and SnH4). Maximum screening is obtained when the
dipole vibration is incorporated in the bulk with locally a high dielectric constant. This
is demonstrated by the Ge-based alloys in Fig.6.5. In this figure, the frequency ranges
are visualized of all carbon, silicon and germanium hydride and oxide vibrational modes
observed in this work. Fig.6.5 shows that Ge:H has the lowest wavenumber for the hy-
dride wagging, bending and stretching modes, as well as oxide stretching modes, and the
largest shifts ∆ω in reference to the unscreened ω0. The C-(O,H) SMs appear up-shifted
in reference to Si-(O,H) SMs, which appear up-shifted in reference to Ge-(O,H), which is
in line with the fact that Ge:H has the highest dielectric constant of all IV-valence alloys
studied in this paper.

The typical tetrahedral coordination of IV-valence alloys basically defines the K-values
of the various hydrogenated volume deficiencies. A monovacancy is in theory a vacancy
in which 4 hydrogen atoms can be incorporated and replace one silicon atom (V H4 where
‘V ’ is the missing Si atom monohydride density of K=4). The monohydride can be
incorporated in polyvacancies as well. For these small polymer-like shaped vacancies the
general relation is valid that in an m-vacancy, m silicons are replaced by 2m+2 hydrogen
atoms (VmH2m+2). For poly-vacancies with m≥3 the centered V positions accommodate
two hydrogens instead of the three hydrogens as at the polyvacancy ends. For a divacancy,
the local monohydride densities are represented by K=3 and for a trivacancy by both K=3
and K=2 (H3V -(V H2)m-2-V H3). Experimental evidence exists that deficiencies with
equivalent sizes to divacancies exist in a-Si:H. Nuclear magnetic resonance spectroscopy
[304], small-angle neutron scattering [305], positron annihilation studies [306], [307] as
well as density analysis [65] have shown that hydrogen is predominantly clustered together
with 6 H atoms in dense a-Si:H. If the vacancy becomes larger than a polymer-chain of
missing silicon atoms, we define the ‘hole’ in the matrix as a nanosized void. Small-angle
X-ray scattering measurements on a-Si:H films deposited with several techniques show that
mainly nanosized voids with a typical diameters of 2-4nm are present in the a-Si:H network
[305], [308]. These observations are corroborated by positron lifetime measurements [309]
and density measurements [65]. In view of the typical defect densities in a-Si:H (1015-
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Figure 6.5: Schematic representation of the vibrations observed in this work. Colored areas indicate
width of observed vibrations, while black text indicates vibration type: rocking (Ro), wagging
(W ), bending (Be), stretching (St). Visual indicates O-Hn vibrations (top,green), C-(Ox,Hn)
(top, yellow) vibrations, Si-(Ox,Hn) (centre, red) and Ge-(Ox,Hn) vibrations (bottom, blue).
Dashed area indicates range of Ox vibrations while even coloured areas indicates range of Hn
vibrations. Purple area indicates range of Si-C and Ge-C vibrations. Black squares present
in yellow dashed range of C-Ox vibrations indicates specific C-Ox vibrations observed in this
work.

1017 cm-3), the surface has to be considered as almost fully hydrogen passivated and
several hundreds of hydrogen atoms must be bonded to such an internal void surface.
Consequently, the void surface can be interpreted as a normal a-Si:H surface. On these
surfaces, similar to hydrogen passivated c-Si and a-Si surfaces, monohyrides and dihydrides
are present.
All configurations discussed above, are based upon a network of tetrahedral silicon sites,
which reside in rings of 6 sites. However, just like on a crystalline or amorphous surface,
the Si atoms at the edge of a vacancy can form or reconstruct to dimer configurations,
i.e. the silicon atoms reside in a ring of 5 atoms. A monovacancy (X1.1H6) and divacancy
(H3X-X1.1H5) with a dimer reconstruction are shown in Fig.6.4C. We have to note here,
that the volume in the lattice of the Si atoms in a 5-ring is ∼20 percent larger, since the
5-ring resides in a volume at which 6 silicon atoms can reside. Two silicon dimers share
a quarter of their volume with the vacancy site, which makes the volume of this vacancy
site 10 percent larger relative to a vacancy site without a dimer. These configurations
reflect the most compact way to incorporate Si-H bonds into a silicon matrix and are only
obtained by either hydrogen implantation in c-Si or at the interface between a-Si:H tissue
and crystalline silicon grains in the bulk of the densest nc-Si:H films.
Fig.6.4C shows on the horizontal axis all silicon-hydride SMs observed in a-Si:H, nc-Si:H
and hydrogen implanted c-Si. All these frequencies can be plotted versus its parameter
K (vertical axis) of its corresponding local silicon-hydride density in the hydrogenated
volume deficiencies. Note, that the same effective charge of the Si-H dipole q0 = 0.40e
has been used, and therefore Fig.6.4C clearly demonstrates the validity of Eq.8.2 for the
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6.1 Spectroscopic review of group IV alloys

Table 6.3: List of Raman peaks identified in samples processed in this work. ∗ No definitive assignment
can be made based on FTIR, Raman and EDX data

Peak position (cm-1) Suspected vibration Refs
165-175 a-Si TA [310]
170-180 a-Ge LA [232], [271], [311]
230-250 a-Ge LO [232], [271], [311]
270-280 a-Ge TO [196], [232], [233], [271]
300 c-Ge [233], [234], [296], [312], [313]
320 a-Si LA [310]
330 O-Ge-O/Ge-O-Ge [314]–[316]
370-410 Si-Ge [156], [196], [232], [310], [311]
430-440 a-Si LO [159], [259]
440 O-Ge-O/Ge-O-Ge [314]–[316]
480 a-Si TO [159], [196], [271], [310]
520 c-Si [110], [159]
540-560 ∗ Ge-H

O-Ge-O [314]–[316]
Ge-C [288], [295], [300], [317]

620-630 Si-H [110]
800 Si-C TO [318], [319]
870-900 Si-Hn
960 Si-O-Si [159]
970 Si-C LO [318], [319]
1600 C-C (G-band) [279], [284], [288], [319]–[322]
1870-1890 Ge-H n
1900-2100 Si-Hn
2800-3000 C-Hn

same type of silicon hydride. In addition, Fig.6.4 demonstrates in general the power of the
infrared analyses: the various SM’s directly reveal the type and densities of hydrogenated
volume deficiencies in the material. It scales with the macroscopic density of the bulk
material, but also reveals specific hydrogen passivations at the interface of a-Si:H tissue
and reconstructed surfaces of nano-crystalline grains.

6.1.5 Raman spectra of a/nc-SiX≥0Ge1-X and their alloys with C,
O and Sn

Raman analysis of the films is presented in Fig. 6.1 and an overview of the observed peaks,
and their suspected origin, is presented in Table6.3. A discussion of the amorphous and
crystalline vibrational modes and the application of Raman analysis is presented first,
before the Raman-active hydrides, oxides and carbides are considered.

Amorphous and crystalline C, Si and Ge

Crystalline bulk material exhibits a single vibrational Raman mode, while in amorphous
bulk materials generally four distinct Raman vibrational modes are present; the transverse
acoustic (TA), transverse optic (TA) longitudinal acoustic (LA) and longitudinal optic
(LO) phonon modes. The Raman TO/LA peaks provide an important analytic tool for a
range of thin film applications. These Raman modes are used to determine the stoichio-
metric nature of alloys such as a-SiGe:H [156], [189], [199]. The ratio between the TO/LA
vibrational modes in reference to the crystalline mode is used to determine the crystallinity
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in nc-Si:H [85], [90] and nc-Ge:H [201], [296] films. Additionally, for nano-crystalline ma-
terials, in which nano-size crystals are embedded in an amorphous phase, the centre peak
frequency and width of the crystalline peak provides information used to determine the
average size of silicon [266], [323] and germanium nanocrystals [233]. Moreover, for a
crystalline alloy, the shift of the crystalline peak, in reference to an unalloyed crystal, can
provide information about the stoichiometry of the crystalline phase, as demonstrated in
experiments performed on SiGe [324] and GeSn crystals [264], [325]–[327].

The four amorphous silicon modes are clearly visible in the a-Si:H and nc-Si:H samples.
The a-Si:H TA and LA modes appear at 160cm-1 and 320cm-1, as reported earlier [310].
As does the TO mode at 480cm-1 [159], [196], [271], [310]. The LO mode appears at
about 440cm-1, which is unlike the traditionally reported 390cm-1 [310] frequency but
in line with more recent reports like [159], [259]. Additionally, the peak related to the
crystalline silicon phase, at 520cm-1 is apparent in the nc-Si(O,C):H samples [110], [159].
The Raman-active Ge vibrational modes are again shifted to lower wavenumbers with
respect to their silicon counterparts. The amorphous germanium TA phonon mode at
80cm-1 is positioned outside the range presented in this work. The LA mode at 177cm-1,
LO mode at 230cm-1 [232], [271], [311], and TO mode at 278cm-1 [196], [232], [233],
[271] are clearly present in the measured a/nc-Ge:H spectra, in addition to the c-Ge peak
at 300cm-1 present in the spectrum of the nc-Ge:H film. [233], [234], [296], [312], [313].
The a-SiGe:H and nc-SiGe:H spectra are approximately a combination of the a/nc-Si:H
and a/nc-Ge:H spectra. In these, a broad signal is apparent in the 100-550cm-1 range,
that is the superimposition of the various amorphous silicon and germanium modes. In
addition to these modes, specific Si-Ge vibrational modes are present that appear in the
370-410cm-1 range [196], [232], [310], [311]. A visualisation of the evolution of the differ-
ent a-Si, a-Ge and a-SiGe Raman peaks as a function of the Ge-fraction in a large number
of a-SiGe:H samples can be found elsewhere [156].

Additionally, an unexpected observation from the evolution of the Raman spectra over
time, in Fig. 6.3, should be discussed. The intensity of the c-Si peak at 520cm-1 in the
nc-Si:H sample can be observed to increase over time. A similar intensification of the
crystalline peak can be observed in the nc-Si(O):H sample and the nc-Ge:H sample, at
300cm-1. Although the cause of this post-deposition crystallization cannot be determined
with any certainty, the most likely explanation is a thermally induced crystallization,
resulting from conductivity measurements performed at 130◦C at 10-100-1000hrs after
deposition.

The behaviour of carbon is dissimilar to that of its group-IV kin Si and Ge, in that carbon
has the tendency to form double and triple covalent bonds involving 4-6 valence electrons.
These so-called sp and sp2 hybridizations are unstable in Si and Ge, where exclusively sp3
hybridization occurs. This makes the exact interpretation of Raman spectra of amorphous
carbon films more complex than their other group IV counterparts. Carbon-carbon bonds
are generally present in the 1200-1650cm-1 range[288], [319]. More specifically, they ap-
pear as the diamond (D) bond with the peak frequency at ≈1320-1360cm-1, graphite
(G) band with the peak frequency ≈1565-1590cm-1 [279], [284], [320]–[322] and two
additional bands with peak frequencies at ≈1165-1190cm-1 and ≈1485-1510 [319]–[321],
where increased amorphization results in broadening of these bands. Of these bonds, only
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the G-band weakly appears in the a-GeC(Sn):H spectra at around 1600cm-1. The vibra-
tions are accompanied by weak C-Hn vibrations in the 2800-3000cm-1 range. Unlike the
a-GeC:H spectrum, carbon-related vibrations do not seem to have a significant influence
on the nc-SiC:H Raman spectrum. No features were apparent in the 1200-1650 a-C range
or in the 2800-3000 C-Hn range. Also at ≈800cm-1 and ≈970cm-1, where the Si-C TO
and LO mode reportedly appear [318], [319], the Raman spectra do not seem to differ
significantly from the a/nc-Si:H and nc-SiO:H spectra.

hydrides, oxides and carbides in Raman spectra

The FTIR active Si-H vibrational bonds are also Raman active, albeit not as strongly. The
Si-H SMs appear more or less at the same frequency in the Raman spectrum. In both the
a-Si:H and nc-Si:H spectra the Si-H wagging modes appear at 628cm-1, Si-Hn bending
at 876-885cm-1 and Si-H and Si-H2 stretching in the 1900-2100cm-1 range. Apart from
these modes, the Ge-H SMs that appeared in FTIR spectra are also present in a/nc-Ge:H
Raman spectra with peak frequencies at 540-560cm-1 and 1880-1886cm-1.
The peak at ≈960cm-1 is likely related to Si-O-Si stretching [159]. This Si-O-Si peak is
present in all silicon rich samples (a/nc-Si:H, nc-SiGe:H, nc-SiO:H, nc-SiC:H) presented
in this work.

Three more wide, overlapping peaks are present in the a/nc-Ge:H Raman spectra that
also appear in the a-GeO:H and a-GeC(Sn):H spectra, with peak frequencies at ≈340-
350cm-1, ≈440cm-1 and ≈540-560cm-1. While the latter is most likely the result of Ge-H
wagging, it is challenging to determine the exact origin of former two peaks. Two of
the peak frequencies roughly coincide with the amorphous silicon LA and LO modes. It
cannot be excluded that during Ge:H plasma processing the heavy Ge-ion bombardment
causes some amorphization of the silicon wafer, resulting a thin amorphous silicon layer.
These silicon elements would not appear in the EDX measurements, since a low enough
acceleration energy was used as to not probe the silicon surface. However, if they feature
this strongly in the Raman spectra, Si-Hn or Si-Ge vibrations would be expected in the
FTIR and Raman spectra, respectively, but such vibrations are absent. Considering the
EDX measurements, Ge-O related vibrations are a more likely origin of the these peaks.
Little information is available regarding Raman vibrations in amorphous GeOx. Research
into the Raman spectra of quartz-like GeOx structures indicate that the twisting vibrations
of O-Ge-O bonds and Ge-O-Ge bonds appear at 330, 440 and 530cm-1 [314]–[316], which
coincide well with the peak frequencies in this work. It should be noted that with respect
to the quartz-like GeOx structures, the peaks in this work are wider. This is in line with
expectations, since in hydrogenated amorphous structures there is a much greater range of
available back-bonded configurations. Another potential origin for the peak at ≈540cm-1

in the a-GeC(Sn):H Raman spectrum are Ge-C vibrations [288], [295], [300], [317]. The
peaks at 1600cm-1 and 2800-3000cm-1 do in fact indicate the presence of small fractions
of C-C and C-Hn bonds in the a-GeC:H sample.
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6.1.6 Reflection on the fitting process of heterogeneous group IV
alloys

Finally, a reflection on the fitting of vibrational spectra. As discussed in section 6.1.4.
the peak frequency is determined by the local X-H dipole density of its corresponding
incorporation configuration. The width of the peak is determined by the local distortion
in reference to a tetrahdrally coordinated nature of most IV-valence materials. Here we
distinguish three possibilities: an amorphous matrix, a crystalline lattice and the interface
between amorphous and crystalline phase. The peak widths corresponding to X-H within
a fully crystalline nature are narrow (<5 cm-1 at full width at half maximum (FWHM)),
like seen for the Si-H on hydrogenated crystalline grains, the so-called NHSMs. The
X-H vibration modes in an amorphous local environment have the broadest width, for
example the LSM and HSM for a-Si:H tissue (≈58 cm-1 at FWHM). In between are the
hydrogenated volume deficiencies at the border of the amorphous and crystalline phase,
reflected by example by the ELSM (≈24 cm-1 at FWHM). A consequence of this is that
the widths of the peaks are limited to three typical widths corresponding to these three
phases. This general guideline of three classes of peak widths is a helpful tool in the
determination of the number of Gaussians to be chosen for fitting the spectrum with a
physical relevant interpretation. Note, that two peaks for which the difference in their
peak frequency is smaller than the width of the two peaks will not result a an unique
fitting solution. If this would correspond to a physical reality it would mean that both
corresponding dipole vibrations cannot be uniquely resolved. However, even with these
specific guidelines, the fitting of vibrational spectra can be subjective, especially with
increasing film heterogeneity, so with increasing chemical and structural complexity. This
is exemplified by three observations from this work.

1. For the nc-Si:H samples in Fig.6.4A it is demonstrated, based on a large set of
samples with a wide variety of Si:H phases, that a total of 11 Gaussians should be fitted
to account for all potential Si-H stretching modes in the nc-Si:H bulk environment. In Fig.
6.1 a good fit was achieved for nc-Si:H with three Gaussian distributions and a decent
fit could be achieved with only two Gaussians. Adding additional Gaussians to the fitting
of the sample in Fig. 6.1 would be an arbitrary process, unless the exact number, centre
frequency and width of the Gaussians are known. This requires intricate prior knowledge
of the material that is to be fitted, which is often not available.

2. Even if extensive prior knowledge is available, simplification during the fitting pro-
cedure might be required. In the nc-Si:H Raman spectrum in Fig. 6.1 for instance, six
peaks are fitted in the <530cm-1 wavenumber region; four peaks for the various amor-
phous phonon modes, a single peak for the c-Si vibrational mode and an additional peak
at 510cm-1. The 510cm-1 peak accounts for the fact that the exact peak position of
a silicon crystal, on a nanometer scale, is crystal-size dependent. A fit true to nature
would therefore require a very large number of narrow Gaussians, each representing a
particular crystal size. In Fig. 6.1 a single Gaussian is added to compensate for the effect
of frequency shift as a function of crystal size, since a single Gaussian (in addition to
regular amorphous and crystalline modes) could accurately represent the measured data.
However, compensating for this effect in the fitting process is inherently subjective.

3. In section 6.1.3 it was indicated that a large number of vibrations was reported
in the 650-950cm-1 range in a/nc-Ge(O,C):H films. This multitude of vibrational modes
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reported in this range is unsurprising. For these chemically complex alloys, the absorbance
in this range is the result of the superimposition of a large number of vibrational modes
resulting from different bonding configuration between Ge, C, O and H. This is evident
considering, for instance, the vibrational spectra of a-GeO:H and a-GeC:H post deposition,
in the insets in Fig. 6.3. In these insets the Gaussians widen and the centre peak frequency
shifts under influence of post-deposition oxidation. The reported peak frequency for Ge
samples with traces of oxygen, carbon and hydrogen, will therefore not only be a function
of the ratio of different bonds present in the material, but also of the assumptions during
the fitting procedure regarding baseline subtraction and the number of vibrational modes.

The three examples demonstrate that the fitting of vibrational spectra of chemically
and/or structurally complex films can be a subjective process, in which assumptions, prior
knowledge and the level of detail of the metrics one tries to obtain from the fitting process
plays a role. If, for instance, the purpose is to identify the local configurations of hydrogen
incorporation, the spectra need to be fitted with a limited number of Gaussians which
all have a physical relevant fixed peak width corresponding to one of the three phases.
However, if the purpose is to identify the chemical composition of the bulk, the fitting
approach using the lowest number of Gaussians for a unique fit will be sufficient.

6.1.7 Conclusion
In this work, the vibrational modes present in hydrogenated, oxygenated and carbonated
group IV alloys are investigated. Raman and infrared spectroscopy measurements are
performed in combination with elemental analysis to identify vibrational modes in a unique
range of amorphous and nano-crystalline SiX≥0Ge1-X:H films and their alloys with C, O and
Sn. Measurements are performed both post-deposition and following extended exposure
to the ambient and DI water. This comprehensive review is of value as a reference for
group IV peak identification.
The effect of electrical screening, the influence of the dielectric medium on the peak
frequency of a vibrational mode, is illustrated using the experimentally observed frequency
shifts of bending, wagging and stretching vibrations of C-H in reference to Si-H, and Si-H
in reference to Ge-H. Similar shifts are demonstrated for C-O stretching modes in reference
to Si-O and Ge-O. Additionally, all experimentally observed frequency positions of silicon
hydride stretching modes in silicon solids and corresponding silicon-hydride configurations
are identified using a straightforward Lorentz-Lorenz model approximation and considering
all potential hydrogenated volume deficiencies within tetrahedrally coordinated amorphous
and nanocrystalline lattice. It shows that the stretching mode signature can reveal detailed
information on the volume deficiencies in IV-valence alloys.
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6.2 Infrared analysis of catalytic CO2 reduction in
hydrogenated germanium

This section is published in Physical Chemistry Chemical Physics†

Abstract
The oxidation and carbisation kinetics of porous amorphous and nano-crystalline hydro-
genated germanium (a-Ge:H and nc-Ge:H) films exposed to ambient air and de-ionized
water have been studied using vibration modes observed by infrared spectroscopy. Based
on infrared analysis a two-step process of first oxidation by water and secondly carbisation
by carbon-dioxide (CO2) is proposed that partly mimics the (photo-)catalytic processes
in artificial (photo)synthesis. It is shown that water acts like the precursor for oxidation
of porous a-Ge:H and nc-Ge:H in the first step. The incorporation of oxygen in a-Ge:H
and nc-Ge:H alloys occurs preferentially at Ge-dangling bonds and not in the Ge-Ge back
bond like in hydrogenated silicon alloys (next of kin IV-valence element). The formation
of germanium-oxide (GeO) tissue at void surfaces locally creates Ge-alloys with significant
lower energy levels for the valence band that can align with the half reaction for water
reduction. The heterogeneous nature of a-Ge:H and nc-Ge:H oxidation will result in local
catalytic generation of electrons and protons. It is proposed that these charge carriers
and ions act as precursors for the second-step reaction based on carbisation that includes
both the adsorption of CO2 and formation of CO and formaldehyde.

†Thierry de Vrijer, Arno H.M. Smets “Infrared analysis of catalytic CO2 reduction in hydrogenated germa-
nium” Physical Chemistry Chemical Physics, 24, 10241–10248, (2022). DOI: 10.1039/D2CP01054B
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6.2.1 Introduction

The Intergovernmental Panel on Climate Change climate report 2021 shows that at the
end of this century negative CO2 emissions are required to limit the increase in global
temperature to 1.5◦C in reference to the 1850-1900 period [328]. The electrochemical
reduction of CO2 will likely play an essential role in achieving these negative emissions,
as it allows for the synthesis of carbon-based fuels using clean renewable energy and the
greenhouse gas CO2 as feedstock. Where traditionally nano-structured metals are used to
drive the CO2 reduction reaction (CO2RR)[329]. Recently considerable effort is devoted
to the development of heterogeneous catalysts based on earth abundant materials [329]–
[332].
The group IV element germanium is such an (relatively) earth abundant material. The
elemental abundance of Ge is ≈1.8ppm in the earths crust [333], which makes it more
abundant then known conventional catalyst materials (Au, Pt, Pd) and noble metal com-
plex based molecular catalysts (Ru, Ir, Re) although not as abundant as elements used
for novel metal complexes (Co, Ni, Fe, Mn, Cu) [330]. In this work infrared evidence is
presented based on which the the electrochemical reduction of CO2 to CO, formic acid
and formaldehyde in hydrogenated (:H) germanium films is proposed. The Ge:H films
are processed using plasma enhanced chemical vapour deposition (PECVD), a technique
that is relatively fast, not energy intensive and compatible with processing of photo-
voltaic devices. This potentially facilitates the use of Ge:H as nano-particles in solutions,
or as a photo-electrode in integrated photo-electrochemical or alternative photovoltaic-
electrochemical applications [334]–[336].
The post-deposition oxidation by water, and carbisation by CO2, of hydrogenated germa-
nium films are characterized and potential pathways are proposed for the electrochemical
reduction of CO2 in Ge:H films. Fundamental insight into the reaction rate and type
of reaction are provided by monitoring Fourier Transform Infrared Spectroscopy (FTIR)
spectra of Ge:H films stored in the ambient and in de-ionized (DI) water, of amorphous
(a-) and nano-crystalline (nc-) samples, of unalloyed and alloyed Ge(Six,Ox):H samples
and of Ge:H samples of different material porosity and chemical stability.

6.2.2 Experimental section

The films presented in this work are processed on 4 inch, n-type Cz 500µm thick monocrys-
talline silicon wafers. The a/nc-Ge:H films were processed in the Cascade radio-frequency
PECVD reactor, which has a circular electrode with a diameter of 160mm and an electrode
spacing of 20mm. Cascade is a laminar flow reactor, where germane (GeH4) and molec-
ular hydrogen are used as precursor gasses. The a/nc-SixGe:H and a-GeOx:H films were
processed in a different a radio-frequency PECVD cluster tool, with a flat 12cmx12cm
shower-head electrode. The deposition conditions of the processed films, including depo-
sition times and thickness, are reported in Table 6.4. After deposition the wafers were cut
in quarter pieces to measure the FTIR spectra as the Ge:H films evolve over time under
two storage conditions; in the dark and in DI water.
FTIR spectra were obtained using a Thermo Fisher Nicolet 5700 spectrometer. The spec-
tra were fitted using the Fityk freeware [228]. The background was subtracted manually.
In this work, the subscript ”n” is used to indicate bonding configurations with 1,2 or 3
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Table 6.4: Deposition conditions of the films presented in this work; radiofrequency power (PRF), pressure
(p), substrate temperature (TS) and gas flow rates (Fgas). All samples are processed with
FH2=200sccm

PRF p TS CO2-SiH4 GeH4 Thickness
(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (nm)

a-SixGe:H 20.8 3.6 180 30 5.3 292.2
nc-SixGe:H 20.8 3.6 180 30 0.4 148.1

nc-Ge:H 99.5 3.5 200 0.5 222.6
a-Ge:H 24.9 4 200 0.5 182.6

a-GeOx:H 20.8 3.6 180 20 2 173.8
a-Ge:H-1 49.8 5 280 0.5 121.4
a-Ge:H-2 49.8 5 250 0.5 85.5
a-Ge:H-3 14.9 4 290 2 174.5
a-Ge:H-4 49.8 5 275 1 185.6
a-Ge:H-5 74.6 4 200 0.5 201.2

Table 6.5: Assignment of FTIR peaks, including wagging (W ), bending (Be), stretching (St) designation.
Peak position (cm-1) Suspected bond vibration Refs
560-580 Ge-Hn W [32], [201]
650-950 Ge-Ox St [201], [255]
1020 C-Hn W [278], [284]
1100 C-Ox St [285], [286]
1210-1230 C-Hn W [274], [280], [285]
1400 C-Hn Be [268], [274], [286]–[288]
1430-1450 (Ox)C-Hn Be [268], [286], [289], [290]
1660 C=Ox St [285], [290], [291]
1740 HnC-Ox St [292], [293]
1875 Ge-Hn LSM St [32], [201], [262]
1950-2000 Ge-Hn HSM St [32], [201], [262]
2800-3000 C-Hn St [278], [284]

hydrides, while the subscript ”x” is used to indicate non-stoichiometric materials with an
unknown, or varying, material fraction x.

6.2.3 The oxidation and etching behaviour of Ge:H by water
For a full understanding of the oxidation and carbisation behaviour, the evolution of the
a/nc-Ge(Ox,Six):H films over time are monitored. The results are presented in Fig.6.6.
The vibrational spectra provide some remarkable insight into the chemical stability of the
films. For all a/nc-Ge(Ox):H samples, independent of storage condition, several distinct
vibrational modes appear post-deposition, among which a broad band of vibrations in the
650-1000cm-1 range. This band of vibrations, not present in chemically stable a/nc-Ge:H
films, are previously identified as a range of Ge-O and potentially Ge-C vibrations [32],
[201].

Notably, while the evolution of the Ge-O vibrations is similar for both storage condi-
tions, i.e. in the dark and in DI water, the evolution of the Ge-H vibrations in water and
the ambient is dissimilar. For the samples stored in water, Ge-H wagging and stretching
vibrations, at ≈560cm-1 and 1870cm-1, in the FTIR spectra of a/nc-Ge(Ox):H films, de-
crease over time. This indicates that the Ge:H phase is etched when submerged in water,
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Figure 6.6: FTIR spectra of a/nc-Ge(Ox,Six):H alloys. All curves are presented after background sub-
traction. The black solid curves represent measurements at 0hrs. The red curves indicate
measurements after exposure to the ambient and blue curves indicate measurements after
exposure to DI water. Measurements are performed after 1000hrs exposure, unless otherwise
indicated in the plot. Deposition conditions of the films are presented in table 6.4.
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Figure 6.7: Simplified schematic of the favourable position of oxygen in an hydrogenated silicon and
germanium structure. Red line represents a dangling bond.

assuming that the Ge-H bonds are to a certain extent homogeneously distributed over the
film thickness. This etching of the Ge:H films in DI water, and the consequent reduction
in film thickness, was confirmed by measurements using spectroscopic ellipsometry (SE).
However, the Ge-H vibration intensity of samples stored in the ambient does not change
significantly over the observed 1000+hour period. This can be observed in the FTIR
spectra of a-Ge:H-1-2 in Fig.6.6, selected from amongst a dozen similar samples. Nor
did SE measurements indicate a decrease in film thickness. This behaviour leads to two
important observations.

The first observation is related to the interaction between water and Ge:H. Specifically,
the position of the oxygen atom in the amorphous Ge:H phase. The Ge-O vibrations
increase without a decrease of the Ge-H vibrations. This means that water will not react
with Ge-H bonds and the oxygen atom will not position itself at a site occupied by hydro-
gen. It also appears unlikely that water will react with a Ge-Ge bond and position itself
backbonded to two Ge-atoms, since Raman spectroscopy measurements did not indicate a
significant decrease of Ge-Ge vibrations. Additionally, if we consider the oxidation of Si:H,
where oxygen is favourably positioned back-bonded to two Si atoms, distinct SiH2O2 and
SiHO3 modes do appear upon the oxidation, positioned up shifted by about 50-250cm-1

with respect to the SiH2 modes [69], [78], [79]. Similar O2GeH2 or O3GeH stretching
modes are not apparent in the FTIR spectra presented in this work. The absence of these
modes and the lack of significant change in the observed Ge-Ge and Ge-H bond inten-
sity,in combination with the relatively poor hydrogen passivisation efficiency of dangling
bonds in Ge:H in reference to Si:H [199], [200], [337] and the relatively high dangling
bond densities that are expected in these films [201], [262], likely indicate that water will
react with the Ge-dangling bonds and oxygen will predominantly occupy the Ge-dangling
bond position. The different positioning of O in Si:H and Ge:H is schematically shown in
Fig.6.7. The favorable positioning of O at the Ge-dangling bond site explains the defect
passivating behaviour of oxygen in a-Ge:H films that was observed in earlier work [201].
Additionally, it explains why in a-Ge:H, unlike in a-Si:H, H and O incorporation are re-
portedly competitive[215], [220].

The second important observation is related to the etching behaviour of Ge:H. The
a/nc-Ge:H films of Fig.6.6 are consumed too fast to allow for a detailed investigation of
the etching behaviour of Ge:H over time. For that reason, three additional a-Ge:H samples
were processed and their degradation in DI water was monitored at much smaller time
increments. In previous research it was observed that the degradation behaviour of Ge:H
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samples is related to the material density [168], [201]. a-Ge:H-3-5 are therefore processed
at conditions resulting in a-Ge:H films with varying porosity and expected chemical sta-
bility. The results are shown in Fig.6.8. The refractive index at a wavelength of 600nm
(n@600nm) is used as a metric for the material density, with a high n@600nm indicating a
dense material.
The difference in degradation behaviour of the three a-Ge:H films is significant. The
a-Ge:H film with the highest material density first shows a decrease of the Ge-H modes
at 40 hours and the first Ge-O vibrations only appear at 100hrs. For the two more porous
samples, post-deposition oxidation has already occurred during the 1-2 minute ambient
exposure during the transfer from the PECVD reactor to the FTIR measurement setup.
Notably, for the a-Ge:H sample with n@600nm=4.85, the Ge-O vibrations are decreased
after 30s of etching in DI water. This oxidation and etching behaviour indicates the pres-
ence of two distinction regions, a porous top region on top of a dense bulk region, for
this particular sample. This observation, and the underlying mechanisms, are discussed in
more detail elsewhere [262]. After the initial etching of the porous top region, the Ge-H
vibrations gradually decrease with respect to the Ge-O vibrations, and after 25 hours only
a fraction of the film thickness remained. It can be observed that the oxidation of the
porous a-Ge:H film with n@600nm=4.63 occurs at a much higher rate.

Fig.6.8 yields more insight into the mechanism involved in the porosity-facilitated etch-
ing behaviour. A clear trend is observed between the n@600nm of the a-Ge:H films and
the intensity and centre position of the peak at around 1950-2100cm-1. This peak is the
result of Ge-H stretching and is referred to as the high stretching mode (HSM). The peak
at 1875cm-1 is referred to as the Ge-H low stretching mode (LSM). The HSM is seen to
increase with respect to the LSM for decreasing n@600nm, which has been been reported in
earlier work [262]. Compared to hydrogenated silicon alloys [65], [67], HSM vibrations are
the result of hydrogen bonded to germanium at the surfaces of nanosized voids. A shift
of the peak position towards higher wavenumbers, as observed in a-Ge:H-5 in reference
to a-Ge:H-3 and a-Ge:H-4, indicates that the vibrating Ge-H reside at the surfaces of yet
larger nanosized voids. Not only does the rate of oxidation increase with the HSM/LSM
ratio, the HSM is also reduced much more strongly than other bonds. It is likely that
when larger voids are present in the material, water can diffuse into the nano-sized voids
present in the bulk. With this in-diffusion, the number of reaction sites that water can
access are strongly increased. Consequently, the rate of oxidation, as well the etching
rate, increases with increasing void fraction. The pores that facilitate the in-diffusion of
water are oxidized first, as demonstrated by the strong decrease of the HSM in the first
30 minutes for sample a-Ge:H-5.

While the oxidation of Ge:H films is observed for both storage conditions, the question
remains as to what causes the difference in etching behaviour between samples stored in
the ambient and in water. This question has three potential answers. 1. a difference in
reactive species. In the ambient, O2 could potentially be the source of oxygen, instead
of water. This seems unlikely, since the observed relation between density and stability
is likely macroscopic by nature. A dense material prevents the in-diffusion of water and
thereby bulk oxidation. A dense Ge:H phase, unlike a porous Ge:H phase, has an average
bond length small enough to prevent the in-diffusion of H2O but not the in-diffusion of

174



6.2 CO2 reduction in Ge:H

400 800 1200 1600 2000 2400 2800 3200

Wavenumber (cm
-1

)

0hrs
1hrs

10hrs
40hrs
100hrs

a-Ge:H-3

n@600nm=4.98

0hrs
0.5min
1min
5min
1hrs
10hrs
25hrs

a-Ge:H-4

n@600nm=4.85

400 800 1200 1600 2000 2400 2800 3200

Wavenumber (cm
-1

)

0hrs
0.5min
2min
15min
30min
1hrs
2hrs

a-Ge:H-5

n@600nm=4.63

1400 1500

1400 1500

Figure 6.8: Evolution over time of three different a-Ge:H alloys stored in DI water. Samples have varying
n@600nm, where the high-n@600nm a-Ge:H-3 sample is most dense and the low-n@600nm
a-Ge:H-5 sample is most porous. Deposition conditions of the a-Ge:H-3-5 films are reported
in Table 6.4.
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O2 [201]. Moreover, if a different species was involved in the oxidation reaction, a more
distinct difference between Ge-O signatures could be expected. 2. A difference in rate
of oxidation, due to a difference in the concentration of H2O in the direct environment
of the films. While this cannot be excluded, it seems unlikely to be a dominant factor
considering that evidence of etching is observed in a-Ge:H-4-5 Fig.6.8 after seconds, while
no such evidence is apparent in a-Ge:H-1-2 in Fig.6.6 after 1000+hrs. The most likely
explanation then is 3. a difference in reaction type. It is likely that the etching reaction
is one requiring the simultaneous breaking of multiple Ge-bonds by H2O. The multiple
bonds should be broken in quick succession, since a competition will exist between the
breaking and reconstruction, or cross-linking, of the Ge-bonds. As H2O will favourable
react with the Ge-dangling bond, the etching reaction is unlikely to occur in the absence
of abundant water. Alternatively, etching could be the result of a multi-step reaction in
which the secondary reaction step, or steps, are not energetically favoured with respect
to the first and will therefore only occur if abundant water is present.

6.2.4 Carbisation of Ge:H by CO2

In addition to the Ge-O vibrational modes, several distinct vibrations appear post-deposition
in the Ge:H spectra. Considering a-Ge:H-4-5 in Fig.6.8, the oxidation is accompanied
by the appearance, and continuous increase, of C-Hn stretching vibrations in the 2800-
3000cm-1 range. In fact, the appearance of the C-Hn stretching modes can be observed
in all films containing an hydrogenated germanium phase.
This observation indicates the occurrence of a post-deposition process during which car-
bon is absorbed in the germanium alloys. Additional information as to the nature of
this process is provided by the appearance of several distinct vibrational modes. In Fig.6.6
peaks appear at at 1100cm-1, 1230cm-1, 1660cm-1 and 1740cm-1 in the a/nc-Ge(Ox,Six):H
spectra. Insets are provided for the a/nc-SixGe:H samples in Fig.6.6, to demonstrate the
evolution of the peaks as a function of time. After 10hrs the peak at 1740cm-1 appears,
in concert with the C-Hn stretching modes at ≈2850cm-1 and 2930cm-1. Following the
appearance of these peaks, a vibration appears at 1660cm-1. Additionally, in the a/nc-
Ge(Ox):H spectra in Fig.6.6 and in spectra a-Ge:H-4 and a-Ge:H-5 in Fig.6.8, vibrational
modes appear at 1020cm-1 and 1450cm-1 that increase over time in reference to the Ge-H
modes.
All of these vibrational modes are the result of different bonding configurations between
carbon, hydrogen and oxygen, as indicated in table 6.5. The peak at 1020cm-1 is report-
edly the result of the C-Hn wagging vibration [278], [284], the peak at 1100cm-1 is the
result of C-Ox stretching [285], [286], the peaks at 1230cm-1 and 1400cm-1 are likely the
result of C-Hn wagging [274], [280], [285] and bending[268], [274], [286]–[288], respec-
tively. The peak at 1430-1450cm-1 is the result of (Ox)C-Hn bending [268], [286], [289],
[290], while the peaks at 1660cm-1 and 1740cm-1 are reportedly the result of different
C-Ox [285], [290], [291] and HnC-Ox [292], [293] stretching modes.

Since samples are stored inside an ISO7 cleanroom and exposed to no other source of
carbon than the ambient, the most likely source of carbon in the post-deposition carbisa-
tion process is CO2. All of the CHyOz vibrations listed above, where y and z are discrete
numbers, can be attributed to the vibrations of CO, HCHO (formaldehyde), HCOOH
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Figure 6.9: Conduction and valence band edges of Ge materials in reference to the vacuum level and
standard hydrogen electrode (SHE). The vacuum level and SHE potential are aligned using
the absolute chemical potential of electrons under SHE conditions, of -4.44eV [336], [338],
[339]. Alignment with respect to the vacuum level of Ge based on [338], [340], GeO2I based
on [341], [342], GeO2II on [341], [343], [344] and GeO2III on [345]. Bandgap energy of a-
Ge:H estimated to be in the range of 0.9-1.1eV [201]. a-GeOx:H indicates suspected band
alignment upon oxidation of a-Ge:H. Dashed areas of a-Ge(Ox):H materials indicate suspected
band edge variations based on level of hydrogenation and oxidation. The water reduction half
reaction at pH=0 and pH=7 are indicated by the red lines, as well as the water oxidation
half reaction at pH=7. The electrochemical redox potentials of six different CO2 reduction
pathways, vs SHE at pH=7, are indicated by the dashed black lines, including the number
protons and electrons required for the reaction [19]–[21], [334], [346].

(formic acid) and H3COH (methanol). Based on these two observations we propose a
post-deposition process involving the electrochemical reduction of CO2. This proposition
raises 3 main questions: 1. What is the sequence of events resulting the electrochemical
reduction of CO2 in Ge:H films? 2. What are the potential adsorption mechanisms for
CO2 onto Ge:H? and 3. What type of CO2RR is taking place in the Ge:H films?

Regarding question 1; the sequence of events resulting in CO2 reduction. From the
FTIR spectra, especially those of a-Ge:H-1-2, it is apparent that the Ge-O vibrations
appear before the numerous CHyOz vibrations. The presence of the GeOx:H phase in
the heterogeneous a-GeOx:H material is therefore likely a prerequisite for the CO2RR.
This prerequisite of the GeOx:H phase could potentially be related to the CO2 adsorption
mechanisms, which will be considered in the next section. Alternatively, the requirement
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Figure 6.10: Simplified schematic representation of the potential CO2 adsorption mechanisms facilitated
by a Ge-dangling bond (left), Ge-O bond (centre) and Ge-H bond (right). Red line represents
a Ge-dangling bond. Red boxes I and II are unlikely routes and are referenced in the text.

of a GeOx:H phase can be understood if we consider that water splitting potentially pro-
vides the necessary protons for the CO2RR. Consequently, in order for the CO2RR to
occur, the valence band edge should be aligned with the potential for water oxidation and
the conduction band edge should be well aligned with the potential for the CO2RR to
formaldehyde. For crystalline Ge, the conduction band edge is already well aligned with
the CO2RR, as can be observed in Fig.6.9. The valence band edge, however, is about
1eV removed from the potential for water oxidation. As it is unlikely that the valence
band edge of Ge:H is positioned 1eV below that of the crystalline Ge, we propose that the
observed CO2RR is the result of a 2-step process. In the first step Ge:H oxidizes in a reac-
tion with water, forming GeOx:H. The bandgap energy of GeOx:H increases with oxygen
fraction. Several studies show that this difference is mainly caused by a downward shift
of the valence band edge with respect to the vacuum level, rather than an upwards shift
of the conduction band edge [341], [345], [347]. GeOx:H, therefore, is energetically well
suited for the oxidation of water and generation of protons. The second step then involves
the adsorption and electrochemical reduction of CO2. Notably, this process, in which the
photo-catalytic oxidation of water provides the protons required for the reduction of CO2,
resulting in the formation of formaldehyde, or other CHyOz products, is comparable to
photosynthesis and therefore often referred to as artificial photosynthesis [20], [334], [336].

Regarding question 2; the potential adsorption mechanisms for CO2 onto Ge:H. If we
consider the sequence of events, and the bonds present in the FTIR spectra prior to the
appearance of the CHyOz vibrations, three types of Ge-bonds are available to facilitate
CO2 adsorption. These three bonds are the Ge-dangling bond, Ge-H bond and Ge-O
bond. These bonds, and their potential role in facilitating CO2 adsorption, are schemat-
ically shown in Fig.6.10. Of these potential adsorption mechanisms, those positioned in
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the red boxes are less likely to occur for varying reasons. The adsorption mechanisms
in box I requires O to back-bonded to two Ge-atoms, which is unlikely to be the case
in a-Ge:H as established in the previous section. The adsorption mechanisms in box II
requires H to be shared between Ge and O. Such a reaction would very likely result in a
change in the Ge-H vibrational modes, a peak broadening or decrease of the peak inten-
sity, that is not observed in the FTIR spectra. Each of the remaining mechanisms, labeled
A-E, are plausible routes for the CO2 adsorption in Ge:H, based on the experimental data
presented in this work.

Regarding question 3; the type of CO2RR occurring in Ge:H. There are 6 pathways for
electrochemical CO2 reduction, each resulting in a different reaction product [20], [335],
[336], [348]. The different pathways require a different number of electrons and protons.
The simplest reactions, the reduction of CO2 to formic acid or CO, require 2 electrons
and protons. Each successive pathway requires two additional electrons and protons, as
indicated in Fig.6.9. These are, listed in order of increasing number of charge carriers
required, reactions resulting in the formation of CO, formaldehyde, methanol, methane or
ethanol.
The peaks observed in the FTIR spectra in this work appear predominantly the result of
CO, HCHO and HCOOH vibrational modes. Selectivity for a certain reaction product can
be the result of the specific energetic alignment of the conduction band edge with a certain
reaction. However, in Ge:H this seems unlikely to play dominant role, since a well-aligned
conduction band edge for CO2 reduction to formic acid and CO should also facilitate
the CO2RR to methane and ethanol as can be observed in Fig.6.9. It is therefore more
likely related to the probability of the occurrence of a certain pathway. This probability
is directly related to the number of electrons and protons involved in the reaction. The
reduction of CO2 to, for example, ethanol, requires the simultaneous availability of 12
protons and 12 electrons. This reaction is therefore less likely to occur than the formation
of formic acid, which only requires two of each charge carrier type. Consequently, we
would expect the largest fraction of vibrations to be related to the “simplest” reaction
pathways, resulting in CO, formic acid and formaldehyde.

6.2.5 Conclusion
In this work the first ever evidence of the post deposition appearance of CHyOz vibrational
modes in PECVD processed hydrogenated germanium is presented. It is proposed that
the observed carbisation reaction involves the catalytic reduction of CO2 in Ge:H films to
products like CO, formic acid and formaldehyde. A two-step process is proposed, in which
the reduction of CO2 follows the post-deposition chemical transformation of a-Ge:H to
a-GeOx:H upon reaction with water. The reaction rate is demonstrated to be a function
of the material porosity.
A theory is presented in which the a-GeOx:H phase is essential for energetic alignment of
the valence band edge with the water oxidation reaction potential. Protons from water
splitting are used for the catalytic CO2 reduction reaction. Moreover, we demonstrate
that the carbisation reaction does not results in the consumption of the catalyst material.
However, etching of the Ge:H films does occur during the oxidation of Ge:H, only if the
film is submerged in de-ionized water. Many questions remain as to the specific reactions
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resulting in the etching of the Ge:H phase as well as the CO2 adsorption reaction. The
authors hope to inspire additional computational and experimental research to validate
the theories proposed in this work.
Though many question remain, these findings demonstrate the potential use of a-Ge(Ox):H
as an inexpensively processed, relatively earth abundant electro-catalyst or electrode ma-
terial for photo(voltaic)-electrochemical device applications.
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6.3 Opto-electrical properties of group IV elements: the
challenges of processing hydrogenated germanium

This section is published in Advanced Science‡

Abstract
In this paper the opto-electrical nature of hydrogenated group IV alloys with optical
bandgap energies ranging from 1.0 eV up to 2.3 eV are studied. The fundamental phys-
ical principles that determine the relation between the bandgap and the structural char-
acteristics such as material density, elemental composition, void fraction and crystalline
phase fraction are revealed. Next, the fundamental physical principles that determine
the relation between the bandgap and electrical properties such as the dark conductivity,
activation energy and photoresponse are discussed.
The unique wide range of IV valence alloys helps to understand the nature of a/nc-Ge:H
films with respect to the intrinsicity, chemical stability and photoresponse. These insights
resulted in the discovery of i) a processing window that results in chemically stable Ge:H
films with the lowest reported dark conductivity of σd values down to 4.6·10-4 (Ω·cm)-1

for chemical vapour deposited Ge:H films, and ii) O, C and Sn alloying approaches to
improve the photoresponse and chemical stability of the a/nc-Ge:H alloys.

‡Thierry de Vrijer, Bilal Bouazatta, Ashwath Ravichandran, Julian E.C. van Dingen, Paul J. Roeland-
schap, Koos Roodenburg, Steven J. Roerink, Federica Saitta, Thijs Blackstone, Arno H.M. Smets
“Opto-electrical properties of group IV elements: the challenges of processing hydrogenated germa-
nium” Advanced Science, 2200814, (2022). DOI: 10.1002/advs.202200814

182



6.3 The challenges of processing Ge:H

6.3.1 Introduction

Semiconductors based on group IV elements are the workhorse of the modern electronics
industry. Elements like silicon, carbon, and germanium are used for a range of appli-
cations in the fields of micro-electronics [349], optics [350], photonics [351], [352] and
photovoltaics (PV).
There are some inherent advantages to the processing of group IV alloys. Group IV el-
ements can form tetrahedral structures, with each valence electron covalently bonded,
requiring no other element for the processing of neutral, intrinsic materials. This is unlike
other major semiconductor technologies which require elements from different groups for
intrinsic processing. Examples are semiconductors based on elements from group III and V
and chalcogenides, which use elements from groups II-VI or I-III-VI. These elements have
different properties; different radii, electronegativity and melting points, which inherently
introduces complexity. This complexity is predominantly expressed in two ways.
First, processing chemically stable materials is fundamentally more challenging. The re-
lation between the complexity of the global chemical system and chemical stability of
chalcogenides, for example, has been well documented [353]–[356]. A similar struggle
for chemical stability is ongoing in the relatively novel field of the chemically complex
perovskites [357]–[360]. A result of the inherent chemical instability of these materials
are either potential trade-offs between performance and stability, or more complex and
expensive encapsulation on a device level.
Secondly, the inherent complexity is expressed in the processing of these materials. Pro-
cessing is generally accomplished by exerting great control, using techniques such as
molecular beam epitaxy or metal-organic chemical vapour deposition, used for the pro-
cessing of III-V’s, or atomic layer deposition which is used for the processing of certain
layers in perovskite solar cells [361], [362]. Alternatively, if deposition techniques are used
during which less control is exerted, such as the evaporation-based techniques or sputter-
ing used for chalcogenides, a high temperature anneal step is often required for obtaining
a device grade material [354], [355], [363], [364]. Either route can result in time and/or
energy intensive, and therefore relatively expensive, processing.
Additionally, with the expected upscaling of certain semiconductor applications, such as
PV, in mind, there is elemental abundance to consider. Si and C are among the 12
most abundant elements in the lithosphere, in terms of molar abundance, with Si ranked
second [333]. Ge and Sn are also more abundant than elements used for alternative PV
technologies, such as indium and arsenic used for III-V’s, cadmium, tellurium and selenide
used for chalcogenides and elements such as cesium, rubidium, iodine and bromine used
for metal halide perovskites [358], [365], [366].

In light of the inherent advantages, a range of plasma enhanced chemical vapour depo-
sition (PECVD) processed hydrogenated (:H) group IV alloys are presented in this work,
demonstrating a wide range of bandgap energies. These alloys are based on carbon, sili-
con, germanium and tin and their alloys with oxygen. The fundamental relation between
material elemental composition, density and the opto-electrical properties of the group IV
alloys are discussed, based on the 400+ films presented in this work. In particular, the
processing of a low bandgap group IV Ge:H material is discussed, in reference to other
group IV alloys. Based on our experience processing over 230 Ge:H films, three main
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Table 6.6: Deposition conditions of the films presented in this work
PRF p TS SiH4 GeH4 CH4 Sn(CH3)4 H2 CO2

(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (sccm) (duty cycle (-)) (sccm) (sccm)
SiC:H 20.8 3.6 180 5 10 200
SiO:H 20.8 3.6 180 5 200 5

a-Si:H-1∗ 69.3 9 130 1.5-5 200
a-Si:H-2∗ 18-20.8 0.7 130-180 40
nc-Si:H† 277.8 4 180 3.3 120

SiGe:H 13.9-56 2-6 150-210 30 0.4-5.3 150-200
GeO:H 20.8 3.6 180 2-4 200 20-70
GeC:H 20.8 3.6 180 2 20-60 200

Ge:H 12.4-248.7 0.5-6 200-350 0.5-2 100-200
GeCSn:H 14.9-29.8 1-5 210-290 1-2 20-12000 200

best a-Ge:H 14.9 4 290 2 200
best nc-Ge:H 24.8 1 290 1 200

challenges are identified, related to the material intrinsicity, stability and photoresponse.
Finally, two potential pathways are discussed for tackling these challenges.

6.3.2 Experimental section
The Ge:H and GeCSn:H films are simultaneously processed on 4 inch, n-type Cz 500µm
thick polished monocrystalline silicon wafers cut in quarters for Fourier Transform Infrared
(FTIR) spectroscopy measurements and on 10cm x 2.5cm Corning Eagle XG glass for
all other measurements. The Ge:H and GeCSn:H films were processed in the Cascade
RF-PECVD reactor, which has a circular electrode with a diameter of 160mm and an
electrode spacing that is varied between 10-20mm. Cascade is a laminar flow reactor,
where germane (GeH4) and molecular hydrogen are used as precursor gasses. In addition to
these precursors, tetramethyltin (TMT) (Sn(CH3)4) is used for the GeCSn:H depositions.
The TMT, a liquid at room temperature, is evaporated in a separate canister at 70◦C.
For a fraction of the GeCSn:H samples the TMT flow was diluted in He. Injection of
TMT into the reactor is controlled through a valve, similar to those used for atomic layer
deposition. For the samples presented in this work, the open time of the valve was varied
between 5-10ms while the close time was varied between 100ms and 60s. The ratio of the
close time to the open time is referred to as the duty cycle. More detailed experimental
information regarding the GeCSn:H films is reported elsewhere [264].

All other films are processed in a separate PECVD reactor, with a flat 12cmx12cm
shower-head electrode, on 10cm x 2.5cm Corning Eagle XG glass. The films presented in
this work have a thickness of 80-180nm. The deposition conditions of the processed films
are reported in Table.6.6.
FTIR spectra were obtained using a Thermo Fisher Nicolet 5700 spectrometer. The
FTIR spectra were fitted using the Fityk freeware [228]. The background was subtracted
manually. The absorption coefficient of the summed Ge-Ox and Ge-Cx bonds in the
650-1000cm-1 wavenumber range (αtot) is used in this work as a thickness independent
metric for sum of the relative Ge-O and Ge-C peak intensities. The method for obtaining
this metric, as well as examples of representative FTIR and Raman measurements, are
reported elsewhere [262].

The thickness, real part of the refractive index at a wavelength of 600nm (n@600nm)
and optical bandgap energies were determined through spectroscopic ellipsometry (SE).
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Figure 6.11: Tauc bandgap energy as a function of the E04 optical bandgap energy of a range of hydro-
genated group IV alloys

The SE measurements were fitted using a Cody-Lorentz model. Determining the elec-
trical bandgap energy of the amorphous and nano-crystalline stoichiometric and non-
stoichiometric hydrogenated group IV alloys presented in this work is a non-trivial and
potentially arbitrary process. For that reason, the E04 optical bandgap energy is used in
this work to describe trends in the optical absorption of the films. E04 was determined by
calculating the photon energy at which the absorption coefficient equals 104cm-1. Based
on mean square error analysis, the E04 has an error margin of ±0.004eV. Additionally,
the Cody-Lorentz optical bandgap energy (EC-L ) was obtained from the fitted SE model.
The relation between E04 and EC-L is shown in Fig.6.11, from which it can be observed
that the trend, as a function of elemental composition, is largely similar and that the
EC-L is roughly 0.2eV lower than E04. The larger spread for the Ge:H films and alloys is
likely a result of the large degree of heterogeneity between samples in terms of oxidation
and carbisation states and amorphous and crystalline material phase fractions.

For the dark- and photo-conductivity measurements, parallel 500nm Al electrodes were
evaporated onto the films. The dark conductivity at room temperature was determined by
measuring the current at a fixed voltage of 10V, in a dark environment, at different tem-
peratures ranging from 130◦C to 60◦C in 5◦C decrements. From this measurement the
activation energy of the films was also calculated, using the Arrhenius equation. The pho-
toconductivity (σph) was calculated by measuring the current at a fixed voltage of 10V,
using an AM1.5G solar simulator at an illumination of 100mW·cm-2 and a controlled
temperature of 25◦C. For the σd and σph measurements, 4 different sets of contacts were
measured on a single film. The resulting dark conductivity values showed a maximum error
margin of about ±11%, while the Eact values showed a maximum error margin of ±9meV.
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6.3.3 Why different group IV alloys

With the hydrogenated group IV alloys presented in this work a wide range of E04 are
achieved, ranging from about 0.9eV for the high n@600nm Ge:H films to about 2.2eV for
the low n@600nm SiO:H film, as presented in Fig.6.12. The refractive index can be con-
sidered a metric for material density, as was previously demonstrated for hydrogenated
silicon [65]. Consequently, the films with the highest density are those with the lowest
bandgap energy.
The opto-electrical properties of hydrogenated group IV elements are the result of the
structural characteristics of the films, which in turn are a result of the parameters like the
substrate type used for deposition, deposition technique and deposition condition. In this
section, the high level relations between the structural and opto-electrical characteristics
are addressed. For the films presented in Fig.6.12 more information about the relation
between the processing conditions and structural characteristics, as well as more detailed
structural investigation of the films, is provided for GeCSn [264],Ge [201], [262], [265],
[367], SiGe [156], [262], SiO [201].
From these collective works, three structural characteristics through which a change in
density can be realized. For two of these mechanisms trendlines have been added in
Fig.6.12. The first effect, indicated by trendline I, involves the elemental composition.
The use of larger, higher-period elements will result in lower bandgap energies. This
effect, long established in III-V semiconductors [368], [369], occurs because larger ele-
ments generally results in larger averaged bond lengths (lattice constants) resulting in
smaller overlap of the orbital of the valence electrons. As a consequence, splitting of the
sp3 anti-bonding and bonding level, the chemical origin of the bandgap, is reduced and
bandgap energies are decreased. Considering group IV elements, it can be observed that
the bandgap energy of SiC>Si>SiGe>Ge>GeCSn. Similar, more detailed, observations
have been reported before in relation of the stoichiometry of two-element group IV alloys
such as SiGe:H [156], [187], [189] and SiC:H [256], [273].
The second set, trendlines II, indicate a change in the n@600nm and E04 as a function of
void fraction, or porosity. In these hydrogenated amorphous materials, nano-sized voids
are present in the material at sites where multiple C, Si or Ge atoms are missing. We
have reported before on the relation between void fraction and bandgap energy in Ge:H
and SiGe:H [262] as well as in a-Si:H [70]. It should be noted that the relation between
the void fraction, or porosity, and E04 in amorphous materials is often reported as a re-
lationship between the hydrogen concentration and the bandgap energy. Indeed, the two
properties are often related; as the void fraction is increased more dangling bond sites are
available for hydrogen to attach to. Moreover, the void fraction is often determined using
specific hydrogen vibrational modes as a metric [65], [189], [196], [222], [262]. However,
using a-Si:H it was demonstrated [68] that for similar hydrogen concentration dissimilar
void fractions, bandgap energies and absorptive behaviour can be realized. The volumetric
compressive nature of the amorphous matrix as a function of the density, distribution and
size of nano-sized voids determines the absorptive nature, and by extension the bandgap
energy, of amorphous materials [70]. The fraction of dangling bonds occupied by hydro-
gen, and consequently the hydrogen concentration, will influence this compressive nature.
The notion that trendlines II in Fig.6.12 is the result of a change in hydrogen concentra-
tion would therefore be an oversimplification.
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Figure 6.12: n@600nm (top) and σd (bottom) as a function of the E04 optical bandgap energy of a range
of hydrogenated group IV alloys. Trendlines I and II in top plot are referenced in text. GeO
samples represented by black squares in top plot for improved identification.

Finally, the third mechanism for realizing a change in E04 involves the crystalline phase
fraction. This is essentially an extension of the previous observation, as the crystalline
phase is the most dense bonding configuration for atoms and consequently has the lowest
bandgap energy. This can be observed considering the dashed circles in Fig.6.12(top),
where the nc-Si sample at around 1.25eV has a bandgap energy of about 0.75eV below
that of its porous a-Si:H counterpart. The presence of a crystalline phase results in a
heterogeneous material in which the amorphous phase and crystalline phase each retain
their respective opto-electrical properties, making interpretation more challenging.

In Fig.6.12 (bottom), the σd can be observed to decrease with increasing E04. In fact,
the σd of the most silicon rich SiGe:H samples and Si:H samples is about 10 orders of
magnitude lower than that of most of the Ge:H samples. This relation is not unexpected.
The σd is a result of the charge carrier concentration and mobility. At a given temper-
ature, the intrinsic carrier density (ni) will increase with decreasing EG, as described in
Eq.8.1. Low EG materials will therefore have a higher σd. Alternatively, the relation
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Figure 6.13: Eact as a function of the E04 of a range of hydrogenated group IV alloys. Trendlines are
added to indicate an intrinsic material, based on the E04 and EC-L. For the EC-L trendline
the assumption EC-L=E04-0.2eV is used, based on data presented in Fig.6.11.

between the EG and σd can be understood through Eq.8.2. For intrinsic materials, where
Eact ≈0.5EG, the σd will exhibit an exponential increase with decreasing EG. Despite
this inherent relation between E04 and σd, for the GeCSn:H films σd values are obtained
that are 2-3 orders of magnitude below that of the Ge:H films, for similar E04. Consider-
ing the Ge:H sample size and extent of variations in processing conditions, this indicates
some inherent challenges in the processing of Ge:H films.

n2
i ∼ exp

(−EG

kbT

)
(6.3)

σd = σ0 exp
(−Eact

kbT

)
(6.4)

6.3.4 The challenges of processing Ge:H
Intrinsicity of Ge:H

Ideally, group IV elements used as absorber materials in p-i-n or n-i-p junctions should be
intrinsic. In intrinsic materials the concentration of electrons and holes are roughly equal.
If the concentration of one charge carrier type exceeds the other, the recombination prob-
ability of minority charge carriers increases and consequently the probability of successful
electron-hole pair collection decreases. It should be noted that for optimal operation,
when used in a PV device, the absorber could be made slightly p-type to compensate for
the lower hole mobility in reference to the electron mobility for these amorphous materials
[370]. The activation energy (Eact) of the group IV alloys are shown in Fig.6.13. The
Eact in this work is defined as the difference between the Fermi level and the nearest
band edge. An intrinsic material is one where the Fermi level is positioned halfway the
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Figure 6.14: σd as a function of the σph/σd ratio, of a range of hydrogenated group IV alloys.

bandgap, so with Eact ≈0.5EG. Two lines are plotted in Fig.6.13, indicating the Eact
of an intrinsic film based on the E04 and EC-L. It can be observed that not all of the
Si(Ge,O):H films are intrinsic. The non-intrinsic behaviour in these undoped films is the
result of the energetic nature of the defects and has been linked to the fraction of nano-
sized voids in the material and the hydrogen concentration [306], [371]. Additionally, the
elemental composition of the alloys can influence the type and presence of majority charge
carriers [196], [239]. Nonetheless, for all Si(Ge,O):H alloys, films are presented that either
are intrinsic, or very close to intrinsic. This is unlike Ge:H. None of the 200+ Ge:H films,
processed under a wide range of conditions, are intrinsic. Rather, the films have an n-type
nature [201], [219], [223].

Photoresponse of Ge:H

An additional challenge is related to the low σph/σd of the Ge:H films in reference to the
other group IV alloys. The σph/σd ratio of the Ge:H films does not exceed a value of 5, as
can be observed in Fig.6.14. This is in line with the few other reports of CVD processed
Ge:H films the authors are aware of, where the σph/σd ratio did not exceed 1.1 [32], [187].

The low σph/σd is largely a fundamental effect. As discussed earlier, upon a decrease of
EG the σd is increased exponentially. If we assume intrinsic materials with Eact=0.5EG
and EG a-Si=1.8, and EG a-Ge=0.9eV, the exp

(−Eact
kbT

)
term in Eq.8.2 would increase by

8 orders of magnitude. σph, which is basically σd augmented by conductivity that is the
result of photo-generated charge carriers, will undergo a similar increase. Additionally,
when EG is decreased, a larger fraction of photons can be absorbed from the solar spec-
trum, which affects the photoconductivity. This effect is less and less however, when the
EG is further decreased, since the solar spectral irradiance decreases exponentially for
EG ≥1.82eV, as described by Planck’s law. If, for example, the EG is decreased from
that of a-Si:H to that of a-Ge:H, the photon flux available in the AM1.5g solar spectrum
is increased from 1.3·1021s-1·m-2 to 3.3·1021s-1·m-2, by a factor of about 2.5. As the
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exponential increase of both σph and σd far exceeds the individual near-linear increase
of σph by orders of magnitude, the ratio of the σph to σd will decrease strongly with
decreasing EG. The low σph/σd of Ge:H can fundamentally be understood to be lower
than that of Si(Ge,C,O):H. It is unlikely however that σph/σd is fundamentally limited
to the degree observed in Fig.6.14 and [32], [187]. Improvement could potentially be
achieved through improved intrinsicity and decreased defect density, as will be discussed
in section 6.3.5.

Stability of Ge:H

A final challenge is related to the chemical stability of the Ge:H films. It was demonstrated
in earlier work that for the majority of the processed samples, for a very large part of
the processing window, a signature in the FTIR spectra appeared within minutes after
deposition, that is related to the post-deposition oxidation of the Ge:H films [201]. We
argued that this post-deposition reaction is related to the microscopic properties of the
Ge:H films. In subsequent work, we found that post-deposition not only an oxidation
reaction occurred, but also a carbisation reaction [262], [367], which likely involves some
form of catalytic CO2 reduction. We demonstrated that the rate of oxidation is directly
related to the density of the material and specifically the fraction of nano-sized voids in
the material [265]. These collective works have also provided some insight into possible
routes to processing stable Ge:H films with favourable opto-electrical properties.

6.3.5 Potential solutions for processing Ge:H
In processing over 230 Ge:H films, using the wide range of deposition conditions reported
in table 6.6, three main challenges were identified. These challenges for processing device
quality Ge:H are related to the intrinsicity, photoresponse and stability of the films. In
this section, two potential pathways are considered to resolve these challenges. The first
pathway concerns a very specific processing window, while the second involves alloying of
Ge:H.

The right processing window

In Fig.6.15 the n@600nm is plotted as a function of αtot, the metric used to indicate
chemical instability in the processed films. As expressed in section 6.3.2, αtot is a film-
thickness independent metric, obtained from infrared measurements, that indicates the
absorption by oxide and carbide bonds that are formed post-deposition. The figure shows
that with increasing n@600nm, with increasing material density, the stability of the material
is increased, as reported earlier [201], [262], [265]. More importantly the figures show that
a decrease of the electrode distance (eD), an increase of TS and a decrease of the PRF
each result in the processing of denser, and consequently more stable, films. Moreover,
the most stable films, with αtot ≈0 and n@600nm ≥5.2 are processed when all three
conditions are met.

The relation between increased deposition TS and improved stability is one we reported
on in more detail in earlier work [262]. In that work, a mechanism was proposed in which
temperature induced densification is achieved through a process that involves the retroac-
tive restructuring and densification of the (sub-)surface region during material growth.
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The region undergoing restructuring has been referred to as the growth zone [139], [254].
Growth zone densification is likely the result of the virtual movement of small voids towards
the surface upon continued plasma exposure, and has earlier been observed amorphous
silicon [66], [67].

A clear correlation can be observed between the eD and the chemical stability. Two
observations can be made in this regard. The first observation is related to the fraction of
samples with n@600nm ≤4.4, which are predominantly samples processed at eD ≥15mm.
This observation is likely related to the fact that a much larger deposition parameter
space (eg. a wider range of PRF, p and precursor gas flows) was explored at eD ≥15mm,
resulting in a larger fraction of samples processed at sub-optimal conditions and more
porous unstable films.
The second observation is related to the highest n@600nm values obtained for stable films,
with αtot roughly ≤50cm-1, at eD ≥15mm with respect to those obtained at eD¡15mm.
The largest n@600nm at larger eD is just over 4.9, while that of a smaller eD is almost 5.4.
This relation between αtot and n@600nm will be addressed in more detail further along
this section.
The relation between the eD and increased n@600nm is an indirect one. For three sets
of samples where eD was decreased with all other conditions kept constant, instead of
an increase, n@600nm was observed to decrease slightly with decreasing eD, as can be
observed in the inset in Fig.6.15(Top). Smaller eD allows for processing at lower PRF and
higher pressure, in a regime referred to as the high pressure depletion regime [69]. It is
apparent from Fig.6.15 that processing at relatively low power is a prerequisite for dense
and stable Ge:H films.

As to the relation between PRF and n@600nm, there are three main ways in which
PRF can affect material growth. The first two are related to precursor gas dissociation.
An increase of deposition power results in more effective precursor gas dissociation and
consequently in a larger GeHx growth flux. This generally results in a higher deposition
rate and more porous growth. Additionally, if more than one precursor gas is used, the
balance of radicals in the growth flux could be upset by a change in deposition power.
Stronger bonds require more energy for dissociation. As a consequence, with increasing
PRF the dissociation of stronger bonds is increased, in relative terms, in reference to the
dissociation of weaker bonds. For Ge:H processing H2 and GeH4 are used. The former
has a bond dissociation energy of 436 kJ/mol [372], while breaking the bond of a single
hydrogen atom from the latter only takes about 340-360kJ/mol [373]–[375]. A relative
increase of atomic hydrogen in the growth flux, in reference to GeHx radicals, can there-
fore be expected with increasing PRF.
Both these mechanisms can also be realized through changes in other deposition con-
ditions. An overall growth flux increase can be realized through an increase of p and
changes in the growth flux composition can realized by varying the ratio of FGeH4 to FH2.
Both of these mechanisms undoubtedly play a role. Indeed in earlier work an improve-
ment of the stability of Ge:H films was demonstrated by tuning the ratio of the precursor
gasses FGeH4/FH2, and p [201]. However, the most dense and stable films in Fig.6.15,
with n@600nm ≥5, are processed at a relatively large range of p, from 1-4mbar, and
FGeH4/FH2, from 0.25%-1%. As these two conditions are not indicative of a dense film,
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Figure 6.16: E04 as a function of n@600nm for all Ge:H films. Colour indicates Eact.

and PRF is, the relevant mechanism in this range is likely energetic ion-bombardment.
The processing of dense films under low-energetic ion-bombardment conditions is not in
line with earlier reports on Ge:H[32] and SiGe:H [156] films, where the beneficial effect
ion-bombardment induced densification was reported.
From this we conclude that the most dense Ge:H films are processed under conditions
that result in low-energetic ion bombardment, where densification is achieved through
temperature induced restructuring of the growth zone. These conditions are facilitated
by a small electrode distance, as a power-threshold is required for a stable plasma and a
smaller electrode facilitates a stable plasma at lower powers.

A relation has been established between the n@600nm, and by extension the material
density, and stability of Ge:H films. In addition to being stable, the films should be in-
trinsic and have a low EG. In Fig.6.16 the relation between n@600nm, E04 and Eact is
presented for all Ge:H films. A decrease of E04 can be observed with increasing n@600nm
for the Ge:H films, similar to the trend observed in Fig.6.12 for all hydrogenated group
IV alloys. The Eact can be observed to generally increase with increasing n@600nm. This
trend is somewhat counter-intuitive, since the difference between an intrinsic Fermi energy
level and the nearest band-edge logically decreases with decreasing EG. The increasing
Eact with increasing n@600nm is the result of two reactions. First, the activation energy
of Ge:H films decreases upon post-deposition oxidation [201], as the GeOx has a strong
n-type nature [215]. This effect is predominantly visible for samples with n@600nm ≤4.9.
Additionally, in earlier work it was demonstrated that the n-type defect density, and con-
sequently Eact, scales with the concentration of nano-sized voids in Ge:H [262]. A smaller
concentration of nano-sized voids therefore results in denser films with higher Eact, de-
spite lower E04.
Only for samples with n@600nm ≥5.2, in the absence of the post-deposition oxidation and
negligible void fractions, is the intuitively understood decrease of Eact with E04 reflected.
The decrease of E04 in this range is predominantly the result of variations in the crystalline
phase fractions, as discussed in more detail elsewhere [262].
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The right processing conditions, reported in table 6.6, yield dense and stable a/nc-Ge:H
films. Additionally, it can be observed that the σd generally decreases with decreasing PRF
and increasing TS. This effect can predominantly be observed in the inset of Fig.6.17(top),
in which unstable films are omitted. The dashed lines in Fig.6.17 indicate the position
where σph/σd=1. The conductivity values of most films are positioned near this line,
indicating that σph scales with σd. Surprisingly, the improved σd for the dense Ge:H films
σd does not result in higher σph/σd.
Low σd values are realized by stable as well as oxidized Ge:H films. Moreover, the largest
σph/σd ratios, those that deviate most from the dashed line, are achieved by oxidized
Ge:H samples, as can be observed in the inset of Fig.6.17(bottom). The higher photore-
sponses, and relatively low σd for certain oxidized samples, are achieved despite much
lower Eact.
The σd can be considered a function of the defect density, represented by the recombina-
tion parameter σ0 in Eq.8.2, and the position of the defect energy levels with respect to
the nearest band edge, represented by Eact. The fact that low σd values are achieved for
oxidized Ge:H samples, with much lower Eact than the stable Ge:H samples, must mean
that even the densest Ge:H samples have a relatively high defect density. A defect density
that is much decreased in the oxidized Ge:H samples. This effect, a reaction in which
oxygen introduced in the material post-deposition results in the passivation of defects,
decreasing the defect density as well the Eact, has been discussed in more detail in earlier
work [201].
A relatively large defect density in the Ge:H films would also explain the poor photore-
sponse of the Ge:H films and improvement of σph/σd upon oxidation. The low pho-
toresponse indicates that only a small fraction of photo-generated charge carriers are
collected. This means that the carriers recombine between the generation and collection
event. The recombination process is a defect-assisted recombination process, considering
the amorphous nature of the materials. A decrease of the defect density would conse-
quently facilitate an increase of the σph with respect to the σd.

In amorphous silicon, hydrogen is responsible for the passivation of defects. The ger-
manium films in this work are hydrogenated and the Ge:H films with n@600nm ≥5.0 have
a hydrogen concentration in the range of 3-5%. This is in the same range as the hydrogen
concentration in relatively dense Si:H films [65], [71]. If the concentration of hydrogen
in both materials is similar, why then is the degree of defect passivation not? A po-
tential explanation is provided by studies concerning the nature of defects in c-Ge and
the behaviour of hydrogen in c-Ge. Several studies show that the dangling bonds in Ge,
unlike in silicon, are exclusively negatively charged [243], [340]. Interstitial hydrogen in
germanium is also exclusively negatively charged [243], [340], or at least never positively
charged [337], which is also unlike silicon. As a consequence, hydrogen passivation of the
germanium dangling bond is very ineffective. It should be noted that these studies are
performed on c-Ge, not on a/nc-Ge:H. Nevertheless the described behaviour is in good
agreement with the trends observed in this work, related to the hydrogen concentration
and defect passivation behaviour of hydrogen in Ge:H inferred from the σd and σd trends.
Additionally, the results suggest that oxygen, unlike hydrogen, readily passivates the Ge
dangling bonds.
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Figure 6.17: σd as a function of σph for all Ge:H films. Closed icons and open icons indicate samples
processed with eD ≤15mm and eD >15mm, respectively. Colour indicates TS (top) and PRF
(bottom). The top inset exclusively shows stable films (αtot <20), while colours indicate
TS/PRF. In bottom inset the colours and icon type indicate αtot.
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Figure 6.18: Development of the σd for a range of group IV alloys as a function of time stored in de-ionized
water.

Considering i) the poor passivation behaviour of atomic hydrogen in Ge:H, ii) the
observed change in conductive behaviour upon oxidation of Ge:H films and iii) the increase
of Eact for denser Ge:H films, a decrease in defect density is the most likely cause for
changes in σd in chemically stable a-Ge:H films. A low σd can therefore be considered
indicative of good intrinsic a-Ge:H films. It should be noted that the lowest σd values
reported in Fig.6.17 are 1-5 orders of magnitude lower than those reported for all other
known a/nc-Ge:H films [33], [218], [219], [239], [252], [253], processed by chemical vapour
deposition techniques, to the best of the authors knowledge.

GeX alloys

The notion that oxygen is able to passivate defects in Ge:H allows for another approach to
tackling the intrinsicity, stability and photoresponse related challenges in the processing of
Ge:H, namely alloying. The results of the preceding section indicate that through alloying,
through the introduction of elements or compounds that can passivate Ge-defects, the
photoresponse can be improved. Similar improvements to the photoresponse can be
observed through alloying with carbon and silicon, although these effects can at least
partly be ascribed to the relation between EG, Eact, and σph/σd, described in section
6.3.4, as alloying with O,C and Si inevitably results in an increase of EG.

To investigate the influence of Ge:H alloying on the stability, a number of GeX:H and
SiX:H alloys were stored in de-ionized (DI) water and the evolution of the opto-electrical
properties were monitored over time. The electrical properties, which proved most sen-
sitive to degradation, of the films are presented in Fig.6.18. The figure shows σd of the
films, measured after 1-10-100-1000 hours in DI water, in reference to the initial mea-
surement prior to water exposure. It can be observed that a decrease of the σd upon
water exposure occurs exclusively for the a/nc-Ge:H samples. For Si:H and the different
alloys σd increases over time. This indicates that exclusively for a/nc-Ge:H the oxidation
improves the electrical characteristics of the films, as discussed in [201], [262]. Moreover,
the a/nc-Ge:H films are fully etched in de-ionized water in the 10-100hrs period. The
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reactions involved in the Ge:H consumption and the relation between material density,
etch rate and type of reaction are discussed in detail elsewhere [265].
Fig.6.18 also shows that the stability of the Ge:H films is strongly improved when al-
loyed with O and C. A similar improvement of the stability of σd can be observed in the
Si:H films, when alloyed with C. The Ge(C,O):H films are no longer consumed within the
1000hrs measured time-frame and σd. In fact, the σd of GeO:H remains very stable over
time, while GeC:H continuously increases, with about an order of magnitude over the
measured time-frame. While Ge(C,O):H alloys exhibit higher E04 than unalloyed Ge:H, a
similar improvement in chemical stability could potentially be achieved in GeSn(C):H al-
loys, for which lower bandgap energies can potentially be realized. Consequently, potential
pathways towards the successful processing of GeSn(C):H are currently being investigated
[264].

6.3.6 Conclusion
In this work over 400 PECVD processed films are presented, based on hydrogenated group
IV alloys, exhibiting an E04 range of over 1.3eV. Based on these results the fundamental
relations between the material density, as a function of the elemental composition, void
fraction and crystalline phase fraction, and bandgap energy are discussed. Moreover, the
relation between the bandgap energy and electrical materials characteristics such as the
dark conductivity, activation energy and photoresponse are considered.

Additionally, based on 230 a/nc-Ge:H films, 3 inherent challenges are identified related
to the PECVD processing of hydrogenated germanium. These are related to the intrin-
sicity, chemical stability and photoresponse of the films. Two pathways for tackling these
challenges are presented. The first involves a very specific processing window, at relatively
high temperature and low RF power at a small electrode distance. Using this process-
ing window chemically stable Ge:H films are processed with σd values down to 4.6·10-4

(Ω·cm)-1 and σph/σd values up to 2.3, which are the best achieved for chemical vapour
deposition processed Ge:H films, to the best of the author’s knowledge. The second path-
way involves the alloying of Ge:H. Improved chemical stability is demonstrated for Ge:H
films alloyed with O and C. While these alloys exhibit higher E04 than unalloyed Ge:H, a
similar improvement in chemical stability could be achieved in GeCSn:H alloys, for which
EC-L values as low as 0.7eV are demonstrated.
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7.1 PECVD processing of low bandgap-energy
amorphous hydrogenated germanium-tin
(a-GeSn:H) films for opto-electronic applications

This section was published in Applied Materials Today∗

Abstract
An alloy based on the group IV elements germanium and tin has the potential of yielding
an earth-abundant low bandgap energy semiconductor material with applications in the
fields of micro-electronics, optics, photonics and photovoltaics. In this work, the first
steps towards the plasma enhanced chemical vapour deposition (PECVD) processing of
a chemically stable, low bandgap energy and intrinsic GeSn:H alloy are presented. Using
a tetramethyltin (TMT) precursor, over 70 PECVD processed films are presented. It was
observed that the opto-electrical film properties are a result of the material phase fraction,
void fraction, hydrogenation and the level of tin and carbon integration. In particular,
managing the carbon integration from the TMT precursor into the material is crucial for
obtaining low-bandgap and chemically stable materials. The collective findings from this
work will aid in successfully identifying PECVD processing pathways for GeSn:H.

∗Thierry de Vrijer, Koos Roodenburg, Federica Saitta, Thijs Blackstone, Arno H.M. Smets
“PECVD processing of low bandgap-energy amorphous hydrogenated germanium-tin (a-GeSn:H)
films for opto-electronic applications” Applied Materials Today, 27, 101450, (2022). DOI:
10.1016/j.apmt.2022.101450
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7.1 PECVD processing of GeSn:H films

7.1.1 Introduction

An alloy based on the group IV elements germanium and tin has the potential of yielding
a relatively earth-abundant and safe semiconductor material with a low bandgap energy.
Such a GeSn alloy has potential applications in general CMOS compatible optical devices
[352], for use in a mid-infrared laser [376] or light-emitting diodes [377], [378]. Alterna-
tively, research is performed on (Si)GeSn to develop a lattice matched direct bandgap op-
tion for III-V semiconductor based photovoltaic multijunction devices [325], [379], [380].
The far majority of works consider the epitaxial growth of GeSn films. For epitaxial
film growth, deposition techniques such as molecular beam epitaxy [327], [381]–[383],
co-evaporation [384], and sputtering [385], [386] are used, as well as chemical vapour
deposition (CVD) at reduced pressure [326], [377], [387], [388], low pressure [380] and
ultra-high vacuum [378], [389], [390].
Only a small number of works have explored the use of amorphous (a-)GeSn. These
a-GeSn films were sputtered [270], [391], [392] or evaporated [393], but the use of CVD
for a-GeSn films has not yet been reported. Using a CVD processing technique, such
as plasma-enhanced CVD (PECVD), would potentially allow for the relatively cheap and
fast processing of a-GeSn films and is compatible with the conventional and mature pro-
cessing techniques used for the processing of thin film silicon alloys for photovoltaic and
display applications. For that reason, in this work, a first investigation is performed on
the PECVD processing of hydrogenated (:H) a-GeSn. The purpose of such an amorphous
hydrogenated alloy would not be to provide a cheaper alternative for the processing of ex-
pitaxially grown GeSn, but rather to explore a low-cost industry-compatible group IV alloy
for PV applications, and potential additional applications in the fields of micro-electronics,
optics and photonics. To successfully identify PECVD processing pathways for a-GeSn:H,
the advantages, challenges and limitations are evaluated using vibrational- and elemental
spectroscopy, spectroscopic ellipsometry and electrical characterization techniques.

7.1.2 Experimental section

For the development of the GeSn:H films, a tin precursor is added during the growth of
the hydrogenated germanium films. The processing conditions of the Ge:H films were
optimized in our earlier work [168], [201], [262]. The typical deposition conditions for
nc-Ge:H and a-Ge:H films used in this work are presented in table ??. Generally, for
the PECVD processing of hydrogenated amorphous alloys, a precursor such as methane
[CH4], silane [SiH4] or germane [GeH4] is used, where the desired element is bonded
to 4 hydrogen atoms. Such a SnH4 precursor is not chemically stable however. Some
works report the use of in-house developed deuter-ostannane [SnD4] as a Sn-precursor
[378], [390], which uses the hydrogen isotope deuterium to improve the stability of the
precursor. Others report the use of the commercially available SnCl4 [380], tetra-ethyltin
[Sn(C2H5)4] [394], [395] and tetra-methyltin [Sn(CH3)4] (TMT) [388]. In this work TMT
is used, as it is the least complex, commercially available Sn-precursor that exclusively
consists of group IV elements and hydrogen. A challenge with this precursor is that four
CH3 groups are introduced into the reactor with each Sn-atom. Carbon integration is
generally undesirable, as it results in an increase of the bandgap energy [168], [279],
[284], an effect opposite to that of Sn-integration.
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7 PECVD processing of GeSn:H films

Table 7.1: Deposition conditions of amorphous and nano-crystalline GeSn:H samples; radiofrequency
power (PRF), pressure (p), substrate temperature (TS), germane flow rate (FGeH4) and H2
flow rate (FH2). The TMT duty cycle (δ) is varied between 429 and 12000.

PRF p TS GeH4 H2
(mW·cm-2) (mbar) (◦C) (sccm) (sccm)

a-Ge:H 14.9 4 210-290 2 200
nc-Ge:H 24.8 1 210-290 1 200

Ge-H

C-H

C-H

Ge-H

C-H

a-Ge c-Ge

wagging

bending

stretching

400 800 1200 1600 2000 2400 2800
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Figure 7.1: Typical FTIR (left) and Raman (right) spectra of un-oxidized GeSn:H films. Raman spectrum
is of an nc-GeSn:H film. The individual fitted Gaussian’s (red), sum of the fitted Gaussian’s
(black) and measurements after background subtraction (green, dashed) are shown. The
amorphous and crystalline Ge vibrational modes are indicated in the Raman plot, while the
Ge-H and C-H vibrational modes are indicated in the FTIR plot.

The GeSn:H films are batch-processed on different substrates simultaneously. Quar-
tered n-type Cz 500µm polished monocrystalline silicon wafers of 4 inch size are used for
Fourier Transform Infrared (FTIR) spectroscopy, Raman spectroscopy (Raman), Energy
Dispersive X-Ray Spectroscopy (EDX) and Scanning Electron Microscopy (SEM) analysis.
Corning Eagle XG glass substrates of 10cm x 2.5cm are used for all other measurements.
The GeSn:H films were processed in the Cascade radiofrequency-PECVD reactor, which
has a circular electrode with a diameter of 160mm. Cascade is a laminar flow reactor,
where germane (GeH4), molecular hydrogen and TMT are used as precursor gasses. The
TMT, a liquid at room temperature, is evaporated in a separate canister at 70◦C. Injection
of TMT into the reactor is controlled through a valve, similar to those used for atomic
layer deposition. For the samples presented in this work, the open time of the valve was
varied between 5-10ms while the close time was varied between 100ms and 60s. The ratio
of the close time to the open time is referred to as the duty cycle (δ). For a fraction of
the GeSn:H samples the TMT flow from the canister, prior to injection into the reactor,
was diluted in Helium. Considering the relatively high duty cycles used in this work, the
impact of He dilution on the plasma is assumed to be minimal. He dilution mainly serves
to decrease the TMT concentration introduced during each injection event.
It should be noted that for the samples with the largest duty cycles, the close time is
expected to exceed the residence time of the injected TMT. The residence time (τ) can
be calculated according to eq.7.1, where VR is the reactor volume, p the pressure during
deposition, T the temperature of the precursor gas. Fgas is the cumulative gas flow rate
in sccm, p0 the standard pressure of 1.01bar and T0 the standard temperature of 273K.
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7.1 PECVD processing of GeSn:H films

With VR ≈10L, T ≈300K, p=4mbar and Fgas ≈200sccm, the residence time is on the
order of 10s, while the close time of the valve is increased up to 60s.

τ = VR p T0

Fgas p0 T
(7.1)

The methods for obtaining the activation energy (Eact), the dark conductivity at room
temperature σd and photoconductivity σph are similar to those used in earlier work [201],
[262]. Spectroscopic Ellipsometry (SE) was used to determine the refractive index at a
wavelength of 600nm (n@600nm), as well as the thickness and optical bandgap energy
E04, which is the energy at which the absorption coefficient of the film equals 104cm-1.
The SE measurements were fitted using a Cody-Lorentz model, which provides excellent
representation of the processed materials.
A Thermo Fisher Nicolet 5700 spectrometer and an inVia confocal Raman microscope
were used to obtain the FTIR- and Raman spectra. Additionally, SEM and EDX analysis
was performed on a FEI Nova NanoSEM 450. SEM imaging was performed at an accel-
eration voltage of 10kV, while EDX measurements were performed at 5KV. The FTIR,
Raman and EDX spectra were fitted using the Fityk freeware [228]. The background was
subtracted manually. Examples of Raman and FTIR spectra, typical for chemically stable
GeCSn:H samples with low oxygen content, including the identification of peaks relevant
for the characterisation performed in this work, are presented in Fig.7.1. Peak identifica-
tion is performed based on an extensive study of the vibrational spectra of hydrogenated
group IV alloys presented in [367]. Additional FTIR spectra, typical for samples suffering
from post-deposition oxidation, can be found in the supplementary information.
Examples of typical EDX spectra are provided in the main text. The elemental composi-
tion was obtained by comparing the area of fitted Gaussian distributions after background
subtraction. As such, the elemental fractions represent atomic fractions (at.x) rather than
weight fractions. Atomic fractions of oxygen present in the material are not intentionally
added during deposition, but are the results of post-deposition oxidation and indicative
of a chemically unstable material. The Raman spectroscopy measurements were used
to determine the crystallinity (χc). The method for determining crystallinity is reported
elsewhere [201].

In addition to the atomic fractions and the crystallinity, the relative number of hydrogen
atoms (NH) bonded to germanium and carbon was determined from the absorbance peaks
in the FTIR spectra, using:

NH = A · Aabs(ω)
d

ln(10) · ω−1 (7.2)

Here ω is the wavenumber, d the thickness of the films, Aabs the area of the Gaussian
distribution corresponding do Ge-H or C-H vibrations, respectively. A is an empirically
determined proportionally constant that is different for the C-H and Ge-H vibrations,
as it is a function of the effective charge, mass and frequency of the dipole [67]. For
determining the number of hydrogen atoms bonded to germanium (NH-Ge), the Ge-H
wagging modes, positioned at around 560cm-1, are conventionally used, as the strength
of the wagging modes is proportional to the hydrogen concentration, while the strength of
the stretching modes is not [230]. For the Ge-H wagging mode, a proportionality constant
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of A=1.3·1019cm-2 is used, as determined by [229] and in line with the 1.1·1019cm-2 used
by [230]. For determining the number of hydrogen atoms bonded to carbon (NH-C). The
C-H stretching modes are conventionally used [266], [274], [396], [397]. This is presumably
because C-H wagging occurs in a region generally occupied by a large number of vibrational
modes, as demonstrated in [367], making deconvolution of different absorbance-peaks
challenging and arbitrary. For the C-H stretching modes, a proportionality constant of
A=1.35·1021cm-2 is used, similar to [266], [396] and in the same order as the value of
1.7·1021cm-1 used by [274], [397]. Finally, the ratio between the hydrogen atoms bonded
to carbon and germanium (RCH/GeH) was determined using:

RCH/GeH = NH-C

NH-C +NH-Ge
(7.3)

7.1.3 Results and Discussion
Introducing TMT

For a first experiment, TMT is injected into the reactor at various duty cycles during
a-Ge:H deposition, using the conditions reported in table ??. This initial exploration re-
vealed certain inherent challenges to the processing of GeSn:H using TMT, specifically at
relatively low duty cycles of approximately δ <1000. The first is indicated by the SEM
images in Fig.7.2, where an inhomogeneous distribution of Sn can be observed at different
magnifications. In the top left image, distribution of Sn across a diagonal over the sample
surface can be observed, believed to be following a path from the TMT injector to the
turbopump. An artifact therefore of the laminar-flow-design of the reactor. The second
challenge can be observed in Fig.7.3, where in the top-left image the formation of Sn
clusters on the sample surface can be observed. This observation is in line with earlier
reports, where the clustering of Sn for epitaxially grown GeSn was observed for deposition
temperatures over 200-230◦C[381], [382].
In an attempt to prevent the clustering of Sn and distribute the TMT more evenly, the
evaporated TMT was diluted in Helium in the canister prior to insertion into the reaction
chamber. It can be observed, in the top-right image in Fig.7.3, that the He-dilution,
for the very low δ=100, does not prevent the clustering of Sn but rather results in a
change of geometry of the Sn-clusters. The EDX plot in Fig.7.3 demonstrates that the
formations on the sample surface are indeed Sn clusters. These two challenges, related
to the inhomogeneous distribution of TMT in a laminar flow reactor and the clustering
of Sn at elevated deposition temperature, were exclusively observed in SEM images for
relatively low δ. As such, these challenges could be considered boundary conditions for
the processing of GeSn with this particular Sn-precursors and reactor design.
Additionally, relatively high carbon and oxygen contents can be observed in the EDX plot
of Fig.7.3, for the position on the surface measured next to the Sn cluster (blue circle).
As indicated in section 7.1.2, with the TMT precursor four CH3 groups are introduced
for each Sn atom. Unlike C, atomic fractions of oxygen present in the material are not
introduced during deposition, but are the results of post-deposition oxidation and indica-
tive of a chemically unstable material. In our previous work, on a/nc-Ge:H, a relation
was established between i) processing conditions, ii) material density/porosity and iii) the
occurrence and degree of post-deposition oxidation [168], [201], [262], [265].
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1mm

100μm

10μm500nm

Figure 7.2: Four SEM images at different magnification of the surface of an a-GeSn:H sample with δ=100
and FHe=0sccm.

The relatively high carbon integration, in reference to that of Sn, introduces cer-
tain challenges to the processing of a chemically stable, low-bandgap energy, intrinsic
(Eact ≈0.5E04) Ge:H alloy. E04 generally increases with increasing at.C, as can be ob-
served in Fig.7.4I-II, especially in reference to the densest Ge:H films which have an E04
of ≈1.1eV. This is also owing to the increase of at.O in the films, which scales with the
at.C, as can be observed in Fig.7.4IV. This relation is not unexpected, as C-integration is
predominantly expected to occur through the integration of CHn groups from the TMT
precursors. The integration of CHn groups results in an increase of material porosity,
which is reflected by the change in n@600nm in Fig.7.4II, as a function of at.C. This
relation between CHn flux and porosity is in line with observations from the PECVD and
glow-discharge CVD processing of SiC:H using a CH4 precursor, where it was concluded
that more CHn than atomic C was build into the material [273], resulting in a deposition
rate increase [398] and increase of the H-concentration [399] with increasing CH4 flow
rate in reference to SiH4. As a consequence, the mechanisms responsible for the increase
in at.C will also result in an increase of material porosity, and consequently influence the
oxidation behaviour [168], [201], [262], [265].
Notably, E04 is not increased for all samples, despite a decrease of n@600nm. If we con-
sider the samples with E04 ≤1.1eV, it can be observed that they all have a relatively high
Sn concentration in reference to carbon concentration, as indicated by the at.Sn/at.C in
Fig.7.4III. This indicates that through Sn-integration relatively low E04 values can be
realized despite the presence of carbon.

The carbon integration does not exclusively have negative effects on the film proper-
ties however. Using GeSnC:H in p-i-n or n-i-p junctions, for instance for PV applications,
requires the alloy to be (close to) intrinsic. In intrinsic materials the concentration of elec-
trons and holes are roughly equal, with the Fermi level positioned halfway the bandgap,
so with Eact ≈0.5EG. Earlier work resulted in the believe that the a/nc-Ge:H phase
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Figure 7.3: SEM (top) and EDX (bottom) measurements of the surface of a-GeSn:H samples with δ=100.
SEM images are shown of samples with FHe=0sccm (top-left) and FHe=20sccm (top-right).
EDX measurements shown after background subtraction of a position on a Sn cluster (green)
and on the amorphous GeSn:H phase (blue), as indicated in the inset. Identification of the
various peaks indicated in plot.
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Figure 7.4: The influence of carbon on the opto-electrical properties of GeSn:H. I and II show E04 as a
function of Eact and n@600nm, respectively, with colour indicating at.C. In III E04 is plotted
as a function of n@600nm, with colour indicating in at.Sn/at.C. In IV at.C is plotted as a
function of at.C , with colour indicating in RCH/GeH.
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has a relatively high defect density, with an n-type nature, and Eact <<0.5EG. This is
likely related to the behaviour of hydrogen in germanium, as hydrogen does not readily
passivate germanium dangling bonds [168], [201], [262]. The poor hydrogen passivating
behaviour can also be observed by considering the icon colour in Fig.7.4IV, which shows
that the number of hydrogen atoms bonded to C in reference to Ge is in the range of
60-80% at only an at.C=2-8%.
It can be observed in Fig.7.4I that the Eact significantly increases with increasing at.C.
Qualitatively, the increases of Eact with at.C can be expected, as for an intrinsic material
Eact ≈0.5E04. Notably however, the increase in Eact exceeds that of E04. Considering
the trendline added to Fig.7.4I, an E04 increase of 150meV results in an 200meV increase
of Eact. Based on Fig.7.4I we therefore speculate that carbon, or the CHn groups disso-
ciated from the TMT precursor, effectively passivate the Ge-dangling bonds and decrease
the defect density in reference to an unalloyed a/nc-Ge:H phase. This defect passivating
behaviour was previously suggested for oxygen, as a decrease of σd despite a decrease in
Eact was observed in a/nc-Ge:H films upon post-deposition oxidation [201]. It should be
noted that this increase of Eact in Fig.7.4I occurs despite the the fact that at.O scales
with at.C (Fig.7.4IV) and that oxygen integration generally results in a strong decrease
of Eact, as the GeOx phase has a strong n-type nature [201], [262]. This demonstrates
that the Ge-C bond has an energetic nature that is either p-type or close to intrinsic.

Next we consider the effect of δ in some more detail, as presented in Fig.7.5. For
the two amorphous series (red and black icons) the observed trends as a function of δ
match, while the trends for the series processed under nano-crystalline conditions (blue
icons) is dissimilar for most measured metrics. For the series processed under amorphous
conditions, the carbisation of the films appears to have a dominant influence on their
respective opto-electrical properties. With increasing δ, at.C decreases, resulting in an
increase of n@600nm and decrease of at.O and E04. As discussed before, Eact scales
with at.C, while σd decreases with increasing with Eact, as was observed before in Ge:H
films [201], [262]. As a consequence the highest photoresponses (σph/σd) are achieved
at relatively low δ, so high at.C values.
The opto-electrical properties of the samples processed under nano-crystalline conditions
show some deviating behaviour. Fig.7.5 (blue icons) shows that exclusively for the nano-
crystalline samples a decrease of δ results in a decrease of E04, an increase of Eact and
decrease of σd. These samples have a relatively low at.O and at.C, and a significantly
higher at.Sn/at.C than the amorphous samples.

In Fig.7.6 the at.Sn of all samples in which a crystalline peak was observed is presented
as a function of the exact Raman shift of the crystalline Ge peak as well as the crystalline
phase fraction. The figure not only shows that the at.Sn increases with the χC, it also
shows that the c-Ge peak position is shifted downward with increasing at.Sn and χC. This
observation is in line with earlier reports, where a decrease of the Raman-shift of the c-Ge
peak was observed in epitaxially grown crystalline GeSn with increasing at.Sn [325], [326],
[387], [389]. The relation between the χC, at.Sn and c-Ge peak position suggest that the
crystalline phase in the heterogeneous nc-GeSn:H material is in fact a GeSn crystalline
phase. Additionally, the relation between χC, at.Sn/at.C and at.Sn suggests a growth
mechanism in which Sn is favourably integrated in the crystalline phase in reference to
the amorphous phase.
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Figure 7.5: Influence of duty cycle on the elemental composition and opto-electrical properties of 4 dif-
ferent series of GeSn:H samples. All samples are processed at FHe=5sccm and amorphous
conditions, with the exception of samples processed at TS=290◦C (blue), which are processed
at nano-crystalline conditions (as indicated in table??). For all series the close time was varied
at a fixed open time of 7ms.
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Figure 7.6: at.Sn as a function of the measured Raman shift of the c-Ge peak of all samples with χc.
Colour indicates the χc of the samples. A trend-line (black, dashed) is added for the samples
measured in this work. Additional lines and areas are present in the graph, indicating the
relation between at.Sn and the Raman shift of the c-Ge peak for epitaxially grown c-GeSn
films according to I (green) [389], II (blue) [395] and III (red) [326].

Moreover, if we consider the relation between the at.Sn and the Raman-shift of the
crystalline GeSn peak reported in other works, as indicated by the coloured lines and
areas in Fig.7.6, and compare it to the relation observed in our experimental data, it
can be concluded the Sn concentration is likely much higher in the crystalline phase
than in the amorphous phase. Extrapolating the data presented in Fig.7.6, an at.Sn of
15.5-17.5% could be expected for the nc-GeSnC:H sample with an 288.7cm-1 c-Ge peak
position. Considering the χC of around 50% and the overall at.Sn of 7.8%, the amorphous
phase is expected to have a very low at.Sn of 0-1.8%. This means that the nc-GeSnC:H
samples have a strongly heterogeneous nature, consisting of GeSn crystals embedded in
an predominantly amorphous germanium-carbide phase. Considering the relation between
at.Sn and EG presented in [392], [400], the GeSn crystals can be expected to have an EG
in the range of 0.5-0.55eV.

In determining the optimal processing regimes, it can be established that the lowest E04
are achieved for the nc-GeSn:H samples at low δ of /2000. For moderate duty cycles,
the a-GeSn:H samples processed at elevated temperature exhibit lower E04 values, as well
as lower σd and higher σd/σph values. While both these series are processed at elevated
temperature, the difference between these series is mainly the PRF at which they are
processed. In the next section we will therefore look at the effect of these two processing
conditions in more detail.

Temperature

First we consider the influence of TS on three sets of samples, with different FHe and
δ. Two main observations can be made from Fig.7.7. Firstly, independent of the TMT
dilution in FHe, processing stable, dense amorphous GeSn films with high n@600nm and
low E04 is very challenging for low δ-values. Even at elevated TS, which generally results
in dense material growth for Ge:H and SiGe:H films [262], porous material growth cannot
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7 PECVD processing of GeSn:H films

be avoided as indicated by the low n@600nm-values. The highest n@600nm of the two
series with δ=429, in reference to the series processed at δ=3333, is 1.5 lower. As a
consequence the samples readily oxidize, as indicated by the high at.O. This oxidation
behaviour makes the processing of chemically stable amorphous a-GeSn:H at relatively
low δ not feasible.
The second observation is related to the electrical behaviour of the three series of samples.
Consdidering the influence of TS on the δ=3333 samples, it can be observed that with
increasing TS, n@600nm increases, further reducing oxidation and increasing E04. at.C and
at.Sn/at.C seem to remain relatively unchanged as a function of TS. With the decrease of
at.O, Eact is observed to increase and σph/σd to decrease. This is in line with our earlier
reports on the oxidation behaviour of hydrogenated germanium, where it was suggested
that oxygen in germanium passivates defects, decreasing the defect density, but creating
Ge-Ox bonds with an n-type nature that decrease Eact [201].

The difference in electrical behaviour between the low-δ and δ=3333 samples seems to
suggest that carbon, or potentially Sn, in addition to oxygen has the ability to passivate
the Ge-defects. This can be concluded from the change in Eact in reference to the change
in E04. For an undoped material a change of ∆Eact=0.5∆E04 can be expected. However,
it can be observed in Fig.7.7 that the 200-300meV Eact difference between the low-δ and
δ=3333 samples far exceeds the 100-150meV E04 difference, so ∆Eact»0.5∆E04, which
is similar to the observation indicated by the trendline in Fig.7.4I-II. As a result of the
much higher Eact, σd is 5-3 orders of magnitude lower for the low-δ samples in reference
to the δ=3333 samples and the σph/σd is generally higher for the samples with high at.C.
This indicates that without the presence of some element to passivate the germanium
defects, other than hydrogen which is not very effective at doing so, it is challenging to
achieve favourable electrical material characteristics.

Power

Next we consider the influence of power. Fig.7.8 shows that with increasing power, E04
continuously increases. While this increase can be ascribed to an increasing at.O in the 6-
10W range, the origin of this increase in the 2-6W range is unclear. With increasing PRF,
more energy is supplied to the plasma, more effectively dissociating the precursor gasses
and resulting in a larger overall growth flux. As a consequence, the growth rate is contin-
ually increased from about 10nm/min at 3W to 21nm/min at 10W. More porous growth,
that is more susceptible to oxidation, could be expected as a results of this growth-rate
increase. While this could account for the increase of at.O and E04 for PRF ≥8W, a
similar porosification and decrease of n@600nm are not observed at lower powers.

In addition to an overall growth flux increase, a change in PRF can also change the
growth flux composition. Stronger bonds require more energy for dissociation. At higher
PRF, more energy is supplied to the plasma. As a consequence, in relative terms, the
dissociation of stronger bonds is increased at higher power in reference to the dissociation
of weaker bonds. The fraction of compounds with high dissociation energy precursors in
the growth flux composition will therefore increase with increasing PRF.
Of the precursors introduced during deposition of GeSn:H, dissociation of a methyl group
from the TMT precursors only requires 227 kJ/mol [401]. However, further dissociating
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Figure 7.8: Influence of RF power on the elemental composition and opto-electrical properties of GeSn:H
samples. Samples processed at amorphous conditions, with TS=230◦C, FHe=5sccm and
δ=2857. The metrics represented by the different icon types are indicated on the respective
vertical axes.
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7 PECVD processing of GeSn:H films

the methyl group itself requires a relatively large amount of energy, as the dissociation of
a single hydrogen atom from CH3 requires 457kJ/mol and dissociating a second hydrogen
atom requires an additional 418 kJ/mol[402], which is similar to that of H2 at 436kJ/mol.
The dissociation of GeH4, on the other hand, only requires about 350kJ/mol [373], [374].
This means that with increasing PRF, in relative terms, the dissociation of H2 and CH2-3
will increase in reference to GeH4 dissociation, which in turn will increase in reference to
dissociation of CH3 from Sn.

The consequence of these growth-flux-composition effects as a function of PRF can be
observed in the vibrational spectroscopy and EDX spectroscopy measurements performed
on the films. As shown in Fig.7.8, at.Sn continuously decreases with increasing PRF as
the relative fraction of Sn(CHn)n radicals in the growth flux is decreased.
Additionally, two effects occur: I. the dissociation of the neutral GeH4 precursor to GeH1-3
neutral radicals and ions is increased in reference to the dissociation of CH3 groups from
TMT and II. in reference to GeH4 dissociation, CH3 dissociation is increased with increas-
ing PRF and the fraction of smaller CH1-2 radicals in the growth flux is increased. As a
consequence, the ratio of the C-H bonds in reference to the Ge-H bonds observed in the
infrared spectra generally decreases with increasing PRF, as indicated by RCH/GeH, and
the fraction of amorphous C-C vibrations continuously increases, as indicated by RaC/aGe.
It should be noted that the increase of atomic hydrogen etching in reference to material
growth, resulting from more effective CHn and H2 dissociation, could also play a role in
the increase of RaC/aGe with PRF.

The opto-electrical film properties, then, are a result of the material phase fraction,
void fraction, hydrogenation and the level of tin and carbon integration. To achieve
favourable film properties, sufficient control has to be exerted over the film growth. From
the preceding results we can conclude that the growth flux composition can be controlled
to some extent through the PRF. With increasing PRF the dissociation of methyl groups,
and to a lesser extend germane, in reference to TMT is increased. This control is com-
plicated however by an overall increase of the growth flux and consequently more porous
growth, with increasing PRF. The deposition temperature is a possible processing con-
dition for controlling the void fraction. Material densification occurs with increasing TS.
Care has to be taken however considering the solubility of Sn. The void fraction can also
be influenced through the duty cycle and potentially through the dilution of GeH4 in H2,
as atomic hydrogen etching in reference to the growth flux is increased with increasing
hydrogen dilution. Additionally, similar to the duty cycle, the FGeH4/FH2 ratio upsets the
balance between CHn, Sn(CHn)n and GeHn in the growth flux. The experimental results
of a series of samples for which FGeH4/FH2 is varied is available in the supplementary
information.

7.1.4 Conclusion
In this work, the first steps towards the PECVD processing of a chemically stable, low-EG
and intrinsic GeSn:H alloy are presented. The processing of such an alloy, using a TMT
precursor, is a complicated process with a number of inherent challenges.
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Among these is the relatively low melting point of Sn, resulting in the formation of Sn-
clusters at high TMT injection levels. The Sn-clustering prevents the formation of a
low-EG GeSn:H phase and introduces a limit to the amount of TMT that can be injected
into the plasma. An additional challenge is the TMT precursor itself, through which four
CH3 groups are introduced into the reactor for each Sn-atom. We demonstrate in this
work that managing the carbon integration into the material is crucial for obtaining low-
EG and chemically stable materials.
As a result of large CHn fluxes, the porosity is generally observed to increase with the
carbon concentration, resulting in increased oxidation of the samples. Surprisingly how-
ever, some C-integration seems favourable from a defect engineering perspective. Strong
increases of Eact, far exceeding the increase in EG, has been observed in amorphous
GeSnC:H films with at.Sn as lows as 3-6%. This suggest that C effectively passivates the
dominant defect type in Ge:H, resulting in films with a Fermi level closer to that of an
intrinsic material. Additionally, C readily reacts with H, with the fraction of C-H bonds far
exceeding the fraction of Ge-H bonds already at carbon concentration of a few percent.
Considering the optical behaviour of the films, low E04 are only realized at relatively high
Sn/C ratios. High Sn to C ratios are predominantly realized for samples with a rela-
tively high crystallinity. In fact, we show that low duty cycles, so high levels of Sn and
C integration, are only feasible for highly crystalline materials. nc-GeSn(C):H films with
χC=50% are processed with a highly heterogeneous nature, consisting of GeSn crystals
with 15.5-17.5% Sn embedded in an a-GeC:H phase in which almost no Sn is present. Such
heterogeneous nc-GeSnC:H films could provide a potential route towards a low bandgap
energy group IV alternative for photovoltaic multijunction applications.
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Part III:
Multijunction photovoltaic devices

The focus of this dissertation is to provide a framework for optimal multijunction design
that can result in a range of output voltages. In Part I and Part II of this work a system-
atic optimization and characterization of PV materials and single junction PV devices is
performed. In Part III, multijunction PV devices are considered.
There are some additional challenges in the processing of multijunction PV devices in
reference to single junction devices. Charge carriers are photo-generated in each individ-
ual subcell. This introduces two additional design considerations. In the n-i-p substrate
devices developed in this work, only holes in the top junction and electrons in the bottom
junction are collected at the electrodes. For optimal operation, all other photo-generated
charge carriers need to recombine at the interface between subcells, at the so-called tunnel
recombination junction (TRJ). Additionally, for optimal operation, the photo-generated
current in each subcell should be matched, as the output current of the overall multijunc-
tion device is limited by that of the subcell with the lowest photo-current.
These two additional design rules inherently introduce additional complexity. The intrinsic
absorbers layers that in single junction PV devices are optimized to generate maximum
power under the full solar spectrum, should now generate sufficient current under illu-
mination conditions filtered by preceding subcells. Doped layers that were optimized to
minimize parasitic absorption and recombination losses should now facilitate recombina-
tion between subcells and potentially provide increased reflection at the interface between
subcells. These different functionalities introduce trade-offs in the design of a multijunc-
tion device. Trade-offs that can vary between different device architectures. In Part III,
therefore, we focus on keyquestion III:

How do different materials, variations in material properties and different device config-
urations affect the performance of multijunction photovoltaic and photo-electrochemical
devices

Part III is divided into three chapters. An optimization of the optical and electrical
behaviour of the interface between subcells is presented in Ch.8. In Ch.9, the various
optimizations performed in this dissertation are combined to process a range of silicon
based multijunction PV devices. Finally, in Ch.10, the steps required to develop a photo-
electrochemical device from a photovoltaic device are presented.
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Chapter 8 Tunnel recombination junctions and intermediate reflective layers
A lot is asked of the doped layers in a multijunction device. The doped layer should be
an effective semi-permeable membrane for one type of charge carrier. Resistance against
carrier movement through the layer should be minimal and the layer should be transparent
to minimize parasitic absorption. Additionally, the layer should facilitate recombination of
charge carriers when in contact with a doped layer of opposite charge. All this should be
accomplished without exceeding the nanometer-length-scale. Combining these different
functionalities is challenging. Especially considering that material growth can be dissimilar
on different substrates with, for instance, different material phase fractions and textures.
In Chapter 8.1 therefore the TRJ operation is investigated by varying the deposition
conditions, thickness and design of the p-layer across the different device architectures.
Apart from the electrical operation, optical absorption should be considered. For a given
texture and front contact, current generation in a subcell can be changed through the
thickness of the absorber or by changing the reflection at the interface between two
subcells, using a so-called intermediate reflective layer. Consequently, in Chapter 8.2
the trade-offs between Jsc and the Voc*FF are characterized for both absorber thickness
variations and variations in the IRL thickness and material type.

Chapter 9 Silicon alloys in multijunction devices
As stated in the introduction, the purpose of this dissertation is to provide a framework
for optimal multijunction design that can result in a range output voltages, for differ-
ent EC applications. In this chapter, using all the optimizations and characterizations
performed in the previous chapters, the Voc range that can be achieved by combing up
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to four different junctions is investigated, based on various Si(Ge):H alloys, in both thin
film silicon device architectures and hybrid crystalline silicon and thin film silicon device
architectures, on silicon surfaces with varying textures.

Chapter 10 From photovoltaic to photo-electrochemical device
Finally, following the demonstration of a 2.3V Voc range that can facilitate an array of
electrochemical reduction reactions, the final steps for using a PV cell in an integrated
autonomous solar-to-fuel synthesis system are considered. Converting a multijunction
PV device into a PEC device capable of continuous, autonomous stand-alone operation,
requires the use of electrocatalytically active contacts and the development of micropores
through the PV device to prevent large pH-gradient related overpotentials. Additionally,
the contacts at the front of the device should be patterned to facilitate light transmission
into the device. In this chapter, the different considerations for the design and development
of the micropores and electrocatalytic contacts for an all-silicon autonomous solar-to-fuel
device are discussed.
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8.1 The fundamental operation mechanisms of
nc-SiOX≥0:H based tunnel recombination junctions
revealed

This section was published in Solar Energy Materials and Solar Cells∗

Abstract
Two terminal multi-junction (MJ) photovoltaic (PV) devices are well established concepts
to increase the solar-to-electrical power conversion in reference to single PV junctions. In
multi-junction PV devices two consecutive sub-cells are interconnected using a tunnel
recombination junction (TRJ) in which the light excited holes of one sub-cell recombine
with the light excited electrons of the other sub cell. An ideal TRJ is an ohmic contact
with non-rectifying behaviour. TRJ’s based on p- and n-doped silicon-oxides have been
successfully applied in a variety of hybrid multi-junction PV devices in which tunnelling
and trap-assisted tunnelling over width of 5-20 nm rules the TRJ’s recombination kinetics.
In this contribution the qualitative fundamental working principles of tunnel recombination
junctions based on p- and n-doped silicon and silicon-oxide alloys are revealed using both
electrical modelling and experiments based on a unique set of tandem lab cells (four
types based on four different PV materials) combined with structural variations in TRJs
architectures. The study results in design rules for the integration of silicon-oxide based
TRJs and provides fundamental insights into the sensitivity of the electrical performance
of the TRJ’s to doping concentrations, to alignment of the conduction and valence bands
of consecutive sub-cells, to the nature of interface defects, to the growth of amorphous
and crystalline phases and its dependence on substrate or seed layers and to the nanoscale
thicknesses of the TRJ layers.

∗Thierry de Vrijer, David van Nijen, Harsh Parasramka, Paul P.A. Procel Moya, Yifeng Zhao, Olindo Is-
abella, Arno H.M. Smets “The fundamental operation mechanisms of nc-SiOX≥0:H based tunnel
recombination junctions revealed” Solar Energy Materials and Solar Cells, 236, 111501 (2022).
DOI:10.1016/j.solmat.2021.111501.
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8.1 Tunnel recombination junctions

8.1.1 Introduction

Multijunction photovoltaic (PV) devices are a logical next step for further reducing the
cost price per Watt peak of PV, by increasing the yield per area. In particular, tandem
PV devices with a crystalline silicon (c-Si) bottom cell are receiving increased atten-
tion. These c-Si bottom cells are combined with a range of PV technologies, such as
perovskites [116]–[118], C(I)GS [119], III-V technologies such as GaInP/GaAs [403] and
GaAsP [209] or nano-c-Si top cells [29], [30]. In multijunction devices charge carriers are
photo-generated in each individual subcell. In two-terminal multijunction devices, in case
of a p-type front contact, electrons generated in the top junction and holes generated in
the bottom junction need to recombine at the interface between the two subcells, at the
so-called tunnel recombination junction (TRJ). An ideal TRJ, one that facilitates this re-
combination between subcells, is an Ohmic contact with non-rectifying behaviour. When
not properly engineered, the TRJ can act as a p-n junction with a reverse direction to
that of the subcells.
In multijunction devices with a silicon-based bottom cell generally nanocrystalline silicon
(nc-Si:H) or nanocrystalline silicon-oxide (nc-SiOX:H) based TRJ’s are used [40], [46],
[48], [83], [84], [404], [405]. The performance of PV cells is very sensitive to the p-doped
layer in particular, as achieving desirable doped layer properties such as low activation en-
ergy, high conductivity and optical transparency is inherently more challenging in p-doped
layers in reference to n-doped layers [159], [406].
Moreover, interpreting the fundamental effect of changes to individual doped layers in the
TRJ, based on device performance, is challenging. The p-doped (p-) layer determines the
energetic alignment in, and thereby performance of, the subcell it is a part of. It also
determines the electrical characteristics, and consequently the effectiveness, of the TRJ.
Additionally, from a processing perspective, the p-layer can affect the subsequent growth
of the n-layer just as the p-layer growth can be influenced by the preceding layer. To distin-
guish between these effect and functionalities, the investigated nc-Si(OX):H based TRJ’s
should be integrated in different device architectures and multijunction configurations,
including absorber layers with different crystalline phase fractions, band gap energies and
stoichiometries. This allows for the isolation of the impact of the TRJ, from the opto-
electrical nature of the subcells, on the device performance.

To achieve this isolation, and considering the sensitivity of device performance to the
p-layer properties in particular, in this work, the effect of changes to the p-layer are
investigated across four different multijunction PV device architectures. These are tan-
dem devices consisting of a wafer-based silicon heterojunction (SHJ) subcell and subcells
with hydrogenated nanocrystalline silicon absorbers, hydrogenated amorphous silicon ger-
manium (a-SiGe:H) absorbers and hydrogenated amorphous silicon (a-Si:H) absorbers,
in various configurations. The plasma enhanced chemical vapour deposition (PECVD)
processed devices are schematically shown in Fig.8.1. TRJ operation is investigated by
varying the deposition conditions, thickness and design of the p-layer of the bottom junc-
tion. Moreover, electrical simulations are performed to qualitatively support findings from
the experimental results, in order to reveal the fundamental operation mechanisms that
determine the performance of tunnel recombination junctions.
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8 TRJs and IRLs

8.1.2 Experimental section
Processing tandem devices

Table 8.1: Conditions used for the various PECVD processed layers. i-nc-Si:H processed at 40MHz, all
other layers at 13.56MHz

PRF p TS FSiH4 FGeH4 FH2 FCO2 FPH3 (2%)
(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (sccm) (sccm) (sccm)

i-a-SiGe:H 27.8 3.6 180 30 0.4-5.3 200 - -
i-a-Si:H (absorber) 62.5 10 120 2 - 200 - -
i-a-Si:H (SHJ) 27.8 0.6 180 40 - - - -
i-nc-Si:H 278 4 180 1.2/3.5 - 120 - -
n-nc-SiOX:H 76.4 1.5 180 1 - 120 1.6 2
n-nc-Si:H 76.4 1.5 180 1 - 120 - 3
n-a-Si:H 27.8 0.6 180 40 - - - 11

In this work the results of four different tandem device architectures are presented.
These are tandem devices consisting of a SHJ subcell and a subcell with a nc-Si:H absorber,
a nc-Si:H subcell combined with either an a-SiGe:H absorber or a-Si:H absorber and finally
a tandem device consisting of an a-SiGe:H subcell and an a-Si:H subcell. The devices are
processed using a radiofrequency PECVD cluster tool. The variations within experimental
series are exclusively applied to the p-layer in the TRJ. As the 100+ tandem PV devices
developed for this work are processed over a period of 2 years on a lab-scale PECVD tool,
some variations to supporting layers exist between experimental series. These variations
include absorber thickness variations, affecting which of the subcells is current limiting.
Such variations do not exist within an experimental series, where ”experimental series” in
this work is defined as a set of devices processed at a given point in time, for which no
variations exist in architecture and processing conditions other than the intended variations
to the p-layer in the TRJ.
Precursor gas flow rates are indicated by (Fgas). Diborane (B2H6) is used as a precursor
gas for boron doping. The reported diborane gas flow rates are 0.02% B2H6 in H2. The
reported phosphine (PH3) flow rates, used as the precursor for phosphorus doping, are
2% PH3 in H2. Silane (SiH4) and carbon-dioxide (CO2) are used as silicon and oxygen
precursors, respectively. The n-doped (n-) layer of the top junction, the n-layer that is
part of the TRJ, consists of an n-nc-Si:H 5nm/ nc-SiOX:H 15nm/ n-a-Si:H 5nm stack
starting from the p-layer of the bottom junction. The deposition conditions of the absorber
materials and doped layers are indicated in Table8.1. A schematic representation of the
tandem devices is shown in Fig.8.1.

The three tandem devices that combine two thin film junctions (nc-Si:H, a-SiGe:H,
a-Si:H) are processed in n-i-p/n-i-p substrate configuration on textured Corning Eagle XG
glass. The texturing process was developed by [157] and [72] and is explained in more
detail elsewhere [156]. A 700nm aluminum-doped zinc oxide (AZO) layer is sputtered onto
the textured glass for use as a transparent back contact. No back reflector is used, as the
situation with minimal back reflection provides the most straightforward comparison of
variations in the TRJ and the generated JSC, VOC and FF . The front contact consists
of transparent conductive oxide (TCO), a sputtered 75nm indium-doped tin oxide (ITO)
layer, in combination with a 500nm aluminum front grid, which is deposited through
thermal evaporation. The i-nc-Si:H absorber layer has a thickness of about 3µm, the
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Figure 8.1: Schematical representation of the four different device architectures presented in this work.
All devices are processed in n-i-p/n-i-p substrate configuration. Absorber layer thicknesses for
thin film nc-Si:H/a-Si:H, nc-Si:H/a-SiGe:H and a-SiGe:H/a-Si:H devices (left) and SHJ/nc-
Si:H (right) tandem devices are indicated above the structure. Small blue visuals on the right
indicate the four different p-layer stacks used in this work.

i-a-Si:H absorber layer has a thickness of about 175nm. The i-a-SiGe:H absorber layers
have a profiled bandgap energy across the absorber width. Bandgap profiling is achieved
by varying the relative GeH4 flow rate during deposition. The used absorber profile is
different for the nc-Si:H/a-SiGe:H and a-SiGe:H/a-Si:H tandem devices. When used as
the top junction in the tandem device (nc-Si:H/a-SiGe:H) a maximum GeH4 flow rate
of 3.3sccm with a plateau fraction of 0% (a V-shaped absorber profile), i/p-region width
of 20nm and absorber thickness of 175nm is used. When used as the bottom junction
(a-SiGe:H/a-Si:H) a maximum GeH4 flow rate of 5.3sccm is used, with a plateau fraction
of 30% (U-shaped profile), i/p-region width of 20nm and absorbed thickness of 350nm.
More information about the used bandgap profiles can be found in [156].

For the SHJ processing, Topsil Floatzone n-type <100> polished mono-crystalline sil-
icon wafers are used with a thickness of 300µm. These wafers are then textured using
a two-step approach. First a 10 minute Tetramethylammoniumhydroxide etch and rinse
was applied, followed by an acidic poly-etch, consisting of 1 part HF (40.5% wt. in H2O),
6 parts HNO3 (69.5% wt. in H2O) and 3 parts H2O. This results in smooth pyramidal
surface features on both sides of the wafer. More information about the development, op-
tical behaviour and surface passivation of this texturing approach can be found elsewhere
[153]. The backside of the wafer is finished by subsequently processing 10nm i-a-Si:H
layer and 10nm n-a-Si:H layer. This is followed by a full area 150nm sputtered ITO layer
and an evaporated metal contact consisting of 300nm Ag/ 30nm Cr/ 800nm Al. On the
front side of the wafer an i-a-Si:H layer is processed followed by a p-layer and the n-i-p
junction with i-nc-Si:H absorber. The front contact, 75nm ITO and 500nm Al, is similar

225



8 TRJs and IRLs

to the other tandem devices.

Measuring tandem devices

The external quantum efficiency (EQE) was measured using an in-house EQE setup at
TU Delft, consisting of a Xenon lamp and a monochromator for spectral data acquisition.
To measure both junctions separately, bias light was used to saturate the top and bottom
cell in turn. The top cell was saturated using light with wavelengths between 365nm and
530nm, while the bottom cell was saturated with light between 800nm and 950nm. The
J-V measurements of the solar cells were conducted using an AM1.5G solar simulator at an
illumination of 100mW·cm-2 under a controlled temperature of 25◦C. The open-circuit
voltage (Voc) and fill factor (FF ) were extracted from the J-V curves. Each tandem
device consists of a single substrate, on which 24 individual cells with an area of 16mm2

were processed. All 24 cells on the substrate were measured. The results presented in this
work are the average of the 5 best performing cells on each substrate. For each of the
four different tandem configurations, the J-V curves and external device characteristics
of the cell with the highest conversion efficiency and the highest Voc*FF product can be
found in the supplementary information.

Electrical simulations

In this work energy band diagrams are presented of a range of TRJ’s to qualitatively and
visually support interpretation of the observed trends. The simulations were performed
using TCAD Sentaurus [407]. For the simulations uniform materials were assumed with
experimentally obtained bandgap and activation energies. To evaluate the energy align-
ment, Poisson equations were solved, assuming equipotential electrodes. The models and
material related parameters used to simulate the device structures presented in this work
are reported in [408]. The energy band diagrams are shown under equilibrium condi-
tions, in the dark. The energy alignment is at the core of charge transport. Accordingly,
band diagrams under equilibrium illustrate concisely and simply the fundamental mech-
anisms for charge transport. Adding operational conditions, such as light injection and
an applied potential to the band diagrams add more complexity and would make the
obtained diagrams less suited for the purpose of qualitatively supporting interpretation of
experimentally observed trends.

8.1.3 Results and Discussion
Loss mechanisms in tandem devices

There are several ways in which the properties of the p-doped layer in a TRJ can result in
losses to the Voc and FF in a tandem device. Most straightforward, the material properties
of the p-layer determine the performance of the bottom n(-i)-p junction. Fundamentally
speaking, the active acceptor dopant concentration (NA) can increase the built-in voltage
(Vbi) across the i-layer in the bottom cell, since

Vbi ∼ ln
(
NA

ni

)
(8.1)
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8.1 Tunnel recombination junctions

where ni is the intrinsic carrier concentration. The active dopant concentration, amongst
other material properties such as the stoichiometry [156], material phase fractions in
heterogeneous materials and the material density [159], can also influence the bandgap
energy EG and activation energy Eact of the the p-layer. This in turn influences the
energetic band alignment at the i/p-interface of the bottom cell, which can significantly
affect the Vbi in a drift device, according to [409]:

qVbi = EG − EFn − EFp (8.2)

where EG is the band gap energy of the intrinsic absorber layer and EFn and EFp are the
Fermi energy levels in the n- and p-doped layer, respectively. With no significant variations
in the work function of the p-layer, which we can assume according to [410], and with the
i-layer and n-layer deposition conditions remaining constant, changes in EG or Eact of the
p-layer will have an effect on EFp and consequently on the built-in voltage in the device.
The p-layer material properties do not only affect the device voltage directly. A variation
in the optical transparency or refractive index of the p-layer in the TRJ can influence the
transmission into the bottom cell. This results in changes in the generated photo-current
density (Jph), which influences the Voc according to:

Voc ∼ ln
(
Jph

J0

)
(8.3)

While this effect is generally minor, variations in the recombination current density (J0)
are not. The J0 is an indicator of the charge carrier recombination in a device, and the
i/p-interface is well known for being a significant recombination site in thin film silicon
devices, if not well-engineered [57], [58], [85].

All these effects influence the performance of the bottom cell in the device. If we
consider the p-layer as part of TRJ in a multijunction device, additional complexity is
added. As mentioned, in n-(i-)p/n-i-p tandem PV devices, the TRJ should facilitate the
recombination of holes from the bottom cell with electrons from the top cell to prevent
non-ohmic behaviour. As the FF is a measure of the resistive losses in a photovoltaic
device, it will be affected by a p-layer that results in a poorly engineered TRJ or i/p-
interface. Additionally, in tandem devices the FF is subject to the mismatch between
the current density generated in the top and bottom cell [411], [412]. Variations in
the refractive index or optical transparency of the p-layer can affect the current matching
between both junctions[46], [48], [405], consequently affecting the FF . Moreover, the FF
can vary depending on which of the subcells is current limiting. These combined effects can
make pinpointing the origin of observed trends in tandem devices challenging. The latter
two challenges are mitigated in this work, to a certain extent, by performing experiments
across different device architectures with different current matching conditions and current
limiting subcells.

Influence of p-nc-SiOX:H deposition conditions on the performance of tandem
a-Si:H/nc-Si:H solar cells

The influence of variations in the FB2H6 during deposition of the p-layer of the bottom
junction in nc-Si:H/a-Si:H tandem devices are reported in Fig.8.2. A trade-off can be
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Figure 8.2: The Voc (red circles, left y-axis), FF (black squares, right axis) and Voc*FF product (black
diamonds, right axis) of nc-Si:H/a-Si:H tandem solar cells as a function of the diborane
gas flow rate of the p-nc-SiOX:H layer in the tunnel recombination junction. The p-layer
stack consists of a single p-nc-SiOX:H layer. All samples are processed at FH2=170sccm and
FCO2=1.8sccm.

observed between the Voc and FF as a function of FB2H6. Increasing FB2H6 from 10 to
15sccm, for instance, increases the FF from 56% to 61.8%, while the Voc is decreased
by 54mV.

The opto-electrical properties of p-nc-SiOX:H are a function of the relative a-SiOX:H,
nc-Si:H and a-Si:H material phase fractions, the density of the amorphous phase and the
active dopant concentration [159]. An increase of FB2H6 can result in the suppression of
crystalline growth, a decrease in a-SiOX:H phase fraction and potentially in an increase
of the active doping concentration [159].
It is difficult to determine which of these effects results in the observed Voc and FF
trends. A decrease of the a-SiOX:H phase fraction results in a decrease of the bandgap
energy near the i/p-interface, which can result in the observed Voc decrease, according to
Eq.8.2. At the same time, an increase of FB2H6 can results in an increase of the active
dopant concentration, increasing Voc according to Eq.8.1. A competition between these
two effects could result in the observed Voc trends as a function of FB2H6.
The FF also exhibits an optimum in the investigated range. Crystalline tissue in p-nc-
SiOX:H grows in filaments [36], [61], [109]. These filaments are essential for transverse
carrier transport through the p-layer. With increasing FB2H6 crystalline growth will be
suppressed [60], [92], [159]. As a result, carrier transport might suffer, leading to ad-
ditional resistive losses and a FF decrease. Additionally, sufficient amorphous tissue is
required to passivate the crystalline grains and crystalline phase at the i/p-interface [85].
An increase of the amorphous phase faction could improve this passivation, improving the
FF . This trade-off might result in the observed optimum of the FF .
Alternatively, as deposition time was kept constant, an increase of FB2H6 can result in an
increase of the deposition rate [103], [137], [159], and consequently in thicker p-nc-SiOX:H
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Figure 8.3: External Quantum Efficiency plots of the top and bottom junctions of two separate series
of nc-Si:H/a-Si:H tandem devices. The thickness of the p-nc-SiOX:H layer in the tunnel
recombination junction of the tandems is varied. Experimental series I (top) is processed with
a single p-nc-SiOX:H layer while series III (bottom) is processed with a p-nc-SiOX:H/p-nc-Si:H
bi-layer configuration.

layers. This can impact the Voc and FF of the tandem devices, as will be discussed in
more detail in the next section.

The results presented in Fig.8.2 indicate that variations in FB2H6 largely results in trade-
offs between Voc and the FF . Four additional series of tandems devices, not presented
here, in which the FH2 and FCO2 were varied for different FB2H6 values showed similar
trade-offs without significant overall improvements in Voc*FF . These combined results
indicate that there is a limit to the gains than can be realized by exclusively changing the
opto-electrical properties of the p-nc-SiOX:H, using a single unprofiled p-nc-SiOX:H layer.

Influence of p-nc-SiOX:H thickness on the performance of tandem
a-Si:H/nc-Si:H solar cells

Next, we investigate the influence of the thickness of the p-layer in the TRJ of tandem
PV devices. The EQE curves in Fig.8.3(Top) show a significant increase of both the
top and bottom cell, when the thickness of the p-doped layer is increased from 6nm to
18nm. Reflection measurements, presented in the supplementary information, show no
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Figure 8.4: Electrical simulations of the TRJ under equilibrium conditions in the dark. The energy band
diagrams are shown for a p-nc-SiOX:H thickness of 5nm (blue), 10nm (green), 15nm (red)
and 20nm (black). For all thicknesses the conduction band edge EC and valence band edge
EV are shown. The energy levels of the band edges are indicated in reference to the Fermi
energy level Ef, positioned at 0 eV. The materials presented in the plots are indicated on
top of the band diagram. The n/i-interface and p/n-interfaces are indicated below the band
diagram. Position I and II, the electron and hole accumulations sites, are referenced in the
text. The coloured areas indicate the energy barriers for holes (bottom) and electrons (top),
respectively. The blue areas indicated the barrier for a p-nc-SiOX:H layer thickness of 5nm,
while the yellow areas indicates the barriers for a 20nm p-nc-SiOX:H layer. The green area
indicates an overlap between the two barriers.

significant change in the front reflection of the devices, indicating an electrical rather than
an optical effect. Both junctions are measured separately, while the opposite junction is
saturated with bias light. As such, we can observe the effectiveness of generation and
collection in each junction in turn. Both junctions, for thin p-layers, have a similar EQE
limit. Moreover, the EQE increases to a similar degree with increasing p-layer thickness.
This indicates that for a p-layer thickness below 18nm, collection in the tandem device
is limited by the TRJ. From 18nm to 22nm the device no longer seems to be limited by
the TRJ, as the EQE of the top cell only shows a minor increase, while the bottom cell
EQE is decreased. This latter effect can also be observed in Fig.8.3(Bottom), where the
EQE curves of another series of tandem nc-Si:H/a-Si:H devices are plotted. This is likely
an optical effect as more light is reflected back into the top cell and less light transmitted
into the bottom cell with increasing p-nc-SiOX:H thickness, which is in line with earlier
reports [46], [48], [50], [51], [413].

230



8.1 Tunnel recombination junctions

In order to analyze these effects, electrical simulations of the TRJ have been performed.
A schematic band diagram of the TRJ as a function of the p-nc-SiOX:H thickness is
shown in Fig.8.4. The visual shows the energetic band alignment at the i/p-, p/n- and
n/i-interfaces, for p-nc-SiOX:H layers with a thickness of 5nm, 10nm, 15nm and 20nm
and constant activation energy (Eact) and bandgap energy EG. Considering that free
electrons reside in the conduction band and move down slope, while holes move up-slope
in the valence band, electrons photo-generated in the top junction will have a tendency
to accumulate at the p/n-interface, at position I. Similarly, holes generated in the bottom
junction will have a tendency to accumulate at the i/p-interface, at position II. Note
that the desired recombination event is one in which an electron from the top junction,
from position I, recombines with a hole from the bottom junction, at position II. This
recombination event is most likely to occur through a defect assisted process, referred
to as trap-assisted tunneling in several simulations studies involving tunneling junctions
[410], [414].
In order for this tunneling event to take place, the holes need to overcome an energy
barrier, indicated by the coloured areas in the valence band in Fig.8.4. As can be under-
stood from this figure, the energy barrier consists of a spatial and energetic component;
the best tunneling junction is one in which the position I and II are energetically aligned
and spatially close. For efficient TRJ operation, apart from effectively directing holes
towards p/n-interface, electrons from the bottom junction should be effectively shielded
from the p/n-interface, lest they contribute to the accumulation of electrons at position
I or increase SRH-recombination inside the p-layer. The energy barrier against electron
movement to the tunneling junction is indicated by the coloured areas in the conduction
band in Fig.8.4. Both ineffective hole transport and poor electron-shielding can result in
the built-up of charge at position I and/or II, and the creation of a reverse electric field
across the TRJ.

The visual provides excellent insight into the nature of the p-thickness related collec-
tion issue. It can be observed that at a p-nc-SiOX:H layer thickness of 5nm (blue curves),
there is a large energy barrier against hole movement, indicated by the blue/green area
(bottom), and position I and II are energetically poorly aligned. Moreover, there is hardly
an energy barrier, indicated by the blue area (top), against the movement of electrons
from the bottom junction to the p-layer and even towards position I. When the thickness
is increased, band-bending in the p-layer is shifted upwards. As a result, at a p-nc-SiOX:H
thickness of 10nm (green curve), position I and II are energetically well aligned, the hole
barrier is decreased and the energy barrier against electron movement is significantly in-
creased. When the thickness is further increased to 15nm (red curve), the conduction
band edge in the p-layer is further shifted upwards. Consequently, the energy barrier
against electron movement is further increased with respect the energetic barrier against
hole movement, improving the TRJ recombination efficiency. Simply put, with the electri-
cal properties of the p-nc-SiOX:H layer being what they are, a minimum p-layer thickness
is required for the p-doped layer to fulfill its function in the bottom junction as an electron
shield a semi-permeable membrane for holes.
It should be noted that the assumption of a constant Eact and EG as a function of thick-
ness is potentially a simplification. The p-layer effectiveness as a function of thickness
could additionally be improved as the EG and Eact evolve along the growth direction [159].
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Figure 8.5: The Voc (Top) and FF (bottom) of tandem nc-Si:H/a-Si:H devices as a function of p-nc-
SiOX:H thickness. The icons represent three separate experimental series, where the I(squares)
and II(triangles) are processed with a single p-nc-SiOX:H layer and series III(circles) is pro-
cessed with a p-nc-SiOX:H/p-nc-Si:H bi-layer configuration.

The influence of the p-nc-SiOX:H thickness on the Voc and FF of three separate series
of tandem nc-Si:H/a-Si:H devices is plotted in Fig.8.5, where series I and II have a
single p-nc-SiOX:H layer (and different top junction design) and series III has a bi-layer
configuration. The bi-layer is schematically visualized in Fig.8.1 with a p-nc-SiOX:H layer
and a thin 3-5nm p-nc-Si:H contact layer at the interface with the n-layer. A few things
are apparent from these results. 1. the FF is rather sensitive to the p-layer thickness
and has optimum in the range of 10-15nm. 2. An optimal Voc is achieved for p-layer
thicknesses in the range 15-20nm. For series I and III the Voc decrease for a p-layer
thicknesses exceeding 15nm is minimal within the reported range, which is unlike the
trend for the FF . This seems to indicate that for an optimal Voc a minimal rather than
a specific optimal p-layer thickness is required, or at least that there is a greater range of
optimal thicknesses. In terms of Voc*FF product, optimal performance is realized for a
thickness of about 15nm.
These trends in Voc and FF can also be understood from the simulations shown in Fig.8.4.
As the thickness is increased from 5nm to 15nm, the band bending at the i/p-interface
changes. As a result, the difference between the Fermi level and the valence band edge
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at the i/p-interface is decreased, and Vbi is increased according to Eq.8.2, resulting in
the observed increase in Voc. Fig.8.4 shows that this is no longer true if the thickness
is further increased beyond 15nm; the Voc improvement reaches an optimum. Further
increasing the thickness beyond this point increases the distance a hole has to travel
through the p-layer, increasing resistance against this movement, as the defect density in
the p-nc-SiOX:H layer is assumed to be much higher than in the i-layer. Consequently,
J0 is increased, decreasing Voc according to Eq.8.3. Alternatively, the Voc increase of
the tandem devices, with p-nc-SiOX:H thickness, can be understood to be the result of a
decrease of the reverse electric field across the TRJ.
A similar effect results in the observed trend for the FF , although that is better explained
in terms of resistances. From 5nm to 10-15nm, as a result of improved electron shielding,
the shunt resistance is increased as the free movement from electrons from the bottom
to the top junction is impeded. For series I, for instance, the measured shunt resistance
more than doubled by increasing the p-nc-SiOX:H thickness from 5nm to 10nm, from
≈6300Ω·m2 to ≈13600Ω·m2. Further increasing the p-layer thickness results in increased
recombination in the p-layer and at the i/p-interface, increasing the RS and decreasing
the FF .
Another important observation from the Voc and FF of the devices is that the Voc*FF
product of the series with contact layer (series III ) is significantly higher than that of the
other two series. In fact, incorporating the contact layer results in a significant FF boost
of about 9% absolute. This improvement is also apparent in Fig.8.3 , where the EQE’s
of series III are significantly higher than those of series I. Consequently, the next step is
to investigate the influence of the contact layer properties.

Influence of the contact layer on the performance of tandem PV devices

To investigate the influence of the contact layer, the contact layer properties are varied,
resulting in 7 different bi-layer configurations. A number of these bi-layer configuration
variations were performed across four different tandem device architectures. The results
are shown in Fig.8.6(Top) where the Voc*FF product is plotted for samples with a 5nm
p-type amorphous Si:H (p-a-Si:H) contact layer, no contact layer (ref) and 6 different
3-6nm p-nc-Si:H contact layers that are processed at different conditions (gas flow rates,
power) but all designed to have a low Eact compared to the p-nc-SiOX:H layer. Eact
determination is based on film measurements performed in earlier work [85], [159].
The results clearly show that including a thin p-a-Si:H, which has a relatively high Eact,
is detrimental to device performance. On the other hand, for nearly all series the Voc*FF
product is improved when a p-nc-Si:H contact layers is added. This indicates that the
exact deposition conditions, and resulting material properties, of the thin contact layer
are relatively unimportant. As long as they result in a low activation energy film, the
contact layer will provide a performance boost in reference to a single p-nc-SiOX:H layer.
Fig.8.6(bottom) shows the relation between the series resistance (RS) of the devices and
the Voc*FF product. By comparing the devices processed in a single series of experiments,
so icons of similar type and colour, it can be observed that the Voc*FF improvements are
predominantly a results of the decreased RS. A notable exception are the a-SiGe:H/a-
Si:H tandem devices. For these devices, the addition of a contact layer leads to both a
reduction of the RS and an increase of the Voc*FF product. Unlike the other tandems
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Figure 8.6: The Voc-FF product plotted as a function of the different contact layers (Top) and Voc-
FF product plotted as a function of change in series resistance (Rs) with respect to the
reference sample without contact layer (bottom). Contact layers are processed on top of a
15-20nm p-nc-SiOX:H layer. Tick marks in top plot indicate samples with a 5nm p-a-Si:H
contact layer, no contact layer (ref) and 6 different low Eact 3-6nm p-nc-Si:H contact layers,
processed at different conditions (gas flow rates, power). The arrows and Eact designation
indicate the Eact in reference to that of the single p-nc-SiOX:H layer. The icons (triangle-
square-circle) indicate series of samples processed at the same point in time with the exact
same deposition conditions for all supporting layers. The colours indicates the multijunction
architecture, namely SHJ/nc-Si:H (blue), nc-Si:H/a-Si:H (red), nc-Si:H/a-SiGe:H (green) and
a-SiGe:H/a-Si:H (black).
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Figure 8.7: Electrical simulations of the TRJ under equilibrium conditions in the dark. The energy band
diagrams are shown for a single p-nc-SiOX:H layer (blue), and two bi-layer configuration with
a p-nc-Si:H contact layer with a low Eact of 250meV (red) and still lower Eact of 32meV
(black). All p-layer stacks have a total thickness of 20nm, the contact layers have thickness
of 5nm. For all configurations the conduction band edge EC and valence band edge EV are
shown. The energy levels of the band edges are indicated in reference to the Fermi energy
level Ef, positioned at 0 eV. The materials presented in the plots are indicated on top of the
band diagram. The n/i-, p/n- and i/p-interfaces are indicated below the band diagram. The
electron accumulation site at position I, and hole accumulation sites at positions II and X are
referenced in the text. The coloured areas indicate the energy barriers for holes (bottom) and
electrons (top), respectively. Blue areas indicate the barrier for a single p-nc-SiOX:H layer,
while the yellow areas indicate the barriers for the bi-layer configuration with the lowest Eact
contact layer. The green area indicates an overlap between the two barriers.

however, the devices with the contact layer resulting in the lowest RS decrease do not
have the highest Voc*FF product. This is because for these tandems, which have two
thin amorphous absorbers, the shunt resistance had a dominant influence on the FF .

The results provide some clues as to the dominant loss mechanism in the devices.
The recombination efficiency at the p/n-interface does not seem to be a limiting factor.
More specifically, the availability of defects, or traps, at the p/n-interface to facilitate
tunneling is likely not limiting. In this case, trap-assisted tunneling would potentially be
improved by the addition of a thin defect-rich p-a-Si:H layer. Rather, the availability of
holes at the p/n-interface, or the hole transport towards the p/n-interface is likely limiting.
Fig.8.7 shows how a low-Eact contact layer potentially improves hole availability. In the
figure several band diagrams are schematically shown of the TRJ, visualizing the situation

235



8 TRJs and IRLs

without contact layer (blue curve) , with contact layer (red curve) and with a very low
Eact contact layer (black curve). It can be observed that with decreasing Eact, the band
bending changes such that the hole barrier is continuously decreased. Moreover, a position
is created indicated position X in Fig.8.7, spatially close to the electron accumulation
position I, where holes can accumulate. This means that the introduction of a low Eact
contact layer not only reduces the overall hole barrier and increases the overall electron
barrier. It also creates an additional ”pathway”, where the holes overcome two small
energetic barriers, from position II to position X and subsequently to position I, rather
than one large barrier. Consequently, with decreasing contact layer Eact, recombination
occurs more efficiently at the TRJ as carriers are more effectively “directed” towards the
p/n-interface, reducing the probability of recombination between generation and “desired”
recombination at the p/n-interface.

Do we need p-nc-SiOX:H?

The preceding section shows that devices with a p-nc-SiOX:H/p-nc-Si:H bi-layer config-
uration have a much higher Voc*FF product than devices without p-nc-Si:H layer. This
begs the question: is the p-nc-SiOX:H layer a requirement? In other words, would not a
single 15-20nm p-nc-Si:H layer outperform the bi-layer configurations?
To answer this question, 6 different p-layer configurations are processed for 3 different
tandem device architectures. The results are plotted in Fig.8.8, where the red open icons
represent the samples without p-nc-SiOX:H layer. The other samples are different p-nc-
SiOX:H/p-nc-Si:H or p-nc-SiOX:H/p-nc-SiOX:H+ bi-layer configurations. p-nc-SiOX:H+

indicates that the p-nc-SiOX:H contact layer is processed with a higher FB2H6 flow rate
in reference to the initial layer.

It is apparent that the samples without p-nc-SiOX:H layer are the worst in each series,
with a single outlier, irrespective of device architecture. Clearly, the p-nc-SiOX:H layer
is a requirement for optimal tandem device performance. This is likely due to its high
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Figure 8.8: Voc-FF product for 3 different tandem device architectures. Red icons indicate a single p-
nc-Si:H layer in the TRJ. Black icons indicate 5 different bi-layer p-nc-SiOX:H/p-nc-SiOX:H+

and p-nc-SiOX:H/p-nc-Si:H bi-layer configurations.
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Figure 8.9: Electrical simulations of the TRJ under equilibrium conditions in the dark. The energy band
diagrams are shown for a 15nm p-nc-SiOX:H/ 5nm p-nc-Si:H bilayer configuration (black)
and a 20nm p-nc-Si:H layer (red). For both p-layer stacks the EC and valence band edge EV
are shown. The energy levels of the band edges are indicated in reference to the Fermi energy
level Ef, positioned at 0 eV. The materials presented in the plots are indicated on top of the
band diagram. The n/i-, p/n- and i/p-interfaces are indicated below the band diagram. The
coloured areas indicate the energy barriers for holes (bottom) and electrons (top), respectively.
The yellow area indicates the barrier for the bi-layer, while the blue areas indicates the barriers
for the single p-nc-Si:H layer. The green area indicates an overlap between the two barriers.
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8 TRJs and IRLs

bandgap nature. The combination of high bandgap energy and low activation for a well
performing p-contact has previously been reported for SHJ devices, where the p-contact
is in contact with an n-type TCO [415]. The band diagrams in Fig.8.9 show how the
bi-layer configuration with p-nc-SiOX:H can potentially improve performance with respect
to a single p-nc-Si:H layer. Indicated in the visual is the situation where the EG of the
p-nc-SiOX:H layer increases more strongly, with respect to the p-nc-Si:H layer, than the
Eact. In this case, the electron barrier with respect to the hole barrier is increased. In
both cases the p-nc-Si:H ensures good alignment at the p/n-interface. Alternatively, the
high bandgap nature of the p-nc-SiOX:H at the i/p-interface, or more specifically the
larger difference between the conduction band edge and Fermi level in the p-layer, could
decrease EFp and result in higher Vbi according to Eq.8.2. This is especially true for
higher bandgap absorbers. Finally, it should also be noted that better passivation by the
predominantly amorphous p-nc-SiOX:H at the i/p-interface, with respect to p-nc-Si:H,
could also potentially positively affect the Voc*FF product of the tandem devices.

p-nc-SiOX:H+ contact layer doping

So far, the highest Voc*FF products have been achieved with a p-nc-SiOX:H/p-nc-Si:H
bi-layer configuration. The question is however, if the relatively low Eact of the p-nc-Si:H
is indeed the reason behind the improved electrical performance of the tandem devices,
could a similar improvement be achieved by a p-nc-SiOX:H/p-nc-SiOX:H+ bi-layer con-
figuration, where the p-nc-Si:H contact layer is replaced by a heavily doped p-nc-SiOX:H
layer? Such an alternative bi-layer configuration could potentially yield higher current
densities because of the higher optical transparency of the p-nc-SiOX:H layer.

Fig.8.10 shows the relative improvement in FF (bottom) and Voc (top) with respect
to a single p-nc-SiOX:H layer, as a function of FB2H6 of the p-nc-SiOX:H+ contact layer.
The icons represent different series of cells. With a single outlier, strong improvements
in performance with addition of a p-nc-SiOX:H+ layer can be observed, regardless of
device architecture. For some samples, such as the nc-Si:H/a-SiGe:H tandems between
40-60sccm and the a-SiGe:H/a-Si:H tandem between 30-50sccm, the Voc*FF product im-
provement saturates, at which point there is a trade-off between Voc and FF . For most
series though the optimal FB2H6 is apparently located outside of the observed experimen-
tal range. The highest Voc*FF product of the devices with a p-nc-SiOX:H/p-nc-SiOX:H+

bi-layer is comparable to that of the devices with a p-nc-SiOX:H/p-nc-Si:H bi-layer. This
would seem to indicate that the low Eact is the most important criteria for the contact
layer in a bi-layer configuration.
It should be noted that in Fig.8.2, where the p-nc-SiOX:H layer was not used in a bi-
layer configuration, a significant decrease was observed in terms of Voc*FF product for
FB2H6 ≥15-20sccm. This is likely a result of “side effects” of increasing the dopant gas
flow rate to p-nc-SiOX:H material growth. These effects include a more porous amor-
phous growth with lower crystallinity and a larger a-SiOX material phase fraction [159].
The results show however that for a 3-6nm contact layer these side-effects are minimal.
Since both bi-layer p-nc-SiOX:H/p-nc-SiOX:H+ and p-nc-SiOX:H/p-nc-Si:H bi-layer con-

figurations yield similar Voc*FF products, the final question that remains is which bi-layer
configuration should be used for optimal device performance. To answer this question,

238



8.1 Tunnel recombination junctions

10 20 30 40 50 60

1.00

1.02

1.04

1.06

1.08

1.20

B2H6 (sccm)

V
O

C
/V

O
C

(1
0

s
c
c
m

 B
2
H

6
)

10 20 30 40 50 60

1.0

1.1

1.2

1.3

1.4

1.5

1.9

2.0

B2H6 (sccm)

F
F

/F
F

(1
0

s
c
c
m

 B
2
H

6
)

SHJ/nc-Si:H
nc-Si:H/a-Si:H
nc-Si:H/a-SiGe:H

a-SiGe:H/a-Si:H

Figure 8.10: Voc (top) and FF (bottom) improvement in bi-layer p-nc-SiOX:H/p-nc-SiOX:H+ configu-
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series of samples processed at the same point in time with the exact same deposition condi-
tions for all supporting layers. The colours indicates the multijunction architectures, namely
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(black).

239



8 TRJs and IRLs

16 18 20 22

JSC bottom+JSC top (mA cm
-2

)

nc
-S

i:H
/

a-
SiG

e:
H

nc
-S

i:H
/

a-
Si:H

p-SiOx:H

p-nc-Si:H
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ent series of nc-Si:H/a-Si:H (circles) and nc-Si:H/a-SiGe:H (diamonds) device architectures.
Jsc for each junction is determined by weighing the measured spectral EQE curve with
the AM1.5g spectrum. All samples have a p-nc-SiOX:H/p-Si:H bi-layer configuration, with
p-nc-SiOX:H (Blue, open symbols) and p-nc-Si:H (black, closed symbols) contact layers.
The individual Jsc’s of the bottom and top junctions can be found in the supplementary
information.

we consider the sum of the measured Jsc’s in the top and bottom junction of the tandem
devices, as presented in Fig.8.11. The figure shows the sum of the current densities for
two different experimental series of bi-layer configurations, indicated by the circles and
diamonds, applied in two different device architectures. It can be observed that the p-
nc-SiOX:H/p-nc-SiOX:H+ bi-layer configurations overall result in higher current densities,
likely resulting from less parasitic absorption. Ultimately though, the choice for a specific
bi-layer configuration will depend on the intended device architecture. Indeed, parasitic
absorption in a 3-6nm p-nc-Si:H layer positioned behind a 2000-3000nm i-nc-Si:H ab-
sorber, in reference to the incident light, will be negligible. Consequently, the obtained
Voc*FF products could be considered to indicate a level of freedom of design for p-nc-
SiOX:H/low-Eact bi-layer configurations in which the transmission and reflection at the
TRJ’s can be taken into account.

8.1.4 Conclusion
In this work the experimental results of a large number of SHJ/nc-Si:H, nc-Si:H/a-Si:H,
nc-Si:H/a-SiGe:H and a-SiGe:H/a-Si:H multijunction devices are presented. The funda-
mental mechanisms behind the observed phenomena are qualitatively demonstrated using
energy band diagrams obtained through electrical simulations in TCAD Sentaurus. The
influence of thickness and design of the p-layer in the TRJ of these tandems are observed
across different device architectures. It was found that for optimal device performance in
terms of Voc*FF product, the presence of a high bandgap p-nc-SiOX:H layer is crucial, and
the optimal thickness is in the range of 12-18nm. Moreover, a strong improvement was
observed when a thin, low activation energy contact layer was used in combination with
the p-nc-SiOX:H layer. High Voc*FF products could be achieved both by p-nc-SiOX:H/
p-nc-SiOX:H+ and p-nc-SiOX:H/p-nc-Si:H bi-layer configurations.
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8.2 Application of metal, metal-oxide and silicon-oxide
based intermediate reflective layers for current
matching in autonomous high voltage multijunction
photovoltaic devices

This section was recently accepted in Progress in Photovoltaics†

Abstract
A logical next step for achieving a cost price reduction per Watt peak of photovoltaics
(PV) are multijunction PV devices. In two-terminal multijunction PV devices, the photo-
current generated in each subcell should be matched. Intermediate reflective layers (IRL)’s
are widely employed in multijunction devices to increase reflection at the interface between
subcells to enhance current generation in the subcell(s) positioned before the IRL, in ref-
erence to the incident light.
In this work, the results of over 65 multijunction devices are presented, in order to explore
the effect of different current matching approaches. The influence of variations in absorber
thickness as well as thickness variations of different IRL’s based on silicon-oxide, various
transparent conductive oxides (TCO) and metallic layers on all-silicon multijunction PV
devices is studied. Specifically, hybrid, 2-terminal, monolithically integrated silicon het-
erojunction (SHJ) and thin film nanocrystalline silicon (nc-Si:H) and amorphous silicon
(a-Si:H) tandem and triple junction devices are processed. Based on these experiments,
certain design rules for optimal current matching operation in multijunction devices are
formulated.
Finally, taking these design rules into account, record all-silicon multijunction devices
are processed. Conversion efficiencies close 15% and Voc ≈2V are demonstrated for
triple junction SHJ/nc-Si:H/a-Si:H devices. Such conversion efficiencies for a wireless,
high-voltage wafer-based all-silicon 2-terminal multijunction PV device opens the way
for efficient autonomous solar-to-fuel synthesis systems as well as other wireless innova-
tive approaches in which the multijunction solar cell is used not only as a photovoltaic
current-voltage generator, but also as an ion-exchange membrane, electrochemical cata-
lysts and/or optical transmittance filter.

†Thierry de Vrijer, Sander Miedema, Thijs Blackstone, David van Nijen, Can Han, Arno H.M. Smets
“Application of metal, metal-oxide and silicon-oxide based intermediate reflective layers for current
matching in autonomous high voltage multijunction photovoltaic devices” Progress in Photovoltaics,
recently accepted
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8.2 Intermediate reflective layers

8.2.1 Introduction

Multijunction photovoltaic (PV) devices have the potential to enhance spectral utiliza-
tion, thereby achieving increased PV yield per area as well as reduced heating and lower
temperature coefficients. Additionally, multijunction PV devices can achieve high voltages
without interconnection, facilitating autonomous solar-to-fuel applications.
Photo-generation of charge carriers occurs in each subcell in multijunction devices. For
optimal operation, in two-terminal devices, the photo-current generated in each subcell
should be matched. In multijunction devices, generally, the bottom cell is not current
limiting as a reflective metallic layer can be positioned at the back of the devices. For
the top or middle subcell(s), the simplest means of increasing the photo-generated cur-
rent is increasing the absorber thickness. However, this generally results in an increase of
the series resistance, and consequently decrease of the open circuit voltage (Voc) and Fill
Factor (FF ), as the recombination probability increases with the average distance a photo-
generated charge carrier has to travel for collection. Such a trade-off between the short
circuit current density (Jsc) and Voc has been demonstrated in silicon solar cells, including
devices with hydrogenated (:H) nano-crystalline (nc-) silicon (Si) absorbers [72], amor-
phous (a-) Si-germanium (SiGe):H absorbers [156] and amorphous silicon-oxide (SiOx):H
absorbers [172].
For that reason, intermediate reflective layers (IRL’s) are widely employed in multijunction
devices [40], [46]–[48], [51], [405], [411], to enhance current generation and/or reduce the
absorber thickness. IRL’s are used to increase reflection at the interface between subcells
to enhance current generation in the subcells(s) positioned before the IRL, in reference
to the incident light. There are different materials that can be used for such an IRL.
In certain device architectures, such as a perovskite/crystalline silicon (c-Si) [117] and
a-Si:H/CIGS [75] transparent conductive oxides (TCO) are positioned in between sub-
cells. In silicon based multijunction devices, silicon-oxide based IRL’s are often employed
[46], [48], [404], [405]. Generally an n-type (n-) SiOx layer is used [416]. The properties
of n-SiOx layers are more easily adjusted to achieve characteristics desirable for an IRL,
in reference to p-SiOx properties, as the device performance is very sensitive to p-SiOx
characteristics like the oxide fraction and layer thickness [155]. In this work, in addition
to silicon-oxide and TCO based IRL’s, the use of a very thin metallic layer is explored.
In order to characterise the performance of the different IRL’s, all-silicon multijunction PV
devices are used. Specifically, a hybrid c-Si and thin film Si multijunction device is used,
consisting of a silicon heterojunction (SHJ) subcell and one or two additional thin film
silicon subcells based on nc-Si:H and a-Si:H absorbers. The advantage of these plasma
enhanced chemical vapour deposition (PECVD) processed, 2-terminal, monolithically in-
tegrated devices, is that a Voc ≈2V can be achieved without external wiring. Given the
inherent chemical stability of silicon in reference to other PV technologies [168], this allows
for wireless, autonomous solar-to-fuel synthesis systems [29], [30], [417], [418], as well as
other wireless innovative approaches in which the multijunction solar cell is used not only
as a photovoltaic current-voltage generator, but also as an ion-exchange membrane [34],
[35], electrochemical catalysts and/or optical transmittance filter.
First, in section 8.2.3, the influence of the nc-Si:H absorber thickness on 1J, SHJ/nc-Si:H
(2J) and SHJ/nc-SI:H/a-Si:H (3J) device is characterized. In the following three sections,
the influence of an IRL based on SiOx, TCO and silver (Ag) are characterized. Using the
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Figure 8.12: Schematic structure and SEM images of a typical SHJ/nc-Si:H/a-Si:H triple junction device
presented in this work. The colours in the schematic structure, as well as those added to
the left half of the SEM images, represent different materials, as indicated by the top-right
legend. The position of the IRL, as well as the different materials used for the IRL, are
indicated on the right of the schematic.

design rules obtained from these characterization, a champion autonomous high-voltage
2J and 3J device is processed, which is presented in section 8.2.3.

8.2.2 Experimental section
In this work, a number of tandem PV devices are presented, consisting of a wafer-based sil-
icon heterojunction subcell and a thin film silicon subcell with a nc-Si:H absorber. For the
3J devices an additional thin film silicon junction was processed with an a-Si:H absorber.
Scanning electron microscope (SEM) images as well as a simplified schematic structure of
the triple junction device are presented in Fig.8.12. All hydrogenated silicon(oxide) layers,

Table 8.2: Conditions used for the p-layer depositions. Layers are processed at PRF=83.3mW·cm-2,
TS=180◦C and p=2.2mbar

FSiH4 FB2H6 (0.02%) FCO2 FH2
(sccm) (sccm) (sccm) (sccm)

p-nc-SiOX:H 0.8 10 2.2 170
p-nc-SiOX:H+ 0.8 50 2.2 170
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doped and undoped, are processed using plasma enhanced chemical vapour deposition
(PECVD). The exact configuration and deposition conditions of the PECVD processed
layers, with exception of the p-layers, are reported in [155]. For the p-layers a bi-layer
configuration was used, consisting of a 12nm p-nc-SiOX:H and a more highly doped 4nm
p-nc-SiOX:H+ layer. The deposition conditions of these layers are reported in table 8.2.
Additionally, metals and TCO’s are used at the front and back of the devices, as shown
in Fig.8.12, as well as as a material for the IRL in sections 8.2.3 and 8.2.3. All TCO’s
are processed through RF magnetron sputtering. More information about the processing
equipment and conditions of indium-oxide doped with tin (ITO) and tungsten (IWO) can
be found in [419], while the sputtering conditions of AZO can be found in [156]. Alu-
minum contacts are processed using electron beam evaporation, while the Ag layers are
evaporated using resistive heating.

300µm thick n-type mono-crystalline silicon wafers with <100> orientation are used
for processing the SHJ devices. The wafers are textured using an approach consisting
of alkaline etching step followed by an acidic etching step. Both the texturing approach
[155] and the optical behaviour of the textured surface [153] are discussed in more detail
elsewhere. The thin film silicon junctions are processed on top of the SHJ device, in n-i-p
substrate configuration.
Additionally, in section 8.2.3, a series of single junction nc-Si:H devices are presented
which are processed on textured glass. These devices are processed in n-i-p substrate
configuration with a transparent aluminum-doped zinc oxide (AZO) back contact. The
glass texturing procedure and processing flowchart of these single junction devices is sim-
ilar to those used in [156]. No back reflector is used for these devices to better represent
the situation when the nc-Si:H junction is used at the front or middle in a multijunction
configuration.

The external quantum efficiency (EQE) of the multijunction device was obtained using
an in-house EQE setup. The EQE of an individual junction in a multijunction device was
obtained by saturating the other junction(s) with bias light. No bias voltage was applied
during measurements. By weighing the EQE spectra with the AM1.5G solar spectrum,
the short-circuit current density (Jsc) of the individual junctions was obtained. The J-V
curves of the devices are measured at 25◦C using an AM1.5G solar simulator. The open
circuit voltage (Voc), fill factor (FF ), series resistance (Rs) and shunt resistance (Rsh) are
obtained from these J-V curves. On each sample, 24 individual 16mm2 cells are processed.
All 24 cells are measured and the results presented in this work are the average of the five
best cells. More detailed descriptions of these measurements can be found in [155]. The
Voc, FF , Jsc, Rs, Rsh and conversion efficiency (η) of all cells presented in this work can
be found in the supplementary information. Finally, the reflectance measurements were
performed using a LAMBDA 1050+ Spectrophotometer from PerkinElmer.
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Figure 8.13: Multijunction device characteristics as a function of dnc-Si. A presents the Voc*FF . B
presents the Jsc of all the individual junctions as well as the total Jsc-sum of the individual
subcells for the 2J and 3J devices, as obtained from EQE. The 1J device are processed
on transparent substrates without back reflector. The EQE diagram of the 1J devices are
presented in C, while the relevant spectral part of the 2J devices are presented in D.
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8.2.3 Results and Discussion
Varying the i-nc-Si:H absorber thickness

Among the various means of distributing current over junctions in a multijunction device,
a change in absorber thickness is the most straightforward. The product of the Voc and
FF (Voc*FF ) and Jsc of a series of nc-Si:H single junction (1J) and SHJ/nc-Si:H (2J)
and SHJ/nc-Si:H/a-Si:H (3J) multijunction devices are presented in Fig.8.13A-B. The
Jsc of the nc-Si:H subcell shows the expected increases with nc-Si:H thickness (dnc-Si).
For the 1J and 2J devices, where the nc-Si:H subcell is positioned at the front of the
device, the increase follows an exponential decay, as described by the Lambert-Beer law.
The Jsc’s of the 1J and 2J devices are roughly similar, as the 1J devices are processed
on transparent substrates, which means neither device has a back reflector positioned at
the rear of the nc-Si:H junction. The EQE’s of Fig.8.13C show that the increase in Jsc
is a result of increased absorption in the 600nm-1050nm wavelength region, where the
photon energy is closer to the bandgap energy of the nc-Si:H absorber and the absorption
probability is lower. The same effect can be observed in the EQE’s of the 2J device,
in Fig.8.13D, where it can additionally be observed that the increased absorption in the
nc-Si:H subcell results in a decrease of the EQE in the bottom junction in the same
wavelength region. This is reflected in the Jsc’s of the 2J and 3J devices, where the Jsc
increase in the nc-Si:H subcell results in a Jsc decrease in the SHJ. The sum of the Jsc’s
remains relatively unchanged. The fact that the total current density of the 2J devices
exceeds that of the 3J devices will be addressed in section 8.2.3.

The Voc*FF decreases continuously with increasing dnc-Si for the 1J and 3J devices.
For the single junctions, this predominantly seems to be a result of Rsh, which contin-
uously decreases from 5300Ωcm2 to just under 2000Ωcm2. The Voc*FF trends trends
observed in the multijunction devices are the results of a subtle interplay between the sin-
gle junction effects and the current matching conditions between the individual junctions.
Under perfect current matching conditions, simplistically, the FF can be understood to be
a result of the collective resistances in the different junctions (p-(i-)n junctions, tunneling
junctions and metal-semiconductor junctions) and the FF can be expected not to exceed
that of its constituent junctions. However, in the case of a current mismatch this does not
hold. The influence of the current matching conditions, specifically the influence of the
magnitude of the current mismatch on the FF , is exemplified by the >80% FF of the 3J
devices. This FF is achieved despite the fact that the initial FF of world-record a-Si:H
devices is around 76% [420], [421]. This is because the current limiting junction has a
dominant influence on the FF of the overall device [411]. Moreover, the FF generally
increases with increasing current mismatch between sub-cells [411], [412].
Such current matching related FF effects cause the Voc*FF trend to deviate from the
near linear-relation observed in the 1J device. For both multijunction configurations, the
nc-Si:H junction is current limiting for the smallest values for dnc-Si. As dnc-Si is increased,
the SHJ in the tandem configuration and the a-Si:H junction in the 3J configuration be-
come current limiting. In the 3J the FF continues to decrease with dnc-Si, as the current
mismatch between subcells decreases and the a-Si:H subcell, with the poorest FF , be-
comes current limiting. In the tandem configuration, the FF increases with a dnc-Si
increase from 2.5 to 4.5µm, as the current mismatch increases and the SHJ, the subcell
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Table 8.3: External device characteristics of 1J, 2J and 3J devices with an dnc-Si difference of ≈2µm.
∆Voc and ∆Jsc indicate the change in Voc and Jsc, respectively, for the dnc-Si ≈2µm increase.
For the 3J-∆Voc (*), dnc-Si=2.2µm and dnc-Si=5µm are used, as the Voc of dnc-Si=3µm was
not indicative of the overall trend.

1J 2J 3J
dnc-Si (µm) 2 4 2.2 4.4 3 5
Voc (mV) 512 489 1121 1092 1983 1983
FF (%) 67.1 61.3 75.4 75 80.8 76.6
Jsc (mA·cm-2) 17.1 20.4 16 19.3 9.1 10.9
η (%) 5.88 6.11 13.5 12.3 14.6 12.6
∆Voc (mV) -23.4 -29.6 -41.4*

∆Jsc (%) 19.3 20.5 19.1

with the highest FF , becomes the current limiting junction. At the same time, the Voc
continuously decreases with increasing dnc-Si.

Qualitatively, the collective trends in Fig.8.13 suggest some design trends for the mul-
tijunction devices as a function of dnc-Si. Most of the gains in Jsc are realized in the
dnc-Si ≤3µm range, while for dnc-Si >4µm the gain in Jsc is minimal. Consequently, con-
sidering the Voc*FF trend of the 1J device, dnc-Si should be kept ≤4µm and preferably
even ≤3µm. Additionally, intentionally introducing a (small) current mismatch in which
the junction with the highest FF is limiting can, in reference to a current matched design,
positively affect overall device performance.

Quantitatively, the trade-off between voltage and current as a function of dnc-Si can
also be expressed. In table 8.3 the device characteristics of the devices with the smallest
dnc-Si are compared to the devices with an additional approx 2µm. For the 3J, the devices
with 3µm and 5µm are compared, as the device with dnc-Si=4.5µm did not result in a
successful deposition.
The trade-offs in the 1J and 2J devices, both with the nc-Si:H junction positioned at the
front, are remarkably similar. Roughly, starting with dnc-Si=2-2.2µm, the Jsc increase
is about 19.1-20.5% and the Voc loss is about 11.7-13.8mV per additional µm dnc-Si.
Similarly, for the 3J, an increase of 2µm, from dnc-Si=3µm to 5µm, result in a Jsc increase
of 19.1%. The Voc is decreased by 16.4mV per per additional µm dnc-Si in the 2.5 to
5µm range. Additionally, the results from table.8.3 suggest that the highest conversion
efficiencies are generally achieved for small dnc-Si.

SiOx:H based intermediate reflective layer

In the preceding section the attractiveness of an intermediate reflective layer, which could
potentially yield an increase in Jsc without a (significant) decrease in Voc*FF , is demon-
strated. In this section the effectiveness of an silicon-oxide based IRL is investigated.

In Fig.8.14B, the Jsc of the nc-Si:H junctions are shown to increase with increasing
dn-SiOx, for both the 2J and 3J series, while the Jsc of the SHJ decreases. The EQE
curves of the 2J and 3J series, in Fig.8.14D-E, indicate that this is a result of an absorp-
tion shift from the SHJ to the nc-Si:H junction in the 650-900nm wavelength region, as
reflection at the nc-Si:H/SHJ interface is increased with increasing dn-SiOx. Note that the
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8 TRJs and IRLs

Figure 8.14: Multijunction device characteristics as a function of dn-SiOx. A presents the Voc*FF . B
presents the Jsc of all the individual junctions as well as the total Jsc-sum of the individual
subcells for the 2J and 3J devices, as obtained from EQE. The 1-R curves of the 2J and 3J
devices are presented in C. The relevant spectral ranges of EQE diagrams of the 2J and 3J
devices, including only the nc-Si:H junction and SHJ, are presented in D-E. The Voc*FF and
Rs of two separate series of tandem devices, based on nc-Si:H/a-Si:H and nc-Si:H/a-SiGe:H
device architectures, are shown in F-G.

green and blue curves in Fig.8.14E largely overlap. This absorption shift is in line with
earlier reports [46], [48], [404], [405].

Interpretation of the Voc*FF , in Fig.8.14A, is less straightforward. The n-nc-SiOx:H
layer is not exclusively an IRL, but also the n-layer in both an n-i-p subcell and p-n tunnel
recombination junction. As a consequence, there are a large number of complex mecha-
nisms involved that can have competing effects on the Voc and FF of the overall device,
as a function of dn-SiOx. A detailed description of the relevant mechanisms that can in-
fluence the Voc*FF , as a function of variations in a doped layer in Si-based multijunction
devices, can be found in our earlier work [155].
The observed Voc*FF trends can approximately be divided into three regions. Initially, for
dn-SiOx ≤30nm the Voc*FF increases with increasing dn-SiOx. This is likely the result of
the increased Rsh in this range, independent of Jsc-mismatch, as the hole barrier function-
ality of the n-layer is improved with dn-SiOx. A similar ”minimum-thickness-requirement”
has been observed in p-nc-SiOx:H layers in TRJ’s in silicon based multijunction devices
[155]. Such an effect is in line with the observed EQE, and Jsc-sum, increase for the
2J device from dn-SiOx=10-20nm. It should be noted that Rs and Rsh, that directly
influence the FF , do not directly influence the EQE, which is measured under short
circuit conditions. However, if the underlying mechanisms that causes the resistances to
deteriorate introduces a barrier against charge carrier collection, this mechanism then can
limit both the EQE and Jsc as well as influence the FF [155].
Notably, the initial Voc*FF increase for dn-SiOx ≤30nm is consistent with two separate
series of nc-Si:H/a-SiGe:H and nc-Si:H/a-Si:H tandem devices, processed at the same
time undergoing the same change in dn-SiOx and exhibiting no significant change in cur-
rent matching conditions. These two series also exhibit an optimum Voc*FF in 20-35nm
range, as shown in Fig.8.14F.

Following this initial increase of Voc*FF , a steep drop occurs for both devices in the
dn-SiOx=30-40nm range. This drop is predominantly FF related, caused by a sudden
increase of Rs of about 50%. The origin of this Rs increase is not entirely clear.
Finally, for dn-SiOx ≥40nm, the Voc*FF is observed to slightly increase again. It should
be noted that in this range, for the 2J and 3J devices, the Voc and FF trends are in
competition. The Voc decreases continuously, likely as a result of an increased resistance
against carrier movement through the thicker n-SiOx:H layer. This can also be observed in
the aforementioned nc-Si:H/a-SiGe:H and nc-Si:H/a-Si:H devices, for which Rs increases
continuously with dn-SiOx, as shown in Fig.8.14G. For the 2J and 3J devices, FF increases
in this range, likely as a result of the increased current mismatch.
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8.2 Intermediate reflective layers

Qualitatively, the observed trends can be translated into two distinct design rules. The
Jsc’s of the sub cells show that varying dn-SiOx is an effective means of transferring cur-
rent between sub cells. The collective results suggest that for optimal Voc*FF a minimal
dn-SiOx is required in the range of 20-30nm. A further increase of dn-SiOx results in a
trade-off between Jsc and Voc*FF , although this effect can be mitigated to some extent
when the current matching conditions are taken into account during device design.
For this reason, quantifying this trade-off for dn-SiOx > 20nm is challenging. Keeping
that in mind, increasing dn-SiOx from 30 to 60nm for the 2J and 3J devices, for instance,
result in a Jsc increase in the nc-Si:H subcell of 2.8-5.6% and a Voc*FF decrease of 13-
51mV. For the nc-Si:H/a-Si:H and nc-Si:H/a-SiGe:H devices of Fig.8.14F this decrease is
14-20mV for an dn-SiOx increase from 20-50nm.

An additional observation can be made regarding the Jsc’s of the devices presented in
Fig.8.14B. The Jsc-sum of the 3J devices is about 3mA·cm-2 lower with respect to the 2J
devices. This same difference is observed in the multijunction devices with different dncSi
and IRL’s. Reflectance measurements presented Fig.8.14C, in which the front reflection
of 2J and 3J devices is plotted as a function of dn-SiOx, show that this Jsc loss is mainly
an optical effect. With the introduction of the a-Si:H junction, given the typical layer
thicknesses and the fact that no optimization has been performed regarding front-side
anti-reflection, strong interference effects occur. these interference effect lead to the
observed Jsc-sum loss in the 3J devices in reference to the 2J devices.

TCO based intermediate reflective layer

Next the use of a TCO as an IRL is investigated. If we consider Fig.8.15B, an increase
of dTCO does not show the expected Jsc increase in the nc-Si:H junction, despite a Jsc
decrease in the SHJ for both the 2J and 3J series. The EQE curves in Fig.8.15C provide
more insight. It seems that with increasing dTCO the reflection by the IRL does increase,
as absorption in the 680-820nm wavelength range is shifted from the SHJ to the nc-Si:H.
However, the overall EQE of the nc-Si:H junction is decreased. The EQE spectra of the
three individual subcells, as well as the sum of the 3 EQE’s and 1-R curve, of a 3J device
with (Fig.8.15E) and without (Fig.8.15F) TCO as an IRL are plotted. The difference
between 1-R and EQE-sum in the 650-1050nm is minimal for the device without TCO
and significant for the device with TCO.
The difference between 1-R and EQE-sum is a result of either parasitic absorption in
the TCO layer, or a reduced collection efficiency resulting from the TCO introduction. A
reduced collection efficiency seems most likely, since: 1. the TCO is positioned between
the nc-Si:H junction and SHJ, which means it is unlikely the parasitic absorption in the
TCO would significantly reduce absorption in the nc-Si:H junction, which is positioned
before the TCO layer in reference to the incident light. 2. the uniform EQE decrease of
≈0.2 occurs over the entire 650-1050nm wavelength region, where the nc-Si:H and SHJ are
absorbing, is consistent with effects observed in tandems devices with a collection barrier
introduced by a poorly performing TRJ [155]. 3. an electrical barrier against charge
carrier collection is consistent with the deterioration of the electrical device characteristics
observed in Fig.8.15A with TCO introduction. This Voc*FF decrease is predominantly
the result of a strong decrease of the Rsh with increasing dTCO. Fig.8.15D shows that
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Figure 8.15: Multijunction device characteristics as a function of dTCO. A presents the Voc*FF . B
presents the Jsc of all the individual junctions as well as the total Jsc-sum of the individual
subcells for the 2J and 3J devices, as obtained from EQE. The EQE diagram of the
3J devices, including only the nc-Si:H junction and SHJ, are presented in C. The shunt
resistance of three series of 2J devices, using an ITO, IWO and AZO IRL, are presented in
D. An EQE diagram of a 3J device, including all three subcells as well as the sum of three
subcells (dotted line) and 1-R curve dashed line is presented with (F) and without (E) TCO
used as an IRL.
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the Rsh decreased irrespective of whether ITO, room temperature IWO or AZO was used.
Moreover, the low Rsh persists even when shunting paths at the edges of the substrate
were eliminated, through additional masking steps or by physically isolating the cell from
the edges by cutting the wafer.
As the use of a TCO does not result in the desired transfer of current transfer between
subcells, and the Voc*FF deteriorates when a TCO is introduced, the use of a TCO as an
IRL in these monolithically integrated silicon-based multijunction devices does not appear
to be a desirable option.

Silver based intermediate reflective layer

Finally, the use of a thin metallic layer as an IRL is considered. Ag is used for its favourable
reflective and conductive properties. From Fig.8.16A-B, two things are apparent. First,
for both series the Voc*FF have clear optimum for dAg=2-3nm. This is predominantly a
result of a strong increase of Rsh for very thin Ag layers up to 2-3nm. Following this initial
improvement, the Voc*FF decreases continuously. Secondly, the introduction of a thin
silver film does not result in the desired shift of current from the SHJ to the nc-Si:H sub-
cell. In fact, with increasing dAg, the Jsc of the SHJ strongly decreases, while the Jsc of
the nc-Si:H subcell remains relatively constant, resulting in a strong decrease of Jsc-sum.
Fig.8.16C show that this is a result of an overall decrease of the EQE of the SHJ with dAg.

Both these effects are related to the Ag growth. At the low intended thicknesses con-
sidered in this section, the Ag does not result in the formation of a uniform layer. Rather,
Ag clusters are formed as can be observed in the SEM images in Fig.8.17. As a con-
sequence, the reported thickness in this section are intended thicknesses. The factual
average diameter (D), and standard deviation, of these clusters are indicated in Fig8.17.
As a consequence of the size and shape of the Ag nanoparticles, plasmonic resonance
occurs. The SEM images in Fig8.17 indicate that with increasing dAg, D increases and
the particles become more ellipsoidal. This observation serves as an explanation for a
number of the trends observed in the multijunction device characteristics.
For one, the plasmon resonance, so the position of maximum attenuation, is shifted to
higher wavelengths with increasing D [422]–[424]. This red-shift reportedly also occurs
for increasingly ellipsoidally shaped Ag nanoparticles [425], [426]. The absorption peak in
the EQE plot of the nc-Si:H subcell in Fig.8.16C is observed to red-shift with increasing
dAg. The 1-R inset shows that the shift of the EQE peak directly corresponds to a shift
of reflection with dAg.
Additionally, considering the overall quantum efficiency decrease of the SHJ with dAg. A
similar decrease has been observed before in the long-wavelength range for cells contain-
ing small nanoparticles [427]. The decrease can be attributed to reflection changes only
to a small extent, as can be observed in Fig.8.16C. However, in the 750-950nm wave-
length range, 1-R values are roughly similar, while the quantum efficiency for devices with
dAg ≥2nm is significantly reduced. The decrease therefore is a result of either increased
parasitic absorption, or decreased collection efficiency as a function of increasing dAg.
Most likely both effects have an influence on the observed device performance. It is widely
reported that the scattering cross section in reference to the absorption cross section of the
Ag nanoparticles increases with increasing D [423], [424], [426], [428]. A strong decrease
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Figure 8.16: Multijunction device characteristics as a function of dAg. A presents the Voc*FF . B presents
the Jsc of all the individual junctions as well as the total Jsc-sum of the individual subcells for
the 2J and 3J devices, as obtained from EQE. The EQE diagram of the 3J devices,including
only the nc-Si:H junction and SHJ, are presented in C, The inset in C shows the 1-R curves
of the 3J for the low-wavelength range.
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Figure 8.17: Optical images (top) of Ag on glass for different dAg. SEM images of Ag on textured Si
wafers for different dAg. Insets show SEM images at different magnification, as indicated
by the scale in the bottom-right inset. The average nanoparticle diameter (D) and standard
deviation are indicated at the bottom of the SEM images.

of the optical transparency can also be observed for the thin Ag films on glass in Fig.8.17.
Given these reports and the average particle size shown in Fig8.17, the nanoparticles will
cause significant parasitic absorption in our devices. A decrease of the collection efficiency,
on the other hand, is also likely considering both the strong decrease of the Voc*FF in
the dAg=4-8nm range as well as earlier reports of a FF decreases in thin films silicon
devices with increasing Ag nanoparticle size [424], [426]. The mechanism through which
the larger nanoparticles introduce the observed decrease in FF and collection efficiency is
not entirely clear. The Ag particles could negatively affect the subsequent growth of the
doped and intrinsic layers, which were not optimized to facilitate particles of such size.
Alternatively, considering the decrease of Rsh, the large particles could create additional
shunting paths. This could occur either through an increase of the average lateral con-
ductivity, facilitating the connection of spatially distributed shunting paths, or through
the creation of new shunting paths.

Regardless of the mechanisms involved, the design rules resulting from the experiments
presented in this section are straightforward. Introduction of a thin Ag layer does not result
in the desired IRL functionality. However, evidently, a TRJ-functionality could potentially
be improved, realizing a Voc*FF increase, by the introduction of a very thin Ag film, at
the cost of current generation in the junctions positioned at the back of the device.
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Figure 8.18: The J-V and EQE curves of the champion 2J and 3J devices. An EQE diagram of the
champion device, including all three subcells as well as the sum of three subcells and 1-R
curves dashed line is presented.

Champion autonomous high-voltage device

Finally, several 2J and 3J devices were processed with high voltage and champion con-
version efficiency. The J-V curves of the 2J and 3J devices with the highest conversion
efficiency, as well as the EQE curves of the 3J device are presented in Fig.8.18. Excellent
FF ’s in the range of 76-79% and Voc’s of over 1.1V and close to 2V are realized for the
2J and 3J devices, respectively. An SiOx-based IRL was applied at the interface between
the SHJ and nc-Si:H junction, with dn-SiOx=40nm. The sub-optimal Voc of the champion
3J device in Fig.8.18 is the result of a relatively thick wafer and relatively thick absorbers
in the range of da-Si ≈350nm and dnc-Si ≈4µm.
The sum of the Jsc’s of the individual junctions of the 2J device is around 36mA·cm-2.
For the 2J device the nc-Si:H junction is current limiting with a Jsc of 17.50mA·cm-2.
In the triple junction device, the nc-Si:H junction is also current limiting with a Jsc of
9.68mA·cm-2. This results in conversion efficiencies in the range of η=14.84-14.93%.
The conversion efficiency of 14.93% is a strong improvement over earlier reported con-
version efficiencies of 10.5% [29] and 12.7% [30] for such hybrid 3J c-Si/nc-Si:H/a-Si:H
devices that can be used for autonomous solar-to-fuel applications. In fact, to the best
of the authors knowledge, it is the highest reported conversion efficiency for an all-silicon
solar cell that generates at least 1V, for which the record initial efficiency is in the range
of 14.3-14.8% [54], [171]. Note that this excludes the 3J device from United solar, which
has an alloyed SiGe:H absorber [429].

Finally, considering the collective results presented in this work, we can reflect on the
potential of the c-Si/nc-Si:H/a-Si:H multijunction device. Regarding the Voc, the best
Voc’s recently achieved by the authors for single junction devices is around 700mv for the
SHJ, 510mV for the nc-Si:H junction and 910mV for the a-Si:H junction, while using
transparent rear-electrodes for the nc-Si:H and a-Si:H devices. The sum of the Voc’s is
round 2.13V. Considering a voltage loss of around 15mV per TRJ, a number that can be
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considered a realistic voltage drop for a well engineered TRJ [430] but that does not take
into account concessions in dnc-Si or dn-SiOx that might be required for current-matching,
a Voc of 2.1V could realistically be achieved.
In fact, among the champion devices processed a 3J was realized with Voc=2.04V and
a FF 80% for which unfortunately, due to technical difficulties, no EQE measurements
could be obtained. Such 3J devices with Voc*FF >1.6 are also presented in Fig.8.13 and
Fig.8.16.
Moreover, the EQE’s of the individual junctions in Fig.8.18 show that the photo-generated
current density is not evenly distributed amongst the different junctions. Additionally, a
large optical loss in the blue part of the spectrum in the 300-500nm wavelength region.
The 1-R curve, and the difference between the EQEsum curve and the 1-R curve, indicate
this to be a result of both relatively high front reflection as well as parasitic absorption
losses, presumably in the front TCO and p-doped window layer. Further optimization of
these layers in combination with the use of an anti-reflection coating, as well as improved
current matching, could yield a current limiting Jsc in the range of 11-12mA·cm-2.
Therefore, with further optimization, a hybrid all-silicon SHJ/nc-Si:H/a-Si:H 3J device
with Voc >2V and η >18% could realistically be achieved.

8.2.4 Conclusion
In this work, the results of over 65 silicon-based multijunction photovoltaic devices are
presented, with the purpose to explore different current matching approaches. The in-
fluence of absorber thickness as well as the thickness of different intermediate reflective
layers, based on silicon-oxide, various TCO’s and Ag, on the tandem SHJ/nc-Si:H and
triple junction SHJ/nc-Si:H/a-Si:H device performance was characterized. Based on these
experiments certain design rules can be formulated.
An increase of the nc-Si:H absorber thickness results in a continuous decrease of Voc*FF ,
while gains in Jsc are predominantly realized in the dnc-Si ≤3µm range. Consequently, it
would be advisable to keep dnc-Si ≤4-3µm. Of the different IRL’s, only the silicon-oxide
based IRL resulted in the desired absorption shift from the SHJ to the nc-Si:H junction.
For the TCO and Ag based IRL’s no current gain was observed in the nc-Si:H junction,
as the increased reflection by the IRL was counter-acted by a decreased charge carrier
collection efficiency. However, for a very thin Ag IRL, an increase of Voc*FF was realized
for the multijunction devices, at the cost of Jsc in the SHJ. Additionally, it was observed
that the FF is strongly influenced by the current matching conditions. For optimal device
performance, it would be advisable to intentionally introduce a minor current mismatch
in which the junction with the highest FF is current limiting.
Finally, taking these design rules into account, champion devices were processed. For the
triple junction SHJ/nc-Si:H/a-Si:H device a Voc ≈2V and η ≈15% are reported, which to
the best of the author’s knowledge is a record for an all-silicon multijunction device. Such
a conversion efficiency for a high-voltage wafer-based all-silicon 2-terminal multijunction
PV device opens the way for highly efficient autonomous solar-to-fuel synthesis systems.
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9.1 The versatile application of thin film silicon alloys in
multijunction devices

Manuscript in preparation ∗

Abstract
Electricity is projected to account for only about 20% of the total global primary energy
consumption in 2030. A logical next step is therefore the conversion of light into sus-
tainable and clean chemical fuels. A prerequisite for the development of an autonomous
solar-to-fuel synthesis device is a 2-terminal monolithically integrated multijunction PV
component that generates sufficient voltage to drive the desired electrochemical reduction
reaction.
In this work, the front p-type contact and nc-Si:H absorber, integrated into most all-silicon
multijunction devices, are investigated and the flexible application of earth abundant and
chemically inert silicon and silicon-germanium alloys is demonstrated in two distinct device
architectures. In these architectures up to 4 different junctions are combined, yielding a
Voc range of 0.5V to 2.8V. This broad band of Voc’s can facilitate the development of a
range of wireless and stand-alone photo-electrochemical devices by fulfilling the voltage
requirement for a range of electrochemical reduction reactions and electrocatalysts.

∗Thierry de Vrijer, Ashish Binani, David van Nijen, Thijs Blackstone, Federica Saitta, Sander Miedema,
Harsh Parasramska, Steven J. Roerink, Maik Wiering, Gianluca Limodio, Arno H.M. Smets, “The
versatile application of thin film silicon alloys in multijunction devices” In preparation
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9.1.1 Introduction

For the past decades, solar energy research has primarily focused on improving the light-to-
electricity conversion efficiency of photovoltaic (PV) devices. As a result, the conversion
efficiency achieved for a silicon solar cell in a research facility of 26.7% [431] is admirably
close to the theoretical limit of about 29.4% [432] and PV is the cheapest source of
electricity in many parts of the world [11]. However, electricity is projected to account for
only about 20% of the total global primary energy consumption in 2030 [433].
A logical next step is therefore the conversion of light into sustainable and clean chem-
ical fuels, which plays a dominant role in the primary energy consumption. Different
architectures can be considered for such solar-to-fuel synthesis systems, ranging from a
full decoupled PV-Electrolyser system to a fully integrated photoelectrochemical (PEC)
device [29]. The latter can, while more complex, facilitate the development of compact,
easily produced units that have less wiring and fewer parts, providing ease of installation
and excellent scalability.

A prerequisite for such a PEC device is that the PV component generates sufficient
voltage to drive the desired electrochemical reduction reaction. In addition to the PEC-
reduction of H2O to H2, which has been demonstrated in lab scale devices [34], [434],
increasing attention has been devoted recently to the electrochemical reduction of CO2
(and H2O) to hydrocarbon fuels like formaldehyde, formic acid, methanol and methane.
These hydrocarbons have the benefit of a higher volumetric energy density and better
compatibility with existing infrastructure and engines. The reduction of water requires
fundamentally different reaction potentials in reference to each of the CO2 reduction path-
ways [265]. In addition to the fundamental reaction potential, overpotentials associated
with the particular device design [35], [435] and the J-V characteristics of the used elec-
trocatalysts [436], [437] are required for efficient PEC operation. An open circuit voltage
(Voc) of around 2V has been demonstrated to be sufficient for a stand-alone PEC water
splitting device [29], [35], but larger potentials are required for the various CO2 reduction
pathways.

Multijunction (MJ) PV devices can accommodate this need for a flexible output volt-
age. By combining 2 or more junctions with varying bandgap energies the output voltage
can be tuned. In this work, using alloys based on silicon (Si), the most earth abundant
and chemically inert of all materials used for PV applications [168], the Voc of a range
of single and multijunction PV devices is studied. These device include hybrid c-Si and
thin film (TF) Si and silicon-germanium (SiGe) multijunction devices as well as devices
exclusively based on TF-Si(Ge) alloys.
Several optimizations for these silicon-based monolithically integrated 2-terminal multijuc-
tion PV devices have been performed in earlier work. The textures used for the c-Si/TF-Si
devices and all-TF-Si devices were developed in [153] and [438], respectively. The inter-
faces between the different junctions were studied extensively in [155] and [152], where the
tunnel recombination junction and use of intermediate reflective layers were investigated.
Moreover, the growth of SiGe and the optimal profiling of SiGe for use in PV devices
was explored in [156]. In addition to these optimizations, in this work, an optimization
of the front p-type (p-) contact and nanocrystalline (nc-) Si absorber are presented in
section 9.1.3 and section 9.1.4, respectively. A wide range of Voc’s for different MJ device
architectures are presented in section 9.1.5,
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Figure 9.1: Schematic structure of the single junction thin film silicon devices on textured glass (TF-Si,
left), multijunction TF-Si devices on textured Si wafers (TF-SI MJ, centre) and hybrid c-Si
and TF-Si multijunction devices (c-Si/TF-Si, right).

Table 9.1: PECVD processing conditions
PRF p TS FSiH4 FGeH4 FH2 FCO2 FPH3 (2%) FB2H6 (0.02%)

(mW·cm-2) (mbar) (◦C) (sccm) (sccm) (sccm) (sccm) (sccm) (sccm)
i-a-SiGe:H 27.8 3.6 180 30 0.2-4.3 200 - - -
i-a-Si:H(H) 62.5 10 120 2.4 - 200 - - -
i-a-Si:H(L) 19.5 0.7 180 40 - - - - -
i-nc-Si:H∗ 278 4 180 1.2/3.3 - 120 - - -
i-nc-Si:H (seed)† 243.1 2.2 180 0.8 - 170 - - -
p-nc-SiOX:H (window) † 83.3 2.2 180 0.8 - 170 2.2 - 25
p-nc-Si:H (contact) † 243.1 2.2 180 0.8 - 170 - - 20

p-nc-SiOX:H‡ 83.3 2.2 180 0.8 - 170 2.2 - 10
p-nc-SiOX:H+‡ 83.3 2.2 180 0.8 - 170 2.2 - 50
n-nc-SiOX:H 76.4 1.5 180 1 - 120 1.6 2 -
n-nc-Si:H 76.4 1.5 180 1 - 120 - 3 -
n-a-Si:H 27.8 0.6 180 40 - - - 11 -

9.1.2 Experimental section

All devices in this work are process in n-i-p substrate configuration. The single junction
devices presented in sections 9.1.3 and 9.1.4 are processed on a textured glass substrate
with a transparent conductive oxide (TCO) back contact consisting of 700nm aluminium-
doped zinc-oxide. These back reflector-less substrates are similar to those used in [156].
This situation with minimal back reflection provides the most straightforward relation
between the variations in p-type contact and nc-Si:H absorber and the J-V characteristics
of the PV cells. Moreover, it better represents the light absorption performance of the
single junction used in a multijunction configuration.
For the TF-Si multijunction devices, textured c-Si wafers with a periodic honeycomb
texture were used. 300 nm SiO2 is processed on the honeycomb textured wafers to
electrically isolate the wafer from the TF-Si solar cell followed by a back contact consisting
of 500nm Ag and 150nm indium-doped tin-oxide(ITO). More detail about the development
of the texture and substrates is provided in [438]. The hybrid c-Si/TF-Si devices are
processed on textured 300µm thick n-type mono-crystalline silicon wafers. The wafers
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9.1 Silicon alloys in multijunction devices

are textured using consecutive alkaline and acidic etching steps. The device architecture
is similar to the one used in [155] and [152]. The three different device architectures are
schematically visualized in Fig.9.1.
The devices are processed using a radiofrequency PECVD cluster tool. Precursor gas
flow rates are indicated by (Fgas). The PECVD processing conditions are reported in
table9.1. Diborane (B2H6) and phosphine (PH3), the precursors for p- and n-type doping
respectively, are diluted in H2 as indicated in table9.1. Silane (SiH4) and carbon-dioxide
(CO2) are used as silicon and oxygen precursors, respectively. The germanium content in
the a-SiGe:H absorbers is profiled in the growth direction by varying FGeH4 at a constant
FSiH4. In this work, the ratio of the i/p to the i/n region width is set at 0.25, with a
plateau region of 25% of the absorber width and a peak flow rate of FGeH4=4.3sccm.
This profile is the results of an optimization performed in [156].

The external quantum efficiency (EQE) of the single junction devices was obtained
using an in-house EQE setup. By weighing the EQE spectra with the AM1.5G solar
spectrum, the short-circuit current density (Jsc) of the individual junctions was obtained.
The J-V curves of the devices are measured at 25◦C using an AM1.5G solar simulator.
On each sample, 24 individual 16mm2 cells are processed. All 24 cells are measured
and the results presented in this work are the average of the five best cells. Finally, an
inVia confocal Raman microscope with a laser operating at a wavelength of 514nm was
used for the Raman measurements. The crystallinity was determined from the Raman
measurements using the approach described in [159].

9.1.3 Window layer optimization
For optimal operation, the p-type layer at the front of the device should combine optical
transparency with excellent transverse charge carrier conduction from the intrinsic absorber
to the metal contact. p-type hydrogenated (:H) nanocrystalline silicon-oxide (p-nc-SiOx)
has demonstrated this [49], [91], [439]. The SiOx phase has a high bandgap energy (EG),
resulting in low parasitic absorption losses, and the crystalline phase facilitates transverse
conductivity. In addition to these two properties, it has been demonstrated in silicon het-
erojunction devices that a low activation energy (Eact) is required for good energetic band
alignment between the p-layer and transparent conductive oxide (TCO) [410]. Combining
these different properties, high EG, high crystallinity and low Eact, has proven challenging
in a single layer [159], [406]. The use of a separate low-Eact contact layer between the
p-nc-SiOx layer and TCO could therefore provide a potential solution.
The challenges associated with processing high-performance p-nc-SiOx layers are differ-
ent for devices grown in a p-i-n superstrate architecture compared to a n-i-p substrate
architecture. For p-i-n devices, where the intrinsic absorber layer growth follows that of
the p-layer, unintentional doping of the intrinsic layer as a results of boron diffusion poses
a significant challenge [440]. In n-i-p devices, where the p-layer is grown on top of the
amorphous (a-) intrinsic layer, facilitating crystal nucleation in first nanometres of the
p-nc-SiOx layer growth, crucial for charge carrier conduction, is challenging [49], [441]. A
separate nucleation layer, or seed layer, at the i/p-interface can promote crystal formation
in the first nanometres.

To investigate the influence of these different layers in the p-layer stack on device
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Figure 9.2: Voc (top, blue circles), FF (top, red diamonds) and EQE curves (bottom) as a function of
dseed (left), dwindow (centre-left), dcontact (centre-right) and dTCO (right). Jsc values are
indicated in the EQE plots. 1-R curves are indicated by the dashed lines in the EQE plots.
When not varied, dseed=5nm, dwindow=12nm, dcontact=4nm and dTCO=75nm.
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9.1 Silicon alloys in multijunction devices

performance, single junction a-Si PV devices are processed in which the thickness of
the different layers are varied. The TF-Si devices, and p-layer stack specifically, are
schematically visualized in in Fig.9.1. The Voc and FF (top) as well as the EQE curves
and Jsc values (bottom) as a function of the seed layer thickness (dseed), p-nc-SiOx
thickness (dp-SiOx), contact layer thickness (dcontact) and TCO thickness (dTCO) are
presented in Fig.9.2. Several important observations can be made from the results.

1. The use of a seed layer is essential for achieving a high Voc*FF product. A seed
layer with dseed=6nm increases the FF by over 14% absolute and Voc by over 10mV, in
reference to the device without contact layer. A further increase of dseed results in an
additional FF increase of about 1.5% but a significant Voc decrease. It should be noted
that, due to an issue with the n-nc-Si layer at the back of the device, no trend can be
observed in the EQE curves and reported Voc’s are lower than the other experimental
series.

2. An increase of dp-SiOx results in an continuous increase of FF and Voc, within the
experimental range. The Voc*FF increase is accompanied by a decrease of Jsc. Consider-
ing the minimal differences in the 1-R curves as a function of dp-SiOx, and the continuous
decrease in the 300-550nm wavelength range in the EQE curves, the loss in Jsc is likely
the result of increased parasitic absorption. Over the entire dp-SiOx=6-21nm range, a
loss of about 0.9 mA·cm-2 is observed. There are two main potential reasons for the
Voc*FF increase with dp-SiOx. First, from an energetic band alignment perspective, the
improvement can be the result of improved band bending at the i/p-interface. Improved
band bending and associated improvements in Voc and FF , with increasing dp-SiOx, has
been demonstrated for the use of p-nc-SiOx in silicon heterojunction devices, through
numerical simulations, assuming constant p-nc-SiOx properties in the growth direction
[410]. Alternatively, from a processing perspective, the improvement can be the result of
the evolution of different material phase fractions in the growth direction. The crystalline
filamental growth in p-nc-SiOx develops in the growth direction [36], [59], [61], [109],
improving transverse charge carrier conduction with increasing thickness [159]. Improved
carrier conduction, especially an improvement in the transverse direction with respect to
the lateral direction, can reduce recombination losses and increase Voc and FF . Addi-
tionally, it has been suggested that higher active dopant concentrations are achieved for
higher crystalline phase fractions [159], as the dopants favourable reside in, or on the
surface of, crystalline grains in reference to the amorphous-Si phase [99], [100]. Higher
dopant concentration results in lower Eact, which can improve Voc and FF [410].

3. The use of a contact layer is essential for achieving high Voc*FF product. The
use of a 3nm contact layer, in reference to the device without contact layer, results in a
4% absolute FF increase and a Voc boost of over 50mV. Further increasing dcontact to
7-9nm results in an additional, yet smaller, absolute FF increase of 2% and a maximum
Voc increase of up to 10 mV. Again the increase of Voc*FF comes at the cost of Jsc,
due to increased parasitic absorption losses. Over the entire range of dcontact=0-9nm, a
significant Jsc loss of 1.8 mA·cm-2 is observed. This Jsc loss of about 0.2 mA·cm-2

per nm dcontact is significantly higher than the parasitic loss for the p-nc-SiOx layer of
approximately 0.06 mA·cm-2 nm-1. This is to be expected, as the p-nc-Si contact layer
has a significantly lower optical bandgap energy of E04=1.95eV compared to the 2.3eV
of the p-nc-SiOx layer, as obtained from spectroscopic ellipsometry measurements.

4. Variations in dTCO, within the experimental range, do not have a significant effect
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9 Silicon alloys in multijunction devices

on the Voc and FF values. The Jsc, on the other hand, decreases continuously with
increasing dTCO, by about a total of 0.7 mA cm-2, for a 60 to 85nm dTCO increase. The
change in Jsc seems to be predominantly related to a change in reflection, rather than
parasitic absorption as with the dp-SiOx and dcontact variations. The change in reflec-
tion with dTCO is likely a result of a change in interference behaviour in the thin TCO
film, with optimal destructive interference in the 300-500nm wavelength range observed
for dTCO=60nm. A similar thickness series with a indium-tungsten-oxide TCO, not pre-
sented here, showed a similar EQE-trend and an optimal thickness of dTCO=65nm.

Considering these four observations, some design rules can be formulated for the front
contact of n-i-p substrate devices. For optimal operation, dTCO should be around 60-
65nm and both a seed layer at the i/p-interface and contact layer at the p/TCO-interface
should be included. A thickness of approximately dseed=6nm appears optimal. dcontact
should be in the 2-3nm range, considering the steep Jsc loss and the large Voc *FF gain
in this range. In terms of maximum conversion efficiency, the optimal dp-SiOx is around
9nm, as the Jsc-loss for further increasing dp-SiOx outweighs the Voc*FF gain.
It should be noted that the observation regarding the optimal dp-SiOx, and to a lesser
extend the optimal dcontact, is valid only for single junction devices. The Voc of a MJ
device can be expected to be equal to the sum of the Voc’s of the individual junctions,
minus a Voc-loss for each tunnel recombination junction. This means that a Voc boost of a
single junction device should result in a similar Voc boost when that junction is integrated
in a MJ device. The same is not true for the Jsc however. Light is divided over the
different junctions in a MJ device. Simply put, under current matched conditions, the
Jsc gain of a single junction device will only results 1 over the total number of junctions
in the MJ device. Determining the effect of a FF gain in a single junction device on
MJ device performance is more complex. The FF of a MJ device can, simplistically and
under perfect current matching conditions, be understood to be a result of the collective
resistances in the different junctions [152]. However, under current-mismatch conditions
the current limiting junction has a dominant influence on the FF of the overall MJ device
[411] and the FF generally increases with increasing current mismatch between junctions
[411], [412]. This means that in a MJ configuration, in reference to a single configuration,
thicker p-nc-SiOx layers might be favourable as the gain in Voc and FF can outweigh the
gain in Jsc. This effect will be stronger with an increasing number of junctions integrated
in the MJ device.

9.1.4 nc-Si:H absorber optimization
Nano-crystalline silicon is a heterogeneous material in which silicon crystals are embedded
in an amorphous silicon phase. It is widely reported that device quality nc-Si:H is obtained
for plasma conditions near the crystalline-to-amorphous transition regime [145], [442]–
[447], and, additionally, that this transition regime is usually found within a very narrow
processing window [442], [443]. Most processing conditions can affect the transition from
nc-Si:H to a predominantly amorphous material [74], including the deposition temperature
[440], [446], pressure [446], excitation frequency [145], [416] and electrode gap [145]. The
silane concentration (SC), the ratio of the silane flow rate (FSiH4) to the hydrogen flow
rate (FH2), SC = FSiH4/(FSiH4 + FH2), and the deposition power (PRF) are generally
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Figure 9.3: EQE curves (top, left) and Raman shift plots (top, right) and device characteristics (bottom)
as a function of FSiH4. Crystallinity (χC) values as a function of FSiH4 are indicated in the
Raman plot. All samples are processed at PRF=35W.

reported to be most influential. For this reason, in this section, the influence of these two
processing conditions on the performance of single junction nc-Si:H devices is investigated.

First, we consider the influence of silane concentration used during i-nc-Si:H absorber
layer deposition on the performance of single junction n-i-p solar cells. The cells are
processed on a transparent AZO back contact. A thin incubation layer (SC=1%) is used
for all i-nc-Si:H depositions and the deposition times are adjusted such that all nc-Si:H
absorber have a constant thickness of ≈3µm. The results of variations in FSiH4, processed
at a constant FH2 of 120sccm, are presented in Fig.9.3. FSiH4 is varied from 2.9sccm
(SC=2.36%) to 3.7sccm (SC=2.99%). The Raman spectra, measured from the p-side,
show that the c-Si peak at 520cm-1 continuously decreases in reference to the amorphous
silicon transverse optic mode at 480cm-1 with increasing FSiH4. This continuous decrease
of the crystallinity (χC) with increasing silane concentration crystallinity has been well
established [90], [444], [446], [448], [449].
A significant change in χC can be observed when FSiH4 is varied from 3.3sccm to 3.5sccm.
Even though ∆SC is only 0.15%, a significant change in the crystallinity of about 30%
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absolute can be observed. This very sharp transition from a-Si:H to nc-Si:H for minor
changes in the silane concentration is in line with earlier reports [444], [447], [450]. The
transition of the dominant material phase fraction from crystalline to amorphous silicon
strongly affects the characteristics of the nc-Si:H solar cells. It can be observed in Fig.9.3
that increasing FSiH4 beyond the crystalline to amorphous transition results in a signif-
icant Jsc drop of about 8 mA·cm-2. The EQE spectra show that the Jsc loss occurs
both in the blue (λ <600nm) and in the infrared (λ >700nm)part of the spectrum, which
is in line with [444], [451]. The loss in the infrared is likely related to the higher bandgap
energy of a-Si:H in reference to nc-Si:H, resulting in an average absorption probability
decrease for the low energy infrared-photons with increasing amorphous phase fraction.
The loss in the blue part of the spectrum is likely related to poor charge carrier collection.
Generally, the defect density in the amorphous phase is relatively large in reference to the
crystalline phase and consequently, the recombination probability in a-Si:H is relatively
high. Considering that the majority of the high energy blue photons will be absorbed
near the i/p-interface, the poor collection efficiency of electron-hole pairs generated upon
blue-photon absorption can be understood to be significantly reduced in these relatively
thick predominantly amorphous absorber layers. This poor collection efficiency translates
into a high series resistances and the poor FF that is observed for FSiH4 >3.3sccm. The
Voc is the only parameter that does not show a significant change at the nc-Si:H to a-Si:H
transition regime, but rather decreases continuously with crystalline volume fraction. The
highest conversion efficiency is obtained at FSiH4 >3.3sccm, just before the nc-Si:H to
a-Si:H transition.

We then consider the device characteristics as a function of PRF, which are presented
in Fig.9.4. The Raman spectra show that the χC increases with PRF, which is in line
with [69], [444]. Again a sharp transition from a predominantly crystalline to amorphous
phase is observed. The χC decreases by approximately 30% for only a 3W change in PRF.
A similar 3W increment or decrement only yields a change of approximately χC=4%.
This demonstrates the sensitivity of this transition threshold to minor variations in the
processing window. Similar to the FSiH4 series, following the nc-Si:H to a-Si:H transition,
significant losses in the blue and infrared red part of the spectrum are observed, resulting
in a significant Jsc decrease. The FF also decreases strongly following the transition, by
almost 20%(!) absolute.
Similar to the FSiH4 series, the Voc is not as strongly affected by the transition. In fact, if
we consider the combined results in Fig.9.5(left), the Voc shows a near linear dependency
on χC, as indicated by the dashed line, with the exception of the two samples from the
PRF series with very low χC <25%. This linear decrease of Voc with crystallinity is in line
with earlier reports [145], [444], [446], [450].
The highest conversion efficiency as a function of PRF is again obtained near the crystalline-
to-amorphous transition. If we consider the conversion efficiency as a function of χC, as
presented in Fig.9.5(right), it can be observed that for both the FSiH4 series and PRF
series, the highest conversion efficiencies are achieved for χC ≈60%, which is in line with
earlier reports [74], [145], [447].
While the best performance is obtained right at the nc-Si:H to a-Si:H transition, the con-
sequences for passing the threshold are significant. A processing window should therefore
be chosen as close to the transition regime as equipment dependent control over the
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process and sample to sample fluctuations allow.

9.1.5 Range of thin film devices
In this section the flexible application of thin film silicon alloys in a range of single and
multijunction devices is demonstrated. The optimizations performed in sections9.1.3 and
9.1.4, as well as those preformed in [152], [155], [156], [159], have resulted in the process-
ing conditions reported in table.9.1. Two different silicon-based monolithically integrated
2-terminal multijuction PV device device architectures are presented in this section. The
hybrid c-Si/ TF-Si devices are processed on significantly smoothened pyramidal features
(the ¡111¿ crystal orientation) [153], while the TF-Si multijunction devices are processed
on silicon wafers with honeycomb features with a 3 micron period [438]. The different MJ
device architectures are schematically shown in Fig.9.1 and cross-sectional SEM images
are presented in Fig.9.6. Colour has been partly added to the SEM images to highlight
the different layers in the MJ stack.
Fig.9.6 shows a range of MJ devices processed in this work combining different silicon al-
loys in the c-Si/TF-Si (left) and TF-Si (right) device architectures. 3 lines are present for
each device architecture. Of these, the two solid lines indicate the highest measured Voc
and the Voc of the device with the highest Voc*FF product processed in our lab. High-
est measured Voc’s are also indicated next to the device architectures. The dashed line
indicates the Voc of devices with the highest reported conversion efficiency, an overview
of which is presented in table 9.2. Several observations can be made from this visual.

1. For this work, silicon alloys are used with different material phases. These range
from c-Si wafers and a-Si:H layers to the nc-Si:H characterised in the preceding section.
Additionally, a-SiGe:H absorbers as used. Fig.9.6 shows that, when used in single junction
device, Voc’s generated by these alloys vary from 520mV for nc-Si:H to 710mV for a c-Si
SHJ device and 910mV for an a-Si:H single junction device. The Voc of a single junction
a-SiGe:H device depends strongly on the Ge-fraction.

2. By combining these 4 alloys and by extending the number of junctions from 1 to 4,
a significant Voc range of over 2.1V (0.71V-2.83V) has been achieved for the SHJ/TF-Si
devices and 1.75V (0.52-2.27) for the TF-Si devices. If we consider the potential of the
TF-Si 4j device, for which a 2.82V Voc is reportedly achieved [452], a Voc range of 2.31V
(0.51-2.82V) can be realized with 4 Si(Ge)-based junctions.

3. Through the combination of a different number of junctions based on different
Si(Ge)-alloys, a relatively continuous range of Voc’s can be realized. The combinations
presented in Fig.9.6 are by no means exhaustive. The gaps in the Voc range could be
bridged by different MJ architectures. The SHJ+a-Si could, for instance, easily generated
a Voc of 1.6V with some optimization. Additionally, if a Voc is required between that of
the triple junction (2.05V) and quadruple junction (2.83V) c-Si/TF-Si devices, a SHJ/nc-
Si/nc-Si/a-Si device could be processed, which would approximately yield 2.5V.

4. A significant ∆Voc can be observed between highest Voc and Voc of the device with
highest Voc*FF , especially for the both quadruple junction and TF-Si 3J devices. Lacking
dedicated optimization, relatively large Jsc mismatches occur for these devices. As a con-
sequence, due to current mismatch related FF -compensation, the FF dominantly affects
Voc*FF . Dedicated optimization of each particular device architecture should minimize
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Figure 9.6: Voc range of different single- and multijuction PV device architectures. Top row indicates SHJ
and hybrid SHJ and thin film silicon (SHJ+) multijunction devices. Bottom row indicates
thin film silicon devices. Cross-sectional SEM images indicate the device architectures of the
SHJ+ and thin film silicon multijunction devices. Colours added in the SEM images represent
different materials, as indicated by the legend. In the Voc range, 3 lines are present for each
device architecture. Of these, the two solid lines indicate the highest measured Voc and the
Voc of the device with the highest Voc*FF product processed in our lab. Highest measured
Voc’s are also indicated next to the device architectures. The dashed line indicates the Voc of
devices with the highest reported conversion efficiency, an overview of which is presented in
table 9.2. Dashed lines are absent from the SHJ/nc-Si and SHJ/nc-Si/a-SiGe/a-Si devices,
which, to the best of the authors knowledge, have not been processed before. Dashed lines
is also absent from the a-SiGe single junction devices, for which the Voc strongly depends on
the used stoichiometry, is reported in [156]. 271
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Table 9.2: Reported Voc’s of the devices with the highest conversion efficiency. Voc range of 1J a-SiGe
devices does not present record Voc’s, but rather the Voc range as a function of Ge fraction.

Voc Ref.
nc-Si 0.550 [453]
a-SiGe∗ 0.56-0.76 [156]
a-Si 0.910 [421]
nc-Si+a-Si 1.420 [54]
a-SiGe+a-Si 1.54 [454]
a-Si+a-Si 1.807 [455]
nc-Si+nc-Si+a-Si 1.922 [171]
nc-Si+nc-Si+a-SiGe+a-Si 2.82 [452]
SHJ 0.749 [456]
SHJ+nc-Si 1.19 [152]
SHJ+a-Si 1.47 [457]
SHJ+nc-Si+a-Si 2.05 [152]
SHJ+nc-Si+a-SiGe+a-Si 2.83 this work

the ∆Voc between the two reportedVoc values, as the SHJ/nc-Si/a-Si device, optimized
in [152], demonstrates.

Fig.9.6 demonstrates the range of Voc’s that can be realized by combining earth abun-
dant and chemically inert silicon-based alloys in different wireless MJ architectures. The
figure and the Voc’s presented therein, can be used as a framework for selecting a suit-
able device architecture for a range of prospective electrochemical reduction reactions and
electrocatalysts.

9.1.6 Conclusion
A prerequisite for the development of stand-alone solar-to-fuel synthesis devices is a 2-
terminal monolithically integrated multijunction PV component that generates sufficient
voltage to drive the desired electrochemical reduction reaction.
In this work, the front p-type contact and nc-Si:H absorber, integrated into most all-silicon
multijunction devices, are investigated. The influence of the p-type contact, consisting of
an i-nc-Si:H seed layer, p-nc-SiOx:H layer, p-nc-Si:H contact layer and TCO, on the per-
formance of single junction amorphous silicon devices is characterized. It is demonstrated
that the presence of each of these layers in the p-layer stack is crucial for performance,
and that all layers exhibit a different degree of trade-off between the Voc and FF on the
one hand, and the Jsc on the other.
Moreover, the influence of the silane concentration and deposition power on the devel-
opment of crystalline growth in nc-Si:H absorbers was characterized. It was demon-
strated that optimal device performance is achieved for a processing window close to the
nanocrystalline-to-amorphous transition regime, where crystallinity values of around 60%
are obtained. The transition regime is rather abrupt and large changes in crystallinity and
device performance are found for minor variations in the processing window.
Finally, the flexible application of earth abundant and chemically inert silicon and silicon-
germanium alloys is demonstrated in two distinct device architectures, combining up to
4 different junctions, yielding a Voc range of 0.5V to 2.8V. This broad band of Voc’s can
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facilitate the development of a range of wireless and autonomous photo-electrochemical
devices by fulfilling the voltage requirement for a range of electrochemical reduction re-
actions and electrocatalysts.
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10.1 From photovoltaic to photo-electrochemical
device: a study of micropore processing, size and
distribution

Manuscript in preparation ∗

Abstract
The synthesis of chemical fuels, using sustainably generated electricity, is essential for
realizing a zero-emission energy system. For the most integrated photovoltaic (PV)-
electrochemical applications a two-terminal, monolithically integrated multijunction PV
device based on group-IV elements is the most realistic candidate. Converting such a
multijunction PV device into a photoelectrochemical (PEC) device capable of continuous,
autonomous stand-alone operation, requires the use of electrocatalytically active contacts
and the development of micropores through the PV device to prevent large pH-gradient
related overpotentials.
In this work the influence of the size and distribution of micropores on the photovoltaic
performance and electrochemical performance of a PEC device is simulated. Additionally,
the resolution and taper of mircopores processed through pulsed laser drilling and deep
reactive ion etching are compared. Finally, the successful processing of Pt microdots with
a 2µm diameter and 5% surface coverage is demonstrated.

∗Thierry de Vrijer, Mohammed El Makkaoui, Sander Miedema, Arno H.M. Smets “From photovoltaic to
photo-electrochemical device: a study of micropore processing, size and distribution” In preparation
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10.1.1 Introduction

The synthesis of chemical fuels, using sustainably generated electricity, is an essential
puzzle piece in the transition towards a zero-emission energy system. Solar photovoltaics
(PV) is the cheapest source of electricity in many parts of the world [11], and is projected
to play a dominant role in our future energy system[3]–[5]. Solar-to-fuel synthesis systems
are therefore receiving increasing interest. Such systems can take many forms [29]. Fully
decoupled PV-inverter-electrolyser systems can benefit from mature and readily avail-
able components that can be optimized separately. Fully integrated photoelectrochemical
(PEC) devices, on the other hand, require more complex optimizations, but facilitate the
development of compact, easily produced, potentially cheaper units that have less wiring
and fewer parts, providing ease of installation and excellent scalability.

For the most integrated PV-electrochemical (EC) and PEC applications there is, realis-
tically, only single candidate for the PV component. This is a two-terminal, monolithically
integrated multijunction PV device based on group IV elements. A monolithically inte-
grated two-terminal design facilitates the processing of catalyst materials on either side
of the PV device to facilitate the respective EC oxidation and reduction reactions. A mul-
tijunction PV device is required to generate sufficient voltage to drive the EC-reactions.
The PV device should be based on group IV elements like silicon and germanium, which
possess an inherent chemical stability absent in all other semiconductor PV technologies.
The chemical stability of III-V-, chalcogenide- and perovskite-based semiconductors is fun-
damentally limited, in reference to silicon, owing to the chemical complexity introduced
by the use of elements from different groups and periods [168].

All-silicon multijunction PV devices have already demonstrated the ability to generate
sufficient potential for water splitting [29], [30], [35], [417]. An open circuit voltage (Voc)
of over 2V and a PV conversion efficiency close to 15%[152] have been demonstrated for
a hybrid crystalline silicon (c-Si)/thin film silicon triple junction PV device. The applica-
tion of such a PV device is not limited to water splitting. In recent work, through the
flexible use of different group IV alloys in different device architectures, Voc’s has been
demonstrated ranging from 0.5V to over 2.8V for thin film silicon and hybrid c-Si/thin
film silicon device architectures [458]. Such voltages not only provide potential routes
towards the (photo)electrochemical reduction of H2O to H2, but also of CO2 (and H2O)
to chemical fuels like syngas, formaldehyde, formic acid, methanol and methane, which
each require different reaction potentials [265].

A number of steps are required for the use of a PV cell in an integrated autonomous
solar-to-fuel synthesis system. For one, the positive and negative contacts on the PV
junctions should facilitate the oxidation and reduction reactions. This means that elec-
trocatalytically active contacts should be used that require minimal overpotentials. As
a consequence, rather than the Al or Ag contacts conventionally used for PV, Ir and
Pt contacts should be used instead, in the case of water splitting operation under basic
conditions [459]. Additionally, for continuous, autonomous stand-alone operation, pores
should be developed through the PV device to prevent pH gradient formation due to
long-distance ion transport [34], [35].
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Figure 10.1: SEM image of the surface of a porous substrate with Dp, Pp and dmax schematically
indicated.

In this work, the different considerations for the design and development of the micro-
pores and electrocatalytic contacts for an all-silicon autonomous solar-to-fuel device are
discussed. In section 10.1.2 simulations are performed to determine the optimal size and
spacing of the micropores from both a PV and electrochemical perspective. Additionally,
the advantages and limitations of different methods for pore processing are evaluated. In
section 10.1.3 Pt contact design is discussed and the successful processing of the contacts
is demonstrated.

10.1.2 Micropore design
In earlier work it was demonstrated that a monolithic 2-terminal design in which micropores
were developed through the PEC cell can reduce the required overpotential by several
hundreds of millivolts in reference to a wired PEC design or a wireless pore-free design [35].
This is because only for such a design are the ion transport distances and consequently
ionic ohmic losses minimal, especially for technologies with low operational currents [34],
[35], [435]. Additionally, a very strong dependence of the PEC performance on the period
(Pp) and diameter (Dp) of pores was demonstrated [35].

The relation between pore design and PEC performance can best be understood by
considering the influence of the pores on the PV performance and EC performance sepa-
rately. For PV performance, the introduction of pores results in a loss of photoactive area
and consequently a loss of generated photocurrent (Jph). In fact, it was demonstrated
that approximately 99% of the losses in Jsc, following the development of pores in in
a PV device, were related to the loss in photoactive area [34]. This indicates that the
losses in Jph can be accurately approximated by the overall surface coverage of the pores
(θp), assuming that the difference between the entry and exit diameter of the pores is
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minimal. Under this assumption the loss in generated photocurrent of a porous device in
reference to a non-porous device (Jph-porous/Jph-max) can therefore be assumed equal to
1-θp. Considering the schematic drawing in Fig.10.1, θp can be expressed as:

θp =
(

1
4πD

2
p

P 2
p

)
(10.1)

Using Eq.10.1, the effect of Pp and Dp on Jph-porous/Jph-max, as a function of pore
size and distribution, is visualized in Fig.10.2.

The relation between pore size and distribution and EC performance is more complex.
Proton transport can be considered a two-step process, where 1. a proton travels from its
point of generation on the surface to a pore and 2. travels through the pore. The resistive
losses associated with step 1, the surface transport step, can intuitively be understood to
be related to the maximum distance (dmax) a generated proton has to travel to reach a
pore. From Fig.10.1 it can be observed that dmax will decrease if either Dp is increased or
Pp is decreased. On the other hand, losses resulting from the in-pore transport, step 2, are
the results of resistance against transport in the pores. This resistance can, considering
fluid dynamics, be understood to depend on Dp and the length of the pores. The pore-
length in this work is mainly determined by the thickness of the wafer of ≈300µm, as all
supporting layers combined amount to ≤5µm. It was demonstrated that in-pore transport
losses can greatly be reduced at reduced thickness of the PEC cell [35]. In fact, the
PV performance would also benefit from using thinner wafers, considering that the Voc
generally exhibits an inverse relationship to the wafer thickness and the Jsc of c-Si junction
in the record 2-terminal silicon based multijunction device would likely not be current
limiting at reduced thickness [152]. Nevertheless, a wafer thickness of 300µm is used
in this study considering the reduced structural integrity of thinner wafers and the large
number of steps and processing tools used to developed the porous PEC devices.

In order to assess the collective effects of the pore size and distribution on the EC
performance, the PEC cells are modelled COMSOL Multiphysics, using the Tertiary Cur-
rent Distribution Nernst-Planck Interface. The EC performance is evaluated from the pH
gradient that evolves between the anode and the cathode for different hole patterns. The
pH at the surface of each electrode is obtained from 2D simulations of the porous cells.
As a 2D model is used, the pores are modelled as slits, through which the molar fluxes of
chemical species are assessed. The modelling approach is similar to the one used in [34],
which was based on approaches used in [460] and [35]. The assumptions and inputs for
the model are discussed in great detail in [461] and are similar to those used in [34].
A few steps are involved in determining the EC current loss as a function of the pore
dimensions. A detailed description of the steps can be found in [461]. First, using pH
values obtained from the COMSOL model, the proton concentrations at the anode and
cathode are determined. Using the Nernst equation, the proton concentrations are used to
calculate the electrode potentials and determine the required overpotential (Eloss). Eloss
is then used to evaluate the Butler-Volmer current density, which represents the losses in
current density due to pH gradient-related over-potentials. The cathodic Butler-Volmer
current density was found to be several orders of magnitude larger than the anodic cur-
rent density in this PEC system. The EC current density loss (JEC-loss) as a function of
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pore morphology is therefore approximately equal to the cathodic Butler-Volmer current
density loss:

JEC-loss = J0

(
exp(αaFEloss

RT
)− exp(αcFEloss

RT
)
)

(10.2)

Here F and R are the Faraday constant and the universal gas constant, T is the
temperature and αa and αc are the anodic and cathodic charge transfer coefficients,
respectively. J0 is the exchange current density, or operating current density. J0 is
set to Jph-max=8.13mA·cm-2 in this study. This value is approximately the Jsc of the
PV device developed for water splitting in [29] and used as J0 for simulations in [34].
Use of this number therefore facilitates model comparison and validation. In Fig.10.2B
a contour plot of the influence of Pp and Dp on the EC performance, specifically the
fractional performance loss in reference to Jph-max ( (Jph-max−JEC-loss)

Jph-max
) is presented. It

can be observed that, as expected, minimal current losses (red) are achieved for large Dp

and small Pp values. However, Jph-porous
Jph-max

for this combination is minimal, as large Dp
and small Pp result in relatively large θp values, so a surface largely covered by pores.
Fig.10.2C therefore shows the combined effects of pore morphology on the PV and EC
performance. It is clear that for this system, the influence of pore dimensions on EC
and PV performance are similar in magnitude and opposite in trend. Optimal Dp-Pp
combinations extend diagonally across the whole Dp range.
A final optimization was therefore performed to find the optimal pore dimensions. In
this optimization, the optimal Pp was determined for a Dp of 20µm, 40µm, 60µm and
80µm. The result are indicated by the black dashed line in Fig.10.2C. The optimization
additionally showed that the collective losses are minimal for the smallest of the studied
combinations, with Dp=20µm and Pp=70µm. For this combination, a maximum of
83.4% of Jph-max can be retained, for the specific design and assumptions used in this
study.

It should be noted that while small Dp-Pp combinations are favoured theoretically, tech-
nically they might prove challenging to achieve. For optimal operation the pores should
be filled with a proton exchange material [34]. A uniform distribution of such a material
inside the pores will prove challenging at relatively small pore diameters. Moreover, the
taper, the fractional difference between the diameter of the exit or entry hole, for a given
wafer thickness is generally larger for smaller pore diameters. As the EC losses associated
to the effect of Dp on proton transport is limited by the smallest pore diameter, that
of the exit or entry hole, a large taper results in a loss of photoactive bulk without loss
reduction for proton transport.

Micropore processing

The results from the preceding section indicate that pores with a diameter several tens of
microns should be developed for optimal PEC operation. Additionally, the taper should
be minimal and development of the holes should not result in damage to the solar cell.
Taking these criteria into consideration, several pore processing methods are considered
in this section.
In earlier work, deep reactive-ion etching (DRIE) was used for pore development [34].
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Figure 10.2: Contour plots of the influence of Dp and Pp on the current characteristics of a PEC device
in reference to the current generated by a non-porous PV component. Plots indicate the
effects on A exclusively the PV component, B exclusively the EC component and C the com-
bined effect of pore dimensions on PEC behaviour. Black markers in C indicate individually
optimized Pp for Dp=40µm, 60µm and 80µm. Dashed line is added as a visual guide.
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Figure 10.3: A SEM images of the substrate surface following PLD at Epulse=20% (top, left) and
Epulse=1% (top, right). B Optical microscope images of a matrix of PLD-pores drilled
from the PT side. Entry (left) and exit (right) holes are presented excluding (top) and
including (bottom) analysis of the hole morphology.

DRIE is a pulsed process in which the development of holes with minimal taper is achieved
through alternated steps of plasma etching and deposition of a passivation layer. While
successfully applied to solar cells, the process is relatively complex and time consuming.
For that reason, conventional micro drilling techniques are additionally considered. The
increasing demand for holes with few-micron diameters has led to significant recent ad-
vances in the field of micro drilling [462]. Conventional mechanical rotary drilling, electro
discharge machining (EDM) and pulsed laser drilling (PLD) are three of the most widely
used microdrilling techniques, each able to develop holes with a diameter in the order of
several (tens of) microns [462]. Of these, only laser drilling is a viable option for wafer
based solar cells, since the thin wafer is too brittle for mechanical drilling and too resistive
for EDM. In this section, an optimization is presented for the DRIE and PLD processing
of pores in a silicon wafer.
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Pulsed Laser Drilling PLD is the process of developing pores through evaporation of
material induced by repeated focused laser pulses. For this work all PLD experiments are
performed at the Sirius Laser Facility at the Aerospace Engineering department of TU
Delft. A 300nm wavelength laser is used with a maximum intensity of 1000 W·cm-2 and
200ns pulse duration. The pulse frequency as well as the number of pulses (Npulse) and
(Epulse) can be varied. Due to time considerations, only the latter two were varied in
this study. Given the constant pulse duration, Epulse is varied by attenuating the laser
intensity with optical filters. Epulse is therefore expressed as a fraction of the maximum
laser intensity. A PI programmable XY stage is used to map out the hole patterns. A
dedicated substrate holder was developed to prevent the substrate from touching the
stage and minimize vibrations during PLD operation. The experiments were performed
on 300µm c-Si wafers with 75nm ITO on the front and 75nm Pt at the back.

An initial experiment was performed, with Epulse =20%, 5% and 1% and Npulse rang-
ing from 2 to 400, to establish 1. a relation between Epulse and Npulse for processing a
hole through the entire wafer and 2. a relation between Epulse and the hole diameter,
taper and potential surface damage. The results of the preliminary experiment can be
observed in Fig.10.3A, where SEM images of PLD processed entry-holes are shown.
Through SEM and optical microscope imaging it was established that the relation between
Epulse and Npulse is roughly inversely proportional. With Epulse=20%, about 10-14 pulses
are required to drill through the wafer. At Epulse=5% the Npulse required is about 4 times
as large and at Epulse=1% about 20 times as many pulses are required. Moreover, for
Epulse >1% the surface damage is quite significant with relatively large amounts of ma-
terial redeposited around the entry hole. Additionally, it could be observed that the holes
are not circular of shape, which indicates that the laser is not in optimal focus.
Considering these findings, a further experiment was designed. In this experiment a trian-
gular matrix of laser setting was devised where Npulse is decreased with increasing Epulse.
For these, Epulse of 1% and lower was explored. Additionally, the laser operator made an
effort to improve the laser focus and a 12µm thick AZ12XT photoresist layer was applied
at the front of the wafer. This layer acts as a temporary protective layer during PLD and
is removed after the process.
This optimization resulted in optimal PLD parameters for these pore dimensions are
Epulse= 0.58–0.6% and Npulse=80–90. With these settings reproducible pores with an
average entrance diameter on the Pt-coated side of 104.7±4.1 µm and an average exit
diameter on the ITO-side of 46.7±2.6µm are measured, as shown in Fig.10.3B. With
the use of the protective layer the holes could be drilled without significant damage to
the platinum contact. However, even with optimized settings a significant taper persists
for these 300µm thick wafers, with the average diameter of the exit hole less than twice
the size of the entry hole. The achieved resolution in the range of 80-100µm is also
sub-optimal.

Deep Reactive-ion Etching Deep reactive-ion etching (DRIE) is a process that allows
for etching features in silicon with a very high aspect ratio and selectivity [463]–[465].
The DRIE-reactor consists of a low pressure plasma chamber with an inductive coil and
a capacitive plate generator that directs ions from the plasma towards the sample. The
power delivered by the coil and plate generators are referred to as the source and bias
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Figure 10.4: A Cross-sectional SEM image of pores processed at sub-optimal conditions resulting in a
significant taper. B Porous substrate following successful application of the DRIE process.
Substrate has quadrants with different Pp and Dp. C-D Cross-sectional SEM images of
pores with Dp=60µm (C) and Dp=20µm (D) processed partly through the wafer.

Table 10.1: Optimal DRIE processing conditions
etching step passivation step

Source power (W) 600
Bias power (W) 15
Stage temperature (◦C) 20
Source-sample distance (mm) 120
Time (s) 8 5
Pressure (µbar) 15 30
SF6 flow rate (sccm) 150 0
C4F8 flow rate (sccm) 0 85
O2 flow rate (sccm) 13 0
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power. A 2-step DRIE process, known as the Bosch method, is used in this work. The
pulsed process alternates between precursor gasses that have a passivating and etching
effect. The ADIXEN AMS 110 systems was used for this work, which is a single wafer
etcher with a 3kW ICP source and 300W bias power supply and helium backside cooling.
SF6 is used as the precursor gas for the etching step. The SF6 is partially dissociated in
the plasma into fluor radicals which react with silicon to form gaseous SiF4. C4F8 is the
passivating agent, which upon dissociation forms CF1-2 radicals that deposit as a teflonlike
substance on the substrate [465]. The samples for DRIE consist of a 300µm silicon wafer
and a 150nm and 75nm ITO layer on the front and back. To form the desired pore pattern,
a SiO2 hard mask was processed on the front of the wafer, using photolithography. The
process of photolithographically developing the hard mask is similar to the approach used
for developing a hard mask (Fig.3.11 step 1-5) for the honeycomb structure in section 3.2,
with the exception of the mask used during the exposure step. SiO2 is much more resistant
against SFx etching than the exposed Si wafer. Under the right processing conditions, the
selectivity for Si-wafer etching in reference to mask etching can be as high as 300 to 1.
Additionally, to protect the equipment from damage once the pores were etched through,
a 500 µm carrier wafer was used, with a 15µm SiO2 layer. Some Fomblin oil was used
for improved adhesion between the two wafers.

There are a large number of DRIE processing conditions that affect the selectivity
and directionality of the process. These include the source and bias power, pressure
and precursor gas flow rates for both the etching and passivation step, as well as the
duration of each step and the distance of the sample to the source. Using the standard
Bosch recipe as a starting point, available on the ADIXEN AMS 110 system, the bias
power and source power were varied. This yielded a number of samples with very poor
selectivity and directionality, with extensive damage to the SiO2 mask and no significant
pore etching. A different recipe was then used, obtained from [466]. The use of this recipe
resulted in excellent selectivity, but sub-optimal directionality, as shown in Fig.10.4A. It
can be observed that the SiO2 mask appears intact, but the developed pores have a
significant taper. Further optimization of the distance between the source and the sample
improved the directionality of the etching process. Fig.10.4C-D show that for both large
and small pore diameters, the pores exhibit a cylindrical shape with no significant taper.
The optimized DRIE processing conditions are reported in Table 10.1. However, none
of the pores went through the entire wafer thickness. A final step therefore involved
optimization of the etching time. This resulted in the pores through the wafer shown
in Fig.10.4B, at just over 4 hours for the pores with Dp=40-80µm and 6,5hrs for the
pores with Dp=20µm. The DRIE process can benefit from further optimization, as the
etch rate, currently at <1µm·min-1, should ideally be increased to reportedly achievable
5-8µm·min-1 [463], [464], [466], while maintaining good pore morphology.

Much better pore morphology is achieved using the DRIE process in reference to the
PLD process. The minimum diameter achieved using DRIE is 20µm compared to 80-
100µm for PLD. The taper for a pore though a 300µm-thick wafer is <2% for DRIE,
while for PLD the exit hole diameter is less than twice that of the entry hole. Moreover,
due to the pulsed etching and passivating nature of the DRIE process, the inner surface
of the pores appear much smoother compared to the pore-surface resulting from the
PLD process. Whether this observation translates to surface damage and an increase
in electrical resistances could not be confirmed through J-V measurements on finished
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Figure 10.5: Flowchart of the microdot development process. Steps 1-5 are referenced in the text. SEM
images of the substrate surface following successful microdot application.

porous PV devices however, due to constrains in time and equipment availability.
The DRIE process yields the best results for the application investigated in this work. It
should be noted that, considering the large number of technically challenging and time-
consuming steps involved in the DRIE process, the relative quick and simple PLD process
could be the preferred pore processing method if the project parameters allow for it.
Specifically, PLD could be preferable if larger pore diameters are acceptable, or if much
thinner substrates of <50µm are used, which would result in much smaller tapers.

10.1.3 Microdot design and processing
The electrocatalyst processed at the back of the PEC device covers the entire surface,
with exclusion of the micropores. However, at the front of the device a balance has to be
found between facilitating catalytic activity and light transmission into the PEC device.
Light transmission is diminished by surface area covered with a reflective and absorptive
electrocatalyst material. It was demonstrated in earlier work that a good balance between
these competing effects could be achieved using patterned electrocatalysts [467]. Using
a microdot pattern, an optimization of the microdot spacing was performed in [34].
Using microdots with a 2µm diameter, the study demonstrated that an optimal balance
between light transmission and catalytic activity for a 8µm period, corresponding to a
surface coverage of about 5%.
A similar design was used in this work. The microdot pattern is shown in Fig.10.5. The
squares formed by the absence of microdots indicate the position of micropore formation.
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10.1 From PV to PEC

On each wafer there are 32 cells of 1x1cm that are covered with microdots. The microdot
process consist of several steps, as schematically shown in Fig.10.5. The wafers are first
heated in an oven at 110◦C for 10 minutes to remove moisture, and treated with HMDS
vapour for 10 minutes to improve resist adhesion. In step 1, a negative photoresist, AZ
nLof 2020, is applied using a manually operated spincoater. The photoresists is then
exposed using a SUSS MABA 8 mask aligner and developed in step 4 in AZ MF 322
developer. After the Pt deposition in step 5, the remaining photoresist is removed in step
6 by sonicating at high frequency in hot (75-80◦C) Nmethyl2pyrrolidone (NMP) for 15
minutes.
Several optimizations are performed to achieve a uniform distribution of microdots across
all cells on each wafer, as initially only 17 out of 32 cells featured microdots. The standard
puddle method, in which a single dose of developer is decanted on the wafer with exposed
resist, was compared to a multi dose approach and to the immersion method, in which
the wafer is immersed in developer. Use of the immersion method resulted in a moderate
improvement from 17 to 21 out of 32 cells. An increase of development time from 110s
to 130s and 150s did not yield any changes. A significant improvement was realized
when the photoresists thickness was reduced from 3.5µm to 2µm, through an increase
of the spin speed. After fine-tuning of the exposure time for the reduced thickness a
uniform distribution of microdots was achieved across all 32cells. The results of successful
execution of these steps is presented in Fig.10.5.

10.1.4 Conclusion
Converting a multijunction PV device into a PEC device capable of continuous, au-
tonomous stand-alone operation, requires the use of electrocatalytically active contacts
and the development of micropores through the PV device to prevent large pH-gradient
related overpotentials.
In this work the influence of the size and distribution of micropores on the photovoltaic
performance and electrochemical performance of a PEC device is simulated. It is shown
that the influence on PV and EC performance is opposite in trend and that current density
losses can be limited to less than 20% for a range of pore diameter-period combinations.
Minimal losses are theoretically realized for small pore diameters of ≤20µm, but uniform
filling of such micropores with a proton exchange material might prove technically chal-
lenging.
The processing of micropores was achieved using two different techniques: pulsed laser
drilling and deep reactive ion etching. Much better resolution, reproducibility and taper
were achieved using the DRIE process in reference to PLD. Using DRIE, micropores with
a diameter of 20µm were successfully processed with a taper <2%. For PLD, minimal
entry diameters are in the range of 80-100um, with exit diameters of 40-50um. This
makes DRIE the preferred method for the application considered in this work. Finally, the
successful processing of Pt microdots with a 2µm diameter and 5% surface coverage is
demonstrated.
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11
Conclusion and Outlook

In this dissertation a framework is presented for the development of high voltage multi-
junction photovoltaic devices. Specifically, wireless silicon-based monolithically integrated
2-terminal multijunction PV devices are investigated. Such devices can be used in au-
tonomous solar-to-fuel synthesis systems, as well as other innovative approaches in which
the multijunction solar cell is used not only as a photovoltaic current-voltage generator,
but also as an ion-exchange membrane, electrochemical catalysts and/or optical transmit-
tance filter. The framework presented in this dissertation encompasses all investigations
performed in answering this thesis’ central question:

To what extent can fundamental insight and device engineering reduce the opto-
electrical losses in a hybrid wafer-based and thin film photovoltaic multijunction device,
based on group IV elements?

This research questions is divided into three key-questions, relating to the investigation
of I. textures, photovoltaic materials and single junction solar cells, II. a low bandgap
Ge(Sn):H absorber and III. multijunction PV and PEC devices. In this section, each key-
question will be considered in turn.
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I. How and to what extent can the processing conditions of individual layers and surfaces
be tuned such that they result in desirable material properties for different functionalities
for use in single junction photovoltaic devices?

A photovoltaic device consist of a series of layers, doped and intrinsic, and the interfaces
between these layers. In doped nanocrystalline silicon and silicon-oxide films the chemical
stability has to be balanced with opto-electrical performance. In Chapter 2.1 we demon-
strate that deterioration of the p-SiOX:H layer, under ambient exposure, is responsible for
the degradation of single junction devices. Increasing the deposition pressure of doped
SiOX:H films increases its chemical stability, but at the cost of (initial) solar cell conver-
sion efficiency. Moreover, a relation was established between the p-SiOX:H degradation
behaviour to both the crystallinity and position of the p-layer in a single junction device
in reference to the ambient.
In addition to this balance between chemical stability and performance, a trade-off exists
between the optical and electrical material properties. In Chapter 2.2, a material phase
diagram is developed to visualize the relative crystalline silicon, amorphous silicon and
amorphous silicon-oxide fractions as a function of the various precursor gas flow rates.
The influence of the material phases, in combination with the density of the a-Si(OX):H
phase and the extent of doping, on the opto-electrical properties of a/nc-SiOX≥0:H films
is shown. Finally, we demonstrate that as the material phase fractions develop along the
growth direction, opto-electrical properties as a function of film thickness evolve as well.

In Chapter 3, the substrates on which the photovoltaic devices are processed are inves-
tigated. As conventional flat and pyramidal textures are not compatible with the growth
of device quality nano- to poly-crystalline materials, several novel texturing approaches
were developed. In Chapter 3.1, three separate texturing approaches are presented in-
volving one or more chemical etching steps and the use of a poly-crystalline sacrificial
layer. For each of the texturing approaches, the influence of one or more of the process-
ing steps on the silicon surface characteristics, optical behaviour and passivation quality
is characterized. A strong correlation was established between the reflective behaviour of
the surface, both in terms of light in-coupling and wide angle scattering, and the ability
to facilitate crack-free nc-Si:H growth to the coverage and average slope of pyramidal
features on the silicon surface.
In Chapter 3.2, the texturing approach involving a sacrificial poly-Si layer was optimized,
through an investigation of the processing conditions of the sacrificial layer (the used ion
type, ion dose, implantation energy, layer thickness, annealing time and temperature).
Additionally, a texturing approach was presented involving a photolithographically devel-
oped honeycomb structure. The optical behaviour (reflection, haze, angular distribution
intensity) of the textured surfaces is was investigated and the performance of the textures
in PV cells was compared, both in optically simulated and experimental devices. Simula-
tions demonstrate strong improvements in Jsc-sum (≈45%), in reference to a flat surface,
and high Voc*FF s of over 1V are experimentally demonstrated for a-Si/nc-Si tandem
devices.

In Chapter 4, an expedient semi-empirical approach for the optimal bandgap profiling
of stoichiometric absorbers is presented, using a-SiGe:H as a model. In this approach
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the JSC and VOC of cells as a function of the bandgap energy profile are simulated.
First, the influence of i.a. the relative germane flow rate on the bandgap energy and
conductivity of undoped a-SiGe:H films are characterized. Then a large number of solar
cells with profiled a-SiGe:H absorbers are presented, in which 1. the absorber thickness, 2.
minimum bandgap energy and 3. the introduction of a plateau at the minimum bandgap
energy are investigated. Using the presented semi-empirical relations, the combination of
thickness, minimum bandgap energy and plateau fraction resulting in the highest VOC-
JSC product can be found. Additionally, for a certain required JSC, or alternatively for a
certain spectral range of absorption, the bandgap profile resulting in the highest VOC can
be found, which is particularly useful for multijunction applications.

II. Through a fundamental opto-electrical optimization, can an intrinsic low bandgap
energy (0.5-0.8eV) plasma enhanced chemical vapour deposition processed hydrogenated
germanium or germanium-tin alloy be developed for use in photovoltaic devices?

The processing of a group IV, low bandgap, intrinsic and stable material starts with the
processing of Ge:H, a material that has not been processed for over a decade and never
before in our group. In Chapter 5.1 the processing window for Ge:H films in our reactor
is identified by performing a full exploration of the processing conditions (precursor gas
flow rates, temperature, pressure, power). A strong correlation was found between the
refractive index and the presence of a GeOX signature, indicating that a dense a-Ge:H
network with a low void density is required to prevent the in-diffusion of water from the
ambient and subsequent post-deposition oxidation. The oxidation strongly affects the
opto-electrical properties of Ge:H films. Surprisingly it was found that oxidation can ac-
tually decrease the dark conductivity at room temperature, despite an activation energy
decrease, as oxygen is suspected to passivate the Ge-dangling bonds and reduce the defect
density.
In Chapter 5.2 improved a/nc-Ge:H films are presented, by processing at elevated tem-
perature and a reduced electrode gap, facilitating low power depositions. This results
in plasma conditions of low-energetic ion bombardment, where densification is achieved
through temperature induced restructuring of the growth zone. Under these conditions
amorphous and nano-crystalline Ge:H films are processed with the highest refractive indices
and lowest dark conductivity values reported in literature for chemical vapour deposition
processed Ge:H.

In Chapter 6 the structural and opto-electrical properties of Ge(Sn):H are compared
to those of other group IV alloys. In Chapter 6.1 infrared and Raman vibrational spec-
troscopy, as well as elemental analysis, is performed on a range of hydrogenated group IV
alloys. The evolution of the vibrational spectra of these alloys is monitored over time while
exposed to different ambient and illumination conditions. This unique and comprehensive
overview provides a single work of reference for the identification of oxide and hydrides
peaks across the group IV elements carbon, silicon and germanium for both amorphous
and nano-crystalline materials. Moreover, the influence of the dielectric medium on the
peak frequency of a vibrational mode, is illustrated using the experimentally observed
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frequency shifts of X-O and X-H (X=C, Si, Ge) vibrational modes. Additionally, all
experimentally observed frequency positions of silicon hydride stretching modes in sili-
con solids are identified considering all potential hydrogenated volume deficiencies within
tetrahedrally coordinated amorphous and nanocrystalline lattice.
In Chapter 6.2 the first ever evidence of the post deposition appearance of CHyOz vibra-
tional modes in PECVD processed hydrogenated germanium is presented. It is proposed
that the observed carbisation reaction involves the catalytic reduction of CO2 in Ge:H
films to products like CO, formic acid and formaldehyde. A two-step process is proposed,
in which the reduction of CO2 follows the post-deposition chemical transformation of
a-Ge:H to a-GeOx:H upon reaction with water. The reaction rate is demonstrated to be
a function of the material porosity. A theory is presented in which the a-GeOx:H phase
is essential for energetic alignment of the valence band edge with the water oxidation
reaction potential. Protons from water splitting are used for the catalytic CO2 reduction
reaction.
In Chapter 6.3 the opto-electrical properties of over 400 PECVD processed films group
IV alloys are presented, demonstrating a E04 range of over 1.3eV. Based on these results
the fundamental relations between the material density, as a function of the stoichiometry,
void fraction and crystalline phase fraction, and bandgap energy are discussed. Moreover,
the relation between the bandgap energy and electrical materials characteristics such as
the dark conductivity, activation energy and photoresponse are considered. Addition-
ally, based on 230 a/nc-Ge:H films, three inherent challenges are identified related to
the PECVD processing of hydrogenated germanium. These are related to the intrinsic-
ity, chemical stability and photoresponse of the films. Two pathways for tackling these
challenges are presented. The first involves a very specific processing window, while the
second involves the alloying of Ge:H. Improved chemical stability is demonstrated for Ge:H
films alloyed with O and C. While these alloys exhibit higher E04 than unalloyed Ge:H, a
similar improvement in chemical stability could be achieved in GeCSn:H alloys.

In Chapter 7 the first steps towards the PECVD processing of a GeSn:H alloy are
presented. Some inherent challenges are identified for the processing of GeSn:H using a
tetramethyltin precursor, involving i) the relatively low melting point of Sn, resulting in
the formation of Sn-clusters, and ii) the fact that four CH3 groups are introduced into
the reactor for each Sn-atom. We demonstrate that managing the C and Sn integration
into the material is crucial, as large CH3 fluxes results in porous and chemically unstable
films and high atomic fractions of Sn are essential for achieving low-EG. A number of
nc-GeSn(C):H films with a crystallinity of≈50% are processed with a highly heterogeneous
nature, consisting of GeSn crystals with 15.5-17.5% Sn embedded in an a-GeC:H phase
in which almost no Sn is present. Such heterogeneous nc-GeSnC:H films could provide
a potential route towards a low bandgap energy group IV alternative for photovoltaic
multijunction applications.

III. How do different materials, variations in material properties and different device con-
figurations affect the performance of multijunction photovoltaic and photo-electrochemical
devices?
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The J-V characteristics of a multijunction device are a function of the substrate type
and morphology, the device architecture (the number and position of junctions and used
absorber materials), and the interfaces between the junctions.
In Chapter 8.1 the influence of thickness and design of the p-type nc-Si(OX):H based
layer in the tunnel recombination junction (TRJ) of a large number of SHJ/nc-Si:H,
nc-Si:H/a-Si:H, nc-Si:H/a-SiGe:H and a-SiGe:H/a-Si:H multijunction devices is observed
across different device architectures. It was found that for optimal Voc*FF product, the
presence of a high bandgap p-nc-SiOX:H layer is crucial, and the optimal thickness is
in the range of 12-18nm. Moreover, a strong improvement was observed when a thin,
low activation energy (Eact) contact layer was used in combination with the p-nc-SiOX:H
layer. This low-Eact layer can be both a p-nc-Si:H layer or more highly doped p-nc-SiOX:H
layer.
In Chapter 8.2, different current matching approaches are explored in tandem SHJ/nc-
Si:H and triple junction SHJ/nc-Si:H/a-Si:H devices. The influence of absorber thickness
as well as the thickness of different intermediate reflective layers (IRL), based on silicon-
oxide, various transparent conductive oxides (TCOs) and Ag, on the tandem SHJ/nc-Si:H
and triple junction SHJ/nc-Si:H/a-Si:H device performance is investigated. It is shown
that both an increase of absorber thickness and an increase of IRL thickness (positioned
at the back of a junction in reference to the incident light) result in an Jsc increase at
the cost of Voc*FF . The Voc*FF dependence on layer thickness is approximately linear,
while Jsc dependence is not. Understanding of reflective/absorptive behaviour (Jsc gain),
as well as the resistive behaviour (Voc*FF loss), of the different layers as a function of
thickness is essential for optimal device performance. Moreover, considering the observed
FF -dependence on current matching conditions, intentionally introducing a minor current
mismatch in which the junction with the highest FF is current limiting is advisable. Ad-
ditionally, a Voc ≈2V and η ≈15% are reported for a triple junction SHJ/nc-Si:H/a-Si:H
device , which is the highest reported conversion efficiency for an all-silicon solar cell that
generates at least 1V.

In Chapter 9 an optimization of the p-type front contact and i-nc-Si:H absorber are
presented. It is demonstrated that an optimal p-contact, for an n-i-p device, consists of
a stack of layers each fulfilling a different role (nucleation layer, window layer, contact
layer, TCO) and that significant Jsc-Voc*FF trade-offs are presented for minor thickness
variations of each of the layers. Additionally, it is demonstrated that optimal condi-
tions, in terms of device performance, for i-nc-Si:H are found near the nanocrystalline-to-
amorphous transition regime (crystallinity≈60%). This regime is very sensitive to minor
variations in processing conditions. Finally, using the collective findings presented in this
dissertation, the flexible application of earth abundant and chemically inert silicon and
silicon-germanium alloys is demonstrated in a large number of 2-terminal monolithically
integrated multijunction devices. Two distinct device architectures, on different substrate
morphologies, are used for these multijunction devices, combining up to 4 different junc-
tions, yielding a Voc-range of 0.5V to 2.8V. This range of Vocs demonstrates the potential
of all-silicon multijunction devices for facilitating a range of prospective electrochemical
reduction reactions and electrocatalysts in autonomous and wireless PEC devices.
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In Chapter 10 the design, optimization and processing of electrocatalytically active
contacts and micropores through the PV device, steps required for converting a multi-
junction PV device into a PEC device, are investigated. It is shown that the influence
of micropore size and distribution on PV and EC performance is opposite in trend and
that current density losses can be limited to less than 20% for a range of pore diameter-
period combinations. Using deep reactive ion etching, for which much better resolution,
reproducibility and taper are demonstrated compared to pulsed laser drilling, micropores
with a diameter of 20µm were successfully processed with a taper <2%. Finally, the
successful processing of Pt microdots with a 2µm diameter and 5% surface coverage is
demonstrated.

11.1 Outlook
Based on the collective results presented in this dissertation some recommendations can
be made for future research. The experiments performed in part 1 are completed to
satisfaction, so no further research is recommended there.

For part 2, two recommendations are made. The first is related to the further develop-
ment of the Ge(C)Sn:H films for PV applications. In this dissertation only the first steps
towards the processing of such an alloy were made. Particularly the use of a different
Sn-precursor, such as SnD4, is recommend, potentially with the addition of a separate
CH4 precursor such that both flows can be controlled independently. Additionally, the
integration of a/nc-Ge(CSn):H films in photovoltaic devices is recommended to evaluate
the PV potential of the low bandgap alloys.

For part 3, the recommendations are related to the processing of the stand-alone, wire-
less all-silicon photo-electrochemical device described in chapters 9 and 10. In Part III
all the pieces are presented to develop a demonstrator. To achieve this, the microp-
ore and microdot processing performed in chapter 10 should be applied to PV devices
(rather than on bare silicon wafers) and a proton exchange material should be used to fill
the micropores. If additionally the improvements described in chapter 8.2 to achieve a
SHJ/nc-Si:H/a-Si:H 3J device with η ≈18% are realized, a solar-to-hydrogen conversion
efficiency of ≈11.6% can be achieved, which would be a strong improvement over the
current record of ≈7% [34].
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M. Zeman, “Fabrication of double- and triple-junction solar cells with hydrogenated amorphous
silicon oxide (a-SiOx:H) top cell,” Solar Energy Materials and Solar Cells, vol. 141, pp. 148–153,
2015. doi: 10.1016/j.solmat.2015.05.033.
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[366] Q. A. Akkerman, G. Rainò, M. V. Kovalenko, and L. Manna, “Genesis, challenges and opportu-
nities for colloidal lead halide perovskite nanocrystals,” Nature Materials, vol. 17, no. 5, pp. 394–
405, 2018. doi: 10.1038/s41563-018-0018-4.

[367] T. de Vrijer, B. Bouazzata, and A. H. M. Smets, “Spectroscopic review of hydrogenated ,
carbonated and oxygenated group IV alloys,” Vibrational Spectroscopy, 2022. doi: 10.1016/j.
vibspec.2022.103387.

[368] R. L. Moon, G. A. Antypas, and L. W. James, “Bandgap and lattice constant of GaInAsP as a
function of alloy composition,” Journal of Electronic Materials, vol. 3, no. 3, pp. 635–644, 1974.
doi: 10.1007/BF02655291.

[369] M. A. Humayun, M. A. Rashid, F. A. Malek, and A. N. Hussain, “Effect of lattice constant on
band-gap energy and optimization and stabilization of high-temperature InxGa1-xN quantum-dot
lasers,” Journal of Russian Laser Research, vol. 33, no. 4, pp. 387–394, 2012. doi: 10.1007/
s10946-012-9294-7.

[370] S. Dinca, G. Ganguly, Z. Lu, E. A. Schiff, V. Vlahos, C. R. Wronski, and Q. Yuan, “Hole Drift-
Mobility Measurements in Contemporary Amorphous Silicon,” MRS Proceedings, vol. 762, A7.1,
2003. doi: 10.1557/PROC-762-A7.1.

[371] J. Melskens, M. Schouten, R. Santbergen, M. Fischer, R. Vasudevan, D. van der Vlies, R. Quax,
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[435] T. Bosserez, L. Geerts, J. Rongé, F. Ceyssens, S. Haussener, R. Puers, and J. A. Martens,
“Minimization of Ionic Transport Resistance in Porous Monoliths for Application in Integrated
Solar Water Splitting Devices,” The Journal of Physical Chemistry C, vol. 120, no. 38, pp. 21 242–
21 247, 2016. doi: 10.1021/acs.jpcc.6b06766.

[436] S. Wang, A. Lu, and C.-J. Zhong, “Hydrogen production from water electrolysis: role of cata-
lysts,” Nano Convergence, vol. 8, no. 1, p. 4, 2021. doi: 10.1186/s40580-021-00254-x.

[437] B. You and Y. Sun, “Innovative Strategies for Electrocatalytic Water Splitting,” Accounts of
Chemical Research, vol. 51, no. 7, pp. 1571–1580, 2018. doi: 10.1021/acs.accounts.8b00002.

[438] T. de Vrijer, M. Wiering, D. van Nijen, G. Padmakumer, S. Sambamurthy, G. Limodio, and
A. H. M. Smets, “The optical performance of random and periodic textured crystalline silicon
surfaces for photovoltaic applications,” Progress in Photovoltaics: under review, 2022.
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