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Magnesium thin films covered with a layer of Pd absorb hydrogen at much higher pressures than bulk
Mg. Such an effect was originally explained as a consequence of elastic clamping on Mg by the capping Pd
layer. An alternative interpretation later suggested that the pressure increase could originate from simple
alloying between Mg and Pd. Here we resolve this controversy by measuring the hydrogenation and
dehydrogenation isotherms of Mg-Pd thin film alloys over a wide range of compositions. Our results
disentangle the effects of elastic clamping and alloying and highlight the role of plastic deformations.
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Several energy storage systems rely on the intercalation of
solute atoms into solid host matrices. Tuning the thermo-
dynamics of these solid-state reactions is therefore of
paramount importance for designing better energy storage
materials [1–3]. For example, while magnesium hydride
contains 7.6 mass % of hydrogen, its use in storage appli-
cations is limited by slow kinetics of hydrogen absorption
and desorption and a high thermodynamic stability [4]. For
this reason, several groups have studied ways to modify the
stability of MgH2 either via nanostructuring or by alloying
with different elements [5–8]. In 2009, we showed that Mg
films covered with a thin layer of Mg-alloy-forming ele-
ments, such as Pd and Ni, absorb hydrogen at much higher
H2 gas pressures than bulk Mg [9]. We attributed such
destabilization of MgH2 to the elastic constraints imposed
by the capping layer and developed amodel to quantitatively
interpret our data. In contrast to this explanation, Chung
et al. later proposed that the observed effect is a mere
consequence of alloying at the Mg-Pd interface [10]. Here
we solve this controversy by measuring the loading and
unloading isotherms of Mg-Pd thin film alloys in a wide
range of compositions. In particular, by comparing multiple

loading cycles, we demonstrate that alloying with Pd does
increase the hydrogenation pressure of Mg, but the effect is
unrelated to the clamping mechanism observed for Pd- and
Ni-capped films. Strikingly, neither the elastic clamping nor
the alloying effects can account for the constant desorption
pressure measured for all Mg-Pd alloy compositions. Such
behavior points to the importance of plastic deformation and
the creation of voids in the microstructure of the films upon
cycling with hydrogen.
All thin films are deposited in an ultrahigh vacuumdc or rf

magnetron sputtering system (base pressure 10−7 Pa) in an
argon atmosphere (6N purity, pressure 3 Pa), on substrates
kept at room temperature. An Mg1−xPdx (0.02 < x < 0.12)
gradient alloy layer is deposited between two Ti films and
the samples are capped with a catalytic Pd layer [Fig. 1(a)].
The Mg, Pd, and Ti targets have purity of 99.95%, 99.98%,
and 99.999%, respectively. The Ti layers are intended to
isolate theMg-Pd alloy from the substrate and the palladium
on top andminimize any elastic clamping effects [11].Aswe
will show, while Ti layers are very effective in elastically
isolating pure Mg films [11], the negative enthalpy of
mixing betweenTi and Pdmakes them less effective towards
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Mg-Pd alloys. TheMg-Pd alloy layer is deposited by angled
cosputtering of pure Mg and Pd targets on a 70 × 5 × 1 mm
quartz wafer substrate. The thickness of the resulting alloy
layer varies with composition due to the difference in total
deposition rate of Mg and Pd along the 70-mm-long
substrate. The thickness of the Mg1−xPdx gradient alloy
layer ismeasuredwith profilometry, while its composition is
derived from the calibrated sputtering rates of pure Mg and
Pd targets. Such a calibration procedure, validated using
Rutherford backscattering spectrometry, provides reliable
composition values [12]. The Mg0.9Pd0.1 samples for trans-
mission electron microscopy (TEM) analysis are deposited

on silicon nitride windows (20 nm thickness, 3 × 3 mm
window array [13]). The Mg-Pd TEM samples have a
uniform thickness of 50 nm while the Ti and Pd capping
layers are all 3 nm thick, to minimize their influence during
imaging. Planar view TEM images are recorded using a
JEOL 2010F. Hydrogen absorption and desorption iso-
therms are measured using hydrogenography, a combina-
torial technique that allows recording pressure-optical
transmission isotherms (PTIs) for a large number of alloy
compositions at once [14]. In a PTI the amount of light
transmitted by a thin film is measured as a function
of increasing pressure at constant temperature. The

(a)

(b)

(c)

FIG. 1. (a) Sketch of the sample used to measure the hydrogen loading and unloading isotherms of Mg1−xPdx alloys (0.02 < x < 0.12)
in the hydrogenography setup. (b) Top-view optical transmission images collected through the sample at increasing H2 pressures at
333 K. The images have been stretched horizontally for clarity. (c) Loading PTIs measured at 333 K for selected Mg-Pd alloy
compositions in the first five hydrogenation cycles.
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hydrogenography setup consists of a stainless steel cell, with
controlled H2 gas pressure between 101 and 106 Pa under a
flow of 20 sccm. The cell has quartz windows for optical
transmission measurements and is placed in a furnace to
maintain a constant temperature (here between 333 and
363 K). Depending on the experiment, we use pure hydro-
gen gas or mixtures containing 0.1% and 4% hydrogen in
argon. The light transmitted by the thin films is continuously
recorded with a 3-CCD camera (Sony) while varying the H2

pressure at constant temperature [Fig. 1(b)]. According to
the Beer-Lambert law, the logarithm of the transmitted light,
normalized by the transmission in the metallic state, is
directly proportional to the hydrogen concentration in the
film [15].
Figure 1(c) shows the loading PTIs for selectedMg1−xPdx

compositions, recorded at 333 K during the first five
hydrogenation cycles. Higher Pd concentrations lead to
significantly higher loading pressures and smaller plateau
widths. Interestingly, while for all compositions the loading
pressure diminishes upon cycling, the width of the pressure
plateaus, expressed in units of ln ðT=T0Þ, remains roughly
constant over multiple hydrogenation cycles [Fig. 2(a)].
From Fig. 2(a) follows that the width of the pressure plateau
depends on the Pd concentration in the Mg-Pd alloy. The
decrease in plateau width with increasing Pd content is,
however, only partially due to the variation in thickness
across the Mg-Pd alloy sample. The solid line in Fig. 2(a)
shows the plateau width expected under the assumption that
Pd does not affect the hydrogen storage capacity of the Mg-
Pd alloy and all Mg atoms hydrogenate to formMgH2. This
plateau width is calculated knowing that the hydrogenation
of pure Mg to MgH2 leads to an increase in ln ðT=T0Þ of
∼0.088 per nm of film thickness [11] (see also the
Supplemental Material, Sec. SM1 [16]). From the discrep-
ancy between the solid line and the measured plateau widths
for all cycles, it is evident that the presence of Pd in the Mg-
Pd alloy prevents the absorption of a significant amount of
hydrogen. Assuming that all Mg-Pd alloys form a MgH2-
like rutile structure upon hydrogenation [17,18], in a fully
hydrogenated sample each metal atom (Mg or Pd) will be
surrounded by 6 hydrogen atoms. The dashed line in
Fig. 2(a) plots the predicted plateau width if each Pd atom
in the Mg-Pd alloy blocks hydrogen absorption in its 6
nearest neighbors. This corrected plateauwidth is calculated
multiplying the “ideal” width (solid line) by ð1 − 3xÞ.
The multiplication factor is correct in the limit of x ≪ 1,
i.e., in the limit of non-neighbouring Pd atoms (see also
SupplementalMaterial, Sec. SM2 [16]). Assuming that each
Pd atomprevents the absorption of∼6 hydrogen atoms leads
to predicted plateau widths close to the experimentally
measured ones and indicates that palladium significantly
reduces the hydrogen storage capacity ofMg-Pd alloys. As a
consequence, the fact that the plateau widths for Mg-Pd thin
films remain roughly constant for the first 5 hydrogen
loadings indicates that the overall composition and the

chemical short-range order of the Mg-Pd alloys do not
significantly change upon cycling [12].
It is then interesting to focus on the evolution of the

equilibrium loading plateau pressures over the first five
hydrogenation cycles, as shown in Fig. 2(b). There are two
distinct effects: (i) in each cycle, higher Pd concentrations
lead to higher loading pressures, and (ii) upon cycling the
loading pressure for all compositions decreases by more
than an order of magnitude. We demonstrate now that the
first effect can be quantitatively accounted for by the
alloying of Mg and Pd.
Thin films of Mg-Pd alloys have a 002-oriented

crystalline structure with x-ray diffraction peaks becoming
broader and less intense with higher Pd concentrations and
an average lattice parameter roughly corresponding to a
Vegard mixture [17] (see Supplemental Material, Sec. SM3

(a)

(b)

FIG. 2. (a) Width of the nearly horizontal loading plateaus
expressed in units of ln ðT=T0Þ for the isotherms shown in
Fig. 1(c). The solid line corresponds to the expected plateau
width, if all the Mg atoms in the Mg-Pd alloy would hydrogenate
to form the dihydride MgH2. The dashed line corresponds to
the expected plateau width for a random Mg-Pd alloy in which
each Pd atom prevents H occupation of the 6 nearest neighboring
sites. (b) Average loading pressures as a function of Pd atomic
composition for the first 5 loading cycles. The dashed line is
a linear fit to the “lnP versus x” plot during the fifth loading. The
fit gives a slope of ∼23.
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[16]). In first approximation, we neglect electronic contri-
butions to the enthalpy of hydride formation of Mg1−xPdx
alloys and assume that the effect of mixing
with Pd (molar volume VPd ¼ 8.8514 cm3=mol) is a mere
contraction of the lattice of Mg (molar volume VMg ¼
13.984 cm3=mol). Following Vegard’s law, we write the
average contraction of the alloy volume as

∂ lnV
∂x ¼ VPd − VMg

VMg
¼ −0.367: ð1Þ

The change in enthalpy of hydride formation as a function of
composition is then given by [19]

∂ΔH
∂x ¼ ∂ΔH

∂ lnV
∂ lnV
∂x

¼ −BðxÞVHðxÞ
∂ lnV
∂x ¼ 0.367BðxÞVHðxÞ; ð2Þ

where BðxÞ and VHðxÞ are the composition-dependent bulk
modulus and hydrogen partial molar volume for the Mg-Pd
alloy, respectively. The bulk modulus of the alloy is
expressed as a simple weighted average of the bulk moduli
of the constituent elements (BMg ¼ 35.4 × 109 Pa [20],
BPd ¼ 181 × 109 Pa [20]),

BðxÞ ¼ ð1 − xÞBMg þ xBPd; ð3Þ
while the partial molar volume of hydrogen in the alloy is
taken as the partial molar volume of hydrogen in MgH2

(VHinMgH2
¼ 2.24 × 10−6 m3=molH [9]) times the correc-

tion factor ð1 − 3xÞ that accounts for the reduced hydrogen
storage capacity due to the presence of Pd,

VHðxÞ ¼ VHinMgH2
ð1 − 3xÞ: ð4Þ

For the range of compositions considered here,
BðxÞVHðxÞ≈80kJ=molH (see also Supplemental
Material, Sec. SM4 [16]). From Eq. (2) we therefore have
∂ΔH=∂x ≈ 29 kJ=molH. Using the van ’t Hoff relation-
ship between the enthalpy of hydride formationΔH and the
hydrogen loading pressure PH2

, we finally obtain

∂ lnPH2

∂x ¼ 2

RT
∂ΔH
∂x

≈
2 × 29000 J=mol

8.314 J=ðKmolÞ × 333 K
≈ 21: ð5Þ

A linear fit to the composition dependence of the loading
pressures for the fifth loading cycle in Fig. 2(b) yields a
slope of ∼23, in excellent agreement with the predicted
theoretical value. Note that a similar slope can also be
extrapolated for the first loading cycle. The effect of
alloying between Mg and Pd can therefore be quantitatively
accounted for by the observed dependence of the loading
pressures on the Pd composition x.

By studying the loading isotherms of Mg-Pd alloy thin
films, we have so far demonstrated that (i) alloying with Pd
leads to higher loading pressures and to a significant
reduction of hydrogen uptake in Mg thin films and
(ii) cycling with hydrogen does not change the Mg-Pd
composition. If the Pd content in Mg does not change upon
cycling, however, the decrease in the loading pressures of
all Mg-Pd compositions upon multiple hydrogen loadings
shown in Fig. 2(b) cannot be due to alloying effects and can
only be attributed to (the removal of) elastic clamping
effects, as we originally proposed [9,11].
During the first loading, the hydrogen-induced volume

expansion of Mg-Pd thin films (∼32% for pure MgH2 [21])
is constrained by the adjacent Ti layers, leading to very
high hydrogenation pressures [22]. Such elastic clamping
is partially removed during subsequent cycles, due to
hydrogen-induced plastic deformations and the creation
of structural defects. This scenario is consistent with the
measured broadening and decrease in intensity of the x-ray
diffraction peaks of Mg-Pd thin film alloys observed
upon hydrogen absorption [17]. Interestingly, Pd-poor
compositions almost entirely relax these elastic constraints
over one hydrogenation cycle, while Pd-rich composi-
tions have slower relaxation rates [Fig. 2(b)]. This
trend is consistent with the fact that Pd and Ti atoms form
very stable alloys, with an enthalpy of mixing that is
significantly more negative than that of Pd with Mg [23].
A larger Pd concentration in the Mg-Pd layer therefore
induces a stronger clamping by the adjacent Ti layers [9].
Furthermore, a higher Pd concentration significantly
reduces the hydrogen uptake and the consequent plastic
deformation of the film, leading to a slower relaxation rate
upon cycling.
The lowering of elastic clamping effects upon hydrogen

absorption should have dramatic consequences on the
dehydrogenation mechanism. This is clearly shown in
Fig. 3(a), where we plot equilibrium PTIs for the first
three loading cycles and for the fourth unloading cycle of a
Mg-Pd alloy thin film. Since hydrogen desorption from thin
films is typically slower than hydrogen absorption, the
measurements were conducted at a higher temperature of
363 K, to accelerate the reaction kinetics and obtain
equilibrium values also for the unloading isotherms [24].
Strikingly, while the loading pressures show a similar
dependence on the film’s composition as the ones measured
at 333 K (Fig. 1), the unloading equilibrium pressures do
not exhibit any dependence on the Pd content. The
unloading mechanism must therefore be insensitive to
the influence of alloying with Pd. In fact, the measured
unloading pressure of 3 Pa at 363 K is very close to the one
expected for bulk MgH2 [25].
With the measurement of both loading and unloading

isotherms, we can now attempt to draw a complete picture
of the mechanism of hydrogen absorption and desorption in
our Mg-Pd alloys. Upon hydrogen absorption, Mg-rich
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sites hydrogenate, while Pd-rich sites do not [Fig. 2(a)].
This process decouples the hydrogenated MgH2-like sites
from the Pd-rich ones, which remain in their metallic state.
Upon dehydrogenation the lattice volume decreases by
∼30% and the MgH2-like sites are therefore free to desorb
hydrogen without any constraint, leading to unloading
equilibrium pressures that are independent of the film
composition and close to the unloading pressure of pure
MgH2 [Fig. 3(a)] [18,26]. Furthermore, the large volume
expansion associated with the uptake of hydrogen must
lead to macroscopic structural rearrangements. The asso-
ciated increase in porosity will weaken the elastic clamping
effect on the Mg-Pd alloy from the adjacent Ti layers. In
contrast, the alloying influence of Pd is recovered after
desorption, as evidenced by the constant slope of the curves
in Fig. 2(b). The formation of local structural defects upon
hydrogen desorption has already been observed in pure Mg
thin films, in which the volume contraction upon dehy-
drogenation is accompanied by the formation of a porous

structure [27–29]. This scenario is confirmed by planar
view TEM images of a Mg0.9Pd0.1 alloy thin film before
and after 10 hydrogenation cycles [Fig. 3(b)]. These TEM
images reveal drastic microstructural changes in the metal
films upon hydrogen cycling, with coarsening of the grains
and the formation of a large number of voids, as confirmed
by the appearance of Fresnel fringes while imaging at over
and under focus (not shown here). It is evident that the large
expansion of Mg-based films upon hydrogenation is not
fully relaxed during dehydrogenation and the formation of
free surfaces (voids) is more favorable than the plastic
deformation needed to fully revert the film back to the
initial compact state.
So far, we have shown that the effect of alloying between

Mg and Pd on the hydrogenation pressure of Mg-Pd thin
films can be fully accounted for by considering the volume
contraction due to the addition of smaller Pd atoms to the
Mg lattice. By applying the same reasoning to the case of
Pd-capped thin films of pure magnesium [9], in which Mg

(a)

(b)

FIG. 3. (a) Pressure-optical transmission isotherms (PTIs) measured at 363 K for theMg-Pd thin films for the first three loadings and the
fourth unloading.Note the differentH2 pressure range for the unloading cycle. (b) Planar viewTEMimages of aMg0.9Pd0.1 film (left) before
and (right) after 10 hydrogenation and dehydrogenation cycles. The sample is supported by a thin Si3N4 membrane, and the contribution of
the Ti and Pd layers has been minimized using the following structure: Si3N4=Tið2 nmÞ=Mg0.9Pd0.1ð50 nmÞ=Tið2 nmÞ=Pdð3 nmÞ.
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and Pd form an alloy only at a very thin (less than 2 nm
thick) Mg=Pd interface, it is clear that the alloying model of
Chung et al. [10] cannot explain the observed large
increases of hydrogen loading pressure for films as thick
as 40 nm. Furthermore, as Mg and Ni have an enthalpy of
mixing (Hmix

MgNi ¼ −5.6 kJ=mol) that is an order of magni-
tude smaller than the one of Mg with Pd (Hmix

MgPd ¼
−43 kJ=mol) [30,31], the model of Chung et al. would
predict large differences for the loading pressures of
Ni- and Pd-capped Mg films. This prediction is contrary
to what we observed experimentally [9]. Interestingly, our
elastic clamping model predicts similar increases to the
loading pressures of Ni- and Pd-capped Mg thin films, in
agreement with the experimental observations. For a more
detailed comparison between the clamping [9] and alloying
[10] models, see also the Supplemental Materials, Sec.
SM5 [16], which includes Ref. [32].
While the clamping model gives a reasonable estimate of

the increase in loading pressures of capped thin films, it
treats each layer within the elastic approximation and does
not take into account any plastic deformation. In light of the
composition-independent unloading isotherms shown in
Fig. 3(a), however, it is clear that treating the hydrogenation
and dehydrogenation of Mg-based films within the elastic
approximation is incorrect and that a rigorous treatment
should include the energy involved in the creation of plastic
deformations. Interestingly, such energy for pure Mg is
comparable in magnitude to the elastic energy for a
perfectly clamped Pd-Mg bilayer (see Supplemental
Material, Sec. SM6 [16], which includes Ref. [33]), at
least qualitatively explaining the success of the clamping
model in reproducing the observed loading pressures.
Finally, a similar asymmetric behavior between hydrogen
loading and unloading has already been observed for
palladium nanoparticles and interpreted as due to the
formation of defects during hydrogen desorption [34].
In conclusion,wehavepresented a comprehensive studyof

the effect of alloying on the hydrogen absorption and
desorption properties of Pd-doped Mg thin films. Our
controlled sample geometry and combinatorial measurement
scheme allow us to quantitatively disentangle the effect of
alloying from the one due to clamping. Our results demon-
strate that, while alloying Mg with Pd does contribute to an
increase in loading pressure in Mg-Pd thin films, it cannot
explain the 2 orders ofmagnitude increase in loading pressure
observed for Pd-capped Mg films [9]. Our elastic clamping
model, however,while quantitatively describing the observed
increase in loading pressures, fails to explain why unloading
isotherms do not show any composition dependence.
Accurate modeling of the hydrogenation process of magne-
sium-based nanomaterials will have to include the large
structural rearrangements and plastic deformations occurring
upon hydrogen uptake (seeRef. [35] and the discussion in the
Supplemental Material, Sec. SM6 [16]). Furthermore, future
efforts to use elastic clamping effects to destabilize hydrogen

storage materials will have to take these observations into
account. For example, rigid scaffolding systems can only
effectively destabilize hydrogen storage systems that undergo
small volume expansions upon hydrogenation, therefore
remaining within the elastic regime. Alternatively, one could
envision a scaffolding system composed of a hydrogen-
transparent elastic polymer, capable of accommodating the
large volume expansion associated with the hydrogenation
process in Mg-based alloys. Finally, our work shows how
essential it is that any claim about destabilization of storage
materials is substantiated by absorption and desorption
experiments [36].
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Organisation for Scientific Research (Nederlandse
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