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1. Introduction

Thermal decomposition of hematite requires relatively 
high temperature and can happen in non-reducing atmo-
sphere, which is beyond most of the previous studies1–5) of 
iron oxides reduction. The reduction kinetics of hematite 
in reducing gas is studied with the background of blast 
furnace process, chemical looping combustion and so on. 
Corresponding to the operation condition of these pro-
cesses, the reaction temperature is usually controlled below 
1 200°C in the previous studies. However, the development 
of the HIsarna process, a promising alternative ironmaking 
process,6) requires the knowledge of reduction kinetics of 
hematite ore particles at the high temperatures. The HIsarna 
reactor contains two parts, the smelting reduction vessel 
(SRV) and the smelt cyclone. The reaction in SRV gener-
ates gas at around 1 400–1 450°C to the smelt cyclone,7) 
where the hematite particles are heated up and pre-reduced 
as in suspension. Afterwards, the pre-reduced particles 
form slag, hit the wall of cyclone and flow down the wall 
to the SRV. At such high temperature, the pre-reduction of 
hematite is driven by chemical reduction by gas and thermal 
decomposition.

Most studies in this temperature range focused on 
the reduction of iron bearing slag,8,9) magnetite10,11) and 
wüstite12,13) in reducing gas. Qu et al.14–16) studied the reduc-
tion kinetics of hematite particles in reducing gas in detail, 
providing kinetic parameters and other relevant information. 
The kinetic details of thermal decomposition of hematite are 
still not clear although some key information has already 
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been surveyed. Recently, Salmani et al.17) studied the ther-
mal decomposition kinetics of fine high-grade hematite 
powder at the high temperatures. Their experimental results 
indicated that the apparent activation energy of this reac-
tion could be 324 or 424 kJ/mol in the inert atmosphere. 
However, the mathematical formula of the reaction kinetic 
mechanism and the value of pre-exponential factor haven’t 
been reported.

The kinetic triplet contains the pre-exponential factor, 
activation energy and the reaction model function. To pro-
vide additional insight into the thermal decomposition of 
hematite ore, the kinetic triplet is calculated in this work.

2. Raw Material and Experimental Methods

Commercial hematite ore was supplied by Tata Steel 
IJmuiden. The average size of the hematite ore particles is 
110.5 μm. The chemical and phase composition of the par-
ticles, which were determined by X-Ray fluorescence and 
diffraction facilities (XRF and XRD), are shown in Table 1 
and Fig. 1, respectively. The chemical composition in Table 
1 is in the form of oxides with lacking of carbon content in 
the ore, which is equivalent to the composition of the cal-
cined sample. It shows that minerals other than iron oxide 
are relatively abundant. High weight ratio of (SiO2+Al2O3)/

Table 1. Normalized chemical composition of the calcined hema-
tite ore particles in the form of oxide by XRF detection.

Name Fe2O3 SiO2 Al2O3 CaO MgO MnO TiO2 Rest.

(wt%) 72.354 14.03 4.985 2.974 2.524 1.429 0.721 0.985

Error  0.1  0.1 0.07 0.05 0.05 0.04 0.03 0.058
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(CaO+MgO) indicates it is an acid iron ore. Figure 1 shows 
that the principal phase is hematite. SiO2 in the form of 
quartz is also shown in the XRD pattern.

Thermogravimetric analyzer (Netzsch Thermal Analysis 
STA 409) was used to study the thermal decomposition 
kinetics of the dried hematite ore particles. Around 20 mg 
of sample was put in a cylindrical crucible, linearly heated 
to a certain temperature. The heating rate was controlled as 
2, 3, 5 and 10°C/min, respectively. Pure nitrogen was intro-
duced into the reactor chamber in a flow rate of 40 ml/min. 
The reacted sample was cooled down naturally in the 
reactor after reaction. Part of the sample was collected for 
XRD, optical microscopy and scanning electron microscopy 
(SEM) observation. In SEM analysis, method of backscat-
tered electrons (BSE) was combined with energy dispersive 
spectrometry (EDS) to provide details of the elements dis-
tribution of the particles.

3. Results and Discussion

3.1. Reaction Process
Figure 2 shows the thermogravimetric curves as illustra-

tion. The weight loss of hematite ore can be divided into 
two parts, recorded as low and high-temperature regions. In 
the experiment with the heating rate of 10°C/min, sample 
weight lost 1.61±0.17 wt% from 600 to 770°C. It is sug-
gested that the low-temperature region is corresponding to 
the decomposition of carbonates (also known as calcina-
tion). The decomposition temperature of magnesite is from 
267 to 540°C, calcite is from 720 to 780°C,18) dolomite is 
above 770°C and contains two differential thermal analysis 
peaks.19) Therefore, the carbonate is supposed to be calcite, 
and the decomposition reaction:

 CaCO CaO CO3 2� �  ......................... (1)

The amount of CaCO3 is estimated to be 3.66±0.39 wt%. 
After the removal of CO2 from the raw materials, the con-
tent of hematite in ore is 72.354 wt% as shown in Table 1. 
The weight loss of the sample in the reduction from hema-
tite to magnetite, wustite and metallic iron are 2.41, 7.23 and 
21.7 wt% of the calcined sample weight, w0.

Figure 2 also indicates the thermal decomposition of 

hematite starts from 1 150°C, in the high temperature 
region. Around 3 wt% weight is lost in this region. The 
region can be divided into two stages, one is from around 
1 150°C to 1 320°C, and the other is above 1 320°C. The 
turning point at 1 320°C implies a transformation of reac-
tion kinetic mechanism. The weight losses at the turning 
points of all experiments are slightly lower than 2.41 wt% 
of the calcined sample. Since the reduction from hematite 
to magnetite losses 3.33 wt% of total weight as mentioned 
before, the experimental result indicates that the product can 
be principally magnetite rather than wustite or metallic iron.

Thermodynamics software, FactSage 7.0, was employed 
to predict the product composition in equilibrium. In the 
TGA experiments, gaseous products would be taken away 
from the reactor chamber by flowing nitrogen. Thus, a 
simulation of an open system was carried out for the ther-
modynamic prediction. In this open system, 1 L nitrogen 
was introduced into 100 g calcined Hematite ore with the 
same composition as Table 1. After the reaction achieved 
the equilibrium state, all gases, including the gaseous prod-
ucts, were removed from the reaction system, and then 1 L 
fresh nitrogen was introduced again for further reaction. The 
refreshing step was set to be 200 times in the simulation, 
and the total input amount of nitrogen was 200 L. Figure 
3 exemplifies the reaction products in equilibrium state at 
1 450°C. Occurrence of iron oxides in the solid state is Spi-
nel principally, and the total iron content in slag is around 
11 to 17 wt%. Here, the spinel is the solid solution in which 
magnetite is the principal component. As predicted earlier, 
no metallic iron is produced in the thermal decomposition 
reaction. The prediction of the thermal decomposition of 
the ore in the open system (Fig. 4) shows that the amount 
of the released oxygen from the ore reaches 1.69, 5.08, 
and 15.50 L oxygen gas when the ore was decomposed 
to Fe3O4, FeO, and Fe, respectively. The oxygen emission 
in the decomposition is less than 5.08 L (The oxygen is 
7.25 wt% of the calcined sample), which implies that the 
final products of thermal decomposition are principally 
magnetite, with mixing of some FeO. Figures 3 and 4 both 
show the equilibrated composition varies not only with 
nitrogen volume but also with the reaction temperature. 
Therefore, the weight loss at the reaction termination point 

Fig. 1. XRD pattern of the particle with mean size of 110.5 μm. 

Fig. 2. Weight loss of hematite ore particles in temperature pro-
gram reaction with different temperature rising rates in 
pure nitrogen. (Online version in color.)
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seem to be complex oxides. Besides, EDS data shows few 
or none iron in the complex oxides. After heated to 1 100°C, 
the thermal decomposition of hematite did not start, but 
carbonates had already been burnt into oxides. Due to the 
calcination, the surface of some non-hematite particles has 
been crisscrossed by cracks (Fig. 5).

The samples reached 1 310°C and 1 500°C were scraped 
from the agglomerations in the crucible. Figures 5(c) 
and 6(b) show that the non-hematite oxides have melted, 
forming considerable amount of slag as connectors of two 
particles. Usually, the reactants prefer to diffuse through 
a thin gas boundary layer rather than a sticky slag phase. 
Comparing to the release of oxygen happens between gas-
particle surface, it is assumed that the reaction rate on the 

Fig. 3. Equilibrium state of 100 g Hematite ore particles reacted 
with nitrogen in open system at 1 450°C. (Online version 
in color.)

Fig. 4. Total released oxygen in equilibrium state of 100 g Hema-
tite ore particles reacted with nitrogen in open system, 
where the values above the frame of the diagram show the 
amount of released oxygen gas at the end of the corre-
sponding reactions. (Online version in color.)
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Fig. 5. Surface morphology of Hematite ore particles at (a) room temperature; (b) 1 100°C; (c) 1 310°C; (d) 1 500°C.

needs to be assumed based on the comprehensive survey of 
experimental results and thermodynamic theory.

3.2. Characterizations of the Reacted Sample during 
the Reaction

In Fig. 2, there are two temperature regions with three 
steps of weight loss. Therefore, the specimens at room tem-
perature, 1 100°C, 1 310°C and 1 500°C were observed by 
BSE/EDS. The three temperatures are located within differ-
ent ranges of the three steps. The surface morphology of the 
particles is shown in Fig. 5, and the cross section is shown 
in Fig. 6. The color of hematite phase in the figures is light 
and other minerals are dark. Figure 5(a) shows that most 
hematite particles contain no or very few other minerals 
inside. EDS data shows that the main cation in non-hematite 
particles is silicon cations. In addition, SiO2 (quartz) was 
detected as a single phase. All other non-hematite oxides 
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slag-particle interface could be ignorable. Therefore, the real 
reaction interface at the high temperatures was reduced by 
slag formation.

Figures 6(c)–6(d) show the hematite particles breaking up 
into small pieces, which could be a result of the deformation 
stress in the reduction process. Due to the increased gas-ore 
interface, the reduction rate should increase, however, Fig. 
2 shows an opposite result. The figures also indicate that, at 
high temperature, molten slag flowed down to the bottom 
of the alumina crucible, leaving less slag on the top. Such 
top part (Fig. 6(c)) is relatively easier to be stripped off for 
observation. The ore particles at the bottom (Fig. 6(d)) were 
submerged in bulk slag, therefore the reaction surface of the 
bottom part was very limited. The figures show that the plas-
ticity of particles was stronger at the higher temperatures. 
Therefore, the deformed particles on the top of the crucible 
were merged by the small amount of slag as connectors of 
the matching surfaces. The reaction surface of the top part 
was also limited. As a result, the reduction rate decreased 
at 1 500°C.

Slag composition was detected by EDS. It shows that 
silicon cations range from 26 to 30 mol% at 1 500°C. 3 
to 5 mol% of iron cations were detected out in the slag at 
1 310°C, which implied the interaction between slag and 
ore particles was limited. However, 5 to 10 mol% of iron 
cations contents in slag at 1 500°C. The increasing iron con-
centration in slag implies that the interaction between slag 
and ore particles is more important at higher temperature.

The XRD analysis results of the reacted samples are 
given in Fig. 7. Only hematite and quartz were detected 
at 1 100°C. At 1 310°C, around 42.4 wt% of hematite had 
been reduced to be magnetite based on the semi quantita-
tive analysis.20) No hematite was detected at 1 500°C. The 
diffuse X-ray peak around 20° at 1 310°C and 1 500°C is 
contributed by the slag phase. The XRD results suggest that 

the thermal decomposition from hematite to magnetite has 
been finished before 1 500°C. At the meantime, the melting 
already started.

3.3. Kinetic Parameters of Thermal Decomposition
Iso-conversional methods are employed to obtain the acti-

vation energies of the two kinetic stages of thermal decom-
position. The two stages are divided by the turning point 
of 1 320°C. Three iso-conversional methods, Kissinger 
method, Ozawa-Flynn-Wall method and Boswell method, 
were compared to verify the results. These methods are 
well known as a model-free kinetic approach. All the meth-
ods are based on the numerical solution of the temperature 
integration. The general equation of all the three methods 

(a)

(c)

(b)

(d)

(a)

(c)

(b)

(d)

Fig. 6. Cross section of Hematite ore particles reached (a) 1 100°C; (b) 1 310°C; (c) 1 500°C (stripped particles); (d) 
1 500°C (bottom in the crucible).

Fig. 7. XRD pattern of Hematite ore particles before and after 
reaction with heating rate of 10°C/min to different tem-
peratures. (Online version in color.)
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is as follows:21)
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where, g(α) is the integral form of the mathematical func-
tion that represents the reaction mechanism, α is the reac-
tion fraction, β is the temperature-increasing rate, R is gas 
constant, ΔE is the apparent activation energy, Tf is the 
temperature at a fixed state of transformation and B and s 
are constants. In the case of Kissinger’s method s=2, and 
B=1, for Boswell22) s=1, and B=1, and for Ozawa-Flynn-
Wall method23) s=0, and B=1.0518. The requirement of the 

method application is 15 60� �
�E
RTf

. Ozawa-Flynn-Wall 

method is employed to compute the pre-exponential factor, 
A, in Arrhenius law:
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Where, k is the reaction rate constant, and it is known 
that in Eq. (2) C= ln[AR/(g(α) ΔE)]−5.3305.23) It could be 
noticed that the pre-exponential factor cannot be calculated 
out directly from the aforementioned methods because of 
the unknown formula of g(α). However, using compensa-
tion effect, the value of A can be estimated following the 
evaluation of activation energy. The calculation result is 
shown in Fig. 8. Here, the Δw/w0 is set to be 0% at the start 
point of thermal decomposition reaction. Δw/w0 is defined 
as the weight loss of the sample divided by the total weight 
of calcined sample. The value of adj. R2 is used to judge the 
linearity of the data. The degree of linearity of the 2nd stage 
is weaker according to the lower value of adj. R2 comparing 
to the 1st stage. An average value of the reaction activation 
energy for the 1st stage is 629±75, 636±75 and 648±74 
kJ/mol according to Kissinger method, Ozawa-Flynn-Wall 
method and Boswell method, respectively. The ΔE for the 
2nd stage is 313±42, 325±38 and 327±41 kJ/mol accord-
ing to different methods in sequence. The experimental 
data with heating rate of 2°C/min is excluded from the 
kinetic analysis for the 2nd stage for that it cannot fulfill 
the requirement of calculation. It is noted that the activation 
energies for the iron oxides thermal decomposition at high 
temperature is higher than that of low temperature reduc-
tion (below 1 150°C).5) Salmani et al.17) suggest the thermal 

decomposition of hematite could be controlled by chemical 
reaction, which coincides with Qu.’s view.14,16) Especially, 
comparably, the activation energy of cations inside the 
matrix can contribute to such high activation energy. Based 
on the values on the values of activation energies and the 
literatures, it implies that the rate controlling steps in both 
first stage and second stage can be the inner diffusion step 
of iron in solid phase and the diffusion of iron in slag phase, 
respectively. Whilst, experimental works with advanced 
characterization of the microstructure development of the 
samples need to be carried out to further clarify the reaction 
kinetic mechanism.

The values obtained via Ozawa-Flynn-Wall method are 
selected for the next analysis. It is know that the compensa-
tion effect of A and ΔE is:24,25)
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where, f (α) is the differential form of the mathematical 
function that represents the reaction mechanism, a and b are 
the two compensation parameters. It indicates a linear rela-
tionship of a pair of apparent Arrhenius parameters. Based 
on Eq. (4), A can be calculated out if we know the value 
of the other three in the equation. No matter what model is 
used to describe the actual reaction kinetics, the values of 
the compensation parameters should be the same. Therefore, 
all the possible models, even if they cannot describe the real 
reaction kinetics, could be employed to fit the experimental 
data to get several pairs of A and ΔE, then the values of a 
and b could be obtained from a linear relationship of them. 
According to this linear relationship, the value of A could 
be evaluated from the known ΔE.

The differential forms, f (α), and integral forms, g(α), 
of some potential kinetic models are listed in Table 2. All 
of them were fitted to the experimental data using Achar-
Brindley-Sharp’s differential method.26) The equation of this 
method is described as follows:

 ln ln ( ) ln
d

dt
f A

E
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�  ................. (5)

It is noticed that the derivative of the reaction fraction, α, 
is necessary for the calculation. Also, α has to be defined 
before fitting. Theoretically, it is assumed that the weight 
loss of ore particles is 2.41 wt% of the calcined sample at 

Fig. 8. Activation energy of thermal decomposition reaction: (a) 1st stage; (b) 2nd stage, which are before and after 
1 320°C. (Online version in color.)
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the end of the 1st reaction stage, when the hematite phase 
has been converted to magnetite; and 7.23 wt% at the 2nd 
reaction stage, when the sample has been converted to 
Fe3+-free molten slag. Furthermore, α is defined to be the 
real weight loss of the sample in the thermal decomposi-
tion reaction divided by this theoretical weight loss. Before 
derivation, a smooth of the curve to reduce the noise could 
also result in data distortion. This negative effect has been 
reduced to an acceptable range. The experimental data was 
transferred to be the form of the left side of Eq. (5), then 
the corresponding values of A and ΔE for each model were 
evaluated by linear fitting. The fitting results of the reaction 
with temperature rising rate of 2°C/min are shown in Fig. 
9 as an illustration. Table 3 shows that the fitting results 
of adj. R2 varies from 0.26 to 0.99. The model with higher 
value of adj. R2 implies a potential reaction kinetics, but 
the fitting results show either several models have similar 
values of adj. R2, or the model with the highest value of 
adj. R2 is inconsistent in different experiments. Although no 
model can be suggested to be the best one, in synthesis, the 
reaction models with codes of F1, F2 and D3 could be the 
candidates of the potential kinetic mechanism.

Based on the fitting results, the relationship of A and 
ΔE was built up as shown in Fig. 10. The value of A was 
estimated from the value of ΔE that was obtained by Ozawa-
Flynn-Wall method. Usually, the correct A and ΔE could be 
figured out by the intersect point of the compensation lines 
with different temperature rising rates.27,28) However, the dif-
ference of the slopes of the four lines in Fig. 10 is so small 
that it could be ignored considering the computational error. 
Therefore, the value of A is better to be estimated from the 
mean value of the slopes rather than from the intersect point 
of the lines. Take the compensation line with 2°C/min as an 
illustration, the values of a and b are −11.86 and 8.11·10 −5 
mol/J, respectively. And the value of ln(A/s −1) can be cal-
culated as 43.5±6.1. Overall, the average value of ln(A/s −1) 

Table 2. The kinetic models of heterogeneous reactions.

Reaction model Code f(α) g(α)

Power law P1 4α3/4 α1/4

Power law P2 3α2/3 α1/3

Power law P3 2α1/2 α1/2

Power law P4 2/3α−1/2 α3/2

One-dimensional  
diffusion D1 1/2α−1 α2

Mampel (first order) F1 1−α −ln(1−α)

Avrami-Erofeev A4 4(1−α)[− ln(1−α)]3/4 [− ln(1−α)]1/4

Avrami-Erofeev A3 3(1−α)[− ln(1−α)]2/3 [− ln(1−α)]1/3

Avrami-Erofeev A2 2(1−α)[− ln(1−α)]1/2 [− ln(1−α)]1/2

Three-dimensional  
diffusion D3 3/2(1−α)2/3 

[1− (1−α)1/3] −1 [1− (1−α)1/3]2

Contracting sphere R3 3*(1−α)2/3 1− (1−α)1/3

Contracting cylinder R2 2*(1−α)1/2 1− (1−α)1/2

Two-dimensional  
diffusion D2 [− ln(1−α)] −1 (1−α)ln(1−α)+  α

Second order F2 (1−α)2 (1−α)2

Fig. 9. Fitting results of kinetic models to the thermal decomposi-
tion of hematite ore in nitrogen atmosphere, where the 
dash lines are the experimental data, and the solid lines 
are the fitting results of Achar-Brindley-Sharp’s equation 
with temperature rising rate 2°C/min. (Online version in 
color.)

Fig. 10. Compensation effect of A and ΔE in the 1st stage of ther-
mal decomposition reaction. (Online version in color.)

Table 3. Value of adj. R2 for the models in Fig. 9.

Model
Adj. R-Square

2°C/min 3°C/min 5°C/min 10°C/min

P1 0.8674 0.7546 0.9167 0.7204

P2 0.8218 0.6381 0.8738 0.6352

P3 0.6822 0.2642 0.7010 0.4003

P4 0.3141 0.7753 0.6678 0.5134

D1 0.5884 0.8615 0.8007 0.7054

F1 0.9779 0.9877 0.9716 0.9748

A4 0.2594 0.8091 0.2838 0.4258

A3 0.5101 0.8912 0.5815 0.7037

A2 0.9232 0.9519 0.8432 0.8903

D3 0.9430 0.9939 0.9815 0.9638

R3 0.8588 0.9890 0.9606 0.9029

R2 0.6847 0.9683 0.9249 0.8035

D2 0.8115 0.9550 0.9258 0.8710

F2 0.9891 0.9440 0.9453 0.9743
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Fig. 11. Compensation effect of A and ΔE in the 2nd stage of ther-
mal decomposition reaction. (Online version in color.)

Fig. 13. Prediction of isothermal reaction kinetic curves from 
model (7) and the experimental results from reference.7) 
(Online version in color.)

Fig. 12. The f(α) values estimated for the 1st stage of Hematite 
ore thermal decomposition with different heating rate. 
The dash lines are experimental results, and the solid 
lines represent the theoretical models. (Online version in 
color.)

is 42.9±6.6 for the whole experiments.
Similarly, for the 2nd stage of thermal decomposition 

reaction, one could find the compensation effect of A and 
ΔE, which is shown in Fig. 11. It could be noticed that the 
error bars are greatly increased comparing with the data in 
Fig. 10. It is because of its relatively low reaction rate and 
excessive ambient noise. The values of a and b in Eq. (4) 
are −10.49 and 7.51·10 −5 mol/J, respectively. Furthermore, 
the value of ln(A/s −1) is estimated to be 14.1±3.08.

3.4. Discussion of Reaction Mechanism
The study objective is to provide values of kinetic triplet 

to the thermal decomposition of particles in the cyclone 
converter in HIsarna reactor. The 1st stage of the thermal 
decomposition in TGA is similar to the pre-reduction of 
particle suspension in the cyclone with high load of ore, 
where the melted slag phase could join the ore particles as 
clusters. The 2nd stage can be regarded as the reaction of 
gas and the slag on the wall of cyclone.

Since the values of ΔE and A are known, the kinetic 
model of the reaction could be estimated by comparison 
with the experimental data. The values of ΔE and A were 
substituted into the equations of kinetic models in Table 2, 
and the corresponding curves are plotted in Fig. 12. It shows 
that the models in Table 2 could not be used to describe the 
reaction mechanism. Especially, it can be noted an obvious 
deviation between the experimental data and the models 
F1, F2 and D3. In this situation, Sestak-Berggren (SB) 
model29,30) is suggested to be employed:

 f m n� � �� � � �� �1  .......................... (6)

where, m and n are empirical parameters. Fitting process 
was carried out with flexible value of lnA, and the result is 
shown in Fig. 12. And the expression of reaction rate could 
be as follows:

 
d

dt RT

�
�� � ��

�
�

�
�
� � �exp . ( ) .42 9 10 13 1 38636 

........... (7)

This formula is similar to the Mampel mechanism (code 
F1), but the integral form of it has no analytical solution. 
Moreover, based on Eq. (7), one can predict the thermal 
decomposition reaction of the ore particles in HTDF or 

HIsarna reactor.
Figure 13 shows the prediction results of isothermal 

reactions based on Eq. (7), the kinetic model of the 1st 
stage of thermal decomposition. Comparing to the known 
experimental results in nitrogen gas from Qu et al.,31) it can 
be noticed that the predicted data at 1 527°C is similar to the 
reported data. Nevertheless, the predicted data at 1 377°C is 
much lower than her data at the same reaction time. Accord-
ingly, it is easy to know that the value of activation energy 
in this experiment is higher than the reference data. The 
reason could be the different chemical compositions and 
structures of the raw materials. More characterization for 
different ore particles needs to be carried out in the future 
to comprehensive understanding.

The relatively excessive noise in the 2nd stage of thermal 
decomposition effects the result a lot, which results in that 
one cannot point out the proper reaction kinetic model prop-
erly. As shown in Fig. 14, it could only be recommended 
that F2 might be the potential kinetic equation of the reac-
tion at this stage.
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4. Conclusions

(1) The thermal decomposition of hematite ore starts 
from 1 150°C, and it contains two kinetic stages. The weight 
loss of the sample with average particle size contribution of 
110.5 μm is within 2.41 wt% in the 1st stage. And the XRD 
data shows that the decomposed sample contains magnetite 
principally.

(2) Slag forms in the reaction, which results in slowing 
down of the reaction rate in the 2nd stage. Based on the 
thermodynamic prediction, the slag composition contains 
Fe2+  and Fe3+ , and the iron cations concentration nearly 
doubled from 1 310°C to 1 500°C. However, Si4+  is the 
principal component in the slag.

(3) The reaction mechanism of the 1st thermal decom-
position stage is proposed to be the inner diffusion step of 
iron in solid phase. Moreover, the reaction mechanism of 
the 2nd stage could be the diffusion of iron in slag phase.

(4) The kinetics of the thermal decomposition reaction 
in 1st stage was analyzed based on the isoconversional 
method. The values of ln(A/s −1), ΔE and f(α) are proposed 
to be 42.9, 636 kJ/mol, and (1−α)1.38, respectively.

(5) The values of ln(A/s −1) and ΔE of the thermal 
decomposition reaction in 2nd stage are proposed to be 14.1 
and 325 kJ/mol, respectively.
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Fig. 14. The f(α) values estimated for the 2nd stage of Hematite 
ore thermal decomposition with different heating rate. 
The dash lines are experimental results, and the solid 
lines represent the theoretical models. (Online version in 
color.)




