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1.1 The importance of batteries 

Particularly during the last century, human activities demand high energy 
generation. Currently most of the energy is generated by burning fossil fuels, 
coal and oil. As a result carbon dioxide (CO2) is emitted to the atmosphere. 
Since CO2 is a good absorber of heat radiation, accumulation of CO2 will 
cause greenhouse effect, accordingly rising the global average 
temperature1. The Paris Agreement aims to limit the temperature increase 
to 1.5 °C above pre-industrial levels, which would significantly reduce impact 
of climate change2,3. To accomplish this climate goal, governments agreed 
to ensure sustainable food production, develop technologies to capture and 
store carbon, and implement different sectors of the energy systems4. This 
then will ultimately must lead to a significant reduction of the emission of 
CO2 into the atmosphere. The first step in transforming the energy systems 
is electricity decarbonisation to reduce emissions from the building, industry 
and transport sectors, which is required as a near-term goal. Transport 
particularly is difficult to decarbonise since it is highly dependent on liquid 
fossil fuels with dispersed combustion. Decarbonisation efforts will 
inevitably have an effect on the global economy. From a broader 
perspective, the main issues associated with the generation and usage of the 
electricity are mainly (1) reliability of the grid, (2) usage of fossil fuels and 
carbon footprint, (3) development of electric vehicles to replace oil, (4) 
usage and promotion of renewable energy generation. The solution to 
overcome those issues need to be affordable with respect to costs. A long-
term goal, however, is to replace fossil fuels by renewable energy. The 
dominant resources for renewable energy today are wind and solar power5. 
These wind and solar plants are connected to the electricity grid to further 
distribute energy to the utilisation sites. Electrical energy storage devise are 
essential to improve utilisation and reliability of the grid. Batteries are an 
excellent energy storage system to integrate with renewable energy 
generation technology6, since copying with varying power generation is 
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1 challenging and batteries can prevent the shortage of energy during daily 
and seasonal fluctuations of solar and wind generation7. Usage of the 
batteries systems for electricity storage is required to have low cost and long 
cycle life (at least 20–30 years). Different energy systems8, commercially 
available such as lead acid, nickel cadmium (NiCd), sodium sulphur (Na-S) for 
grid application and Li-ion for electronics, grid storage and electric vehicles, 
are considered9. Portable devices and transportation can have different 
energy needs, different parameters need to be considered for optimal use. 
For portable electronics energy density is vital, however for electrical 
vehicles improvement of power density for charging is also important. The 
energy density (Wh/kg) represents the energy stored per kg in the system 
(which can be regarded as equivalent to the driving range for a car), while 
the power density represents its ability to deliver high power in a short time 
(seen as equivalent to the acceleration of a car or the time of recharging its 
battery). Capacitors for example can deliver a very high power (typically 
between 103 and 104 W/kg) but only for a limited time (from a few 
milliseconds to a few seconds) because of a low energy density (<10 Wh/kg). 
The advantage of Li-ion batteries is that they are versatile: they can both 
deliver a high power and a high energy density, which is crucial in an electric 
car for example where both acceleration and long range are needed. This is 
the main reason why Li-ion batteries are today the preferred power source 
for many applications: portable electronics, power tools, plug-in hybrid 
electric vehicle (PHEV) and electric vehicles (EV), etc. Since, Li-ion batteries 
offers the highest power and energy density compared to other battery 
systems, cycle life, and nominal voltage (important since determines the 
quantity of single cells required) are also in advantage. The cost is still the 
challenge10.  
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1.2 Lithium ion batteries 

The Nobel Prize in Chemistry in 2019 has been awarded to the scientists that 
devoted their work to Li-ion batteries11. The concept of intercalation 
materials12-15 was firstly introduced by Michael Stanley Whittingham and in 
1970s he discovered TiS2 structure16 used as a positive electrode for Li-ion 
batteries together with Li metal (Fig. 1b). In 1980s John Goodenough 
proposed the battery with intercalation cathode material lithium cobalt 
oxide (LiCoO2 or in short LCO)17,18, which is nowadays the most common 
cathode material for rechargeable Li-ion batteries (Fig. 1a). In 1985s Akira 
Yoshino proposed carbonaceous materials for a negative electrode19-21, 
mainly responsible for the development of graphite (Fig. 1c). In 1991s Sony 
commercialised first Li-ion battery, consisting on those two developments, 
graphite as a negative electrode and lithium cobalt oxide as a positive 
electrode. In this thesis, as will be pointed out later on, a further 
improvenment on the negative electrode is being studied, focussing on 
moving over to silicon to replace the carbonaceous electrode material. 

Figure 1 | Nobel Prize winners in Chemistry awarded for development of Li-ion batteries. a) 
J.B. Goodenough for lithium cobalt oxide, b) M.S. Whittingham for lithium disulphide and c) 
A. Yoshino for graphite. © Johan Jarnestad/The Royal Swedish Academy of Sciences 
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1 What is the working principle of the Li-ion battery? In general, a 
battery is an electrochemical system that converts and stores electrical 
energy into chemical energy during charge and converts it back to electrical 
energy during discharge. It consists of a negative and a positive electrode, 
erroneously, but usually for simplicity named anode and cathode, 
respectively. Between the electrodes a separator typically wetted with an 
ionically conductive electrolyte solution is placed22. Every battery requires 
the exchange of charge carriers between negative and positive electrode, 
which depends on the type of battery system mentioned at Section 1.1. For 
the Li-ion batteries however, the most commonly used charge carrier is a Li-
ion. The electrolyte allows the Li-ions to flow from one electrode to the other 
through the separator9,23.  

 
Figure 2 | a) Schematic representation of the working principle of a Li-ion battery and b) 
the main issues associated with its usage. c) Relevant length scales in the battery and d) 
characterisation techniques used in this thesis to study them.  
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The principle of the rechargeable Li-ion battery is presented in Figure 2a. A 
rich field of investigation is focused on developing new materials with high 
performance by increasing both energy and power density in advanced Li-
ion batteries. Since the development of the first Li-ion battery, the negative 
electrode material of choice has been graphite, because it has a very stable 
behaviour in the battery24 and gives rise to a high cycle life, compared to 
other negative electrode materials. Despite its high cycle life, graphite has a 
big drawback, namely its low specific capacity (372 mAh/g for the end 
compound LiC6)25. This makes it hard to develop batteries with higher energy 
densities. Silicon (Si) is a very promising candidate for the future applications 
to replace graphite, due to its relatively low discharge potential (< 0.5 V 
versus Li/Li+), a high capacity of 3579 mAh/g26, corresponding to the Li15Si4 
phase21 at room temperature and natural abundance of elemental Si, which 
makes it is relatively cheap to produce27. The Li density in the fully lithiated 
Li-Si alloy (Li22Si5) is higher compared to that in metallic Li28.The driving force 
for Li between two electrodes is the difference in Li chemical potential (µ). 
In the charged battery, where a Si electrode is used and thus is filled with Li-
ions and the charge compensating electrons, the difference in Li chemical 
potential between positive and negative electrode forces Li-ions to move 
spontaneously from the negative electrode (lithium silicide, Li3.75Si), through 
the electrolyte solution to the positive electrode (e.g. a lithium cobalt oxide, 
Li0.5CoO2). To enable electric neutrality, the charge of the Li-ions needs to be 
compensated with the same amount of electrons which are transported 
through an external circuit, since the electrolyte has a high electronic 
resistivity, due to its large electronic bandgap. This process is called 
discharge. When the chemical potential reaches equilibrium (the potential 
of the battery becomes zero), the movement of ions and electrons will stop. 
However, once applying an electrical potential, electrons and ions start to 
flow in the opposite direction, which process is then called charge. By 
definition an oxidation reaction takes place at the anode and a reduction 
reaction occurs at the cathode. Hence during discharge, the anode is the 
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1 negative electrode and the positive electrode then is the cathode, and vice 
versa during charge. However, as indicated earlier, in the battery 
community, usually the negative electrode is being referred to as the anode. 
Hence, the processes in a LiCoO2 | Si Li-ion battery can be described by the 
following reactions:  

Anode: 𝑆𝑆𝑆𝑆 + 𝑥𝑥𝑥𝑥𝑆𝑆+ + 𝑥𝑥𝑥𝑥− ⇌  𝑥𝑥𝑆𝑆𝑥𝑥𝑆𝑆𝑆𝑆 (𝑤𝑤𝑆𝑆𝑤𝑤ℎ 𝑥𝑥 = 3.75 𝑎𝑎𝑤𝑤 𝑚𝑚𝑎𝑎𝑥𝑥𝑆𝑆𝑚𝑚𝑚𝑚𝑚𝑚 𝑐𝑐ℎ𝑎𝑎𝑎𝑎𝑎𝑎𝑥𝑥) 

Cathode: 𝑥𝑥𝑆𝑆𝐿𝐿𝐿𝐿𝐿𝐿2 ⇌  𝑥𝑥𝑆𝑆1−𝑥𝑥𝐿𝐿𝐿𝐿𝐿𝐿2 + 𝑥𝑥𝑥𝑥𝑆𝑆+ + 𝑥𝑥𝑥𝑥− 

Overall: 𝑆𝑆𝑆𝑆 + 𝑥𝑥𝑆𝑆𝐿𝐿𝐿𝐿𝐿𝐿2 ⇌  𝑥𝑥𝑆𝑆1−𝑥𝑥𝐿𝐿𝐿𝐿𝐿𝐿2 + 𝑥𝑥𝑆𝑆𝑥𝑥𝑆𝑆𝑆𝑆 

It is important to realise, that in a charged battery, if Si alloyed with electrons 
and ions (Li3.75Si) and has the highest chemical potential in contact with 
delithiated LCO with a lower chemical potential gives a spontaneous 
reaction. In this situation Li3.75Si is an anode and LCO cathode. However, in a 
half cell configuration where Li metal is used as counter electrode, the 
reverse terminology is valid, due to higher chemical potential of Li metal 
(lower voltage) versus Si. Hence, Li metal will always be regarded as the 
anode. 

The performance of the battery is further dependent on the amount 
of electrons being transferred between the electrodes referred to as the 
capacity and measured in mAh/g. The number of ions transported through 
the battery is controlled by the applied or accepted current. Particularly, 
high currents require an extra energy to drive the reaction, which is referred 
to as overpotential so as to overcome energy barriers, better known as the 
resistance. Since the electrode has to allow a flow of both Li-ions and 
electrons, the system needs to be both ionically and electronically 
conductive. Many active materials are poor electronic conductors, so it is 
important to optimise the particle size to allow a decent power 
performance. In the same respect, using these particles, they need to have 
mutual electronic contact, which is achieved by adding certain conductive 
carbons29. Finally, in order to fabricate a complete electrode, these materials 
needs to be kept together, which is done with a binder30,31. This binder is 
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further important in assisting to resist volumetric changes occurring in the 
electrodes during insertion / de-insertion and ensure adhesion to the 
current collector32,33.  

1.3 The challenges of Si negative electrode and how they 
are addressed in this thesis 

What are the main challenges of the Si electrodes? The two main issues of 
Si electrodes, as shown in Figure 2b, are structural changes and solid 
electrolyte interphase (SEI) formation, which shorten the cycle life. Despite 
the attractive features, including high specific capacity, low costs and low 
operation potential, Si-based electrodes face significant challenges such as 
large volume changes (almost 300%) during cycling34, which limit the cycle 
life of the battery. This volume change is caused due the large number of Li 
atoms that can be inserted into the Si35. The volume expansion causes 
pulverisation of the Si particles and fractures in the electrode which leads to 
decrease of capacity36. Extended fractures in the whole electrode structure 
lead to a complete loss of electrical contact between active particles, 
conductive network and current collector37. As a results of lithiation and 
structural changes38 occurring in the Si due to crystalline-amorphous phase 
transformation, induces mechanical stresses in the host material39. Due to 
low electrochemical potential of negative electrodes40, the surface of the 
negative electrode is covered by an SEI, which consists of decomposition 
products of lithium salt and organic electrolyte solvent. The Li in this process 
is irreversibly consumed, with the electrolyte solvent electrochemically 
reduced to inorganic crystals (protective function) and oligomers (small 
polymers), causing lower Coulombic efficiency during the first cycle. In case 
of a carbonaceous negative electrodes, a stable SEI is formed on the graphite 
over the first cycles preventing its continuous formation of SEI and further 
consumption of Li. In this case the SEI allows Li ions movements but prevents 
the infiltration of solvent. In contrast to graphite negative electrode, due to 
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1 the huge volume expansion of Si, the SEI is highly unstable and it will crack 
during cycling. This will result in fresh Si being exposed to the electrolyte. 
Hence, to restore the SEI, Li and electrolyte will be consumed again. The SEI 
will grow thicker during cycling, and this will lead to losses in the 
electrochemical contact with the particles and capacity fading. The repeated 
consumption of Li affects the safety, power, capacity and the cycle life of the 
cell. 

Solution strategies to the mechanical stress induced by volume 
expansion41 in Si electrodes. To prevent fracturing of the surface and 
cracking of Si particles during cycling42, reducing the particle size to 
approximately 100 nm43 is essential. To accommodate large volume changes 
without pulverisation, different morphologies such as nanowires44,45, hollow 
nanospheres46, nanotubes47, yolk shell structures48,49 are suggested. 
Moreover surface modifications, such as various coating strategies are 
applied50,51. To preserve the integrity of the Si electrode during extensive 
cycling Si particles are dispersed in inactive52 or conductive composite53 such 
as carbon matrix54,55 have been developed56. To further maintain the 
electrode integrity the usage binders are explored57. CMC (carboxymethyl 
cellulose)58 made from an acidic solvent (pH = 3) showed better 
accommodation of volume changes. The aqueous slurry with pH = 3 tends 
to form hydrogen bonds (Si-OH-COOH) and that promotes formation of 
covalent bonds (Si-OCO-R) between CMC chains and Si particles. Covalent 
bonds improve the mechanical strength of the Si electrode59. Other binders 
such as PEFM for Si have different functional groups providing flexibility, 
mechanical adhesion and high electrical and ionic conductivity60,61.  

Solutions to unstable SEI formation in Si electrodes 41. Modifying the 
electrolyte composition is relevant for the Si/electrolyte interface so as to 
form a stable SEI. Chemical and mechanical stability of the SEI is vital for the 
long term operation of the battery. The most common electrolyte additive 
are fluoroethylene carbonate (FEC), vinylene carbonate (VC)62, and lithium 
difluoride(oxalate) borate (LiDFOB) 63-65. FEC decomposes easier than the 
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standard solvents (ethylene carbonate (EC)/ diethyl carbonate (DEC) 
commonly used in liquid electrolytes) forming an artificial protection layer 
composed of lithium fluoride (LiF). It thus suppresses degradation of the 
electrolyte solvents as well as it absorbs organic species from SEI by strong 
bonds of Li-F66 for further protection of the active electrode material Hence, 
such an SEI is desired to separate Si and the electrolyte from continuous 
decomposition, provided it is a good ion and electron conductor.  

In this study,100 nm Si particles were used (to avoid pulverisation), 
in combination with a CMC binder in acidic media (to promote structural 
integrity of the electrode). In Chapter 3, we study how an artificial protective 
coating behaves upon repeated (dis)charging and in Chapter 4 how in situ 
formed coatings behave, through FEC and VC electrolyte additives. Finally in 
Chapter 5 we study a novel approach, the addition of solid additives, aiming 
to improve the ionic conductivity of the electrodes and achieve more 
homogenous (de)lithiation of Si electrodes which is demonstrated to play a 
key role in the cycle life. 

Characterisation tools are explored in order to study the impact of 
protective coatings on the structural evolution and the lithiation through the 
depth of the electrode, both information being essential for complete 
understanding of the system. How to study at different length scales 
relevant for the described processes? Apart from the regular diagnostics 
such as charge/discharge profiling, cyclic voltammetry and electrochemical 
impedance spectroscopy, a detailed study is made on smaller length scales 
monitored with advanced tools. Relevant length scales in the battery are 
presented in Figure 2c,d. The issues associated with Li ion batteries have to 
be evaluated from an atomistic to the macroscopic level, which requires 
application of different experimental strategies. Especially in situ/operando 
are important as the processes are often dynamic in nature, and the 
reactivity of the systems often compromise the outcomes of ex-situ 
measurements. In this thesis study studies were performed at different 
length scales and under operando conditions, including X-ray diffraction and 
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1 Neutron Depth Profiling, aiming to gain insight in the relationship between 
interface properties, homogeneity of the electrode reactions and cycle life. 

1.4 The challenges of all solid state batteries, 
understanding the electrochemical stability window of 
solid electrolytes and how they are addressed in this 
thesis 

 

Figure 3 | Schematic representation of a solid-state battery and the main issues associated 
with its usage. Relevant length scales in the battery and characterisation tools used to study 
them. A first challenge, marked as 1), is associated to improvement of bulk conductivity 
which can be done by doping or creating vacancies in solid electrolyte. At 2) it shows an 
electrode/solid electrolyte interface. As a challenge here the formation of new phase is 
shown which will have an impact on the interface conductivity. Another challenge is contact 
loss upon volume changes, which is detrimental to the electrode. Last challenge marked in 
3), is associated with inhomogeneous Li deposition. 

Solid-state batteries have the potential to replace the current Li-ion 
batteries using a flammable liquid electrolyte so as to improve the safety of 
the battery. Besides, due to this improved safety, solid state batteries can 
have a significantly increased energy density as now it is possible to better 
stack the anode and cathode leading to reduce packaging and weight of non-
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active parts in the battery67. Recent developments showed that solid 
electrolytes almost reach the conductivity of liquid electrolytes68. Despite 
the progress of the high bulk conductivity, the rate performance of the solid-
state battery remains poor. The main challenges of solid-state batteries are 
illustrated in Figure 3, and are described in more detail below. The first 
challenge is to maintain mechanical stability due to volume changes (loss of 
physical contact is detrimental). The second challenge is related to 
inhomogeneous deposition of Li through dendrite formation. The third 
challenge is associated with stabilisation of the interfaces by formation of 
ionically conductive and electronically insulating interphases between all 
components of the battery (active material, solid electrolyte and conductive 
additives such as carbons). These newly formed phases originate from 
electrochemical driven processes at the solid-solid interface creating high 
internal resistances69, and thus inducing high overpotentials allowing several 
parasitic reactions to occur. The outstanding stability reported for solid 
electrolyte materials are evaluated using cyclic voltammetry 
measurements70,71 and its claimed to be very wide compared to 
computational studies revealing narrower electrochemical stability 
window72,73. These computational studies, that calculate the 
electrochemical stability window based on thermodynamic predictions 
where differences in formation energies of decomposition products are 
considered, indeed lead to much narrower stability windows72,73. Albeit, 
practical stability windows usually appear to be larger74-76. In order to 
develop future solid-state batteries high ionic conductivity has to be 
combined with chemical compatibility and electrochemical stability70,74,77-79.  

What is the electrochemical stability window of a solid electrolyte and 
how to determine it? The stability window of a solid electrolyte is the 
voltage window where the electrolyte does not allow redox decomposition. 
At thermodynamic equilibrium, the stability window is defined based on the 
lowest free energy of the formed decomposition products. Moreover the 
voltage at which those reactions occur can be determined as was presented 
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1 by Richards et al. and Zhu et al. From those predictions, the electrochemical 
stability window is determined based on the discussed below possible 
reactions (redox decomposition, chemical reaction, electrochemical 
stability). Hence, if the electrolyte undergoes a redox reaction, it can be 
regarded as an electrode material, and thus can be treated as such similar 
to the electrode materials as presented by Ceder et al. named as topotactic 
stability. It is however stressed that those predictions are not in 
thermodynamic equilibrium. In this thesis we aim to extend our current 
understanding of the electrochemical stability of solid electrolytes, posing a 
major challenge for all-solid-state-batteries67,74-76,80,81. Through 
computational predictions, in combination with galvanostatic experiments 
and XRD and NMR analysis, new and general insights are developed in the 
practical electrochemical stability window, and the formation of the 
decomposition products. 

What are the possible reactions at the electrolyte/electrode interface 
in solid-state batteries67? Several parasitic reactions at the 
electrode/electrolyte interface may happen and these are described below 
along a typical example. The first possible reaction is redox decomposition 
described by the donation and acceptance of electrons and Li-ions in the 
solid electrolyte. An example can be the redox decomposition of lithium 
thiophosphate solid electrolyte (Li3PS4) in contact with Li metal, reducing 
phosphorous and thus going towards the most stable composition of the 
decomposition products. The decomposition reaction then can be written 
as:      2𝑥𝑥𝑆𝑆3𝑃𝑃𝑉𝑉𝑆𝑆4 + 2𝑥𝑥 + 2𝑥𝑥𝑆𝑆+ ⇌  𝑥𝑥𝑆𝑆4𝑃𝑃2𝐼𝐼𝑉𝑉𝑆𝑆6 + 2𝑥𝑥𝑆𝑆2𝑆𝑆  

𝑥𝑥𝑆𝑆4𝑃𝑃2𝐼𝐼𝑉𝑉𝑆𝑆6 + 14𝑥𝑥 + 14𝑥𝑥𝑆𝑆+ → 2𝑥𝑥𝑆𝑆3𝑃𝑃 +  6𝑥𝑥𝑆𝑆2𝑆𝑆 

Those reactions can be partially reversible and were reported in the single 
material battery, where Li10GeP2S12 (LGPS) was reversibly oxidised and 
reduced82. A second possible reaction is a chemical reaction, which leads to 
the formation of a new composition combining electrode material and solid 
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electrolyte, often seen as ion exchange. As an example the following 
reaction is predicted76,83:  

𝑁𝑁𝑎𝑎3𝑃𝑃𝑆𝑆4 + 2𝑁𝑁𝑎𝑎𝐿𝐿𝑎𝑎𝐿𝐿2 → 𝑁𝑁𝑎𝑎3𝑃𝑃𝐿𝐿4 + 2𝑁𝑁𝑎𝑎𝐿𝐿𝑎𝑎𝑆𝑆2 

Hence, at the interface of an oxide cathode and a thiophosphate solid 
electrolyte a displacement reaction takes place. Here then a sulfur atom is 
displaced by oxygen. A third possible reaction is a combination of the other 
two and proceeds via a redox and a chemical reaction and it is typically 
referred to as electrochemical stability. As an example at the interface of an 
oxide cathode (LiCoO2) and a sulfide electrolyte (Li3PS4), the following 
reaction may occur72:  

2𝑥𝑥𝑆𝑆3𝑃𝑃𝑆𝑆4 + 3𝑥𝑥𝑆𝑆𝐿𝐿𝐿𝐿𝐼𝐼𝐼𝐼𝐼𝐼𝐿𝐿2 → 𝐿𝐿𝐿𝐿𝐼𝐼𝐼𝐼(𝑃𝑃𝐿𝐿3)2 + 2𝐿𝐿𝐿𝐿𝐼𝐼𝑉𝑉𝑆𝑆2 + 4𝑆𝑆0 + 9𝑥𝑥 + 9𝑥𝑥𝑆𝑆+ 

What are the different types of functional interfaces in solid-state 
batteries67? As mentioned above, several reactions may occur that will 
degrade the battery or more specifically the electrode. It that respect it 
would be important to figure out how to stabilise these electrode materials 
against the electrolyte, and vice versa. Here several possibilities are 
discussed in terms of functional interfaces. The first type is the ideal case of 
intrinsic stability which is associated with no reactions occurring at all at the 
interface of electrode material and solid electrolyte. How this can be 
achieved is still under debate. The second type is kinetic interface 
stabilisation, where decomposition products form a functional interphase 
with desired properties at the interface such as enhanced ionic conduction 
and restricted electronic conductivity72. As an example of kinetic interface 
stabilisation LiPON is used and it is known to decompose into Li3PO4 and 
Li3N84. This thin nanometric layer consisting of decomposition products 
serves as functional interphase and provides electrochemical stability vital 
for long-term cycling. Finally, the third type is artificial protection acting as 
protection layer at the electrode and solid electrolyte interface and prevents 
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1 redox decomposition. It is achieved by applying a coating typically of acidic 
oxides such as Li4Ti5O1285 or LiNbO386.  

1.5 The outline of thesis: research questions and 
methods used to answer them 

This thesis has two independent main research questions: what is the origin 
of the electrochemical stability window of solid electrolytes and what is the 
role of the interface and bulk properties to improve the cycle life of Si 
negatives electrodes. Chapter 2 is devoted to the understanding of the 
electrochemical stability window of solid electrolytes, with emphasis on 
argyrodite-, garnet- and NASICON type materials. The current understanding 
of the electrochemical stability window of solid electrolytes is based on the 
stability of the stable decomposition products. However, measured stability 
windows deviate from this significantly. In this thesis, new mechanistic 
insights lead to the formulation of the indirect electrochemical stability 
window, that is demonstrated to represent the actual stability window of 
solid electrolytes. The indirect electrochemical stability windows are 
calculated with thermodynamic predictions based on the formation energies 
of the various potential decomposition products (calculations performed by 
Ir. Tammo Schwietert) and analysed by Galvanostatic electrochemistry, XRD 
and solid state NMR experiments. The fundamental nature of the proposed 
mechanism suggests that this is a key aspect for solid electrolytes in general, 
guiding interface and material design for all-solid-state batteries. Chapters 
3-5 deal with the second main research question, what is the role of 
interface and bulk properties to improve the cycle life of Si electrodes. Local 
volume expansion due to inhomogeneous Li compositions, the coexistence 
of different Li-Si phases and poor electronic conductivity of Si are shown to 
be important contributors to the detrimental operation of Si electrodes. To 
gain insight in the homogeneity of the (de)lithiation, and in the reversibility 
of the processes operando Neutron Depth Profiling (NDP) is employed for 
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the first time for Si electrodes. NDP allows quantitative measurement of the 
Li density as a function of the electrode depth. Thereby it enables us to 
determine the utilisation of the Si material and the homogeneity of the 
(de)lithiation, as well as the distribution of Li decomposition products. 
Through the Li distribution as a function of the electrode depth, this 
technique additionally provides insights in the Li-ion and electron transport 
properties of the Si electrodes. Chapter 3 focuses on investigation of the role 
of protective conformal TiO2 coatings on Si particles for improving its cycle 
life. Operando NDP is used to study the homogeneity of the lithiation 
process and quantification of Li containing SEI species together with the 
lithiation of the protective coating. To gain insight into the structure changes 
of the anatase TiO2 coated Si particles, operando X-Ray Diffraction is 
employed. Chapter 4 presents the failure mechanisms of Si electrodes and 
usage of electrolyte additives such as FEC and VC in improving 
electrochemical performance at the interface by an ionically conducting 
artificial SEI. This is demonstrated to result in more homogenous lithiation 
of the Si electrodes, which is suggested to play a critical role in extending the 
cycle life. Motivated by this result, Chapter 5 investigates the possibility to 
use solid additives to improve the ion transport in Si electrodes. These ion-
conductive additives are expected to facilitate ion transport via a network 
vital for high capacity operation, which lowers the internal resistance during 
the (dis)charge process and thus leads to a more homogenous distribution 
of Li through the whole electrode.  
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Abstract 

All-solid-state Li-ion batteries promise safer electrochemical energy storage 
with larger volumetric and gravimetric energy densities. A major concern is 
the limited electrochemical stability of solid electrolytes and related 
detrimental electrochemical reactions, especially because of our restricted 
understanding. Here it is demonstrated for the argyrodite, garnet and 
NASICON type solid electrolytes, that the favourable decomposition 
pathway is indirect rather than direct, via (de)lithiated states of the solid 
electrolyte, into the thermodynamically stable decomposition products. The 
consequence is that the electrochemical stability window of the solid 
electrolyte is significantly larger than predicted for direct decomposition, 
rationalizing the observed stability window. The observed argyrodite 
metastable (de)lithiated solid electrolyte phases contribute to the 
(ir)reversible cycling capacity of all-solid-state batteries, in addition to the 
contribution of the decomposition products, comprehensively explaining 
solid electrolyte redox activity. The fundamental nature of the proposed 
mechanism suggests this is a key aspect for solid electrolytes in general, 
guiding interface and material design for all-solid-state batteries. 
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2.1 Introduction  

All-solid-state-batteries (ASSBs) are attracting ever increasing attention due 
to their high intrinsic safety, achieved by replacing the flammable and 
reactive liquid electrolyte by a solid electrolyte1. In addition, a higher energy 
density in ASSBs may be achieved through; (a) bipolar stacking of the 
electrodes, which reduces the weight of the non-active battery parts and (b) 
by potentially enabling the use of a Li-metal negative electrode, which 
possesses the maximum theoretical Li capacity and lowest electrochemical 
potential (3860 mAhg-1 and -3.04 V vs. SHE). First of all, the success of ASSBs 
relies on solid electrolytes with a high Li-ion conductivity2-5. A second 
prerequisite, is the electrochemical stability at the interfaces of the solid 
electrolyte with the electrode material in the range of their working 
potential. Any electrochemical decomposition of the solid electrolyte may 
lead to decomposition products with poor ionic conductivity that increase 
the internal battery resistance2-4,6. Third, ASSBs require mechanical stability 
as the changes in volume of the electrode materials upon (de)lithiation, as 
well as decomposition reactions at the electrode-electrolyte interface may 
lead to contact loss, also increasing the internal resistance and lowering the 
capacity2-4,7.  

Initially, for many solid electrolytes wide electrochemical stability 
windows were reported4,8-11, which appeared in practice to be much more 
limited4,12,13. Evaluation of the electrochemical stability, based on 
differences in formation energies, indeed lead to much narrower stability 
windows14,15, however, practical stability windows typically appeared 
wider4,12,13. As a thermodynamic evaluation does not take into account 
kinetic barriers for decomposition reactions, which should be expected to 
play a critical role13, the mechanisms of solid electrolyte decomposition are 
poorly understood, presenting one of the major challenges for ASSBs2-

4,7,12,13. Another important aspect, directly related to this, is the potentially 
significant contribution of the typically Li-rich solid electrolytes through 
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(de)lithiation reactions, either directly or indirectly16. In general, redox 
activity can be expected near the interface between the solid electrolyte and 
the electronically conductive components of the electrode (electrode active 
material and carbon additives17), but may also extend deep into the solid 
electrolyte through short range electron conductivity of the electrolyte 
itself18. Understanding the redox activity of solid electrolytes, and its 
correlation with the electrochemical stability window is thus of fundamental 
importance for the development of stable solid-solid interfaces in ASSBs.  

Here, we demonstrate that the electrochemical stability window of 
the argyrodite Li6PS5Cl solid electrolyte is determined by the solid electrolyte 
redox activity i.e. lithiation upon reduction of phosphorus and delithiation 
upon oxidation of sulfur, before decomposing into more stable products. As 
demonstrated by DFT simulations, this kinetically favourable indirect 
decomposition pathway effectively widens the electrochemical stability 
window, compared to direct decomposition into stable products, in 
excellent agreement with accurate electrochemical measurements. The 
(de)lithiated argyrodite phases are directly observed with XRD and solid 
state NMR, providing direct evidence of this indirect decomposition 
mechanism. As solid electrolytes are designed to provide fast ionic 
conduction, the indirect decomposition through (de)lithiation is proposed to 
be relevant for solid electrolytes in general, determining the practical 
electrochemical stability window. This is further validated by the agreement 
between the measured and the predicted indirect decomposition 
mechanism for Li7La3Zr2O12 (LLZO) garnet type and Li1.5Al0.5Ge1.5(PO4)3 
(LAGP) NASICON type solid electrolytes. This mechanism establishes that not 
only the decomposition products, but also the solid electrolyte structure 
itself contribute to the reversible capacity in ASSBs, making the present 
findings highly relevant for the working and development of ASSBs. 
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2.2 Results and discussion  

2.2.1 Electrochemical activity of argyrodite Li6PS5Cl 

 

Figure 1 | Voltage profiles and differential capacity curve of the Li6PS5Cl-C electrode. a-c, 
Voltage profile of the 1st, 2nd, 5th and 10th cycles of: (a) In|LPSC|LPSC-C ASSB starting from 
charge and on galvanostatic oxidation, the LPSC-C electrode shows a voltage plateau at 2.5 
V, reaching a total charge capacity of 264 mAh gLPSC-1 when charged to 3.63 V. (b) Li-
In|LPSC|LPSC-C ASSB starting from discharge and on galvanostatic reduction, the LPSC-C 
electrode shows a voltage plateau at around 1.2 V, with a discharge capacity of 405 mAh 
gLPSC-1 when discharged to 0.63 V. (c) LPSC-C|LPSC|LPSC-C, a one material (LPSC) ASSB, 
shows an initial charge capacity of 270 mAh gLPSC-1, which drops to 107 mAh gLPSC-1 in the 
second cycle. (d) The differential capacity dC/dV curve of the In|LPSC|LPSC-C (blue) and the 
Li-In|LPSC|LPSC-C battery (orange) showing the first oxidation and first reduction of LPSC. 
Electrochemical activity is observed below 1.25 V and above 2.50 V vs. Li/Li+, indicating an 
electrochemical stability window of 1.25 V. Note that these experiments should be expected 
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to approach thermodynamic conditions, hence the contribution of overpotentials is 
minimal. This is because the applied current density (see methods section) is distributed 
over the very large interface area between the conductive carbon additives and the solid 
electrolyte (>>1 m2) .  

The electrochemical stability, especially for thiophosphate solid electrolytes, 
was shown to be significantly lower than initially expected10,17,19-22, where 
the consequential decomposition reactions have had a large impact on the 
ASSB performance11,21-25. To investigate the electrochemical stability and the 
role of electrochemical reactions in solid electrolytes, the argyrodite Li6PS5Cl 
(LPSC), introduced by Deiseroth et al.26, is employed both as active material 
and solid electrolyte in ASSBs. To induce oxidation and reduction reactions 
of the solid electrolyte, carbon black and carbon nano-fibres are mixed in 
with the LPSC. The mixture is referred to as the LPSC-C electrode (for details 
see the methods section). To study the oxidation and reduction 
independently, while at the same time preventing the redox activity of the 
decomposition products from interfering with the decomposition itself, 
individual cells are prepared for the first oxidation and for the first reduction 
respectively. An In|LPSC|LPSC-C battery is cycled galvanostatically starting 
with oxidation, and a Li-In|LPSC|LPSC-C battery starting with reduction, the 
resulting voltage curves of which are shown in Figure 1a and b. Unless 
otherwise specified, all voltages are expressed vs. Li/Li+. The large partially 
reversible specific capacities demonstrate that LPSC can undergo severe 
oxidation and reduction reactions, and the low columbic efficiencies of 70 
and 40% upon first oxidation and reduction, respectively, suggest the 
formation of a significant amount of decomposition products. The 
decreasing capacity of the initial cycles (Supplementary A Fig. 1) indicates 
that these decomposition reactions increase the impedance. However, upon 
extended cycling, the reversible capacity remains relatively constant, which 
could indicate that the decomposition products are able to deliver reversible 
electrochemical activity, as already suggested for LPSC by Auvergnot et al. 27 
and worked out in detail by Tan et al.25. Since LPSC can undergo both 
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oxidation and reduction reactions, it can be used to assemble a one-
material-battery, similar to what was reported for the Li10GeP2S12 solid 
electrolyte, for which the combination of decomposition products at the 
cathode and anode provided the reversible redox16. During the first charge 
the activity appears to set in at around 1.25 V, a direct indication of the 
practical electrochemical stability window. To evaluate the practical 
electrochemical stability window more accurately, the differential capacity 
is determined from the 1st charge of the In|LPSC|LPSC-C battery and from 
the 1st discharge of the Li-In|LPSC|LPSC battery, shown in Figure. 1d. Indeed, 
a practical stability window of 1.25 V is obtained, much larger than that 
theoretically predicted (0.3 V)14,15, and much smaller than initially reported 
(7 V)10. Additionally, the presence of more than one peak, both on reduction 
and oxidation, indicates subsequent redox activity. This raises the question; 
what reactions take place and how do these determine the observed 
electrochemical stability window?  

2.2.2 Evaluation of the redox activity of the argyrodite Li6PS5Cl with DFT 
simulations 

Aiming for a better understanding and prediction of practical 
electrochemical stability windows, and correlation with solid electrolyte 
redox activity, we evaluate the formation energies of all possible Li-vacancy 
configurations at different compositions of argyrodite LixPS5Cl, within a 
(charge neutral) single unit cell, similar to how the energetics of electrode 
materials are evaluated28. This appears to be a realistic approach considering 
that the solid electrolyte is in contact with the conductive additives in a 
cathodic mixture, and therefore the solid electrolyte can function as an 
electrode material being oxidised and reduced. 
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Figure 2 | Formation energies of Li-vacancy configurations of LixPS5Cl and comparison of 
experimental and calculated voltage profiles. a) Formation energies per formula unit for 
all Li configurations within one unit cell, versus the composition x in LixPS5Cl. The formation 
energy of the combination of Li3PS4, Li2S and LiCl is shown below the convex hull at x = 6. At 
x = 4 and x = 11 the formation energies of the decomposition products upon oxidation (S, 
Li3PS4, LiCl) and upon reduction (P, Li2S and LiCl) respectively, are shown, in line with the 
decomposition products previously reported14. b) Calculated theoretical voltage profile, vs. 
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i/Li+, of LixPS5Cl in the compositional range of 0 < x < 12. Reduction and oxidation are 
expected to occur at 1.08 V and 2.24 V vs. Li/Li+, respectively. The black crosses indicate the 
voltages at which the argyrodite is expected to decompose, upon oxidation to S, Li3PS4, LiCl, 
and upon reduction to P, Li2S and LiCl, previously reported14. c, First charge of the 
In|LPSC|LPSC-C (blue) and first discharge of the Li-In|LPSC|LPSC-C battery (orange) 
including the differential capacity from Figure 1d. Above 2.30 V vs. Li/Li+ LPSC is oxidised, 
and below 1.25 V vs. Li/Li+ LPSC is reduced. The legend compares the stability windows. 
Yellow: stability window of LPSC based on the oxidation and reduction potentials of Li4PS5Cl 
and Li11PS5Cl, respectively. Green: Predicted window (thermodynamic), based on the 
stability of the decomposition products for oxidation (S, Li3PS4, LiCl) and reduction (P, Li2S 
and LiCl)14,15.  

The resulting formation energies of the argyrodite LixPS5Cl as a 
function of Li-composition are shown in Figure 2a, where the convex hull 
connects the most stable configurations. Upon oxidation and reduction of 
Li6PS5Cl the most stable compositions are Li4PS5Cl and Li11PS5Cl, respectively. 
Upon oxidation of argyrodite, sulfur is redox active (S-2  S0 + 2e-) whereas 
upon reduction, phosphorous is redox active (P5+  P0 – 5e-). Also indicated 
in Figure 2a are the energies of the thermodynamically more stable 
combinations of Li3PS4, Li2S and LiCl species, and the most stable 
decomposition products of the oxidised and reduced argyrodite. Clearly, a 
delithiated (oxidised) argyrodite (Li4PS5Cl) is much less stable than the 
combination of Li3PS4, S and LiCl, and similarly, a lithiated (reduced) 
argyrodite (Li11PS5Cl) is much less stable than the combination of P, Li2S and 
LiCl, as previously predicted14,15, which are therefore the expected 
decomposition products on oxidation.  

The average voltages as a function of Li composition x in LixPS5Cl, 
calculated from the convex hull are shown in Figure 2b. From the theoretical 
voltage curve it is expected that the argyrodite LPSC delithiates (oxidises) at 
2.24 V and lithiates (reduces) at 1.08 V. This indicates that if the 
decomposition reactions for oxidation and reduction are determined by the 
stability of the Li4PS5Cl and Li11PS5Cl species respectively, an electrochemical 
stability window of 1.16 V is expected. Also indicated is the much narrower 
electrochemical stability window, approximately 0.3 V wide, based on direct 
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decomposition into Li3PS4, S and LiCl (oxidation) and into Li3PS4, Li2S and LiCl 
(reduction), in line with previous DFT calculations14,15. Which stability 
window applies, depends on the activation barriers to these decomposition 
routes. Based on the high Li-ion conductivity of the argyrodite, indicating low 
kinetic barriers for changes in the Li-composition, we propose that the 
decomposition occurs indirectly, via the lithiated and delithiated 
compositions of argyrodite (Li4PS5Cl and Li11PS5Cl), rather than directly into 
the decomposition products. Upon argyrodite oxidation and reduction, first 
Li4PS5Cl and Li11PS5Cl would form, which are most likely unstable as 
evaluated below, providing a facile reaction pathway towards the formation 
of the more stable decomposition products as indicated by the solid black 
arrows in Figure 2a.  

The experimental voltage curves obtained on oxidation and 
reduction of the argyrodite, including their differential capacity, are shown 
for comparison in Figure. 2c. Remarkable agreement is found between the 
predicted electrochemical stability window of 1.16 V (Fig. 2b) and the 
experimentally observed window (Fig. 2c), supporting the present 
hypothesis that the argyrodite stability is determined by its redox activity 
upon (de)lithiation. The formation of decomposition products can be 
expected to increase the impedance depending on their location in the 
electrodes, which is most likely the origin of the broadening of oxidation and 
reduction peaks in the differential capacity shown in Figure 2c. The offset 
between the measured and predicted stability window is most likely a result 
of the lower voltages predicted by DFT calculations29. Based on this, we 
propose that the first oxidation peak in the differential capacity, shown in 
Figure 1d and Figure 2c, is associated with the decomposition of LPSC at 
around 2.24 V via Li4PS5Cl into Li3PS4, S and LiCl, and the first reduction peak 
in the differential capacity with the decomposition of LPSC at around 1.08 V 
via Li11PS5Cl into P, Li2S and LiCl.  
Upon further oxidation, after the formation of Li3PS4 via Li4PS5Cl, 
thermodynamic evaluation predicts the formation of P2S5 at 2.3 V14. Further 
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reduction, after formation of P via Li11PS5Cl, thermodynamic evaluations 
predicts the formation of Li3P, resulting in several voltage plateau’s starting 
from 1.3 V down to approximately 0.87 V. The latter represents 67% of the 
reduction capacity (LiP to Li3P) (see Supplementary Table 1, consistent with 
previous DFT predictions30). This provides a complete prediction of the 
oxidation and reduction potential pathway, via the solid electrolyte to the 
redox activity of the decomposition products as illustrated by 
Supplementary A Figure 2. For reduction this is consistent with the observed 
reduction activity measured at around 0.8 V in Figure 2c, and with the known 
reduction potentials associated with the lithiation of phosphorus31. 
However, upon oxidation of the expected Li3PS4 decomposition product, a 
peak in the differential capacity is observed around 2.9 V, which is not in 
agreement with the predicted P2S5 formation at 2.3 V. As discussed below, 
formation of P2S74- is observed, consistent with the P-S-P bridging polyhedral 
suggested by XPS20. Moreover, Li3PS4 has been observed to oxidise at 2.9 V 
towards of P2S74- 32 consistent with the observed oxidation activity shown in 
Figure 1d and 2b. We anticipate that to predict the oxidation of Li3PS4 to 
P2S74- at 2.9 V requires a comprehensive DFT redox activity analysis as done 
here for LSPC.  

Additionally, DFT based molecular dynamics (MD) simulations are 
performed on the delithiated (Li4PS5Cl) and lithiated (Li11PS5Cl) phases, 
showing that the Li4PS5Cl and Li11PS5Cl compositions are extremely unstable, 
having very low activation barriers towards decomposition (Fig. 3). This 
supports the presently proposed indirect decomposition reaction, via the 
facile oxidation and reduction of the argyrodite towards the Li4PS5Cl and 
Li11PS5Cl phases.  
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Figure 3 | Molecular dynamics simulations of Li4PS5Cl, Li6PS5Cl and Li11PS5Cl a) Radial 
distribution function (RDF) of the S-S bonds in (de)lithiated LixPS5Cl for x = 4, 6, and 11 during 
a 400 K DFT-MD simulation. During delithiation an increase in S-S bonds is seen around 2.1 
Å, indicating that the formation of S-S bonds originates from the oxidation of S in the 
argyrodite. On top of the peaks, bonds at corresponding radii are displayed. b) Radial 
distribution function (RDF) of the P-S bonds of (de)lithiated LixPS5Cl for x = 4, 6 and 11 during 
a 400 K DFT-MD simulation, showing a decrease of P-S bonds in PS4 units, indicating the 
reduction of P occurs in the argyrodite. c) Relaxed structures of LixPS5Cl for x = 4, 6 and 11 
after a 400 K DFT-MD simulation. The violet, orange, yellow and green spheres indicate 
lithium, phosphorous, sulfur, and chlorine respectively. For the Li4PS5Cl structure S atoms 
at the 4a and 4c positions form S-S bonds with PS4 groups, while for Li11PS5Cl P-S bonds 
break upon reduction of P. 
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2.2.3 Analysis of the argyrodite Li6PS5Cl decomposition products using 
XRD and 6Li and 31P solid-state NMR 

 

Figure 4 | XRD patterns and fits of the LPSC-C electrodes before and after cycling. All the 
patterns are fit with the Rietveld method as implemented in GSAS33, the resulting structural 
parameters are provided in Supplementary Tables 2-7. a, XRD patterns for the 
In|LPSC|LPSC-C battery after 1st charge to 3.63 V vs Li/Li+, after subsequent discharge to 
0.63 V vs Li/Li+ and after 18 full cycles. b, XRD patterns for the Li-In|LPSC|LPSC-C battery 
after 1st discharge to 0.63 V vs Li/Li+, after subsequent charge to 1.63 V vs Li/Li+ and after 18 
full cycles. A growing peak at around 27° reflects the formation of the Li2S phase, consistent 
with the predicted decomposition reaction of lithiated (reduced) argyrodite (Li11PS5Cl  P 
+ 5 Li2S + LiCl). The amount of the Li2S phase that is formed increases dramatically as a 
function of cycle number, also indicating the continued decomposition of the argyrodite for 
low potential cycling. After the 1st half cycle, both on oxidation and reduction, a decrease in 
peak width is observed, indicating an increase in average crystallite size. The average 
crystallite size increases from 13 nm to 80 nm on delithiation (a) and to 41 nm on lithiation 
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(b) respectively. An increase in average particle size can be rationalised by the preferential 
decomposition of smaller particles, most likely due to their large surface areas and resulting 
shorter electronic pathways for oxidation and reduction. This implies that electronic 
transport occurs through the argyrodite solid over tens of nanometers (the size of 
argyrodite particles). Upon subsequent cycling, the argyrodite XRD peaks widen, which may 
indicate partial decomposition of larger particles as well as a distribution of argyrodite 
lattice parameters as discussed below. 

To monitor the structural changes of the LPSC-C electrodes, XRD 
measurements are performed at different stages during the cycling 
(following the same cycling strategy as in Fig. 1a,b) of both the 
In|LPSC|LPSC-C and Li-In|LPSC|LPSC-C batteries as shown in Figure 4. 
During the oxidation (delithiation) of the LPSC-C electrode to 3.63 V, the 
LPSC peak positions shift (Fig. 4a), corresponding to a decrease in the 
average cubic lattice parameter from 9.87 Å to 9.76 Å. This can be attributed 
to the partial delithiation of the LPSC phase, consistent with the lattice 
volume changes predicted by DFT for the compositional range 6 ≥ x ≥ 4 for 
LixPS5Cl (Supplementary A Fig. 3). Interestingly, several argyrodite 
compositions between Li4PS5Cl and Li11PS5Cl are located slightly above the 
convex hull (only 7.5 meV per atom for Li5PS5Cl) as seen in Figure 2a. Based 
on the convex hull in Figure 2a, these metastable phases 6 ≥ x ≥ 4 should 
disproportionate into Li4PS5Cl (which would decompose immediately) and 
Li6PS5Cl. However, in reality, the system will not be in thermodynamic 
equilibrium as some parts of the electrodes are, or can become, more 
isolated through poor ionic and/or electronic contact. This makes it 
reasonable to suggest that parts of the electrode can be captured in 6 ≥ x ≥ 
4 metastable phases (which are kinetically more stable as compared to the 
Li4PS5Cl and Li11PS5Cl phases). Importantly, the presence of these phases in 
the composition range 6 ≥ x ≥ 4, provides experimental support for the 
proposed indirect decomposition mechanism via (de)lithiation of the solid 
electrolyte. After subsequent reduction, hence after one complete charge-
discharge cycle, two different phases of argyrodite appear to be present, 
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indicated by the dashed lines in Figure 4a. The 2θ position of the first phase 
(blue line) shifts back to the pristine argyrodite position, indicating that at 
least a partially reversible (de)lithiation of LPSC occurs. The second phase 
(orange line) remains at the position representing the delithiated argyrodite 
phases, the amount of which appears to grow upon cycling, indicating an 
increasing amount of oxidised argyrodite phases are formed upon cycling. 
The total amount of crystalline argyrodite decreases as indicated by the 
increasing background that appears over cycling, indicating the concomitant 
formation of amorphous sulfide and phosphorous sulfide decomposition 
products. During the first reduction (lithiation) of the LPSC-C electrode to 
0.63 V, the XRD patterns (Fig. 4b) do not display an obvious peak shift, as 
would be expected for the lithiated phases of argyrodite (Supplementary A 
Fig. 3). A growing peak at around 27° reflects the formation of the Li2S phase, 
consistent with the predicted decomposition reaction of lithiated (reduced) 
argyrodite (Li11PS5Cl  P + 5 Li2S + LiCl). The amount of the Li2S phase that is 
formed increases dramatically as a function of cycle number, also indicating 
the continuous decomposition of the argyrodite for low potential cycling.  
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Fig. 5 | Solid-state 31P NMR spectra of pristine, oxidised and reduced LPSC-C. a-f, 31P MAS 
NMR of oxidative (a–c) and reductive (d–f) activity of LPSC in In|LPSC|LPSC-C and Li-
In|LPSC|LPSC-C ASSBs respectively. After the first charge, P2S74- is found in the cathodic 
mixture, and after first discharge Li3P is present in the anodic mixture, in agreement with 
DFT and thermodynamic predictions. Spinning sidebands are indicated with an asterisk. 

Complementary to the XRD measurements, solid-state 6Li and 31P MAS NMR 
measurements are performed to analyse the decomposition products 
formed upon cycling. For pristine argyrodite, the 31P resonance at 85 ppm, 
shown in Figure 5a and d, can be assigned to the P environment in the PS4 
tetrahedral units34. After the 1st oxidation (delithiation) to 3.63 V of the LPSC-
C electrode, an additional shoulder is observed at 95 ppm (Fig. 5b) which can 
be assigned to the 31P environment of P2S74- species35-37. This indicates the 
formation of S-S bonds between PS4 tetrahedral units (P-S-S-P), which 
undergoes a disproportionation reaction leading to the formation of P2S74- 
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and S0, with P-S-P bridging polyhedra20. Upon 1st oxidation, the 6Li NMR 
spectrum (Fig. 6b) shows the formation of an additional shoulder at around 
-1.1 ppm consistent with the formation of LiCl38. This supports the 
decomposition products observed by XPS23,27, in line with the MD 
simulations that indicate the bonding of S to PS4 units. Note that the 
oxidation to Li3PS4, S and LiCl is proposed at 2.24 V, via the intermediate 
formation of Li4PS5Cl, whereas at around 2.9 V the oxidation towards P2S7-4 

and S0 can be expected (Fig. 2b), all due to the S/S-2 redox, represented by 
the first and second oxidation peaks of the differential capacity (Fig. 1d). The 
line broadening of the 31P and 6Li resonances of LPSC may originate from a 
distribution in bond angles and Li-deficient phases observed with XRD (Fig. 
4a). After a full cycle i.e. 1st oxidation to 3.63 V followed by reduction to 0.63 
V, the intensity of the amount of P2S74- decreases, whereas in the 6Li NMR 
spectrum, a new Li-environment appears at 0.44 ppm which can be assigned 
to Li3PS4 (Figs. 6c,d). This indicates that the P-S-P bridges connecting the PS4 

units, forming upon oxidation, break upon reduction transforming them 
back to isolated PS4 units, similar to what was reported for the Li3PS4 
electrolyte20,21,39.  

Upon the 1st reduction (lithiation) to 0.63 V of the LPSC-C electrode, 
a new 31P environment appears at -220 ppm (Fig. 5e) which can be assigned 
to Li3P (Fig. 5f). The 6Li NMR spectrum (Fig. 6f), shows the appearance a Li 
chemical environment very similar to that of Li in the argyrodite. Although 
the 6Li chemical shift of this environment is close to that of Li2PS3 
(Supplementary A Fig. 4), the associated phosphorus environment at 109 
ppm is not observed in Figure 5e. We suggest that this Li environment may 
represent disordered lithiated argyrodite phases, which are suggested to 
form as metastable phases, occurring just above the convex hull in Figure 
2a. Also, an additional peak appears at 2.3 ppm in the 6Li spectrum (Fig. 6f), 
which can be assigned to the formation of Li2S, consistent with the XRD 
pattern in Figure 4b. After a full cycle i.e. 1st reduction to 0.63 V followed by 
oxidation to 1.63 V, Li3P disappears (Supplementary A Fig. 5), indicating that 
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in this voltage range phosphorous is redox active, reversibly transforming 
Li3PS4 to Li3P. The observed formation of Li3P and Li2S in the LPSC-C 
electrodes reduced to 0.63 V, is consistent with XPS observations showing 
the formation of Li3P, Li2S and LiCl species, at the interface of LPSC with Li-
metal22. The formation of P, Li2S and LiCl, through the decomposition of the 
intermediate Li11PS5Cl, is expected to occur at 1.08 V, and further reduction 
up to 0.63 V will result in the formation of Li3P at around 0.8 V31 as observed 
(Fig. 1d) and predicted (Fig. 2b).  

Figure 6 | 6Li MAS NMR spectra of the cathodic mixtures (a-d) and anodic mixtures 
(e-g) of Li6PS5Cl in the In|LPSC|LPSC-C and Li-In|LPSC|LPSC-C solid-state batteries 
respectively. After first charge of the In|LPSC|LPSC-C solid state cell, formation of 
LiCl is observed (b). First discharge shows formation at a new resonance frequency 
corresponding to Li3PS4 (c, d). The solid state cell, which starts from lithiation 
process (f), results in formation of Li2S, confirmed with the spectrum of the 
reference Li2S (g). 
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Figure 7 | Schematic of the electrochemical activity of Li6PS5Cl upon oxidation 
(delithiation) and reduction (lithiation) The electrochemical stability window is determined 
by the oxidation and reduction potentials of Li4PS5Cl (S/S2- redox, at 2.24 V) and Li11PS5Cl 
(through the P/P5+ redox, at 1.08 V), respectively, here shown schematically, where the 
activation barriers to form these compositions are expected to be very low based on the 
high Li-ion conductivity. These redox potentials of the argyrodite solid electrolyte determine 
the practical electrochemical stability window, as expressed by the first oxidation and 
reduction reactions observed in the cycling (Fig. 1a,b), and in the differential capacity (Fig. 
1d), consistent with the predicted redox activity (Fig. 2). The unstable argyrodite phases 
rapidly decompose into the expected stable Li3PS4, S and LiCl species after oxidation, and P, 
Li2S, and LiCl species after reduction. These decompose upon further oxidation and 
reduction to P2S7-4 and S0 at 2.9 V32 and Li3P around 0.8 V14,15 respectively, as observed by 
XPS20,21 and the present XRD and NMR analysis. XRD and NMR also demonstrate the 
presence of metastable (de)lithiated argyrodite phases. This provides strong support for the 
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proposed kinetically most favourable decomposition route, via the redox activity of the 
argyrodite solid electrolyte, thereby determining the electrochemical stability window.  

The proposed indirect oxidative and reductive decomposition 
mechanism of the argyrodite LPSC solid electrolyte, via the unstable Li4PS5Cl 
(S/S2- redox) and unstable Li11PS5Cl (P/P5+ redox), is schematically shown in 
Figure 7. Both the redox activity of the solid electrolyte and of the 
decomposition products are responsible for the observed cycling capacity at 
anodic and cathodic potentials. In ASSBs this implies that both contributions 
of the solid electrolyte, will add to the cycling capacity based on the active 
electrode materials and the specified potential ranges. Moreover, the poor 
ionic conductivity of the decomposition products, especially S, Li2S and LiCl, 
as well as the change in volume can be expected to be responsible for the 
large increase in interfacial resistance upon cycling22,40,41. In addition to the 
observed decomposition reactions, specific active materials can result in 
additional decomposition reactions, for instance Ni3S4 upon cycling LPCS in 
combination with a NCM622 (LiNi0.6Co0.2Mn0.2O2) cathode (Supplementary 
A Fig. 6). 

To support the general nature of the indirect decomposition 
mechanism, the Li insertion/extraction potentials are also determined 
computationally and experimentally for two different families of solid 
electrolytes i.e. garnet LLZO and NASICON LAGP, shown in Figure 8. For LLZO, 
the predicted and measured oxidation are both located just above 3.5 V, 
significantly larger than the direct decomposition at 2.91 V towards the 
predicted stable decomposition products Li2O2, La2O3 and Li6Zr2O714. For 
LAGP, the predicted and measured oxidation occur close to 2.31 V, which is 
lower than direct decomposition at 2.70 V based on the stability of the 
predicted decomposition products Ge, GeO2, Li4P2O7 and AlPO414. These 
results support that the proposed indirect, kinetically favourable 
decomposition, via the (de)lithiation of the solid electrolyte is a general 
mechanism, in practice widening the solid electrolyte stability window.  
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Figure 8 | Formation energies of Li-vacancy configurations of garnet LixLa3Zr2O12 
(LLZOanNASICON Li1.5Al0.5Ge1.5(PO4)3 (LAGP) solid electrolytes and comparison of 
experimental and calculated oxidation potentials a,d Formation energies per formula unit 
of LixLa3Zr2O12 for 0≤x≤7 and for LixAl0.5Ge1.5(PO4)3 0≤x≤5. The formation energy of the 
decomposition products are indicated with a black cross. It is unlikely that oxidation will 
proceed to Li1La3Zr2O12 as suggested by the convex hull, because several compositions 
between x=7 and x=6 (in LixLa3Zr2O12) are located marginally above the convex hull. This 
suggests that in the presence of slightly higher potentials (>3.54 V), oxidation will lead to 
indirect decomposition via x=6.5, towards the predicted stable decomposition products 
Li2O2, La2O3 and Li6Zr2O714. b,e The calculated voltage based on the convex hull of 
LixLa3Zr2O12 and LixAl0.5Ge1.5(PO4)3. The blue line represents the redox potentials of the solid 
electrolytes, and the potentials for direct oxidation/reduction into the decomposition 
products are indicated with a black cross14. The green area indicates the stability window 
assuming direct decomposition, defined by the black cross, and yellow the extended 
stability window based on the presently proposed indirect decomposition via (de)lithiation 
of the solid electrolyte. c,f Experimental voltage curve and differential capacity upon first 
oxidation of a Li|Liquid-Electrolyte|LLZO-C battery and first reduction of a Li|Liquid-
Electrolyte|LAGP-C battery. The differential capacity shows that oxidation of LLZO occurs 
around 3.6 V and reduction of LAGP occurs around 2.4 V, both in good agreement with the 
predicted stability window based on the indirect decomposition via (de)lithiation of the 
solid electrolytes. The specific capacities are calculated based on the weight of LLZO and 
LAGP respectively. Notably, the reduction of LLZO and the oxidation of LAGP are not 
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considered at present because both the indirect and direct reduction result in practically 
the same potential, making it impossible to discriminate between the two different 
mechanisms.  

As solid electrolytes are designed for high ionic conductivity, the 
activation energies for oxidation and reduction reactions, associated with 
delithiation and lithiation respectively, can be expected to be small. The 
resulting metastable solid electrolyte compositions provide a kinetically 
facile reaction intermediate, providing an indirect pathway towards the 
more stable solid electrolyte decomposition products. As a consequence, 
the electrochemical stability window is determined by the solid electrolyte 
oxidation and reduction potentials (S and P redox for argyrodite and several 
other thiophosphate based solid electrolytes, O and Zr redox for LLZO and O 
and P redox for LAGP), and not by the stability of the most stable solid 
electrolyte decomposition products. The consequence of this indirect 
thermodynamic pathway, is that the electrochemical stability window is 
generally wider than that based on only on the stability of the decomposition 
products. Based on this mechanism, the design of stable solid electrolytes 
and their interfaces should focus on maximizing (de)lithiation redox 
potentials of the solid electrolytes. The demonstrated relation between the 
solid electrolyte electrochemical stability window and the redox reactions of 
the electrolyte, are decisive for the performance of solid state batteries and 
provide understanding that will contribute to the design electrolyte-
electrode interfaces in ASSBs. 

2.3 Methods  

Synthesis of materials: Argyrodite Li6PS5Cl (LPSC) was synthesised as 
described in detail elsewhere42. Appropriate amounts of Li2S (99.9%, Alfa 
Aesar), P2S5 (99%, Sigma-Aldrich) and LiCl (99.0%, Sigma-Aldrich) were ball-
milled at 110 rpm for 2 h under argon atmosphere. The mixture was then 
transferred to quartz tubes and annealed at 550 °C for 15 h in order to get 
the pure phase of the argyrodite Li6PS5Cl (Supplementary Fig. 8).  
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Solid-state battery assembly and electrochemical cycling: The electrode 
mixture was prepared by ball milling argyrodite with carbon (Super P, 
TIMCAL) and carbon nanofibers (Sigma Aldrich) in a weight ratio of 0.70 : 
0.15 : 0.15 for 6 h at 450 rpm in a ZrO2 coated stainless steel jar with 8 ZrO2 
balls. The solid electrolyte and electrodes were then cold pressed under 4 
tons/cm2 in a solid-state cell. In a cell, 10 mg of LPSC-C electrode was used 
and pressed against 180 mg of electrolyte42,43. Cycling was performed in an 
argon filled glove box, in order to avoid reactions with oxygen and moisture. 
The ASSBs were cycled galvanostatically with a current density of 5.5 
mA/cm2 within a voltage window of 0 – 3 V vs. In for In|LPSC|LPSC-C, 0 – 1 
V vs. Li/In for Li-In|LPSC|LPSC-C and 0 – 2.5 V for LPSC-C|LPSC|LPSC-C 
respectively. To evaluate the practical electrochemical stability window 
more accurately, the differential capacity is determined from the 1st charge 
of the In|LPSC|LPSC-C battery and from the 1st discharge of the Li-
In|LPSC|LPSC-C battery. Often cyclic voltammetry (CV) is used to determine 
the experimental stability window. However, the relatively short exposure 
time to the decomposition potentials in combination with the typically 
sluggish decomposition reactions make it challenging to evaluate the 
electrochemical stability window with CV cycling. In contrast, the differential 
capacity, determined from the slow galvanostatic charge and discharge 
profiles of individual oxidation and reduction processes is effective in 
determining the practical electrochemical stability window, in particular 
when the solid electrolyte is used as an active electrode material. To 
measure the oxidative and reductive stability of LLZO and LAGP an NMP 
(Sigma Aldrich) based electrode slurry was prepared by ball-milling active 
material (LLZO Ta-doped, D50 = 400 – 600 nm, Ampcera™, LAGP, 
Ampcera™), with carbon black (Super P, TIMCAL), PVDF binder 
(polyvinylidene fluoride, Solef® PVDF, Solvay ) in weight ratio 0.4 : 0.5 : 0.1 
for 90 min at 250 rpm in ZrO2 coated stainless steel jar with 8 ZrO2 balls. A 
blank test was prepared using carbon black (Super P, TIMCAL) as active 
material and PVDF as a binder in the weight ratio 0.9 : 0.1 to result in the 
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same carbon black loading as the LLZO and LAGP electrodes. The slurry was 
cast on Al foil with a thickness of 100 µm and dried at 60°C in vacuum oven 
for 12h. The loading of the LLZO, LAGP and carbon electrodes was 1.6 
mg/cm2, 1.0 mg/cm2 and 0.6 mg/cm2 respectively. The coin cells were 
assembled in an argon filled glove box, in order to avoid reactions with 
oxygen and moisture (< 0.1 ppm O2 and < 2 ppm H2O) using both a polymer 
(Celgard 2250) and glass fiber (Whatman) separator and lithium metal as a 
counter electrode (Sigma Aldrich), which is washed with dimethyl carbonate 
(DMC) to remove the oxide layer and 400 µl of 1.0 M LiPF6 in 1:1 v/v ethylene 
carbonate (EC) and diethyl carbonate (DEC) (<15 ppm H2O, Sigma Aldrich) 
was added as an electrolyte for wetting both working and counter electrode 
surfaces. Galvanostatic oxidation was performed with cut-off voltage of 4.5 
V (vs. Li/Li+) for first oxidation (LLZO-C) and 1.5 V (vs. Li/Li+) for first reduction 
(LAGP-C) with 12 hours of rest and charge/discharge current of 7.0 µA. 
Comparison of the galvanostatic oxidation and reduction of the LLZO-C and 
LAGP-C electrodes and blank electrode are provided in Supplementary Fig. 
7a,b. With the solid electrolyte – carbon mixtures, very large interface areas 
are achieved (for the current particle sizes >>1 m2) making the effective 
current densities at least 4 orders of magnitude lower than the current 
densities based on the electrode diameter.  

X-ray diffraction: In order to identify the crystalline phases of the prepared 
materials, powder XRD patterns were collected in the 2θ range of 10−120° 
using Cu Kα X-rays (1.5406 Å at 45 kV and 40 mA) on an X’Pert Pro X-ray 
diffractometer (Panalytical). The samples were tested in an airtight sample 
holder, filled with argon, to prevent exposure to oxygen and moisture.  

 Solid state nuclear magnetic resonance: NMR measurements were 
performed using a Bruker Ascend 500 MHz spectrometer equipped with two 
and three channel 4.0 mm and 3.2 mm Magic Angle Spinning (MAS) probes 
respectively. The operating frequencies for 31P and 6Li were 202.47 and 
73.60 MHz respectively, and all measurements were performed within a 
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spinning speed range of 8 to 23 kHz and π/2 pulse lengths of 4 – 5 μs were 
determined for 6Li and 31P. The chemical shifts of 6Li spectra were referenced 
with respect to a 0.1M LiCl solution, and 31P spectra with respect to an 85% 
H3PO4 solution. Based on the T1 relaxation time, recycle delays of 5-10000 s 
were utilised collecting between 128 and 11264 scans for each sample.  

Computational details: (all this part done by Tammo Schwietert): 
Argyrodite LixPS5Cl crystallises in the 𝐹𝐹4�3𝑚𝑚 space group and at x = 6 has 50 
% of the 48h crystallographic Li positions randomly occupied6. The starting 
structure of the argyrodite was obtained from literature, where a thorough 
investigation of the most stable configuration was performed taking into 
account the halogen disorder44. By calculating the energies of the 
symmetrically non-equivalent Li configurations, the most stable LixPS5Cl 
configurations are obtained, from which the voltage at which these phases 
are formed can be determined. 

To determine the energy properties of crystalline phases, Density Functional 
Theory (DFT) relaxations were performed with the Vienna Ab-Initio 
Simulation Package (VASP)45. The PBE exchange correlation functional of 
Perdew et al. was implemented46, and core electrons were probed with the 
projected-augmented wave approach (PAW)47.. A cut-off value of 280 eV and 
a 4 x 4 x 4 k-point mesh were used. For the argyrodite, the following reaction 
is considered: 

𝑥𝑥𝑆𝑆6𝑃𝑃𝑆𝑆5𝐿𝐿𝐶𝐶 →  𝑥𝑥𝑆𝑆𝑥𝑥𝑃𝑃𝑆𝑆5𝐿𝐿𝐶𝐶 + (6 − 𝑥𝑥) 𝑥𝑥𝑆𝑆        (1) 

If x < 6 Li Li6PS5Cl is oxidised, if x > 6 Li6PS5Cl is reduced. Then, by calculating 
the energies on both sides of the reaction and taking the electrochemical 
potential of Li into account, 

�̅�𝜇𝐿𝐿𝐿𝐿 =  𝜇𝜇𝐿𝐿𝐿𝐿 − 𝜙𝜙        (2) 

with �̅�𝜇𝐿𝐿𝐿𝐿 the electrochemical potential of Li, 𝜇𝜇𝐿𝐿𝐿𝐿 the chemical potential of Li, 
and 𝜙𝜙 the electrical potential. Therefore, the average electrical potential at 
which oxidation/reduction takes place can be determined by: 
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𝜙𝜙� = −
E(𝑥𝑥𝑆𝑆6𝑃𝑃𝑆𝑆5𝐿𝐿𝐶𝐶) −  E(𝑥𝑥𝑆𝑆x𝑃𝑃𝑆𝑆5𝐿𝐿𝐶𝐶) − (6 − 𝑥𝑥) 𝐸𝐸(𝑥𝑥𝑆𝑆)

6 − 𝑥𝑥
       (3) 

Where E(𝑥𝑥𝑆𝑆x𝑃𝑃𝑆𝑆5𝐿𝐿𝐶𝐶)  represents the composition of the most stable 
configurations on the convex hull. DFT based Molecular Dynamics (MD) 
simulations were performed using the same cut-off value as in DFT 
simulations. The ab initio MD simulations were executed in the NVT 
ensemble, where the temperature scales every 1000 time steps. The 
simulations use periodic boundary conditions with time steps of 2 fs, the 
total time of the MD simulations being 100 ps. The number of k-points was 
reduced from 4 x 4 x 4 used in the DFT simulations to 1 x 1 x 1 for the MD 
simulations. The lattice parameters and positions of all atoms were allowed 
to relax during relaxation. 

The argyrodite structure was obtained from previous work44. There 
the Cl-S disorder over the 4a and 4c sites was investigated, and the 
thermodynamically most favourable configuration was obtained. Note that 
the Cl-S disorder is kept constant in the presented convex hull and thus the 
oxidation and reduction voltages are not affected. For determination of 
configurations as a function of the Li-concentration, 10000 structures are 
created by placing the appropriate amount of Li-ions randomly at the 48h-
positions. To quickly scan these for possible low-energy structures only the 
electrostatic energies in these structures were calculated, using the 
Undamped Shifted Force method with a cut-off radius of 15 Angstrom48. For 
the 20 lowest energy configurations of the electrostatic calculations the 
structure was optimised and the energy was calculated using VASP. For 
LixPS5Cl 12 ≤ x ≤ 15 extra Li atoms are inserted on the 16e position.  

All DFT calculations are performed on charge-neutral cells, thus 
taking into account the true oxidation and reduction of solid electrolytes, 
and thus behaving similar to an electrode material. The formation energies 
of the thermodynamic decomposition products are taken from the Materials 
Project database49. The structure of LLZO is obtained from the Materials 



Electrochemical stability in solid electrolytes 
 

49 
 

2 

Project database49. For LLZO a 1 x 1 x 1 k-point mesh was used with a cut-off 
value of 500 eV. The structure of LAGP is taken form literature50 and was 
relaxed using a 3 x 3 x 1 k-point mesh with a cut-off value of 500 eV. 
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Abstract 

The challenge of high capacity Si negative electrodes for Li-ion batteries is to 
achieve a long cycle life. One of the detrimental processes that shortens the 
cycle life is electrolyte decomposition. This is a result of continuous solid 
electrolyte interphase formation, due to large volumetric changes upon 
(de)lithiation, effectively resulting in contact loss and mechanical failure. A 
less known factor is the homogeneity of the Li storage throughout the Si 
electrodes. Inhomogeneous lithiation will lead to large local volumetric 
changes, that can be expected to accelerate the detrimental processes. In 
this study we investigate the role of protective conformal TiO2 coatings on Si 
particles in improving its cycle life. Si nanoparticles are coated with a 
conformal 5 nm TiO2 coating through Atomic Layer Deposition. Operando X-
Ray Diffraction during deep discharge of Si reveals that the reduction of the 
TiO2 coating is restricted, resulting in a solid solution composition of LixTiO2, 
with x ≈ 0.12. The reasonable Li-ion conductivity of this phase is beneficial 
for Li-ion transport through the electrodes, whereas its limited electronic 
conductivity is expected to suppress SEI formation. With TEM, the TiO2 
coating is observed to become amorphous, which appears to suppress crack 
formation upon the volumetric changes of the Si electrode. With operando 
neutron depth profiling, it is demonstrated that in the uncoated Si, the 
lithiation takes place inhomogeneously throughout the Si electrodes, 
whereas the Li0.12TiO2 coating results in a more homogeneous lithiation as a 
function of electrode depth. Thus, the results suggest that the improved 
performance and more homogeneous lithiation of the coated Si is not only 
a consequence of acting as artificial SEI, but also a result of its Li-conducting 
properties resulting in more homogeneous lithiation of the Si electrode. 
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3.1 Introduction  

In order to meet today’s energy needs, it is important to develop higher 
energy density materials to replace graphite at the negative electrode of Li-
ion batteries. Si is a promising candidate given its high theoretical energy 
density of 3579 mAhg-1 1,2. Nonetheless, the commercial use of Si is limited 
due to several issues, such as pulverisation of the Si particles caused by the 
volume expansion when it is repeatedly (de)lithiated3, the high irreversible 
capacity loss4,5, and isolation of the particles caused by the formation of the 
solid electrolyte interphase (SEI) due to the decomposition of the electrolyte 
at the surface of the Si particles6,7. To mitigate the mechanical effects 
associated with electrochemical lithiation, nanostructured Si has been 
intensively studied, showing improved performance. It has been established 
that a particle diameter of ∼150 nm is optimal, balancing detrimental 
surface reactions with faster Li transport and facile strain relaxation8. 
Another approach to mitigate the issues of volume expansion and high 
reactivity with the liquid electrolyte is the use of protective coatings. They 
function as an artificial SEI that should be conductive both for electrons and 
Li-ions9. Evidently, the improvements are related to the nature of the 
formed SEI layer. However, it is unclear how the SEI is preserved and survives 
the stress induced by the volume changes occurring during cycling to 
unequivocally prove the buffering effect of such coatings10,11. Anatase TiO2 
has been studied both as a negative electrode material, as well as a potential 
coating material for Li-ion battery electrodes due to its high structural 
stability. This is a consequence of the small volume changes it undergoes 
upon lithiation and delithiation (<4%). This is beneficial for example, for the 
adhesion of a TiO2 coating on a Si nanoparticle. Additionally, TiO2 coatings 
on Si have been reported to passivate detrimental reactions, resulting in 
better cyclability and significantly lower electrolyte decomposition 
compared to bare Si12. The redox potential of TiO2 towards (de)lithiation is 
between 1 and 3 V vs. Li/Li+ and it was previously reported that the cycling 
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stability of TiO2 is not affected by extending the potential range down to 0.1 
V13-15. Li intercalation in the anatase phase of TiO2 is usually restricted to 
Lix=0.55TiO2, but it has been shown to reach x = 1 for amorphous TiO2 and for 
very small anatase particles ( ≈ 7 nm), turning the material from an insulator 
into an electronic conductor and to a very poor Li-ion conductor16,17.  

In this chapter, we try to understand the mechanism by which thin 
conformal anatase TiO2 coatings on Si nanoparticles improve its 
performance in Li-ion batteries in comparison with bare uncoated Si. During 
discharge, lithiation of the 5 nm thin TiO2 coatings is expected to lead to 
blocking of the Li-ion transport16,17. From this perspective, it is surprising that 
thin TiO2 coatings lead to improved Si electrode cycling performance in 
combination with a reasonable composite diffusivity of 10−12–10−13 cm2 s−1 

18,19. To better understand this phenomenon we investigate the nature of 
the lithiated state of the TiO2 coating on Si with operando Neutron Depth 
Profiling (NDP) and X-ray diffraction (XRD). Operando NDP20,21 offers the 
possibility to monitor the Li distribution quantitatively and non-destructively 
and to monitor Li-ion transport, electrode activity and irreversible capacity 
loss as a function of electrode depth22-24. This allows the investigation of the 
homogeneity of the lithiation of the electrode as a function of depth, 
reflecting the charge transport within the electrode, as well as the 
distribution of Li-containing decomposition products. The findings 
demonstrate that the TiO2 coating results in a more homogeneous activity 
of the Si electrode material and less formation of irreversible Li-species in 
the SEI. From operando XRD it can be determined that the Li-composition of 
the TiO2 coating is restricted to Li0.12TiO2 which is suggested to be the a 
consequence of the interface constraints posed by the Si particles. This 
composition is known to be an reasonable Li-conducting phase25, providing 
Li-ion diffusion paths through the electrode, rationalizing the more 
homogeneous activation of the Si electrode material, which is argued to play 
a prominent role in the improved cycle life of the TiO2 coated materials.  
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3.2 Results and discussion 

3.2.1 Deposition method 

As discussed above, for this study, titanium dioxide (TiO2) is applied as a 
coating material for Si nanoparticles (n-Si)15,26. Atomic Layer Deposition 
(ALD) is utilised for the surface modification of n-Si in order to get thin and 
conformal TiO2 coatings27. The thickness of the coating can be controlled by 
setting the number of deposition cycles. Moreover, ALD is a low 
temperature process, resulting in the deposition of amorphous TiO2 
coatings. Here various coated n-Si samples are prepared using an increasing 
number of ALD cycles corresponding to coating thicknesses of 0.5, 1, 3, 5 and 
20 nm. Henceforth the samples will be referred as n-Si/a-TiO2-ALD-x, i.e. Si 
nanoparticles coated with x nm amorphous TiO2 using ALD deposition.  

3.2.2 Characterisation of TiO2 coated Si using Inductive Coupled Plasma 
and Transmission Electron Microscopy 

 

Figure 1 | a) Transmission electron microscopy image of ALD coated samples (n-Si/a-TiO2-
ALD-5) b) and corresponding EDX mapping images of elemental Si, Ti shown in blue and 
magenta respectively c) Magnified image of TiO2 coating having thickness of around 4 nm. 

To characterise the uniformity of the coating, Transmission Electron 
Microscopy (TEM) with Energy Dispersive X-Ray Analysis (EDX) was applied 
(Fig. 1). As shown in Figure 1a, the particle size distribution for n-Si is ~ 80 
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nm. From the EDX map given in Figure 1b, it can be seen that the signal 
corresponding to Ti at the surface, encapsulates Si, clearly demonstrating a 
core-shell structure with a homogeneous distribution of thin a TiO2 layer on 
the Si surface. A magnified Si particle with a visible coating (n-Si/a-TiO2-ALD-
5) is shown in Figure 1c, where a ~4 nm coating thickness can be seen. That 
is close to the 5 nm thickness of the TiO2 coating expected from the number 
of ALD cycles.  

To verify that the crystallinity of Si after the ALD process is preserved, 
XRD measurements were conducted. The diffractogram’s of bare n-Si and n-
Si/a-TiO2-ALD1, -3, and -5 obtained are given in Supplementary B Figure 1. 
All the samples have identical diffraction peaks at 2θ = 28.3, 47.3, 56.1, 69.2, 
76.6°, indexed as (111), (220), (311), (400), and (331) planes of cubic Si. The 
absence of visible changes of Si diffraction peaks suggest that TiO2 does not 
influence the Si structure. Rietveld refinement of the diffraction patterns 
was also performed (Supplementary B Figure 1, Supplementary B Table 1), 
where the lattice parameters, fractional atomic coordinates, isotropic 
atomic displacement and site occupancies were refined at room 
temperature for n-Si and n-Si/a-TiO2-ALD-1, -3 and -5. No significant changes 
in the lattice parameters and the average crystallite size (determined from 
the peak width) were observed after the coating process. In addition, no 
diffraction peaks of any crystalline TiO2 polymorph were observed. This 
indicates that the crystallinity and/or content of the TiO2 coating is low. 
Nevertheless for all the XRD patterns an underlying background is seen at 
low diffraction angles. This is a typical indication of the presence of 
amorphous phases, which in this case could be either amorphous TiO2 or 
silica.  
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3.2.3 Electrochemical cycling of Si with different coatings 

 
Figure 2 | Comparison of rate capabilities of n-Si and n-Si/a-TiO2-ALD-1, -5, and -20. 
Increasing C-rates ranging from C/20 to C/2 were applied, to study the electrode response 
on increasing polarisation. Amorphous TiO2 coatings of 1 and 5 nm are found to be optimal, 
giving the best cycling performance and reaching up to 1200 mAhg-1. Capacities were 
calculated based on Si weight, and a capacity of 1500 mAhg-1.  

To evaluate the effect of the TiO2 coating and its various thicknesses on the 
electrochemical cycling performance, coin cells were assembled according 
to the details given in the experimental section. Galvanostatic cycling tests 
at various C-rates were conducted. The specific discharge capacities 
obtained for different TiO2 coating thicknesses at these C-rates are 
presented in Figure 2. It can be seen that the electrode always delivers a 1st 
irreversible capacity loss on discharge, irrespective of the coating thickness. 
At a low initial C-rate of C/10, n-Si with a 1 nm TiO2 coating exhibits the 
highest specific capacity of ~1200 mAhg-1 followed by n-Si with a 5 nm 
coating which exhibits a ~900 mAhg-1 capacity. There is an appreciable drop 
in capacity at a higher C/2 rate, but the capacity recovers when a subsequent 
C/10 rate is applied, with a retained capacity of ~1000 and ~800 mAhg-1 for 
the 1 nm and 5 nm coatings respectively after 20 cycles. The thicker 20 nm 
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TiO2 coating on n-Si, even at slow C/10 cycling, results in a much lower 
specific capacity of ~600 mAhg-1, similar to bare uncoated n-Si. However, 
unlike the bare n-Si which retains its capacity on further cycling at C/5, the 
20 nm TiO2 coated n-Si shows a steady decline in capacity. The thickness of 
the coating is determined by the number of ALD cycles. The TiO2 coating 
thickness may limit the Li-ion transport, through the limited conductivity of 
the TiO2, and cause the worse electrochemical performance of the n-Si with 
the 20 nm TiO2 coating. 

Figure 3 | Cyclic voltammetry curves for the a) first and b) fifth cycle of n-Si and n-Si/a-TiO2-
ALD-5 at the scan rate of 0.1 mV/s between 0 – 2.5 V vs. Li/Li+. 

Cyclic voltammetry was performed to understand the impact of the TiO2 
coating on the first (Fig. 3a) and fifth (Fig. 3b) reduction and oxidation of the 
n-Si and n-Si/a-TiO2-ALD-5 samples and the reductive decomposition of the 
electrolyte. Furthermore, the oxidation and reduction of the TiO2 coating 
itself can be captured. By following the curve from the start of measurement 
(orange region), the first interesting features are observed at 1.9 and 1.7 V 
vs. Li/Li+ (inset of Fig. 3a), corresponding to the lithiation and delithiation of 
TiO2 respectively. That proves the redox activity of the anatase TiO2 phase. 
However, as seen from the inset in Figure 3b, in the 5th scan, no redox 
activity upon TiO2 lithiation. Furthermore, in Figure 3a, a reduction peak at 
1.4 V vs. Li/Li+ for both n-Si and n-Si/a-TiO2-ALD-5 is observed (however 
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larger for n-Si). That indicates charge consumption due to surface reactivity 
of metal oxides in the current collector (Cu2O/CuO) with Li and leads to 
formation of metallic Cu0 and Li2O28 (indicted on the figure as surface 
reactions). Copper oxide reduction is only observed for the first cycle (seen 
from Fig. 3a), but not detected in 5th cycle (Fig. 3b). Another interesting 
feature in Figure 3b is a broad reduction peak at ~ 0.8 V vs. Li/Li+, which 
indicates large charge consumption due to the reduction of diethyl 
carbonate and ethylene carbonate, corresponding to the continuous 
formation of the SEI29 for n-Si at 5th cycle. Hence, it can be deduced that the 
TiO2 layers reduce the continuous formation of an SEI due to the absence of 
reduction peak in the 5th cycle. Following the reduction curve, at 0.2 V vs. 
Li/Li+ redox activity is observed which is associated to alloying of Si2. In the 
5th scan, a distinctive reduction peak appears at around 0.2 V vs. Li/Li+ and it 
is attributed to the formation of an amorphous phase of LixSi (x ≤ 3.75) and 
gradual breakage of the crystalline Si framework10,30,31. The increase in the 
intensity of the current means that more electrons participated in the this 
reaction, so that more Si particles became accessible for alloying.  

Following an oxidation curve (blue area), a peak at 0.3 and 0.5 V vs. 
Li/Li+ is presents and represents delithiation of Si2. Moreover, n-Si/a-TiO2-
ALD-5 after the 5th cycle, seen as an increase in the oxidation peak area at 
0.5 V vs. Li/Li+ which means more electrons involved in the reaction, thus 
probably better activity of Si. 
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3.2.4 Morphological evolution of the coating 

Figure 4 | Transmission electron microscopy images of cycled electrodes a) n-Si after 20 
cycles b) n-Si/a-TiO2-ALD-5 after 1 complete cycle c) n-Si/a-TiO2-ALD-5 after 20 cycles. All 
images show structural integrity and no morphological changes upon cycling. 

In order to assess the effect of extended electrochemical cycling on the 
structure and morphology of the TiO2 coating, post mortem TEM 
measurements are performed. Images are recorded of the coated electrode 
(n-Si/a-TiO2-ALD-5) particles after undergoing 5 and 20 complete (dis)charge 
cycles and the uncoated n-Si particles after 20 (dis)charge cycles for 
comparison. These are shown in Figure 4. It can be observed from Figure 4a, 
that the surface of uncoated n-Si particles becomes rougher upon cycling. 
The surface of the n-Si particles are covered with nano-meter sized smaller 
particles, most likely corresponding to decomposition products. However, 
no cracks are observed on the Si surface. This can be attributed to the nano-
structured nature of these Si particles which are ~ 80 nm (Fig. 1a), consistent 
with previously reported work, where it was found that 100 nm is the critical 
particle size needed to avoid fractures on the surface of the particle8. It can 
be seen from Figure 4b and c that the a-TiO2 coating on n-Si shows robust 
structural stability upon cycling. No morphological changes are detected, 
even after 20 cycles, unlike for the uncoated n-Si, which demonstrates the 
integrity of the coating with the Si particle.  
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3.2.5 Structural evolution of the coating by operando XRD  

The usage of Si as an electrode requires an effective charge transport 
network, for both electrons and Li-ions. This implies that the coating itself 
should also have good ionic conductivity and provide conductivity for the 
charge compensating electrons. The Li diffusion coefficient in Si 
nanoparticles coated with TiO2 has been estimated to be 10−12–10−13 cm2 s−1 

18,19. As mentioned in the introduction, TiO2 is also a potential negative 
electrode material for Li-ion batteries, able to intercalate Li reversibly with 
very small volume changes. The degree of Li insertion in the anatase phase 
i.e. LixTiO2 is usually found to be x < 0.55, but can be close to x = 1 for 
amorphous TiO2 and for very small anatase TiO2 particles (~ 7 nm). On 
lithiation TiO2 turns from an insulator into an electronic conductor (x = 1), 
albeit with very slow Li ion diffusion in its fully lithiated state16. This was also 
seen in a study performed by Wagemaker and co-workers, where the ionic 
conductivity of Li in lithiated anatase LixTiO2 was probed with NMR 
relaxation experiments32,33. They found that Li1TiO2 has a reduced Li-ion 
mobility, based on the low hopping frequency observed, 104 s-1, compared 
to Li0.5TiO2 with a jump frequency of 105 s-1 at 300 K. Thereby, the Li1TiO2 
phase is limiting large anatase particles to reach their full theoretical 
capacity. This raises the question how the TiO2 coating deposited on Si 
behaves during cycling17. Cyclic voltammetry tests already demonstrated the 
electrochemical activity of the TiO2 coating, observed by small reduction and 
oxidation peaks (Fig. 3). However, it is not known what the composition is of 
the LixTiO2 (x = 0 to 1) coating during cycling. To determine this, operando 
XRD is applied to monitor the structural changes of the electrode particles 
during electrochemical cycling. For the optimal coating thickness with 
respect to the cycling performance (1 to 5 nm), the reflections of the TiO2 

phase were practically invisible due to the small phase fraction in the 
electrode. For this reason, the operando XRD experiment was performed 
utilizing a 20 nm coating. Moreover, as the TiO2 coating deposited with ALD 
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on n-Si is amorphous, it is not possible to attain any structural information 
with operando XRD in this polymorph. Therefore to observe structural 
changes both in the Si and TiO2 phases, the n-Si/a-TiO2-ALD-20 was first 
annealed under an argon atmosphere at 450°C for 5h in order to crystallise 
the amorphous TiO2 coating phase. The XRD pattern of the annealed sample 
presented in Supplementary B Figure 2, confirms the formation of 
crystalline TiO2 which can be indexed to the anatase phase (referred to as n-
Si/Anatase-ALD-20). Additional crystallographic details obtained from the 
Rietveld refinement of the XRD pattern are given in Supplementary B Table 
2. 

 

Figure 5 | The time evolution of the operando XRD patterns at room temperature 
measured with Mo source (K-alpha: 17.45 keV, λ = 0.7107 Å) for n-Si/Anatase-ALD-20 at 
different stages of lithiation and delithiation. The colour bar is representing changes in the 
reflection intensity. a) Only the (101) reflection at 11.5 2Theta of anatase upon alloying of 
Si to the fully lithiated phase LixSi x < 3.75 and subsequent delithiation is shown. The (101) 
reflection at 11.5 2Theta shifts towards lower angle during Si alloying and goes back to its 
original position during delithiation. b) The (111) reflection of Si is shown, slowly 
disappearing due to amorphisation of Si c) The corresponding electrochemical profile is 
presented on the graph on the right. Firstly, the electrochemical activity of anatase within 
a voltage window of 0.6 V to 2V vs. Li/Li+ was tested (indicated in light orange, 0-10 h). The 
second stage involves lithiation of TiO2 and Si respectively with limited capacity (x = 0.1, 
LixSi) and voltage cut-off at 5 mV (indicated in light yellow, 10-15 h). The measurement was 
followed by progressive Li alloying of Si for two cycles from x = 0.2 to fully lithiated phase of 
x = 3.75 for LixSi within the working potential of Si with discharge down to 5 mV and charge 
until 1.2 V vs. Li/Li+ (indicated in light blue, 15-43 h), to exclude the changes associated to 
the electrochemical activity of anatase.  
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In Figure 5a and b, the time evolution of the operando XRD patterns 
measured at room temperature for the n-Si/Anatase-ALD-20 electrode in a 
pouch cell at different stage of lithiation is shown. The colour bar represents 
changes in the reflection intensity. The corresponding electrochemical 
profile is presented in Figure 5c. The experiment was carried out in three 
stages. Firstly, the electrochemical activity of anatase within voltage window 
of 0.6 V to 2V vs. Li/Li+ was tested (light orange, 0-10 h). This was followed 
by lithiation of TiO2 and Si (x = 0.1, LixSi) within working potential of Si with 
discharge down to 5 mV (light yellow, ~10-15h). Finally, subsequent 
delithiation and lithiation of only the Si phase to x = 0.2 and to fully lithiated 
phase of x = 3.75 for LixSi was performed by limiting the voltage window to 
between 5 mV and 1.2 V for two cycles (light blue, ~15-43h). 

Anatase TiO2 has a tetragonal phase with space group I41/amd, 
number 141, where titanium is surrounded by distorted oxygen octahedron 
with lattice parameters of a = 3.785 Å, c = 9.506 Å (Supplementary B Table 
2) upon lithiation, anatase TiO2 undergoes a phase transformation from 
tetragonal into an orthorhombic structure (lithium titanate, Li0.5TiO2, space 
group Imma, number 74, a = 3.808 Å, b = 4.077 Å, c = 9.053 Å)34,35 where the 
octahedra become more regular and the Li ions are randomly distributed 
occupying 50% of the interstitial octahedral 4e sites. This structure has been 
previously determined by neutron diffraction. This change in symmetry 
upon lithiation is accompanied by a decrease of the unit cell dimensions 
along the c-axis and an increase along the b-axis, resulting in an increase of 
the volume of the unit cell by about 4%. The initial (101) reflection of anatase 
TiO2 (Fig. 5a) and the (111) reflection of Si (Fig. 5b) are indicated with an 
arrow.  

During the first stage of this experiment, where only the lithiation of 
anatase TiO2 is expected, the (011) reflection of TiO2, is expected to appear 
as the lithiated phase x = 0.5 LixTiO2 is formed. However, as observed in 
Figure 5a, at the beginning of discharge, the (101) reflection of anatase (Li-
poor phase) at 11.5 2Theta shifts towards a lower angle, which is an 
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indication that the lithiation proceeds via a single phase reaction36. Further 
lithiation to Li-rich phase (x > 0.5 LixTiO2) cannot be confirmed as only a 
decrease in intensity of the (101) peak is observed. This could be an 
indication of a growing (011) reflection at the expense of (101) (Fig. 5a). 
Moreover, in these measurements, the (011) reflection was hardly 
detectable due to high background and packaging of the cell. Another 
explanation for the decrease in intensity of the (101) reflection is the 
presence of non-uniform strain in the coating material during lithiation, 
which would result in peak broadening (strain broadening), thus a decrease 
in intensity. Upon delithiation (charge), the (101) reflection corresponding 
to anatase TiO2 is restored, proving the reversible electrochemical activity of 
anatase. Moreover, based on the calculated capacity of anatase at the end 
of discharge (> 0.6 V vs. Li/Li+), the degree of lithiation corresponds to Li-
poor phase of Li0.12TiO2 , in contrast to what would be expected on a full 
discharge of TiO2 (Li0.55TiO2 for 20 nm particles up to Li1TiO2 for 5 nm 
particles). This is in agreement with the shift in peak position of the (101) 
reflection, corresponding to the evolution of the lattice parameters in a Li-
poor anatase phase as previously reported17, where in the regime of initial 
lithiation, a steep increase in a- and decrease in c-lattice parameter (for 
overall composition of Li0.1TiO2) was observed. 

In the second stage of the measurement, followed by subsequent 
(de)lithiation over two cycles in the third stage, a (111) reflection 
corresponding to the Si is presented in Figure 5b with the arrow. Si has a 
cubic structure with space group Fd-3m and lattice parameter 5.427 Å 
(Supplementary B Table 1). At the same time, during the third stage, upon 
lithiation of Si up to the Li3.75Si phase at 0.1 V vs. Li/Li+, the XRD reflections 
are slowly fading, and a long plateau is observed2. During alloying, Si will 
undergo amorphisation forming LixSi x < 3.75, diminishing the crystalline 
phase of Si37,38. On the contrary, there is no significant change in the peak 
width observed in the XRD pattern of n-Si (Fig. 5b), which indicates that the 
coated Si particles do not undergo pulverisation.  
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To better observe changes occurring in anatase on lithiation in the 
second stage of the measurement, followed by subsequent (de)lithiation 
over two cycles in the third stage, the (101) reflection corresponding to the 
anatase is presented in Figure 5a. The measurement was limited to a voltage 
of 1.2 V vs. Li/Li+, to exclude the changes associated to the electrochemical 
activity of Anatase. As presented in the figure, the black intensity line at 11.5 
2Theta is moving towards lower 2Theta angle during deep lithiation (started 
after 27 h, followed by long plateau from 31 to 41 h), which implies an 
increasing unit cell volume. It is going towards original position during 
delithiation of Si (from 41 to 43 h). This can be understood as stretching of 
the bonds of Si particles.  

Summarizing, the operando XRD measurement indicates that during 
the lithiation and delithiation of n-Si/Anatase-TiO2-ALD-20, the lithiation of 
the TiO2 coating goes via a single phase reaction up to Li0.12TiO2. The 
reasonable Li-ion conductivity of this phase25 is expected to be a key factor 
in the improved performance of the TiO2 coated Si particles. The appearance 
of a solid solution Li0.12TiO2 composition in the 20 nm thin coating is 
consistent with the previously reported phase diagram, relating the Li 
composition of anatase to the particle size, where particle sizes below 20 nm 
can be expected to display a solid solution at this composition. This thus 
prevents a two-phase coexistence,16 which has been demonstrated to be the 
rate limiting factor in the Li-ion transport in lithiated TiO2, posing a large 
diffusional barrier (0.5 eV) as compared to the barrier in the Li-poor phase 
(0.2 eV) and the Li-rich phase (0.09 eV)33.  
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3.2.6 Evolution of stresses of n-Si and Si/a-TiO2 

 

Figure 6 | Raman spectrum of bare n-Si (black line), Si nanoparticles encapsulated in 
amorphous shell of TiO2 (n-Si/a-TiO2 -ALD-5) (blue line) and Si nanoparticles mechanically 
mixed with amorphous TiO2 (n-Si+a-TiO2, 6.3 wt. % of TiO2) (orange line). As a result the 
Raman shift is observed for n-Si/a-TiO2-ALD-5, compared to Si mixed mechanically with a-
TiO2 since there is stress-induced on the Si surface of the particle from the a-TiO2. 

To determine the changes in bond angles, bond strength and bond energy 
in the Si before and after coating deposition, Raman Spectroscopy 
measurements were performed. The changes in Raman shift are an 
indication of tensile to compressive transition of the stress in the Si, before 
and after coating deposition, similar what happens during the lithiation 
which was previously reported39. The Raman spectrum of n-Si is presented 
in Figure 6 (black line) and shows the characteristic vibrational mode at 
about 507 cm−1, which can be assigned to nano-crystalline Si (shift value 
could relate to the nanometre scale of Si crystallites)10. After applying the a-
TiO2 coating (n-Si/a-TiO2-ALD-5), the Si peak shifted toward higher 
wavenumbers by 7 cm-1 and is accompanied by a peak width decrease of 7 
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cm-1 (Fig. 6, blue line). Peak narrowing indicates lower difference in the 
distribution of the bond lengths in the coated samples40. The shift indicates 
changes in the Si-Si bond lengths i.e. being compressed and deformation of 
the crystal lattice occurring (higher density of lattice defects). The observed 
blue-shift (shift toward lower wavenumber) is therefore assigned to a tensile 
to compressive transition of the stress in the Si core of the nanoparticles 
which are coated (n-Si/a-TiO2-ALD-5)41. As a comparison n-Si was also 
mechanically mixed with amorphous TiO2 (a-TiO2) indicated and the Raman 
spectrum was recorded of this sample, given in Figure 6 as orange line. It can 
be clearly seen that the shift of the Raman spectrum of mechanical mixture 
of n-Si and a-TiO2 is comparable to that of n-Si alone, indicating that there is 
no stress-induced from the a-TiO2 on n-Si in the mixture. 

The bond strength between the atoms depends on the thermal 
expansion coefficient (TEC). Covalent materials such as Si have strong bonds 
between atoms, resulting in low coefficients of thermal expansion being 
2.75-3.75 x 10-6 K-1 42. In contrast, amorphous TiO2 possess weaker bonds 
between atoms, resulting in higher coefficients, estimated to be 3 times 
larger, 6 x 10-6 K-1 for low temperature deposition43. High difference in TEC 
between materials induces chemical stresses44, which were previously 
reported being around 133 MPa45, caused by strong interaction (covalent 
bonding) leading to lattice mismatch. That will result in high energy 
vibrations seen as blue-shift in Raman spectrum. Thus, the observed high 
energy vibrations can originate from that. The blue shift observed for the n-
Si/a-TiO2-ALD-5 can therefore be attributed to the stress introduced by 
covalent bonds between n-Si and a-TiO2, which is absent in the mechanical 
mixture of the two. The stresses of the material are calculated according to 
the following equation39: Δw = −4.4σ, where Δw is the difference in Raman 
shift in cm-1 and σ the compressive stress in GPa. Increasing the layer 
thickness of the TiO2 coating, slowly increases the stress of the material, 
giving σ = 1.5 GPa, for 5 nm deposition layer. Therefore the a-TiO2 coating 
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on Si nanoparticles does not influence the bulk crystallinity, but introduces 
changes on the surface related to the stress in the material. 

3.2.7 NDP Si with TiO2 coating with FEC as an electrolyte additive 

The homogeneity of the Li storage throughout the Si electrode, can be a 
critical factor in the cycle life of the battery. Inhomogeneous lithiation will 
lead to large local volumetric changes, that can be expected to accelerate 
the detrimental processes. The a-TiO2 coating has been found to improve 
the electrochemical performance of n-Si, where the artificial SEI layer, which 
has a composition of Li0.12TiO2 determined with operando XRD, could be 
beneficial for the electron and Li transport to the Si nanoparticle. The 
hypothesis is that this ‘artificial SEI’ this may facilitate more homogeneous 
lithiation of the Si electrode. NDP is used to investigate it, since can quantify 
Li density as a function of electrode depth20,21. NDP utilises the neutron 
capture reaction46, where incoming thermal neutrons are captured by the 
6Li (natural abundance around 7.5%) which will generate 3H and 4He ions 
with a specific kinetic starting energy according to following reaction:  

6Li + nth  4He(2055keV) + 3H(2727keV) 

The tritium ions have sufficient energy to transmit through roughly 30 µm of 
Cu. By measuring their energy when reaching the detector, the depth at 
which the caption reaction took place (location of Li-ions) can be 
determined. Through the number of ions that reach the detector, the Li 
concentration can be determined after the data normalisation and 
background correction. As a result, the Li concentration profile as a function 
of depth is established.  
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Figure 7 | Impact of the Si nanoparticles coated with TiO2 on the Li concentration depth 
distribution compared to uncoated Si electrode. (a, c, e) Voltage profile of cells cycled for 
4 cycles at 0.5 mA/cm2, Li distribution, the changes in Li distribution during each 10 min of 
measurement of Si electrode (n-Si|1M LiPF6 EC:DEC (1:1), 2 wt. % VC, 25 wt. % FEC|Li) (b, 
d, f) Voltage profile, Li distribution, the changes in Li distribution during each 10 min of 
measurement of Si coated with a-TiO2 electrode (n-Si/a-TiO2-5|1M LiPF6 EC:DEC (1:1), 2 wt. 
% VC, 25 wt. % FEC|Li).  

All the NDP measurements are performed on the 4 initial cycles of the 
assembled cells, including uncoated n-Si and coated n-Si/a-TiO2-ALD-5 
electrodes with the voltage limit of 10 mV. The initial (de)lithiation for n-
Si/a-TiO2-ALD-5 was performed by setting up a voltage limit to 0.6 V vs. Li/Li+ 
to exclude Si activity. In that way it was possible to monitor changes in Li 
concentration as a function of depth for a-TiO2. That was followed by 
subsequent (de)lithiation of Si. 

Figure 7a, b represent the voltage profiles corresponding to the n-
Si|LE+VC+FEC|Li and n-Si/a-TiO2|LE+VC+FEC|Li cells during operando NDP 
measurements. Figure 7c and d show the Li concentration, indicated by the 
colour scale, as a function of electrode depth. The surface of the Cu foil is 
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used both as a current collector and window, and its set as zero µm depth in 
the Li concentration profile. It can be observed in Figure 7d that the initial 
lithiation and delithiation occurs homogeneously as a function of depth 
across the n-Si/a-TiO2-ALD-5 electrode. This is in clear contrast to the 
lithiation in Si without a coating, as here the Si is in direct contact with the 
liquid electrolyte. As shown in Figure 7c, the Si is alloying inhomogeneously 
with Li, observed as an accumulation of Li close to the current collector. This 
non-homogeneous lithiation of Si based electrodes can be regarded as a 
possible origin of the fast degradation of Si electrodes47.  

The activity of lithiation and delithiation is demonstrated in Figure 7e 
and f representing the difference between two subsequent measurements 
for each time step (each measurement is 10 min). This provides further 
insight into homogeneity of the lithiation, where red represents positive 
change in Li concentration during lithiation of the Si electrode and blue 
corresponds to negative change in Li concentration during delithiation. As 
shown in Figure 7e for the uncoated Si electrode, a higher Li concentration 
at the beginning of lithiation is observed. This can be ascribed to the surface 
reactions of the current collector, and as a result formation of Li2O. This is 
consistent with the cathodic peak shown in Figure 4 at 1.4 V vs. Li/Li+ 
indicating charge consumption due to reactivity of metal oxides (Cu2O/CuO) 
with Li and formation of metallic Cu0 and Li2O28. Before any activity of Si is 
expected, a higher Li concentration is observed at 1.2 – 0.8 V vs. Li/Li+, which 
corresponds to SEI formation (also seen in the CV plot, Fig. 4). The 
decomposition of FEC electrolyte additive occurs at 1.2 V vs. Li/Li+, followed 
by decomposition of electrolyte solvents at 0.8 V vs. Li/Li+, as a result 
creating a passivating layer of LiF48-52. Notwithstanding in Figure 7f, a very 
small amount of Li is observed in the first cycle, where electrochemical 
activity of Si was excluded by limiting potential ( ≥ 0.6 V vs. Li/Li+). Moreover, 
no Li contribution from SEI formation was observed, consistent with the CV 
plot (Fig. 3b) where n-Si/a-TiO2-ALD-5 showed absence of the SEI peak at 0.8 
V vs. Li/Li+. This can be explained from the limited electronic conductivity of 
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the Li-poor phase of TiO2 which is expected to suppress SEI formation. Once 
the lithiation of Si started in the next cycles, homogenous distribution of Li 
is observed.  

Lithiation of the Si electrode occurs preferentially close to the 
current collector (Fig. 7c), and progresses slowly across the complete 
electrode. This may indicated a limited electronic conductivity of the 
electrode53, which in case of Si improves as it alloys with Li, and that will be 
discussed in details in chapter 4. In comparison, the n-Si/a-TiO2-ALD-5, 
demonstrates very homogenous Li distribution (Fig. 7d). As discussed, this 
can be attributed to the enhanced Li-ion conductivity of lithiated Li0.12TiO2 
coating phase that forms before the lithiation of n-Si commences.  

Figure 8a illustrates evolution of the Li capacity and irreversible 
reactions upon cycling, which are determined by integrating the Li 
concentration depth profile from NDP over the complete depth as a function 
of time. Figure 8 and b shows integrated Li concentration throughout n-Si 
electrode compared to n-Si/a-TiO2-ALD-5 respectively. The results 
demonstrate higher Li capacity for the n-Si/a-TiO2-ALD-5 and better 
reversibility upon cycling (Fig. 8b) compared to the n-Si electrode (Fig. 8a). 
Moreover, a smaller amount of irreversible Li builds up upon cycling. 
However, the chemical nature of Li cannot be distinguished with NDP.  
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Figure 8 | Impact of the Si nanoparticles coated with TiO2 on the Li mass, Li capacity, cell 
capacity compared to uncoated Si electrode. (a, c) Illustrates integrated NDP data over the 
complete depth as a function of time, and Li capacity from operando NDP and cell capacity 
from electrochemical data indicated as a column chart of the Si electrode (n-Si|1M LiPF6 
EC:DEC (1:1), 2 wt. % VC, 25 wt. % FEC|Li) (b, d) Integrated NDP data, Li capacity, cell 
capacity of Si coated with TiO2 (n-Si/a-TiO2|1M LiPF6 EC:DEC (1:1), 2 wt. % VC, 25 wt. % 
FEC|Li).  

The difference between the Li capacity from NDP and the cell capacity from 
electrochemical cycling reflects the amount of irreversible reactions that 
only involves electron transfer, such as direct electrolyte reduction and 
chemical dissolution of Li from the SEI. Both capacities are represented in a 
single column for each (dis)charge step and their difference is shown in red 
(Figs. 8c, d). Clearly this red part is relatively large for the Si electrode during 
initial discharge (Fig. 8c), when, due to the SEI formation, most of the side 
reactions are expected to occur. In Figure 8d it is demonstrated that 
contribution of side reactions is low. Moreover a difference is observed at 
all electrochemical steps, including charge. This is a direct indication that 
irreversible reactions mainly involve electrons. Such changes can be 
associated to chemical dissolution of LiF or other Li species from SEI layer or 
oxidation reaction of electrolyte54,55.  
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3.3 Conclusions 

Here the role of protective TiO2 coatings was investigated on Si nanoparticles 
and the distribution of Li as a function of electrode depth during cycling. The 
protective artificial SEI was successfully synthesised using ALD. The optimal 
coating thickness appears to be 5 nm, which balances the conductivity of the 
charges and the buffering effect of the coating, explaining the improved 
electrochemical reversibility observed. Operando XRD was performed to 
evaluate the behaviour of TiO2 during deep discharge of Si, indicating that 
the lithiation proceeds via a solid solution resulting in a composition of 
Lix~0.12TiO2. The reasonable Li-ion conductivity of this phase is beneficial for 
the Li-ion transport through the electrodes, whereas the limited electronic 
conductivity is expected to suppress SEI formation as well as crack 
formation. Restricted lithiation may be explained by the stress-induced on 
the Si particles by applying the coating, as indicated by the blue-shift in the 
Raman spectrum. Additionally, operando NDP demonstrates that in the 
uncoated Si, the lithiation proceeds inhomogeneously as a function of 
electrode depth, whereas the Li0.12TiO2 coating results in a more 
homogeneous lithiation as a function of electrode depth. Thus, the results 
suggest that the improved performance of the coated Si is not only a 
consequence of the protective function of the coating, but also because of 
more homogeneous lithiation as a result of the Li-conducting properties of 
the coating.  

3.4 Materials and methods 

Synthesis of materials: Si particles (100 nm) were conformally coated with 
TiO2 with various thicknesses of 0.5, 1, 3, 5, 20 nm. The TiO2 coating on the 
Si particles were prepared via Atomic Layer Deposition by the company 
Delft-IMP. Here, ALD was performed in a fluidised bed reactor operated at 
atmospheric pressure, using titanium isopropoxide (TTIP) as a precursor and 
H2O as a co-reactant at 150°C. The carrier gas used to purge the reactor in 
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order to remove the by-products was nitrogen (N2) and the exposure 
sequence applied was 3-6-1-4 min (for TTIP-N2-H2O-N2, respectively). By 
setting the number of cycles (2, 5, 15, 25, 125 cycles in order to achieve 0.5, 
1, 3, 5, 20 nm of coating respectively), the thickness of TiO2 was controlled. 
The n-Si coated with the thick layer of TiO2 (20 nm) was sintered in argon at 
450 °C for 5h in order to get crystalline phase of anatase prior to the 
operando XRD measurements. 

Electrode preparation for C-rate test, CV and ex-situ TEM: An electrode 
slurry was prepared by ball-milling active material (crystalline silicon 
powder, mean particle size distribution of 100 nm, 99% purity, Alfa Aesar), 
with carbon black (Super P, TIMCAL) and binder (carboxymethyl cellulose, 
Mw = 90,000 g/mol, Sigma Aldrich) in a weight ratio of 0.6 : 0.2 : 0.2 for 90 
min at 250 rpm in an agate jar with 3 agate balls. As a solvent, 2 ml of buffer 
solution of citric acid/sodium hydroxide/sodium chloride solution with 
fungicide (pH = 3, Fluka) was used. The slurry was casted on copper foil 
(cleaned with 0.1M oxalic acid and ethanol) with wet thickness of 100 µm 
and dried at 60°C under vacuum for 12h and cold-pressed under 2 tons for 
1 minute. The coin cells were assembled in an argon filled glove box, in order 
to avoid reactions with oxygen and moisture (< 0.1 ppm O2 and < 2 ppm H2O) 
using a polymer separator (Celgard 2250) and Li metal as a counter electrode 
(Sigma-Aldrich), which was washed with dimethyl carbonate (DMC) to 
remove the oxide layer. Finally, 140 µl of 1.0 M LiPF6 in 1:1 v/v ethylene 
carbonate (EC) and diethyl carbonate (DEC) (<15 ppm H2O, Sigma Aldrich) 
was added as an electrolyte for wetting both working and counter electrode 
surfaces. The electrodes after cycling for the ex-situ TEM were washed with 
diethylene carbonate (DEC) and dried under vacuum at 80 °C, overnight. 

Pouch cells for operando NDP and XRD: The results are based on 
measurements in pouch cells56-59, also known as coffee bag cells60, which are 
common practice in industrial applications61. For NDP measurements pouch 
cell56-59 was made with one copper window with a diameter of 18 mm and 
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thickness of 6 µm. A picture and schematic illustration of the pouch cell are 
provided in Figure 1.  

 
Figure 1 | Image and schematic representation of the pouch cell. 

A window was cut in the outer layer of coffee bag and the Si coated copper 
current collector substrate was heat-sealed to form a window62. Note that 
the current collector has a second function as a window to separate the in- 
from the outside, while being as thin as possible to limit parasitic energy 
loss22. In operando cells should be simple and use limited materials, as 
neutron activation instigate stable isotopes to emit radiation. The pouch 
cells introduce negligible background by other isotopes as they consist of 
plastic coated aluminum foil. For these samples, relevant activating 
elements are isotopes of Cu, Si and Al. The Cu foil however activates 
significantly through the neutron capture forming 64Cu and 66Cu, which have 
a half-life of 12.7 h and 5 min, respectively. Therefore, prior to disposal, 
samples are stored for ∼1 week63. The other activated isotopes produced 
will have decayed within this time.  

The electrode slurry was prepared in the same way as for coin-cells, but 
casted in circular shape with wet thickness of 25 µm. After sealing both 
current collectors and placing separators: 25 µm PE (Celgard 2250) against 
the working electrode and 300 µm glass fibre (Whatman), in size of 40x80 
mm) and Teflon plate below working electrode (to ensure more pressure), 
pouch cells were dried overnight at 60°C. Pouch cells were assembled inside 
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the glove box, in order to avoid reactions with oxygen and moisture (< 0.1 
ppm O2 and < 2 ppm H2O). 6Li metal was used as a counter electrode (Aldrich, 
95 wt. % 6Li, 5 wt. % 7Li, density 0.47 g cm-3). Standard electrolyte 140 µl of 
1.0 M LiPF6 in 1:1 v/v ethylene carbonate (EC) and diethyl carbonate (DEC) 
(<15 ppm H2O, Sigma Aldrich) with 2 wt. % VC and 25 wt. % FEC was used. In 
order to increase the count rate in the NDP experiments, the electrolyte was 
enriched with 6Li metal by adding an excess of 6Li metal with natural 6Li 
abundancy of 7.5% in the electrolyte overnight. This increased the count rate 
by a factor of 13 as 7Li is replaced by 6Li64. After wetting the separator from 
both sides, the cell was left for 30 min to ensure wetting, afterwards the cell 
was sealed in sealer with vacuum (Audionvac VMS 153). 

For XRD measurements the cells were cycled in the pouch cells without 
windows to prevent reaction with moisture and oxygen. 

Electrochemical test: Galvanostatic cycling was performed within cut-off 
voltage of 0.005 V to 1.2 V (vs. Li/Li+) at C/20 C-rate. The current was 
calculated based on the Si with the capacity of 1500 mAhg-1. For NDP 
measurements the current was calculated based on the Si with a capacity of 
800 mAh/g and voltage limit of 10 mV. The initial (de)lithiation n-Si/a-TiO2-
ALD-5 was performed by excluding Si activity by setting up a voltage limit 
from 0.6 V vs. Li/Li+ to 2V.  

Cyclic voltammetry: CV measurements were performed using a Metrohm 
Autolab B.V. at a scanning rate of 0.1 mV/s. 

Operando X-ray diffraction: Measurements were performed using X-Ray 
Diffraction in transmission mode. Powder XRD patterns were collected in the 
2θ range of 6.0-17.0° to identify changes in lattice parameters of crystalline 
phases of the prepared materials using Mo Kα X-rays (0.7107 Å at 60 kV and 
40 mA) on an Empyrean X-ray powder diffractometer (Malvern Panalytical).  
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Ex-situ transmission electron microscopy: The TEM measurements were 
carried out in a Cs corrected FEI TITAN microscope operating at HAADF STEM 
mode equipped with an EDX detector.  

Raman Spectroscopy: The Raman experiments were carried out with a 
Nicolet Almega XR Raman microscope using the 633 nm line from a He–Ne 
laser. Ex situ Raman mapping was done in an area of 10 × 10 μm2 on the 
pressed powders. Spectra were recorded over a Raman shift range of 400 to 
600 cm−1 using an integration time of 100 s per spectrum. 
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Abstract 

Silicon is a promising candidate to replace graphite at the negative electrode 
of Li-ion batteries given its high theoretical capacity of 3579 mAhg-1. 
Nonetheless, the commercial use of Si is limited due to high volume 
expansion during lithiation and consequential pulverisation of the Si 
particles and extensive growth of SEI. Here, atmospheric operando NDP is 
employed to understand the role of the reaction homogeneity on cycle life 
and how this is affected by the nature of the SEI. Si electrodes are tested 
with standard electrolyte (1 M LiPF6 EC/DEC) and in the combination with 
VC/FEC additives. For the Si in standard electrolyte a large Li concentration 
gradient as a function of depth is observed. That indicates inhomogeneous 
lithiation which results in local volumetric changes that can contribute to the 
capacity loss upon cycling. The electrochemical activity and the highest Li 
concentration is observed in the region near the current collector, as a 
consequence of relatively poor electronic conductivity of Si particles at the 
beginning of cycling. It is expected that lithiation will proceed towards 
separator, however inhomogeneous lithiation is apparent for a number of 
cycles, clearly indicating that poor passivation layer of the Si surface inhibits 
the complete utilisation of the active material. Addition of FEC and VC 
electrolyte additives, is well known to result in a more stable, electronically 
resistive and flexible SEI that improves cycling efficiency of Si electrodes and 
as a consequence effectively homogeneous (de)lithiation. Based on these 
results we propose that the properties of SEI has an impact on the 
homogeneity of the lithiation and reversible capacity of Si electrodes. 
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4.1 Introduction  

For increasing demands of portable electronic devices Li-ion battery 
research focuses on increasing the energy density, while ensuring a stable, 
long cycle life1,2. A high energy density requires high Li capacities of the 
electrode materials and a large difference in potential between negative and 
positive electrode3. For its high theoretical capacity, Si is an intensively 
studied material for negative electrode4-7. However, the large volumetric 
expansion of Si, up to 400% upon lithiation, makes commercialisation 
challenging. Repetitive (dis)charge cycles, induce mechanical stresses that 
leads to pulverisation of Si particles and loss of contact and thus limiting the 
utilisation of active electrode material8,9. Consequently, rupture of the 
passivating solid electrolyte interphase (SEI), induces progressive electrolyte 
decomposition10,11. This results in capacity loss over cycling and thus causing 
an insufficient cycle life of Si electrodes. In addition, in Si electrodes, the 
semiconducting properties of Si hinder electron conductivity and the 
crystalline framework does not allow facile ion transport through the solid 
state12. However, when Si is lithiated this rapidly changes, causing Si to 
become amorphous13 and the electronic and ionic conductivities rise, 
lowering the internal resistance of (partially) cycled batteries14,15. Moreover, 
continuous degradation of electrolyte progressively decrease the 
porosity16,17 within the electrode, leading to increase of the tortuosity and 
as a result lithiation becomes kinetically limited. This will result in pore 
clogging and non-homogeneous Li alloying18. As a consequence Si particles 
will be lithiated preferentially near the electrode/separator interface 
compared to the Si grains close to current collector. Thus, the resulting high 
local Li compositions will promote lower utilisation of active material. 
Therefore, in this case degradation of the ionic wiring, caused by SEI 
formation, plays an important role in the cycle life of the Si negative 
electrode19. Other studies stress the importance of electronic wiring20 and 
homogenous dispersion of the conductive additive as a key parameter that 
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determines the degradation mechanism. These results indicate that the 
homogeneity of lithiation is a an important aspect that determines the cycle 
life of Si electrodes. Thus charge transport, both ionic and electronic 
conductivity, will play an important role in addition to the stability of the SEI.  

The most widely used strategy to improve the cycle life of Si 
electrode is to modify the electrolyte composition such that it stabilises SEI, 
by preventing further electrolyte decomposition due to high resistivity of the 
SEI components and to create flexible SEI with host upon volumetric 
changes21. Common electrolyte additives for Si negative electrode are 
vinylene carbonate (VC) and fluoroethylene carbonate (FEC)22-25 since they 
modify the nature of the SEI. VC possess double bond and polymerises upon 
first reduction and forms oligomers and insoluble polymers. FEC 
decomposes upon reduction at higher potentials (1.3 V vs. Li/Li+) than those 
commonly used in liquid electrolyte solvents (ethylene carbonate (EC)/ 
diethyl carbonate (DEC)) forming an artificial protection layer composed of 
lithium fluoride (LiF) and other organic species (−CHF−OCO2-type 
compounds)15. SEI formed in VC/FEC electrolyte additives consists on cross-
linked polyethylene oxides (PEO)26 and aliphatic chain functionalities. The 
presence of those species correlates to improved cycling27. It thus 
suppresses degradation of the electrolyte solvents as well as it absorbs 
organic species from SEI by strong bonds of Li-F28,29 for further protection of 
the active electrode material.  

Given the instability of the system and the reactivity towards oxygen 
and moisture, the formation of these layers are preferably studied using in 
operando methodologies. Furthermore the technique used should be able 
to discriminate processes involving Li products from electrochemical 
decomposition of organic compounds. Here, NDP is used which allows to 
follow in operando Li-ion movement during (dis)charge in Li-ion batteries 
providing unprecedented insights regarding diffusion, transfer and cycling 
efficiency of ions in batteries30-32. Based on a neutron capture reaction, this 
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non-destructive technique allows the quantitative determination of 6Li 
isotope with respect to depth33 with a resolution of 1µm. In the case of 6Li, 
this reaction energy is distributed between a triton (3H) and alpha particle 
(He2+) according to Equation 133,34. The kinetic energy of the lighter 3H is high 
enough to reach an energy sensitive detector placed at a distance such that 
the recorded particles have a trajectory perpendicular to the sample plane, 
enforcing the relation between particle energy loss and isotope depth.  

𝑥𝑥𝑆𝑆 + 𝑛𝑛𝑡𝑡ℎ𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒 
6 → 𝐻𝐻 3  

+ (2727.88𝑘𝑘𝑥𝑥𝑘𝑘) +𝐻𝐻𝑥𝑥2+ (2055.12𝑘𝑘𝑥𝑥𝑘𝑘)   equation 1. 

Neutrons penetrate the entire battery pack while their low energy avoids 
the risk of beam damage35. Moreover as these capture reactions are unique 
and 6Li isotope specific, intrinsically allowing high selectivity and low noise, 
leaving the other battery components unperturbed36. However, 
measurements previously reported are done at low pressure and even 
vacuum, making liquid electrolyte battery operation extremely 
challenging37,38, forcing researchers to search for ex-situ measurements 
instead11,39.  

Herein, we demonstrate measurements using a bespoke helium 
filled chamber to allow ambient pressure operation without excessive 
compromises to the set-up resolution40. Detailed analysis of NDP provide 
insights into the homogeneity of the (de)lithiation during first cycles of Si 
electrode in the standard electrolyte and how this is effected by VC and FEC 
electrolyte additives. The results indicate that the nature of the SEI strongly 
influences the homogeneity of the lithiation of Si electrodes. Since 
inhomogeneous lithiation and delithiation of Si electrodes. Inhomogeneous 
lithiation of Si will result in locally high Li compositions, together with the 
large volumetric changes, this will promote lower utilisation of active 
material. Thus, this represents a secondary effect of the electrolyte 
composition that leads to capacity loss.  
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4.2 Results 

4.2.1 Impact of cycle number on Li concentration distribution 

  

Figure 1 | The impact of cycling on the Li concentration depth distribution. Operando NDP 
results obtained of a Si electrode without any electrolyte additive upon the first cycles, i.e. 
1-4th cycle and after 10 cycles, all measured at a C/8 rate. a) and b) The electrochemical 
response obtained during the measurement. c) and d) The measured Li concentration as a 
function of depth and experiment time.  

To investigate the homogeneity of lithiation in Si electrodes as a function of 
cycle number, in operando NDP30,31,37 is employed during the first 17 
discharge-charge cycles. In Figures 1a and b the cell potential is plotted 
versus measurement time for the 1st to 4th cycles and the 15-17th cycles, 
respectively. The corresponding Figures 1c and d, show the Li concentration 
in mole per litre as a function of depth perpendicular to the Si electrode into 
the cell and as a function of cycling time. In terms of cycling performance, 
the characteristic voltage profile with a long voltage plateau at 0.1 V vs. Li/Li+ 
is observed4,41 for both cells (related to amorphisation of Si), see Figures 1a 
and b. This then is further governed by a sloping behaviour indicating 
electrolyte decomposition reactions15,42. As the delithiation capacity 
increases with the cycle number, the coulombic efficiency of the cell 
increases, and after 10 cycles (cycled outside the NDP set-up), the cell shows 
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largely reversible (de)lithiation. At the beginning of the measurement, the 
1.0 M electrolyte is the sole Li source resulting in a homogeneous 
background signal. Once the current is applied, the Si electrode located in 
the region of 1-14 µm (thickness of the coating) displays a cyclic increase and 
decrease of the Li concentration. However, the original, fully delithiated 
state at 2 V vs. Li/Li+, is never recovered as observed from the evolution of 
Li concentration. On the contrary, with each cycle the measured Li 
concentration increases, indicating an accumulation of irreversible Li during 
charge. As NDP is not able to distinguish the chemical state of the detected 
Li, the origin of the irreversible stored Li may be either in the SEI or as 
deactivated Li in Si (LixSi) or both. During the first cycles, a large gradient of 
Li concentration within the Si electrode can be discerned, reflecting large 
inhomogeneity in the LixSi composition as a function of depth. Previous 
reports suggested that clogging of the pores by SEI formation after 50 cycles 
promotes inhomogeneous lithiation close to the separator/electrode 
interface, contributing to the Si electrode failure mechanism19,43,44. The 
present results, focusing on the early cycles, indicate a larger Li 
concentration close to the current collector. This may can be explained by 
the initially poor electronic conductivity of the Si electrode (6.7·10-4 S cm-

1)20, which has previously been shown for LFP positive electrodes to result in 
(de)lithiation near the current collector37. Therefore, limited electronic 
conductivity of crystalline Si particles at the beginning of cycling can be the 
root of preferential lithiation near the current collector. The Li concentration 
progressively increases throughout the electrode upon cycling which can be 
attributed to the improved electronic conductivity of the amorphised Si 
particles upon lithiation. In Figures 1b and d the operando NDP results 
obtained at cycles 15, 16 and 17 are presented. The electrochemical 
response shown in Figure 1b shows higher columbic efficiency compared to 
the previous cell in Figure 1a, and the (de)lithiation now occurs throughout 
the complete electrode, although the current collector/electrode interface 
remains more active (Fig. 1d). At the end of charge, the NDP results indicate 
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an average Li concentration of 15 mol/L representing irreversible capture Li-
species, which was less than 1 mol/L at the beginning of the measurement. 
This result is an indication of the large amount Li-containing SEI products and 
immobilised Li in the Si10,45, which contribute to the total capacity loss upon 
cycling.  

4.2.2 Impact of VC/FEC on Li concentration distribution 

To improve the stability of the SEI formed on Si, FEC and VC are commonly 
used as additives15. As shown in Figure 2, the evolution of the Li 
concentration profile measured by NDP reflects this impact. In terms of 
cycling performance small differences are observed in Figure 2a. Although 
the fully delithiated state at 2 V vs. Li/Li+ is not achieved, the coulombic 
efficiency increases more rapidly with cycle number as compared to 
electrolyte without VC/FEC additives. The Li concentration profile obtained 
during the initial discharge is similar to that in the Si electrode in 
combination with standard electrolyte without VC/FEC additives. However, 
comparing Figure 2b with Figure 1c, a much higher Li concentration is 
reached for Si electrode with VC/FEC electrolyte additives. Moreover, in the 
subsequent cycles the Li concentration rapidly homogenises over the 
electrode depth in the presence of the VC/FEC additives. At the end of the 
charge the Li concentration is 10 mol/L and in the subsequent cycles 
increased to 12 mol/L, representing SEI species and/or deactivated Li-Si. 
Nevertheless higher utilisation of the Si electrode is achieved faster and 
coulombic efficiency is higher. Clearly, the VC/FEC electrolyte additives 
minimise the Li gradient in the Si electrodes as a function of depth. Figure 2c 
demonstrates the time derivative of Li concentration (each measurement is 
10 min), which is referred to as the (de)lithiation activity. Notice that a red 
colour corresponds to a positive change in Li concentration in the Si 
electrode and a blue colour corresponds to negative change in Li 
concentration during delithiation, indicating where Li is inserted or extracted 
at each stage of the cycling. 
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Figure 2 | Effect of electrolyte additive VC and FEC on Li concentration depth distribution. 
Operando NDP results of a Si electrode without and with FEC and VC electrolyte additives 
during the first 5 cycles measured at a C/8 rate. a) The electrochemical response of the Si 
electrode. b) The measured Li concentration as a function of depth and experiment time. c) 
Changes in Li distribution between each measurement. 

In this representation, it is more clear that during the first stages of discharge 
the activity is mainly near the current collector. For the sample without 
additives (Fig. 3a), the lithiation stops here. However, in the case of the 
VC/FEC additive (Fig. 2c), is observed that the discharge process continues 
and in more homogeneous way. Moreover, upon charge the reverse is 
observed, in the case without additives, only the region close to the current 
collector is active, whereas a homogenous activity is observed for the 
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sample with additives. Hence, a lithiation and delithiation process that is 
homogenous throughout the electrode depth is reached within a limited 
number of cycles. 

 

Figure 3. | Impact of electrolyte additive VC and FEC on change in Li distribution during 
the first electrochemical cycle. a) and b) Demonstrated the electrochemical profile of a Si 
electrode without and with VC and FEC electrolyte additives, respectively. c) and d) Changes 
of Li distribution, in nA, during the first cycle for both electrodes.  

To gain more insight in the impact of the VC and FEC electrolyte additives on 
the homogeneity during the first cycle, the (de)lithiation activity compared 
between the Si electrode with and without VC/FEC electrolyte additive, 
shown in Figures 3c and 3d, with the corresponding voltage profiles shown 
in Figures 3a and 3b, respectively. For both cases the first increase in positive 
change in Li concentration is detected at 1.4 V vs. Li/Li+. This is a 
consequence of charge consumption on the surface of the current collector 
which is covered with copper oxides (Cu2O/CuO). At this potential, they react 
with Li, leading to formation of metallic Cu0 and Li2O46. For the Si electrode 
without VC/FEC additives, at 0.8 V vs. Li/Li+ the decomposition of electrolyte 
solvents starts as reflected by the raise in local Li concentration change (1 
nA) as can be seen in Figure 3c. This is followed by lithiation of Si, clearly 
demonstrated by accumulation of Li close to the current collector. In the 
presence of the VC/FEC electrolyte additive, shown in Figure 3d, a 
continuously increasing change in Li concentration is observed during 
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discharge. Moreover, this process already starts at approximately 1.2 V vs. 
Li/Li+. That is consistent with the decomposition of the FEC additive, creating 
a passivating layer of LiF47-51. This will suppress decomposition of the 
solvents at 0.8 V vs. Li/Li+ and, instead, it is followed by the lithiation of Si. 
This process starts near the current collector, and progressively becomes 
more homogeneous the end of discharge. The presence of the VC/FEC 
electrolyte additives, as a result of a better passivating and thinner SEI layer 
appears to promote more homogeneous (de)lithiation as a function of 
electrode depth during the first cycles. Additionally, in the presence of 
VC/FEC additives, the reduced the overpotential is observed, thereby 
allowing a larger discharge capacity before reaching voltage cut-off, which is 
in line with significantly larger Li concentrations achieved.  

4.2.3 Effect of VC/FEC on Li capacity and cell capacity 

Figures 4a and b demonstrate the evolution of the Li mass measured with 
NDP, which is determined by integrating the Li amount over complete depth 
as a function of measurement time for Si electrode without and with VC/FEC 
electrolyte additive respectively. Initially, for both cases, the total amount of 
Li mass increases with each cycle, indicating incomplete charging and 
continued SEI formation. Overall, no difference in terms of Li accumulation 
in SEI in latter cycles. Additionally, the total amount of irreversible Li builds 
up upon each charge, indicating inactive Li in the Si electrode. Addition of 
VC/FEC results in a higher Li mass (Fig. 4b) compared to the bare electrolyte 
(Fig. 4a).  

The capacity measured with NDP (Li capacity) is compared to the 
capacity measured by electrochemical cycling (cell capacity) and their 
difference is represented in a single column for each (dis)charge step (Figs. 
4c and d). The red part is the difference between the two and thus 
represents the amount of electrons that are not associated with Li addition 
or extraction (redox reactions), thus reflecting a side reactions involving 
electrons. This could reflect electrolyte reduction during lithiation or 
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electrolyte oxidation during delithiation that does not involve Li, or 
alternatively it could indicate Li-loss during lithiation, or Li-gain during 
delithiation via another process. Spontaneous reactions, that do not involve 
electron transfer, may originate from the surface reaction of Si with the 
liquid electrolyte52 or by partial dissolution upon cycling53. The results clearly 
indicate that more parasitic reactions occur upon in absence of electrolyte 
additives (Fig. 4c). Such changes can be associated with chemical dissolution 
of LiF or other Li species from the SEI layer54,55. More research is required to 
use the ability of NDP and pin down the exact mechanism. Most strikingly, 
the VC/FEC electrolyte additives (Fig. 4d) suppress these parasitic reactions, 
the chemical dissolution of SEI components as the difference between the Li 
capacity measured by NDP and the one electrochemically measured (cell 
capacity) disappears within a few cycles. The difference in cell capacity and 
Li capacity between lithiation and delithiation is observed at each cycle, and 
it is a direct indication that partially SEI components upon reduction are 
oxidation are reversible56 or/and can be related to SEI “breathing”, as an 
origin of continuous consumption of electrolyte57. Previously reported 
fluctuations of this dynamic SEI were associated with varying Li+/EC 
concentration which was measured by changes in viscosity of the electrolyte 
and shear storage modulus. During lithiation and reduction of electrolyte a 
large part of side reactions that involves electrons may initiate dissolution 
and diffusion of SEI species into the electrolyte. Dissolved products are most 
likely diffuse out of the NDP observed window and potentially a reason for 
the increased viscosity previously reported56. Upon delithiation the higher 
cell capacity compared to Li capacity can be caused by (partial) oxidation of 
the electrolyte (~ 2 V vs. Li/Li+), and formation of a mixture of LiF and other 
species such as polymeric57 and their solubility is lower (locally the Li-
concentration increases in the electrolyte and SEI species within the 
electrode region seen by NDP). 
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Figure 4 | Impact of the electrolyte additive VC and FEC on evolution of Li mass, Li 
capacity, cell capacity, Li efficiency and coulombic efficiency. a) and b) Demonstrate 
integrated NDP data over complete depth as a function of time for electrodes without and 
with VC/FEC electrolyte additive respectively. c) and d) Illustrate Li capacity change from 
operando NDP compared to capacity from electrochemical data indicated as a column chart 
each representing one electrochemical step. Difference indicated in red, relates to 
contribution of electrons involved in the reaction. e) and f) Show the Li efficiency with 
coulombic efficiency of Si electrode and Si with VC/FEC electrolyte additive for the first 
cycles. 

The ratio of the total amount of Li during discharge and charge quantifies 
the Li efficiency of a single cycle (Figs. 4e and f). Because the chemical nature 
of Li cannot be distinguished by NDP, the Li efficiency reflects the amount of 
Li that is irreversibly captured by the Si and or SEI. Complementary to the Li 
efficiency, the coulombic efficiency is determined from the difference from 
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the measured charge and discharge capacities during cycling (Figs. 4e and f). 
As observed, both Li efficiency and columbic efficiency are low in the first 
cycle in the absence of the electrolyte additives (Fig. 4e) compared to Si with 
VC/FEC electrolyte additive (Fig. 4f). Subsequent cycles shows comparable 
Li and coulombic efficiency. These results support the well-known impact of 
the VC/FEC electrolyte additives on the cycling stability of Si electrodes. The 
additives allow to utilise a much larger fraction of Si capacity which reduces 
overall stress gradient in the electrode by homogenising the large local 
volume expansion. This large difference in (de)lithiation homogeneity as a 
function of electrode depth during the initial cycles as observed in Figure 1c 
and Figure 2b, explains the improvement in electrochemical cycling.  

4.3 Discussion 

We propose that the high Li concentration near the current collector during 
the initial discharge is due to the initially poor electronic conductivity of the 
Si electrode. This will lead to an increasing potential moving from the current 
collector through the electrode towards the interface with the 
electrolyte/separator. Consequently, also the initial SEI formation will be 
initiated near the current collector, consistent with the Li concentration 
increase near the current collector above 0.8 V vs. Li/Li+ seen in Figure 3c. In 
absence of electrolyte additives, uncontrolled SEI formation compromises 
the electronic contacts between Si/C and that supports the local lithiation 
near the current collector, and limits lithiation of the Si near separator. This 
local (inhomogeneous) lithiation enhances local Si degradation. Upon 
cycling, a combination of clogging of the porosity near the current collector 
and lithiation of the Si will promote lithiation progressively through the 
complete electrode, explaining the more homogenous lithiation that is 
observed upon cycling in Figure 1c, however still more located near current 
collector. Note that upon longer cycling, not investigated at present, the 
opposite mechanism is reported to become dominant, where clogging 
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compromises the ionic transport pathway, thus pushing the electrochemical 
activity towards the electrolyte/separator region. Thus, it is suggested that 
there exists an additional mechanism that comprises the cycling capacity, 
where the localised activity near the current collector deactivates part of the 
Si material during the initial cycles. 

Upon addition of the FEC and VC additives, comparable 
inhomogeneous activity near the current collector is observed in Figure 2b, 
in line with the initially poor electronic conductivity of the Si electrode. 
However, the nature of the SEI is strongly affected by the FEC and VC 
electrolyte additive, which is well known to result in a more stable, 
electronically resistive and flexible SEI that improves cycling efficiency of Si 
negative electrodes. The higher resistivity of the SEI (1.4·1010 Ω cm, 5 orders 
of magnitude higher)58, as compared to the SEI without FEC and VC (4.8·105 
Ω cm), will prevent acceleration of SEI formation near the current collector. 
Moreover, the reduced overpotential will allow a large discharge capacity 
before reaching voltage cut-off, which is in line with larger Li concentrations 
achieved. As a consequence, the promotion of local SEI formation and 
lithiation of the Si, resulting in the strongly inhomogeneous lithiation, is 
circumvented. This can be expected to result in faster homogenisation of the 
lithiation activity, which is a self-supporting process as lithiation increases 
the electronic conduction of the Si. Based on these results it has been 
proposed that the nature of the SEI has a secondary effect in addition to the 
better quality SEI, namely the homogeneity of the lithiation during the initial 
cycling of Si negative electrodes, which contributes to a la total irreversible 
capacity of Si electrodes. 

4.4 Conclusions 

Operando NDP is performed to gain insight into the role of homogeneity on 
the (de)lithiation in Si electrodes and its relation to SEI build up and on the 
cycle life. The Si electrode without any electrolyte additive demonstrated a 
Li gradient as function of depth, which gives an inhomogeneous Li 



Chapter 4 
 

100 
 

concentration profile in the first cycles. More inhomogeneous lithiation 
results in large volumetric changes being detrimental for the operation of Si 
electrodes. The highest Li concentration is observed close to the current 
collector, pinpointing limited electronic conductivity of Si particles at the 
beginning of the cycling. It is suggested that during the initial stages of 
cycling, that uncontrolled, larger amount of poorly electronically conductive 
SEI layer, compromises the electronic contacts between Si/carbons and that 
supports the local lithiation near the current collector and limits lithiation of 
Si near separator. This local inhomogeneous lithiation enhances local Si 
degradation. Addition of FEC and VC to the electrolyte is well-known to 
improve the cycling efficiency of Si electrodes due to the protective 
behaviour of LiF formed at the surface, because this LiF is more 
thermodynamically and kinetically stable and has a high electronic 
resistivity. This controlled and limited SEI growth allows more homogenous 
(de)lithiation, thus supporting a longer cycle life. Herein, the correlation 
between properties of SEI and homogeneity of the lithiation is suggested to 
play an important role in the cycle life. It is strongly suggested that the 
electronic conductivity in the initial cycling is a key parameter in determining 
longer cycle life of Si electrodes.  

4.5 Methods 
Pouch cells for NDP measurements: NDP measurements were conducted using 
pouch cells 60-63 with one copper window with a diameter of 18 mm and a thickness 
of 6 µm. A window was cut in the outer layer of a coffee bag and the Si coated 
copper current collector substrate was heat-sealed to form a window64. Note that 
the current collector has a second function, functioning as a window to separate 
the in- from the outside, while being as thin as possible to limit parasitic energy 
losses65. In operando cells should be simple and use limited materials, as neutron 
activation instigate stable isotopes to emit radiation. The pouch cells introduce 
negligible background by other isotopes as they consist of plastic-coated aluminum 
foil. For these samples, relevant activating elements are isotopes of copper, silicon 
and aluminum. The copper foil however activates significantly through the neutron 
capture forming 64Cu and 66Cu, which have a half-life of 12.7 hours and 5 minutes, 
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respectively. Therefore, prior to disposal, samples are stored for 1 week32, giving 
these and other activated isotopes time to decay. Electrodes were prepared using 
a conventional slurry casting method. The dry components; active material 
(crystalline silicon powder with mean particle size distribution of 100 nm and 99% 
purity as specified by Alfa Aesar), carbon black (Super P, TIMCAL) and CMC binder 
(carboxymethyl cellulose, Sigma Aldrich) were mixed in a weight ratio of 0.6 : 0.2 : 
0.2. All components were ball-milled at 250 rpm for 90 min in Sin4 jar with 10 SiN4 
balls. 2 ml of buffer solution of citric acid/sodium hydroxide/sodium chloride 
solution with fungicide (pH = 3, Fluka) was used as a solvent to form a viscous slurry. 
The slurry was casted on a clean copper foil, cleaned with 0.1M oxalic acid and 
ethanol in circular shape with wet thickness of 25 µm. After sealing both current 
collectors and placing separators: 25 µm PE (Celgard 2250) against the working 
electrode and 300 µm glass fibre (Whatman), in size of 40x80 mm) and Teflon plate 
below working electrode (to ensure more pressure), pouch cells were dried 
overnight at 60°C. Pouch cells were assembled inside the glove box, in order to 
avoid reactions with oxygen and moisture (< 0.1 ppm O2 and < 2 ppm H2O). 6Li metal 
was used as a counter electrode (Aldrich, 95 wt. % 6Li, 5 wt. % 7Li, density 0.47 g cm-

3). Two electrolytes were used for this experiment. Standard electrolyte 140 µl of 
1.0 M LiPF6 in 1:1 v/v ethylene carbonate (EC) and diethyl carbonate (DEC) (<15 
ppm H2O, Sigma Aldrich) and 140 µl of 1.0 M LiPF6 in 1:1 v/v EC:DEC 2 wt. % VC and 
25 wt. % FEC. In order to increase count rate in the NDP experiments, the 
electrolyte was enriched with 6Li metal by adding an excess of 6Li metal with natural 
6Li abundancy of 7.5% in the electrolyte overnight. This increased the count rate by 
a factor of 13 as 7Li is replaced by 6Li38. After wetting the separator from both sides, 
the cell was left for 30 min to ensure wetting, afterwards the cell was sealed in 
sealer with vacuum (Audionvac VMS 153). Pouch cells were cycling from 0.01 to 2 
V vs. Li/Li+ at C/8. Current was calculated based on 800 mAh/g.  
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Abstract 

Silicon is a promising candidate as a negative electrode owing to its high 
theoretical energy density of 3579 mAhg-1. Nonetheless, the commercial use 
of Si is limited, in particular as a result of local volume expansion, poor 
electronic conductivity of Si and continuous growth of the SEI. Especially for 
Si negative electrodes, inhomogeneous lithiation challenges the cycle life 
and drives the degradation reactions. Inhomogeneous lithiation is related to 
the ability of the electrode to conduct ions and electrons. The electrode 
pores filled by the electrolyte can be considered as the ionic wiring and the 
solid components, the Si and the conductive additive as the electronic 
wiring. In this work solid additives are introduced into the Si electrode to 
improve the charge transport properties. We demonstrate through 
galvanostatic cycling that a Li-ion conductive solid additive such as 
Li1.5Al0.5Ge1.5(PO4)3 enhances the utilised capacity upon repeated cycling, 
and results in lower overpotentials with respect to bare Si. Using in operando 
NDP measurements we demonstrate that the solid additive results in a 
uniform distribution of Li across the electrode, and thus results in more 
reversible utilisation of the Si. Hence, this provides a high Li efficiency and 
thus less accumulation of decomposition products formed upon cycling. XPS 
analysis indicates that the solid additive decomposes before the 
decomposition of the electrolyte, forming Li-Ge, Li-P, and Li-Al. These 
decomposition products are suggested to provide ionic and electronic 
pathways that supports the charge transport from and towards the Si grains, 
therefore improving Li and electron capacity and efficiency. In a wider 
perspective, this research pinpoints the critical role of an ionic and electronic 
network on the performance of Si electrodes which can be manipulated by 
operando formation of solid electrolyte interphases. 
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5.1 Introduction  

Driven by the electrification of mobile transport and the increasing demand 
for portable electronic devices, there is a growing need for battery materials 
with an increased energy density. Of further importance is the power 
density1, i.e. the rate at which this energy can be extracted, which requires 
facile charge transport of both ions and electrons through the battery 
electrode morphological structure and the active material2,3. This is 
especially critical for high capacity active materials since (dis)charging within 
the same C-rate requires much higher current densities. One of the most 
promising high capacity materials is Si. Owing to its high theoretical capacity 
of 3579 mAhg-1, its natural abundance and being environmentally benign, Si 
is an intensively studied negative electrode4-7. In practice however, the large 
volumetric expansion of up to 400% upon lithiation makes 
commercialisation of Si electrodes challenging. During repetitive (dis)charge 
cycles, the expansion of Si leads to the rupture of the passivating SEI and 
contact loss of active material, thereby inducing progressive electrolyte 
decomposition. Ultimately, this results in an increase of the impedance and 
capacity fading, which is problematic as facile ionic and electronic transport 
needs to be maintained during all stages of (dis)charge 8,9. Nevertheless, 
little is known about the inhomogeneous activity in realistic Si negative 
electrodes, although it is expected that charge transport plays an important 
role. More homogeneous activity will reduce strain and thus the detrimental 
reactions that limit the cycle life. The common approach to mitigate this 
issue is by protecting the active material with oversized carbon or metal 
oxide cages to allow expansion and contraction while cycling10,11. It should 
be noted that despite the risk of electrochemical induced fracture, 
conformal coatings have shown appreciable cyclability12,13. Hence it could be 
argued that the introduction of electrochemically inactive components, i.e. 
a fractured coating, can be beneficial to the cycle life and electrode integrity.  
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The purpose of this chapter is to study the effect of solid additives to 
Si electrodes and in particular on electronic and ionic transport. In line with 
this, the importance of homogeneous lithiation it is shown as a critical factor 
for extending cycle life of Si electrodes. First, it is shown by using 
electrochemical measurements that adding a solid electrolyte substantially 
improves the capacity and charge efficiency. The ability to monitor the 
evolution of Li distribution upon cycling, as well as Li-ion transport is crucial, 
this is however experimentally challenging as it inherently requires 
operando measurements, and preferably direct probing of Li. In operando 
NDP measurements on electrodes with the state-of-the-art (best 
performing) additive, Li1.5Al0.5Ge1.5(PO4)3 (LAGP), reveal that the improved 
performance is related to a more uniform distribution of Li in the electrode 
with additive as compared to the reference Si electrode. In addition, the NDP 
measurements indicate reversible utilisation of the Si electrode and less SEI 
layer growth. Using XPS we show that commonly observed resistive 
decomposition products are not present in the electrode with the LAGP solid 
electrolyte additive. Most importantly, the XPS results after etching, i.e. the 
bulk of the electrode, reveal that LAGP decomposes, which is suggested to 
result in an improved SEI. As such, this chapter focusses on the 
understanding of the role of charge transport by addition of inorganic 
materials to Si electrodes, so as to achieve homogeneous lithiation as a 
criterion in extending the cycle life of Si electrodes. 

5.2 Results  
5.2.1 Impact of solid additives on electrochemical cycling 

To test whether Si electrodes mixed with additives in the electrode can 
significantly improve charge transport properties, C-rate tests are 
performed. The additives are chosen based on different charge transport 
properties, as they have been used as coating materials, such as electron 
conductive copper (Cu)12,14, electron insulating alumina (Al2O3)15, electron 
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and ion conductive Li4Ti5O12 (LTO)16 and titanium oxide (TiO2). Notice that 
TiO2 is a semiconductor but a poor ionic conductor11,17, nevertheless after 
lithiation it is capabale to conduct Li-ions. In addition, a far superior ion 
conductor (10−4–10−3 S·cm−1)18 but poor electronic conductor 
Li1.5Al0.5Ge1.5(PO4)3 (LAGP) is used as additive. Because of its high ionic 
condivity and low electronic conuctivity LAGP is often used as solid 
electrolyte in all solid state batteries19-21. The electrodes with additives are 
tested at varying C-rates and compared to a sample without additives to 
determine whether the additives have beneficial influence on the 
performance. 

 

Figure 1 | Impact of solid additives on the cycling performance. Rate capability of Si 
electrodes with solid additives. All additives such as TiO2, Al2O3, Cu, LTO exhibited improved 
cycling performance compare to bare Si. The electrode with LAGP has the highest capacity 
of 1400 mAhg-1. Capacities are calculated based on Si weight and capacity of 1500 mAhg-1, 
and recorded in a voltage window from 0.01 V and 1.2 V vs. Li/Li+. 

Figure 1 displays the results of the electrochemical tests and shows that all 
additives show improvement at low C-rates with respect to bare Si. The 
copper composite (Si/Cu) exhibits an especially high capacity in the first few 
cycles, when electrodes were cycled at C-rates of C/20 and C/10, but 
performs no better than bare Si from cycle 12 onwards when higher C-rates 
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were used (C/2). The electronic conductivity of this electrode is expected to 
be superior12, due to electron conductive network on the Si surface formed 
by the Cu additive, but can also lead to an increase in electrolyte 
decomposition rate, thereby instigating cell failure. The alumina composite 
(Si/Al2O3) retains a lower capacity of 1000 mAhg-1 compared to other 
additives. Even though alumina is an inert additive, research on its use as a 
coating indicates that it improves cycling performance due to lower 
reactivity between electrode and electrolyte, preventing side reactions15. 
With the exception of the first cycle, the electrochemical response of the 
electrodes with LTO and TiO2 is similar: in both cases the performance is 
slightly better than that of the other additives. During the initial cycling 
Si/LTO has been superior, likely related to its higher electronic and ionic 
conductivity16. Most interesting, the biggest improvement is observed for 
the ionic conductive additive LAGP (Si/LAGP) delivering ~1400 mAhg-1 after 
20 cycles. This is approximately 1.5 times larger than for the second-best 
additives and 3 times larger than the bare Si electrode, thus indicating a 
substantially better performance. Even when the capacity drops to 900 
mAh/g when the electrode is cycled at higher rates (cycle 11 – 16) (C/2), the 
capacity recovers when the electrode is subsequently cycled at a lower rate 
of C/10 reaching capacity of 1400 mAhg-1. As the performance of the 
electrode with LAGP additive is superior compared to the electrodes with 
other additives, the focus is on the remainder of the analysis of this 
electrode. In order to get better understanding of the electrochemical 
processes involved upon the first cycles and their reversibility, the 
differential capacity curve is plotted in Figure 2a and b of the Si electrode, 
with and without LAGP solid additive for the first and third cycle, 
respectively. 
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Figure 2 | Evolution of lower (100 mV) and higher (250 mV) voltage process of Si electrode 
in comparison to Si electrode with LAGP solid additive. a) and b) Differential capacity 
curves of Si electrode and Si/LAGP in 1M LiPF6 in EC/DEC electrolyte with electrolyte 
additives (2 wt. % VC, 25 wt. % FEC) for the first and third cycle respectively.  

The Si/LAGP electrode provides much higher capacity than the bare Si 
electrode and the two main processes, typical for lithiation of Si, can be 
clearly observed. The first process is the higher voltage process (250 mV), 
which is related to breaking the Si network and cluster formation (a-Si + 2Li 
→ a-Li2Si). The second process is a low voltage process (100 mV) and 
associated with the breakage of clusters and formation of isolated Si anions 
(a-Li2Si + 1.5Li → a-Li3.5Si). The decay in capacity of the electrode is the result 
of decreased capacity of higher voltage process at 250 mV22 and that was 
observed for the Si electrode by the absence of higher voltage process. 
Si/LAGP electrodes provide reversible cycling of both phases, being a reason 
for improved performance for those cells. 

5.2.2 Effect of solid additive on Li-density depth distribution  

To further understand the limiting charge transport step in the Si electrodes 
with (Figs. 3b and d) and without LAGP solid additives (Figs. 3a and c), these 
two systems are studied with NDP23-25. NDP is a unique method that allows 
in operando quantification of the 6Li concentration with approximately 1 µm 
resolution in depth (see Methods and Appendix)26. Figure 3a displays the 
NDP together with the simultaneously performed electrochemical 
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measurements on the Si reference electrode. In this figure, both the cell 
potential and the Li concentration profile in mol/L as a function of depth into 
the cell are plotted versus measurement time. A characteristic 
electrochemical response for crystalline Si is observed for both cells4,27. 
However, the Si electrode (Fig. 3a) presents gradual change in voltage 
associated with electrolyte decomposition reactions28,29. 

 

Figure 3 | Operando NDP results showing the effect of solid additive on Li concentration 
depth distribution. In operando NDP results obtained on bare Si electrode vs. Si electrode 
with LAGP solid additive referred as Si/LAGP. a) and b) The electrochemical response 
obtained during the measurement of Si electrode and Si/LAGP respectively, together with 
the measured Li concentration as a function of depth (average Li density integrated over 
1cm2). c) and d) Changes of 6Li distribution during each measurement of Si and Si/LAGP 
electrode respectively . 

At the beginning of the measurement, the active material, i.e. pristine Si, is 
completely free of Li, hence the electrolyte is the sole Li source. In the Si 
electrode region (Fig. 3a), i.e. 1-14 µm, a repeated increase/decrease of the 
Li concentration upon lithiation/delithiation is observed. Within the Si 
electrode, a gradient of Li concentrations can be discerned. The Si electrode 
exhibits a large Li concentration gradient and preferential lithiation close to 
the current collector, which is correlated with the limited electronic 
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conductivity of Si at the beginning of lithiation. Moreover, the Si electrode is 
not completely delithiated in each cycle. On the contrary, at each charge, 
the measured Li concentration increases, indicating an accumulation of dead 
Li, and thus can no longer be utilised. At the end of the charge the Li 
concentration is 10 mol/L and increases during subsequent cycling to 12 
mol/L. The results on the Si/LAGP electrode shown in Figure 3b are strikingly 
different as compared with the Si electrode. The first difference is that 
lithiation occurs homogeneously throughout the depth of the electrode, the 
concentration gradient is practically absent within 1 – 16 µm which indicates 
that lithiation of the electrode in this case proceeds via a single stage. In 
addition a higher Li concentration is reached (50 mol/l), homogeneously 
distributed, as clearly observed in Figure 3b. The higher and homogeneous 
Li-uptake appears also more reversible, as less dead Li accumulates after 
each charge. Figure 3c and d represents the time derivative of the Li 
concentration (each measurement is 10 min). The red colour signifies a 
positive change in Li concentration during lithiation (alloying of Si or SEI 
formation) of the electrode and blue corresponds to negative change in Li 
concentration (de-alloying of Si) during delithiation. As displayed in Figure 
3c, a high positive concentration change is observed at 1.4 V vs. Li/Li+, which 
can be ascribed to surface reactions at the current collector, due to the 
formation of Li2O30. At the onset of discharge more Li is accumulated close 
to the current collector. The addition of LAGP is presented in Figure 3d, 
displaying homogeneous lithiation and delithiation, and thus suggesting that 
the volumetric changes of Si occur homogeneously throughout the 
electrode31,32. This then can explain the improved performance of the 
Si/LAGP electrodes, because large local volumetric changes associated with 
inhomogeneous lithiation drives the degradation reactions of Si electrodes. 
Another important aspect is the homogenous distribution of the 
decomposition products and LAGP itself in the electrode. That is shown in 
Supplementary C Figure 1 with SEM/EDX.  
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5.2.3 Effect of solid additive on Li- capacity and electron capacity 

The evolution of the total amount of Li in LixSi alloy upon cycling and Li build-
up in SEI is evaluated for the Si electrode (Fig. 4a) and the Si/LAGP electrode 
(Fig. 4b). The evolution of the Li mass is determined by integrating the Li-
density in Figure 3a and 3b over the complete depth as a function of 
measurement time.  

 
Figure 4 | Impact of the solid additive to Si electrode on the Li mass, Li capacity and cell 
capacity. a) and b) Demonstrates integrated NDP data over the complete depth as a 
function of time for the Si electrode and the Si/LAGP electrode respectively, and c) and d) 
Li capacity from operando NDP and capacity from electrochemical data indicated as a 
column chart of the Si electrode and Si/LAGP directly. e) and f) Li efficiency and Coulombic 
efficiency of Si and Si/LAGP electrode. 

For the Si electrode (Fig. 4a), a large irreversible build-up of inactive Li is 
observed upon delithiation (especially in the first cycle). As a consequence 
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this results in a low Li efficiency as shown in Figure 4e. This continues upon 
each lithiation, reflecting the continuous build-up of SEI species upon 
cycling. The Si/LAGP electrode (Fig. 4b) displays much less build-up of 
inactive Li, resulting in a higher Li efficiency as can be seen in Figure 4f. The 
utilisation of Si is improved in line with less accumulation of irreversible Li-
containing species upon cycling, all in line with the improved cycling 
observed as was already shown in Figure 1.  

We compare the lithiation and delithiation capacity as measured 
with NDP (Li-capacity) and through electrochemical testing (cell capacity) in 
Figure 4c, d, where the difference between both capacities is indicated in 
red. During lithiation, the larger electron capacity may reflect direct 
electrolyte reduction reactions that do not involve Li, however typical 
electrolyte reduction reactions reported consume as much Li-ions as 
electrons33. Another possibility is dissolution of Li-containing SEI species, 
diffusion of which outside the volume observed by NDP can explain the 
lower Li-capacity. Also during delithiation the Li-capacity is smaller than the 
electron capacity, in this case potentially explained by partial oxidation of 
the electrolyte (~ 2 V vs. Li/Li+)34, or back diffusion of Li-containing species. 
Ex-situ methods have previously reported that LiF exposed to the electrolyte 
might redissolve during oxidation35, also reported by 7Li NMR analysis36. In 
contrast, the present results indicate loss of Li-species during reduction, and 
gain in Li-species during oxidation (much less but similar to LiS electrodes 
where this is caused by dissolution/oxidation of polysufides37, which 
demands detailed future investigations to unravel this mechanism). The 
smaller differences between electron and Li capacities demonstrate that this 
plays a much smaller role for Si/LAGP, as shown in Figure 4d. The ratio of the 
total amount of Li during discharge and charge quantifies the Li efficiency of 
a single cycle and additionally, the Coulombic efficiency is determined from 
the charge and discharge capacities upon cycling. (Figure 4e, f). Both 
efficiencies are higher upon adding LAGP, thus reflecting less SEI formation, 
which is the origin of the improved cycling performance.  
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5.2.4 Analysis of the LAGP decomposition (Ge3d, Al2p) and SEI 
formation (C1s, O1s, F1s) using XPS 

We employ X-ray photoelectron spectroscopy (XPS) to gain a more detailed 
understanding on how LAGP solid electrolyte added into Si electrodes can 
improve the homogeneity of the lithiation. XPS measurements were 
performed on the pristine electrode (i.e. without electrolyte) and the same 
sample after being first discharge. In the latter case, we measured the 
sample after washing i.e. probing the SEI layer and after an additional 
etching of 2, 12, 22 minutes corresponding to approximately 60, 360, 660 
nm. All etching procedures yielded similar results, indicating that all 
correspond to the bulk of the electrode, hence we focus our discussion on 
the measurements without etching and after 12 min of etching. Figure 4 
displays the XPS results. The C1s, O1s, F1s spectra demonstrate surface and 
bulk of the electrode components together with changes in the electrolyte 
after first discharge. Changes of the electrode and LAGP decomposition are 
presented based on Ge3d, Al2p and Li1s lines.  

In the pristine electrode, the C1s lines corresponds to commonly 
observed species consisting of carbon black (C-C bond, Ebin ≈ 284.6 eV) and 
CMC binder (C=O, Ebin ≈ 285.6 eV and O-C=O, Ebin ≈ 288.4 eV)38. In the O1s 
spectra a peak at Ebin ≈ 531.9 eV corresponds to C=O groups present in CMC 
binder. F1s lines are not present since there is no electrolyte yet. In the Ge3d 
spectra, a sharp peak at Ebin ≈ 30.5 eV and another peak at Ebin ≈ 25.9 eV are 
observed, attributed to reduced Ge. The peak at Ebin ≈ 23.5 eV corresponds 
to O2s of LAGP. In the Al2p spectra is described by two components 
indicating Al2p composed of Al2p1/2 and Al2p3/2 due to spin-orbit coupling. 
Al2p1/2 and Al2p3/2 are observed at Ebin ≈ 74.9 and 77.7 eV binding energy 
corresponding to Al3+ which is consistent with the primary LAGP reported 
previously39. The Li1s lines are not detected, due to very low Li contents in 
the sample.  
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Figure 5 | Degradation components on the surface of Si electrode with LAGP solid 
electrolyte additive, pristine and after first discharge both at the surface and at the bulk 
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(12 min etching). X-ray Photoelectron Spectroscopy (XPS) profiles of C1s, O1s, F1s spectra 
which focus on the electrolyte decomposition and Li1s, Ge3d, Al2p spectra with emphasis 
on LAGP decomposition. 

The XPS results on the non-etched sample after the first discharge indicate 
that many of the commonly observed decomposition products (Li2O, LiF) are 
not present in the electrode with LAGP solid electrolyte additive. Although 
the XPS results reveal the presence of small amount Li2CO338 on C1s, Li1s 
spectra (C1s, Ebin ≈ 291.1 eV and Li1s, Ebin ≈ 54.87 eV, 54.3 eV reported) as a 
result of EC-based solvents decomposition, the O1s, F1s spectra do not show 
any signal at 528 eV, 685 eV position where products such as Li2O and LiF are 
to be expected. 

In addition, the XPS measurements do show in the C1s spectra at Ebin 
≈ 292.2 eV the presence of polyethylene carbonate (CH2CH2OCOO)n, 
referred to as poly(CO3)40,41. Ethylene carbonate (EC) molecules are likely to 
polymerise and as a result SEI is enriched with Poly(CO3). Poly(EC) has fairly 
high molecular weight, so it may act as a flexible polymeric network which 
keeps all ionically conductive SEI components together41. This SEI layer 
enriched with poly(EC) can supress the reactivity with electrolyte and 
promotes Li ion transport42. In the cycled electrode, on the C1s spectra, a 
peak corresponding to C-C is barely visible, due to coverage of the carbon 
surface with SEI products, so that higher photon energy (etching) is required 
to for deeper analysis. Moreover, the surface of Si covered with SiO2 (Ebin ≈ 
533.6 eV), after first discharge, O1s, Li1s, F1s, Si2p spectra reveal the 
presence of lithiated surface Li4SiO4 (O1s, Ebin ≈ 530.4 eV38, and Li1s, Ebin ≈ 
57.2 eV), residue of the salt LiPF6 (F1s, Ebin ≈ 687.1 eV)29,38 and fluorinated 
silicon oxide SiOxFy (F1s, Ebin ≈ 689.4 eV43 and Si2p, Ebin ≈ 105.5 eV44). As a 
confirmation in Si2p lines presented in (Supplementary C Fig. 2) are 
observed, indicating formation of SiOxFy and they are in agreement with 
previous reports (Ebin = 106.5 eV)45. Li4SiO4 is formed as a result of lithiation 
of SiO2 (2𝑆𝑆𝑆𝑆𝐿𝐿2 + 4𝑥𝑥𝑆𝑆 → 𝑆𝑆𝑆𝑆 +  𝑥𝑥𝑆𝑆4𝑆𝑆𝑆𝑆𝐿𝐿4 )46. And SiOxFy are formed due to 
reaction of SiO2 with HF44. And presence of HF resulted from hydrolysis of 
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the salt LiPF629. (𝑥𝑥𝑆𝑆𝑃𝑃𝐹𝐹6 ↔ 𝑥𝑥𝑆𝑆𝐹𝐹 + 𝑃𝑃𝐹𝐹5)(𝑃𝑃𝐹𝐹5 + 𝐻𝐻2𝐿𝐿 → 𝑃𝑃𝐿𝐿𝐹𝐹3 + 2𝐻𝐻𝐹𝐹) . 
Presence of LiPF6 ensures the formation of HF and the consumption of Li2O 
from the surface. In order to prevent these reactions, the main strategy is to 
replace the salt with one that is more stable towards hydrolysis, such as 
LiFSI45. Another strategy is to use VC additive as it may protect the surface 
of the Si particles from side reactions45. It has been shown that on graphite 
electrodes VC polymerises, form poly alkyl Li carbonate species which 
prevent salt anion reduction and solvent degradation47. In our case the 
fluorinated species have disappeared after the addition of VC, FEC 
electrolyte additive (Supplementary C Fig. 3).  

In addition, the XPS results also show that after first discharge clear 
Ge3d lines can be assigned to unreacted Ge4+ at Ebin ≈ 31.52 eV, reduced Ge 
to Ge0 at Ebin ≈ 28.1 eV and even more reduced Li-Ge alloy at Ebin ≈ 25.7 eV. 
Similar peaks at Ebin 28.5, 25.6, 23.5 eV observed in other reports48,49. The 
valence of Ge is the same as Si38 so we expect that formation of a Li-Ge alloy 
will result in lower binding energies18. The appearance of the line at higher 
binding energy of Ebin ≈ 34.4 eV, indicates the formation of a Ge compound 
in a different environment, perhaps Ge-O bond. Moreover, in the Al2p lines 
the intensity of the Al3+ species decreased strongly, which implies that Al 
present in LAGP reacted. 

Notably, the XPS results after 12 min etching, i.e. roughly 
corresponding to the bulk of the electrode, reveal that LAGP decomposes. 
Ge3d lines are present at Ebin ≈ 31.7 eV (Ge4+), Ebin ≈ 28.4 eV (Ge0), Ebin ≈ 25.4 
eV (Li-Ge), whereas Ebin ≈ 22.2 eV (O2s) represents oxygen present in LAGP. 
The ratio of Ge0 and Li-Ge changed, indicating that Ge0 dominates at the 
surface and that most of the Ge from LAGP is reduced in the bulk through Li-
Ge alloy. In the Al2p spectra, new Al components are detected at lower 
binding energies. The lines at Ebin ≈ 72.2 and 70.1 eV (Al2p1/2, Al2p3/2) can be 
attributed to the Al in a lower oxidation state (Al0)50. Another new Al line at 
Ebin ≈ 66.8 and 64.2 eV (Al2p1/2, Al2p3/2) is likely to be correlated to a Li-Al 
alloy, since reduction will lead to lower binding energies as previously 
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mentioned. Cycled sample shows P2p line at Ebin ≈ 138 eV attributed to the 
residue of the salt LiPF651. At Ebin ≈ 134 eV lines are assigned to phosphate 
groups present in LAGP48. New lines of P2p at Ebin ≈ 129 eV that are an 
indication of P with the lower oxidation state and perhaps forms 
phosphides51,52.  

In addition, SEI components present in the C1s spectra (Ebin ≈ 282.8 
eV) include a small amount of carbide species (RLi) such as 
LiCH2CH2OCO2Li42, a reduction product of ethylene carbonate47,53,54. The 
absence of Li2CO3, with higher photon energy means that it is not located 
deeper in the electrode (decomposition of Li2CO3 occurred just on the 
surface). O1s, Li1s, F1s, spectra indicates the presence of C=O groups (O1s, 
Ebin ≈ 532.3 eV), Li4SiO4 (O1s, Ebin ≈ 530.9 eV and Li1s, Ebin ≈ 57.9 eV) and SiO2 

(O1s, Ebin ≈ 533.6 eV), presence of residual LiPF6 (F1s, Ebin ≈ 687.4 eV) 
originates from salt remaining in the porous of the electrode, the amount of 
SiOxFy species (F1s, Ebin ≈ 689 eV) decreased, signifying that those species are 
not present in the bulk. No peak at 685 eV (F1s) indicates the absence of LiF 
in the SEI, which contributes to the improved performance. And as we see 
more intensity in the bulk at the 56.29 eV Li1s peak, corresponding to a Li-Si 
alloy55. Summarizing, the SEI layer formed on the surface of the Si/LAGP is 
thin and free from the main ion resistive decomposition products of EC-
based solvents such as Li2CO3, Li2O and decomposition of the salt such as LiF, 
having low ionic conductivities in the range of 10-8 Scm-1

 
56.  

5.3 Discussion 

The SEI in the Si/LAGP electrode is based on decomposition products of 
Li1.5Al0.5Ge1.5(PO4)3 formed at higher potentials than the SEI that forms upon 
reduction of the liquid electrolyte (1.0 M LiPF6 in 1:1 v/v EC:DEC) around 1V 
vs. Li/Li+. The amount of Li1.5Al0.5Ge1.5(PO4)3 used in the electrode material is 
relatively small (5 wt. %), resulting in a thin solid electrolyte interface 
containing LAGP decomposition products. This is demonstrated by XPS, 
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providing the chemical composition of the SEI by measuring C1s, O1s, F1s, 
of not etched samples and resulting in a solid electrolyte interface practically 
free from decomposition of the solvents, such as LiF, Li2O and Li2CO3. 
Moreover, XPS results prove complete reduction of LAGP, a consequence of 
the low applied potentials (down to 10 mV). Li1.5Al0.5Ge1.5(PO4)3 will 
decompose towards Li15Ge4, Li3P, Li9Al4, Li2O57 (based on the computational 
predictions of the formation energy of these products)48,49. Additional lines 
of Ge3d and Al2p at lower binding energy show the formation of Li-Ge and 
Li-Al alloys after deep discharge. The schematic degradation mechanism is 
shown in Figure 6. The degradation models of Si as previously 
described22,58,59 are based on the decreased accessibility of Si grains and 
degradation of the ionic network. The limited cycled life is correlated to 
inhomogeneous lithiation, and Li accumulation close to the separator due to 
sluggish Li ion diffusion through clogged pores. However, from our studies 
based on NDP, inhomogeneous lithiation starts close to the current collector 
during the first cycles. This mechanism is presented in the Figure 6a. 
Addition of LAGP solid additive shows an improvement in uniform lithiation 
during the first cycles, schematically shown in Figure 6b, which is correlated 
with the infiltrated decomposition products in the SEI which are electron (Li-
Al, Li-Ge) and ion (Li-P) conductors. We suggest that this is responsible for 
the homogenous lithiation throughout the electrode, improving both 
electron and Li efficiency. Thereby this research pinpoints the critical role of 
an ionic and electronic network on the performance of Si electrode, which 
effects the homogeneity of activity that dictates cycle life. This plays an 
important role already during the initial cycles, which can be improved by 
guided solid electrolyte interface formation.  
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Figure 6 | Schematic representation of degradation mechanism of Si electrode and its 
improvement with the solid inorganic additive. a) Si electrode, where Si particles loose 
ionic contact, causing inhomogeneous lithiation which is responsible for degradation of Si 
electrodes. Lithiation starts from the current collector due to limited electronic conductivity 
of the pristine Si electrode, resulting in Li-rich alloys close to current collector. b) 
Morphology and charge transport has been improved due to the addition of the solid 
electrolyte LAGP additive to the electrode. This promotes the ionic and electronic wiring 
leading to homogeneous lithiation throughout the Si electrode. 

5.4 Conclusions 

In summary, to enable better ionic and electronic conduction, solid additives 
were introduced to Si electrodes, all showing improved cycling performance. 
The electrodes with Li-ion conductive solid additives such as LAGP 
demonstrate the highest capacity, charge efficiency and lowest 
overpotential. The solid electrolyte will decompose before decomposition of 
the electrolyte, which will introduce decomposition products of LAGP such 
as Li-Ge and Li-Al alloys into the SEI. These conductive materials are 
proposed to be vital for the transport network and improved cycle life. 
Operando NDP revealed that this is mainly attributed to the more 
homogenous distribution of Li through the whole electrode. This research 
pinpoints the critical role of the ionic network given by inorganic additive 
that promotes homogeneous activity throughout the electrodes, therefore 
improving Li capacity and charge efficiency. 
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5.5 Methods and Materials 

Preparation of Si electrodes - Coin-cells for C-rate test and XPS analysis: 
The electrochemical measurements were conducted using coin-cells 
assembled in a glove-box filled with argon. The electrode slurry was 
prepared by ball-milling active material (crystalline silicon powder, mean 
particle size distribution of 100 nm, 99% purity, Alfa Aesar), with carbon 
black (Super P, TIMCAL) and binder (carboxymethyl cellulose, Mw = 90,000 
g/mol, Sigma Aldrich) in a weight ratio of 0.6 : 0.2 : 0.2. For the electrode 
with solid additive the weight ratio was 0.54 : 0.06 : 0.2 : 0.2 Silicon : Solid 
additive : Carbon black : binder. Solid additives used for slurry were 
crystalline TiO2 powder (< 1μm) aluminum oxide (Al2O3, 99.99% purity, 
Sigma-Aldrich), copper powder (Sigma-Aldrich), lithium titanium oxide (LTO, 
Li4Ti5O12 – grade EXM, SUD CHEMIE, size = 1-10 μm), and Li1.5Al0.5Ge1.5(PO4)3 
(LAGP, size = ~10 μm). All the components were ball-milled for 90 min at 250 
rpm in SiN4 jar with 10 SiN4 balls. As a solvent, 2 ml of buffer solution of citric 
acid/sodium hydroxide/sodium chloride solution with fungicide (pH = 3, 
Fluka) was used. Slurry was casted on copper foil (cleaned with 0.1M oxalic 
acid and ethanol) with wet thickness of 100 µm and dried for 12h at 60°C in 
vacuum oven and subsequently cold-pressed under 2 tons for 1 minute. The 
coin-cells were assembled in an argon filled glove box, in order to avoid 
reactions with oxygen and moisture (< 0.1 ppm O2 and < 2 ppm H2O) using 
polymer separator (Celgard 2250) and Li metal as a counter electrode 
(Sigma-Aldrich), which is washed with dimethyl carbonate (DMC) to remove 
the oxide layer and a 140 µl of 1.0 M LiPF6 in 1:1 v/v ethylene carbonate (EC) 
and diethyl carbonate (DEC) (<15 ppm H2O, Sigma Aldrich) was added as an 
electrolyte for wetting both working and counter electrode surfaces.  

Pouch cells for NDP measurements: Pouch cell 60-63was made with one 
copper window with a diameter of 18 mm and thickness of 6 µm. The 
electrode slurry was prepared in the same way as for coin-cells, but casted 
in circular shape with wet thickness of 25 µm. A window was cut in the outer 
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layer of coffee bag and the Si coated copper current collector substrate was 
heat-sealed to form a window64. After sealing both current collectors and 
placing separators: 25 µm PE (Celgard 2250) against the working electrode 
and 300 µm glass fibre (Whatman), in size of 40x80 mm) and Teflon plate 
below working electrode (to ensure more pressure), pouch cells were dried 
overnight at 60°C. Pouch cells were assembled inside the glove box , in order 
to avoid reactions with oxygen and moisture (< 0.1 ppm O2 and < 2 ppm 
H2O). 6Li metal was used as a counter electrode (Aldrich, 95 wt. % 6Li, 5 wt. 
% 7Li, density 0.47 g cm-3). Two electrolytes were used for this experiment. 
Standard electrolyte 140 µl of 1.0 M LiPF6 in 1:1 v/v ethylene carbonate (EC) 
and diethyl carbonate (DEC) (<15 ppm H2O, Sigma Aldrich) and 140 µl of 1.0 
M LiPF6 in 1:1 v/v EC:DEC 2 wt. % VC and 25 wt. % FEC. In order to increase 
count rate in the NDP experiments, the electrolyte was enriched with 6Li 
metal by adding an excess of 6Li metal with natural 6Li abundancy of 7.5% in 
the electrolyte overnight. This increased the count rate by factor of 13 by 
replacing 7Li to 6Li65. After wetting the separator from both sides, the cell 
was left for 30 min to ensure wetting, afterwards the cell was sealed in sealer 
with vacuum (Audionvac VMS 153).  

Synthesis of LAGP: The solid electrolyte LAGP was synthesized by a 
conventional solid-state reaction method. The starting materials Li2CO3 
(99%, Alfa Aesar), Al2O3 (AR, Nanjing Chemical Reagent Co. P. R. China), GeO2 
(99.999%, Sinopharm Chemical Reagent Beijing Co., P. R. China) and 
NH4H2PO4 (99%, Aladdin) were first ball milled in ZrO2 jar at 400 rpm for 4 h. 
Then the mixture was sintered at 600 °C for 1 h and 900 °C for 6 h, 
respectively. After each sintering process the same ball milling process was 
carried out66.  

Electrochemical cycling: The battery performance was evaluated using 
Maccor 4000A battery cycler. Cells were cycled between 0.005 V and 1.5 V 
vs. Li/Li+. In the next cycles, the cut-off voltages were 0.01 V and 1.2 V. In the 
C-rate test, the cells were discharged in 0.1C, 0.2C, 0.5C, and back to 0.1C 
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for 5 cycles in each C-rate. For NDP measurements the current was 
calculated based on the silicon with the capacity of 800 mAh/g and voltage 
limit of 10 mV vs. Li/Li+ to 2V at C/8.  

X-Ray Photoelectron Spectroscopy: XPS spectrometer (K-Alpha 
ThermoFisher) equipped with a monochromatic (1486.6eV) anode operating 
at 36W (12 kV, 3mA) and flood gun operating at 1V, 100µ. Al kα source and 
a spot-size of approx. 770 x 380 µm2 was used. The pressure in the chamber 
was 6.5×10-7 mbar. Etching was done with a 3kV Ar+ ion gun, with etching 
rate 0.5 nm s-1. The etching was done for 2, 12 and 22 min which corresponds 
to 60, 360 and 660 nm. Since 2, 12 and 22 min etching yielded in similar 
results, corresponding to the bulk of the electrode, just 12 min etching is 
presented. Cycled electrodes were washed with diethyl carbonate (DEC), 
dried in vacuum and placed in a XPS airtight sample holder inside the glove 
box to prevent air and moisture exposure and transferred within 10 minutes 
to the XPS spectrometer. The primary C1s peak was fixed at Ebin = 284.8 eV 
as correction factor of the BE for the charge shift71. The peaks were fitted 
using 70% Gaussian and 30% Lorentzian line shapes (weighted least-squares 
fitting method) and nonlinear Shirley-type background.  
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6 Appendix  

Supplementary A information of chapter 2  
Supplementary A Table 1 | Reduction voltages of elemental phosphorus towards Li3P 
calculated from the stable configurations on the P convex hull. All energies are taken from 
the Materials Project database. 
 

 

 

 

 

Supplementary A Table 2 | Rietveld refinement of pristine Li6PS5Cl as at room temperature. 
Lattice parameter, fractional atomic coordinates, isotropic atomic displacement and site 
occupancies are refined.  

Li6PS5Cl Atom X Y Z Wyckoff Occ. Uiso 
(Å2) 

F-43m Li 0.1630 0.1630 -0.0082 48h 0.47 0.055 
a = 9.853 P 0.5 0.5 0.5 4b 1.00 0.027 
 S1 0.6223 0.6223 0.6223 16e 1.00 0.044 
 S2 0.0 0.0 0.0 4c 0.53 0.040 
 S3 0.25 0.25 0.25 4a 0.32 0.038 
 Cl1 0.0 0.0 0.0 4c 0.47 0.028 
 Cl2 0.25 0.25 0.25 4a 0.68 0.026 

Supplementary A Table 3 | Rietveld refinement of Li6PS5Cl in the LPSC-C electrode mixture 
at room temperature. Lattice parameter, fractional atomic coordinates, isotropic atomic 
displacement and site occupancies are refined.  

Li6PS5Cl – C  Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1540 0.1540 0.0042 48h 0.47 0.663 
a = 9.869 Å P 0.5 0.5 0.5 4b 1.00 0.128 
 S1 0.6223 0.6223 0.6223 16e 1.00 0.056 
 S2 0.0 0.0 0.0 4c 0.53 0.070 
 S3 0.25 0.25 0.25 4a 0.32 0.040 
 Cl1 0.0 0.0 0.0 4c 0.47 0.070 
 Cl2 0.25 0.25 0.25 4a 0.68 0.040 

Phase Voltage 
(V) 

P - 
LiP7 1.27 
Li3P7 1.17 
LiP 0.94 
Li3P 0.87 
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Supplementary A Table 4 | Refinements of the Li6PS5Cl structure in a In|LPSC|LPSC-C 
battery after 1st charge to 3.63 V vs Li/Li+, as shown in Fig. 4. The a, cubic Li6PS5Cl structure 
and b, cubic Li6PS5Cl with a smaller lattice parameter are refined. 

Supplementary A Table 4a 
Li6PS5Cl (1) Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1257 0.1257 0.0334 48h 0.47 0.614 
a = 9.846 Å P 0.5 0.5 0.5 4b 1.00 0.078 
 S1 0.6299 0.6299 0.6299 16e 1.00 0.068 
 S2 0.0 0.0 0.0 4c 0.53 0.020 
 S3 0.25 0.25 0.25 4a 0.32 0.019 
 Cl1 0.0 0.0 0.0 4c 0.47 0.020 
 Cl2 0.25 0.25 0.25 4a 0.68 0.019 

Supplementary A Table 4b 
Li6PS5Cl (2) Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1540 0.1540 0.0042 48h 0.47 0.663 
a = 9.750 Å P 0.5 0.5 0.5 4b 1.00 0.128 
 S1 0.6223 0.6223 0.6223 16e 1.00 0.056 
 S2 0.0 0.0 0.0 4c 0.53 0.070 
 S3 0.25 0.25 0.25 4a 0.32 0.040 
 Cl1 0.0 0.0 0.0 4c 0.47 0.070 
 Cl2 0.25 0.25 0.25 4a 0.68 0.040 

Supplementary A Table 5 | Refinements of the Li6PS5Cl structure in a In|LPSC|LPSC-C 
battery after subsequent discharge to 0.63 V vs Li/Li+, as shown in Fig. 4. The a, cubic Li6PS5Cl 
structure and b, cubic Li6PS5Cl with a smaller lattice parameter are refined.  

Supplementary A Table 5a 
Li6PS5Cl (1) Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1540 0.1540 0.0042 48h 0.47 0.620 
a = 9.857 Å P 0.5 0.5 0.5 4b 1.00 0.085 
 S1 0.6223 0.6223 0.6223 16e 1.00 0.129 
 S2 0.0 0.0 0.0 4c 0.32 0.026 
 S3 0.25 0.25 0.25 4a 0.47 0.025 
 Cl1 0.0 0.0 0.0 4c 0.32 0.026 
 Cl2 0.25 0.25 0.25 4a 0.68 0.025 
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Supplementary A Table 5b 
Li6PS5Cl (2) Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1540 0.1540 0.0042 48h 0.47 0.663 
a = 9.725 Å P 0.5 0.5 0.5 4b 1.00 0.128 
 S1 0.6223 0.6223 0.6223 16e 1.00 0.056 
 S2 0.0 0.0 0.0 4c 0.53 0.070 
 S3 0.25 0.25 0.25 4a 0.32 0.040 
 Cl1 0.0 0.0 0.0 4c 0.47 0.070 
 Cl2 0.25 0.25 0.25 4a 0.68 0.040 

Supplementary A Table 6 | Refinements of the Li6PS5Cl structure in a In|LPSC|LPSC-C 
battery after 18 cycles, as shown in Fig. 4. The a, cubic Li6PS5Cl structure and b, cubic Li6PS5Cl 
with a smaller lattice parameter are refined. 

Supplementary A Table 6a 
Li6PS5Cl Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1281 0.1281 -0.0398 48h 0.47 0.247 
a = 9.885 Å P 0.5 0.5 0.5 4b 1.00 0.135 
 S1 0.6232 0.6232 0.6232 16e 1.00 0.052 
 S2 0.0 0.0 0.0 4c 0.53 0.059 
 S3 0.25 0.25 0.25 4a 0.32 0.030 
 Cl1 0.0 0.0 0.0 4c 0.47 0.059 
 Cl2 0.25 0.25 0.25 4a 0.68 0.036 

Supplementary A Table 6a 
Li6PS5Cl Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1254 0.1254 0.0073 48h 0.47 0.329 
a = 9.720 Å P 0.5 0.5 0.5 4b 1.00 0.270 
 S1 0.6234 0.6234 0.6234 16e 1.00 0.045 
 S2 0.0 0.0 0.0 4c 0.53 0.026 
 S3 0.25 0.25 0.25 4a 0.32 0.025 
 Cl1 0.0 0.0 0.0 4c 0.47 0.026 
 Cl2 0.25 0.25 0.25 4a 0.68 0.025 
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Supplementary A Table 7a | Refinements of the cubic Li6PS5Cl structure in a Li-
In|LPSC|LPSC-C battery after a, 1st discharge to 0.63 V vs Li/Li+. 

Li6PS5Cl Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1947 0.1947 -0.0002 48h 0.44 0.014 
a = 9.861 Å P 0.5 0.5 0.5 4b 1.00 0.105 
 S1 0.6235 0.6235 0.6235 16e 1.00 0.058 
 S2 0.0 0.0 0.0 4c 0.63 0.021 
 S3 0.25 0.25 0.25 4a 0.37 0.025 
 Cl1 0.0 0.0 0.0 4c 0.63 0.006 
 Cl2 0.25 0.25 0.25 4a 0.37 0.128 

Supplementary A Table 7b | Refinements of the cubic Li6PS5Cl structure in a Li-
In|LPSC|LPSC-C battery after subsequent charge to 1.63 V vs Li/Li+. 

Li6PS5Cl Atom X Y Z Wyckoff Occ. Uiso (Å2) 
F-43m Li 0.1860 0.1860 -0.0023 48h 0.44 0.025 
a = 9.871 Å P 0.5 0.5 0.5 4b 1.00 0.050 
 S1 0.6259 0.6259 0.6259 16e 1.00 0.039 
 S2 0.0 0.0 0.0 4c 0.63 0.033 
 S3 0.25 0.25 0.25 4a 0.37 0.021 
 Cl1 0.0 0.0 0.0 4c 0.63 0.025 
 Cl2 0.25 0.25 0.25 4a 0.37 0.007 

Supplementary A Table 7c | Refinements of the cubic Li6PS5Cl structure in a Li-
In|LPSC|LPSC-C battery after 18 full cycles.  

Li6PS5Cl – C 
after 18 
cycles 

Atom X Y Z Wyckoff Occ. Uiso (Å2) 

F-43m Li 0.1996 0.1996 -0.0100 48h 0.44 0.001 
a = 9.855 Å P 0.5 0.5 0.5 4b 1.00 0.130 
 S1 0.6232 0.6232 0.6232 16e 1.00 0.100 
 S2 0.0 0.0 0.0 4c 0.63 0.069 
 S3 0.25 0.25 0.25 4a 0.37 0.296 
 Cl1 0.0 0.0 0.0 4c 0.63 0.100 
 Cl2 0.25 0.25 0.25 4a 0.37 0.014 
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Supplementary A Figure 1 | Cycling performance of In|LPSC|LPSC-C, Li-In|LPSC|LPSC-C and 
one material battery LPSC-C|LPSC|LPSC-C ASSBs. 

 

Supplementary A Figure 2 | Calculated theoretical voltage profile, vs. Li/Li+, of LixPS5Cl in 
the compositional range of 0 < x < 14 and the theoretical voltage profile calculated at 
thermal equilibrium. The voltage window calculated in this work determines the initial 
voltage window achieving metastable decomposition (de)lithiated phases of LixPS5Cl. The 
decomposition products i.e. P can follow the thermodynamic equilibrium voltages for 
further lithiation towards Li3P.  
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Supplementary A Figure 3 | Lattice parameters of structures LixPS5Cl (1 < x < 12) calculated 
by DFT.  
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Supplementary A Figure 4 | 6Li MAS NMR spectra of LiCl, Li3PS4, Li3PO4, Li2S, Li3P, Li2PS3 and 
31P MAS NMR of P2S5 Li3PS4, Li3PO4, Li2PS3. 
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Supplementary A Figure 5 | 31P MAS NMR spectra of anodic mixture of Li6PS5Cl in the Li-
In|LPSC|LPSC-C solid-state batteries. The solid state cell, after complete cycle (discharge-
charge) results in consumption of Li3P, where no evidence of Li3P was found at 220ppm. 
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Supplementary A Figure 6 | Post mortem XRD pattern and Rietveld refinement of an 
NCM622-cathode (47.5% NCM622 + 47.5% Li6PS5Cl + 5% Super P) after 50 cycles. 
Galvanostatic cycling was performed at a C/20 rate for a cathode|Li6PS5Cl|In ASSB in the 
voltage range from 2.5 to 4.2 V vs. Li/Li+. Diffractogram’s with refinement of pristine 
NCM622 and Li6PS5Cl have been included for comparison. The Ni3S4 phase that forms on 
cycling has been indicated in the figure.  
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Supplementary A Figure 7 | Rietveld refinement of the X-ray powder diffraction data of 
pristine Li6PS5Cl at room temperature. 

 

Supplementary A Figure 8a | Voltage profiles during oxidation up to 4.5 V vs Li/Li+ with 
current of 7.0 µA of the LLZO-C electrode and the blank carbon electrode. Electrochemical 
activity is observed above 3.6 V vs. Li/Li+, indicating the oxidation of LLZO, consistent with 
previously redox activity observed1. The specific capacity is calculated based on weight of 
carbon black, which results in similar carbon black loading for LLZO-C and blank electrode. 
Blank test shows the capacity contribution of the side reactions and the additional capacity 
indicates the activity of LLZO.  
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Supplementary A Figure 8b | Voltage profiles during reduction up to 1.5 V vs Li/Li+ with 
current of 7.0 µA of the LAGP-C electrode and the blank carbon electrode. Electrochemical 
activity is observed below 2.4 V vs. Li/Li+, indicating the reduction of LAGP. The specific 
capacity is calculated based on weight of carbon black, which results in similar carbon black 
loading for LAGP-C and blank electrode. The blank test shows the capacity contribution of 
the side reactions and the additional capacity indicates the activity of LAGP. 
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Supplementary A Figure 9 | Formation energies of Li-vacancy configurations of LixPS5Cl 
(extended to x = 15) and comparison of experimental and calculated voltage profiles 
Formation energies per formula unit for all symmetrically non-equivalent Li configurations 
within one unit cell, versus the composition x in LixPS5Cl. The formation energy of the 
combination of thermodynamically favourable decomposition are shown, in line with the 
decomposition products previously reported. The theoretical voltages are shown in 
Supplementary Figure 2.  

Reference: 
1 Han, F., Zhu, Y., He, X., Mo, Y. & Wang, C. Electrochemical Stability of Li10GeP2S12 

and Li7La3Zr2O12 Solid Electrolytes. Adv. Energy Mater. 6, 1501590 (2016). 
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Supplementary B Information of chapter 3 

Supplementary B Table 1 | Rietveld refinement of pristine Si and ALD-coated with TiO2 at 
room temperature. Lattice parameter, fractional atomic coordinates, isotropic atomic 
displacement and site occupancies are refined.  

 Atom X Y Z Wyckoff Occ. Uiso (Å2) 

n-Si 
Fd-3m O2 
a = 5.427 

Si 0.125 0.125 0.125 8a 1.00 0.043220 

n-Si/a-TiO2-ALD-1 
Fd-3m O2 
a = 5.427 

Si 0.125 0.125 0.125 8a 1.00 0.043220 

n-Si/a-TiO2-ALD-3 
Fd-3m O2 
a = 5.427 

Si 0.125 0.125 0.125 8a 1.00 0.043220 

n-Si/a-TiO2-ALD-5 
Fd-3m O2 
a = 5.425 

Si 0.125 0.125 0.125 8a 1.00 0.043220 

Supplementary B Table 2 | Rietveld refinement of pristine Si coated with TiO2 (Anatase) as 
at room temperature. Lattice parameter, fractional atomic coordinates, isotropic atomic 
displacement and site occupancies are refined.  

Si Atom X Y Z Wyckoff Occ. Uiso (Å2) 
Fd-3m O2 
a = 5.427141 

Si 0.125 0.125 0.125 8a 1.00 0.043220 

 

TiO2 Atom X Y Z Wyckoff Occ. Uiso (Å2) 
I41/amd O2 O 0 0.25 0.167 8e 1.00 0.03013 
a = b = 3.784923 
c = 9.506351 

Ti 0 0.25 0.375 4b 1.00 0.03013 
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Supplementary B Figure 1 | XRD pattern of Si coated with TiO2 using ALD method. No visible 
changes of Si diffraction peaks suggest that TiO2 does not influence the Si structure. The 
crystallinity and content of deposited TiO2 is low – and thus not detected by XRD. Some 
amorphous phases are visible and correspond to silica. No changes in the lattice parameters 
and crystallite size were obtained (XRD refinement).  
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Supplementary B Figure 2 | XRD pattern of Si coated with 20 nm TiO2 layer and annealed 
under argon atmosphere at 450°C for 5h. Calculated particle size of Si is 35 nm, and particle 
size of Anatase is 21 nm.  
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Supplementary C Information of chapter 5 

 

Supplementary C Figure 1 | Redistribution of LAGP in Si electrode. SEM/EDX 
images of pristine electrode Si/LAGP/CB/CMC 54/6/20/20.  
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Supplementary C Figure 2 | Degradation components on the surface of Si 
electrode with LAGP solid additive, pristine and after first discharge both at the 
surface and at the bulk (12 min etching). X-ray Photoelectron Spectroscopy (XPS) 
profiles of Si2p (surface reactions). 

 



Appendix 
 

147 
 

 

Supplementary C Figure 3 | Degradation components on the surface of Si 
electrode with LAGP solid additive with VC/FEC electrolyte additive, pristine and 
after first discharge both at the surface and at the bulk (2, 12 min etching). X-ray 
Photoelectron Spectroscopy (XPS) profiles of C1s, O1s, F1s spectra which focus on 
the electrolyte decomposition and Li1s, Si2p, lithiation of Si and surface reactions. 



Appendix NDP 
 

148 
 

Neutron Depth Profiling 
Measurements were performed at the dedicated NDP beamline at the 
Reactor Institute in Delft, with a neutron flux of approximately 107 
neutrons/cm2/s. The NDP measurements are ideally performed in vacuum 
to minimize particle energy loss of triton (3H) through air1-3. However, 
reduced pressure conditions are the main obstacle for operation of battery 
which contains liquid electrolyte. New experimental setup was designed for 
operando NDP measurements where pouch cell is placed in stainless-steel 
chamber with the He gas filled atmosphere (flashed for 10 min with fresh 
He) at 1 bar4 in 30° angle towards neutron beam. Working near electrolyte 
vapour pressure (for EC:DEC vapour pressure = 0.02 bar), allows particles to 
reach detector with reasonable loss in kinetic energy (0.1 bar). That chamber 
is placed in the set-up consisting of an aluminum vacuum chamber with 
detector (Canberra PIPS) with resolution 3.3 keV. The cells are placed 
perpendicular to the detector at 3 centimeter distance, to detect particles 
that are leaving the pouch cell and to measure the energy of the emitted 3H 
particles. The energy is collected by a Multi-Channel Analyzer. The 
consequences for the resolution are quantified using a Monte Carlo based 
algorithm in a separate publication. Schematic representation of the set-up 
is illustrated in Figure 1. 

The incoming thermal neutrons undergo capture reaction with the 
6Li isotope (natural abundance around 7.5%). This reaction of neutron with 
atom core generates 3H and 4He ions emitted in all directions with a specific 
kinetic starting energy according to following reaction5,6: 

𝑥𝑥𝑆𝑆 + 𝑛𝑛𝑡𝑡ℎ𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒𝑒 
6 → 𝐻𝐻 3  

+ (2727.88𝑘𝑘𝑥𝑥𝑘𝑘) + 𝐻𝐻𝑥𝑥2+ (2055.12𝑘𝑘𝑥𝑥𝑘𝑘) 

Conversion between measured particle energy and depth of the original 
isotope is done using the method specified in an earlier publication3 which 
relies on stopping powers calculated using SRIM7. The interaction of 3H with 
the electron environment of the material, gives specific stopping power that 
can be determined based on the chemical composition. The stopping power 
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is defined as 3H loss of energy per unit path length, which is a function of 
energy. The kinetic energy of 3H+ is high enough and with perpendicular 
trajectories to reach detector placed at a specific distance to the sample. By 
measuring their energy when reaching the detector, the depth at which the 
caption reaction took place (location of Li-ions) can be determined. Through 
the number of ions that reach the detector, the concentration can be 
determined after the data normalization and background correction. As a 
result, the Li atom density profile as a function of depth is established.  

 

Figure 1 | Schematic representing the set-up. To prevent electrolyte evaporation the 
vacuum chamber is in fact filled with helium. Neutron beam is continuously monitored as 
reactor power and, consequently, the neutron flux is fluctuating. 

Stopping power determination: As mentioned, the stopping power 
determines the rate of energy loss as a function of particle energy given by 
the surrounding material. It is a material property as it depends on the 
density of charges, associated with the atoms. It is independent of the 
chemical nature of the surroundings, thus the stopping power of a mixture 
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of materials is equal to the sum of the stopping power of the components 
times their volume ratio: 

𝑆𝑆𝑡𝑡 = 𝜕𝜕𝜕𝜕(𝜕𝜕𝑛𝑛)
𝜕𝜕𝑥𝑥

= ∑ 𝑣𝑣𝐿𝐿 ∙ 𝑆𝑆𝐿𝐿𝑛𝑛
𝐿𝐿=1        S.1 

Where S represents the stopping power, v the volume fraction and i the 
different components, which in a Li-ion battery electrode would typically be 
carbon black, binder, electrolyte and active material. Electrons make up 
most of the matter volume and therefore the electron density dominates 
the stopping power, especially at high particle energies. An accurate 
approximation of the stopping power of the porous electrode is necessary 
to measure representative Li concentration. In this complex system three 
considerations deserve attention. First, during discharge to 800 mAh/g the 
material is expected to expand 1.5 fold8, hence, due to the decreasing charge 
density, the stopping power is expected to decrease. Second, assuming 
isotropic expansion and a rigid connection to the current collector, the 
porosity is expected and observed to decrease during lithiation9. The 
electrolyte phase has the lowest stopping power in this system. Lastly, a SEI 
will form on the electrode surface from the electrolyte decomposition 
products. Composed of similar elements and replacing space once occupied 
by electrolyte, there is no reason to consider this as a contribution to the 
stopping power. In short we will assume this contribution of this layer to be 
equal to that of the electrolyte itself. Note that, furthermore as the 
electrolyte penetrates the porous electrode layer, we can expect the SEI 
layer to be present throughout the electrode. The stopping power 
determines how energy resolution of the detector can be translated in depth 
resolution. The measurement accuracy is further determined by the sample 
roughness, the energy resolution of the detector, straggling and small angle 
scattering of the particles, the set up geometry and alignment10,11. The 
energy resolution of the detector is approximately 14 keV12. The 
consequences of straggling, small scattering and the geometry can be 



Appendix 
 

151 
 

derived analytically or computationally10,13,14. The contribution from the 
sample roughness is characterised through lithiation of the native copper 
oxide layer. The counts from this thin layer are spread, the full width at half 
maximum (FWHM) is good indication of the depth resolution. This value is 
183 keV or 4.2 micron. 

References: 
1 Oudenhoven, J. F. M. et al. In Situ Neutron Depth Profiling: A Powerful Method to 

Probe Lithium Transport in Micro-Batteries. Advanced Materials 23, 4103-+, 
(2011). 

2 Downing, R. G., Lamaze, G. P., Langland, J. K. & Hwang, S. T. Neutron Depth 
Profiling: Overview and Description of NIST Facilities. Journal of Research of the 
National Institute of Standards and Technology 98, 109-126, (1993). 

3 Verhallen, T. W., Lv, S. & Wagemaker, M. Operando Neutron Depth Profiling to 
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6 Ziegler, J. F., Cole, G. W. & Baglin, J. E. E. Technique for determining concentration 

profiles of boron impurities in substrates. Journal of Applied Physics 43, 3809-3815, 
(1972). 

7 Ziegler, J. F., Ziegler, M. D. & Biersack, J. P. SRIM - The stopping and range of ions 
in matter (2010). Nuclear Instruments & Methods in Physics Research Section B-
Beam Interactions with Materials and Atoms 268, 1818-1823, (2010). 

8 Kim, H., Chou, C.-Y., Ekerdt, J. G. & Hwang, G. S. Structure and properties of Li− Si 
alloys: a first-principles study. The Journal of Physical Chemistry C 115, 2514-2521 
(2011). 

9 Paul, N., Wetjen, M., Busch, S., Gasteiger, H. & Gilles, R. Contrast Matched SANS 
for Observing SEI and Pore Clogging in Silicon-Graphite Anodes. Journal of The 
Electrochemical Society 166, A1051-A1054, (2019). 

10 Maki, J. T., Fleming, R. F. & Vincent, D. H. Deconvolution of neutron depth profiling 
spectra. Nuclear Instruments and Methods in Physics Research Section B: Beam 
Interactions with Materials and Atoms 17, 147-155, (1986). 

11 Downing, R., Maki, J. & Fleming, R. Analytical applications of neutron depth 
profiling. Journal of Radioanalytical and Nuclear Chemistry 112, 33-46, (1987). 

12 Chanjuan, T. et al. Neutron depth profiling system at CARR. Applied Radiation and 
Isotopes 148, 102-107, (2019). 

13 Shi, C. et al. Inverse iteration algorithm for neutron depth profiling. Journal of 
Radioanalytical and Nuclear Chemistry 317, 81-85, (2018). 



Appendix NDP 
 

152 
 

14 Yang, X. et al. A Monte Carlo code to get response spectrum of ions for Neutron 
Depth Profiling. Journal of Radioanalytical and Nuclear Chemistry 301, 213-220, 
(2014). 

 

 

 

 



Summary 
 

153 
 

Summary 

Batteries gained a lot of attention due to a raising demand for energy 
storage, as required for renewable energy generation systems, portable 
electronics and transport applications (Chapter 1). For the development of 
new battery materials understanding of fundamental processes is essential, 
which often relies on the development of new characterisation techniques 
and tools that enable to study the underlying electrochemical processes at 
the relevant length scales, i.e. from an atomistic to a macroscopic level as 
described in Chapter 1. Future batteries should be able to store more energy 
(per unit mass and or volume) and should be safer. Battery material 
solutions to achieve this are in principle known, where this thesis focusses 
on: (1) Si being one of the most promising negative electrode based on its 
large Li storage capacity (ten times higher than current graphite) and (2) 
solid electrolytes, replacing liquid electrolytes, which would practically 
annihilate safety concerns of Li batteries. However, for these new battery 
materials the challenge is to achieve a long cycle life by slowing down, or 
even preventing degradation reactions at the interfaces between the 
electrode and the electrolyte. This is the binding theme, and the topic of the 
main research questions of this thesis are thus: What are these degradation 
mechanisms and what is the impact of strategies to prevent it and achieve a 
long cycle life. The focus in this thesis is on Si negative electrodes (Chapters 
3, 4 and 5) in combination with liquid electrolytes in general, and for solid 
electrolytes in particular (Chapter 2).  

Chapter 2 is devoted to the understanding of the electrochemical 
stability window of solid electrolytes, with emphasis on argyrodite-, garnet- 
and NASICON type materials. Current understanding of the electrochemical 
window is based on the stability of the decomposition products which is 
calculated based on thermodynamic predictions where differences in 
formation energies of decomposition products are considered. In this 
chapter we propose an indirect mechanism of solid electrolyte 
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decomposition and its relation to the electrochemical stability window. The 
hereby predicted electrochemical stability window is verified using slow 
galvanostatic cycling. X-Ray Diffraction and solid-state Nuclear Magnetic 
Resonance are utilised to study the electrochemical activity of argyrodite 
itself and their decomposition products respectively. The proposed indirect 
oxidative and reductive decomposition mechanism of the argyrodite solid 
electrolyte, via the unstable Li4PS5Cl (S/S2- redox) at 2.24 V vs. Li/Li+ and 
unstable Li11PS5Cl (through the P/P5+ redox) at 1.08 V vs. Li/Li+. The reported 
redox potentials of the argyrodite solid electrolyte determine the practical 
electrochemical stability window, as expressed by the first oxidation and 
reduction reactions observed in the cycling and in the differential capacity, 
consistent with the predicted redox activity. As a consequence unstable 
argyrodite phases rapidly decompose into the expected stable Li3PS4, S and 
LiCl species after oxidation, and P, Li2S, and LiCl species after reduction. 
Further decomposition upon oxidation and reduction will occur towards 
P2S74- and S0 at 2.9 V vs. Li/Li+ and Li3P around 0.8 V vs. Li/Li+ respectively. X-
Ray Diffraction and solid-state Nuclear Magnetic Resonance also 
demonstrate the presence of metastable (de)lithiated argyrodite phases. 
This provides strong support for the proposed kinetically most favourable 
decomposition route, via the redox activity of the argyrodite solid electrolyte, 
thereby determining the electrochemical stability window. In all-solid-state 
batteries this implies that both contributions of the solid electrolyte, will add 
to the cycling capacity based on the active electrode materials and the 
specified potential ranges. Moreover, the poor ionic conductivity of the 
decomposition products, especially S, Li2S and LiCl, as well as the change in 
volume can be expected to be responsible for the large increase in interfacial 
resistance upon cycling. To support the general nature of the indirect 
decomposition mechanism, the Li insertion/extraction potentials are also 
determined computationally and experimentally for two different families 
of solid electrolytes i.e. garnet LixLa3Zr2O12 and NASICON Li1.5Al0.5Ge1.5(PO4)3. 
For the garnets, the predicted and measured oxidation potential are both 
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located just above 3.54 V vs. Li/Li+, (O and Zr redox) significantly larger than 
the direct decomposition at 2.91 V vs. Li/Li+ towards the predicted stable 
decomposition products Li2O2, La2O3 and Li6Zr2O7. For NASICON type 
electrolytes, the predicted and measured oxidation occurs close to 2.31 V vs. 
Li/Li+ (O and P redox), which is lower than direct decomposition at 2.70 V vs. 
Li/Li+ based on the stability of the predicted decomposition products Ge, 
GeO2, Li4P2O7 and AlPO4. These results support that the proposed indirect, 
kinetically favourable decomposition, via the (de)lithiation of the solid 
electrolyte is a general mechanism, in practice widening the solid electrolyte 
stability window as compared to predictions based on the stability of the 
decomposition products. The fundamental nature of the proposed 
mechanism suggests this is a key aspect for solid electrolytes in general, 
guiding interface and material design for all-solid-state batteries. 

Chapter 3 focuses on the role of a protective coating of TiO2 on Si 
particles improving the cycle life of the battery by reducing parasitic 
reactions at the interface, and, thereby, allowing the interesting bulk 
properties to be maintained. The optimal coating thickness appears to be 5 
nm, which balances the ionic conductivity and the flexibility of the coating, 
explaining the improved electrochemical reversibility observed. Operando 
X-Ray Diffraction is performed to evaluate the behaviour of the TiO2 coating 
during deep discharge of Si, indicating that the lithiation proceeds via a solid 
solution resulting in a composition of Lix~0.12TiO2. The reasonable Li-ion 
conductivity of this phase is beneficial for the Li-ion transport through the 
electrodes, whereas the limited electronic conductivity is expected to 
suppress solid electrolyte interface formation as well as crack formation. 
Additionally, operando neutron depth profiling demonstrates that in the 
uncoated Si electrode, the lithiation proceeds inhomogeneously as a 
function of electrode depth, whereas the Li0.12TiO2 coating results in a more 
homogeneous lithiation as a function of electrode depth. Thus, the results 
suggest that the improved performance of the coated Si is not only a 
consequence of the protective function of the coating, but also because of 
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more homogeneous lithiation as a result of the Li-conducting properties of 
the coating.  

To gain insight into the degradation mechanism of Si electrodes and 
the role of homogeneity on the cycle life and the nature of SEI, operando 
neutron depth profiling is further exploited (Chapter 4). Interestingly, the 
degradation of the Si electrode without any additive demonstrates a Li 
gradient as a function of electrode depth during the first cycles, thus 
indicating inhomogeneous lithiation of Si. Inhomogeneity of lithiation will 
cause large local volume changes, promoting capacity fading of Si electrodes. 
A higher Li concentration is observed close to the current collector at the 
onset of discharge, most likely caused by the limited electronic conductivity 
of Si particles at the beginning of the cycling. It is suggested that together 
with alloying of Si, SEI growth is promoted close to the current collector. 
Uncontrollable SEI formation compromises the electronic contacts between 
Si/carbons which supports the local lithiation near the current collector and 
limits lithiation of Si near the separator. This inhomogeneous lithiation as a 
function of electrode depth is strongly reduced upon the addition of 
fluoroethylene carbonate and vinylene carbonate electrolyte additives. 
These electrolyte additives are well-known to significantly improve cycling 
performance due to the electronically insulating and stable lithium fluorite, 
forming at the surface of the Si before electrolyte solvents. The high 
electronic resistivity of LiF is argued to be responsible for the more 
homogenous distribution of Li across the depth of the electrode, and lowers 
the accumulation of SEI products growing upon cycling close to the current 
collector. This demonstrates that the homogeneity of Li storage throughout 
the Si electrode in addition to the nature of the SEI isf a key parameter for 
long cycle life of Si electrodes, and that charge transport properties already 
at initial cycling play a key role in this.  

In order to gain insight in the role of electron and Li-ion transport, 
solid additives are introduced in the Si electrode cycled in half cells with a 
liquid electrolyte - the results of which are presented in Chapter 5. All cells 
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with solid additives show improved cycling performance with respect to bare 
Si. Of all studied additives, Li1.5Al0.5Ge1.5(PO4)3 being a good Li-ion conductor, 
demonstrates the highest capacity retention, charge efficiency and lowest 
overpotential. These ion conductive additives may facilitates ion transport 
vital for high capacity operation, which lowers the internal resistance during 
the (dis)charge process and thus leads to a more homogenous distribution 
of Li through the whole electrode, as indicated by operando neutron depth 
profiling measurements. This research highlights the critical role of an ionic 
network governed by an inorganic filler allowing to reach all the Si particles, 
therefore improving the Li capacity and charge efficiency. Analysis of the 
solid electrolyte interface species demonstrates the presence of 
decomposition products of Li1.5Al0.5Ge1.5(PO4)3. These form at a higher 
potential as compared to the regular solid electrolyte interface products 
originating from electrolyte decomposition at 1V vs. Li/Li+. The amount of 
Li1.5Al0.5Ge1.5(PO4)3 used in the electrode material is very small (5 wt. %), and 
appears to have a large impact on the solid electrolyte interface formation. 
X-ray photoelectron spectroscopy indicates that the solid electrolyte 
interface is free from regular decomposition products such as LiF, Li2CO3, 
Li2O. Since the measurements are performed at low potentials, 10 mV vs. 
Li/Li+, Li1.5Al0.5Ge1.5(PO4)3 is expected to decompose towards Li15Ge4, Li3P, 
Li9Al4, Li2O. Reduction of Ge (Ge3d) and Al (Al2p) is indeed observed using X-
Ray Photoelectron Spectroscopy. It is speculated that the decomposition 
products of LAGP, such as Li-Ge and Li-Al alloys in the SEI improve the ionic 
and electronic pathway for the (de)-lithiation of the Si electrode. This would 
promote homogeneous activity throughout the electrodes and rationalise 
the improved Li capacity and charge efficiency observed. 

In summary, the role of the solid electrolytes redox activity , and its 
correlation with the electrochemical stability window, is established, 
providing a guide for interface and material design for all-solid-state 
batteries. The importance of homogenisation of (de)lithiation of the Si 
negative electrode is shown to be critical in designing Si negative 
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electrodes for long term cycling. This can be achieved by changing the 
nature of the SEI by coatings, different liquid electrolyte additives, or/and 
by providing electronic and ionic pathways through the addition of solid 
additives. In-situ decomposition of liquid and/or solid additive, can 
provide stability of the interface and good conductivity by the nature of 
decomposition products. A recommendation for future research for next 
generation lithium batteries, aiming at safe and high energy density 
batteries, is to combine Si electrodes with solid electrolytes, providing a 
stable anodic matrix and avoiding the issues associated with Li-metal 
dendrites. 
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Samenvatting 

Heden ten dagen krijgen batterijen veel aandacht als gevolg van 
toenemende vraag naar energieopslag benodigd voor het opslaan van 
duurzame energy, het gebruik van draagbare elektronica en nieuwe 
toepassingen in de transport sector (Hoofdstuk 1). Voor de ontwikkeling van 
nieuwe materialen voor batterijen is het begrip van de fundamentele 
processen die plaatsvinden in batterijen cruciaal. Deze processen zijn vaak 
alleen waar te nemen met nieuwe geavanceerde technieken die de 
onderliggende elektrochemische processen kunnen meten op de relevante 
lengteschalen, hier van atomair tot macroscopisch niveau zoals beschreven 
in Hoofdstuk 1. Van de volgende generatie batterijen wordt verwacht dat ze 
meer energie op kunnen slaan (per gewicht en/of volume) en veilig zijn in 
gebruik. In principe zijn er al materialen die dit mogelijk kunnen maken en 
dat is waar dit proefschrift zich op zal focussen: (1) Silicium is een van de 
meest veelbelovende anodematerialen door zijn hoge lithium-
opslagcapaciteit (tien keer meer dan de huidige grafietanodes) en (2) vaste 
stof elektrolyten die bij vervanging van vloeibare elektrolyten de 
veiligheidsproblemen kunnen ondervangen. Voor deze nieuwe 
batterijmaterialen is de uitdaging om een lange levensduur te bereiken, door 
decompositiereacties op de grensvlakken van elektrode en elektrolyt te 
onderdrukken of zelfs te voorkomen. Het gemeenschappelijke thema en de 
onderzoeksvraag van dit proefschrift is: welke decompositiereacties vinden 
er plaats en hoe kunnen deze voorkomen worden om een langere 
levensduur te bereiken. Dit wordt eerst onderzocht voor siliciumanodes 
(Hoofdstuk 3, 4 en 5) in combinatie met een vloeibare elektrolyt en 
vervolgens specifiek voor vaste stof elektrolyten (Hoofdstuk 2).  

Hoofdstuk 2 is gewijd aan de elektrochemische stabiliteit van vaste 
stof elektrolyten. Meer specifiek worden de Argyrodiet, Granaat en 
NASICON-achtige materialen onderzocht. Doorgaans is de elektrochemische 
stabiliteit gebaseerd op de vormingsenergie van decompositieproducten in 
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thermodynamisch evenwicht, waaruit het voltage voor decompositie kan 
worden berekend. In dit hoofdstuk wordt een reactiemechanisme 
voorgesteld waarbij de vaste stof elektrolyt vervalt naar zijn 
decompositieproducten via een indirecte route. Deze alternatieve route 
bepaalt uiteindelijk de voltages waarin de elektrolyt elektrochemisch stabiel 
is. De hierbij voorspelde elektrochemische stabiliteit komt overeen met 
galvanostatische testen. Röntgendiffractie en kernspinresonantie zijn 
gebruikt om de elektrochemische activiteit van Argyrodiet en de 
decompositieproducten te onderzoeken. De indirecte decompositie gaat 
tijdens oxidatie via het instabiele Li4PS5Cl (S/S2- redox) bij 2,24 V vs. Li/Li+ en 
tijdens reductie via het onstabiele Li11PS5Cl (P/P5+ redox) bij 1,08 V vs. Li/Li+. 
Deze redoxpotentialen van Argyrodiet bepalen de praktische 
elektrochemische stabiliteit. Dit is voorts bevestigd in een experiment 
waarbij dezelfde voltages voor de eerste oxidatie en reductie zijn 
waargenomen tijdens de eerste laad- en ontlaadcyclus. Als het voltage in de 
batterij buiten het voltagebereik van de vaste stof elektrolyt gaat, vervalt 
het snel in de verwachte stabiele decompositieproducten: Li3PS4, S en LiCl 
tijdens oxidatie en P, Li2S, en LiCl tijdens reductie. Verdere decompositie 
levert P2S74- en S0 bij 2,9 V vs. Li/Li+ en Li3P rond 0,8 V vs. Li/Li+. 
Röntgendiffractie en kernspinresonantie laten ook de aanwezigheid van het 
metastabiele gelithieerde en gedelithieerde argyrodiet zien. Deze 
bevindingen ondersteunen de indirecte decompositieroute via de actieve 
Argyrodiet vaste stof elektrolyt en daarmee debepalen elektrochemische 
stabiliteit van vaste stof elektrolyten. De gegenereerde capaciteit van de 
decompositiereacties draagt bij aan de volledig gemeten capaciteit van het 
op- en ontladen van de batterij. Voor Argyrodiet zijn de 
decompositieproducten S, Li2S en LiCl slecht ionisch geleidend en mede door 
volumeveranderingen zal de weerstand op het grensvlak toenemen tijdens 
op- en ontladen. Om dit indirecte decompositiemechanisme te 
veralgemeniseren zijn er twee andere vaste stof elektrolyten van 
verschillende origine getest, namelijk Granaat LixLa3Zr2O12 en NASICON 
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Li1.5Al0.5Ge1.5(PO4)3. Voor LixLa3Zr2O12 is de voorspelde en gemeten 
oxidatiepotentiaal rond 3,54 V vs. Li+ en dit is significant hoger dan de 2,91 
V die voorspeld is door middel van vormingsenergieën van de 
decompositieproducten. Voor NASICON Li1.5Al0.5Ge1.5(PO4)3 is de voorspelde 
en gemeten reductie rond 2,31 V vs. Li/Li+ en dit is lager dan de 2,70 V die 
direct voorspeld is vanuit de decompositieproducten Ge, GeO2, Li4P2O7 en 
AlPO4. De resultaten bevestigen de indirecte decompositieroute via de 
ge(de)lithieerde vaste stof. In praktijk betekent dit een breder 
stabiliteitsbereik dan ten opzichte van de decompositieproducten. Het 
fundamentele karakter van dit mechanisme is in algemene zin een zeer 
belangrijk aspect voor vaste stof batterijen om zo begrip te krijgen over het 
interface en welke materialen er gebruikt kunnen worden voor deze 
batterijen. 

Hoofdstuk 3 concentreert zich op de rol van een beschermcoating 
van TiO2 die op siliciumdeeltjes aangebracht wordt om zo de oplaadbaarheid 
van een batterij te verbeteren, met als doel de parasitaire reacties aan het 
grensvlak te onderdrukken en de interessante bulkeigenschappen van Si te 
laten behouden. De optimale dikte van de coating is 5 nm, waarbij de balans 
tussen ionische geleiding en flexibiliteit optimaal is. Röntgendiffractie is 
uitgevoerd tijdens het op- en ontladen om het gedrag van de TiO2-coating 
tijdens een diepe ontlading van Si te achterhalen. De lithiëring gaat via een 
vaste-stofoplossing naar uiteindelijk een samenstelling van Lix~0.12TiO2. Deze 
fase heeft een redelijke Li-iongeleiding welke gunstig is voor het transport 
van Li-ionen door de elektroden, terwijl tegelijkertijd de elektronische 
geleiding gelimiteerd wordt door de vaste stof op het oppervlak, welke 
evenwel scheurvorming van het Si onderdrukt. Bovendien toont Neutron 
Diepte Profilering (NDP) tijdens het testen van de batterij aan dat de niet 
gecoate Si-elektrode geen homogene lithiëring laat zien als functie van de 
diepte, terwijl de met Li0.12TiO2 gevormde coating een meer homogene 
lithiëring geeft als functie van de diepte. Dit geeft aan dat de verbeterde 
prestatie van de batterij niet alleen komt van het beschermende effect van 
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de coating, maar ook door de meer homogene Li-verdeling in het Si door de 
hogere ionische geleiding in de coating.  

Om meer inzicht te verkrijgen in de degradatiemechanismes in Si-
anodes met betrekking tot de rol van oplaadcycli, homogeniteit en de aard 
van de SEI (solid electrolyte interphase), wordt nog dieper ingegaan op de 
resultaten van NDP (Hoofdstuk 4). Een poreuze Si-elektrode zonder additief 
laat in de elektrode een gradiënt zien in de Li-concentratie over de diepte 
wat duidt op een inhomogene lithiëring van het Si over de elektrode. 
Inhomogeniteit veroorzaakt grote lokale volumeveranderingen met 
eventueel breuk tot gevolg waardoor de capaciteit zal worden beperkt. Een 
hogere Li-concentratie is waargenomen dicht bij de stroomcollector, dat 
wordt veroorzaakt door een gelimiteerde elektronische geleiding van Si-
deeltjes aan het begin van het ontladen. Er wordt gesuggereerd dat SEI bij 
de stroomafnemer groeit tijdens het legeren van Li met Si. 
Ongecontroleerde vorming van SEI beperkt het elektronische contact tussen 
Si/C, draagt bij aan de lokale lithiatie bij de stroomafnemer en de beperkt 
lithiatie van Si aan de kant van het elektrolyt. Deze inhomogene lithiëring 
over de diepte van de elektrode wordt sterk gereduceerd door toevoegen 
van additieven zoals fluorethyleen carbonaat en vinyleencarbonaat aan de 
elektrolyt, welke ook in de poriën van de elektrode komen. Van deze 
elektrolyten is reeds bekend dat ze de herlaadbaarheid verbeteren door de 
vorming in een nevenreactie van het slecht elektronisch geleidende 
lithiumfluoride (LiF). Er wordt beargumenteerd dat de lage elektronische 
geleiding van dit LiF zorgt voor een homogene verdeling van Li over de diepte 
van de elektrode en dat het de vorming van SEI-producten ter plaatse van 
de stroomcollector verminderd gedurende het verdere verloop van op- en 
ontladen. Dit laat zien dat de homogeniteit van Li-opslag in een Si-elektrode 
tijdens het laden zeer belangrijk is voor de herlaadbaarheid van de batterij 
en dat het ladingstransport aan het begin van het op- en ontladen hier een 
belangrijke rol in speelt. 
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Om meer inzicht te krijgen in de rol van elektron- en Li-iontransport 
zijn vaste stof additieven toegevoegd aan de vloeibare elektrolyt waarin de 
poreuze Si-elektrodes zich bevinden en vervolgens worden deze getest in 
half-cellen op op- en ontlaadprestaties. De resultaten hiervan worden 
gepresenteerd in Hoofdstuk 5. Alle cellen met vaste stof additieven laten 
een prestatieverbetering zien. Van alle additieven is Li1.5Al0.5Ge1.5(PO4)3 de 
best presterende. NASICON Li1.5Al0.5Ge1.5(PO4)3 is een goede Li-iongeleider, 
levert de minste degradatie in capaciteit en de hoogste efficiëntie met de 
laagste overpotentiaal. De iongeleider faciliteert het transport van ionen, 
dat zeer belangrijk is voor reductie van de interne weerstand in de batterij 
en zorgt derhalve voor een homogene Li-distributie in de elektrode, wat 
wordt bevestigd met NDP experimenten. Dit onderzoek benadrukt de 
cruciale rol van een ionennetwerk dat wordt gegenereerd middels een 
anorganisch materiaal dat toegevoegd wordt aan de Si-elektrode, waardoor 
de Li-capaciteit en laadefficiëntie worden verbeterd. Op het grensvlak van 
de elektrode worden de decompositieproducten van Li1.5Al0.5Ge1.5(PO4)3 
aangetroffen, welke bij een hogere potentiaal worden gevormd dan de 
decompositieproducten van het elektrolyt. De relatief kleine hoeveelheid 
Li1.5Al0.5Ge1.5(PO4)3 additief (5 massa %) heeft een relatief grote impact op 
de vorming van de SEI. Röntgen-foto-elektronenspectroscopie (XPS) toont 
aan dat er geen decompositieproducten van de elektrolyt zijn gevormd. 
Aangezien de elektrode op een zeer laag voltage wordt gemeten kan 
verwacht worden dat het additief Li1.5Al0.5Ge1.5(PO4)3 compleet reduceert 
naar Li3P, Li9Al4, Li2O en deze stoffen worden ook daadwerkelijk 
waargenomen met XPS. De gevormde decompositieproducten zoals de Li-
Ge en Li-Al legeringen in de SEI verbeteren hierbij de ionische en 
elektronische geleiding in de Si-elektrode. Dit zorgt voor een meer 
homogene activering in de elektrode waardoor meer capaciteit behaald kan 
worden met een hogere efficiëntie. 

Samenvattend, de rol van redoxactiviteit in vaste stof elektrolyten 
en de correlatie met de bijbehorende elektrochemische stabiliteit is 
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bepaald. Deze informatie is erg belangrijk voor het ontwikkelen van 
nieuwe materialen voor vaste-stofbatterijen. Het belang van 
homogeniciteit tijdens (de)lithiëring van Si-anodes is cruciaal voor de 
herlaadbaarheid. Dit kan worden bereikt door het aanbrengen van 
coatings om de SEI vorming te onderdrukken. Tevens kunnen vloeibare en 
vaste stof additieven gebruikt worden om elektronische en ionische 
netwerken te bewerkstelligen. Door decompositie van vloeibare en vaste 
additieven gecontroleerd te laten plaatsvinden kan een stabiel grensvlak 
met goede geleidbaarheid verkregen worden. In vervolgonderzoek naar 
veilige batterijen met een hoge energiedichtheid kan silicium 
gecombineerd met een vaste-stofelektrolyt een interessante richting zijn, 
waarbij een stabiele structuur kan worden aangebracht zonder dat 
problemen als Li-metaal dendrietenvorming zullen ontstaan.  
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